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. PLATE TESTING REQUIREMENTS: NONDESTRUCTIVE
TESTING, EQUIPMENT PROCEDURES AND H
ACCEPTANCE STANDARDS SHALL BE IN :
ACCORDANCE WITH SECT. TIL,, ARTICLES 3 AND & H
OF THE ASME BOILER AND PRESSURE

VESSEL CODE, 1965 EDITION INCLUDING

WINTER 1967 ADDENDA.

A. LIQUID PENETRANT EXAMINE CUT EDGES \

OF PLATE AFTER FORMING. . !

LIQUID PENETRANT EXAMINE INSERT £
LONGITUDINAL WELDS, ROOT OUTER FACE
AND FINAL SURFACE. i

B.

- LIQUID  PENETRANT EXAMINE GIRTH WELDS,
ROOT OUTER SURFACE AND FINAL
SURFACE.

. RADIOGRARPHIC EXAMINATION OF GIRTH i
WELDS. i

. PLATE MATERIAL SHALL BE IN ACCORDANCE

WITH ASTM A240-63 AND PURCHASED 1
FROM A MANUFACTURER APPROVED i
SECTION B-B BY CENPD. THE RECORDS AND
SCALEHALF S1ZE DOOCUMENTATION REQUIRED IN SECTION f
FOR ALL OTHER DIMENSIONS 2.3.6.1 OF WQC-1L1 SHALL BE TRANSMITTED!
£ INFO; SEE SECTION A-A TO THE BUYER. CHEMICAL REPORTS SHALL
: INCLUDE COBALT CONTENT. PLATE MATERIAL
TO BE 1009 ULTRASONICALLY TESTED. i

~

STOCK MILL TOLERANCE PER SECT. I OF THE
ASME BOILER § PRESSURE VESSEL CODE

OATUM PLANES EC ¢ ARE PERPENDICULAR

e

TO DATUM PLANE |[—E—|.

CASTING SURFACES SHALL BE 37

o

WELD PREP 3V FABRICATOR- SUBJECT TO

APPROVAL BY CENPD. NO DISCONTINUITIES WilL
BE PERMITTED AT WELD JUNCTION i.D. ¢ 0.D.

w

WELD PREP BY FABRICATOR-SUBJECT TO
APPROVAL. BY CENPD.

.PRODUCT TO BE IN ACCORDANCE WITH
CENPD SPEC 23866-16-40-1

DIMENSIONING & TOLERANCING PER i
USASI V14.5-1966.
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