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7.2.3 Fuel Qualification Tables 

The purpose of this section is to document the methodology used to determine the cooling 
times required for PWR and BWR fiuel assemblies, with various burnups and initial 
enrichments, for storage in the standardized NUHOMS® 24P and 52B systems. An 
acceptable fitel assembly meets the cladding temperature limits, overall heat generation 
limit, and design basis HSM and Transfer Cask (7"C) surface dose rates presented in the 
Section 7.3.2. The methodology is based on preserving the following parameters for 
design basis fitel: the cladding temperature, the total dose rate on the exterior of the 
HSM and the TC radial surface thereby, assuring that the temperatures and dose rates 
calculated on and around the HSM and TC, using the design basis fitel source terms, 
remain bounding. The HSM roof surface dose rate is chosen for this evaluation because 
it represents the largest contribution to the exposure received by members of the public, 
both offsite and onsite. The TC radial surface is chosen because it represents the 
greatest surface area and dose rate on the TC surface to which workers are exposed 
during fitel loading operations.  

For a wide range of assembly burnups and initial enrichments, the OCRWM 
Characteristics Database (CDB) [7.14] is used to determine the required cooling time to 
meet the decay heat and surface dose rate criteria described above for this evaluation.  
The results of this evaluation are provided in Fuel Qualification Table 3.1-8a and Table 
3.,1-8b.  

Methodology 

The standard NUHOMSr design basis fuel assemblies have a decay heat of 1.0 kW/assy 
for a PWR assembly and 0.37 kW/assy for a BWYR assembly. A fitel assembly with a 
decay heat less than these design basis values results in maximum HSM, TC and DSC 
component temperatures less than those listed in Section 8.1.3. The maximum allowable 
fiel cladding temperature is a function of both the post irradiation cooling time and the 
fitel burnup. Allowable decay heats as a fimction of cooling time and burnups are based 
on the criteria in reference [7.15]. These decay heats result in maximum fitel cladding 
temperatures that are less than the corresponding cladding temperature limit.  

Surface neutron dose rates are assumed to be directly proportional to the total neutron 
sources in the assemblies. The primary neutron source in LWR spent fitel is the 
spontaneous fission of 2 4 Cmn. For the ranges of burnups, initial enrichments, and cooling 
times in the fiel qualification tables, 244Cm represents more than 85% of the total neutron 
source. The neutron spectrum is, therefore, relatively constant for the fuel parameters 
addressed herein. To account for the fact that the original analyses used a different 
neutron spectrum, the variation in the spectrum is accounted for by applying a 5% safety 
margin to all neutron results. Surface gamma dose rates are determined for the HSM 
and TC surfaces using the actual gamma spectrum applicable for each case.  

The BWR heavy metal weight used is 0.198 MTUper assembly. The PWR heavy metal 
weight used is 0.475 MTUper assembly to bound existing PWR fitel designs. Note that 
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this is an increase over that used for the design basis shielding analysis in Section 7.3.  
The increase in heavy metal loading is accounted for by increased cooling time to offset 
the increase in the source terms.  

The design basis HSM roof dose rate from Table 7.3-2 is 48.6 mrem/hr. Although not a 
regulatory or operational limit, the HSM roof dose rate of 48.6 mrem/hr is an 
appropriate acceptance criterion for the purposes of this evaluation. The HSM surface 
dose rate criterion assures the design basis offsite dose rates remain bounding.  

The design basis transfer TC radial dose rate from Table 7.3-2 is 591.8 mrem/hr. Like 
the HSM dose rate, this is not a regulatory or operational limit, but is considered an 
appropriate acceptance criterion for the purposes of this evaluation. The TC surface 
dose rate criterion assures the design basis occupational exposures remain bounding.  

For conservatism, all required cooling times are rounded to the next higher integral year.  
None of the safety margins in the design basis analyses are reduced in this evaluation.  
The acceptance criteria for this evaluation are that the cladding temperature is less than 
the applicable cladding temperature limit, that the HSM concrete temperatures are 
maintained, and that the surface dose rates are less than the design basis surface dose 
rates for both the HSM roof and TC side centerline.  

PWR Fuel Evaluation - Decay Heat 

The CDB provides decay heats in the units watts/MTIHM. For an assembly heavy metal 
loading of 0.475 MTU, the per assembly decay heat is determined using the relation, 

0.475" QcDB 
DecayHeat = 000 

1000 

where QcDB is the CDB decay heat in units of watts/MTIHM for at given burnup, initial 
enrichment and cooling time. The calculated decay heat is checked against the allowable 
decay heat as given in Table 7.2-5. If the calculated decay heat is too high then the 
cooling time is increased until the decay heat limit is met.  
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Table 7.2-5 
PWR Allowable Decai' Heat Versus Cooling Time and Burnup

P WR Fuel Evaluation - Neutron Dose Rate 

The CDB provides neutron sources in the units neutrons/s/MTIHM, for a given burnup, 
initial enrichment and cooling time. Neutron dose rates are determined for both the 
HSM roof and the TC side surface for every entry in the fuel qualification table. The 
HSM and TC neutron dose rates are each determined using the relation, 

DoseRate = 1.05. (Dose DesignBas, )O.475(SourcecD) 
Sourcesectin 7 2 

where DoseDC,,ýSB.,s is the HSM roof or TC sidewall dose rate for design basis fuel (0.4 
mrem/hr HSM and 163.9 mrem/hr TC, Table 7.3-2), SourceCDB is the neutron source from 
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Cooling Allowable Decay Heat (kW/assy) 
Time > 40 GWd/MTU 

(years) • :s-45 GWd/MTU 

3 1.00 0.97 
4 1.00 0.97 
5 1.00 0.97 
6 0.99 0.93 
7 0.86 083 
8 0.85 0.82 
9 0.84 0.81 
10 0.84 0.80 
11 0.83 0.80 
12 0.82 0.79 
13 0.81 0.78 
14 0.81 0.78 
15 0.81 0.78 
16 0.80 0.77 
17 0.79 0.77 
18 0.79 0.76 
19 0.78 0.76 
20 0.78 0.76 
21 0.78 0.75 
22 0.77 0.75 
23 0.77 0.75 
24 0.77 0.75 
25 0.77 0.74 
26 0.76 0.74 
27 0.76 0.74 
28 0.76 0.74 
29 0.75 0.73 
30 0.75 0.73
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CDB for a given assembly, and Sourcesec,,o, 72 is the per assembly source for the design 
basis fiuel (2.23E-08 n/s/assy). As discussed above, the calculated dose rates include a 
5% safety factor to account for the spectral differences relative to the design basis 
neutron source listed in Table 7.2-2.  

PWR Fuel Evaluation - Gamma Dose Rate 

The CDB provides gamma spectra in the units y/s/MTIHM for each of 18 energy groups 
for a given burnup, initial enrichment and cooling time. The HSM and TC gamma dose 
rates are determined by (1) Mapping the CDB gamma source and spectrum into the 
Cask-81[7.7] gamma energy structure used in the shielding evaluation; (2) Multiplying 
by the number of assemblies in the DSC and by the heavy metal weight; (3) Dividing by 
the fitel region volume; (4) Multiplying the resulting source in each energy group by a 
response function to determine the dose rate contribution from the group to the total 
surface dose rate; and (5) Summing the dose rate contribution from each energy group.  
Each of these steps is described in detail below.  

The 18 gamma-ray group CDB energy spectrum has been mapped to the Cask-81 18 
group energy spectrum used in the ANISN shielding models. The energy group mapping 
is performed by assuming that the particles in each group are evenly distributed in 
logarithmic energy space. The total source strength is conserved. The formulae used to 
map the CDB energy structure into the structure used in the shielding evaluation are 
shown in Table 7.2-6.  
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Table 7.2-6 
Formnulae for Alappinh Gamma Source Spectra

The mapped gamma source is multiplied by the number of assemblies in each DSC (24) 
and by the design heavy metal weight (0.475 MTU) to determine the total source in each 
energy group inside the DSCfor the case being evaluated. This value is then divided by 
the fitel region volume in the ANISN models, 8,073,120 cm3 to determine the total 
volumetric source (y/s/cm') in each energy group. The source-to-dose rate response 
finctions, described below, are then applied to the source spectrum to determine gamma 
dose rates on the HSM and TC surfaces.  

The ANISN discrete-ordinates computer code is used to generate source-to-dose rate 
response finctions to convert the group sources to surface dose rates on the HSM and 
TC. The ANISN models used are identical to those used in Section 7.3.2. Eighteen runs 
were performed for the HSM roof geometry and an additional 18 runs were performed 
for the TC side geometry. Each run includes a unit source (1 y/s/cm3) in a single energy 
group. The other input parameters, including geometry, materials, and flux-to-dose rate 
factors, are unchanged relative to the design basis analysis models. The gamma dose 
rate reported at the HSM (or TC) surface in each run represents the contribution from 
that energy group (per unit volumetric source) to the total gamma dose rate. The ANISN 
results, shown in Table 7.2-7, represent a response finction which allows the gamma 
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Cask-81 Group 
CDB Structure Structure Mapping 

Formula 
CDB 

Emean Eupper Cask-81 Group 
Group (MeV) Group (MeV) Structure 

a 9.500 23 10.000 a 
b 7.000 24 8.000 0.722b 
c 5.000 25 6.500 0.278b+0 450c 
d 3.500 26 5.000 0.550c 
e 2.750 27 4.000 d 
f 2.250 28 3.000 e 
g 1.750 29 2.500 f 
h 1.250 30 2.000 0 648g 
i 0.850 31 1.660 0.352g+0.297h 
j 0.575 32 1.330 0.703h 
k 0.375 33 1.000 0.626i 
1 0.225 34 0.800 0.374i+0.349j 

m 0.125 35 0.600 0.651j+0.290k 
n 0.085 36 0.400 0.71 Ok 
o 0.058 37 0.300 0.5851 
p 0.038 38 0 200 0.4151+m 
q 0.025 39 0.100 n+0.762o 
r 0010 40 0050 0.238o+p+q+r

v

I
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dose rates to be determined for each fiuel qualification case, including spectral effects, 
without the need to peiform additional ANISN runs. The total sulface gamma dose rate 
is then calculated by multiplying the source in each group (discussed above) by the 
response function for that group, and summing the result for all eighteen groups 

Table 7.2-7 
PWR HSM and TC Unit Gamma Source Response Functions 

(mrem/hr per y/s/cm') 
HSM TC 

Cask-81 Response Response 
Group Function Function 

23 6.55E-05 2.39E-05 
24 4.86E-05 2.94E-05 
25 3.04E-05 3.13E-05 
26 1.63E-05 2.96E-05 
27 7.67E-06 2.47E-05 
28 3.03E-06 1.72E-05 
29 1.28E-06 1.04E-05 
30 4 45E-07 4.88E-06 
31 1.48E-07 1.85E-06 
32 3.34E-08 3.51 E-07 
33 5.32E-09 2.72E-08 
34 9.66E-10 1.06E-09 
35 9.33E-11 5.29E-13 
36 3.06E-12 3.25E-18 
37 1.95E-13 5.80E-20 
38 1.88E-15 1.13E-32 
39 3 42E-27 0.OOE+00 
40 0.OOE+00 0.00E+00 

The goal of this evaluation, however, is simply to compare the dose rates for various sets 
of fuel parameters to the dose rate for the design basis fuel parameters. The design basis 
dose rates reported in Table 7.3-2, therefore, are scaled by the ratio of the calculated 
dose rate for each case to the calculated dose rate for the design basis case. The end 
result of this effort is to specifically account for the gamma spectrum for every case on 
the fitel qualification table.  

S0"475(Dosectie ) 
DoseRate = (DoseT73 2 ) O.472(Dose.,) 

0.472 DoseDesignllsu 

Where Dose732 is the HSM roof or TC side gamma dose rate for design basis fuel (48.2 
mrem/hr for the HSM and 427.9 mrem/hr for the TC) from Table 7.3-2, Dosec.,, is the 
gamma dose rate determined by ANISN using the Table 7.2-7 response functions for the 
case being evaluated, and DoseDs,,,g,,,, is the dose rate determined above for the design 
basis source. The ratio of 0.475/0.472 scales the design basis dose rate up to a value 
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consistent with a heavy metal weight of 0 475 MTU. The following is an example of the 
dose rate evaluation methodology for the design basis (40 GWd/MTU, 4.0 wt. %, 5-year 
cooled) case. The result of this evaluation is DoseoesgnBasr as is used in the above equation.  

Table 7.2-8 shows the calculation of DoseDe,,wa,,for both the HSM and TC. The first two 
columns, "CDB Energy" and "CDB (y/s/MTIHM)" are the CDB energy group mean 
energies and gamma source, respectively for 4.0 wt. % 23

-U, 40,000 MWd/MTU and 5
year cooling time. The "Shielding ()'/s/DSC " column represents the total gamma source 
in a single DSC mapped into the 18 energy groups used in the shielding evaluation. The 
values in this column are determined by multiplying the CDB source by the heavy metal 
weight (0.475 MTU), the number of assemblies (24) and by the mappingfiunction in Table 
7.2-6for the Cask-81 energy groups as labeled in the "Cask-81 Shielding Energy Group 
Column ". As an example, the third value in the Cask-81 shielding energy group column 
(Cask-81 Group 25) is equal to (0.475*24)[(278*1.99e6)+(450*1.73e7)] = 9.485e7 
y/s/DSC where b=1.99E+O6for CDB energy 7.00MeV and c=1.73E+07for CDB energy 
of 5.00 MeV. The corresponding contribution to the HSM roof dose rate is then equal to 
the DSC source divided by the source volume and multiplied by the response finction, 
(9.485e7/8,073,120) *3.04e-5 = 3.573e-4. This process is completed for each energy 
group and the sum shown at the bottom of Table 7.2-8. For the design basis PWR 
parameters of 4.0 wt. % 235U, 40,000 MWd/MTU, and 5-year cooling the calculated 
"DoseDB,, "for the HSM and TC are 82.48 mrem/hr and 846.3 mrem/hr, respectively.  
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Table 7.2-8 
Sample PWR Dose Rate Eva lhation 

CDB Cask-81 
Energy CDB Shielding Shielding HSM Cask 
(MeV) (yls/MTIHM) Energy Group (y/sIDSC) Dose Dose 

1.O0E-02 3 63E+15 23 2.606E+06 2.115E-05 7.712E-06 
2.50E-02 8 55E+14 24 1.638E+07 9.861E-05 5.975E-05 
3.75E-02 9 17E+14 25 9.485E+07 3.573E-04 3.674E-04 
5.75E-02 7.19E+14 26 1.082E+08 2.188E-04 3.973E-04 
8.50E-02 4.66E+14 27 2.016E+11 1.916E-01 6.167E-01 
1.25E-01 4.64E+14 28 1.578E+12 5.923E-01 3.352E+00 
2.25E-01 3.88E+14 29 5.018E+13 7.931E+00 6.473E+01 
3.75E-01 2.29E+14 30 6.439E+13 3.552E+00 3.895E+01 
5.75E-01 6 18E+15 31 2.123E+15 3.884E+01 4.851E+02 
8.50E-01 1.43E+15 32 4.942E+15 2 041E+O1 2.150E+02 
1.25E+00 6.17E+14 33 1.023E+16 6.745E+00 3.449E+01 
1.75E+00 8.72E+12 34 3.071E+16 3.675E+00 4.017E+00 
2.25E+00 4.40E+12 35 4.664E+16 5.391E-01 3.057E-03 
2.75E+00 1.38E+11 36 1.852E+15 7.008E-04 7.447E-10 
3.50E+00 1.77E+10 37 2.589E+15 6.241E-05 1.861E-11 
5.OOE+00 1.73E+07 38 7.131E+15 1.657E-06 1.003E-23 
7.OOE+00 1.99E+06 39 1.155E+16 4.890E-18 O.OOOE+00 
9.50E+00 2.29E+05 40 6.351E+16 O.OOOE+00 0.OOOE+00 

Total 1.591E+16 - 1.814E+17 8.248E+01 8.463E+02 

Similar evaluations were performed for each entry (cooling time) in the fitel qualification 
table to verify that the decay heat and dose rate determinations for PWR assemblies with 
burnups ranging from 10,000 MWd/MTU to 45,000 MWd/MTU and initial enrichments 
from 2.0 wt. % 23 U to 4.0 wt. % 23 5U 

B WR Fuel Evaluation 

The BWR fitel evaluations are performed in the same manner to those described above 
for the PWR fuel. B WR assemblies are evahlated with burnups ranging from 
15,000 MWd/MTU to 45, 000 MWd/MTU and initial enrichments ranging from 2. 0 wt. % 
to 4 wt. % ..U. The calculated decay heat is checked against the allowable decay heat 
given in Table 7.2-9. As with the PWR fitel if the calculated decay heat is too high then 
the cooling time is increased until the decay heat limit is met.  
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Table 7.2-9 
B WIR Allowable Decay' Heat Versus Cooling Time

The HSM and TC source-to-dose rate response finctions are calculated for B WR fitel 
similar to the PWR fuel. Because the design basis shielding evaluation in Section 7.3.2 
only include fuel region number densities for PWR fuel, number densities for BWR fuel 
are required. The number densities generated for the 52B DSC evaluation are based on 
a GE BWR/4-6 7 X 7 GE-2fuel assembly. This assembly was chosen because its heavy 
metal weight of 0.1947 MTU is closest to the BWR design basis of 0.198 MTU. The 
actual fitel assembly chosen has no impact on the results because the calculated dose 
rates are used only for comparison.  

The BWR fiuel assembly properties used in the number density calculations are taken 
from the CDB [7.14]. These include a heavy metal weight of 0.1947 MTU/assy, a 
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Cooling 
Time Allowable Decay Heat 

(years) (kW/assy) 

3 0.370 
4 0.370 
5 0.370 
6 0.350 
7 0.310 
8 0.310 
9 0.296 

10 0.296 
11 0.296 
12 0296 
13 0.296 
14 0.296 
15 0.290 
16 0.290 
17 0290 
18 0290 
19 0280 
20 0.280 
21 0.280 
22 0.280 
23 0.280 
24 0.280 
25 0.280 
26 0.280 
27 0.280 
28 0.270 
29 0.270 

30 0.270
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zircaloy spacer weight of 2.029 kg/assy, an active fiel length of 144 in, a rod diameter of 
0.563 in, a zircaloy cladding thickness of 0.032 in, and 49 fiteled rods per assembly. The 
fuel channels and the DSC basket materials have been neglected. The mass and atom 
density for B WRfitel region is shown in Table 7.2-10.  

Table 7.2-10 
B WR Fuel Reg-ion Densities 

Element Atomic Mass Mass Density Atom Density 
(glmol) (g/cc) (atoms/b-cm) 

0 15.9994 0.169 6.348E-03 
Zr 91.22 0.275 1.818E-03 

U-235 235.04 0.050 1.285E-04 
U-238 238.05 1.204 3.046E-03 

With the exception of the fuel region atom densities, the ANISN source-to-dose rate 
response finction models for the B WRfiuel are identical to those for PWR fuel. The HSM 
and TC gamma dose rate responsefinctions for the BWRfiuel are shown in Table 7.2-11.  
For the DoseD,,g,.. calculation, the BWR fitel parameters of 2.65 wt. % 2

-
5U, 35,000 

MWd/MTU, and 5-years cooling are used and the calculated gamma "Dose,,,,,,,," for 
the HSM and TC are 83.94 mrem/hr ind 863.2 mrem/hr, respectively. These fuel 
parameters were also used to lookup the design basis neutron source per assembly from 
the CDB. This value is used in the evaluation to allow an "apples-to-apples" 
comparison of the neutron source for different fiel parameters. The Dose,,,,,,, neutron 
and gamma sources for BWR assemblies are 1.83E+08 n/s/assy and 2.63E+15 y/s/assy, 
respectively. Note that the design basis neutron source term is calculated using a 
different methodology than are used herein. The design basis B WR neutron source listed 
above is taken from the CDB for the design basis fitel parameters. This was done to 
provide an "apples-to-apples " comparison in the neutron scaling calculations.  
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Table 7.2-11 
BIWR HSM and TC Unit Source Response Functions 

(mrem/hr per y/s/cm3) 
HSM TC 

Cask-81 Response Response 
Group Function Function 

23 7.69E-05 2.80E-05 
24 5.71 E-05 3.45E-05 
25 3.58E-05 3.68E-05 
26 1.93E-05 3.50E-05 
27 9.10E-06 2.93E-05 
28 3.61 E-06 2.04E-05 
29 1.52E-06 1.24E-05 
30 5.32E-07 5.83E-06 
31 1.76E-07 2.20E-06 
32 3.96E-08 4.17E-07 
33 6.28E-09 3.22E-08 
34 1.13E-09 1.24E-09 
35 1.08E-10 6.10E-13 
36 3.48E-12 3.70E-18 
37 2.20E-13 6.55E-20 
38 2.11E-15 1.28E-32 
39 3.90E-27 0.OOE+00 
40 0.OOE+00 0.OOE+00 
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M.5 Shielding Evaluation

The radiation shielding evaluation for the Standardized NUHOMS® System (during loading, 
transfer and storage) for the 24P and 52B canisters is discussed in Sections 3.3.5, 7.0 and 8.0.  
The following radiation shielding evaluation specifically addresses the dose rates due to design
basis PWR fuel and Burnable Poison Rod Assemblies (BPRAs) loaded in a NUHOMS®-32PT 
DSC. The shielding analysis is carried out for the four DSC configurations of the NUHOMS®
32PT system described in Section M.2. 1. The basket layout for these configurations is identical 
except for the length of the DSC components. For shielding purposes, the only difference 
between the 100-ton and 125-ton versions is the thickness of the shield plug designs. The 100
ton versions have somewhat thinner shield plugs than the 125-ton versions. Each of the 
configurations is designed to store up to 32 intact standard PWR fuel assemblies. The 32PT
L100 and 32PT-L125 are also designed to store up to 32 intact standard PWR fuel assemblies 
with or without BPRAs. Therefore, for shielding purposes, the two long-cavity versions bound 
the short-cavity versions because of the additional gamma source due to the BPRAs. Therefore, 
the shielding evaluation presented herein is performed only for the 32PT-LI 00 and 32PT-LI 25 
with fuel plus BPRAs. To assure that this evaluation is conservative, the fuel source terms are 
not adjusted to account for the additional decay required to accommodate the BPRAs.  

The design-basis PWR fuel source terms are derived from the bounding fuel, B&W 15xl 5 Mark 
B assembly design as described in Section M.5.2 

The NUHOMS®-32PT DSCs can store intact PWR fuel assemblies and BPRAs with the 
characteristics described in Table M.2-1. The NUHOMS®-32PT DSC may store PWR fuel 
assemblies arranged in any of three alternate heat zoning configurations with a maximum decay 
heat of 1.2 kW per assembly and a maximum heat load of 24 kW per canister. The heat load 
configurations are shown in Figure M.2-1, Figure M.2-2 and Figure M.2-3. Note that while the 
B&W, CE, and Westinghouse fuel designs are specifically listed, storing reload fuel designed by 
other manufacturers is also allowed provided an analysis is performed to demonstrate that the 
limiting features listed in Table M.2-1 bound the specific manufacturers replacement fuel. The 
limiting features are burnup, initial enrichment, cooling time, fissile material type, number of 
fuel rods, number of guide tube/instrument tube holes, cobalt impurities in the hardware and 
initial heavy metal.  

The design-basis fuel source terms for this evaluation are defined as the source terms from fuel 
with the burnup/initial enrichment/cooling time combination given in Table M.2-5 through Table 
M.2-9 (without BPRAs) and located in the basket as shown in Figure M.2-1, Figure M.2-2 or 
Figure M.2-3, that gives the maximum dose rate on the surface of the HSM and/or 
OS 197/OS 197H Transfer Cask (TC). This approach is consistent with the method used to 
generate the fuel qualification tables for the Standardized NUHOMS®-24P and -52B canister 
designs as described in Section 7.2.3.  

The Heat Load Zoning Configuration 2 (Figure M.2-2) is the configuration that produces the 
highest dose rates on the surfaces of the HSM and TCs. These bounding gamma and neutron 
source terms are then used in the radiation shielding models to conservatively calculate dose 
rates on and around the NUHOMS®-32PT system. In order to model Heat Load Zoning 
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M.5.1 Discussion and Results

The maximum dose rates due to 32 design-basis PWR fuel assemblies with BPRAs in the 
NUHOMS®-32PT DSC loaded into the Standardized NUHOMS®-HSM are summarized in Table 
M.5-3 for both the 100-ton and 125-ton design configurations. Table M.5-4 provides maximum 
and surface average dose rates on the HSM loaded with the NUHOMS®-32PT DSC for both the 
100-ton and 125-ton design configurations. Table M.5-5 provides a summary of the dose rates 
on and around the TC for canister transfer for 100- and 125-ton configurations. The dose rates in 
these tables are for the bounding Configuration 2.  

A discussion of the method used to determine the design-basis fuel and BPRA source terms is 
included in Section M.5.2. The model specification and shielding material densities are given in 
Section M.5.3. The method used to determine the dose rates due to 32 design-basis fuel 
assemblies with BPRAs in the NUHOMS®-32PT DSC design configurations is provided in 
Section M.5.4. Thermal and radiological source terms are calculated with the SAS2H/ORIGEN
S modules of SCALE 4.4 [5.1] for the fuel. The shielding evaluation is performed with the 
DORT [5.2] code with the CASK-81 cross section library [5.3]. Sample input files used for 
calculating neutron and gamma source terms and dose rates are included in Section M.5.5.1.  
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M.5.2 Source Snecification

Thermal and radiological source terms are calculated with the SAS2H/ORIGEN-S modules of 
SCALE 4.4 [5.1] for the fuel. The SAS2H/ORIGEN-S results are used to develop the fuel 
qualification tables listed in Table M.2-5 through Table M.2-14 and the design-basis fuel source 
terms suitable for use in the shielding calculations. The thermal and radiological source terms 
for the BPRAs are taken from Appendix J.  

The B&W 15xl 5 assembly is the bounding fuel assembly design for shielding purposes because 
it has the highest initial heavy metal loading as compared to the 14xl4, other 15x15, and 17xl7 
fuel assemblies which are also authorized contents of the NUHOMS®-32PT DSC. In addition, 
the maximum Co59 content of the hardware regions for each assembly type is less than that of 
the B&W 15xl 5 Mark B fuel assembly. The neutron flux during reactor operation is peaked in 
the in-core region of the fuel assembly and drops off rapidly outside the in-core region. Much of 
the fuel assembly hardware is outside of the in-core region of the fuel assembly. To account for 
this reduction in neutron flux, the fuel assembly is divided into four exposure "regions." The 
four axial regions used in the source term calculation are: the bottom (nozzle) region, the in-core 
region, the (gas) plenum region, and the top (nozzle) region. The B&W 15x15 fuel assembly 
masses for each irradiation region are listed in Table M.5-6. The light elements that make up the 
various materials for the various fuel assembly materials are taken from reference [5.4] and are 
listed in Table M.5-7. The design-basis heavy metal weight is 0.475 MTU. These masses are 
irradiated in the appropriate fuel assembly region in the SAS2H/ORIGEN-S models. To account 
for the reduction in neutron flux outside the In-Core regions neutron flux (fluence) correction 
factors are applied to light element composition for each region. The neutron flux correction 
factors are given in Table M.5-8.  

The fuel qualification tables are generated based on the decay heat limits for the various heat 
load zoning configurations shown in Figure M.2-1, Figure M.2-2 and Figure M.2-3. SAS2H is 
used to calculate the minimum required cooling time as a function of assembly initial enrichment 
and bumup for each decay heat limit. The total decay heat includes the contribution from the 
fuel as well as the hardware in the entire assembly. The fuel qualification table for fuel plus 
BPRAs also includes 8 watts per BPRA to account for the design-basis decay heat from the 
BPRAs. Because the decay heat generally increases slightly with decreasing enrichment for a 
given burnup, it is conservative to assume that the required cooling time for a higher enrichment 
assembly is the same as that for a lower enrichment assembly with the same burnup. The 
required cooling time for initial enrichments that fall between any two SAS2H runs are assumed 
to be that of the lower enrichment case results.  

The design-basis source terms are defined as the burnup/initial enrichment/cooling time 
combination given in the fuel qualification tables that result in the maximum dose rate on the 
surface of the HSM and OS 197/OS 197H TC. The 1-D discrete ordinates code ANISN [5.5] and 
the CASK-81 22 neutron, 18 gamma-ray energy group, coupled cross-section library [5.3] is 
used to determine these design-basis source terms. Finding the bumup/initial enrichment/cooling 
time combinations from the fuel qualification tables and decay heat load zoning configurations 
that produce the maximum dose rate on the HSM roof determine the design-basis source term for 
the HSM shielding calculations. Similarly the design-basis source terms for the OS197/OS 197H 
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TC are determined by finding the maximum surface dose rates on the side of the cask. This 
approach, described in detail in Section M.5.2.4, is consistent with the method used to determine 
the fuel qualification tables for the Standardized NUHOMS® canister designs described in 
Section 7.2.3. The radiological source terms generated in the SAS2H/ORIGEN-2 runs are used 
in the ANISN evaluations to calculate the surface dose rates. The ANISN models are similar to 
the appropriate DORT models for the locations of interest. Heat load configuration 2 (Figure 
M.2-2) produced the bounding total surface dose rate for both the HSM and TC. The HSM 
design-basis source terms for the outer ring of assemblies (modeled as sixteen assemblies) are 
from fuel with 41 GWd!MTU burnup, an initial enrichment of 3.1 wt. % U-235 and 5-years 
cooling. The HSM design-basis source terms for the inner sixteen assemblies are from fuel with 
30 GWd/MTU burnup, and initial enrichment of 2.5 wt. % U-235 and 8-years cooling. Note that 
using this approach in modeling the outer ring of sixteen assemblies with the 1.2 kW source 
terms for all of the shielding analyses results in fairly conservative dose rates because the 
shielding analysis is in reality based on a 28.8 kW heat load. The TC design-basis source terms 
for the outer ring of assemblies (conservatively modeled as sixteen assemblies) are from fuel 
with 41 GWd/MTU burnup, an initial enrichment of 3.1 wt. % U-235 and 5-years cooling. The 
TC design-basis source terms for the inner sixteen assemblies are from fuel with 45 GWd/MTU 
burnup, and initial enrichment of 3.3 wt. % U-235 and 23-years cooling.  

A sample SAS2H/ORIGEN-S input file for the In-Core Region for the 41 GWd/MTU, 3.1 wt. % 
U-235 and 5-years cooling case is listed and commented in Section M.5.5.1.  

M.5.2.1 Gamma Source 

Four SAS2H/ORIGEN-S runs are required for each burnup/initial enrichment/cooling time 
combination to determine gamma source terms for the four regions of interest for each fuel 
assembly; the bottom, in-core, plenum and top regions. The only difference between the runs is 
in Block #10 "Light Elements" of the SAS2H input and the 81$$ card in the ORIGEN-S input.  
Each run includes the appropriate Light Elements for the region being evaluated and the 81 $$ 
card is adjusted to have ORIGEN-S output the total gamma source for the in-core region and 
only the light element source for the plenum and top nozzle regions.  

The design-basis source terms for the authorized BPRA designs are taken from Appendix J of 
the FSAR. The design-basis source terms from Appendix J of the FSAR cover three BPRA 
designs 1) B&W 15x 15 Burnable Absorber Assemblies with up to 2 cycles burnup and 5-year 
cooled, 2) WE 17x 17 Pyrex Burnable Absorber, 2-24 Rodlets with up to 2 cycles burnup and 10
year cooled, and 3) WE 17xl7 WABA Burnable Absorber, 3-24 Rodlets with up to 2 cycles 
burnup and 10-year cooled.  

The SAS2H/ORIGEN-S gamma ray source is output in the CASK-81 energy group structure.  

Gamma source terms for the in-core region include contributions from actinides, fission 
products, and activation product. The bottom, plenum and top nozzle regions include the 
contribution from the activation products in the specified region only. These results for the 41 
GWd/MTU, 3.1 wt. % U-235 and 5-years cooling case are shown in Table M.5-9. The results 
for the 30 GWd/MTU, 2.5 wt. % U-235 and 8-years cooling case are shown in Table M.5-10.  
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Finally, the results for the 45 GWd/MTU, 3.3 wt. % U-235 and 23-years cooling case are shown 
in Table M.5-1 1.  

As stated above the design-basis BPRA source terms are taken from Appendix J of the FSAR 
and are listed in Table M.5-12.  

Gamma source terms for use in the shielding models are calculated by multiplying the assembly 
sources by the number of assemblies in the region of interest (16) and dividing by the appropriate 
inner/outer heat load region volume. The appropriate assembly region volumes for both the 
inner and outer heat load zones are listed in Table M.5-13.  

M.5.2.2 Neutron Source Term 

One SAS2H/ORIGEN-S run is required for each bumup/initial enrichment/cooling time 
combination to determine the total neutron source terms for the in-core regions. The results for 
each burnup/initial enrichment/cooling time combination of interest are summarized in Table 
M.5-14.  

Neutron source terms for use in the shielding models are calculated by multiplying the assembly 
sources by the number of assemblies in the in-core region of interest (16) and dividing by the 
appropriate in-core inner/outer heat load region volume. The appropriate assembly region 
volumes for both the inner and outer heat load regions are listed in Table M.5-13.  

M.5.2.3 Axial Peaking 

Axial peaking factors for both neutron and gamma sources in PWR fuel are taken from 
Reference [5.6]. These peaking factors were derived from work performed by the Department of 
Energy in support of its Topical Report for burnup credit [5.7]. The neutron and gamma peaking 
factors are shown as a function of the core height in Table M.5-15. These factors are directly 
applied to each DORT interval in the fuel region. Neutron peaking factors in each zone are equal 
to the gamma factor raised to the fourth power to correctly account for the variation of neutron 
source with bumup. The axial source distribution defined in Table M.5-15 introduces some level 
of conservatism into this calculation because the length average peaking factor of 1.06 is greater 
than 1.  

M.5.2.4 ANISN Evaluation for Bounding Source Terms 

As discussed above, the fuel qualification tables are generated based on the decay heat limits for 
the various heat load zoning configurations shown in Figure M.2-1, Figure M.2-2 and Figure 
M.2-3. SAS2H is used to calculate the minimum required cooling time as a function of assembly 
initial enrichment and burnup for each decay heat limit. To determine which configuration and 
burnup, wt. % initial enrichment and cooling time combinations result in the bounding dose 
rates on the surface of the HSM and TC, the total source term, which includes the contribution 
from the fuel as well as the hardware in the entire assembly (including end fittings) is used to 
calculate its total ANISN dose rate on the HSM roof and TC radial using the ANISN code.  
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The BPRA contribution isfixed and is included in the design basis shielding evaluation as such 
and therefore is not included in this ANISN evaluation.  

ANISN [5.5] determines the fluence ofparticles throughout one-dimensional geometric systems 
by solving the Boltzmann transport equation using the method of discrete ordinates. Particles 
can be generated by either particle interaction with the transport medium or extraneous sources 
incident upon the system. Anisotropic cross-sections can be expressed in a Legendre expansion 
of arbitrary order.  

The ANISN code implements the discrete ordinates method as its primary mode of operation.  
Balance equations are solved for the flow ofparticles moving in a set of discrete directions in 
each cell of a space mesh and in each group of a multigroup energy structure. Iterations are 
performed until all implicitness in the coupling of cells, directions, groups, and source 
regeneration is resolved.  

ANISN coupled with the CASK-81 22 neutron, 18 gamma-ray energy group, coupled cross
section library [5.3] and the ANSI/ANS-6.1.1-1977 flux-to-dose conversion factors [5.10] is 
chosen to generate the ANISN dose rates used to determine the relative strength of the various 
source terms from fuel assemblies to determine the design basis source terms for the HSM and 
TC. These design basis source terms are used with DORT to calculate the bounding system dose 
rates. ANISN provides an efficient method to calculate the design basis source terms.  

The surface dose rates are calculated using ANISN models to perform the evaluation for the fuel 
assembly parameters in the fuel qualification table. The ANISN model used to calculate the 
relative dose rates on the HSM surface is similar to the cut through the center of the DORT HSM 
roof model used for the shielding evaluation (for each configuration). The ANISN model used to 
generate the relative dose rates on the TC is similar to the cut through the center of the DORT 
TC side model used for the shielding evaluation. Figure M.5-31 and Figure M.5-32 provide 
sketches for the ANISN models of the HSM roof and TC centerline respectively. When modeling 
0.63 kW or 0.60 kWsource region in Region A (16 assemblies) of Figure M.5-31 and Figure 
M.5-32, the Region B does not include any source terms. Similarly, when modeling 0.87 kW or 
1.2 kW source region in Region B (16 assemblies), of these figures, the Region A does not 
include any source terms. For modeling 0. 7 kWsource region, both Region A and Region B (32 
total assemblies) include source terms corresponding to 0. 7 kW An example ANISN input file is 
included in Section M.5.5.5.  

The material densities used in the ANISN models for the various model regions are listed in 
Table M.5-27. These material densities are very similar to those used for the DORT and MCNP 
analysis, but are simplified to reduce the size of the ANISN input decks. Only the important 
elements of a give material are included and the gram density of the material is maintained. The 
density of NS-3 is used instead of water in ANISN models. This has no impact on the results of 
ANISN evaluation because ANISN is only used to compare the relative strength of the source 
terms for each entry in the fitel qualification table.  

The results of the ANISN runs are given in Table M.5-28 through Table M.5-37.  
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To determine the design basis source terms to be used in the HSM shielding calculations, the 
total roof surface dose rates for the configurations shown in Figure M.2-1, Figure M.2-2 and 
Figure M.2-3 are calculated using the results provided in Table M.5-28 through Table M.5-37.  
For Configuration 1, the maximum total roof dose rate is 35.0 plus 0.19 or 35.2 mrem/hr. For 
Configuration 2, the total roof dose rate is 46.87 plus 0.08 or 46.95 mrem/hr, while for 
Configuration 3, the total roof dose rate is 28.4 mrem/hr. Based on these results, Configuration 
2 results in the maximum dose rates for the HSM with design basis source terms for the outer 
ring of assemblies (conservatively modeled as sixteen assemblies) are from fuel with 41 
GWd/MTU burnup, an initial enrichment of 3.1 wt. % U-235 and 5 years cooling. The design 
basis source terms for the inner sixteen assemblies are from fuel with 30 GWd/MTU burnup, and 
initial enrichment of 2.5 wt. % U-235 and 8 year cooling. Note that using this approach in 
modeling, the outer ring of sixteen assemblies with the 1.2 kWsource terms, results in fairly 
conservative dose rates because the shielding analysis is in reality based on a 28.8 kW heat load.  

Similarly, to determine the design basis source terms to be used in the Transfer Cask shielding 
calculations, the total side centerline surface dose rates for the configurations shown in Figure 
M.2-1, Figure M.2-2 and Figure M.2-3 are calculated using the results provided in Table 
M.5-28 through Table M.5-37. For Configuration 1, the total side dose rate is 404.86plus 
34.57 or 439.43 mrem/hr. For Configuration 2, the total side dose rate is 593.8plus 16.04 or 
609.84 mrem/hr, while for Configuration 3, the total roof dose rate is 331.4 mrem/hr. Based on 
these results, Configuration 2 results in the maximum dose rates for the TC with design basis 
source terms for the outer ring of assemblies (conservatively modeled as sixteen assemblies) are 
from fuel with 41 GWd/MTU burnup, an initial enrichment of 3.1 wt. % U-235 and 5 years 
cooling. The design basis source terms for the inner sixteen assemblies arefrom fuel with 45 
GWd/MTU burnup, and initial enrichment of 3.3 wt. % U-235 and 23 year cooling.  
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compliance application for the NUHOMS®-61BT storage system [5.8]. The methodology used 
herein is summarized below.  

1. Volumetric sources in the CASK-81 format are developed for all fuel regions using the 
source term data developed in Section M.5.2. Source regions include the active fuel 
region, bottom end fitting (including all materials below the active fuel region), plenum, 
and top end fitting (including all materials above the active fuel region). Sources for 
control components are added group-by-group to the fuel sources.  

2. Suitable shielding material densities are calculated for the fuel, DSC, HSM, and TC.  

3. The 2-D discrete ordinates code DORT [5.2] is used to calculate dose rates on and around 
the DSC, HSM, and TC. The DORT code is selected because of its ability to readily 
handle thick, multi-layered shields and account for streaming through both the HSM air 
vents and cask/DSC annulus. The simple NUHOMS® geometry lends itself to 2-D models 
(RZ models are used for the cask and both RZ and XY models are used for the HSM).  

The discrete-ordinates code DORT is selected over monte-carlo methods for this 
calculation because it can quickly and reliably calculate dose rate distributions around the 
cask and HSM without the need to fine-tune biasing parameters for each case addressed.  
Additionally, the surface or volume crossing estimators typically used in monte-carlo 
calculations tend to average dose rates across an area or volume and may therefore 
underpredict the magnitude of radiation streaming. While DORT is subject to instabilities 
commonly referred to as "ray effects", these tend to result in conservative overpredictions 
of radiation streaming.  

4. The DORT results are used to calculate offsite exposures.  

5. DORT models are also generated to determine the effects of accident scenarios including 
HSM sliding and loss of cask neutron shieldfor the bounding Configuration 2.  

M.5.4.6 Assumptions 

The following general assumptions are used in the analyses.  

Source Terms 

" The primary neutron source in LWR spent fuel is the spontaneous fission of 244Cm. For the 
ranges of exposures, enrichments, and cooling times in the fuel qualification tables, 244Cm 

represents more than 85% of the total neutron source. The neutron spectrum is, therefore, 
relatively constant for the fuel parameters addressed herein. Surface gamma dose rates are 
calculated for the HSM and cask surfaces using the actual photon spectrum applicable for 
each case.  

"• The PWR heavy metal weight is assumed to be 0.475 MTU per assembly to bound existing 
PWR fuel designs.  
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M.5.4.10.5 HSM Accident Case for the 125-Ton Configuration

The accident dose rates are calculated using the models described in Section M.5.4.8.5. The 
resulting dose rates are tabulated in Table M.5-23for the bounding Configuration 2.  

M.5.4.11 HSM Dose Rates for the 100-Ton Configuration 

The HSM dose rate results are summarized in Table M.5-4 for the 100-ton configuration.  

M.5.4. 11.1 Front Surface for the 100-Ton Configuration 

The dose rate results are shown in Table M.5-4 and Figure M.5-15.  

M.5.4.11.2 Back Surface for the 100-Ton Configuration 

The dose rate results are shown in Table M.5-4 and Figure M.5-16.  

M.5.4.11.3 Roof Surface for the 100-Ton Configuration 

The dose rate results are shown in Table M.5-4 and Figure M.5-17 and Figure M.5-18.  

M.5.4.11.4 End Shield Wall Surface for the 100-Ton Configuration 

The dose rate results are shown in Table M.5-4.  

M.5.4.11.5 HSM Accident Case for the 100-Ton Configuration 

The dose rate results are shown in Table M.5-23for the bounding Configuration 2.  

M.5.4.12 TC Dose Rates for the 125-Ton Configuration 

The NUHOMS® OS 197/OS 197H cask containing a NUHOMSO-32PT 125-ton DSC is modeled 
in cylindrical coordinates using 29 material zones as shown in Figure M.5-19. The materials 
used in zones 18-26 shown in Figure M.5-19 are varied to model the various welding and 
decontamination cases.  

All cask cases use the same DORT model, with only the materials assigned to each zone being 
varied. The onsite transfer case, listed and commented below, includes all cask and DSC covers 
(zones 18, 19, 21-26), air in the DSC cavity (air versus helium has no effect on the results), air in 
the cask/DSC annulus (zones 7 and 16), and water in the neutron shield cavity (zone 9). The 
decontamination model includes water only in the cask/DSC annulus (all the way to the top of 
the DSC - zones 7 and 16), no water in the DSC cavity or neutron shield, and both the DSC and 
cask top covers removed. In the welding models, the DSC cavity is empty and the annulus is 
drained 12 inches below the top of the DSC. The inner cover welding case includes the DSC 
inner top cover (zone 18) and supplemental shielding consisting of three inches of NS-3 (zones 
19 and 20, some NS-3 neglected for simplicity) and one inch of steel (zone 21). The outer cover 
welding case is identical except that the DSC outer cover (zone 19) is installed as well 
(supplemental NS-3 in zones 20-22, steel in zone 23).  
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M.5.4.12.1 Transfer Operations for 125-Ton Configuration

The cask normal operation (onsite transfer) dose rate results for 125-ton configuration are 
summarized in Table M.5-5 and Figure M.5-20. The results are applicable to most activities 
performed outside the plant reactor building. The relatively high dose rate on the cask bottom 
surface is due to the area with reduced shielding directly below the DSC grapple ring. The peak 
along the cask side near its top end is due to the presence of control components in the fuel 
assemblies.  

M.5.4.12.2 Decontamination Operations for 125-Ton Configuration 

The results from the cask decontamination models for 125-ton configuration are shown in Figure 
M.5-21.  

M.5.4.12.3 Inner Cover Welding for 125-Ton Configuration 

The dose rates during inner cover welding for 125-ton configuration are shown in Figure M.5-22.  

M.5.4.12.4 Outer Cover Welding for 125-Ton Configuration 

The dose rates during outer cover welding for 125-ton configuration are shown in Figure M.5-23.  

M.5.4.13 Cask Dose Rates for 100-Ton Configuration 

The dose rates around the NUHOMS® TC with the 100-ton configuration are calculated in the 
same manner as was used for the heavier 125-ton configuration. Data reduction for each case is 
summarized in the following sections. The 100-ton configuration geometry is shown in Figure 
M.5-24.  

The shielding configurations are identical to those listed in Section M.5.4.12.1. However, some 
lifting operations of the 100-ton configuration are performed without water in the cavity and 
neutron shield. For these operations, the accident case results will be used to estimate dose rates 
and occupational exposuresfor the bounding Configuration 2.  

M.5.4.13.1 Transfer Operations for 100-Ton Configuration 

The cask normal operation (onsite transfer) dose rate results are summarized in Table M.5-5 and 
Figure M.5-25. The results are applicable to most activities performed outside the plant reactor 
building. The relatively high dose rate on the cask bottom surface is due to the area with reduced 
shielding directly below the DSC grapple ring. The peak along the cask side near its top end is 
due to the presence of control components in the fuel assemblies.  

March 2003 
Revision 5 72-1004 Amendment No. 5 Page M.5-17



c 8. "base" concrete 
m8 1001.50 7.770e-3 

8016.50 4.386e-2 
11023.51 1.048e-3 
12000.50 1.487e-4 
13027.50 2.389e-3 
14000.51 1.531e-2 
19000.51 6.933e-4 
20000.51 2.916e-3 
26000.55 3.128e-4 

c 
c 9. Soil 
m9 1001.50 0.977 80: 

14000.51 1.16 
c 10. Aluminum 
ml0 13027.50 -1.00 
c 11. "roof" concrete 
mll 1001.50 7.261e-3 

8016.50 4.099e-2 
11023.51 9.794e-4 
12000.50 1.390e-4 
13027.50 2.233e-3 
14000.51 1.431e-2 
19000.51 6.479e-4 
20000.51 2.725e-3 
26000.55 5.847e-3

$ 
$ 
$ 
$ 
$ 
$ 
$ 
$ 
$

H 
0 
Na 
Mg 
Al 
Si 
K 
Ca 
Fe

16.50 3.48 

$ Al

$ 
$ 
$ 
$ 
$ 
$ 
$ 
$ 
$

$ "Base" Concrete 

13027.50 0.488 

Aluminum

H 
0 
Na 
Mg 
Al 

Si 
K 
Ca 
Fe $ "Roof" Concrete

C 
C ~*************************************************** 
cut:p j j 0 0 j 
c nps 147456000 ? 22528000 
ctme 166000

M.5.5.5 Sample ANISN Model (HSM-1.2 kW- 3.3 wt%/45,OOOMWd/MTU 6-yr cooled) 
PWR HSM Roof 3.3 wt*/45,OOOMWd/MTU 6-yr cooled(Outer) 
I Fuel qualification

15$$

16**

ID 
32 
IBL 

1 
IGM 
40 
MCR 
48 
IQM 

1 
ID2 

0 
IDAT2 

0 
IXTR 

0 

EV 
0.0 
DZ 
0.0 

XLAL

ITH 
0 

IBR 
0 

IHT 
3 

MTP 
0 

IPM 
0 

ID3 
3 

IFG 
0 

EVM 
0.0 

DFMI 
0.0 
EQL

ISCT 
3 

IZM 
8 

IHS 
4 

MT 
80 
IPP 
0 

ID4 
1 

IFLU 
0 

BPS 
0.0001 

XNF 
0.0 
XNPM

ISN 
8 

IM 
149 
IHM 
43 

IDFM 
0 

IIM 
40 
ICM 
50 
IFN 

1 

BF 
1.420892 

PV 
0.0 

T

1GE 
2 

IEVT 
0 

MS 
76 

IPVT 
0 

IDI 
0 

IDAT1 
0 

IPRT 
1 

DY 
361.42 
RYF 
0.5000
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14* 

Cross Sections not listed for brevity.  
T 

17** 19RO.0 9R3.391E-01 121R0.0 
19R0.0 9R2.883E+00 121R0.0 
19R0.0 9R7.931E+00 121R0.0 
19R0.0 9R3.953E+01 121RO.0 
19RO.0 9RI.00IE+02 121R0.0 
19RO.0 9RI.324E+02 121R0.0 
19R0.0 9R3.324E+02 121R0.0 
19R0.0 9R2.721E+02 121R0.0 
19R0.0 9R6.650E+01 121R0.0 
19R0.0 9R3.434E+02 121R0.0 
19R0.0 9R6.120E+02 121R0.0 
19R0.0 9R5.426E+02 121R0.0 
19R0.0 9R2.500E+02 121R0.0 
19R0.0 9RI.077E-02 121R0.0 
19R0.0 9R0.000E+00 121R0.0 
7Q149 
19R0.0 9RI.556E+00 121R0.0 
19R0.0 9R7.329E+00 121R0.0 
19R0.0 9R3.736E+01 121R0.0 
19R0.0 9R9.310E+01 121R0.0 
19R0.0 9R3.950E+04 121R0.0 
19R0.0 9R3.148E+05 121R0.0 
19R0.0 9R7.873E+06 121R0.0 
19R0.0 9R4.263E+06 121R0.0 
19R0.0 9R3.564E+08 121R0.0 
19R0.0 9RI.287E+09 121R0.0 
19R0.0 9R1.660E+09 121R0.0 
19R0.0 9RI.371E+10 121R0.0 
19R0.0 9R3.694E+09 121R0.0 
19R0.0 9R3.162E+08 121R0.0 
19R0.0 9R4.661E+08 121R0.0 
19R0.0 9R1.629E+09 121R0.0 
19RO.0 9R2.071E+09 121R0.0 
19R0.0 9RI.038E+10 121R0.0 
T 

3** 19R0.0 9RI.0 121R0.0 39Q149 
T 
FO.0 

4** 1810.0 8150.586 2171.540 6171.8575 4182.0928 
7183.1088 9185.3313 711106.68 11198.12 131199.39
300.0 
Fl. 0 

00 .0604938
.0453704 
.0453704 
.0453704 

7** -. 9759000 
.5773503 
-. 2182179 
-. 2182179 

8$$ 28R1 
9$$ 49

.0453704 .0453704 .0604938 .0604938 .0453704
.0604938 0.0 .0453704 .0462962 .0453704 
.0462962 .0453704 0.0 .0453704 .0453 704 
.0453704 0.0 .0604938 .0604938 

-. 9511897 -. 7867958 -. 5773503 -. 2182179 .2182179 

.7867958 .9511897 -. 8164965 -. 7867958 -. 5773503 
.2182179 .5773503 .7867958 -. 6172134 -. 5773503 

.2182179 .5773503 -. 3086067 -. 2182179 .2182179 
3R2 7R3 5R4 8R5 10R6 72R7 16R8 

53 57 77 53 57 65 57
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MAT 1, 4 

MAT 5, 8 
MAT 9, 12 

MAT 13, 16 

MAT 17, 20 

MAT 21, 24 

MAT 25, 28 

MAT 29, 32 

MAT 33, 36 

MAT 37, 40 
MAT 41, 44 

MAT 45, 48

' MIXTURE 
' MIXTURE 
' MIXTURE 
' MIXTURE 
' MIXTURE 
' MIXTURE 
' MIXTURE 
' MIXTURE

=H 
=C 

=0 
= AL 

SI 
=CA 

=FE 

= ZR 

= PB 

= U235 
= U238 

= FX

49, 52 
53, 56 
57, 60 
61, 64 
65, 68 
69, 72 
73, 76 
77, 80

10$$ 
' FUEL-RADIAL 

49 50 51 
49 50 51 
49 50 51 
49 50 51 
49 50 51 

' STEEL
53 54 55 

' AIR
57 58 59 

' LEAD
61 62 63 

' CONCRETE 
65 66 67 
65 66 67 
65 66 67 
65 66 67 
65 66 67 
65 66 67 

' BOT-NOZZLE 
69 70 71 
69 70 71 

TOP-NOZZLE 
73 74 75 
73 74 75 

ALUMINUM 
77 78 79 

liss 
FUEL-RADIAL 

9 10 11 
25 26 27 
29 30 31 
37 38 39 
41 42 43

= FUEL-RADIAL 

= STEEL 

= AIR 
= LEAD 

= CONCRETE 

= BOT NOZZLE 

= TOP NOZZLE 

= ALUMINUM

52 
52 
52 
52 
52 

56 

60 

64 

68 
68 
68 
68 
68 
68 

72 
72 

76 
76 

80 

12 
28 
32 
40 
44
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STEEL
25 26 27 28 

AIR
9 10 11 12 

LEAD
33 34 35 36 

CONCRETE 
1 2 3 4 
9 10 12 12 

13 14 15 16 
17 18 19 20 
22 22 23 24 
25 26 27 28 

BOT-NOZZLE 
25 26 27 28 
29 30 31 32 

TOP-NOZZLE 
25 26 27 28 
29 30 31 32 

ALUMINUM 
13 14 15 16 

12** 
' FUEL-RADIAL 

4R. 326E-2 
4R5.047E-3 
4R4. 251E-3 

4R3.252E-4 
4R6. 299E-3 

' STEEL 
4R8.487E-2 

' AIR 
4R5.28E-6 

' LEAD 
4R3. 296E-2 

/ CONCRETE 

4R7. 770E-3 
4R4 .386E-2 

4R2. 389E-3 
4RI .581E-2 

4R2. 916E-3 
4R3 .128E-4 

' BOT-NOZZLE 
4R9. 781E-3 
4R7. 029E-4 

f TOP-NOZZLE 

4R4. 031E-3 
4R8. 469E-4 

' ALUMINUM 
4R6. 026E-2 

19$$ F3 
22$$ F-45 
23$$ 7 8 9 

T T 
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Table M.5-3 
Dose Rates Due to the 32 PWR Fuel Assemblies with BPRAs

Configuration 2 Configuration 2 

Dose Rate Location 100-Ton Design Configuration 125-Ton Design Configurations 

Gamma Neutron Total"' Gamma Neutron Total") 
(mrem/hr) (mrem/hr) (mrem/hr) (mrem/hr) (mremfhr) (mrem/hr) 

HSM Roof (centerline) 38.6 0.6 39.2 38.6 0.6 39.2 

HSM Roof Birdscreen 1201 16.9 1218 1201 16.9 1218 

HSM End Shield Wall Surface 5.4 0.2 5.6 5.4 0.2 5.6 

HSM Door Exterior Surface 158 36.3 185 77.5 28.1 99.3 
(centerline) 

HSM Front Birdscreen 780 7.3 788 745 6.8 752 

HSM Back Shield Wall 1.45 0.05 1.50 1.37 0.05 1.41 

Centerline Top DSC Cover 
Plate w/3"ns3+l " steel Dry 123 18.7 142 36.7 15.0 51.7 
Welding 

Outer Edge Centerline Top 3834 132 3966 1458 111 1569 
DSC (Peak Annulus) 

Cask Surface (Radial) Contact 784 261 950 784 259 947 
Normal Condition 
3 ft from Cask Surface (r om C odi 293 98.3 391 293 97.8 390 (Radial) Normal Condition 

Cask Surface (Radial) Contact 1070 3780 4640 1070 3770 4630 
Accident Condition 

Cask Top Axial Surface 94.8 32.6 107 37.7 27.5 48.7 

Cask Bottom Axial Surface 758(2) 957(2) 1707(2) 193P3) 77013) 96013) 

Notes: 
(1) Gamma and Neutron peaks do not always occur at same location therefore the total is not always the sum of the gamma plus 

neutron.  
(2) The peak bottom surface dose rate is directly below the grapple ring cut out in the bottom of the cask. The bottom average 

dose rates, including the grapple area, are 170 mrem/hr gamma, 115 mrem/hr neutron for a total average dose rate of 285 
mrem/hr.  

(3) The peak bottom surface dose rate is directly below the grapple ring cut out in the bottom of the cask. The bottom average 
dose rates, including the grapple area, are 48.7 mrem/hr gamma, 92.3 mrem/hr neutron for a total average dose rate of 141 
mrem/hr.  
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Table M.5-4 
Summary of HSM Dose Rates

Configuration 2 Configuration 2 
100-Ton Configuration 125-Ton Configurations Surface Dose Rate 

Component Maximum Surface Average Maximum Dose Surface Average 
Dose Rate Dose Rate Maximum/Dose Dose Rate 
(mrem/hr) (mrem/hr) Rate (mrem/hr) (mrem/hr) 

RearP') Gamma 1.45 048 1.37 0.45 
Neutron 0.05 0.02 0.05 0.02 

Front Gamma 780 86.4 745 56.2 
Neutron 7.3 9.1 6.8 7.2 

Roof Gamma 1201 54.5 1201 54.2 
Neutron 16.9 075 16.9 0.75 

Side"l) Gamma 5.4 1.7 5.4 1.7 
Neutron 0.2 0.05 0.2 0.05 

o Includes 24 inch shield wall
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Table M.5-5 
Summary of Onsite TC Dose Rates (Maximum') 

Configuration 2 Configuration 2 

100-Ton Configuration 125-Ton Configuration 

Cask Surface Cask Surface 

Side Top Bottom(2 ) Side Top Bottom(3 ) 

(mrem/hr) (mrem/hr) (mrem/hr) (mremlhr) (mrem/hr) (mremfhr) 

Neutron 2.61E+02 3.26E+01 9.57E+02 2.59E+02 2.75E+01 7.70E+02 
Gamma 7.84E+02 9.48E+01 7.58E+02 7.84E+02 3.77E+01 1.93E+02 

Total 9.50E+02 1.07E+02 1 .71E+03 9.47E+02 4.87E+01 9.60E+02 

1-Meter from Cask Surface 1-Meter from Cask Surface 

Side Top Bottom(2) Side Top Bottom(3 ) 

(mrem/hr) (mrem/hr) (mrem/hr) (mremlhr) (mrem/hr) (mrem/hr) 

Neutron 9.83E+01 1.13E+01 8.95E+01 9.78E+01 9.58E+00 7.14E+01 
Gamma 2.93E+02 1.69E+01 1.85E+02 2.93E+02 6 63E+00 4.92E+01 

Total 3.91E+02 2.52E+01I 2.74E+02 3.90E+02 1.45E+01 1.21E+02 

2-Meters from Cask Surface 2-Meters from Cask Surface 

Side Top Bottom(2) Side Top Bottom(3 ) 

(mrem/hr) (mrem/hr) (mrem/hr) (mrem/hr) (mrem/hr) (mrem/hr) 

Neutron 5.26E+01 4.47E+00 2.83E+01 5.24E+01 3.80E+00 2.25E+01 
Gamma 1.73E+02 8.87E+00 8.07E+01 1.73E+02 3.28E+00 2.15E+01 

"Total 2.26E+02 1.31E+01 1.09E+02 2.25E+02 6.82E+00 4.40E+01 

€ Gamma and Neutron peaks do not always occur at same location therefore the total is not always the sum of the 
gamma plus neutron 

(2 This bottom surface dose rate is directly below the grapple nng cut out in the cask bottom The bottom surface 

average dose rates are 115 neutron, 170 gamma or 285 total These average dose rates include the area below grapple 
nng cutout in the cask.  

() This bottom surface dose rate is directly below the grapple nng cut out in the cask bottom The bottom surface 
average dose rates are 92 3 neutron, 48.7 gamma or 141 total These average dose rates include the area below grapple 
nng cutout in the cask 
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Table MI.5-27 
ANISN MIaterial Densities

Mlaterial A tomt Densities ('atomzs/ba rn-cm) 
Element Stainless Air Lead NS-3 Aluminum Concrete 

Steel_______ ______ _______ ____ __ 

H O.OOOE+00 0OOOOE+00 0.OOOE+00 4.597E-02 0.OOOE+00 7.770E-03 
C O.OOOE+00 0.OOOE+00 0.OOOE+00 8.253E-03 0.OOOE+00 0.OOOE+00 

0 0.OOOE+00 5.280E-06 0.OOOE+00 3. 780E-02 0.OOOE+00 4.386E-02 

Al 0.OOOE+00 0.OOOE+OO 0 OOOE+00 7.028E-03 6 026E-02 2 389E-03 
Si 0.OOOE+00 0 OOOE+OO 0 OOOE+00 1.268E-03 0.OOOE+00 1.58]E-02 

Ca .000E+00 0.OOOE+O00 OOOOE+00 1.484E-03 I0.000E+00 2.916E-0 

Fe .487E-02 0 OOOE+00 0 OOOE+00 1.063E-04 0.OOOE+00 3. 128E-04 

Pb .OOOE+00 0 OOOE+00 3.296E-02 0.OOOE+00 0.OOOE+00 0.000E+00
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Table M.5-28 
1.2 kWFuel in the HSM

Initial HSM Centerline Roof Burn up Enihet Cooling Time 

(GWd/MTU) Enrichment (years) neutron gamma Total 
(wt. % U-235) (imrem/htr) (inrrem/hr) (miremn/hr) 

20 2 5 0.02 21.77 21.79 

25 2.1 5 0.06 28.12 2818 

28 2.3 5 0.08 31.44 31.52 

30 2.5 5 0.09 33.38 33.47 

32 2.6 5 0.11 35.78 35.89 

34 2.7 5 0.14 38.21 38.35 

36 2.8 5 0.16 40.66 40.83 

38 3.0 5 018 42.66 42.84 

39 3.0 5 0.20 44.14 44.34 

41 3.1 5 0.24 46.64 46.87 

42 3.1 6 0.25 3659 36.84 

3.8 5 0.18 44.99 45.17 

43 3.2 6 0.26 37.33 37.59 

4.5 5 0.14 43 79 43.93 

45 3.3 6 0.30 39.24 39.54 

Bold indicates maximum calculated surface dose rate and/or source term used for design basis fuel

72-1004 Amendment No. 5
March 2003 
Revision 5 Page M.5-83bI



Table M.5-29 
1.2 kWFuel in the Transfer Cask 

Initial Cask Centerline Side 
Burn up Enrichnment Cooling Time 

(GWd/MTU) (wt. % i-23) (years) neutron gamma Total 
(W._%_U-235)_(mren/1hr) (hnrem/hr) (inremlhr) 

20 2 5 11.66 223.68 235.33 
25 2.1 5 27.81 289.62 317.43 
28 2.3 5 38.35 323.53 361.88 
30 2.5 5 44.37 342.99 387.36 
32 2.6 5 54.36 367.86 422.21 
34 2.7 5 65.56 393.23 458.79 
36 2.8 5 78.04 419.09 497.13 
38 3.0 5 86.66 439.24 525.89 
39 3.0 5 96.41 455.35 551.76 

41 3.1 5 111.88 481.92 593.80 

42 3.1 6 118.75 386.55 505.31 
3.8 5 85.60 458.58 544.17 

43 3.2 6 123.86 394.30 518.16 
4.5 5 67.54 441.47 509.01 

45 3.3 6 141.27 415.56 556.83 

Bold indicates Maximum Calculated Surface Dose Rate and/or source term used for Design Basis Fuel
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Table M.5-30 
0.87 kW Fuel in the HSM

Initial C mHSM Centerline Roof Burn up Enihet Cooling TimeTol 

(GWd/MTLTU) Enrichtment (years) neutron gamma Total 
(wt. % U-235) (nrein/hr) (mremn/hr) (inrein/hr) 

20 2 5 0.02 21.77 21.79 
25 2.1 5 0.06 28.12 28.18 
28 2.3 5 0.08 31.44 31.52 

30 2.5 5 0.09 33.38 33.47 
32 2.6 6 0.11 27.30 27.41 

2.8 5 0.10 34.90 35.00 
34 2.7 6 0.13 29.13 29.26 

4.9 5 0.04 31.02 31.06 

36 2.8 6 0.16 30.95 31.11 
38 3.0 7 0.17 26.07 26.24 

4.6 6 0.08 27.69 27.77 

39 3.0 7 0.19 26.96 27.15 
40 3.4 7 0.17 26.63 26.80 
41 4.3 7 0.12 25.17 25.29 
42 3.1 8 0.23 24.43 24.67 

43 3.2 9 0.23 21.23 21.46 

3.9 8 0.17 23.16 23.33 
44 3.3 9 0.24 21.63 21.87 

4.9 8 0.12 21.89 22.01 

45 3.3 10 0.26 19.29 19.54 

1 3.9 9 0.20 2096 21.16

Bold indicates Maximum Calculated Surface Dose Rate
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Table M.5-31 
0.87 kWFuel in the Transfer Cask 

Initial Cask Centerline Side B ur up nricment Cooling Time 

(GdMTU) Enrichment (years) neutron gamma Total 
) (wt. % U-235) (mrem/hr) (mrem/hr) (mrem/hr) 

20 2 5 11.66 223.68 235.33 

25 2.1 5 27.81 289.62 317.43 

28 2.3 5 38.35 323.53 361.88 

30 2.5 5 44.37 342.99 387.36 

32 2.6 6 52.33 285.54 337.87 
2.8 5 47.64 357.22 404.86 

2.7 6 63.13 305.13 368.27 34 
4.9 5 19.47 307.49 326.95 

36 2.8 6 75.14 324.85 399.98 

38 3.0 7 80.37 276.46 356.83 

4.6 6 35.87 280.63 316.50 

39 3.0 7 89.42 28681 376.22 

40 3.4 7 79.60 280.67 360.27 

41 4.3 7 55.93 260.02 315.95 

42 3.1 8 110.12 263.50 373.62 

3 3.2 9 110.60 229.81 340.41 

3.9 8 8043 244.00 324.44 

3.3 9 115.24 234.21 349.46 44 
4.9 8 55.82 225.34 281.15 

3.3 10 121.49 210.06 331.55 45 
3.9 9 93.82 222.77 31659 

Bold indicates maximum calculated surface dose rate
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Table M.5-32 
0. 7 kWFuel in the HSM 

Initial HSM Centerline Roof Burnup Erichent ooling Tine 

BGJdATU) Enrichment ears) neutron gamma Total 
(wd. % U-235) (in rein/hlr) (nrem/ahr) (nirem/hr) 

20 2 5 0.03 21 92 21.95 

25 2.1 5 0.07 28.33 28.40 

28 2.3 6 0.10 24.25 24.35 
4.0 5 0.03 26.05 26.09 

30 2.5 6 0.11 25.69 25.81 

32 2.6 7 0.13 22.19 22.32 

4.7 6 0.04 21.98 22.02 

34 2.7 8 0.16 19.76 19.92 

3.6 7 0.09 21.19 21.28 

36 2.8 9 0.18 17.92 18.10 

3.4 8 0.13 19.49 19.62 

38 30 10 0.19 16.25 16.44 

3.7 9 013 17.29 17.42 

39 3.0 11 021 14.74 14.95 

32 10 0.19 1641 16.60 

40 3.1 11 0.22 15.05 15.26 
4.5 10 0.11 14.90 15.01 

41 3.1 12 0.23 13.74 13.97 

4.1 11 0.14 14.01 14.15 

42 3.1 13 0.24 12.62 12.86 

3.9 12 0.17 13.05 13.22 

43 3.2 14 0.18 12.00 12.17 

3.9 13 0.24 11.52 11.76 

44 3.3 15 0.25 10.57 10.81 

4.0 14 0.18 1099 11.17 

5 3.3 16 0.26 9.83 10.09 

4.0 15 0.19 10.20 10.39

Bold indicates mnaximunm calculated surface dose rate
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Table M.5-33 
0. 7 kWFuel in the Transfer Cask 

Initial TCask Centerline Side Burnup Ericlnent Cooling Tine 

(GdMTU Enrichm ent (years) neutron gamma Total 
(Wvt. % U-235) (nrem/ihr) (nrem/hr) (nirenz/hr) 

20 2 5 15.63 226.35 241.98 

25 2.1 5 37.29 294.11 331.40 

2.3 6 49.58 256.64 306.21 28 
4.0 5 16.98 261.14 278.12 

30 2.5 6 57.33 271.68 329.01 

2.6 7 67.64 238.18 305.82 32 
4.7 6 20.98 222.08 243.06 

34 2.7 8 78.60 214.50 293.10 

36 7 47.49 221.70 269.19 

36 2.8 9 90.11 196.42 286.54 

3.4 8 65.75 207.62 273.36 

3.0 10 96.37 178.68 275.05 38 
3.7 9 67.84 184.07 251.91 

39 3.0 11 103.27 163.21 266.48 

3.2 10 95.82 179.66 275.48 

3.1 11 108.34 166.85 275.19 40 
4.5 10 54.79 155.16 209.95 

3.1 12 115.40 153.42 268.82 41 
4.1 11 71.35 148.38 219.773 

3.1 13 122.52 142.01 264.52 42 
3.9 12 84.12 139.90 224.03 

3.2 14 123.08 129.68 252.76 43 
3.9 13 89.60 129.05 218.66 

3.3 15 123.54 118.94 242.48 44 
4.0 14 90.65 117.86 208.51 

3.3 16 130.26 111.63 241.89 45 
4.0 15 96.03 109.78 205.81 

Bold indicates inaximuni calculated surface dose rate
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Table M.5-34 
0.63 kW Fuel in the HSM 

Initial HSM Centerline Roof Burn up Enihet Cooling Time 

(GWd/MTU) Enrichment (years) neutron gamma Total 
(wt. % U-235) (nirentf/hr) (inremn/hri) (inren/hlar) 

20 2 5 0.01 0.15 0.16 

25 2.1 6 0.01 0.15 0.17 
3 5 0.01 018 0.19 

28 2.3 7 0.02 014 0.16 
2.6 6 0.02 0.16 0.18 

30 2.S 7 0.02 0.15 0.18 

32 2.6 8 0.03 014 0.17 
5.0 7 0.01 0.10 0.11 

34 2.7 9 0.03 0.14 0.17 

36 2.8 11 0.03 0.13 0.17 

3.3 10 0.03 0.11 0.14 

3.0 13 004 0.12 0.16 
38 3.1 12 004 0.13 0.16 

4.7 11 002 0.08 0.10 

3.0 14 0.04 0.12 0.16 
39 3.1 13 0.04 0.13 016 

4.7 12 0.02 0.08 0.10 
3.1 15 0.04 0.12 0.16 

40 3.3 14 0.04 0.12 0.15 

4.7 13 0.02 0.08 0.10 

3.1 16 0.04 0.12 0.16 

41 3.5 15 0.03 0o1 0.14 
5.0 14 0.02 0.06 0.08 

42 3.1 17 0.04 0.12 0.17 
3.7 16 0.03 0.10 0.14 

43 3.2 18 0.04 0.12 0.16 

4.1 17 0.03 0.09 0.12 

3.3 20 0.04 0.11 0.16 

44 3.4 19 004 0.11 0.16 

4.4 18 0.03 0.08 0.11 

3.3 21 0.04 0.12 0.16 

45 3.7 20 0.04 0.10 0.14 

4.9 19 0.02 0.07 0.09 

Bold indicates maximum calculated surface dose rate
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Table M.5-35 
0.63 kWFuel in the Transfer Cask 

Initial C T CasA Centerline Side Burn up Enihet Cooling Time 

(GWd.TU) En U- (years) neutron gamma Total 
(wt. % U-235) (inrem/h r) 0nrem/hr) (niren/hr,) 

20 2 5 3.98 2.67 664 

2S 2.1 6 9.14 3.76 12.90 

3 5 4.81 3.11 7.92 

28 2.3 7 12.15 4.26 16.41 
2.6 6 10.12 4.10 14.22 

30 2.5 7 14.05 4.79 18.85 

32 2.6 8 16.58 5.21 21.79 
5.0 7 16.58 5.21 21.79 

34 2.7 9 19.27 5.73 25.00 

36 2.8 11 21.28 600 27.28 

3.3 10 16.45 4.87 21.32 

3.0 13 21.94 5.99 27.93 
38 3.1 12 21.50 5.96 27.46 

47 11 9.74 3.05 12.78 
3.0 14 23.51 632 29.83 

39 3.1 13 23.06 6.28 29.33 

4.7 12 10.55 3.18 13.73 

3.1 15 23.75 6.32 3007 
40 33 14 22.10 5.97 28.06 

4.7 13 11.38 3.32 14.71 

3.1 16 25.31 6.66 31.97 

41 3.5 15 21.22 5.69 26.91 

50 14 10.70 2.99 13.70 

42 3.1 17 26.87 7.00 33.87 

3.7 16 2042 5.44 25.85 

43 3.2 18 27.00 6.99 33.99 

4.1 17 17.85 4.75 22.61 

33 20 26.12 6.71 32.83 

44 3.4 19 25.76 6.65 32.41 

4.4 18 16.50 4.38 20.88 

3.3 21 27.54 7.03 34.57 

45 3.7 20 23.46 6.05 29.51 

4.9 19 14.05 3.74 17.79 

Bold indicates Maximum Calculated Surface Dose Rate

March 2003 
Revision 5 72-1004 Amendment No. 5 Page M.5-83iI



Table M.5-36 
0.6 kWVFuel in the HSM

Initial C HSM Centerline Roof Burn up Enihet Cooling Tune 

(GlJd/AITU) Enrichment (years) neutron gamma Total 
(wt. % U-235) (inrem/hr) (niremn/hir) (nirem/h r) 

20 2 5 0.00 0.08 008 

25 2.1 6 0.01 0.08 0.08 
4.7 5 0.00 0.07 0.08 
2.3 7 0.01 0.07 0.08 28 
4.2 6 0.00 0.06 0.06 

30 2.5 8 001 0.06 0.08 
3.5 7 0.01 0.06 0.06 

32 2.6 9 0.01 0.06 0.08 

3.6 8 0.01 0.05 0.06 

34 2.7 10 0.02 0.06 0.08 

45 9 0.01 0.04 0.05 

36 2.8 12 0.02 0.06 0.08 
3.7 11 0.01 0.05 0.06 

38 3.0 14 0.02 0.06 0.07 
3.9 13 0.01 0.04 0.05 

39 3.0 15 0.02 0.06 0.08 

4.2 14 0.01 0.04 0.05 

3.1 17 0.02 0.05 0.07 
40 3.2 16 0.02 0.05 0.07 

4.5 15 0.01 0.04 0.05 
3.1 18 0.02 0.05 0.07 

41 3.6 17 0.02 005 0.06 
5.0 16 0.01 003 0.04 

42 3.1 19 0.02 006 0.08 

4.0 18 0.01 - 0.04 0.05 

3.2 21 0.02 0.05 0.07 
43 3.3 20 0.02 0.05 0.07 

4.5 19 0.01 0.03 0.05 
33 22 0.02 0.05 0.07 

44 3.7 21 0.02 0.05 0.06 
4.9 20 0.01 0.07 0.08 

3.3 23 0.02 0.05 0.07 
45 4.1 22 0.01 0.04 0.05

Bold indicates Maximum Calculated Surface Dose Rate and/or source term used for Design Basis Fuel
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Table M.5-37 
0. 6 kW Fuel in the Transfer Cask 

Initial Cask Centerline Side Burn up Enihet Cooling Tnime 

(GWd'MTU) Enrichment (years) neutron gamma Total 
(wL % U-235) (nrent/hr) (inrent/hr) (ntrent/hr) 

20 2 5 1.99 1.33 3.32 

2.1 6 4.57 1.88 6.45 25 
47 5 0.88 1.05 1.94 

28 23 7 6.07 2.13 8.20 
42 -6 1.87 1.13 2.99 

30 2.5 8 6.77 2.20 8.97 
3.5 7 3.67 1.49 5.16 

32 2.6 9 7.99 2.43 1042 

3.6 8 445 1.59 6.04 
34 2.7 10 9.29 2.70 11.99 

4.5 9 349 1.26 4.75 

36 2.8 12 10.25 2.85 13.10 

3.7 11 634 1.90 8.24 
38 3.0 14 10.57 2.86 13.43 

3.9 13 6.71 1.92 8.62 

39 3.0 15 11.33 3.02 14.35 

4.2 14 6.23 1.77 7.99 

3.1 17 11.03 2.90 13.93 
40 3.2 16 10.84 2.87 13.71 

4.5 15 5.81 1.63 7.44 

3.1 18 11.75 3.06 14.81 

41 3.6 17 9.36 2.48 11.84 
5.0 16 4.98 1.41 6.39 

42 3.1 19 12.48 3.22 15.70 

4.0 18 8.17 2.17 1034 

3.2 21 12.09 3.10 15.18 

43 3.3 20 11.91 3.07 14.97 

4.5 19 6.88 1.83 8.72 

3.3 22 12.13 3.10 15.23 

44 3.7 21 10.31 2.66 12.96 

4.9 20 6.14 2.16 830 

3.3 23 12.79 3.25 16.04 
45 4.1 22 9.01 2.32 11.33

Bold indicates Maximum Calculated Surface Dose Rate and/or source term used for Design Basis Fuel 
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Outer Thickness Thickness Region Material Rais'c) ci) ii.  
Radius (cm) (cIIO (in) 

A. 0.6, 0.63 or 0. 7 kW Smeared 
Source Region Fuel/basket 

B. 0. 7, 0.87 or 1.2 kW Smeared 
Source Region Fuel/basket 

C. Outer Basket Stainless Steel 71.8575 0.3175 0.125 

D. Basket- Shell Gap Air 82.0928 10.2353 4.03 

E. Transition Aluminum Aluminum 83.1083 1 .0155 0.4 

F. T-Rail/Canister Wall Stainless Steel 85.3313 2.223 0.875 
G. Gap Air 106.68 21.3487 8.405 

H. Roof Concrete 198.12 91.44 36

Figure M.5-31 
ANISN HSM Model
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Outer Thickness Thickness Region Material Rdu c) (c)(n 
Radius (cm) (cIIO (in) 

A. 0.6, 0.63 or 0. 7 kW Smeared 
Source Region Fuel/basket 

B. 0.7, 0.87 or 1.2 kW Smeared 
Source Region Fuel/basket 

C. Outer Basket Stainless Steel 71.8575 0.3175 0.125 

D. Basket- Shell Gap Air 82.0928 10.2353 4.03 

E. Transition Aluminum Aluminum 83.1088 1.01 0.4 
F. T-Rail/Canister Wall Stainless Steel 86.6013 3.4925 1.375 

Inner Liner of Cask 
G. Lead Gamma Shield Lead 95.4913 8.89 3.5 

H. Cask Body Stainless Steel 99.3013 3.81 1.5 

I. Solid Neutron Shield NS-3 106.9213 7.62 3.0 
J. Cask Skin Stainless Steel 107.2413 0.32 0.126

Figure M.5-32 
ANISN TC Model
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M.10 Radiation Protection

Section 7.4.1 discusses the anticipated cumulative dose exposure to site Personnel during the fuel 
handling and transfer activities associated with utilizing one NUHOMSI HSM for storage of one 
DSC. Chapter 5 describes in detail the NUHOMS® operational procedures, several of which 
involve potential exposure to personnel.  

M.10.1 Occupational Exposure 

The expected occupational dose for placing a canister of spent fuel into dry storage is based on 
the operational steps outlined in Table 7.4-1. The total exposure for the occupational dose due to 
placing a single NUHOMS®-32PT DSC into storage is conservatively estimated to be 1.8 
person-rem (125-ton configuration) and 3.8 person-rem (100-ton configuration). This is a very 
conservative estimate because the dose rates on and around the 32PT DSC used in these 
calculations are based on very conservative assumptions for the design-basis source terms (100
ton DSC with Configuration 2from Chapter M.2). As in Section M.5, no credit is taken for the 
thicker door described in Section 8.1.1.6 or for any steel liners around the vent openings for the 
occupational exposure analysis. The calculated exposures for both configurations are due mainly 
to the expected gamma dose rate during preparation for welding. The increased calculated 
exposure for the 100-ton configuration is due to the thinner shield plug and due to draining the 
NUHOMS®-32PT DSC to meet a 100-ton crane limit as described in Section M.8.  

The NUHOMS®-32PT System loading operations, the number of workers required for each 
operation, and the amount of time required for each operation are presented in Table M. 10-1 and 
Table M. 10-2 for the 125-ton and 100-ton configurations respectively. This information is used 
as the basis for estimating the total occupational exposure associated with one fuel load. This 
evaluation is performed for the storage of one design-basis NUHOMS®-32PT DSC in an HSM.  
The dose rates applicable for each operation are based on the results presented in Section M.5.4 
for loading operations. Engineering judgment and operational experience are used to estimate 
dose rates that were not explicitly evaluated. This evaluation assumes that a transfer trailer/skid 
with an integral ram is used for the DSC transfer operations. Licensees may elect to use different 
equipment and/or different procedures. Unique steps are sometimes necessary at the individual 
site to load the canister, complete closure operations and place the canister in the HSM.  
Specifically, the licensee may choose to modify the sequence of operations in order to achieve 
reduced dose rates for a larger number of steps, with the end result of reduced total exposure.  
The only requirement is that the licensee practice ALARA with respect to the total exposure 
received for a loading campaign. These estimated durations, manloading and dose rates are not 
limits.  

The amount of time required to complete some operations is sometimes far greater than the 
actual amount of time spent in a radiation field. The process of vacuum drying the DSC includes 
setting up the vacuum drying system (VDS), verifying that the VDS is operating correctly, 
evacuating the DSC cavity, monitoring the DSC pressure, and disconnecting the VDS from the 
DSC. Of these tasks, only setup and removal of the VDS require a worker to spend time near the 
DSC. The most time consuming task, evacuating the DSC, does not require anyone to be present 
at all. The total exposure calculated for each task is therefore not necessarily equal to the 
number of workers multiplied by the time required multiplied by a dose rate. The exposure 
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estimation for each task accounts for cases such as vacuum drying correctly, and assumes that 
good ALARA practices are followed.  

The results of the evaluations are presented in Table M.10-1 and Table M.10-2 for the 125-ton 
and 100-ton configurations, respectively.  
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M.10.2 Off-Site Dose Calculations

Calculated dose rates in the immediate vicinity of the NUHOMS®-32PT system are presented in 
Section M.5 which provides a detailed description of source term configuration, analysis models 
and bounding dose rates. Dose rates at longer distances (off-site dose rates and doses) are 
presented in this section. This evaluation determines the neutron and gamma-ray off-site dose 
rates including skyshine in the vicinity of the two generic ISFSI layouts containing design-basis 
fuel in the NUHOMS®-32PT DSCs. The first generic ISFSI evaluated is a 2x10 back-to-back 
array of HSMs loaded with design-basis fuel, including BPRAs, in NUHOMS®-32PT DSCs 
(100-ton DSC with Configuration 2from Chapter M.2). The second generic layout evaluated is 
two lxl0 front-to-front arrays of HSMs loaded with design-basis fuel, including BPRAs, in 
NUHOMS®-32PT DSCs (100-ton DSC with Configuration 2from Chapter M.2). This 
calculation provides results for distances ranging from 6.1 to 600 meters from each face of the 
two arrays of HSMs. As in Section M.5, no credit is taken for the thicker door described in 
Section 8.1.1.6 or for any steel liners around the vent openings for the site dose analysis.  

The total annual exposure for each ISFSI layout as a function of distance from each face is given 
in Table M.10-3 and plotted in Figure M.10-1. The total annual exposure assumes 100% 
occupancy for 365 days.  

The Monte Carlo computer code MCNP [3.1] calculated the dose rates at the specified locations 
around the arrays of HSMs. The results of this calculation provide an example of how to 
demonstrate compliance with the relevant radiological requirements of I0CFR20 [3.2], 1OCFR72 
[3.3], and 40CFR190 [3.4] for a specific site. Each site must perform specific site calculations to 
account for the actual layout of the HSMs and fuel source.  

The assumptions used to generate the geometry of the two ISFSIs for the MCNP analysis are 
summarized below.  

" The 20 HSMs in the 2xl 0 back-to-back array are modeled as a box enveloping the 2xl 0 
array of HSMs including the six inch gaps between modules and the 2-foot shield walls on 
the two sides of the array. MCNP starts the source particles on the surfaces of the box.  

" The 20 HSMs in the two lxl0 front-to-front arrays are modeled as two boxes which 
envelope each 1x10 array of HSMs including the six inch gaps between modules and the 2
foot shield walls on the two sides and back of each array. MCNP starts the source particles 
on the surfaces of one of the boxes.  

" The ISFSI approach slab is modeled as concrete. Because the ground composition has, at 
best, only a secondary impact on the dose rates at the detectors, any differences between this 
assumed layout and the actual layout would not have a significant affect on the site dose 
rates.  

"* For the 2xl 0 array, the interiors of the HSMs and shield walls are modeled as air. Most 
particles that enter the interiors of the HSMs and shield walls will therefore pass through 
unhindered.  
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Table M.10-1 
Occupational Exposure Summary 

(125-ton configuration) 

Number of Conpletion Dose Exposure 
TasA Worke Time Rate Epsre 

0 ot(hours) (in rem/hr) 

Location: Auxiliary Building and Fuel Pool 

Ready the DSC and Transfer Cask for ServiceM0 2 4 0 
Place the DSC into the Transfer Cask") 3 1 2 6 
Fill the CasLIDSC Annulus with Clean Water and Install the Inflatable 2 2 2 8 
Seal 
Fill the DSC Cavity with Water(2) 1 6 2 1 
Install Shield Plug and Connect VDS 2 05 2 2 

Place the Cask Containing the DSC in the Fuel Pool 5 0.5 2 5 
Verify and Load the Candidate Fuel Assemblies into the DSC 3 8 2 48 

Place the Top Shield Plug on the DSC 2 1 2 4 
Raise the CaskIDSC to the Fuel Pool Surface 5 0.5 2 5 

Remove the CaskIDSC from the Fuel Pool and Place them in the 2 05 20 20 
Decon Area 
Location: Cask Decon Area 

Decontaminate the Outer Surface of the Cask (on the hook)Y) 3 1 varies 65 
Cask Decontamination (in the decon area)"3 ) 3 1 varies 110 
Remove the CasAlDSC Annulus Seal and Set-tip Welder"3) 2 1.5 varies 88 
Drain the DSC CavtO/3) 2 0.5 varies 33 

Weld the Inner Top Cover to the DSC Shell and Perform NDE 3) 2 6 varies 71 
Vacuum Dry and Backfill the DSC with Hehum() 2 16 varies 33 
Helium Leak Test the Shield Plug Weld 2 1 2 4 
Seal Weld the Prefabricated Plugs to the Vent and Siphon Port and 241 241 
Perform NDE 
Drain Cask/DSC Annulus'3) 1 0.25 varies 23 

Install DSC Outer Top Cover Plate() 2 1 varies 209 

Weld the Outer Top Cover Plate to DSC Shell and Perform NDE/) 2 16 varies 112 
Install the Cask Lid 2 1 15 30 

Location: Reactor/Fuel Building Bay 

Ready the Cask Support Skid and Transport Trailer for Servicer) 2 2 0 
Place the Cask Onto the Skid and Secure") 3 05 225 225 
Location: ISFSI Site 

Ready the HSM and Hydraulic Ram System for Service") 2 2 0 
Transport the Cask to the 1SFSIl' 6 1 0 
Position the Cask in Close Proximitv with the HSM€0 3 1 0 
Remove the Cask Lid 3 1 25 75 
Alhgn and Dock the Cask with the HSM 2 0.25 225 113 

Position and Align Ram with Cask(3) 2 05 varies 28 

Remove the RAM Access Cover Plate 2 025 121 61 

Transfer the DSC from the Cask to the HSlvP" 3 0 5 0 
Un-Dock the Cask from the HSM 2 0083 752 125 

Install the HSM Access Door 2 0 5 63 63 

Total 80 1,808 

Total estimated dose is 3.8 person-rem per canister load 

Total estimated completion time is 80 hrs

(1) Performed away from any significant radiation sources.  
(2) Personnel are not present throughout this activity 
(3) Dose rates and locations vary during this task 
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Table M.10-2 
Occupational Exposure Summary 

(100-ton configuration) 

Number of Completion Dose Exposure 
Numborers Time Rate (mrem) Tas Wr~rs (hours) (mirem/hr) 

Location: Auxiliary Building and Fuel Pool 
Readv the DSC and Transfer Cask for ServicetO) 2 4 0 

Place the DSC into the Transfer Cask") 3 1 2 6 
Fill the Cask/DSC Annulus with Clean Water and Install the Inflatable Seal 2 2 2 8 

Fill the DSC Cavity with Watert') 1 6 2 1 

Install Shield Plug and Connect VDS 2 05 2 2 

Place the Cask Containing the DSC in the Fuel Pool 5 05 2 5 

Verify and Load the Candidate Fuel Assemblies into the DSC 3 8 2 48 

Place the Top Shield Plug on the DSC 2 1 2 4 

Raise the Cask/DSC to the Fuel Pool Surface 5 0.5 2 5 

Drain Water from DSC Cavity 1 1 100 100 

Remove the CaskIDSC from the Fuel Pool and Place them in the Decon 2 05 20 20 
Area 
Location: Cask Decon Area 

Decontaminate the Outer Surface of the Cask (on the hook-)Y3  3 1 varies 680 

Fill Cask Neutron Shield and DSC Cavity 1 01 57 6 
Cask Decontamination (in the decon area)(3 3 1 varies 112 

Remove the Cask/DSC Annulus Seal and Set-up Welder'3) 2 1.5 varies 191 

Drain the DSC CavitP) 2 0.5 varies 84 

Weld the Inner Top Cover to the DSC Shell and Perform NDE"3 ) 2 6 varies 139 

Vacuum Drv and Backfill the DSC with Heliumwj 2 16 varies 84 
Helium Leak Test the Shield Plug Weld 2 1 2 4 

Seal Weld the Prefabricated Plugs to the Vent and Siphon Port and 650 650 
Perform NDE 
Drain Cask/DSC Annulus(3 ) 1 0.25 varies 58 

Install DSC Outer Top Cover Plate(3) 2 1 varies 527 
Weld the Outer Top Cover Plate to DSC Shell and Perform NDE(3) 2 16 varies 214 

Install the Cask Lid 2 1 25 50 
Location: Reactor/Fuel Building Bay 

Ready the Cask Support Skid and Transport Trailer for Service•0) 2 2 0 

Place the Cask Onto the Skid and Secure(J) 3 0.5 226 226 
Location: ISFSJ Site 
Readv the HSM and Hydraulic Ram System for ServicetO) 2 2 0 

Transport the Cask to the ISFSPi) 6 1 0 
Position the Cask in Close Proximity with the HSM•0 3 1 0 

Remove the Cask Lid 3 1 27 81 
Align and Dock the Cask with the HSM 2 0.25 226 113 
Position and Alhgn Ram with Caskl") 2 05 varies 50 
Remove the RAM Access Cover Plate 2 0.25 274 137 

Transfer the DSC from the Cask to the HSMA) 3 05 0 

Un-Dock the Cask from the HSM 2 0.083 788 131 
Install the HSM Access Door 2 05 96 96 

Total 81 3,831 

Total estimated dose is 1.8 person-rent per canister load 
Total estimated conIpletion time is 80 hrs

(1) Performed away from any significant radiation sources.  
(2) Personnel are not present throughout this activity.  
(3) Dose rates and locations vary during this task.  
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M.11.2 Postulated Accidents

M.11.2.1 Reduced HSM Air Inlet and Outlet Shielding 

M.11.2.1.1 Cause of Accident 

No change. See Section 8.2.1.1.  

M.11.2.1.2 Accident Analysis 

There are no structural consequences that affect the safe operation of the NUHOMS®-32PT 
system resulting from the separation of the HSMs. The thermal effects of this accident results 
from the blockage of HSM air inlet and outlet openings on the HSM side walls in contact with 
each other. This would block the ventilation air flow provided to the HSMs in contact from 
these inlet and outlet openings. The increase in spacing between the HSM on the opposite side 
from 6 inches to 12 inches, will reduce the ventilation air flow resistance through the air inlet and 
outlet openings on these side walls, which will partially compensate the ventilation reduction 
from the blocked side. However, the effect on the NUHOMS®-32PT DSC, HSM and fuel 
temperatures is bounded by the complete blockage of air inlet and outlet openings described in 
Section M. 11.2.7. The radiological consequences of this accident are described in the paragraph 
below.  

M.11.2.1.3 Accident Dose Calculations 

The off-site radiological effects that result from a partial loss of adjacent HSM shielding is an 
increase in the air scattered (skyshine) and direct doses from the 12 inch gap between the 
separated HSMs. The air scattered (skyshine) and direct doses are reduced from the gap between 
the HSMs that are in contact with each other. On-site radiological effects result from an increase 
in the direct radiation during recovery operations and increased skyshine radiation. Table 8.2-2 
shows the comparisons of the increased dose rate as a function of distance due to the reduced 
shielding effects of the adjacent HSM for the 24P DSC with 5-year cooled design basis fuel.  
Table M. 1-1 provides a similar table for 100-ton DSC with Configuration 2,from Chapter M.2, 
of the NUHOMS"-32PT System. For the NUHOMS®-32PT System, the dose received by a 
person located 100 meters away from the NUHOMS® installation for eight hours a day for five 
days (estimated recovery time) would be 32 mrem. The increased dose to an off-site person for 
24 hours a day for five days located 2000 feet away would be about 0.02 mrem. Thus, the 
I 0CFR72 requirements for this postulated event are met.  

M.11.2.1.4 Corrective Actions 

No change. See Section 8.2.1.4.  

M.1 1.2.2 Earthquake 

M. 1.2.2.1 Cause of Accident 

No change. See Section 8.2.3.1.  
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For the case of a liquid neutron shield, a complete loss of neutron shield was evaluated at the 
1 00'F ambient condition with full solar load. It is conservatively assumed that the neutron shield 
"jacket is still present but all the liquid is lost. The maximum DSC shell temperature is 520'F.  
The maximum cask inner shell, cask outer shell, and cask neutron shield jacket temperatures are 
bounded by analyses presented in Section 8.1.3.3 which are 3930 F, 384OF and 238°F respectively.  
The DSC shell temperatures and hence fuel cladding temperature are bounded by the HSM 
plugged vent case shown in Table M.4-14. Accident thermal conditions, such as loss of the 
liquid neutron shield, need not be considered in the load combination evaluation. Rather the 
peak stresses resulting from the accident thermal conditions must be less than the allowable 
fatigue stress limit for 10 cycles from the appropriate fatigue design curves in Appendix I of the 
ASME Code. Similar analyses of other NUHOMS® TCs have shown that fatigue is not a 
concern. Therefore, these stresses in a TC with a liquid neutron shield need not be evaluated for 
the accident condition.  

M.11.2.5.3 Accident Dose Calculations for Loss of Neutron Shield 

The postulated accident condition for the on-site TC assumes that after a drop event, the water in 
the neutron shield is lost. The loss of neutron shield is modeled using the normal operation 
models described in Section M.5.4 by replacing the neutron shield with air.  

The accident condition dose ratesfor Configuration 2, from Chapter M.2, are summarized in 
Table M. 11-2 and Figure M.1 1-1 for the bounding 100-ton 32PT-Ll00 DSC loaded with design 
basis fuel plus BPRAs.  
A comparison of the results in Table M. 11-2 and Table M.5-3, demonstrates a maximum cask 
surface contact dose rate increase from 9.50E+02 mrem/hr to 4.63E+03 mrem/hr. These dose 

rates are approximately 2.2 times those reported in Section 8.2.5.3.2. Therefore, one would 
expect that the additional dose rate to an average on-site worker at an average distance of fifteen 
feet would also increase from 310 mrem/hr to 700 mrem/hr. Similarly the exposure to off-site 
individuals at a distance of 2000 feet would also be expected to increase from 0.04 mrem for an 
assumed eight hour exposure to 0.09 mrem. This exposure is still well within the limits of 
I OCFR72 for an accident condition. This corresponds to the exposure to an individual at a 
distance of 100 meters of approximately 42 mrem for the assumed eight hour duration also well 
within the limits of 1OCFR72 for an accident condition.  

M. 11.2.5.4 Corrective Action 

No change. See Section 8.2.5.4.  

M.11.2.6 Lightning 

No change. The evaluation presented in Section 8.2.6 is not affected by the addition of the 
NUHOMS®-32PT DSC to the NUHOMS® System.  

M.11.2.7 Blockage of Air Inlet and Outlet Openings 

This accident conservatively postulates the complete blockage of the HSM ventilation air inlet 
and outlet openings on the HSM side walls.  
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