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INTRODUCTION
In this data report we present leaching results for five slags that were produced by recycling steel.
Two of the slags were generated at facilities that treat radioactively contaminated scrap,
consequently the slag contains radionuclides. The slag from the other three was not
.contaminated. Because of this, we were able to examine the chemical composition of the slag and
of the leachate generated during tests of these slags. For these materials we believe that leach
rates of the stable elements can be used as analogs for radionuclides if the same steel processing
method were used for radioactive material.

Slags were obtained by personnel at Jack Faucett and Associates, from 5 facilities:
Carolina Metals in Barnwell, South Carolina, (Samples = Co)
SEG in Oak Ridge Tennessee, (Samples = SEG)
Heckett Multiserve, Provo, Utah (slag from Geneva Steel) (Samples Q-BOP)
Ameristeel, Knoxville, Tennessee, and (Samples - AS)
Steel Slag Coalition, Washington, D.C. (Samples = E).

The first two listed above were radioactively contaminated slags. Each company sent three
samples of slag.

TESTS
The objective of this project is to examine the leachability of a set of slags, to determine if there is
a significant hazard presented by releases from radioactive slags that are disposed of Two types
of leach tests were used. The Accelerated Leach Test (ALT) (ASTM-1308-95) and a flow-
through column test. The ALT is a semi-static leach test in which the leachate is replaced
periodically over a period of 11 days. It is used to determine leach rates of waste materials and to
test if diffusion controls releases from materials. It has associated with it a computer code that
examines the data generated in the test against a set of release models (diffusion and dissolution).
Flow through tests are thought to be more realistic than a semi-static test and to represent flow
through a deposit of a granular waste.



BROOKHAVEN NATIONAL LABORATORY

, ASSOCIATED UNIVERSITIES, INC. P.O. Box 5000
Upton. New York 11973-5000

TEL (516) 3442224
FAX (516) 3444486

Department of Advanced Technology E-MAIL fiuhrmanl~bnl.gov
via overnight mail

January 14, 1997
Dr. Carey Johnston
ORIA
U.S.. E.P.A..
Mail Code 6602J
401 M. Street
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Dear Dr. Johnston:

Per your request, I am pleased to enclose our data report entitled "Leaching of Slags from Steel
Recycling". Also find two computer diskettes containing Excel files of the data. We thank you for the
opportunity to conduct this research.

This was a particularly interesting project and some of our results have important implications for
the long-term behavior of some of the contaminants in the slag samples that we'examined. Some of the
slags (the non-radioactive samples) are very alkaline and present a complex geochemistry when exposed
to air and as precipitation takes place. Deposition of contaminants, along with the precipitate, beneath a
heap of this material may take place. As the chemistry eventually becomes less alkaline, what will be the
fate of the contaminants ? What amount of time will be required? What contaminants will be associated
with this deposit? Use of a model such as BLT-EC (NUREG/CR-6515), which was developed at BNL,
combines geochemical modeling with a transport code. This may be ideal for examining these issues.

We observed precipitation of at least two forms of material: carbonates and Fe-oxyhydroxides.
If contaminants are associated with these precipitates, facilitated transport of colloid/contaminant may take
place. This is particularly a concern because we have observed that Fe-oxide colloids become stable
around a pH of 10 (Fuhrmanm et al, submitted to Anlied Geochemisry). They also have a strong capacity
to sorb radionuclides, particularly 9'Sr;

Our experiments were all conducted in distilled/deionized water. While this is a reasonable
leachant, it may be appropriate to examine releases under conditions of synthetic acid rain.

If you have any questions or comments on the- report, or if you would like to discuss these issues
further, please fell free to call me at (516) 344-2224 or E-mail at fhrmanl@ bnl.gov.

Sincerely,

Mark Fuhrmann
Environmental and Waste Technology Center
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ALT
The method description and the Model Users Guide for the ALT are included with this data
report. Subsamples of each slag (15 in total) were tested at 200C and at 600C. The leachant was
distilled /deionized water. Because one of the slags was only supplied as a powder, some tests
were conducted with the pulverized slag loaded in dialysis membrane (Spectra/Por #2, 12,000-
14,000 Daltons). Other slags were supplied as monolithic pieces. Consequently, two sets of
experiments were conducted for one of the slags; pulverized subsamples were leached in the
dialysis membrane and other subsamples were leached as monoliths. This test will allow
correlation of releases from the two different forms. Most tests (all of the radioactive samples)
were conducted on monoliths. For the membrane experiments, 200 mL of water were used at
each sampling interval. The monoliths were leached in 300 mL because the slag pieces required a
greater depth of water to be covered. As per the test method, the leachate was not filtered prior
to analysis.

Flow-Through Tests
To investigate leaching under dynamic flow conditions, experiments were set-up using plexiglass
columns, 7.3 cm in length with inside diameters of 3.2 cm. For the slag from Carolina Metals a
column 6.3 cm long and 1.5 cm in diameter was used because of the amount of granular material
available. The column was mounted vertically, with the inlet at the bottom. Water was pumped
through the column with a low-speed peristaltic pump (Gilson, Minipuls 2). Flow velocities were
maintained that were similar to groundwater flow within an aquifer (-60 mLJday). Effluent was
initially collected daily, and then at longer intervals. Pre-weighed polyethylene bottles were used
for sampling, which were subsequently re-weighed to determine daily flow rates. Aliquots of
these samples were taken for analysis.

Leachate Analysis
Leachates from the non-radioactive slags were analyzed for Ca, Si, Al, Fe, Mn, Zn, Sr, and Na by
Inductively Coupled Plasma-Atomic Emission Spectroscopy (ICP). Spot checks were made for
B, U, Nd,. Ce, V and Mo; none was observed. ICP analysis was conducted with reagent and
instrument blanks, standards and calibration checks from a source different than the standards.
Samples were acidified with 50% Ultrex HNO3 . A standard and a blank were run every 10
samples.

Leachates were also analyzed by Ion Chromatography (Dionex) for SO-, Cl-, and F-. Standards,
were made from reagent grade salts and were run every 7 samples. An interference was observed
with F- analysis when Al concentrations were greater than about 20 mg1L in the leachate. Hence,
in Al-rich samples the F concentration is depressed.

Leachate samples from the radioactive slags were analyzed in two ways. First, spot checks were
made by counting 20-30 mL of leachate on an intrinsic Ge gamma-spectrometer (with a Canberra
computer system). Count times ranged from 1000 to 2000 minutes. Only very low (if any)
counts were observed in most samples. Because of the low count rates for gamma-spectroscopy,
all samples were analyzed by Liquid Scintillation. Three mL of leachate were mixed with 15 rnL
of Ultima Gold XR scintillation cocktail and each sample was counted for 10 minutes on a
Packard Liquid Scintillation System (Model 1900 TR). Distilled water blanks were run at the



same time. Wmdows were set at 0-18.6 keV, 18.6-156 keV and 156-2000 keV.

Source Terms of Slags
Each non-radioactive slag was subsampled and sent to Activation Laboratories LTD in Ancaster,
Ontario. A standard, of a composition unknown to the company, was included in the set of
samples. Analysis was done by neutron activation and by digestion and ICP, giving data for about
60 elements. Comparison of results of the standard analysis with known quantities in the standard
were acceptable.

The radioactive slags could not be submitted for this type of analysis because of the quantity of
radionuclides present in them. Each sample, prior to leaching was analyzed by gamma
spectroscopy. These pieces of slag were irregularly shaped, they did not conform to our standard
geometries. But it was necessary to analyze each specific piece of slag that was to be leached in
order to minimize intersample variability. Because of this, determination of radionuclide
concentration is probably not better than +/- 20%.

RESULTS
Results are presented as both hard copies and as .XLS files on two computer diskettes, using
Excel 5.0. Each experiment (the ALT or Column tests) as well as the elemental and radionuclide
source terms are on separate files.

Source Terms
There are two data sets for the source terms; the elemental data and the radionucide data. The
elemental source terms are contained in the "composition' directory of the data diskettes. This is
data from Activation Labs. The compositions of the non-radioactive slags were dominated by Ca,
Fe, Si, Mg and Al. Sr was present at concentrations from 184 - 308 ppm. Source terms for the
radioactive samples are contained The radioactive slags contained ' 34Cs 137Cs, DeCo, "Mn, and
daughter isotopes of the 23TU decay chain, specifrrlly, 'Th , 21 Pb and 'Ra/f"U (185 keV). Not
all samples contained all radionuclides. Because of the geometry issue, only 'sCs is given in
terms of both counts per minute/gram (cpm/g) and in pCiIg as an example ofthe approximate
activity levels.

Leachates from ALT
Results for each non-radioactive ALT experiment consists of a file containing summary data suchs
as concentrations in the leachate of At Ca, Fe, Na, Si, Sr, F-, Cl-, SO4, and pa There are also
data blocks of Cumulative Mass Released, and Cumulative Fraction Released for the cations (no
source term is available for the anions), as well as figures showing Cumulative Releases. This is
also given as hardcopy. In each file additional information is contained including; the summary,
modeling results which indicate if the diffusion model fits the data and the diffusion coefficient for
each element, and a series of graphs of the data and modeling results. This is the standard format
of output from the ALT computer model.

For the radioactive slags, data is more limited. Gamma-spectroscopy was done for one or two
samples per ALT experiment, because of the long count times required. No activity was observed



by gamma spectroscopy. Detection limits are approximately 0.13 pCi/g of137Cs. As a result, all
samples were analyzed by Liquid Scintillation. Although this method does not provide
radionuclide specific information, it is much more sensitive are than gamma-spectroscopy and
therefore gives information on total alpha/beta activity. Results are contained in the radionuclide
directory of the data diskettes. As with the gamma-spectroscopy, radionuclide concentrations in
the leachate were very low if at all above background. Typical corrected values were no more
than several cpm/g of leachate, although the first leaching interval often contains the most activity
due to surface rinse-off. Activity detected by LSC was generally in the first channel, from -18.6
keV implying that a low energy Beta is being detected; possibly ' 0Sr or "Tc.

Leachates from Flow-through Tests
Five flow-through leach tests were conducted, two of which contained radioactive slags. Results
are given in the "column" directory of the data diskettes. Many of the leachate samples for the
radioactive slags were counted by gamma-spectroscopy and all were analyzed by liquid
scintillation as well.

PREIMNARY OBSERVATIONS

Leachate chemistry of non-radioactive slags was dominated by Ca and high pH. With Al
and Si as other major cations released to solution.

* In many of the ALT experiments on radioactive slags, no radioactivity was observed by
LSC in the leachate.

* Higher activity was observed in the column than in the ALT tests; reasonable because of
the greater mass and surface area of the solid and smaller volume of water per unit time.
The highest activities were found at the beginning of the tests.

. .~~~~~~~~~~~~~~~~~~~~~,

* Daily fractional release rates of Na from the ALT experiments averaged about 1.3 x 1I2 at
the end of the experiment. Na can be taken as an analog for Cs.

* Daily factional release rates of Sr from ALT experiments averaged about 1.2 x iO4 at the
end of the experiment.

* Releases of Fe were typically at the detection limits of the ICP (about 150 ppb) this
translates to daily fractional release rates on the order of 105. Fe releases can be
considered similar to those of other transition metals.

* Releases of Si appear to have a different controlling mechanism than the other elements
examined. Si releases started low and then accelerated over time. This is possibly due to
an increase in pH over time. At high pH, the solubility of Si in water increases drastically.

* Uranium daughter radionuclides were observed in the slag. The column leachate with the
greatest activity by LSC was counted by gamma-spectroscopy. No `'U daughters were



observed above background levels.

* Due to very high concentrations in column leachates, precipitates are observed in the
column itself and in the tubing leading from the outlet to the sample container. This is
probably a CaCO3, but other phases are possible given the high Al and Si concentrations in
the leachate and the high pH.

* Fe-hydroxide precipitation was observed in one column experiment (CM column) . The
precipitate occurred as a colloidal aggregate.

* The formation of secondary phases, such as Fe-hydroxides, alumino-silicates, and calcium
carbonates, upon exposure of slags to water results in controls on the release of
contaminants. On one hand, the precipitation of these secondary phases may attenuate the
transport of contaminants; while on the other hand, the formation of colloidal particles
may facilitate the transport of contaminants.



Summary

Experment Q-BOP-A
Temp(C) 20
material
volume(mL)

powder in membrane
200

QBOPA l
QEOPA-2
QBOPA-3
QBOPA-4
QBOPA.5
QBOPA.6
QBOPA-7
QBOPA-8
QBOPA-9
QBOPA-IC
QBOPA-11
QBOPA-12
QBOPA.13

Concentration (ppm)

time(hrn) Al Ca Fe Na Si
2 0.04 11.22 0.01 OA7 0.11
7 -0.02 14.58 0.01 0.04 0.26

24 0.07 6.75 0.00 0.13 1.39

48 0.07 20.44 0.01 0.14 2.55
72 0.01 7.33 0.01 0.14 2.46
96 0.04 9.18 0.00 0.10 2.51

120 0.00 8.15 -0.02 0.20 2.83
144 0.03 1226 -0.02 0.17 2.18
168 .0.01 8.39 .0.01 0.16 2.10
192 0.00 7.02 4.01 OA0 1.68
216 0.00 6.20 .0.01 OAI 1.73
240 0.02 6.52 -0.01 0.30 1.90
264

Sr F Cl
0.01 n.a n.a.
0.00 n.. n.a.
0.01 n.Ma, nma.
0.02 n.a. nM.
0.01 nIa. rza.

0.01 n.ma. n.a.
0.02 n.a. na.
0.01 n.a n.a.
0.01 n.ma. na.
0.03 n.a. nIa.

0.03 n.a. n.Ma.
0.03 nIa. na.

S04
n.a.
n.a.
n.m.
n.a.
nIa.

n.a.
n.a.
n.a.
n.A.
n.a.
n.a.
nLa.

pH
.9.30

10.20
10.50
10.10
10.40
10.00
10.32
9.35
9.70
9.78

10.05

E3-20-1
E3-20-2
QBOPA-3
QBOPA.4
Q1BOPA-5
QBOPA-6
QBOPA-7
QBOPA-8
QBOPA-9
QBOPA-1I
QBOPA-1 I

QBOPA-I:
QBOPA-1:

time(hrl)

2
7

24
48
72
96

120
144
168

C 192
1 216
2 240
3 264

Cumulative Mass Released (mg)
Al Ca Na

0.01 2.24 0.09
0.00 5.16 0.10
0.02 6.51 0.13
0.03 10.60 0.16
0.03 12.06 0.18
0.04 13.90: 0.20
0.04 15.53 0.24
0.05 17.98 0.28
0.04 19.66 0.31
0.04 21.06 0.39
0.04 22.30 0.47
0.05 23.6i., 0.53
0.05 23.61 0.53

Si Sr F Cl
0.02 0.00 n. n.Ma.

0.07 0.00 n. n.Ma.

0.35 0.00 n.m. n.

0.86 0.01 n.m. n.u.

1.35 ,00 n.m n..

1.85 0.01 n. n.Ma.

2.42 0.02 n.M. n.n.

2.86 0.02 n.a. n.a

3.28 0.02 n.ma. n.a
3.61 0.03 n.M. n.m.

3.96 . 0.03 n.a. n.m.

4.34 0.04 n.ma. n.a.
4.34 0.04 nA. Ma.

S04
n.m.
n.a
n.L-

n.a.
*n.a.-n.a

n.a.
n.an.a.
n.a.
nma.
n.a.
na.
nL..

Cumulative Fractional Releases (cations)
Al Ca NA Si Sr

9.8E05 6.IE-04 5.3E-02 I.IE-05 4.5E-04
4.2E-05 1.4E-03 5.7E-02 3.9E-05 7AE-04
233E404 1.8E-03 7.IE-02 1.9E-04 1.SE-03
4.0E04 2.9E403 8.6E-02 4.6E-04 2.9E.03
4.2E404 3.3E-03 1.OE-01 7.2E-04 4.IEU03
S.OE404 3.8E-03 l.E-01 9.9E-04 5.E-03
5.OE404 4.2E-03 1.3E-01 1.3E-03 6.5E-03
5.6E-04 4.9E-03 1.5E-01 1.SE03 7.7E-03
5.4E-04 S.4E-03 1.7E-01 1.7E-03 8.9E403
5.5E404 5.8E-03 2.2E-01 1.9E-03 .IE-02
5.5E.04 6.1E.03 2.6E-01 2.1E-03 1.3E-02
6.1E-04 6.SE-03 * 3.OE-01 2.3E-03 1.6E-02
6.1E.04 6.5E.03 3.0E401 2.3E-03 1.6E.02

. .

Page 1



Summary

M_^_1 .1 -1. __ I- ___ . - - -
,

Experiment
Z'4 U.03 2J.Oi U.5i 4.34

Q-BOP-A
0.04 0.00 0.00 0.00 6JE-04 6.SE-03 3.OE-0 I .2.3E.03 1 .6E.02

Cum. Mass Released

E
- Na
LIIS

Sr-

no anion data available

0 50 100 150 200 250 300

Time, hr

Cum. Fractional Release
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2.5E-01

8 2.OE-01 .

E 1.5E601 t
-_K- Si

I.OE.01 "r

5.OE-02

O.OE+00 _i=
0 50 100 150 200 250 300

Time, hr
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Summavy

Experiment
Temp(C)
material
voume(mL)

Q.BOP.B
20

powder In rembrane
200

QBOPB-I
QBOPB-2
QBOPB-3
QBOPB4
QBOPB-5
QBOPB-6
QBOPB-7
QBOPB-8
QBOP39
QBOPB-IC
QBOPB-II
QBOPB-12
QBOPB-l3

Concefttatt
time(hrs) Al

2 0.00
7 0.00

24 0.03
48 0.05
72 0.05
96 0.05

120 -0.01
144 0.05
168 0.03

0 192 0.04
1 216 0.05

240 0.05
3 264 0.05

on (PPM)

Ca

9.56
12.34
6.50

15.26
6.71
1.AS
5.29
6.25
5.84
6.02
6.65
5.76
8.06

Fe
.0.01
.0.01
-0.01
-0.01
-0.01
-0.01
-0.01
.0.01
0.00
*0.00
-0.01
0.00
-0.01

Ns Si
0.39 0.09
0.12 0.28
0.29 130
0.28 1.92
0.40 2.67
0.34 2.09
0.25 2.02
0.28 1.91
0.25 1.78
0.13 1.83
0.09 1.60
0.12 1.61
0.12 1.21

Sr F
0.01 0.04
0.00 0.01
0.01 0.03
0.02 0.03

* 0.02 0.04

0.03 0.04
0.03 0.03
0.04 0.03
0.05 0.03
0.05 0.01
0.04 0.01
0.06 0.01
0.05 0.01

Cl S04
0.00 0.00
0.01 0.00
0.06 0.00
0.09 0.00
0.13 0.00
0.10 0.01
0.10 0.01
0.09 0.01

0.08 0.01
0.09 0.01
0.08 0.01
0.08 0.01
0.06 0.01

pH
10.50
10.60
10.32
10.80
10.12
10.52
10.02
9.55
9.90

9.20
10.34
10.52

I

QBOPB-1
QBOPB-2
QBOPB-3
QBOPB4
QBOPB-$
QBOPB-6
QBOPB-7
QBOPB-8
QBOPB-9
QBOPB-10
QBOPB-11
QBOPB12
QBOPB-13

time(hre)
2
7

24
48
72
96

120

144
168
192
216
240
264

Cumulative Man Released (mg)
Al Ca Ng

0.00 1.91 0.08
0.00 4.38 0.10
0.01 '5.68. 0.16

0.02 " 8.73 0.21
0.03 *. 10.07 0.30

Si Sr
0.02 0.00

0.07 0.00
0.33 0.00
0.72 0.01
1.25 0.01

0.03 12.37 0.36 . 1.67 0.02

0.03 13.43 0.41 2.07 0.02
0.04 14.68 0.47 2.45 0.03

0.05 15.85 .0.52 2.81 0.04

0.06 17.05 0.55 3.17 0.05

0.07 18.38 0.56 3.50 0.06
0.08 19.53 0.59 3.82 0.07
0.09 21.14 . 0.61 4.06 0.08

F Cl
0.01 0.00

0.01 0.00

0.02 0.02
0.02 0.03
0.03 0.06
0.04 0.08
0.04 0.10
0.05 0.12
0.05 0.13
0.06 0.15
0.06 0.17
0.06 0.18
.0.06 0.19

S04
0.00

0.00

0.00

0.00
0.00

0.00'
. 0.00

0.01
0.01
0.01
0.01
0.01
0.02

Cumulative Fractional Releases (cations)

Al Ca Na Si Sr

O.OE+40 4.8E-04 1.6E4-1 2.1E-05 4.6E-04

1.7E409 l.1E-03 1.6E-01 8.3E-05 8AE04
6.7E05 1.4E-03 1.7E-01 3.7E-04 1.8E103
1.9E-04. 2.2E-Oi 1.8E-01 8.OE-04 3.3E-03
32E-04 2.SE103 2.OE-01 1.4E-03 5.2E-03
4.4E-04 3.1E-03 2.1E.01 1.9E-03 7AE-03
4.2E-04 3AE-03 2.2E-01 2.3E-03 9.6E-03
5AE-04 3.7E-03 2.3E-01 2.7E-03 1.3E-02
6.3E-04 4.OE-03 2.4E-01 .3.1E-03 1.7E-02
7.4E-04 4.3E-03 2.5E-01 3.SE-03 2.1E02
8.7E-04 4.6E-03 2.SE-01 3.9E-03 2.4E-02
1.OE-03 4.9E-03 2.6E-01 4.3E-03 2.9E-02
1.lE403 S.3E-03 2.6E-01 4.5E-03 3.3E-02

. .

Page 1



Summary

Experiment Q-BOP-B

Cum. Mass Released

25.00

20.00

15.00

E
10.00

--- Ca
6t Na

--*- Sr

Cum. Mass Released

0.20
- 0.18

0.16 -
0.14
0.12

E 0.10 ! .. ,l
0.08 - :

0.04
0.02

0 50 100 150 200 250 300

Time, hr

5.00

0.00

0 50 100 150

Time, hr

200 250 300

Cmn. Fractional Release

3.OE-01

0 50 10 15 . 20 20 0

2* 1.5h-01
~ -Me-Sr

5.OE-02' - r.-:

0.OE+00
0 50 100 150 200 250 300

Time, hr

Page 2 !



Summary

Expetiment Q-BOP-C
Temp(C) 20
material powder in membrane
vol~ume(mL) 200

Concentration (ppm)
time(hrs) Al Ca

QBOPC.1
QBOPC-2
QB3OPC-3
QBOPC.4
QBOPC.5
QBOPC-6
QBOPC-7
QBOPC-8
QBOPC-9
QBOPC-iO
QBOPC-11I
QBOPC-12
QBOPC-13

2
7

24
48

72
96

120

144.

168

192

216
240

264

0.00 7.50

0.00 21.65.

0.00 30.73

0.05 46.12

0.06 53.38

0.09 62.78

0.10 70.28

0.08 78.14

0.12 91.41

0.14 99.30

0.13 107.47

0.17 114.17

0.20 122.00

Fe Na Si Sr F Cl S04

.0.01 0.19 0.06 0.00 n.a. n.a. n.a.

-0.02 0.22 0.31 0.01 n.a. n.w n.a.

.0.04 OA2 1.75 0.02 n.m. n.a. n.a.

-0.05 0.65 4.63 0.03 n.a. n&. n.a.
.0.06 1.04 .821 0.06 n a. nma. n a.

.0.08 1.31 11.01 0.08 n.a. n.a. n.a.

-0.09 1.53 13.67 0.10 n.a. n.a. n.a.

.0.11 1.73 16.04 0.12 n.e. na. n.a.

.0.11 2.07 18.22 0.16 n.a. n.a. n.a.

-0.11 2.30 20.33 0.19 n.a. n.a. n.a.

.0.12 2.45 22.30 0.21 n.e. n.n. n.a.

-0.12 2.70 23.96 026 n a. n.a. n.a.

.0.13 2.83 25.33 030 n a. n.a. n.a.

pH
10A5
10.70
10.60
10.70
10.30
10.52
9.60
9.60
9.70

9.25
10.30
10.22

E3-20-1
E3-20-2
QBOPC-3
QB3OPC-4
QB3OPC-5
QBOPC-6-
QBOPC.7

timc(hre)
2
7

24

48

72

96

120

Cumulative Mass Released (mg)
Al Ca Na

0.00 1.50 0.04
0.00 5.83 0.08
0.00 11.98 0.17
0.01 2120 0.30
0.02. 31.87 0.50
0.04 44A3 0.77
0.06 . 58.49 1.07

Si
0.01
0.07
0.42

1.35

2.99

5.19
7.93

Sr F
0.00 n.a.
0.00 n.e.
0.00 n.a.
0.01 na.e
0.02 n..
0.04 nea.
0.06. nea.
0.08 n.v.
0.11 nea.
0.15 n.a.
0.19 n.a.
0.25 n.a.

0.30 n.a.

CI
n.e.
n.a.
MR..
TLC.
n.a.
n.e.
n.a,
.n.a.
MR.e.
n.a.
n.a.
MR..
n.m.

S04
n.a.
n.a.
n.a.

n.a.
n.a.
n.A.
n.a.

n.a.
n.e.

n.e.
n.a.

n.a.

n.a.

Cumulatiwe Fractional Releases (cations)
Al Ca Na Si Sr

0.OE400 4.E-04 7.6E-03 1.IE..05' 1.7E-04
0.OE3+00 1,6E.03 1.61E.02 6.91E-05 1I7E.04
0.OE.+00 3.3E-01 3.3E-02 4.OE-04 1.71E.04
6.9E.05 S.81E.03 5.91E-02 1.31E-03 1.81E-04
1.51E.04 8.81E-03 L.OE-01 2.8E1-03 1.81E.04
2.9E3-04 1.21E02 1.51E-01 4.9E-03 1.9E-04
4.31E-04 1.6E.02 2J1E-01 7.41E.03 1.9E1-04
5.61E-04 2.OE.-02 2,813-01 1LOE-02 2.0OE-04
7.31E-04 2.SE-02 3.7E-01 IAE-02 2.IE3-04
9A4E.04 3.E-02 4.61E-01 1.81E-02 2.31E-04
1.IE.-03 3.71E-02 5.6E3-01 2.21E-02 2A4E-04
1.41-03 4.31E.02 6.6E-01 2.6E-02 2.61E04
IJ7E.03 S.OE.-02 7.8E-01 M.E-02 2.8E-04

QBOPC-8 144

QB3OPC-9 168

QBOPC-10 192

QBOPC-11 . 216

QBOPC-12 240

QBOPC-13 264

0.08 74.11 1.42 11.14
0.10 92.40 1.83 14.78
0.13 11226 229 18.84

0;1S 133.75 2.78 . . 23.30

0.19 156.58 3.32 . 28.10

023 180.uS t 3.89 33.16 _ .
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Summary

Experiment Q-BOP-C

Cum. Mass Released

200.00
180.00
160.00
140.00
120.00

E' 100.00
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6o.00
40.00
20.00
0.00
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- Si
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0 50 100 150
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200 250 300

Cum. Fractional Release

8.OE-01

7.OE-01

6.0E.01

S.OE-01 1

. -,.; i';% I . ; 01: '.
14.OE01 * A4 X i"' ! ';''1-'Ii ' .i''3.OE-01

O.OE+00 1 _
0 S0 100 150 200 250 300

Time, hr
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Summary

Expenment
Temp(C)
material
volume(mL)

El
20

chunk
300

El-20.1
EI-20.2
EI-20-3
EI-20-4
EI-20-5
Eb-20-6
E1-20.7
EI-20-8
EI-20-9
E1-20-10
EI-20-11
EI-20.12
EI-20.13

time(hnr)
2
7

24
48
72
96

120
144
168
192
216
240
264

Concentration (ppm)
Al Ca
10.98 36.27
19.85 40.24
59.23 92.91
79.50 107.00
67.54 9230
60.09 82.34
50.25 70.54
40.74 62.76
32.95 52.39
25.74 45.04
21.29 36.35
19.87 36.56
17.57 37.55

Fe
0.56
0.15
0.04
0.02

-0.01
0.01
0.02
0.01
0.00
0.02
0.01
0.03
0.01

Ns
5.62

.1.70
1.73
1.17
0.88

* 0.54
0.50
0.46
OA1
0.35
0.29
0.31
0.27

Si Sr
2.60 0.02
0.65 0.04
0.32 0.10
025 0.11
0.27 0.08
0.40 0.07
0.42 0.07
0.56 0.06
0.55 0.05
0 65 0.05
0.72 0,04
0.90 0.04
0.85 * 0.04

F
1.08
1.52
0.00
0.00
0.00
0.00
0.00
0.00
0.00
0.00
0.95
0.94
0.83

Cl
0.69
0.24
0.30
0.27
0.22
0.16
0.15
0.17
0.00
0.08

* 0.06
0.08
0.05

S04
2.48
0.61
0.54
0.43
0.41
0.41
0.41
0.39
0.00
0.29
0.27
0.27
0.25

pH
11.20
IIAO
11.70
11.35
11.30
11.25
11.25
11.20
11.15
11.10
11.05
11.05
11.00

EI-20-1
E120.2
El.20-3
E1.20-4
EI-20-5
EI-20-6
EI-20-7
EI-20.8
El.20.9
EI-20-10
EI-20-11
El-20-12
EI-20-13

Cumulative Man Released (mg)
time(hn) Al Ca Na

2 3.29 10.88 1.69
7 9.25 22.95 2.19

24 27.02 50.83 2.72
48 50.87 82.93 3.07
72 71.13 . 110.62 3.33
96 89.16 135.32 349

120 104.23 156A8 3.64
144 116A5 17531 3.78
168 126.34 191.03 3.91
192 134.06 204.54 4.01
216 140.45 215.44 4.10
240 146.41 226.41 4.19
264 151.68 237.68 4.27

Si
0.78
0.97
1.07
1.15
1.23
1.35
1.47
1.64
1.80
2.00
2.21
2.48
2.74

Sr F(mg) Ci(mg) S04(mg)
0.01 0.32 0.21 0.75
0.02 0.78 0.28 0.93
0.05 0.78 0.37 1.09
0.08 0.78 OA5 1.22
0.11 0.78 0.52 1.34
0.13 0.78 '0.57 1.46
0.15 0.78 0.61 1.59
0.17 0.78 0.66 1.70
0.18 0.78 0.66 1.70
0.20 0.78 0.69 1.79
0.21 1.06 0.71 1.87
0.22 1.34 0.73 1.95
0.23 1.59 0.75 2.03

Cumulative Fractional Releases (cations)
Al Ca Nat Si Sr

7.9E-04 6.8E-04 5.3E-02 2.6E404 5.8E-04
22E403 1.A4E03 6.9E-02 3.2E-04 1.5E-03
6.4E-03 3.2E.03 8.SE-02 3.6E.04 4.0E103
1.2E.02 5.2E-03 9.6E-02 3.8E404 -6.5E-03
1.7E-02 6.9E-03 I.OE-01 4.1E-04 8.5E-03

2.113-02 8AE03 l.IE-01 4.5E&04 l.OE 02
2.5E102 9.713-03 1.113-01 4.9E-04 1.2E-02
2.8E302 1.11-02 1.2E-01 5AE-04 13E-02
3.0E-02 1.2E-02 1.213-01 6.0E-04 1.5E-02
3.2E-02 1.3E.02 13E-01 6.613-04 1.6E-02
3.4E-02 13E-02 13E-01 7.4E-04 1.7E-02
3.51-02 1AE4-02 1.3E-01 8.2E-04 1.8E-02
3.61E-02 1.5E-02 1.313E01 9.1E4-04 1.8E-02
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Summary

1 V.4 .

CiA jicniwern VmiA

Cum. Mass Released

250.00

200.00

15000 1 Na

1Rx

E -* Si
100,00 I-AU- Sr

50.00

0100 - -
0 50 100 150 200 250 300

Time, hr

Cum. Mass Released
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2.00

1.50 -- F(mg)
E~~~~~~~~~~~~~U /CI((mg))

C --- O4mg1.00 f S m

0.50

0.00
0 50 100 150 200 250 300

Time, hr

Cumulative Fraction Released

1.4E-01

1.2E-01

1.02-01 -- A
-U-Ca

6.02E02 6 .Na
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2.OE-02

0 50 100 150 200 250 300

Time, hr

Page 2



Summary

Experiment
Temp(C)
material
volume(mL)

E2
20

chunk
300

E2-20-1
FE2-20-2
132.20-3
E2-20-4
E2-20-5
E2-20-6
E2-20.7
E2-20-9
E2.20-9
132-20-10
1E2-204 I
E2-20-12
E2.20.13

time(hro)
2
7

24
48
72
96

120
144
168
192
216
240
264

Concentrations mg/L
Al Ca

7.35 31.07
8.86 25.71

16.23 34.63
13.97 42.29
9.08 35.95
5.13 31.0
3.68 33A3
2.87 32.51
2.38 37.15
1.94 36.08
1.77. 31.63
1.58 22.33
1.63 32.63

Fe NA
2.47 2.32
0.52 1.16
0.19 1.14
0.15 . 0.77
0.08 0.49
0.12 0.32
0.04 0.24
0.12 0.22
0.01 0.18
0.04 . 0.17
0.03 0.13
0.00 0.15
0.00 0.14

Si
2.53
0.93
1.11
1.60
2.28
2.91
3.89
4.33
5.08
4.95
4.83
5.20
5.49

Sr
0.02
0.02
0.03
0.04
0.03
0.03
0.03
0.04
0.04
0.03
0.03
0.03
0.03

F Cl
0.69 0.18
1.02 0.17
1.87 0.21
2.13 0.17
1.54 6.10
1.18 0.07
1.06 0.04
1.00 . O.05
1.06 0.03
0.95 . *0.03
0.95 0.02
0.90 0.02

. 0;92 0.02

S04
1.13
0.84
1.02
0.88
0.68
0.56
0.54
O.S2
0.54
0.50
0.46
0.47
OAS

pH
11.03
11.22
11.40

11.05
11.03
11.02
11.00
11.10
11.00
11.00
10.90
11.00

E2.20..1
E2.20-2
E2.20.3
E2.20.4
E2.20-3
E2-20.6
E2.20.7
E2-2.0-
E2.20.9
E2-20-10
E2-20-11
E2-20-12
E2.20.13

Cumulative Mass Released (m8)
time(hnr) Al Ca NA Si

2 2.21 9.32 0.69 0.76
7 4.86 17.03 1.04 1.04

24 9.73 27.42 138 137
48- 13.92 40.11 1.62 1.85
72 16.64 50.90 1.76 2.53'
96 18.18 60.26 1.86 3.40

120 19.29 70.28 1.93 4.57
144 20.15 80.04 2.00 5.87
168 20.86 91.18 2.05 7A0
192 21.44 102.01 2.10 8.88
216 21.97 111.50 2.14 1033
240 22.44 118.19 2.19 11.39
264 , 22.93 127.98 2.23 13.53

Cumulative Fractional Releases (cations)
Sr F(mg), Cl(mg) S04(mg) Al Ca NA Si Sr
0.01 0.21 0.05 0.34 112E-03 4.7E.04 4.6E402 2.4E-04 4.6E-04
0.01 0.51 '0.10 0.59 2.7E103 8.SE-04 7.0E-02 3.3E.04 8.6E-04
0.02 1.08 0.17 0.89 5AE-03 1.4E-03- 92E-02 4.3E.04 1.6E-03
0.03 1.72 0.22 1.16 7.7E-03 2.0E403 l.IE01 S.9E104 2.SE-03
0.04 2.18 025 136 9.2E403 2.5E4.03 1.2E-01 8.OE-04 3.3E-03
0.0S 2.53 0.27 1.53 l.OE402 3.OE-03 1.2E-01 .lE403 4.IE403
0.06 2.85 0.28 . 1.69 . l.IE02 3.5E403 13E-O1 1AE-03 4.9E.03
0.07 3.15 0.30 1.85 I.IE42 4.0E403 1.3E4-1 1.9E-03 5.8e403
0.08 3.47 -031 2.01 .21.2E02 4.6E.03 IAEE41 2.3E-03 6.7E.03
0.09 3.75 0.31 2.16 1.2E-02 5.IE-03 IAE-01 2.8E403 7.5E-03
0.10 4.03 .0.32 2.30 ' 1.2E02 5.6E403 1.4E41 3.3E.03 8.3E-03
0.11 4.31 033 2.44 1.2E402 5.9E403 1.SE-01 3.8E-43 9.1E-03
0.12 4.58 0.33 2.58 13E402 6.44-03 1.SE-01 4.3E-03 9.9E-03
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Summary

Experiment E2
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Sheetl

Experdient E3
Temp(C) 2
material chunI
volume(mL) 30

0

'0

E3-20-1.
B3-20.2
E3-20-3
E3-20-4

3-20.5
E3-20-6
E3-20-7
E3-20-8
E3-20-9
E3-2010
E3-20-11
E3-20-12
E3-20-13

Concentradon (ppm)
time(hrn) Al Ca Fe Ng

2 2.498 34.81 1.017 1.338
7 1.044 28.98 0.1912 0.4311

24 0.9202 34.93 0.08689 0.3648
48 0,7685 41.8 0.05356 0.2466
72 0.6275 38.39 0.02717 0.1217
96 0.6174 .31.91 0.00482 0.07572

120 0.5651 32.04 0.00131 0.063g6
144 O.S994 3S.68 0.0491 0.04S35
168 O.5609 34.08 *0.00569 0.04342
192 0.5283 29.47 -0.00292 0.07138
216 0.4989 30.89 *0.00652 O.OS47
240 0.5164 23.68 .0.00549 0.04211
264 0.4763 24.32 .0.00939 0.03653

Si Sr F Cl S04
2.671 0.02463 0.38 0.26 2.40
2.862 0.02122 0.30 0.12 1.20
5.957 0.03674 0.46 0.14 1.34
7.529 0.04373 0.44 0.10 1.06
7.823 0.04476 0.36 0.07 0.82
7.815 0.03805 0.28 0.05 0.66
7.919 0.03483 0.25 0.04 0.57
7.964 0.0375 0.23 0.04 0.52
7.632 0.0367 0.22 0.03 - 0.52
7.411 0.03362 0.20 0.03 0.53
7.499 0.03148 0.18 0.02 OA7
7.575 0.03184 0.16 0.02 OA7
7.615 0.03171 0.13716 0.00951 OA0906

pH
11.38
11.42
11.50
11.15
11.10
11.10
11.10
11.10
11.08
11.05
11.00

E3-20-1
E3-20.2
E3-20-3
53-20.4
E3-20-5
E3-20-6
B3-20.7
53-208
13-20.9
E3-20-10
53-20.11
E3-20-12
E3-20.13

Cumulative Man Relesoed (ng)
tme(hrs) Al Ca Ns Si

2 0.75 10.44 OAO 0.80
7 1.06 19.14 0.53 1.66

24 1.34 29.62 0.64 3.45
48 1.57 42.16 0.71 5.71
72 1.76 53.67 0.75 8.05.
96 1.94 63.25 0.77 10.40

120 2.11 72.86 0.79 12.77
144 2.29 83.56 0.81 15.16
168 2A6 93.79 0.82 17.45
192 2.62 102.63 0.84 19.67
216 2.77 111.89 0.86 21.92
240. 2.92 . 119.00 0.87 24.20
264 3.07 126.29 0.88 26A8

Sr F Cl S04
0.01 0.12 0.08 0.72
0.01 0.20 0.11 1.08
0.02 0.34 0.15 . 18
0.04 OA7 ,0.18 1.80
0.05 0.58 0.20 2.05
0.06 ,0.66 0.22 ,'225
0.07 0.74, 0.23 2A2
0.08.. 0.81 ' 0.24 2.57
0.10 0.87 025 2.73
0.11 0.93 0.26 2.89
0.11 0.99 0.27 3.03
0.12 1.03 0.27 3.17
0.13 1.08 028 3.29

Cumulative Fractional Releases (caions)
Al Ca Na Si Sr

5.85-04 8.1E404 4.0E.02 3.55.04 8.6E-04
8.2E-04 1.5SE03 5.3E-02 7.2E-04 1.6E503
1.OE-03 2.35.03 6.4EA02 1.55E03 2.9E403
1'2E-03 3.3E.03 7.1E-02 2.55-03 4AE-03.
1.45-03 4.25E03 7.5E-02 3.5E-03 5.9E-03
1.5E-03 4.95.03 7.74-02 4.5E-03 7.35-03
1.65-03 5.6E403 7.952 5.55.03 8.5E-03
1.8E.03 6.55E03 8.15-02 6.6E403 9.8E-03
1.95-03 7.3E-03 8.2E-02 7.65.03 l.lE-02
2.0503 8.0E403 8.4-E02 8.5E-03 12E-02
2.15-03 8.7E43 8.65-02 9.55-03 1.3E.02
2.3E-03 9.2E-03 8.75-02 1.OE-02 1.4E-02
2.4E-03 9.85.03 8.85-02 1.1E-02 1.65.02

- p -
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Sheeti

Experiment E3

Cum. Mass Released
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Sheet1

Experiment El
Temp(C) 60
material
volume(mL)

chunk
300

El-I
E1-2
E1I3
E1 4
El-5
El-6
El-7
El-S
El-9
El-10
El-Il
E1-12
EI-13

Concntation (ppm)
time(hro) Al Ca Fe Na

2 30.38 78.55 ' '0.9938 2.987
7 23.77 62.47 0.01983 1.259

24 18.31 92.05 0.01492 1.573
48 8.975 81.65 -0.00158 1.167
72 5A01 702 0.001946 0.6918
96 3.726 55A -0.00235

120 3.111 '59.57 -0,0034
144 2.578 S0.92 0.007021
168 2.307 47.8 0.006615
192 2.631' 5049 0.000708
216 2.43 42.05 0.006997
240 2.583 43.33 0.004456
264 2.567 43.63 0.003933

0.5916
0.4884
OA093
0.3994
0.3349
0.3526

'0.3125
0.2908

Si Sr, F Cl S04

1.837 0.08396 0.86 1.87. 1.91

0.4343 0.06049 0.76 0.76 0.99
0.9529 0.1123 1.23 0.94 2.75

1.76 0.109 1.23 0.48 3.59
2.744 0.08745 0.86 0.23 2.67
3.207 0.07357 0.69 0.14 2.14
3.629 0.07313 0.65 0.09 1.83
3.331 0.06742. 0.63 0.07 1.65
3.159 0.0588 0.62. 0.01 1.37
3.162 0.05578 0.65 0.03 1.37
3.062 0.05347 0.64 0.03 1.26
2.935 0.05175 0.59 0.03 1.16
3.543 0.05893 0.06 0.03 1.18

pH
' 11.3
11.52

12.5

12.27

12.15

El-i
El-2
E1-3
EI4
El-5
E1.6
EI.7
E1-8
El-9
El-10
El-Il
El-12
EI-13

time(hro)
2
7

24
48
72
96

120
144
168
192
216
240
264

Cumultive Maui Roloased (ms)
Al Ca Na

9.11 23.57 0.90
16.25 4231 1.27
21.74 69.92 1.75
24.43 94.42 2.10
26.05 1.SA8 2.30
27.17 132.10 2.48
28.10 149.97 2.63
28.83 165.24 2.75
29.57 179.58 * 2.87
3036 194.73' 2.97
31.09 207.35 3.08
31.86 22034.' 3.17
32.63 233.A3 3.26

Si
0.55
0.68
0.97
1.50
2.32
3.28
4.37
5.37
6.32
7.26
8.18
9.06

10.13

Sr F(mg) CI(mg) S04(mg)
0.03 0.26 0.56 0.57
0.04 0.48 0.79, 0.87

0.08 0.85 1.07 1.69
0.11 1.22 1.22 2.77
0.14'. 1.A8 1.28 3;S7

0.16 1.69 132 421
0.18 1.88 135S. 4.76
020 2.07 137 5.26
0.22 2.26 1.38 5.67
0.23 2.45 139 6.08
0.25 2.65 1.40 6.46
0.27 2.82 1.41 6.81
0.28 2.84 1.42 7.16

,Cumulative Fractional Releases (cations)
Al Ca Na Si Sr

2.7E-03 1.9E-03. 3.5E-02 2.3E-04 2.5E-03
4.9E-03 33E-03 5.OE-02 2.9E-04 4.4E-03
6.6E.03 5.5E-03 6.8E02 i.lE-04 7.8EM03

7.4E'03 7.4E-03 8.2E-02 6.3E-04 L.IE.02
7.9E-03 9.1E-03 9.0E-02 9.7E-04 IAE.02
8.2E-03 l.OE-02 9.7E-02 1.4E-03 1.6E-02
8.SE03 1.2E-02 l.OE-01 L.SE-03 1.8E502
8.7E-03 1.3E-02 I.IE-01 2.3E-03 2.0E02
8.9E-03 14E-02 l.lE-01 2.7E-03 2.2E.02
9.2E-03 1.SE-02 1.2E-01 3.IE-03 2.4E-02
9.4E-03 1.6E-02 1.2E-01 3AE-03 2.5E-02
9.6E-03 1.7E-02 1.2E-01 3.8E-03 2.7E402
9.8E.03 1.85-02 1.3E-01 4.3E-03 2.9E502

.~~~~~ -
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Summary

Experiment E2
Temp(C) 60

material
volume(mL)

chunk
300

Concentration (ppm)

time(hri) Al Ca Fe Ns Si Sr F Cl S04 pH
E2.1
E2-2
112-3
E2-4
E2-5
E2-6
E2.7
E2-8
E2-9
E2-10
E2-11
E2-12
E2.13

2
7

24
48
72
96

120
144
168
192
216
240
264

6.399 13.870 '0.002 1A52 1.356 0.016

2.298 14.820 .0.001 0.212 2.209 0.021
2.160 37.500 .0.003 0.183 7.630 0.056
1.582. 40.680 .0.003 0.171 8.677 0.064
1.407 39.280 ' 0.005 0.113 8.717 0.061

1.459 40.030 -0.004 0.089 8.238 0.053
1.217 36.250' 0.001 0.064 7.724 0.048,
1.106 33.250 -0.005 0.072 7.678 0.050
1.105 33.340 40.007 0.041 7347 0.048
'1.021 29.960 -0.004 '0.060 7.037 0.044
1.218 32.480 -0.005 0.040 7.272. 0.042
1.137 .31.120 0.010 0.050 6.758 0.039
1.253 32.280 .0.010 0.053 6.159 0.037

0.44
0.24
0A2
0.33,
0.26
0.23
0.19
0.20
0.19
0.19

0.19
0.19
0.19

OA2
0.16
0.2i

0.14
0.08
0.06
0.05

0.06
0.04
0.03
0.05
0.07
0.05

3.06
1A7
IA9.
1.53
1.07
0.78
0.77
0.74
0.70
0.63
0.67
0.59
0.59

E2-1
E2-2
E2.3
E2-4
E2.5
E2.6
E2-7
E2-8
E2-9
E2-10
E2-11
E2-12
E2-13

time(hra)
2

. 7
24
48
72

96
120
144
168
192
216
240
264

Cumulative Mas Redssed (mg)
Al. Ca Na Si Sr F
'1.92 4.16 0.44 0.41 0.00 0.13
2.61 8.61 0.50 1.07 0.01 020
3.26 19.86 0.55 3.36' 0.03 033
3.73 32.06 0.61 5.96 0.05 0.43
4.15 43.85 0.64 8.58 0.07 0.51
4.59 55.85 0.67 11.05 0.08 0.57
4.96 66.73 0.68 .13.37 0.10 0.63.

5.29 '76.70 0.71 15.67 0.11 0.69

5.62 86.71 0;72 17.87 0.13 0.75
5.93 95.69 0.74 19.98 0.14 0.81
6.29 105.44 0.75 22.17 0.15 0.87
6.63 114.17-.. 0.76 24.19' 0.16 0.92
7.01 124.46 0.78 26.04 _0.17 098

Cl S04
0.12 0.92
0.17 1.36

0.24 1.81
0.28 221
0.30 2.5S
0.32 2.82
0.34 3.O!
0.36 ' 321

0.37 3A!
0.38 3.61
0.39 . 3.81
0.42 4.05
043 4.23

Cumulative Fractional Releases (cations)

Al Ca Na Si Sr
21.4503 2.7E-04 3.7E-02 1.6E-04 5.0E-04
61.8E-03 5.5E-04 4.3E-02 4.3E-04 1.2E 03

12.3E-03 1.3E-03 4.75-02 1.4E-03 2.9E 03

2.61-03 2.14-03 52E-02 2.4E-03 4.95.03
2.9E-03 2.8E-03 5.5E-02 3.5E-03 6.8E.03
3.25-03 3.6E-03 5.7E 02 4.5E-03 8.5E-03
3.5E-03 4.34-03 5.9E-02 5.4E-03 1.01-02
3.7E103 4.9A-3 6.0E-02 6.3E-03 1.202
4.04-03 5.65-03 6.15.02 7.25-03 1.3E-02

4.2EU03 6.1E-03 6.3E-02 8.1E-03 IAE-02
4.55.03 6.8E-03 6.4E-02 9.0E-03 1.65-02
4.7E-03 7.4E-03 6.SE.02 9.8E-03 1.7E-02
5.0E-03 8.01-03 6.7E-02 1.1E-02 1.85-02
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Summary

Experiment E2

Cum. Mass Released
Cum. Mass Released

E

140.00

120.00

100.00

. 80.00

60.00

40.00

20.00

0.00
' 0

I...

4.50

4.00

3.50

3.00

C 2.50
E 2.00

2.00 I-n-Cl I. -- -A
nCa

A Na
- Si

-*- Sr

50 100 150. 200

Thme, hr

250 300 0 50 100 150 200 250 .300
Time, hr

Cum. Fractional Release

7.OE-02

G.0E-02

U..

i
U

5.015.02

4.OE-M 2

3.OE.02-

2.OE-02

-a- CB
--&- Na
-44- Si

.- *I- Sr

1.0E-O2I

0.OE+O00

Time, hr
___________________________~.1 I _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ __ _ _ _J_ _ _ _ _ _ _ _ _ _ _ _ _ _
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Summary

Experiment E3

Temp(C)
material chu

volume(mL)

60
ink
300

E3-1
E3-2
E3-3
E3 A
E3-S
E3.6
E3-7
E3-8
E3-9
E3-10
E3-11
E3-12
E3-13

time(hra)
2
7

24
48
72
96

120
144
168
192
216
240
264

Concentration (ppm)
Al Ca Fe Na

7.09 45.07 0.57 1.61

3.26 35.10 0.03 0.26
335 108A0 0.20 .0.26
4.52 187.10 .0.0) 0.15

3.19 99.00 .0.01 0.09
136 72.04 -0.01 0.11
1.07 64.75 0.04 0.53
0.79 61.07 0.01 0.15
0.71 52.61 -0.01 0.14

0.68 51.56 -0.01 0.11
0.73 S1.41' 0.00 0.10
0.66 49.67 0.00 0.11
0.70 44.76 0.02. 0.18

Si Sr F . Cl
2.81 0.03 . 0.53 0.60

3.81
5 5.32
1.84
4.84
7.11

' 9.37

11.98
11.62
11.55
11.14
11.57
10.13

.0.07 0.00
0.09 0.00

0.07 0.00
0.05 0.32
0.05 0.22

0.06 0.33
0.06 0.17
0.06 0.15
0.06 0.14
0.06 '0.14
0.06 0.14

0.05 0.15

.i

0.80
0.28
0.29
0.11

0.03
0.71
0.13
0.06
0.03
0.02
0.05
0.11

S04

6.38
0.88
3.81
4.29
2.50
1.23
0.87
0.63
0.58
0.56
0.53
0.50

' 0.49

pH
11.88
11.22
12.49

12.22

11.83

E3-1
E3-2
E3-3
E3.4
E3-5
E3.6
E3-7
E3-8
E3-9
E3-10
E3-11
E3.12

time(hrs)
2
7

24
48

72
96

120
144
168
192
216
240

Cumulative Mss Released (mg)
Al Co. Na Si

.2.13 13.52 0.48 0.84
3.11 24.05 0.56 1.99
4.11 56.57 0.64 3.58

5.47 112.70 0.68 4.14
6A2 142.40 0.71 5.59
6.83 164.01 0.74 7.72

7.15 183.44 0.90 10.53
7.39 201.76 0.94 14.13
7.60 217.54. 0.99 17.61
7.81 233.01 1.02 21.08
8.03 24SA3 1.05 24.42
8.22 263.t33- 1.08 27.89

Sr
0.01
0.03
0.06
0.08
0.09
0.11
'0.13
0.14
0.16
'0.18*

0.20
022

F . Cl S04
0.16 0.18 1.91
0.16 0.42 2.18
0.16 0.51 3.32
0.16 0.59 4.61
0.26 0.63 536
0.32 0.64 5.73
0.42 0.85 5.99
0.47 0.89 .6.18
.0.52 0.90 6.36
0.56 0.91 6.52
0.60 0.92 6.68
0.64 0.94 6.83

Cumulative Fractional Releases (cations)
Al Ca Ns Si Sr

2.0E-03 1.3E 03 5.9E-02 4.5E-04 1AE-03
3.0E-03 2.3E-03 6.8E-02 1.11-03 4.22-03
3.9E203 S.4E-03 7.8E-02 1.92-03 7.9E-03

5.22-03 l.1E-02 8.32402 2.22-03 1.12-02
6.12-03 IAE-02 8.62-02 3.0E-03 1.32-02

6.5SE-03 1.6E-02 9.0E-02 4.1ErO3 1.52E02

6.8B03 1.82-02 l.1E-01 5.6E-03 1.82-02
7.0E-03 1.9E-02 1.2} 01 7.6E-03 2.12E02

7.2E-01 2.12.02 1.2E-01 9.42-03 2.3E-02

7AE-03 2.2E202 122-01 l.1E-02 2.6E-02
7.72-03 2.42-02 1.32-01 1.32-02 2.82-02
7.82-03 2.5E-02 1.32-01 1.52-02 3.1E-02
8.02-03 2.72-02 .AE-01 1.72-02 3.32-02

Pv ls A * AS -,-P q 1 I2 tA ct n23 ' AIM 0.07 6.98
j
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Summary

Exip.rknnt E3

Cum. Mass Released

300.00

250.00

200.00

Et 150.00

100.00

50.00

0.00

Cum. Mass Released

7.00

5.00
4.00 [':. p. I . .] :

2.00

1.00

000

0 50 100 150 200 250 300

Time, hr

*-6 No
-14 Si
*- -I- Sr

0 50 100 150
Time, hr

200 250 300

Cum. Fractional Release

IA.E-01

I1.2E-01

1.OE..01

.I A.OE-02
UI.

O9GOE.02

4.OE-02

2.OE.02

0.OE+00

-4--Al
- - Ca

. A Na

- Si
-Ii- Sr

I.

0 50 100 150

Time, hr

200 250 300

I.
___________________ II 

J

Page 2



Summary

Experiment AS001
Temp(C) 20.00
material powder in membrane
volume(mL) 200.00

C oettion (ppoi)
time(hrs) A Ca Fe Na Si Sr F Cl S04 ' pH

ASOOI-1 2.00
AS01-2 7.00
ASO01-3 24.00
AS001-4 48.00
ASO01-5 72.00
AS001.6' 96.00
ASO01-7 120.00
AS001.8 144.00
ASOOI-9' 168.00
ASOOI-10 192.00
ASOOI-Il 216.00
ASOOI-12 240.00
ASOOI-13 264.00

0.08
OA8
1.15
136
1A2
1.30
1.17
1.17
1.12
1.09
1.32
1.30
0.82

1.25 -0.03
2.55 ' 0.02
6.51 -0.02
8.39 .0.02

10.21 -0.03
8.71 .0.02
8.54 -0.03
6.46 -0.02
6.38 *0.02
7.86 .0.02
7.34 .0.03
8.23 .0.03
6.73 .0.03

0.17
0.21
0.27
0.12
0.05
0.03
0.00
0.00
0.00.

0.00
0.02
0.10
0.14

0.20 0.00 0.00
0.29 0.00 0.00
0.85 0.01 0.00
1.07 0.01 0.00
1.28 0.01 0.00
1.12 0.01 0.00
1.09 0.01 0.00

0.68 0.01 0.00
0.67 0.01 0.00
0.95 0.01 0.00

0.72 0.01 0.00
0.75 0.01 0.00
0.64 -0.01 0.00

0.58
0.86
1.29
0.87
0.62
0.41
0.29
0.23
0.18
0.15
0.15
020
0.17

0.07
,0.05
0.06
0.53
0.07
0.00

0.00

0.23
0.32
0.21
'0.27
0.41
0.34

9.10
9.55
9.60
9.70
9.80
9.80
9.10

9.20
9.20

9.50
9.22
9.52

ASOOI-1
ASOOI1.2
ASOOI.3
ASOOI..4
ASGO 1.5
AS001-6
ASOOI-7
AS001-8
ASOOI-9
ASOOI-1i
ASO0l-I'
ASOOPI.
ASO01-1:

. timefht)
2.00
7.00

24.00
48.00
72.00
96.00

120.00
144.00
168.00

0 192.00
1 216.00
2 240.00
3 264.00

Cumulative Man Released (mg)
Al Ca Na

0.02 0.25 0.03

0.11 0.76 0.08
0.34 2.06 0.13
0.61 3.74 0.15
0.90 5.78 -0.16
1.16 7.52 0.17
1.39 9.23 0.17
1.63 10.52 0.17
1.85 11.80 ' 0.17

2.07 1337 0.17
2.33 14.84 0.17.
2.59 16A9 0.19
2.75 17.83 0.22

Si
0.04
0.10

0.27
0.48
0.74
0.96
1.18
1.32
145
'1.64
1.79
1.94
2.07

Sr F
'0.00' 0.00.

0.00 0.00
0.00 0.00 ,

*0.01 0.00
0.01 0.00
0.01 0.00
0.01 0.00
0.01 0.00
0.02 , 0.00
0.02 0.00
0.02 0.00
0.02 0.00
'0.02 0.00

CI S04

0.12 0.01
0.29 0.02
0.54 0.04

0.72 0.14
0.84 0.15
0.92 0.15
0.98 0.15
1.03 0.20
1.06 026
1.09 0.31
1.12 . 0.36
1.16 0.44
1.20 0.51

Cumulative Fractional Releases (cotions)
Al Ca Na Si Sr

2AE-05 8.5E-05 4.9E-04 3.8E405 7.1E-08
1.7E-04 2.6E.04 l.IE-03 9.2E-05 2.9E-07
5.2E-04 7.OE.04 1.8E-03 2.SE-04 9.IE-07
9.4E04 13E-03 2.2E-03 4.6E-04 1.7E-06
1.4E-03 2.OE-03 2.3E-03 7.OE.04 2.SE.06
1.8E-03 2.6E-03 2.4E-03 9.2E-04 3.1E-06
2.1E-03 3.2E-03 2.4E-03 I.IE-03 3.6E-06
2.5E03 3.6E-03 2.4E-03 1.3E.03 4.OE-06
2.8E-03 4.OE-03 2.4E-03 1.4E-03 4.5E-06
32E-03 4.6E.03 2.4E-03 1.6E-03 4.9E-06
3.6E-03 S.IE-03 2.SE-03 1.7E.03 S.4E-06
4.OE-03 5.6E"03 2.8E-03 L.8E 03 .8E-06
4.2E.03 6.IE-03 3.2E 03 2.OE-03 6.2E-06
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Summary

Experiment ASOO1

Cum. Mass Released

1.20

1.00

0.80

so 0.w0

0.40

0.20

10,80 I-u-Gil~~~~~

Cum. Mass Released

18.00

16.00 -,

14.00 . .

12.00 -- Ca
10.00 ' N,

I 8.00 -- S.

6.00 -~K-- |:* t:As ,!:jjiS . 5 :, :i~',tSr

2.00
000D

0.00 50.00 10000 150I0 200.00 250.00 300.00
Time, hr

0 .0 0 W . p p *I 0 * '*1 P . *- i
0.00 50.00 100.00 150.00 200.00 250.00 300.00

Time. hr

Cum. Fractional Release

j
-U Ca

- Na
-bI- Si
-in- Sr

0.00 50.00 100.00 150.00 200.00 250.00 300.00
Time, hr

______________ J~~~~~~~~~~~~~~~~~~~~~~~~~~~~
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Summary

Experiment AS002
Temp(C) 20
material powder
volume(mL) 200

r in membrane

AS002-1

AS002-3

A8002-7
ASM-2.
AS002-9

AS002-11

AS002-12
AO213

Cncentratio (ppm)

time(hrl) Al Ca Fe Nt Si Sr F Cl S04

2 1.74 2.60 .0.01 0.09 0.00 0.00 0.00 0.11 0.00

7 4.60 6.17 40.02 0.05 0.02 0.00 0.00 0.06 0.00

24 7A9 11.70 .0.03 0.29 0.05 0.02 0.00 0.09 0.00

48 11.52 11.16 40.03 0.84 0.11 0.08 0.00 0.15 0.00

72 10.29 13.22 40.03 0.34 0.11 0.08 0.00 0.12 0.00

96 11.16 13.03 40.02 0.27 0.13 0.08 0.00 0.13 0.00

120 11.15 12.44 -0.03 0.16 0.07 0.09 0.00 0.11 0.00

144 12.95 13.92 -0.01 0.14 0.11 0.07 0.00 .0.11 0.00

168 12.50 13.87 0.00 0.08 0.11 0.08 0.00 0.12 0.00

192 13.72 13.93 .0.03 .0.12 0.11 0.08 0.00 0.11 . 0.00

216 12.86 13.29 40.02 0.11 0.11 0.06 0.00 0.10 0.00

240 13.90 13.42 40.02 0.13 0.11 0.07 0.00 o.1s 0.00

264 12.52 12.58 -. 4.02 0.21 0.10 O.0S 0.00 0.18 0.00

pH
9.05

9.62
9.50

10.10
10.13
10.38
9.60
9.70
9190

9.95
10.22
10.32

AS002-1
AS002.2
AS002-3
AS002-4
AS002-5
AS002-6
AS002-7
AS002-8
AS0O2-9
AS002-10
AS002-11I
AS002-12
AS002.13

Cumulative Man Released (mg)
time(hra) Al Ca NM

2 035 0.52 0.02
7 1.27 1.75 0.03

24 2.77 4.09 0.09
48 5.07 6.32 0.25
72 7.13 8.97 0.32
96 9.36 11.57 .0.38

120 11.59 14.06 0.41
144 14.18 .16.85 0.44
168 16.68 19.62 0.45

* 192 19.42 - 22.41 OA0

Si Sr F Cl S04
0.00 0.00 0.00 0.02 0.00
0.00 0.00 0.00 0.03 0.00
0.01 0.00 '0.00 0.05 0.00
0.04 0.02 0.00 0.08 0.00
0.06 0.04 0.00 0.11 0.00
0.09 0.05. 0.00 0.13 0.00
0.10' 0.07 0.00 0.15 0.00
0.12 0.09 0.00 0.18 0.00

0.14 0.10 0.00' 0.20 0.00

0.17 0.12 0.00 0.22 0.00

Cumulative Fractional Releases (cations)
Al Ca Na Si Sr

5.81E.04 1L5E-04 3.IE3-03 9.SE3-07 1.IE1-07
2.111-03 5.01E.04 4.9E-03 4.21E-06 3.91E-07
4.6P.03 1.21E.03 1.51E.02 1.51.05 .1.5E-06
8.51E-03 1.81E.03 4A4E-2 3.61E.05 6.3E3-06
1.21E.02 2.61E-03 5.6E-02 5.91E-05 1.11E05
1.61E-02 3.31-03 6.SEO 8.61E.05 1.61E-05
1.91E.02 4.01E-03 7.OE.-02 1.OE3-04 2.2E-05
2A4M0 4.81E-03 7.5E-2 1.21E.04 2.6E-03
2.81E.02 5.61E-03 7.81E.02 IA4E-04 3.IE3-05
3.2E.02 6AE-03 8.2E.02 1.7E-04 3.61E-05
3.71E02 7.IE3-03 '8.6E.02 1,91E.04 4.OE-05

4.11E-02 7.9E-03 9.OE.02 2.IE3-04 4.41E.05
4.SE.0 8.6E-03 9.7E.-02 2.31E.04 4.7E-05

216
240
264

22.00 25.06 0.50 0.19 0.13 0.00

24.78 27.7s 0.52 0.21 0.14 0.00
27.28 30.26 0.57 0.23 0.15 0.00

0.24
0.27
0.31

0.00
0.00
0.00
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Summary

Experiment AS002

Cum. Mass Released

35.00

30.00

25.00

20.00

E
15.00

-4-Al
-U- Ca
-^- Na

- SI
1--* Sr

Cum Anion Release

0.35

0.20

E 0.15 '' ;1Z' * ';' ' W

0.00
0 50 100 150 200 250 300

10.00

5.00

0.00
0 50 100 150

Time, hr
200 250 300 Time, hr

Cum. Fractlonal Release

1.0E-01

9.OE.02

8.01E02

, 7.0E.02

8.OE-02

U. 5.0E-02

S 4.OE02

° 3.0E02

2.0E-02

1'.0E02

0.01+00

IasCa
- Na

I SI
1- Sr

0 50 100 150 200 250 300

Time, hr
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Summary

Expeniment AS003
Temp(C) 20
material powder in membrane
volume(mL) 200

AS003-1
AS003-2
AS003-3
AS003-4
AS003-5
AS003-6
AS003-7
AS003-8
AS003-9
AS003-10
AS003-11
ASOv3-12
AS003-13

Concentration (ppm)
time(hrs) Al Ca

2 -0.02 1.18
7 0.61 2.73

24 3.20 6.96
48 3.60 6.86
72 1.77 6.21
96 3.83 .6.76

120 4.59 9.65
144 5.05 11.08
168 6.08 13.09
192 8.30 1.A2
216 0.32 21.76
240 17.47. 20.26
264 15.54 17.05

Fe
0.00
0.00
-0.01
0.01
.0.01
0.00
0.01
0.00
0.00
.0.01
0.00
.0.01
-0.01

Na
0.22
0.02
0.05
0.06
0.13
0.19
0.38
0.20
0.13
0.02
0.03
0.02
0.01

Si Sr
-0.03 0.00
0.04 0.00
0.05 0.01
0.05 0.01
0.06 , 0.01
0.08 0.02
0.15 0.04
0.16 0.06
0.09 0.08
0.08 . 0.12
0.05 0.16
0.07 0.14
0.07 0.09

F Cl
0.06 0.69
0.00 , 0.14

, 0.00 0.02
0.00 0.00
0.00 o.i6
0.00 0.01
0.00 0.14
0.00 0.10
0.00 0.02
0.00 0.03
O.1t 0.14
0.06 0.11
0.06 0.10

S)4
0.31

' 0.00
0.06
0.06
0.00
0.00
0.10
0.27
0.25
0.18
0.08
0.04
0.06

pH
8.45

8.85
9.05

8.70
9.20
9.45
9.68
9.20
9.55

10.50

ASO03.1
AS003-2
AS003-3
AS003-4
AS003-5
AS003-6
AS003-7
AS003-8
AS003-9
AS003-10
AS003-11
AS003-12
AS003-13

time(hrn)
2
7

24
48
72
96

120
144
168
192
216
240
264

Cumulatiw Mass Released (mg)
Al Ca Na Si Sr- F

0.00 0.24 0.04 40.01 0.00 0.01
0.12 0.78 0.05 0.00 0.00 0.01
0.76 2.17 0.06 0.01 0.00 0.01
1.48 3.55 0.07 0.02 0.00 0.01
1.83 4.79 0.10 0.03 0.01 0.01
2.60 .6.14 0.13 0.05 0.01 0.01
3.52 8.07 0.21 0.08 0.02 0.01
4.53 10.29 0.25 0.11 0.03 0.01
5.74 12.90 0.28 0.13 0.05 0.01
7.40 15.19 0.28 0.15 0.07 - 0.01
7.47 19.54 0.29 0.16 0.10 0.03

10.96 23.59 0.29 0.17 0.13 0.05
14.07 27.00 0.29 Q.19 0.15 0.06

Cl S04
0.14 0.06
0.17 0.06
0.17 . 0.07
0.17 .0.09

0.19 0.09
0.19 i 0.09

0.22 .0.11

0.24 0.16.
0.24 0.21
0.25'' 0.25
0.28 0.26
0.30 0.27
0.32 0.28

Cumulative Fractional Relebss (cations)
Al *Ca Na Si Sr

-5.1E.06 6.,6E405 1.2E402 -5.11E06 3.1E-08
2.0EB04 2.2E-04 1.3E-02 2.8E-06 1.3E-07

- 1.3E-03 6.1E104 1.SE-02 l.lE05 5.1E-07
2.513-03 9.9E-04 1.8E-02 2.1E-05 9.8E-07
3M.E-03 1.3E-03 2.5E-02 3.3E-05 1.7E-06
4313-03 1.71-03 3.5E-02 4.913-05 2.9E-06
5.9E-03 23E403 5.6E-02 7.8E-05 5.1E-06
7.511-03 2.913-03 6.6E-02 .1E-04 8.1E-06
9.6E-03 3.6E-03 7.3E-02 1.2E-04 1.2E-05
1.2E-42 4.3E103 7.4E-02 AE-04 1.9E-05
1.213-02 5.513-03 7.613-02 1.SE-04 2.7E3-05
1.8E-02 6.6E-03 7.7E-02 1.6E-04 3.4E-05
2.313-02 7.6E-03 7.7E-02 1.8E-04 3.9E-05
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Summary

Experiment AS003

Cum. Mass Released Cum. Mass Released
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isco -0-F~~~~~~~~~~~~~ N

10,00 J-u--c S0
-IN- Sr ~0.10

5.00 O

0.00~~~~~~~~~~~~~~~~~~~00

TIme, hr Time, hr

Cum. Fractional Release

B.OE-02

7.02-02

O.OE-02

-1.O=w0 4 ado -'!j tfl''2!''!1s 'IS" 17ttt' ,'Sf ' l
3.02-02

4.OE-02 -* S

-1.OE-02 I

Time, hr

I

Page 2



Summary

W.,-- -- .- -.jrxPerimenT ADUUI
Temp(C) 60
mateulia
'volume(mL)

powder in membrane
200

ASOOI.
ASOO1-2
ASO01-3
AS001-4
ASOOI-5
ASOO1-0
AS004-7
ASOO1-8
ASO0I-9
ASOOI-lO
ASOOI- Il
ASOOI-12
ASOOI-13

Concentration (ppm)
time(bra) Al Ca Fe -Na

2 0.12 2.16 0.00 0.15

7 0.25 6.14 .0.01 0.19

24 135 18.95 -0.01 039

48 3.11 28.91 40.02 . 044
72 4.36 .37.81 .0.03 048
96 4.91 44.99 -0.03 0.55

120 5.18 52.18 -0.04 0.58

144 5.36 59.22 .0.05 0.58
168. 5;S0 65.92 -0.05 0.62.

192 5.61 72.84 .0.06 0.66
216 5.73 80.86 .0.07 0.68
240 5.86 89.51 -0.07 0.70
264 6.01 98.47 -0.08 0.74

Si Sr
0.27 0.00
0.87 0.01
2.86 0.03
'4.66 0.05
6.48 0.06
9.21 0.08

12.35 0.11
15.67 0.13
19.14 0.15
2232 0.17
25.12 0.19
27.76. 0.21
30.49 0.22

F Cl S04
0.00 0.30 0.05
0.00 0.32 0.05

0.00 1.29 0.12
0.00 7.03 0.28
0.00 0.14 0.23
0.03 0.07. 0.26
0.05 0.04 0.22
0.02 0.03 0.14
0.02 0.01 0.09
0.02 0.04. 0.08
0.01 0.02 0.07
0.03 0.03 0.06
0.02 0.02 0.06

pH
10.14
10.54
11.02
10.84
10.98
10.98
10.85
11.02
11.08
11.05
11.05
10.80
10.80

ASOOI1-1
ASO01-2

1SO-3
ASOO-4

AO1-5
ASOOI-6
ASO01-7
ASOOI-8
ASOOI-9
ASOOI-10
ASOOI-1.I
ASOOI-12
AS001-13

time(hrs)'
2
7

24
48
72
96

120
144
168
192
216
240
264

Cumulative MD" R"eled (mg)
Al Ca Na

0.02 0A3 0.03
0.07 1.23 0.07
0.34 3.79 0.15S
0.97 5.78 0.23
1.84 7.56 0.33
2.82 9.00 0.44
3.86 10.44 0.55
4.93 11.84 0.67
6.03 13.18 0.79
--.15 14.57 0.93-
830 16.17 1.06
9.47 17.90. , 1.20

10.67 19.69 1.35

Si
0.05
0.23
0.80
1.73
3.03
4.87

Sr - F
0.00 . 0.00
0.00 0.00
0.01 0.00
0.02 0.00
0.03 0.00
0.05 0.01

Cl
b.oc
0.12
0J8
1.79
1.82
1.83
1.84
1.84
1.85
1.85
1.86
1.86
1.87

S04
0.01
0.02
0.04
0.10
0.15
0.20
0.24
0.27
029
030
0.32
033
0.34

Cumtslative Fractional Releases (cations)

Al Ca Na Si Sr
8.8E-05 3.41-04 1.03E02 1.212-04 3.013-07
2.613-04 E3E-03 .2.313-02 5.IE-04 1.3E.06

I.213-03 43E-03 4.81E-02 1.8E-03 4.9E-06

3AE-3-03 8.9303 781E-02 3.8E-03 l;lB-05
6.5E-03 1.513-02 l.1E-01 6.711-03 1.9E-05
1.0E-02 2.21-02 1.E5431 LlE-02 3.OE.05

1.4E-02 30-02 18E-01 1.613-02 4AE-05
1.73-02 4.0E302 2.2E401 2.313-02 6.0E105

2.113-02 S.OE-02 2.61E-01 3.21E-02 7.9E-OS

2.SE-02 6.2E-02 3.1E-01 4.2E102 1.OE-04

2.913-02 7AE-02 3.513-01 5.3E-02 1.2E-04
3.4E-02 8.8E-02 4.OE-01 6.513-02 1.513-04
3.8E-02 .OE-01 4.5E-01 7.8E1-02 1.8E-04

7.34 0.07 .0.02
0A8 * 0.09 0.02

14.30 0.12 0.02
18.77 0.16 0.03
23.79 0.19 0.03
29.34 0.24 A 0.03
35A4 0.28 * - 0.04

Page 1



Summary

Experiment ASOOI
.
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Sheet1

Experiment
Temp(C)
material
volume(mL)

AS002
60

powder in membrane
200

AS002.1
AS002-2
AS002-3
AS002.4
AS002-5
AS002-6
AS002-7
AS002-8
AS002-9
AS002-10
AS002-1 1
AS602.12
AS002-13

Concentrtion (ppm)
dime(hn) Al Ca Fe NA

2 1.958 3.38 -0.90517 0.1005
7 3.192 5.763 -0.01326 0.04459

24 4.477 10.62 -0.01255 0.2281
48 5.766 8335 .0.00815 0.5392
72 4.247 7.887 40.0086 0.1842
96 2.684 6.541 -0.00585 0.06669

120 2.41 7.739 -0.01021 0.03706
144 1.178 6.633 -0.00929 0.01955
168 0.8959 6.708 -0.01126. 0.006186
192 0.6685 6.968 -0.00599 0.004493
216 0.5937 7.883 .0.01543 0.03843
240 0.4324 6.992 .0.01853 0.04067
264 0.4418 7.742 -0.0146 0.04185

Si Sr
0.01249 0.002991 n.a.
0,04261 0.005768 nma.'

0.3143 0.01897 nma.
0.3825 0.03178 n.m.
0.4945 0.02745 na.
0.6566 0.0237 nma.
0.8366 0.01882 nLa.

1.316 0.01691 n a.
1.714 0.01775 n a.
1.791 0.01648 n a.
2.024 0.01594 ne.
2.392 0.01794 n.a.
2.239 0.01403 n a.

F Cl S04
n.e. n.a.

n.a. n.a
n~a. n.a.nme. na.
&e. n.a
n.e. na.

na. n.a
n.a. n.a.
n.e. n.a.
n.m. n.a.
n.a. n.m.
n.a. n.a.
n.e. n.e.
nMa. MR.

pH
9.58
9.93

10.25
10.35
10.35
10.38
10.26
10.42
10.20
11.14
11.16
11.20
11.02

ASOOI1-
ASOOI.2
ASOOI-3
AS001-4
AS00I-5
ASOOI1-6.

ASOOI.7
AS001-9
ASOOI1.9
ASOOI-10
ASOO.1-1
ASOOI-12
ASOOI-13

timc(hrs)
2
7

24

48

72

'96
1 ' 120

144

168

192

216

240
264

Cumulative Most Released (mg)
Al Ca Na

0.39 0.68 ' 0.02
1.03 1.83 0.03
1.93. 3.95 0.07
3.08 5.62 0.18
3.93 7.20 0.22
4A6 8.51 0.23
4.95 10.05 0.24
5.18 11.38 0.24,
5.36 12.72 0.25
5.50 14.11 0.25
5.61 15.69 0.25
5.70 17.09. 0.26

5.79 18.64 0.27

Si
0.00
0.01
0.07

0.15
0.25
0.38
0.55

0.81

1.15

1.51
1.92

2.40

2.84

Sr F
0.00 n.e
0.00 na.e
0.01 nL.
0.01 LA.
0.02 n.a.
0.02 na.
0.03 n.M.
0.03 n.
0.03 n.
0.04 nL

'0.04 nLL
0.04 n.
0.05 n. *.

nme.

Ma.
nme..
na..

n a.
La.
nme.

nR.e

nma.

Cl S04
n.a.

na.
n.a.

na.

na.n.a..
na.
n.a,
na..
nm.

na._

nme.

Cumulative Fractional Releases (cations)
Al Ca Na Si

1.3E.03 3.7E04 6.7E03 4.9E406
3.4E-03 1.OE-03 9.7E03 2.lE405
6O3E03 222E-03 2.SE-02 1.4E-04
1.OE.02' 3.1E-03 6.1E102 2.9E-04
13E-02 4.01303 7.3E-02 4.8E-04
1.SE-02 4.7E103 7.8E102 7.4E104
1.6E-02 5.5E.03 8.OE-02 I.IE-03
1.7E.02 63E03 8.IE-42 1.6E-03
1.7E42 7.OE.03 822E-02 2.2E403
1.8E102 7.8E-03 8.2E-02 2.9E-03
1.8E.02 8.6E03 8.SE402 3.7E-03
1.9E.02 9.4E03 8.7E-02 4.7E-03
1.9E402 I.OE-02 9.OE-02 5.SE403

Sr
3.6E-07
1.OE.06
3.3E-06
7.IE.06
1LOE-05
1.3E.-05
1.6E.-05
1.8E.05
2.E0US
2.211-05
2A4E.05
2.6E-05
2.713-05

-
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Sheeti

Experiment AS003
Temp(C) 60
material powder in membrane
volume(mL) 200 .

time(hra)
AS003-1 2
AS003-2 7
AS003-3 24
AS003-4 48
AS003-5 72
AS003-6 96
AS003-7 120
AS003-8 144
AS003-9 168
AS003-10 192
AS003-11 216
AS003-12 240
AS003-13 264

Concentration (ppm)
Al Ca Fe Na

1.55 3.01 -0.02 0.07
2.80 . 11.67 *0.02 0.01
4.28 12.43 -0.01 0.01
331 12.85 -0.01 0.15
4.72 1.42 . 0.02 0.42
3.56 12.74 -0.01 0.11
3.88 9.92. 0.01 0.05
1.99 10.20 0.00 0.03
1.34 7.22 -0.01 0.02
1.16 8.08 0.00 0.04
0.75 6.84 -0.01 0.04
0.59 9.99 0.00 0.01
0.52 7.14 0.00 0.01

Si Sr F
0.01 0.00 n.a.
0.10 . 0.01 na.
0.81 0.01 na.
0.87 0.02 LA.
0.54 0.03 n.a.
0.51 0.04 n.a.
0.73 0.04 n..
0.90 0.03 na.
1.14 0.02 n.a.
1.29 0.02 na.
1.45 0.02 na.
1.80 0.02 n.a.
1.97 0.02 na.

r Cl * S04
i
n.a. na.
n.e. na.
n.a. n.a,
n.a. nI.
n.s. n.a.
n.a. na.
na. n.Ma.
n.a. .na.
n.a. n.a.
n.e. n~a.
n.Ma. . nLa.

n.a. n.L.
n.a. n.a.

pH
9.55

9.98
10.38
9.70

10.44
9.90

10.12
10.00

10.10
10.14
10.4S
10.12
10.38

AS003-1
AS003-2
AS003.3
A~S003-4
AS003-5
AS003-6
AS003-7
AS003-8
AS003-9.-
AS003-10
AS003-11I
AS003-12
AS003-13

time(hrs)
.2

.7

24
48
72
96

120
144
168
192
216
240
264

Cumulative Mass Released (mg)
Al CA No Si Sr F Cl S04

031 0.60 0.01 0.00 0.00 n a. nIa. n..
0.87 2.94 0.02 0.02 0.00 n. n.Ma. nL.A
1.73 5.42 0.02 0.19 0.00 na. na. n.a.
239 7.99 0.05 0.36 0.01 nm. La. n.a.
3.33 10.28 0.13 0.47 0.01 nLL n.a. n.a.

4.05 12.82 0.15 0.57 02 n.. n.a. n.a.
4.82 14.81 0.16 0.72 0.03 n.a. n.a. n.a.

5.22 16.85 0.17 0.90 0.04 n.IL n. na.
5A9 18.29 0.17 1.12 0.04 na. na. . na.

5.72 19.91 . 0.18 1.38 0.04 n.a na. n.a.
5,87 21.27 0.19 1.67 0.05 n.L. n.Ma. n..
5.99 23.2.. 0.19 2.03 0.05 n.a. n.a. n.a.
6.09 24.70 0.19 2.43 0.06 na. n.M. n.m.

Cumulative Fractional Releases (cations)
Al Ca Na Si Sr

l.IE-03 3.6E-04 7AE-03 2.4E-06 3.3E407
3.1E-03 1.7E03 8.6E.03 4.4E4-5 1.1E406
6.1E-03 3.2E.03 9.9E103 3.7E-04 2.SE-06
8AE-03 4.7E-03 2.7E-02 7.2E-04 4.4EA06
1.2E-02 6.1E-03 7.4E-02 9.3E-04 7.9E^06
1.4E.02 7.6E403 8.6E-02 1.lE403 1.2E5
1.7E-02 8.7E-03 9.1E-02 1.4E-03 1.6E-05
1.8E-02 9.9E-03 9AE-i 1.8E-03 1.9E405
1.9E402 1.1E-02 9.6E.02 2.2E-03 2.2E-05
2.0E-02 1.2E-02 1.OE-01 2.8E-03 2.SE45
2.1E-02 1.3E-02 1.OE-01 3.3E-03 2.7E-05
2.1E-02 1.4E-02 1.IE-01 4.1E-03 2.9E-05
2.1E-02 1.SE-02 LIE-OI 4.9E-03 3.1E45
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Sheetl

I

Experiment AS003
-
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Sheet1

Experiment
Temp(C)
material

ASOOI
20

chunk

Slag Leaching of AS samples ALT for 5 intervals (4 days) txeo arm monolithic samples

ppm ppm pp m ppm ppm ppm ppm ppm ppm

time(hrs) Al Ca Fe Na Si Sr F Cl S04

ASOO1-1 2 0.03 2.81 0.00 0.22 0.36 0.00 0.00 0.68 0.00

AS001-2 9 0.00 4.87 0.00 0.13 0.69 0.01 0.00 0.37 0.00

AS01-3 26 0.05 12.46 0.00 0.21 .1.90 0.01 0.00 0.64 0.00

ASO01-4 so 0.06 15.85 0.00 0.21 2.54 0.02 0.00 0.60 1.26

ASO01O5 '74 0.05 16.91 0.00 0.16 2.56 0.02 0.00 0.45 0.00

lime(lrs) Al Ca Fe Na , Si Sr
ASOOI.l 2 0.01 0.84 0.00 0.07 0.11 0.00

ASOOI-2 9 0.01 2.30 0.00 0.11 031 0.00
ASOOI-3 26 0.02 6.04 0.00 0.17 0.88 . 0.01
AS001-4 so 0.04 10.30 0.00 0.23 * 1.65 0.01
ASOOI-5 74 0.06 15.87 0.00 0.2t 2.42 . 0.02

Cumulative Fractional Release (cations)
F Cl, S04 Al Ca Fe Na Si Sr

0 0.203806 0 7.9E106 1.6E-04 -0.0E+00 5.4E-03 5.7E-05 2.2E.04

0 0.313548 0 7.9E.06 4.4E-04 0.OE+00 8.4E-03 1.7E-04 4.8E-04

0 0.506381 0 2.1E-05 1.IE-03 0.OE+00 1.3E-02 4.7E.04 1.2E-03

0 0.686671 0.37848 3.7E-05 2.0E-03 0.OE+O0 1.8E&02 8.7E-04 2.03-03

0 0.823065 0.37848 5.11-05 3.0E&03 0.0E+00 2.2E.02 . 1.3E-03 2.9E-03

Cum. Cation Release Cum. Fractional Release

0.9
Os
0.
0.7
0A
0.5

. 0.4

0.2
0.1

0

Cum. Anlon Release

....... . .

.~~~~~i

o': ~ ~ Jr4 ,,.-c .: :,.:!.I* -Flr'
:1:~~~~ ~ - "::t..I- 5 .X .

2.5E02

2.0E-02

j 1.5E.02

I.II-Ia

5.05.O03

-40-NAJ
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O.OE40
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Summary

Experiment
Temp(C)
material

AS002
20

chunk

ppm ppm ppm ppm ppm ppm ppm ppm I ppm
time(hts) Al Ca Fe No Si Sr F Cl S04

AS002-1 2 7.56 11.00 0.07 0.12 0.04 0.01 0.00 0.13 0.66
AS002-2 9 9.50 .13.72 0.03 0.07 0.03 0.01 0.00 0.09 0.15
AS002-3 26 13.77 21.26 0.01 0.09 0.10 0.02 0.00 0.11 0.11
AS002-4 50 9.63 16.98 0.01 0.08 0.25 0.02 0.00 0.07 0.24
AS002-5 74 7.44 15.59 0.01 0.04 0.50 0.02 0.00 0.05 0.18

time(hrs) Al
AS002-1 2 2

AS002-2 9 6
AS002-3 26 S
AS002-4 50 12
AS002-5 74 12

2.85

6.98
9.87
2.10
2.10

Cumulafive FraCtional RMlCaes (cations)

Ca FO No Si Sr F Cl S04 Al Ca. FG Na Si Sr

4,12 0.01 0.02 0.01 0.00 0.00 0.03 0.05 1.3E-03 5.6E.O4 7.3E-06 3.7E-03 6.5E-06 4.4E-04

10.49 0.01 0.05 0.04 0.01 0.00 0.06 0.08 3.01E03 1.35-03 .I15O5 6.0E-03 1.3E-05 I.OE-03

15.59 0.02 0.07 0.12 0.01 0.00 0.08 0.15 5.5E-03 2.3E03 1.2E-05 8.6E-03 3.lE-05 2.lE-03

20.27 0.02 0.09 0.27 0.02 0.00 0.10 0.21 7.2E-03 3.2E.03 1.3E.05 .IE.02 7.6E-05 3 1E-03

20.27 0.02 0.09 0.27 0.02 0.00 . 0.10 0.21 8.5E-03 4.0E-03 U.5E-05 I.3E.02 17E-04 4.0E-03._ .

Cum. Cation Release

25.00

15.00

0
10.00

E U-Ca
Fe

-U- NI

-@i- Sr

Cum. Anion Release
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Summary

Experiment
Temp

AS003
20

material chunk
Concentration
ppm ppm ppm ppm ppm ppm pi

time(hrs) Al Ca Fe Na Si Sr F
AS chunl 1.92. 12.14 18.13 0.8255 0.1128 0.4229 0.0157
AS chunl 8.88 13.57 17.28 0.0191 0.0601 0.0483 0.0158
AS chun, 25.92 25.54 31.36 0.0191 0.0817 0.1131 0.0415
AS chunl 49.92 20.81 29.54. 0.01B2 0.0848 0.2006 0.0391
AS chunl 73.02 17.31 28.54 0.0179 0.0377 0.3B05 0.0365

Cumulative Mass Redease(mg)
time(hrs) AI Ca Fe Na Sl Sr F

AS chuni 1.92 4.071 5.184 0.0057 0.018 0.0145 0.0047
AS chunt 8.88 11.733 14.592 0.0115 0.0425 0.0484 0.0172..
AS chunl 25.92 17.978 23.454 0.0163 0.068 0.1086 0.0289
AS chunl 49.92 23.169 31.416 0.0217 0.0793 0.2167 0.0398
AS chunl 73.92 23.189 31.416 0.0217 0.0793 0.2167 0.0398

:m ppm ppm
Cl S04

0 0.15M 8 .0.6419
.0 0.1411 0.5091
0 0.1829 0.5533
0 0.0888 0:3099
0 0.0575 0.1107

Cumulati ve Fractional Release
Cl S04 Al . Ca Fe Na Si Sr

0 0.0423 0.1527 0.0012 0.0003 1E-05 0.0015 2E-05 0.0002
0 0.0972 0.3187 0.0034 0.0005 1E-05 0.0024 2E-05 0.0004
0 0.1239 0.4117 0.0052 0.001 IE-05 0.0035 3E-05 0.001
0 0.1411 0.4449 0.0087 0.0014 1E-05 0.0046 4E-05 0.0015
0 0.1411 0.4449 0.0067 0.0018 IE-05 0.0051 6E-05 0.002

I 9~

'I ."
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. SUM

Sum Tmi. sum Sun Sum Bum Sum Sum
Effluent g Days Al

71.43 1.08
155.32 2.35
239.75 3.63
328.21 4.97
413.90 6.27
492.72 7.47
575.67 8.72
657.37 9.96
741.51 11.24
824.00 1248
912.48 13.83
989.17 14.99

1067.43 16,17
1151.18 17.44
1235.15 18.71
1324.00 20.06
1411.05 21.38
1496.05 22.67
1581.85 23.97
1668.41 25.28
1757.11 26.62
1980.55 30.01
2184.21 33.09
2459.18 37.26
2680.45 40.61
2883.53 43.69
2985.51 45.24
3189.25 48.32
3385.20 51.29
3488.16 52.82
3743.24 56.72
3951.32 59.87
4157.22 62.99
4375.71 68.30
4467.18 67.68
4692.66 71.10
4858.78 73.62
5237.30 79.35
5527.30 83.75
5747.66 87.09
6013.68 91.12
6224.03 94.30

Ca Fe Na Si Sr
0.01 49.61 -0.14
0.02 95.17 1.88
0.02 140.54 6.51
0.03 186.82 27.02
0.03 234.85 42.09
0.04 271.93 64.04
0.04 315.16 77.02
0.05 355.02 86.89
0.05 396.52 88.18
0.05 436.38 89.42
0.05 488.01 82.65
0.08 528.39 80.69
0.07 573.50 71.43
0.08 625.16 62.58
0.09 675.79 51.56
0.10 720.23 40.94
0.11 769.90 30.29
0.13 814.56 19.78
0.13 868.58 9 39
0.14 912.53 .0 49
0.14 953.69 -1 3.
0.18 1090.73 -4.02
0.21 1219.65 -4.28
0.24 1409.44 -7.47
0.27 1545.44 -10.09
0.31 1665.83 -12.81
0.32 1717.61 -12.88
0.37 184275 -13.95
0.42 1955.63 -12.40
0.43 2010.76 -12.36
0.46 2179.76 -12.77
0.49 2317.92 -15.08
0.53 2455.25 -13.79
0.57 2601.74 -12.61
0.59 2650.10 -12.97
0.61 2788.75 -14.79
0.62 2877.34 -16.21
0.67 3083.33 -18.78
0.71 3234.50 -20.38
0.74 3350.86 -21.56
0.77 3490.50 -22.28

. 3600.34 -23.03

3.08
3.19

*3.25
3.31
3.36
3.39
3.41
3.44
3.48
3.48
3.51
3.53
3.54
3.56
3.58
3.60
3.62
3.64
3.66
3.67.
3.70
3.76
3.81
3.90
3.95
4.01
4.03
4.08
4.13
4.16
4.24
4.30
4.35
4.41
4.43
4.47
4.51
4.57
4.62
4.67
4.73
4.77

0.01 0.33-
0.01 0.42
0.01 0.48
0.02 ' 0.54
0.02 0.59
0.02 0.63
0.02 0.67
0.02 0.70
0.02 0.74
0.02 0.77
0.02 0.80
0.02 0.83
0.02 0.86
0.02 0.89
0.02 0.92
0.02 0.95
0.02 0.98
0.03 1.01
0.03 1.03
0.03 1.06
0.03 1.09
0.04 1.19
0.04 1.26
0.05 1.38
0.06 '1.44
0.06 1.51
0.08 1.54
0.07 1.60
0.08 1.66
0.08 1.89
0.10 - 1.77.
0.11 1.82
0.11 1.88
0.12 1.95
0.13 1.97
0.13 2.04
0.14 2.08
0.14 2.18
0.15 2.26
0.16 2.32
0.17 2.40
0.18 2.45

Column Q-BOP

.
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Fracdon

-

QBOP A CoII
QBOP A Cot 2
QBOP A Cot 3
QBOP A Cot 4
QOP A Cot 5
QBOP A Cot 6
QBOP A Cot 7
QBOP A CotS
QBOP A CoI 9
QBOPACOII 0
QBOP A Cot II
QBOPACot 12
QBOP ACOI 13
QBOPACoI 14
QBOPACot I5
QBOPACoI 16
QBOPA Cot 17
QBOPACoI IS
QBOPACOI 19
QBOP A Cot 20
QBOPACoI 21
QBOP A Cot 22
QBCP A Cot 23
QBOPA Cot 24
QBOP A Cot 25
QBOP A COt 26
QBOP A Cot 27
QBOP A Cot 28
QBOP A Cot 29
QBOP A Cot 30
QBOP A Cot 31
QBOPACoI 32
QBOPA Col 33
QBOP ACot 34
QBOPACoI 35
QBOP A Cot 36
QBOP ACOI 37
QBOPACoI 38
QBOPACOI 39
QBOP A Cot 40
QBOPACoI 41
QBOP A COI 42

Column Experlment for Slag Q-10P-A
Effluent g Days Fraction Fraction Fri action Fraction

Sum
71.4

155.3
239.8
328.2
413.9
492.7
575.7
657.4
741.5
824.0
912.5
989.2

rme A
1.1 2.IE-05
2.4 3.6E-05
3.6 4.0BEO5
5.0 6.2B-05
6.3 6.5E-05
7.5 7.7E-05
8.7 8.4B-05

10.0 9.22-05
11.2 9.84-05
12.5 9.3E-05
13.8 1.1E44
15.0 1.3B-04

1067.4 16.2
1151.2 17.4
1235.2 18.7
1324.0 20.1
1411.1 21.4
1496.1 22.7
1581.9 24.0
1668.4 25.3
1757.1 26.6
1980.6 30.0
2184.2 33.1
2459.2 37.3
26S0.5 40.6
2883.5 43.7
2985.5 45.2
3189.3 48.3
3385.2 51.3
3416.2 52.3
3743.2 56.7
3951.3 59.9
4157.2 63.0
4375.7 66.3
4467.2 67.7
4692.7 71.1
4858.8 73.6
5U27.3 79.4
5527.3 83.7
5747.1 87.1
6013.7 91.1
6224.0 94.3

1.4E.04
1.72.04
1.SE-04
2.0E-04
2.2E-04
2.5-.04
2.6E-04
2.7E-04
2SE-04
3.6E-04
4.1E-04
4.7E-04
5.3E-04
6.12E04
6.4E-04
7.3E204

.3E-04
4.5E-04
9.1E204
9.S1B04
I.E.03
1.1E-03
1.2E403
1,2E 03
1.2E203
1.3E-03
1.4E-03
1.5E-03
1.5E-03
1.6E 03

Ca
2.1E-03
4.12-03
6.1E-03
8.IE043
1.0E-02
1.2E402
1.4E2
1.5E-02
1.7-02
1.91102
2.1E-02
2.3E-02
2.5E-02
2.7E-02
2.9E-02
3.1E-02
3.3E 02
3.5E-02
3.7142
3.9E 02
4.1E-02
4.7E-02
5.3E-02
6.1E 02
6.7E202
7.2E202
7.4E202
8.0E42
8.5E02
8.7E42
9.4E42
I.OE0O1
l. 12I1
1.11EOI
1. 1213
1.2E21
1.2E41
1.3E1OI
1.4E-01
1.4E1O
1.SE401

1.6E-01

Fe
*I.OE.05
1.41-04
4.7E204
1,.94-03
3.02403
4.6E-03
5.5243
6.2E403
6.3E403
6.4E403
5.92403
5.S403

5.1E43
4.5E43
3.7E43
2.9E43
2.2243
1.4243
7.0244
4.42405
-I.E044
-2.9E44
-3.1E44
-5.4204
-7.2E04
*9.0E04
-9.2E204
-I.OE043

-8.9E04
4.9E44
.9.2E44
-1.1I43
-9.9E44
-9.0E44
.9.3E44

-I.IE43
-1.2E03
-1.3E43
-1.5E43
-1.5403
*1.6E43
.1.7P-03

Na
2.7E41
2.3OI
2.3141
2.9E1O
2.9E1O
2.9E41
3.0E401
3.0E41
3.0241
3.0E41
3.0241
3.1241
3.1E41
3.124
3.1E241
3.1241
3.2EO1
3.2E-O1
3.2E41
3.2E41
3.2E1O
3.3413
3.3E41
3.4E21
3.4E4 1
3.5241
3.5E41
3.6E41
3.6241
3.6E41
3.7E21
3.7EO-I
3.SE41
3.2-01
3.9E1OI
3.9E1O
3.9E1O
4.0E41
4.0E4E1
4.1E4O1
4.111
4.1E4 1

Fraction Fraction
Si Sr

2.0E46 2.2402
2.4E-06 238242
2.6E46 3.3E02
2.7406 3.6242
3.0E-06 4.0242
3.0E46 4.3E42
3.1E06 4.5E42
3.2246 4.7E42
3.34-06 5.0242
3.4E06 5.2E42
3.5246 5.4242
3.6246 5.6E42
3.7E46 5.8242
3.9E46 6.0242
4.0E46 6.2E42
4.1E46 6.4E42
4.3406 6.6E02
4.52e06 6.3242
4.5E06 7.0242
4.7246 7.2E02
5.0406 7.4E42
6.3406 3.0E42
7.5E46 S.5242
9.3E-06 9.2E-02
1.0245 9.7242

.IE245 1.0241
l.1245 l.E041
1.3205 1.1241
1.4E45 I.IE41,
1.5E45 1.2I41
1.7E45 1.2E41
1.92-035 1.2E41
2.0E45 1.3E41
2.2245 1.3E41
2.3245 1.3E41
2.4E45 1.4E41
2.4E45 1.441X
2.6E05 1.5241
2.7405 1.5EO1
2.9245 1.6E401
3.1E45 1.6E41
3.3E45 1.6E41.. _
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SUM

Sum Tlio Sum Sum ma.. Sum ma.. Sun mass Sum m.Sum mn. sum (fmo

as3 Cdl1
as3 Cl 2
as3 Col 3
ag3 Cdl 4
as3 Cdl 5
as3 Cdl 6
as3 Cal 7
as3 Cl 8
as3 Col 9
as3 Cdl 10
as3 Cal 11
as3 Cdl 12
as3 Cod 13
ao3 Cdl 14
as3 Col 15
a&3 Cdl 16
as3 Col 17
as3 Cd IS
a93 Col 19
as3 Cdl 20
as3 Cal 21
as3 Col 22
as3 Col 23
as3 Cot 24
as3 Cdl 25
a3 Cl 26
as3 Cal 27
as3 Cdl 28
as3 Cal 29
s3 Cal 30
as3 Cod 31
as3 Cdl 32
as3 Col 33

AS Cd 34
AS Cal 35
AS Cal 36
AS Cal 37
AS Cd 38
AS Cdl 39
AS Cdl 40
AS Cdl 41
AS Col 42

Days
1.1
2.1
3.1
4.2
5.3
6.2
7.2
8.2
9.2
10.2
11.3
12.2
13.2
14.2
15.2
16.3
17.3
18.2
19.2
20.2
21.3
24.4
27.3
31.1
34.3
37.1
38.4
41.3
44.1
45.3
49.1
51.8
54.8
57.8
58.7
61.7
83.8
68.4
72.4
75.2
79.2
81.9

EhWt wl Vokwo Sr
73.73 73.73
70.13 143.86
70.23 214.09
74.79 288.88
71.61 360.49
64.47 424.96
69.12 494.08
67.93 562.01
70.35 632.35
68.71 701.07
75.50 776.57
62.55 839.12
64.38 903.50
70.10 973.60
70.70 1044.30
71.26 1115,56
68.79 1184.35
67.28 1251.63
67.37 1319.00
68.21 1387.21
70.87 1458.08

218.81 1876.89
196.90 1873.79
259.84 2133.63
216.94 2350.57
197.21 2547.78
85.97 2633.75

198.10 2831.85
192.54 3024.39
86.45 3110.84

281.12 3371.96
180.31 3552.27
206.02 -3758.29
204.18 3962.47
68.07 4030.54

201.97 4232.51
141.66 4374.17
320.24 4694.41
270.38 4964.77
196.05 5160.82
271.63 5432.45
18829 5818.74

0.29
0.45
0.57
0.67
0.77
0.84
0.92
0.98
1.08
1.13
1.20
1.25
1.31
1.38
1.44
1.49
1.54
1.59
1.62
1.65
1.67
1.73
1.76
1.81
1.84
1.87
1.89
1.91
1.94
1.96
2.00
2.02
2.05
2.09
2.11
2.15
2.19
2.21
2.27
2.31
2.35
2.38

Co Na 81 Al F
p 16.53 1.01 0.00 7.47

34.03 1.30 0.00 22.81
48.30 1.44 0.01 34.06
57.17 1.54 0.02 44.30
65.83 1.63 0.03 53.36
73.73 1.70 0.04 60.8B
80.75 1.77 0.05 67.27
86.96 1.84 0.07 72.92
93.82 1.93 0.09 78.13
69.82 2.01 0.12 82.54

105.93 2.10 0.16 86.44
S 111.76 2.17 0.20 89.70

116.17 2.24 0.24 92.49
3 123.52 2.32 0.31 95.45

130.28 2.41 0.39 97.96
136.39 2.49 0.47 100.37

* 141.78 2.58 0.55 102.66
p 147.26 2.65 0.63 104.53

151.46 2.71 0.72 106.20
156.64 2.77 0.83 107.80
160.83 2.83 0.92 109.74
174.39 3.01 1.31 114.685
164.20 3.17 1.70 118.34
196.81 3.38 2.24 122.40
209.10 3.50 2.73 t26.68
217.62 3.61 3.32 129.10
221.94 3.66 3.48 130.57
230.38 3.74 3.97 132.82
239.12 3.84 4.33 138.04
243.94 3.88 4.52 137.44

P 251.48 3.96 5.19. 140.02
254.94 4.05 5.64 141.52
259.66 4.12 638 142.91
264.10 4.18 6.69 .144.27

I 266.83 4.20 6.80 144.88
272.45 4.26 7.15 148.56
280.63 4.30 7.42 147.75
287.56 4.37 7.92 149.57
301.30 4.43 8,48 150.92
312.53 4.47 8.92 151.77
324.89 4.52 9.49 152.81
338.S9 4.58 9.90 153.43

0.00
0.00
0.00
0.00
0.00
0.00
0.00
0.00
0.00
0.00
0.00
0.01
0.01
0.02
0.03
0.03
0.04
0.04
0.05
0.05
0.06
0.08
0.06
0.08
0.08
0.06
0.06
0.08
0.06
0.08
0.08
0.08
0.08
0.06
0.06
0.08
0.06
0.06
0.08
0.08
0.06
0.06

0.20
0.32
0.37
0.41
0.45
0.48
0.50
0.52
0.54
0.58
0.58
0.60
0.62
0.63
0.64
0.66
0.68
0.69
0.71
0.72
0.73
0.77
0.80
0.85
0.91
0.95
0.98
1.03
1.11
1.14
1.22
1.26
1.30
1.35
1.37
1.43
1.47
1.57
1.63
1.67
1.73
1.77

0.00
0.02
0.05
0.08

i0.13
0.16
0.20
0.23
0.27
0.30
0.33
0.36
0.39
0.43
0.46
0.49
0.52
0.54
0.57
0.59
0.62
0.70
0,76
0.85
0.91
0.97
0.99
1.03
1.08
1.10
1.16
1.20
1.24
1.29
1.30
1.34
1.37
1.43
1.48
1.52
1.56
1.60

Cl 604
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Fractions

as3 Cot I
as3 Col 2
as3 Col 3
as3 Co 4
as3 Cod 5
aa3 Cl 6
as3 Coi7
as3 Cd 8
as3 Cod 9
as3 Cdl 10
as3 Cot 11
as3 Col 12
as3 Cod 13
as3 Cot 14
as3 Co 15
aW3 Cot 16
as3 Col 17
as3 Cot 18
as3 Cot 19
as3 Col 20
as3 Cot 21
as3 Col 22
as3 Col 23
as3 Cod 24
as3 Cot 25
as3 Col 28
a3 Cd 27
as3 Col 28
as3 Cot 29

as3 Co 30
as3 Col 31
as3 Col 32
as3 Col 33
AS Cot 34
AS Cot 35
AS Col 36
AS Col 37
AS Cot 38
AS Cod 39
AS Cot 40
AS Col 41
AS Cal 42

Fraction Fraction Fraction Fricton Fraction
Sum mL 8um Thme Released Releasd Releasad Rlased Relead
Volurne Days Al Ca Na S1 Sr

73.7 1.1 1.7E03 6.3E-04 3.6E202 1.3E.07 1.0E.02
143.9 2.1 5.2E203 1.3E.03 4.7E.02 4.5E.07 1.6E-02
214.1 3.1 7.72E03 1.8E203 5.2E202 1.4E.00 2.OE-2
2889 42 1.0E402 2.2E03 5.5E.02. 2.3E428 2.4.02
360.5 5.3 1.2E202 2.5E403 5.82E02 3.2E206 2.7E-02
425.0 6.2 1E.402 2.8E.03 6.1 E02 46EB06 3.0E02
494.1 7.2 1.5E.02 3.1E403 8.4E-02 855E46 3.2E.02
582.0 8.2 1.6E.02 3.3E43 6.6E402 8.7E.06 3SE2.
632.4 9.2 1.8E-02 3.6E203 6.9E02 1.2E205 3.8E02
701.1 10.2 1.9E202 3.8E.03 7.2E4.2 1.6E2.0 402-02
778.6 11.3 2.0E402 4.0E.03 7.5E202 2.12E.6 4.2E-02
839.1 12.2 2.0E202 4.2E2Q3 7.82E02 62.6E4 4.4E-20

03G.5 112 2.1 E.02 44E203 8.0E402 3.12E- 4.6E202
973.6 14.2 2.2E.02 . 4.7E403 8.3E202 4.0E.0 4.92-02
1044.3 15.2 2.2E402 4.9E403 8.6E02 5.0E5 5.1AE-02
1115.6 16.3 2.3E402 5.2E.03 8.9E.02 6.1E45 5.3E.02
1184.4 17.3 2.32E02 5.4E203 9.2E402 7.0E4.5 5.5E.02
1251.6 18.2 2.41E02 5.6E203 9U202 8.2E.05 5.62E02
1319.0 19.2 2.4E.02 5.7E403 9.7E402 9.3E4.5 5.7E-02
1387.2 20.2 2.4E202 5.9E203 9.9E202 1.IE.04 5.92.02
1458.1 21.3 2.5E202 6.1 E4C3 1.DE-01 1.2E.04 5.9E-02
1676.9 24.4 2.6E402 6.6E4.3 1.1-E01 1.7E404 6.11E02
1873.8 27.3 2.7E02 7.0E403 1.1 E.1 22.04 6.22E02
2133.6 31.1 2.81E02 7.5E23 1.2E21 2.9.V44 6.4E202
23M.6 34.3 2.9E22 7.9E23 1E301 3SE04 8.52.2
2547.8 37.1 2E9.02 &3E203 1.3E01 4.3E.04 .6E2C02
2MB 38.4 302.02 8.4E403 1JE3Oll 4.5E.04 B.7E402
28319 41.3 302.02 8.7E43 1.3E20 5.1E.04 6.E802
30244 44.1 31E02 9.1E3 1.42E1 5.6E04 B.92E02
3110.8 45.3 3.1E202 9.3M3 14.0E1 5.6E204 092E02
3372.0 49i.1 32E202 9.5E203 1.4E201 6.7E04 7.1E-02
352.3 51.8 3.2E202 9.7E203 ,1201 7.32E04 7.1 E202
3758.3 54.8 3.2E.02 9.9E203 1.5201 8.2E04 7.32E02
3082.5 57.8 3.32E02 1.02 .1.2E0 8.6E804 7.4E.02
4030.5 58.7 33E.02 1.0E.02 1.SE401 8.82E04 7.5E202
42325 61.7 - 3.3E02 1.OE2 1.5E01 9.22.04 7.6E202
4374.2 63.8 3.32E2 1.1E42 1.52.01 9.2E.04 7.7E402

, 4644
4964.8
5160.8
54325
5818.7

68.4
72.4
75.2
79.2
81.9

3.42E02 1.12E42 1.6E2.0 1.2OE43 7.8E402
3.4E242 1.1 E42 1.62E01 1.1EC3 8.02E02
3.4E402 1.2E202 1.6E20 1.1 .E03 8.2E202
3.E202 1.2E202 1.6E20 1.2E-3 6832.0
3.5E202 1.3E202 1.6E20 1.3E203 8.4E202
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Fraction

El Col I
El Col 2
E1 Col 3
El Col 4
El Col 5
El Col 6
El Col 7
El Col 8
El Col 9
El Col 10
El Col 11
El Col 12
El Col 13
El Col 14
El Col 15
El Col 16
El Col 17
El Col 18
El Col 19
El Col 20
El Col 21
El Col 22

Sum
Effluent

64.3
134.7
178.8
250.8
404.5
441.0
470.0
641.2
717.3

* 829.1
894.8,
1088.7

.1166.2
1225.1
1339.4
1534.9.
1607.8
1798.4
1987.7
2248.4
2428.1
2618.5

Sum Time
Days

1.0
2.1
2.8
4.0
6.4
7.0
7.5
10.2
11.4
13.2
142
17.3
18.5
19.4
21.3
24.4
25.5
28.5
31.6
35.7

, 38.5
41.6

Al Cum
Fraction

Released
1.2E-03
2.3E-03
3.OE-03
4.3E-03
4.7E-03
4.8E-03
4.OE-03
5.2E-03
5.3E-03
5.4E-03
5.5E-03
5.7E.03
5.7E-03
5.8E-03
5.8E-03
5.9E-03
8.OE-03.

, B.OE-03
6.1E-03.
6.2E-03
6.3E-03
B.3E-03

Ca Cum
Fraction
Released
6.BE-04
1I.2E-03
1.OE-03
2.3E-03
3.5E-03
3.8E-03
4.OE-03
5.4E-03
6.IE-03
6.9E-03
7.3E-03
8.2E-03
8.5E-03
8.7E-03
9.0E-03
9.6E-03
9.GE-03
.1.OE-02
1.IE-02
I .2E-02
1.3E-02
1.3E-02

Fe CUm
Fraction

Released
4.7E-08
3.9O08
4.7E-08
1.OE-07
2.0E-07
2.4E-07
3.0E-07
5.5E-07
5.6E-07
7.OE-07
7.1E-07
3.4E-07
3.8E-07
4.2E-07
4.9E-07
4.8E-07
4.3E-07
3.3E-07
4.5E-07
3.9E-07
5.9E-07
1.2E-04

NaCum
Fraction
Released
8.BE-02
1.SE-01
,1.8E-01
2.3E-01
3.2E-01
3.3E-01
3.4E-01
3.8E-01
3.9E-01
4.OE-01
4.OE-01
4.IE-01
4.AEO01
4.1E-01
4.2E-01
4.2E-01
4.2E-01
4.3E-01
4.3E-01
4.4E-01
4.4E-01
4.4E1-1

Si Cum
Fraction
Released
2.8E-06
5.6E-O
7.2E-08
8.OE-08

9.OE-O6
1.3E-05
1.3E-05
I.4E-05
1.9E-05
2.1E-05
2.4E-05
3.OE-05
7.3E-05
9.8E-05
1.2E-04
l.eE-04
2.5E-04
2.9E-04
3.8E-04
4.7E-04
8.2E-04
7.2E-04

Sr Cum
Fraction

Released
2.1,E-02
3.3E-02
3.8E-02
4.3E-02
5.2E-02
5.3E-02
5.4E-02
6.2E-02
6.6E-02
7.2E-02
7.4E-02
8.OE-02
8.2E-02
8.3E-02
8.4E-02
8.7E-02
8.8E-02
9.1 E-02
9.3E-02
9.7E-02
9.9E-02
*9.9E-02
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Flow Through Column
Slag SEG- 009.

Column Leach Test
Sum

SEG-Col-1
SEG-Col-2
SEG-Col-3
SEG-Col-4
SEG-Col-5
SEG-Col-6
SEG-Col&7
SEG-Col-8
SEG-Col-9
SEG-Col-10
SEG-Col-1 I
SEG-Col-12
SEG-Col-13
SEG-Col-14
SEG-Col-1 5

Time
Days

1.0
2.1
5.2
6.5
7.6
9.4
12.4
15.3
16.4
19.3
23;3,
26.1
28.9
32.8
38.1

Sample Sum LSC
Volume . Vol g cpm A

98.3 98.3 72.2
68.9 167.3 24.7
202.3 369.6 18.7
79.4 449.0 15.6
70.8 519.5 13.3
113.2 632.7 10.1
193.2 825.9 11.1
186.9 1012.8 8.0
71.6 1084.4 9.1
183.4 126;P.8 11.5

.260.3 152r.1 11.7
174.1 1702.2 12.9
184.1 1886.3 18.0
245.1 2131.4 20.4
338.6 2470.0 21.1

LSC cpm LSC cpm Cs- 137 Co-60 Cs-137
released released cpm/g cpmlg pClg

2343 2343 0.016 0.008 0.67
552 2895 0.005 <0.001 0.21
1214 4108 0.003 <0.001 0.13
394 4503 0.003 <0.001 0.13
296 4799
355 5154
670 5823 0.002 <0.001 0.08
455 6278 0.003 <0.001 0.13
200 6479
660 7139
954 8093 <0.001 <0.001 <0.04
708 8801 <0.001 <0.001 <0.04
1062 9863
1610 11473
2302 13775

Cumulative CPM Released

1ALAIW .r

12000
10000
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SMMM

Flow through Column
Stg CM-63

Time Effluent Sum LSC chA LSC chA LSC cpm. C9-1 37 Cs-137. Cs-134
Days Wt g Effluent cpm cpm/g Released cpmfg' pClIg cpm/g

CM-53-1 0.8 49 40 330.9 108.97 108.97 0.081 2.54 0.014
CM-53-2 1.8 83.83 112.8 118.5 35.50 142.47 0.013 0.54 0.011
CM-53-3 . 4.9 193.37 308.2 57.7 15.'90 158.37 0.004 0.17 <0.003
CM-53-4 6.2 81.85 387.9 38.4 9.47 .167.84 0.005., 0.21 <0.003
CM-53-5 7.8 105.61' 493.5. 34.7 8.23 `176.07. 0.004 0.17 <0.003
CM-53-6 8.8 81.87 555.1. 41.6 10.53 188.80 0O.004 0.17 <0.003
CM-53..7 11.7 182.83 738.0 28.3 5.43 192.04
CM-53-8 12.9 72.42 810.4 22.2 4.07 198.10 0.003 0.13 <0.003
CM-53-9 13.9 85.37 875.8 18.7 2.90 199.00
CM-53-10 15.8 105.7 981.5 18.3 2.77 201.77
CM-53-11. 18.4 180.5 1182.0 12.9 0.07' 202.74 <0.003 <0.13 <0.003
CM-53-12 21.3 177-.3 1339.3 12.7 0.90 203.84
CM-53-13 22.3 87.83 1408.9 12.9 0.97 204.860 <0.003 '0.13 <0.003
CM-53-14 25.1 175.05 1581.9 0.9 -0.03 204.'57.
CM-53-15 29.1 252.15 1834.1 13 1.00 .205.57 0.003 0.13 <0.003
CM-53-16 31.8 .187.08 2001.2 11.4 0.47 .'208.04 <0.003 <0O.13 <0.003
CM-53-17 -34.8 177.44 2178.8' 9.5 -0.17 .205.87

CM-53-18 38.3 1 36.24 2414.8'. 13.1 1.03 208.900
CM-53-19 43.5 324.88 2739.7 13.1 1.03 207.94
CM-53-20 50.7 457.13 3198.8 14.2 1.40 209.34

- -.- --------- I
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1. Scope
1.1 This practice provides a method for accelerating the leach rate'of solidified waste and

determining if the release is diffusion controlled. The method is applicable to any material that does not
degrade, deform or change leaching mechanism during the test.

1.1.1 If diffusion is the dominant leaching mechanism then results of this test can be used to model
long-term releases from waste forms. Diffusion can be confirmed as the leaching mechanism through the use
of a computerized mathematical model for diffusion from the finite cylinder (Note 1).

1.12 The leaching mechanism should be verified as diffusion controlled by a means other than
analysis of the leach test data. For this purpose analysis of post-leaching concentration profiles within the
solid waste form is recommended.

Note 1- The computer program and the models are briefly described in the annex to this practice and
elsewhere [1).

2. Referenced Documents
2.1 ASTM Standards

* E632 Standard Practice for Developing Accelerated Tests to Aid Prediction of the Service Life of
Building Components and Materials [2].

D1193 Standard Specification for Reagent Water [3].
2.2 Other Documents

1. Fuhrmann M., Heiser, 1., PietrzakR., Franz, E.M, and Colombo, P., Users' Guide for the Accelerated
Leach Test Computer Program, BNL-52267, Brookhaven National Laboratory Upton, NY 11973, October
1990.
2. 1983 Annual Book of AS7M Standards, VoL 04.07.
3. 1982 Annual Book of AST' Standards, part 31, Water.
4. Hespe. ED,. 'Leach Testing of Immobilized Radioactive Waste Solids. A proposal for a 'Standard
Method'. Atomic Energy Review. Vol. 9. No. 1. p. 195-207. ApniL 1971.
5. American Nudear Society. 'Measurement of the Leachability of Solidified Low-Level Radioactive Wastes
by a Short-Term Test Procedures. ANSTIANS 16.1-1986. American Nudear S-cietv. 555.North [ensiurton
Avenue, La Grange Park. Minois. 60525. Avril. 1986.
6. Fuhrmann, M., Pietrzak, R.F., Franz, EM., Heiser, J.H., and Colombo, P., 'Optimization of the Factors
that Accelerated Leaching,- Topical Report, BNLS2204, Brookhaven National Laboratory, Upton, New York
11973, March 1989.
7. Pescatore, C, Improved Exprcssions of Modeling Diffusive, Fractional Cumulative Leaching from Finite
Size Waste Forms,' Waste Management. VoL 10, p. ISS-159, 1990.
8. Dougherty, D.R., Pietrzak, ILF., Fuhrmann, M., and Colomibo, P., 'An Experimental Survey of Factors
that Affect Leaching from Low-Level Ridioactive waste Forms, Topical Report, BNL52125, Brookhaven
National laboratory, Upton, New York 11973, September 1988.
9. Fuhrmann, M., Pietrzamk, RF., Heiser, J., Franz, E.M, and Colombo, P, Accelerated Leach Test
Development Program, BN-5n2270, Brookhaven National Laboratory, Upton, New York 11973, October
1990.
10. Fuhrxnann. M. and Knib. P.D.. 'Leaching Behavior of Polvethylene Encapsulated Nitrate Waste.
'Stabilization and Solidification of Hazardous. Radioactive and Mixed Wastes. SIP 1240. T. Michael Gillialn
and Carleton C. Wiles. Eds. American Society- for Testing and Materials. Philadelphia. 1993
3. Te hgrmology

3.1 Cunguad Fraction Leached-The sum of the fratons of aspecies leached during allsampling
intervals calculated as CFL= WaA, and assuming no radioactive decay, where a, is the quantity of a species
in the leachate during any interval and A. is the quantity of that species originally present in the sample.

3.2 Dffusiton Coefficint (Don&*)-Based on Fcs Laws for diffusion,'the diffusion coefficient
is the ratio of the rate of transfer of a diffusing substance through the unit area of a section to the
concentration gradient measured normal to the section.
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3.3 Effective Diffusion Coefficient (Effective Diffitsivity)-The diffusion coefficient that results from
diffusion as it is modified by other processes (e.g. adsorption) or physical constraints (tortuosity and
constrictivity).

3.4 Finite Cylinder (Finite Medium)-A bounded body for which Fick's diffusion equation can be
solved.

3.5 Incremental Fraction Leached-The fraction leached of a specie of interest during a single
sampling interval calculated as IFL- a/A 0 and assuming no radioactive decay.

3.6 Leachant-The liquid that contacts the specimen during a leach test or contacts a waste form
in the disposal environment.

3.7 Leachate-The leachant after contacting the specimen or the waste form.
3.8 Leaching-The process (or processes) by which mass transport from a solid to a liquid takes

place.
3.9 Leaching Interval-The length of time during which a given volume of leachant is in contact with

a specimen.
3.10 Leaching Mechanism-The process that controls the rate of mass transport out of a specimen

during leaching.
3.11 dference Leach Test-A leach test conducted under defined conditions the results of which are

used as a standard against which the results of other leach tests (e.g. accelerated) are compared. In this
method a reference leach test is one that is conducted at 20'C.

3.12 Semi-dynamic Leach Test-A leach test method that exposes the specimen to fresh leachant on
a periodic schedule.

3.13 Semi-infinite Medium-A body, used in diffusion theory. the outer boundary of which is
effectively at an infinite distance from the inuer region.

3.14 Source Term-The original concentration, prior to leaching, of a species of interest in a
specimen or.a waste form.

3.15 SurfaceAr~ea-For purposes of this test method, surface area is defined as the geometric surface
area of a specimen calculated from macroscopic measurements of its dimensions.

3.16 Volume-For purposes of this test method, volume is defined as the volume of a specimen
calculated from macroscopic measurements of its dimensions.

3.17 Waste Form-A stable, solid body composed of the waste and a solidification agent.

4. Summary of Test Method
4.1 This method is a semi-dynamic leach test; that is, the leachant is sampled and replaced

periodicaly. It is based on earlier semi-dynamic tests such as the IAEA test 141 and the ANS 16.1 Leach Test
J1 Elevated temperatures; large volumes of leachant, frequent leachant changes and small specimen size

are used to obta& accelerated releases. This is a s:w.. -._rm test, requiring sampling on each of eleven or
more successive days. Tests must be performed to demonstrate that the leaching mechanism does not change
at the elevated test temperature. This may be done by performing leach tests at a minimum of three
temperatures to ascertain that the mechanism and structural controls of leaching do not change with
increasing temperature. If the test is to be used only for making comparisons among specimens, then testing
at a single temperature is adequate.

4.2 The results of this accelerated test can be extrapolated to long times if the data from tests run,
at elevated temperatures and the tests run at the teference temperature (2I), can be modeled by diffusion.
A computer program is available from ASUM that plots the experimental data and a curve calculated fronm
an effective diffusion coefficient for diffusion from a finite cylinder (Figure 1). If the data from the
accelerated tests, the reference test and the modeled curve fit within defined criteria, the leaching mechanism
is taken to be diffusion. In this case, the model can be used to project releases from fulscale waste forms
and to long times. The accelerated test provides a measure of the maximum fractional release to which the
modeled data can be extrapolated. By generating data over a specified temperature range, an Arrhenius plot
can be produced allowing projections to be made at temperatures other than those tested. If the diffusion
model cannot fit the data other models (diffusion plus partitioning and solubility limited leaching) contained
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in the computer program can be used to indicate the leaching mechanism that controls releases. No
extrapolations are allowed with these models. If no model fits the data, then an alternative graphical
comparison of the data is recommended. A linear plot of modeled CFL plotted against experimental CFL
verifies that the accelerated data is comparable to the reference data, showing that the accelerated test is
appropriate. With this technique, no extrapolation of data can be made.

MODELING

[certed
test data

PROTOCOL

ref erence
I test cloto

calulteIDe MOE
fit to -model ..

plot ccelerated
P_ dataversus*

f., 'refeence data

testl ld not use
|1t e.at |

Figure 1. A schematic of the concepts used In this Lest method to combine experimental and
modeling approaches.

5. Signfiance and Use
5.1 Tis test method measures mas transport from a cylindrical solidified waste. form into water'

under conditions that accelerate leaching. Test parameters, such as the volume of leachant and the (requency
at which the leachant is changed, have been optimized to eliminate experimental effects (e.g. saturation
effects that can complicate modeling of the net forward diffusion rate).

52 This method can be used to:
5.2.1 Provide diffusion coefficients for waste forms
5.22 Obtain higher fraction releases than can be achieved with expected service

conditions for greater confidence in waste form properties
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5.2.3 Obtain measurable leachate concentrations from materials that have very low
release rates under service conditions

5.2.4 Compare releases from various types of solidification agents and formulations
5.3 Modeling the experimental observations obtained in the test allows the extrapolation of leaching

results to long times and to full-scale waste forms under the following constraints:
5.3.1 Results of this practice caanot be taken to apply to releases in specific disposal

environments unless tests are conducted to determine the leaching mechanism under those conditions.
5.3.2 Projections of releases require the long-term stability of the waste form, which may

or may not be indicated adequately by short-term tests.
5.3.3 Extrapolations are limited to the maximum CFL obtained with the accelerated test.
5.3.4 The leaching mechanisms observed in tests conducted at elevated temperatures must

be the same as the mechanisms observed in the tests run at the reference temperature.

6. Apparatus
6.1 A forced air environmental chamber or a circulating water bath capable of controlling leachant

temperatures to -t 1'C shall be used.
6.2 Balance- The balance shall be accurate to 0.1% of the test load.

7. Reagents and Materials
7.1 Leachant- The leachant shall be distilled or deionized water meeting or exceeding standards for

types II or I11 reagent water as specified in ASTM D1193.
7.2 Containers- Leaching containers shall be made of a material that does not react with the

leachantieachate and the specimen.. It is particularly important to select materials that allow very little
plateout of radionuclides from solution. High density polyethylene has been found to be a suitable container
materiaL The top of the container shall fit tightly to minimize evaporation. This fit must be checked at test
temperatures to assure that evaporative losses are less than 1% over 24 hours.

- 73 Specimen Supports- Supports for the specimens shall be made of a material that does not react
with the leachant/leachate or the specimen and does not allow plateout onto the support. heo method of
support should not impede leaching by obstructing the surface area of the specimen by more thtan 1%.
Moreover, it should not interfere with replacement of the leachate. If is often convenient to suspend the
waste form from the cover of the leaching container using monofilament string.

7.4 Sample Containers Containers to hold aliquots of leachate for storage prior to analysis should
not allow any plateout of radionuclides. The containers should be checked to ascertain that evaporation over
long times is acceptably small. -

75 Stirrers- Stirrers, long enough to reach the bottom of the leaching containers, are required.
Wood or plastic tongue depressers are adequate.

7.6 Filtration Equipment- If particulates are present in the leachate, filtration is necessary. Tests
must be conducted to assure that the filter and the filtration apparatus does not adsorbthe species of interest.
The filter medium should be capable of removing particulates that are 0.45 pm in diameter. Disposable
syringe filters are recommended.

8. Specimens
8.1 Right circular cylindrical specimens shall be used with a diameter to height ratio between 1:1-

and 1:2. A convenient size is 2. cm diameter by 2.5 cm- height. Smaller sizes should be avoided to preclude
problems of mixng and producing iabomogeneous samples.

8.2 Specimens shall be representative of the full scale solidified waste form. Particular attention
should be paid to ensuring that the laboratory specimen is homogeneous. The specimens should be prepared
using the same techniques as those used to produce full-scale waste forms. Curing conditions, especially the
temperatures experienced by the large waste forms, should be duplicated for laboratory-scale specimens. Care
should be taken to assure that surfaces of the laboratory specimens reflect the structure of surfaces of large
waste forms. This refers to surfaces that are cast against container walls as opposed to free or cut surfaces.

8.3 A minimum of three specimens should be tested at any given temperature.
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8.4 The dimensions, weight, composition and curing history shall be recorded for each specimen.
Accurate determination of the source term (A.), that is, the amount of the species of interest in the specimen
at the start of the leach test, shall be made and recorded.

9. Procedure
9.1 Removal of Specimen from Mold- After removing the specimen from its container or mold, any

excess material should be removed prior to weighing the specimen. The mold should be rinsed in a volume
of water equal to the volume of the specimen. If the quantity of the species of interest contained in this rinse
water represents more than 05% of the total quantity in the specimen, the value should be subtracted from
the source term (A.).

9.2 Leachant Volume- The leachant volume used for each interval is 100 times the surface area of
the specimen as calculated below:

Leachant volume (cm)
= 1006m ±t 2%

Specimen surface area (cm2)

This ratio requires a large volume of.water, for example a 2.5 cm, x 25 cm specimen has a surface area of
approximately 30 cm giving a leachant volume of 3000 ml. Specimens that are much larger than this will
require volumes of water that need more sophisticated means of waste water handling (such as peristaltic
pumps for draining the containers) since large volumes are too unwieldy for pouring. -. .

: ome waste form materials. such as lass have such low leach rates that a Voluire to Surface Area ratio of
100 cm is not necessary. L some caesm such a larce volume of leachant can make analgsa chal ening. even
for oma]or constituents of the secimen. Under these circumstances the Volume to Surface Area Ratio may
be reduced to 10 cm.

9.3 Temperaftue- For materials and formulations that have not been previously tested, leach tests
shall be conducted at a minimum of three temperatures to establish that leaching increases systematically with
higher.temperatures. One temperature must be 206C . The recommended mimum temperature is 509C,
which is below the threshold of anomalous releases observed so far [6). Temperatures above 500C can be
used if it Is demonstrated that releases follow the trend observed at low temperatures, Le. thit the leaching
mechanism has not changed.

9A Leace Rpemrap - Leachant replacements shall take place at-the time intervals shown in
Table 1. The time at which the specimen is first placed in the leachant should be noted. The leachant shall
be brought to the test temperature before the specimen is place in it.

If the specimen is suspended from the top of the container, the most convenient method of changing
the leachant is to lift off the cover (with the specimen attached) and place it on a new container full of fresh
leachant that is at the test temperature. This can be replaced in the temperature controlled environment
while the leachate in the other container is being sampled. During leachant changes, the specimen should
be cxposed to air for as short a time as possible..
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TABLE I

Replacement Intervals for the Accelerated Test Leachant

Interval Incremental Time (tM Cumulative time (Et)

1 2 hours 2 hours
2 5 hours 7 hours
3 17 hours I day
4 1 day 2 days
5 1 day 3 days
6 1 day 4 days
7 1 day 5 days
8 1 day 6 days
9 1 day 7 days

10 1 day 8 days
11 I day 9 days
12 I day 10 days
13 1 day 11 days

9.5 Leachte Sampling-Immediately after the specimen has been moved to fresh water, the old leachate
should be stirred thoroughly and sampled to minimize any artifacts caused by cooling (e.g. precipitation).
These samples will be used to determine quantities of the species of interest that have leached from the
specimen durig each interval and should be preserved in a way appropriate for the analytical techniques.
This may require that several aliqudts be taken during each sampling. If particulates are present in the
leachate, it is necessary to account for the quantity of the species of interest associated with them. Two
approaches can be used. One requires filtration of the leachate and subsequent analysis of both the filtrate
and the particulate material on the filter. The other is to acidify the leachate to dissolve the particulates and
thereby include the associated species of interest in the leachate.

9.6 Adi and Sixndanis-Analysis of species in the leachate will be conducted by standard methods. -
Appropriate standards will be used for analysis. If necessary, standards will be prepared to match the matrix
elements in the samples. For radioactive specimens, the preferred method of analysis includes use of a
standard prepared from an aliquot of the original solution (or waste) used to make the specimens. From this
aliquot dilutions are made from which the standard is taken. With this method leachate samples can be
counted relative to standards without the need for "'--hzte standards, detector efficiencies or decay
corrections.

10. Calculations
10.1 IncrementalFraction Leached-Scveal parameters shall be calculated from the data obtained. The

incremental fraction leached (IFL) is calculated by the following equation:

IFL- id

la. is the quantity of species i observed in the leachate at any given time intervaL This value is
corrected for radioactive decay to the time of the beginning of the test.

1A0 is the source term, the total original quantity contained in the leaching specimen at the beginning
of the test.
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Tne rate of release for any interval can be calculated by dividing IFL by the elapsed time of the interval.
The rate cap then be divided by the surface area of the specimen to obtain the fraction released per square
centimeter per second.

10.2 Culative Fractio, Leached-Another parameter is cumulative fraction leached which is calculated
as:

CFL 1=a.

which is the sum of the fractions of a species of interest leached during the test. This value for each interval,
plotted against cumulative time, provides a useful means of graphically comparing data to other test results
and to modeling results. An example of this type of plot is shown in Figure 2.

Cumulative Fraction Leached
I us ...

0.81-

0.6 -

0.4

- ~ ~ ~ ~ ~ ~ ~ ~ ~ ~ ~ ~ ~ ~ .O'
0~~~~~~~~~

0~~~

O0. . .
00~~

0~~

O a - .

3.
I I I a I

0.21

n C
0 2 4 6

Time (days)
a ' 10 12

Figure 2. The cumulative Fraction Leached plotled versus Tname. The top of the plot
(CFL=1) represents 100% release.
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10.3 Difusion Coefficient - This test method has an associated computer program that calculates a best
fit effective diffusion coefficient based on the solution to diffusion from the finite cylinder 17,8]. The
computer program calculates D. from the test data so that the curve UaJA. calculated from D, can be
plotted against time and readily compared to the data itself. This should be done for data from the
accelerated test and from the reference test. If the curves of the data and the model all fall within a
designated value describing 'goodness of fit," then it can be concluded that diffusion is the dominant leaching
mechanism. In this case, the model can be used to project releases to long times. This projection requires
the assumption that the waste form remains intact and the leaching mechanism does not change with time.

The computer program that accompanies this test method contains two models in addition to the two
diffusion models. One model partitions the source term into a leachable component and an unleachable
component. It then uses the diffusion models to determine releases from the leachable portion of the source
term. The other model is used to determine if solubility constraints are limiting leaching. This model
produces a graph of incremental fraction leached plotted as a function of time. Although Mhe partition model
allows extrapolation of releases based on the leachable fraction of the source term, neither the partitioning
model nor the solubility model should be used to make projections. Rather, these models are intended to
indicate if mechanisms other than simple diffusion are controlling releases.

The 'goodness of fitr of the model to the data is determined by calculating the sum of the residuals
between the optimized model curve and the experimental data. The sum of the residuals is expressed as ER,
which is a percentage of the final CFL value of the experimental data. With a perfect fit of the model to the
data, E1 wil be zero. A value of , equal to or less than 0.5% is taken to mean that the diffusion model
accurately represents the data. Projections using the diffusion model should be limited to the maximum
achieved in the leach test. This maximum CFL must be taken from data which fit the model being used to
Wiake the projections.

10.4 Relationship of Temperature to Leaching-The accelerated leach test relies on elevated temperature
as the primary means of increasing mass transport from specimens, consequently the leach rate must show
a positive relationship to increasing temperature. Theoretically, the temperature dependence of a chemical
process, in this case leaching as expressed by the diffusion coefficient D. depends on the Arrhenius equation,
however. knowledge of the temperature devendance of leaching in some materials may not be adequate to
strictly anplb the Arrhenius equation. Consequentlv the equation:

De - A cxs (k/l

can be applied. where D. = effective diffusion coefficient at T. A = constant. k = derived constant.
T = temperature in degrces kelvin.

From this equation, the log of the diffusion coefficients determined from experiments conducted at
several temperatures are plotted against 1/T, as shown in Figure 3. A linear plot indicates that the increase
in leaching is proportional to the increase in temperature. This linear relationship means that:

*the leaching mechanism, as well as the structural controls on leaching (e.g. tortuosityporosity) are
unchanged by increasing temperature

* effective diffusion coefficients can be calculated for temperatures other than those tested.
For this test method it must be demonstrated that a linear relationship exists on the plot for every material
tested under accelerating conditions. In some cases the plot may not be linear at elevated temperatures. This)
effect can limit the maximum test temperature. For all materials the relationship of leaching to elevated
temperature must be determined for at least three temperatures to ascertain that the maximum temperature
to be used is mechanistically acceptable. A convenient maximum test temperature is 50CC, although in some
cases a lower temperature is required to conserve the leaching mechanism.
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Figure 3. An example of a plot of the temperature dependance of leaching with y-axis as the
logarithm of the effective diffusion coefficient, De, and the x-axis as the reciprocal
of absolute temperature. This figure is for Sr-85 leaching from a cement waste form
and indicates that there is a linear relationship between the data and temperature
to 65C (X=2.95).

105 Empirical Correlation.-If the data and the model do not provide a good fit, indicating that diffusion
is not the leaching mechanism, an empirical approach can be taken to compare releases from the accelerated
test with releases from the reference test. This is done by plotting CFL from the accelerated test on the y-
axis of a graph and CFL from the reference test on the i-axis The points are matched according to interval.
If this scatter plot results in a linear graph, the data from the two tests can be compared and the results of
the accelerated test can be said to accurately reflect the data from the reference test. However, this method
of correlation cannot be used to extrapolate the data to long times.

11. Precision and Bias
11.1 Mhe precision of this method will vary depending on the solid waste being tested and on the

species of interest being leached.
11.2. Determining the accuracy of this method'is not possible, as no standard reference material

exists.-
* 113 Results of tests of four replicate solid waste forms are shown in Fieure'4. for polvethvlen&

waste fonms containing tY and seventy weight percent sodium nitrate.' Diffusion coefficients of sodium.
fractional releasesm and values of F. (inidicating goodness-of-fit of the model to the experimwental data, see
section 1031 are shown in Table 2. The data shown in Figure 4 is for SO Wt % loading leached at 200 C
Other data and modeling results are available [6.9.109.
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Figure 4. CFL of sodium at 20°C from replicates of polyethylene oontaining SO Wt % NaNO,.

TABLE 2

Fractional Releases and Diffusion Coefficients of Sodium from Sets of Four Replicate
Polyethylene Samples Containing 50% and 70 % NaNO, Leached at 20°C

Sample Cumulative Fraction E. M Diffusion Coefficient
Released %) cmel5ec)

50% A 14.8 0.25 2.32 x 10'9

50% B 18.9 0.43 4.67 x 10O

50% C 18.5 0.27 4.37x 10'9

50% D 9.6 2.52 8.84 x 10`0

50% Mean 15.5 0.87 3.05 x 10-9

70% A 50.2 .OA1 4.74 x 104

70% B 54A 0.39 6.10 x 10'

70% C 47.6 0.92 4.82 x 10'

70% D 57.3 0.77 6.60 x 104

70% Mean 52.4 0.62 5.57 x 10'
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Annex A

Computer Program for the Accelerated Leach Test

This Annex is a brief outline of the 'ALTr computer program that was developed to accompany the
accelerated leach test. The program serves a variety of functions including:

* compares experimental data to curves generated by four models
* calculates incremental and cumulative fractional releases
* stores data in a form compatible with Lotus 1-2-3

The Accelerated Leach Test computer program and a detailed Users' Guide [1J are available from:

ASTM
1906 Race Street
Philadelphia, PA 19103

A.l Equipment

The computer program that is available for this lest method is a compiled version and runs on IBM
or IBM compatible personal computers. A math co-processor is desirable to decrease the computation time.
A graphics board is required to generate plots and can be a CGA, EGA, VGA or a Hercules color or
monocolor board. Without a compatible graphics board, the program will do all calculations and list the
results.

A.2 Approach

The ALT program contains four mathematical models that can be used to represent the data. The
leaching mechanisms described by these models are:

1. diffusion through a semi-infinite medium (for low CFL)
2. diffusion through a finite cylinder (for high CFL)
3. diffusion plus partitioning of the source term
4. solubility limited leaching

These mechanisms were observed in studies with various materials during development of the test
method [2,31. Theoretical background for each mechanism is given in Appendix A of the Users' Guide.

For models containing the diffusion mechanism the computer program plots both the experimental
data and a curve, calculated from the selected model, that best fits the data. This is done through an iterative
method that optimizes the fit to the entire data curve (Figure A.1). The solution to the finite cylinda
equation that is used in the program was developed by Pescatore [4,5J. This method is particularly
attractive because it becomes asymptotic at high fraction releases while using relatively little computer time,
a failure of some other solutions. If the goodness-of-fit between the data curve and the model gives an En
value that is less than 0.5% then the model is taken to represent the leaching mechanism of that materiaL
In this case the model can be used to project releases to long times In the case of diffusion, projections can
also be made for full size cylinders. If the value of Ex is greater than 0.5% then the model cannot be used
to make projections.
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Figure A.1 A flow chart of the major functions of the Accelerated Leach Test Computer Program.
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The solubility limited leaching model is based on the concept that the concentration of the species
of interest in the leachate (and therefore the incremental fraction leached) should be the same at the end
of each sampling intervaL The meazx of the [FL, the standard deviation and the coefficient of variation about
the mean are calculated. If the coefficient of variation is less than 10%, then the dissolution model is taken
to be appropriate.

The results of the ALT program are presented in several forms. Tables of data and associated
parameters (e.g. diffusion coefficient and E.) are displayed on the screen and can be printed if desired.
Graphs of CFL plotted as a function of time are generated on-screen and contain both experimental data
points and the curve produced by the model. In addition, graphs are available in which the experimental data
is plotted on the x-axis and model generated values are plotted on the y-axis. This type of plot allows easy
comparison of the relationship between the data and the model results. If the test has been run at three or
more temperatures, the activation energy can be determined by the program. Projections of future releases
and for full-scale waste forms can be made if the leaching mechanism is found to be diffusion.

A.3 Running the Program

The program starts by giving the user eight options, including entering 'new (raw) data,' entering data
in the form of CFL, retrieving data from files or editing data. Key F1 provides explanations of these choices.

Some prompts in this program have default answers that appear in brackets. Pressing 'ENTER' will
select the default choice.

Inputs required by various portions of the program are explained below.

Multiple Source Term Data - Some data require a new value for the source term for each. interval.
This would be necessary for a very short half-life radionuclide. The source term value that is input here is
the number of counts from a standard. Corrections for dilutions are made automatically. The standard
counts are separated by a comma from the leachate counts.

Single Source Term Date - Some data require only a single value for the source term throughout the
entire experiment. This can be in the form of counts per minute (CPM) or as concentration (for stable
elements). For some specimens that contain radioactivity, liquid standards may not be available. Inthis case,
the activity in the specimen should be calculated. This value can be input as 'concentration' in the single
source term option.

Number of Sampling Increments - this is tbe r:mnber of samplings inthe experiment. The default
value is 13.

Number of Species - This input is the number of elements or radionuclides analyzed in each set of
leachate samples that need to be addressed by the program. A maximum of eight species is allowed in each
data file.

Lcachate Volume (liters) - This is the volume of leachate used during each sampling interval. The.
test method recommends 3 liters.

Default Tumes (standard ALl) - The default time intervals (in days) are 0.083, 0.208, 0.708, 1.00,
1.00. 1.00, etc. to a total of eleven days.

Sample Diameter (cm) - Diameter of the specimen that was leached.

Sample Height (cm) - Height of the specimen that was leached.
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Counting Sample Volume (ml) - The volume of the aliquot used for radionuclide counting.
Source Term Multiplication Factor - The factor by which the original source solution was diluted to

make the counting standard. For example: 3 ml of tracer were added to a specimen when it was made and
I ml of that solution was diluted 1000-fold to produce the standard that was counted. The multiplication
factor would be 3000.

Detailed instructions, in a screen by screen format, are given in the Users' Guide [1].
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