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REVISED MINERALOGIC SUMMARY OF YUCCA MOUNTAIN, NEVADA

by

D. L. Bish and S. J. Chipera

ABSTRACT

We have evaluated the three-dimensional mineral distribution at Yucca Mountain,
Nevada, using quantitative x-ray powder diffraction analysis. All data were obtained on core,
cuttings, or sidewall samples obtained from drill holes at and around Yucca Mountain.
Previously published data are included with corrections, together with new data for several drill
holes. The data in this report therefore supersede previously published quantitative x-ray
diffraction data for these samples. The new data presented In this report used the internal
standard method of quantitatIve analysis, which yields results of high precision for the phases
commonly found In Yucca Mountain tufts, including opal-CT and glass. Mineralogical trends
with depth previously noted are clearly shown by these new data. Glass occurrence Is
restricted almost without exception to above the present-day static water level SWL),
although glass has been identified below the SWL In partially zeolltlzed tufts. Silica phases
undergo well-defined transitions with depth, with tridymite and cristobalite occurring only above
the SWL, opal-CT occurring with clinoplilolite-mordenite tufts, and quartz most abundant below
the SWL. Smectite occurs n small amounts n rnost samples but is enriched In two distinct
zones. These zones are at the top of the vitrc nonwelded base of the Tiva Canyon Member
and at the top of the basal vtrophyre of the Topopah Spring Member. Our data support the
presence of several zones of mordenite and clinoptliolte-heulandite as shown previously.
New data on several deep cllnoptilolte-heulandite samples coexisting with analime show that
they are heulandite. Phillipsite has not been found In any Yucca Mountain samples, but
eflonite and chabazite have each been found once In fractures. Laumontite has been
positively identified in several samples from drill hole UE-25p#1 and may also occur near the
bottom of USW G-1.

I. INTRODUCTION

The Yucca Mountain Project, formerly the Nevada Nuclear Waste Storage Investigations (NNWSl)

Project, of the U.S. Department of Energy has been conducting an on-going study of Yucca Mountain and

surroundings to assess the suitability of the area to host the nation's first high-level radioactive waste

repository. Research on this Project has pursued numerous avenues. One of the broad studies of

fundamental importance In assessing the ability of the site to perform adequately as a geologic repository
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is that of the mineralogy and petrology of the rocks at Yucca Mountain. Complete, three-dimensional

information Is required on the rock types and properties and on the distribution df all minerals at Yucca

Mountain. These data are required to permit optimal siting of a repository and accurate prediction of the

possible interactions between heat and waste from the potential repository and the rocks and minerals. In

addition, because the primary potential mechanism of radionuclide migration to the accessible

environment Is via groundwater transport, accurate data are required concerning the nature of the rocks

and minerals along potential fow paths away from the repository. Los Alamos National Laboratory has

given considerable effort to characterize and understand the mineralogy and petrology of the rocks at and

surrounding Yucca Mountain (Helken and Bevler 1979; Sykes at al. 1979; Bish 1981; Bish et al. 1981;

Caporuscio et al. 1982; Vaniman et al. 1984; BIsh and Vaniman 1985). This report summarizes our

current knowledge of the three-dimensional mineralogy at Yucca Mountain. The report contains some

data previously published (Bish and Vaniman 1985) and corrects printing errors that were contained

therein. In addition, this report contains new data for dril holes USW G-1, J-13, UE-25a#1 (BIsh and

ChIpera 1986) and UE-25p (Chipera and BIsh 1988). The data presented here therefore update

previously published x-ray data, but the mineralogic cross sections presented In Appendix B of BIsh and

Vaniman (1985) have not been reconstructed and remain valid because of their schematic nature.

II. ANALYTICAL METHODS

The x-ray data presented In Appendix A were obtained primarily from core samples, with some data

obtained from either drill-cutting or sidewall samples. The locations of the drill holes studied are shown In

Fig. 1. Depths are known for both core and sidewall samples, but depths for drill cuttings are approximate

within a range of about 10 ft (3.28 m). Older x-ray data were obtained on samples ground under acetone

to pass through a 325-mesh (45j;m) sieve, but data for drill holes J-13, USW WT-1, USW WT-2, USW G-

1, UE-25a1, and UE-25p#1 were obtained on samples ground under acetone to less than 5 Wmi In an

automatic BInkmann Retsch mill with an agate mortar and pestle. The particle size distributions of these

newer samples were verified using a Horiba CAPA-500 centrifugal particle size distribution analyzer

calibrated with glass microsphere standards. This fine crystallite size is necessary to ensure adequate

particle statistics and to minimize primary extinction (Klug and Alexander 1974, pp. 365-387). A portion of

most of the newer samples was mixed with a 1 Ojin corundum (Ai203) internal standard in the ratio 80%

sample to 20% Internal standard. Those samples analyzed with an internal standard are designated with

an "r in Appendix A in a column labeled method." Those samples with no method designation in

Appendix A were analyzed using the external standard method (see below). The powders resulting from

the above preparation treatment were mounted in a 22- x 44-mm cavity In a glass slide; this sample area Is

sufficient for the sample to contain the x-ray beam as low as 8.0°20. Powder samples from USW G-4 were

mounted in a sample spinner on the diffractometer; all other samples were examined stationary.
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Fig. 1. Location map of Yucca Mountain, Nevada, showing the outline of the exploration bck for the
NNWSl Project and the locations of drill holes mentioned in the text. Drill hole J-1 2 s located
outside of this figure to the southeast and can be found on the cation map published in Bish
et al. ( .4).
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All x-ray powder diffraction data were obtained on an automated Siemens D-600 diffractometer using

Cu-Ka radiation, a graphite diffracted-beam monochromator, and pulse-height analysis. Data from USW

G-2 and UE-25b#1 H were collected manually, scanning from 2.00 to 36.00 29 at a rate of 1/min. All other

data were collected automatically in the step-scan mode, with a step size of 0.02020 and count times of at

least 2.0 s per step. Data for samples with no intemal standard were collected from 2.0 to 36.029, and

data for samples with an added corundum Internal standard were collected from 2.0° to 50.0°23. Several

samples were examined using count times as long as 55 s per step to improve detection limits for trace

phases.

Mineral Identification was accomplished by comparison of observed diffraction patterns with standard

patterns measured in this laboratory, by comparison with published standards from the Joint Committee on

Powder Diffraction Standards (JCPDS), ard by comparison with patterns calculated using the program

POWOIO (Smith et al. 1982). Clay mineral standards were obtained from the Clay Minerals Society

Source Clay Repository, and zeolite standards were obtained from the Minerals Research Corporation,

Clarkson, New York. Differentiation between kaollnite and chlorite was accomplished by heating, but

admixed smectite and low amounts of chloritelkaollnite often gave arbiguous results. Hematite

identification was based on major peaks at 33.2' and 35.7°29. However, overlap with zoolite peaks made

the unambiguous determination of the presence of hematite Impossible In zeolitized samples.

A. Quantitative Analyses

Qualitative dentification of the crystalline phases present In tufts can be accomplished quickly and

accurately using x-ray powder diffraction. The factors making optical identification of minerals ambiguous,

such as the very fine-grained and irtergrown texture of the tufts, do not affect x-ray powder diffraction

analyses. However, quantitative multicomponent analysis of rock samples s not straightforward and s

complicated by numerous factors (Bish and Chipera 1988). These factors Include variations n degree of

preferred orientation of crystallites, variations in crystallite size, variations n degree of crystallinty (crystal

perfection), and variations in composition (solld-solution effects). In addition, the diffraction patterns from

these complex mixtures of minerals often show peaks from at least six different phases. Thus the method

of obtaining Intensities from these complex patterns with numerous overlapping peaks can significantly

affect quantitative results. Finally, because all of our quantitative analyses require the use of standards

the choke of standards plays a crucial role. it is important that standards be as similar to the minerals In

the rocks as possible.

All of our older analyses and several recent analyses of samples for which amounts were insufficient

for the internal standard method employed the external standard or adiabatic method of Chung (1974a,b).

However, whenever sufficient sample was available, our recent analyses employed the internal standard

or matrix-flushing method of Chung (1974ab) with 1 .0-aI corundum as the internal standard. Both

methods require that reference intensity ratios (RIRs) be determined before quantitative analysis. We
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have therefore experimentally determined RIRs, the ratio of the Integrated intensity of a given reflection of

the phase of interest to the integrated intensity of the 113 reflection of corundum in a 1:1 mixture by

weight, for most phases found in Yucca Mountain tufts. The 1:1 ratio of standard to sample was chosen

for convenience. In practice any ratio can be used for standardization because the relative amounts of

standard and sample are incorporated into the reduction of standard runs. RIR values used in our

analyses are given in Table I, together with sources of materials. In the absence of sufficient pure

material, RIRs for some phases were calculated using the program POWD10 (Smith et al. 1982).

All of the experimentally measured RIR values for standards in Table I represent the average of six

repetitions of the standard-plus-corundum mixture. The values in Table I are strictly applicable only to

data obtained on our Siemens diffractometer in its current configuration. Modifications of the instrument or

of the sample preparation and mounting method will deally require remeasurement of RlRs for all phases.

The RIR value for smectite was obtained from material separated from USW G-1 1415 (431.3 m),

and this RIR was used for most analyses. However, samples below 3400 ft (1036 m) In USW G-1 showed

evidence for some chloritic interlayers, and the RIR for these samples was obtained from the smectite from

USW G-1 3490 (1063.8 m). Smectite analyses for UE-25p#1 used RIRs measured on smectites

separated from samples at different depths within the UE-25p#1 drill hole. Older analyses employed an

RIR for clinoptilolite measured for a clinoptilolfte from the 1660-ft (506-m) depth In drill hole UE-4P at the

Nevada Test Site. Recent RIRs for clinoptilolite were measured for five different samples to assess the

effects of composition and preferred orientation on RIR (Table I). There Is an approximately linear

relationship between the RIR for the 9.80 (020) reflection and the intensity rat of the 9.8 reflection to the

sum of the reflections between 22.40 and 22.7020 (Fig. 2). Thus our recent analyses (USW G-1, UE-

25a#1, J-13, and UE-25p#1) used the ratio of the 9.80 peak to the sum of the 22.40-22.7020 peaks to

determine the RIR of the 9.820 020 reflection and used a fixed RIR for the 22.40-22.72e cluster. When

the intensity between 22.40 and 22.7020 was not measurable, we used a value of 0.97 for the 9.8'28 020

RIR. We compensate for the effects of preferred orientation and chemistry on the mordenite diffraction

pattern by using a procedure similar to that used for clinoptilolite. We experimentally determine the ratio of

the mordenite 9.8° and 19.6°20 peaks and then use an appropriate RIR. However, mordenite usually

coexists with clinoptilolite, making use of the 9.8020 mordenite peak Impossible because of Interference

with the 9.8020 clinoptilolite 020 reflection. In these cases, we use an RIR for the 19.6020 peak of 0.20.

The strong 25.6020 mordenite reflection cannot be easily used because of Interference with both feldspar

and corundum internal standard reflections. Analcime has little compositional variability, so we use an RIR

measured on a single natural sample.
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TABLE I
REFERENCE INTENSITY RATIOS (RIRS) FOR MINERALS ANALYSED

REFLECTION
hki (28 range)MINERAL SOURCE RIR

Analcime

Calcite

Wildeup, AZ

Lab Reagent

Flagstafl Hill, CA,
Ripidolite

211 (15.8)
400 (28.0)

1.27
1.80

104 (29.4)
118 (48.5)

2.90
0.58

Chlorite 001 (6.1)
002 (12.4)
004 (25.1)

1.53
3.14
1.74

CllnoptiloIlte 25525 Castle Creek, ID
27032 Castle Creek, ID
27073 Sheaville. OR
27083 Buckfom, NM
UE4P-1660 Yucca Flat NV

020 (9.8)
(22.4-22.7)

(30.0)

037
1.06
0.49

Cristobalite

Dolomite

Feldspar
Albite
Albte
Sanidine
Sanidine

Synthetic Cristobalilte

UE-25p#1-4313/4318,
Yucca Mt. NV

Amelia, VA
Amelia, VA
Eifel, Germany
Eifel. Germany

101 (21.9)
200 (38.1)

104 (30.9)
113 (41.1)

(13.4-14.0)
111 (23.8)

(13.4-14.0)
130 (23.8)

4.91
0.84

2.69
0.48

0.24
0.27
0.13
05

Fluorite Lab Reagent 111 (28.3)
220 (47.0)

3.24
3.70

Gypsum Wyoming Selenite

Cleater Moor, England

020 (11.5)4

104 (33.2)
110 (35.7)

4.25

Hematite 2.38
1.20

Horrblende Yucca Mt, NV 110 (10.4) 2.34

Illite Silver Hill, MT 001 (8.8) 0.57

lmenite Koldu, Sierra Leone 104 (32.8)
024 (49.0)

1.91
0.82
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TABLE I (Cont)

REFLECTION
MINERAL SOURCE hkl (20 range) RIR

Kaolinite Average of Wards' Kaolin, 001 (12.3) 1.37
Washington County, GA.
and Mesa Alta, NM

Laumontite Collected by D. Bish in 110 (9.3) 1.15
Oregon, 1984 200 (12.9) 0.47

130 (21.3) 0.59

Magnetite Ontario, Canada 220 (30.1) 0.78
311 (35.4) 2.54

Mica Avg of calculated and 001 (8.8) 3.8
Bancroft, Ontario

Mordenite Union Pass, AZ 200 (9.8) 0.44
Lovelock, NV 330 (19.6) 0.20
USW G1-2314, Yucca Mt. NV 202 (25.7) 0.36

Opal-CT 28501 Kliwikerthal, Czech. (21.0-22.1) 1.80
92509 Owyhee County, ID

Quartz Hot Springs, AR 100 (20.8) 0.86
101 (26.6) 4.19

Smectite Yucca Mt, NV 001 3.85
001 1.73

Tridymite Nevada Test Site, NV (20.5) 1.18
(21.6) 1.10
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Older analyses used a calculated RIR for tridymite, but recent analyses used an RIR measured on a

tridymite-rich sample from Yucca Flat. Nevada Test Ste, Nevada. An RIR for tridymite was chosen that

yielded a matrix-flushing-analysis total of 100% for this sample, including the other crystalline phases

present in the sample. The RIR for tridymite Is thus of lower precision than RIRs for other samples that

can be obtained In pure form. Older analyses Included opal-CT with cristobalite. but recent analyses

separated the two, using an RIR for opal-CT measured on two natural samples between 21.00 and

22.1 °20. RIRs for alkali feldspar were obtained from natural albite and sanidine for peaks In the range

13.4° to 14.0028 and at about 23.6026. These peaks are relatively free from interference from other

phases, and both peaks are used, the relative amounts of K-feldspar and alblte can be deterrined.

All of our analyses, apart from data collected manually, used Integrated intensities rather than peak

heights. Analysis of manually collected data (USW G-2, UE-25b#1a) employed peak heights. The use of

integrated Intensities compensates for several sample-related problems, including variations In crystallinity

and crystallite size. Most Integrated Intensities were obtained using the Siemens first-derivative peak-

search routine (IDENT) that yields precise intensities for resolved peaks. However, this routine divides the

intensity of overlapping peaks at the midpoint between the two, which Is only an approximation for most

peaks. Closely overlapping or very broad peaks were measured by planimetry, and completely

overlapping peaks were not decomposed. Overlapping tridymite and cristobalite peaks in samples from

USW WT-1 and USW WT-2 were decomposed using a Siemens profile-refinement routine with a Gaussian

profile function. However, more recent analyses employed manual planimetry, which we found to be

superior to the profile-refinement results. Future analyses will probably employ the more-sophisticated

profile-refinement program, FIT, in the latest Siemens software package, DIFFRAC 500.

As noted above, we solved the internal standard equation of Chung (1974a) to analyze for amounts

of Individual phases when an internal standard was used:

Xc 'lln
XiW ' , (1)

KIn Ic

where XI Is the weight fraction of component 1, K n Is the RIR for line n of component 1, X: Is the weight

fraction of corundum in the sample (commonly 20%), 1ln is the Integrated Intensity of line n of component

i, and Ic is the integrated Intensity of the corundum 113 reflection. It is important to note that this method

does not require that the sum of the phases be equal to 100%. Therefore, amounts of glass or other

amorphous material such as opal-A can be determined by assuming that the difference between the total

crystalline phases and 100% Is due to amorphous components. There was petrographic evidence for

glass in all samples In which we report glass.
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For older analyses and the recent analyses in which amounts of sample were nsufficient for an

internal standard analysis, we solved the external standard equation derived by 13hung (1974b):

m -1

X I (n 1,n (2)

where Xi Is the unknown weight fraction of phase I In the rock, Ki n is the RIR for line n of phase , ' n and

I n are the ntegrated ntensity of line n of phase i and J, respectively, and m is the number of phases In the

mixture. This equation differs from Eq. (1) In that I s derived using the constraint that the sum of all

phases equals 100%. Both Eqs. (1) and (2) "flush out the mass absorption coefficients by ratloing the

RIRs for each phase. We have coded both the Internal and the external standard methods, with all of the

appropriate RIRs and correction routines In our computer program QUANT. The correction routines In

QUANT Include (1) correction of mordenite for overlap with smectite, feldspar, and corundum; (2)

correction of cristobalite for overlap with albite and tridymite; (3) correction of corundum for overlap with

calcite; (4) correction of clinoptiolite for overlap with mordenite; and (5) correction of clinopttlolite and opal-

CT for mutual overlap. In addition, we have Incorporated a routine correcting for compositional effects on

the cllnoptlioilte RIR. In practice, these corrections Improve our accuracy and yield more realistic errors.

B. Precision of Analyses

Numerous factors affect the precision of our quantitative analyses. Some can be explicitly

accommodated and others must be approximated. Factors attributable to the sample or to the sample

preparation process Include solid solution, other variations in composition, and preferred orientation

Errors resulting from these factors are primarily attributable to differences between sarnples and

standards. Other potentIally Important errors are encountered in data analysis, such as peak overlap,

peak integration, counting statistics, and peak-versus-background discrimination. Many of these errors are

either cancelled or can be determined during experimental measurement of RiRs. For example, errors

due to preferred orientation will be compensated for the standards exhibit the same degree of preferred

orientation as the samples to be analyzed. Errors due to peak Integration and peak-versus-background

discrinrnation are typically similar for samples and standards and thus tend to be implicitly corrected for.

However, errors may be significantly Increased In our samples because of the presence of numerous

phases with overlapping peaks. In these cases, errors due to partial or complete peak overlap, leading to

problems in peak integration, are not explicitly accounted for. Therefore, we have incorporated a section

of code into QUANT that can consider the presence of any combination of phases in the tuff samples and

allow for the resulting peak overlaps when calculating relative errors. We consider both the errors In RIRs
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and the presence of overlapping pairs of phases when calculating errors. Included among the latter are

the effect of the presence of (1) smectite on the relative errors for mordenite; (2) mordenite on clinoptilolite;

(3) mordente on feldspar; (4) feldspar on mordenite; (5) feldspar on cristobalfte; (6) clinoptilolte on

mordenite; (7) clinoptilollte on quartz; (8) clinoptilolite on feldspar; (9) tridymite on crlstobalite; (10) tridymite

on feldspar; and (11) opal-CT on clinoptilolite. The resulting relative errors are thus Increased by every

peak overlap for the sample, and we believe the reported errors for Internal standard analyses are

conservative. Errors for external standard analyses are typically largerthan those inherent In intemal

standard analyses. The usual reason for employing only external standard analysis is Insufficient sample,

and in many cases amounts of sample available were too small to fill our standard sample holders.

111. MINERAL DISTRIBUTIONS AT YUCCA MOUNTAIN

The results of quantitative analyses are presented in tabular form In Appendix A and, as noted

above, supersede the tabular data presented In Bish and Vaniman (1985). We have not redrawn the

geologic cross sections presented In Bish and Vaniman (1985) but Instead have prepared figures

illustrating the mineralogy as a function of depth In each drill hole for which we have sufficient data

(Appendix B). The figures in Appendix B reveal many mineralogical details at a glance and Illustrate some

of the trends with depth discussed below. The mineral distributions at Yucca Mountain differ from drill hole

to drill hole, but certain systematics are apparent. Bish and Vaniman (1985) described the distributions of

each significant phase at Yucca Mountain. In this report we provide an updated summary of the

mineralogy as a function of depth.

Glass

Glass, or material amorphous to x rays, occurs above and below the potential repository host rock at

Yucca Mountain (the welded, devitrf led Topopah Spring Member, Tptw) but rarely occurs below the

present-day static water level (SWL). The glasses can be divided into two categories: vitrophyric glass

and vitric, nonwelded tuff. The vitrophyre is a zone of densely welded tuff at the base of the Topopah

Spring Member that consists predominantly of glass with lesser amounts of smectite, feldspar, and silica

minerals. Nonwelded vitric tuff occurs both above and below the Topopah Spring Member welded unit and

is more abundant than vitrophyric glass across most of Yucca Mountain. The lower nonwelded vitric tuff

thins and disappears to the east where the stratigraphic dip and structural displacements bring the basal

glassy zone closer to the SWL. This vitrc nonwelded material may have Important paleohydrologic

significance because the presenaton of shards and pumice composed of nonwelded glass s rare below

past SWLs. We have, however, dentified glass below the water table In partially zeolftized material In

USW G-3 18272 (556.9 m) below the water table. Preservation of glass In saturated rocks may be

coupled to rock permeability or the "armoring of glass by alteration phases.
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Opal-CT

As noted above, previous analyses of Yucca Mountain tufts did not distinguish opal-CT from

cristobalite. Our most recent analyses include separate determinations of opal-CT, a disordered silica

phase containing both cristobalite- and trldymite-like structural units (Jones and Segnit 1971). Almost

without exception, opal-CT occurs in samples containing clinoptilolite and/or mordenite. Thus the

presence of opal-CT may be linked genetically to the formation of these two zeolites. Most of the opal-CT

samples exhibit evidence for cristobalite- and tridymite-like stacking, but some more closely resemble opal-

C (predominantly cristobalite-like stacking).

Silica Polymorphs

The three crystalline silica polymorphs, quartz, cristobalfte, and tridymite, are abundant In the rocks

at Yucca Mountain. Tridymite is common only in relatively shallow rocks, often associated with

devitrification features and always above the SWL It is absent in the north end of Yucca Mountain, where

mineralogical evidence suggests that a high heat flow existed in the past (Bish and Semarge 1982). There

appears to be a correlation between the loss of tridymite and the first appearance of abundant

groundmass quartz with increasing depth. This transition in part reflects the passage from zones of

common high-temperature vapor-phase crystallization (tridymite) to zones of lower-terperature

devitrification (quartz) within the Topopah Spring Member.

In samples in which cristobalfte was distinguished from opal-CT (see page 9), cristobalite Is very

restricted In rocks below the SWIL, whereas a is present in virtually every shallow sample examined above

400-m depth. Because of overlap of the major crlstobalfte peak with significant feldspar peaks in x-ray

diffraction patterns, the precision of analysis of cristobalite when present In amounts below 1O% Is poor.

Thus, the deeper samples identified as containing small amounts of cristobalite may in fact contain no

cristobalite. The presence of cristobalite at shallow depths probably reflects the unsaturated nature of

these rocks over much, I not all, of their history. Ernst and Calvert (1969) showed that an aqueous fluid Is

necessary for rapid recrystallization of cristoballte to quartz, and the recrystallization is accelerated in

alkaline solutions. They concluded that conversion of the Monterey Formation porcelanite (cristobalite) to

quartz in relatively pure water at 500C would take between 4 and 5 m.y.

With depth, cristobalite gives way to opal-CT in zeolitized rocks in several drill holes. Quartz Is

present in most samples examined at Yucca Mountain, but it Is typically less abundant at shallow depths

and in glass-, clinoptilolte-, and mordenite-containing samples and generally increases in abundance

below the depth where clinoptilollte and mordenite disappear, I.e., where cristobalite and opal-CT are no

longer important silica phases.

Smectite

Smectite is present in small amounts in virtually all samples examined, but two zones of abundant

smactite can be mapped across Yucca Mountain. These zones occur at the top of the vitric nonwelded

base of the Tiva Canyon Member, which contains up to 35Y smectite, and at the top of the basal



vitrophyre of the Topopah Spring Member, which contains up to 45% smectlte. The zones are generally

less than 3 ft (1 m) thick but are thicker In drill holes USW G-1, G-2, and UE-25a#1. In addition, smectite

concentrations are higher at all depths at the northern end of Yucca Mountain (USW G-1, USW G-2, UE-

25a#1, and UE-25b#1), probably because of the higher heat flow in the past (BIsh and Semarge 1982).

Clinoptllidte/Heulandite and Mordenite

Several studies have emphasized the occurrence of at least four distinct zones of clinoptliolte-

heulandite C-H) pus mordenlte beneath Yucca Mountain (Bish et aI. 1984; Vaniman et al. 1984). These

zones occur primarily where glassy material remained outside the zones of devitrification In the centers of

ash flows. There Is therefore a correlation between zeolitlzed material and the nonwelded tops, bottoms,

and distal edges of ash flows. Exceptions to this correlation occur, Including the zeolltized tuff In the

devitrified Tram Member In USW G-3 and the zeolitized Interval at the boundary between the devitrifled

zone and the vitrophyre of the Topopah Spring Member. In general, however, the thicker zeolitized

horizons tend to correlate with those Intervals that retained glass following early tuff devitrification.

Some chemical and crystallographic data suggest that the C-H zeolte above the basal vitrophyre In

the Topopah Spring Member Is heulandite, and similar data show that some deeper C-H zeolites

coexisting with analdcme are heulandite. We separated the C-H from UE-25p#1 at 3480-3490 ft

(1060.7-1063.8 m) and performed heating experiments to discriminate between clinoptilolite and

heulandke (Mumpton 1960). The material In this sample was clearly heulandite, as the diffraction pattern

completely disappeared after heating to 4500C overnight.

Other Zeolltes

As reported by Bish and Vaniman (1985), none of the previous reports of erionite or phillipsite In

Yucca Mountain rocks have been verified. However, Bish and Vaniman reported that one sample of

erlonite has been conclusively dentified in a fracture from UE-25a#1 at 1296 ft (395 n). PhIllIpsite has not

yet been identified In any samples. We are currently surveying numerous Yucca Mountain samples for the

presence of erlonite using newly developed techniques that allow the detection of several hundred ppm

erlonite using x-ray powder diffraction (Bish and Chipera 1987). Chabazlte was recently Identified In a

fracture sample In J-13 at 1345-ft (410-m) depth. Laurnontlte has been tentatively Identified In trace

amounts near the bottom of USW G-1 and conclusively identified In four samples In UE-25p#1. The

occurrence of this Ca-rich zeolite may reflect the Influence of Ca-rich groundwater on these rocks.

Analcime and Albite

Only a few drill holes have penetrated deep enough to intersect analcime-bearing zones and even

fewer are deep enough to contain authigenic albie. In general, the shallowest occurrence of these two

minerals Is in the northern portion of Yucca Mountain, especially USW G-2, although analcime occurs In

significant amounts In driN hole J-13 at 1995-ft (608-m) depth. Mineralogic trends with depth suggest that

analcime formed through alteration of clinoptlolite and that authlgenic albite formed from analcime (BIsh et

al. 1981).
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Economically lmportant Minerals

Although studies specifically directed at dentifying occurrences of economically Important minerals

have not been performed by us to date, the results of our analyses allow some generalizations to be

made. The most abundant minerals of potential economic Importance at Yucca Mountain are the zeolites

clinoptilolite and mordenite. These zeolites occur at Yucca Mountain in thick sequences containing up to

90% total zeolite. However, these deposits generally occur at depths greater than 1000 ft (304 m) (the

shallowest occurrence Is In USW G-2 at depths >750 ft), making commercial utilization very difficult,

expensive, and therefore highly unlikely. Deposits of zeolite-rich rocks occur south of Yucca Mountain In a

small outcrop at the base of Busted Butte and north at Prow Pass in a larger deposit. Both outcrops are of

the tuft of Calico Hills and contain In excess of 50/. total zeolite. Considering the presence of large, high-

purity, near-surface deposits in Nevada, Calitomia, and Oregon and the low price of the natural zeolites

clinoptilolite and mordenite, it Is unlikely that the outcrop deposits near Yucca Mountain will become

economically important unless a demand for clinoptiBolite/mordenite-rich rock develops at the potential

repository itself.

Other potentially economically mportant minerals at Yucca Mountain Include sulfides such as pyrite

and cinnabar, fluorite, barite, gold, and silver. Of these phases, only pyrite, fluorite, and barite have been

identifIed by us at Yucca Mountain. Fluorte occurs as a fracture orvein filling below 100l-t depth In

several drill holes and as a trace phase near the bottom of UE-25p#1. Pyrite and barite have both been

identified optically near the bottoms of some drill holes; even where optically identified, they are both

present at levels below 1%. Gold and sillver have not been identified by either optical or x-ray diffraction

methods, and chemical methods will be used to assess their concentration in the rocks. Information to

date provides no evidence for the presence of any economically important mineral deposit at Yucca

Mountain. For the potentially Irrportant phases present, low concentration and/or deep burial preclude

economic use.

IV. SUMMARY

Our quantitative analyses of Yucca Mountain rocks have improved significantly since the first

analyses were conducted over nine years ago. We now routinely detect small amounts of glass, we are

able to detect some phases below the percent level, and we can accommodate the variations In chemistry

and preferred orientation common among many minerals in the Yucca Mountain rocks. In addition, we

now routinely discriminate between opal-CT and cristobalite. Although many improvements in technique

have been made, our present results are still qualitatively similar to those first obtained by Heiken and

Bever (1979), Sykes et al. (1979), and Bish et al. (1981). Our x-ray diffraction methods are wel suited to

analysis of volcanic tuffs, rocks that In many cases are difficult to characterize completely by conventional

optical methods. Quantitative mineralogic data on numerous drill holes at and around Yucca Mountain

have allowed us to understand the significant lateral and vertical mineralogic variations. A complete
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knowledge of the mineralogy existing at and around Yucca Mountain is Important for us to be able to

predict the mineralogy along possible flow paths away from the potential repository. In addition,

understanding of the distribution of potentially reactive phases such as zeolites, smectites, and glass will

permit optimal siting of the potential repository and minimize possible deleterious interactions between the

repository and the host rocks.

ACKNOWLEDGMENTS

We appreciate a thorough review by D. Vaniman and comments by S. Mattson. We are grateful to

M. Jones for typing the tables In Appendix A.

15



APPENDIX A

X-RAY DIFFRACTION ANALYSES OF YUCCA MOUNTAIN TUFF
FROM CORE, CUTTINGS, AND SIDEWALL SAMPLES
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APPENDI A

X-AY DrRACTION ANALYSIS or Turr

Cuttings

D-ptb Clino- Tridy- Cristo- Alkali
Sample (a) Smoctite Kica ptilolit. mite Quartz balite Feldspar Glass Hematite

J-12

620-630
650-660
710-720
770-780
860-870

189.0-192.0
198.1-201.2
216.4-219.5
234.7-237.7
262.1-265.2

9t4
<1
(1
l±l

(1

3t2
2tl
III

2±1 13t4 2±1
( 2 14±2
- 14±2
- 10±2

6t3
lOt3
7±3

4±2
4t2

53110
70t10
78±lO
Slilo
86± 1o

30t20 -

- (1

- (1

- (1

- Ill

905-915
983-992

1067-1077
1093-1097
1107-1110

275.8-278.9
299.6-302.4
325.2-328.3
333.1-334.4
337.4-338.3

3±2
(1
(1

38±7

(1 
<1 I

<1 I

_ 51tO

- 412

- 12t2

_ 24±3
_ 34t4
_ '1

ll

3±2
813
3t2

11±3
613

83±10 -

68tlO -

63±10 -

9±4 80±20

1 

(1

1121-1126 341.7-343.2
1136-1139 346.3-347.2

- - - 2t1 4±2

- 54tlO - 2t± 10±3

14±5 *0±20



APPENDIX A (coat)

Core

Depth Clino- Mord-n- Anal- Tridy- Cristo- Opal- Alkali

sampl-' Em Method Sctite Mica ptilollt- it- ci-o site Quartz halite CT Feldspar Calcite Glass Hmatit- Other

J-13

427 130 1 - -

492 150 I - -

591 180 I 5±l -

607 185 Z 73±18 -

689 210 3 26±5 - ±l1

- - ~15±1
- - 8±1$I

Tr.
Tr.
1±1
Tr.
S±1

14S - 70±13 - - Tr. -

22±1 - 67*10 - - - -

- - - - 94±1 - -

7*1 - - - 20tle -

13±1 - 54±6 - - Tr. 

801 244 X
4- 282 X

1033 315 I
1 ) 1102 336 r
tt<20J 1194 364 C

\' 1293 394 X
1296 395 e
1345 410 1
1421 433 3
1457 444 t

1512 461 t
1515 462 X
1519 463 1
1575 480 1 2
1883 574 X

2±1 - -

3±1 Tr. -

1*1 ft. -

Tr. Ti. -

- Tr.

- Tr.

3±1 Tr. 27±3
2±1 , .- a0t

Ti. - 47±12

4*1 - 64t6
5tl - 56±8

20±4 - -
1±1 Ti. -

- 6t1 I tI
- - 2tl 29±l
_ _ 2±1 30tl
- - 2±1 20tl
_ - - 33t1

_ _ - 33tl

_ - - 36t
-- Tr.

_ - - Ti.

- 2±1

23tl - 66±10 -

3±l - 62±8 _
- - 69±9 -

- - 78±10 -

- - 678 -

- - 63±7 -

- - 64S -

- llt2 t1 I
- 25±5 13t2 -

- 8±2 7±1 Tr.

- 39±S 61 -

- 12*2 14±3 -

- 14 13t2 -

- - - 13±2 -

- - 67±8 Tr.

- - 24±3 -
_ - 29±3 -

_ - 31±4 -
_ - 65*8 -

66±8 Tr.

- S . -

- TS. -
T r.

- Tr -

T. -

- Tr. _->r

1±3 - -,#

Ot Ti. -

_ _i. -

_ T_.

Tr.

- - 5tl
_ - 1±1
- - 7tl
- - 2±1
_ _ 34±

1995 608 r
2001 610 1
2005 611 t
2133 650 1
2178 664 1

2t -

2±1 Tr.
2tl Ti.
- 2±1
- 1*1

- 43t2
- 42t2

35.tl

- 33±1
- 28±1
_ 27t±
- 32tl
- 32±1

2382 726 X 8±2 3±1
2533 772 1 21 2±1

2680 817 r 3±1 3±l

2982 909 X 2±1 2tl
2999 914 1 4t± 1±1
3251 99l t 33t7 Tr.

- - 25t1

_ - 13t±

2tl - -

- 34±1
- 32t1
_ 30t1
- 39t
_ 36±1
- 21±1

- - 33t4 -

- - 62*7 -

- - 61±7 Tr.

- - 56t7 Tr.

- - 44±5 2*1
- - 3414 7±1

T r.Ti. 

- Tr. -

- T.- -

*a-pl- designation, .g., 427 refers to a sapple from drill bole J-13 at 427-ft depth.

bt - Int-rnal Standard Method, 3 * External Standard Method.

Cifornblende.

%D dChlorito.
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APPgmDlx A (coot)

Core

Depth Clino- Horden- Sridy- Crasto- Opl- Alkali

Samples (a) Methodb ctlt- ica ptilolit- its mite Quartz balite CT Feldspar Glass Meatite Other

UE-25a#1

84 25.6 I
157 47.9 I
IS7 57.0 1
226 68.9 X
251 76.5 I

277 64.4 1
335 102.1 I
450 137.2 X
469 143.0 I
677 206.4 I

3tl -
1±1 -

42±6 2 1
24±5 21

- 1±1
Tr. Tr.

5±1 I r.
- Tr.

1±1 Tr.

- - Yr. 25±1
- - Yr. 24I1
- - Tr. 24tl
_ _ - Tr.

- - Tr. Tr.

- - - Tr.

- l - 5t2

- l7 3I 1 1711

- 61 2±1 20t1
- - 21±1 1211

- 69±9 - Tr.

~74t9 - -
- 74t9 - Tr.
- 19t2 36t9 -
- 14t2 59t5 -

- 16t2 60t2 2±1
- 77t3 - 1±1
- 69t0 - Tr.
- 64±10 - 1±1
- 66t± - -

Tr. '

733 223.4 I
744 226.6 I
$36 254.8 I
646 256.5 I
879 267.9 I

3±1 Tr. _
2±1 Yr. Yr.
1±1 Yr. Tr.

2l Tr. -
Tr. Tr. -

- 21 ltl 13t
_ Yr. 131 16tl

- - 31±1 Tr.
- - 31±1 31

- - 26±1 S±3

_ 60±t
- 67±
- 66±
- 60±7
- 63±7

T r.
T r.
T r.

694 272.5 I
937 265.6 I

1012 306.5 I
1061 323.4 I
1112 330.9 1

2tl r.

Tr. -

1±1 Yr.

- - 4±1 21tl 1Otl
- - 5tl 25tl lOtl

_ - 5±1 19±1 7t3
3tl - 2±l 32t 1±1
- - - 2861 7t2

_ 61t
- 61±9

_ 67±9
_ 60t
- 63±7

_ Yr.
_ Tr.

T r.
- 1±1

1153 351.4 1
1195 364.2 X
1264 365.3 I
1279 389.6 X
1324 403.6 I

1 ± 1 Yr .-
1±1 Yr. -

1±1 Yr. 5 ±1
6tl Yr. -

- - 80t12

- - 27±1

- 2 ± 1
- 24tl

6t2 - 2t±

9t3
St3
6±3
2tl

- 64±t - Yr.
- 62±7 - Yr.
- 61t± - -

- 6tl 65±2 -
6t± 4t1 - -

0 1

1356 413.9 I
1332 421.2 I
1424 434.0 I
1476 450.5 I
1526 465.7 1

- - 69±17

- r. 30118
_ - 70t14

2±1 - 63±7

1±1 - 35±11

10t2 -

43t± 
9t2 -

21$5 -

Yr.
Tr.
Yr.

4±l
2tl

- 17t3 2±1
_ 21t4 7±3

_ 17±3 3tl
_ 23±5 9t2
- 21t4 20ts

1566 477.3 I
1630 496.8 I
1680 512.1 I
1718 523.6 I
1624 556.0 I

7±1 3.t5
2±1 - 68±12
- - 66t±4
1II - 45tl2
6±1 2tl 1I61

Yr. _
6t2 -

1lt3 -

15t4 -

411
2±1
3I1
2t1

_ 29t6 24±4
_ 14t3 10±2
- 17±3 S5l

- 20t4 22±5
_ - 52t7- - 16±1



APPENDIX A cont)

Core

Depth Clino- Morden- Tridy- Cristo- Opal- Alkali
Sa-plea a) Methodb suectits ica ptilolita its mite Quarts balito CT Feldspar Glass Hematite Other

UE-25a01

1852 564.5 1
1904 580.3 I
1953 595.3 I
2002 610.2 C
2051 625.1 I

2113 644.0 1
2220 676.7 I
2304 702.3 S
2361 719.5 K
2408 734.0 I

T_ .
7tl Tr.
2±1 Tr.
Tr. Tr.
5tl -

- - 41tl
- - 341

_ _ 33tl

- - 41t1
- - 28±1

- - 51t6

- - 61±7
_ _ 61t7
- - 58t7

- ±ltl 2td

- Sr _

31 - - -
1±1 - 50±14 lt5
4tl - 39±7 13±4
3±1 1±1 - -
2±1 1±1 - -

_ sr.

- Tr.
- 12tl
- 46±2

- 38±1

65±8 - -

17±2 Ž6491 ±3.- b U~ -~
-15±3 14±4 - - -

- l~3- 33±7 _ _ _

- - 50C6 - 1±1 -

_ - 60t7 - Tr. ltid

_ - 58±7 - Tr. tId
- - 57±7 - Tr. -

2449 746.5 I
2492 759.6 I

2tl Tr.
4±1 1±1

_ - 4111

- - 36±1

aSamp1e dsignation, e.g. 84 refers to a ample from drill hole UJ-25a01 at 84-ft depth.

bI Internal Standard Method, - External Standard Method.

CCalcite.

dKalinito.
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AYPENDIX A cont)

Core

Depth Clina- Horden- Anal- Alkali
Sasple (a) Smectits ica ptilolite its ci-- Quartz Feldspar Calcite Rsolinite Other

UE-25b41H

2402
2450
2525
2596
2651

732.1 1515 6±4
746.3 10t5 7±3
769.6 10t5 10t5
791.3 10t5 6±4
606.0 10t5 6±4

- - ~40t10
- - ~40±10
- - ~40±10
- - ~40±10
- - ~40±10

40lO
40tl0
40±lO
40t 0
40tlO

64 -

6±4 -

2737
2832
2347
2355
2367

*34 .2 3t2 6±4
863.2 15t5 6t4
367.7 7±3 2,t
370.2 lt7 3t2
373.9 lt7 6±4

3t2 13a7

(2 13±9
3t2 13t7
- 3±2

- 30tlO
- 23t7
- 29t4
- 23t7
_ 30tlO

50±t1 0

44±10
3 0± 10
5 0±10

3t2

6:t4 

2379
2919
2946
2953
2983

3050
3092

3095
3093

877.5 23t7 15t5
$89. 7 - 10±5

397.9 6t4 6t4
900.1 6t4 6t4
910.7 10tS 10t5

929.6 10±5 lOt5
942.4 6t4 7±3

Fracture - 6t4
943.4 3t2 lOt5
944.3 10±5 lOt5

10±5

Tr.

3t2
sr.

10t5
30210

_ 30tlO
_ 23±7
- 40tlO
_ 40tlO
_ 40tlO

30tl0
30±10
40tlO
40t10
40tlO

50tlO
40t10
30tlO

50tlO
50±10

6t4

6±4
6t4
3t2

6t4
3t2
23±7

3t2

_ _ 30tlO
_ _ 50*10
_ - 40t10

_ - 40±10
_ - 30±10

3123

316 3

3135

3196
3222
3225
3257
3267

3293
3326
3362
3374
3393

953.4 1ot5 10ts
Fracture 3t2 3t2

964.1 3t2 10tS
Fracture - 3t2

970.3 13±7 15±5
Fracture 3t2 3t2

974.1 6t4 105t
962.1 3t2 lOtS
933.0 10±5 10t5
992.7 40±10 10t5
995.8 23±7 ±t4

1005.2 10t 6t4
1013.6 lOt5 lot5
1024.7 1I87 10ts
1023.4 lot± lOt5
1034.2 lOt5 7t3

- - ~3 0*10

- - ~~30±10o
- - ~~20±10o
- - ~3 0 ± 1 0
- - 1 0 ±5o t

50tlO
30tlO
50tl0
20±10
40t10

3t2
23t7

3±2
60t±O

70tlO - 6± 4 4.20o±lob

_ _ 30110

_ _ 30±10
_ - 30±10
- - 20±10
_ - 40±10

- Tr. 30tlO
- 3t2 30±10
- 3±2 30±10
- 20±10 30110
- 20±10 30±10

50± 10
60±10o
50±10
30±10
30±10

50±10
50±10
40±10
30±10o
30j10 10±5

Sr.
32
3t2



/4

APPENDIX A continus4)

Coro

Depth Clino- Morden- Anal- Alkali
sample (a) Snoctite mica ptilolite its ciao Quartz Feldspar Calcite Kaolinite Other

UE-25b#1H

3401 1036.6 3±2 6±4
3459 1054.3 10±5 10t5
3469 1057.4 10±5 10it
3506 1068.6 117 1ls
3530 1075.9 15t5 7±3

Fracture 15t -

3548 1081.4 lOt5 lOS
Inclusion 13±3 10±5

3571 1088.4 7±3 6j4
3572 1088.7 6±4 6±4

Inclusion lt87 105s

3602 1097.9 l0t5 6t4
Fracture 3±2 -

3660 1115.6 10t 6t4
Fracture - -

3708 1130.2 lOt5 614

3767 1148.2 lots lOt5
3792 1155.8 15i5 7t3
3835 1168.9 15t5 7t3
3880 1162.6 1StS 7I3
3901 1189.0 40i10 6t

3902 1189.3 40t0 3t2
3904 1189.9 30±1O -
3910 1191.8 10±5 -

3926 1196.6 15t5 10±5
3956 1205.8 23t7 l0tS

3963 1207.9 30t10 lOt5
3988 121S.S 18t7 18t7

Fracture 3t2 3±2

- 20t1O 30tlO
- 20±10 30±10
- 20t10 30t1O
- 20tlO 30tlO
_ 23±7 30tl0
- 0lo5 30±10

- 3t2 30t10
_ - 23t7

- 3±2 40t10
- <2 30±10
_ - 30t1

- 20±10 30t1O
- 10±5 6*4

23t7 30±10
- 23±7 15i5
- 2317 30±10

- 23t7 35t1O
- 10±5 30±10
- 23j:7 30I10
_ 15 30±10
- Tr. 30±10

6t4 - 23t7
- 23t7 30±10
- 6±4 40*10
- - 30±10

- 3±:2 23±7

- 18±7 30±10
_ - 30±k10

- - lOt5

30t10
23t7
30±10
30±10
40±10
30t1O

40tO
40±10
23t7
40±10
30±10

30±10

30tO
6t4

40±10

23±7
40±10
30tO
30±10
23±7

23t7
23t7
40±10
30I10
40±10

30tO
40tlO
1I3s

3t2
6±4
6±4
6±4
3±2

6t4
15+5
30±10
23t7
10±3

10±5
Oto
6t4

60tO

10±5
6t4
6t4

10±5

2 317
3±2

15t5
6±4

6t4

80tl

Itz

6t4
6t4
Gti4

713

3t2
(2
3±2
(2
(2

2

312

3t2

4 0±1 0a

6t4
3t2
3±2
3±2
ft.

6±4
3t2

Tr.

a Fluorite.
b Todorokits.
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APENDI A (coat)

Cuttiags, Sidewall, nd Core

Depth Clino- Morden- Anal- ridy- Cristo- Opal- lkali U...- Cal- Dolo-

Sample ) Metbodb Sctito Mica ptilolito ito ci-- mite Quartz balite CT Feldspar tito cite site Other

UE-25pi

200-210 61.8-64.0 I
260-270 79.2-82.3 E

280-290 85.3-88.4 E

410-420 125.0-128.0 X

570-580 173.7-176.8 1

$10-820 246.9-249.9 1

900-910 274.3-277.4 I

1040-1050 317.0-320.0 t
1240-1250 378.0-381.0 E

1260-1270 384.0-387.1 E

- li - - - 14±l - 6±3 - 76±14 2±2 -

2t1 Tr. - - - Tr. 3±1 24t4 - 71t14 - -

2tl Tr. - - - Tr. St 25±4 - 6814 - -

3±1 Tr. - - - 4±1 9±1 24±2 - 59±8 lt -

2±1 Tr. - - - Tr. 30±2 3±1 I 67±t Tr. -

2t Tr. - - - - 27±2 5±2 - 59t7 Tr. -

lt Tr. - - - - 36±2 lt - 61±7 Tr. _

- Ti. - _ - - 27±2 5±2 - 67t Tr. 

lt - 54±8 - - - Tr. - 20±8 24t6 - _
1±1 - 62±lO - - - Tr. - 23±t 14t4 - -

1290SW 393.2 I 21 - 37±3 - _ _ 3tl - 22±9 39±6 - -

1340-1350 408.4-411.5 r Tr. - 56±4 - - - 2±1 - 20t6 21±4 - -

1400SW 426.7 1 10±3 1±1 34±2 - - - 17±1 - - 29±4 - -

1420SW 432.0 1 12±4 1±1 - - - - 24±2 - - 40±5 lt -

1470SW 448.1 I 5±2 - - 34tl - - 2512 - - 40±12 - -

9t6-

2t7c

2±14

1590-1598 484.6-4B7.1 I
1640-1650 499.9-502.9 I
1690-1700 515.1-518.2 t

1730-1740 527.3-530.4 I

1790-1800 545.6-546.6 I

1830-1840 557.8-560.8 I
1670-1880 570.0-573.0 I

1920-1930 585.2-588.3 I
1970-1980 600.5-603.5 I
1990-2000 606.6-609.6 I

2030-2040 618.7-621.8 I

2070-2080 630.9-634.0 I

2120-2130 646.2-649.2 I

2150-2160 655.3-658.4 I

2210-2220 673.6-676.7 I

5±2
7±2
3±1
lt

- 3tl -

- 40t3 -

- 60±4 -

- 45±8 23±7

- - 39t2 - - 60t7 Lt -

- - 37±2 - - 56t7 lt -

- - ltl - 17t6 25±4 - _

- - 4tl - 14±4 17±3 - -

- - 1211 - - 18S5 - -

Tr. 2±l -

3±1 - 9±1
5±2 2±1 -
Tr. li -
III III -

- - - 45±2 -

- - 27t2 -

_ - - 28±2 -

- - - 35±2 -

- - - 39t2 -

- 39tS lit -

- 55t7 Tr. 
- 64±8 21 -

- 61±7 lit -

- 60±7 Tr. -

2±1 Tr. - - - - 31±2 -

Tr. Tr. - - - - 39t2 -

Tr. Tr. - - - - 36t2 -

3±t Ti. Tr. - - - 29t2 -

3±l - - 2184 14±l - 28t2 -

- 59t7 1±1 -

- 59±7 lt -

- 65± lt -

- 61t7 1±1 1±1
- 33t9 - Tr.

- 52±7 - -
- 32t5 - Tr.
- 45t5 - Tr.

- 49t6 lt -
- 51±6 III -

2240-2250 682.8-685.d t 7±2 l± -

2280-2290 694.9-698.0 I 6±2 3t1 31±2

2330-2340 710.2-713.2 I 11±3 li± 2±1

2370-2380 722.4-725.4 I 7±2 2t1 -
2410-2420 734.6-737.6 I Tr. l± -

3±1 8±1 I 29±2 -

- 4tl - 22t2 -

- 4tl - 32±2 -

- - - 40t2 -

- - - 43±2 - Trd



APPENDIX A cont)

Cuttingr, Sidewall, and Core

Samples
Depth Clino- Morden- Anal- Tridy- Cristo- Opal- Alkali MN-a- Cal- Dolo-
(a) Mothodb S ctito ica ptilolite its cino mite Quartz balite CT Feldspar tit- cite mite Other

Ut-25p11

2460-2470 749.6-752.9 X 2tl 1±1 -
2510-2520 765.0-768.1 I - 2t1 -

2570-2580 783.3-76.4 I 2tl 2±1 -

2630-2640 801.6-804.7 I 7t2 1±1 -

2650-2660 807.7-810.8 I sts5 1t1 -

2690-2700 *19.9-823.0 I 4t1 1tl -

2750-2760 838.2-841.2 I 13t4 1±1 13tl
2790-2800 850.4-853.4 r 21t6 1±1 4±1
2840-2850 865.6-868.7 I 25±6 Tr. -

2890-2900 680.9-883.9 r 1t55 Tr. -

2940-2950 896.1-699.2 I 4tl 1tl -

2980-2990 906.3-911.4 I 6±2 1I1 -

3030-3040 923.5-926.6 I 11±3 Tr. 1tl
3080-3090 938.8-941.8 I 155 Tr. -
3130-3140 9S4.0-957.1 I 6t2 Tr. 2tl

3160-3170 963.2-966.2 I 13±4 Tr. 3t1
3230-3240 984.5-987.6 1 S±2 - Yr.
3270-3280 996.7-999.7 I 5±2 - 2t±
3320-3330 1011.9-1015.0 a 2St10 - 4tl
3370-3380 1027.2-1030.2 I 22t7 - 2±1

3410-3420 1039.4-1042.4 I 7t2 - 3tl
3453C 1052.5 I 6±2 - 2t1

3460-3490 1060.7-1063.8 I 7t2 - 7±1
3510-3520 1069.8-1072.9 I 11t3 - -
3SS0-3560 1082.0-1085.1 I 4±1 2±1 -

3560-3570 1085.1-1088.1 3 7t2 1tl -
3590-3600 1094.2-1097.3 I 9t3 - -
3630-3640 1106.4-1109.S I 19t6 - -
3650-3660 1112.5-1115.6 I 19±6 - -
3660-3670 1115.6-1118.6 1 16t5 1±1 -

3690-3700 1124.7-1127.8 I 1s5s - -
3720-3730 1133.9-1136.9 3 206 - -
3750-3760 1143.6-1146.6 1 15±5 - Yr.

rJ 3790-3800 1155.2-1156.2 1 14±4 - -

'n 3820-3830 1164.3-1167.4 1 9±3 - Yr.

- - 32±2

- - - 24t2 -

_ - - 30t2 -

- - - 34t2 -

_ _ - 31t2 -

- - - 34t2 -

_ _ - 32t2 -

_ _ - 29t2
- Sr. - 42±2 -
_ - - 34±2 -

- 2tl - 36t2 -
- 6±1 - 29±2 -
- Sr. - 30t2 -

- - - 44±2 -

- Stl - 34±2 -

- 1ll - 37t2 -
- 19±1 - 38t2 -

- 1311 - 36t2 -
- - - 38t5 -

_ - - 35±2 -

- 6tl - 35t2 -

- 13t1 - 38±2 -

- 4tl - 40t2 -

_ - - 37t2 -

_ - - 43±2 -

_ - - 42±5 -

- - 42t2
- - - 32±2 -

- - - 29±2 -

_ - - 30±2 -

- 3tl - 36t2 _
- 2±1 - 27±4 -
_ - - 33±2 -

_ - - 35±2 -

_ - - 44t2 -

- 61±7 1tl - - 1±1
- 77t9 1tl - - -

- 71t± 1tl - _ _

- 57±7 1tl - -

_ 51±6 2tl III -

- 56t7 1t± Yr. -

- 35±5 1I1 Yr. -

- 39tS 2±l Yr. -

- 34t4 2±1 - -
- 47±6 1±1 2tl -

- 55±6 Tr. - -

- 55±6 1I1 - -

_ 53±6 1±1 1tl -
- 34t4 Yr. Yr. - 3tl-
- 506t - ltl - Tr., Yr.'

- 39tS - - -
- 37t4 - - -

- 43±S - _ _
- 25±s Yr. tl -

- 35±4 1t1 Yr. -

Yr.9

7±39
4tl'

- 44±5 Yr. T _ Yr.- 1tl9
- 39±5 - Tr. - -
- 42±5 - 1I± - _
- 49±6 - 1t1 - 3t1'
- 45t5 1tl 1±1 - -

- 49t9 Yr. t±I - -
- 4866 Yr. - - -

- 41t5 2±1 1±1 - 6129. i1ih
- 42tS 2±1 221 - 4±1w 1t±h
- 51±6 2±1 5±1 - itIb Sr.I

- 38±4 ±tl ±tl - 4t1w, 1tib
_ 41±t 1±1 4±1 - 319 lth
- 36±4 1±1 1±1 6±1 Tr.- 
- 23±3 - 4tl 21±2 It1
- 19±2 - 2±1 22±2 -
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APPENDIX A (cont)

Cuttings, Sidewall, and Cor-

Depth Cliao- M4orden- Anal- Tridy- Cristo- Opal- Alkali Mesa- Cal- Dolo-
Sample (a) Nothodb Smctit- ica ptilolitc it* ciao *ite Quarts blite CT Feldspar tits cite mite Other

Ug-25pi1

3860-3470
3913C
3916C
3928C
3940-3950

1176.5-1179.6
1192.7
1193 .6
1197.3

1200.9-1204.0

I
I
I
I
I

10t3
3tll
45I14
40tl2
9t3

_ _ _ - - 52±3

_ -- - - 53S3
_ _ _ _ - 49±2

- _ - Tr. - 39t2

- 3314 - 1±I
_ _ - ±1
_ _ - 3tl

- - - 47t2

- 44S 1±1 -

_ Tr.b
_ lii

_ 3t19

3980-3990
4040-4050
4070-4080
4080-4090
4170-4130

1213.1-1216.2
1231.4-1234.4
1240.5-1243.6
1243.6-1249.1
1271.0-1274.1

I
I
I
I
I

13t4
16ts
29t9
2tl
9t3

- 2±l - 2tl
- 21t - Tr.
1±1 l±1 - Tr.

_ 32t3
- 29t2
- 30t2
- Stl

_ 8±1

- 486
_ - 29t3

- - 38t5

±l1
1±1
Tr.
3±1
4±I

23±2
tl

8 St6
80t6

5±2'
6±2

Tr. 

4313-4318 1314.6-1316.1 I 1I± - - 4±1 - 4±1 93t7

aSsmplea followed by SW era sidewall samples; those followed by C are drill core samples. The remaining amples are all drill cuttings.

bI Run uing the Internal Standard Method; a a Run using the Xxternal Standard Method.

dso~linits.

Lsu-ontit-.

fUornblonde.

9Illit-e

hchlorite.

irluorit- .



APEDIX A (cont)

Core

Depth Clino- Norden- Anal- Tridy- Cristo- Opal- Alkali

Samploe (a) Methodb Smactit- Mica ptilolite ito ciao site Qu'Artx balito CT feldspar Calcite Glass ematit* Other

USN G-l

292 89.0 X
352 107.3 I
399 121.6 I
450 131.2 I

553 168.6 I

- 1I1 -

- Tr. 3±1
_ Tr. -

3tl Tr. -
2tl - -

- - 4tl
_ _ 9±1
- - 12tl

_ - 24±3

_ - 7t

_ - 20±2

_ _ 6±1

- - Tr.
_ _ 6tl

- - 41

1±t 1 15±1 72±10 -

- 8±4 - 73t12 -

- St2 - 78*13 -
2±1 6t3 - 67±15 -

4t1 27±2 - 61±9 -

2t1 11±1 - 65t14 Tr.
4±l 24tl - 64±l0 -
3tl 22±1 - 72±9 -

4±1 27±1 - 67t9 -

4±1 26tl - 65t9 -

- Tr. -

- 1±1 -

- 1±1 Tr.C

- 1±1 -

- 1t -

- Itl -

- 1tI -

- tl -
- Tr. -

619 186.7 I
673 205.1 I
722 220.1 I
757 230.7 T
819 249.6 I

874 266.4 I
936 285.3 I
995 303.3 I

1063 324.0 I
1104 336.5 I

1123 342.3 r
1179 359.4 1
1191 363.0 I
1240 378.0 I
1274 388.3 I

1281 390.4 I
1286 392.0 I
1319 402.0 I
1341 408.7 t
1357 413.6 S

1392 424.3 I
1400 426.7 I
1492 4S4.8 I
1539 469.1 1
1561 475.8 I

1639 499.6 I
1693 516.0 I
1748 532.8 I
1774 540.7 I
1784 543.8 I

2±1 Tr.
Il T.
2±1 Tr.
l1 Tr.

2±1 Tr.

2±1 _
3:tl _

2±1 Tr.
2±1 -

_ - 7tl 19±1 5t2 _ 66t0 -

_ _ - 28tl - - 40t5 35t

_ _ 5±1 4±1 23tl - 64±9 -
- - 7±1 lt± 16*1 - 64±10 -
_ _ 41t 1ltl 20tl - 59t8 -

_ Tr

T r.

- 1±1
- 1±1

TI.

2±1 Tr. -

3±1 - _
4±1 -

2±1 Tr. -

2±1 Tr. Tr.

2±1 Tr. -
33±7 - 10tl

- - 2tl
1±1 - -

Tr. - 6±1
Tr. - 83±10
Tr. - 63±17
1t1 Tr. 46±7
Tr. - 62±l8

- - ~6±1 7±1l 18±1 64±10 
- - ~3±1 15±1 19±1 - 56±7 -

- - ~6±1 11±1 16±1 - 63±9 
- - 2±1zt 15±1 17±1 - 64±8 
- - ~2±1 16±1 18±1 - 62±8 

Tr.
_ 11l
- 1l
- Tr.
- Tr.

- - 2tl 18tl 14±1 - 66±t
- - - 3t 16I1 - 38tS

- - - Tr. - 3t 5t
- - - Tc. - 4±1 6±1
- - - Tr. - 3tl 7±1

- 92±2
- 87t2
- 88±2

- 882

Tr._

_ _

11t3
Tr.
17±4

Tr.
2t1
3±1
11±1
2±1 

_ 2tl 3tl
- 12t2 2t
- 19±4 5±1
- l9t4 17±3
- 11±2 6t2

Tr. - 60t4
- - 50±15
- - 55±17

Tr. ±l1 49t8
4±1 Tr. 25±5

12±3
16±4
11±2
11±2
13±4

_ - 3tl
_ - 3±1
_ - 3±1

- - 13±1

- 12±2 10±2
- 15±3 13t3
- 26t5 4±1
4tl - 19t4
7±2 - 41t9 1± - -- Tr. 91



APENDIX A (cant)

Coro

Depth Clino- Horden- Anal- Tridy- Cristo- Opal- Alkali

Samples (a) Mothodb Sctite ica ptilolite its ciao mit- Quartz balito CT Feldspar Calcite Glass ematite Other

USW G-1

1799 548. 3 1
1819 554 4 I
1942 591 .9 1

2136 651 1 X
2173 662. 3 X

3tl - 51±12 -

1±1 - 431I2 11±3
2±1 - - -
- - 17t9 34ta
- Tr. 33±5 9t2

_ _ 2±1

- - 28±1

-- Tr.

-- 2tl

_ 35±7 12±2
- 20±4 26±6

5±2 - 67t6
- 23±5 22±7

8±2 - 418t

2190 667.5 X
2198 670.0 1
2256 687.6 X
2279 694.6 1

2290 698.0 R

4±1 Tr. 51±9 -

t±1 Tr. 46±9 2tl

- - Ir. 44±7

Tr. Tr. 2914 3 8

2±1 Tr. 31±15 43t0

_ -_ 4t - 23t5 19t3
_ - 4±1 - 20±4 20±4

_ _ 3±1 - 22t4 26±9

- 3±1 - 8t2 21±7
_ _ 3±1 2±1 - 1±7

2316 705. 9 r
2401 731 8 1

2456 748.6 X

2486 757. 7 X
2499 761 .7 r

2506 763.8 X

2544 775.4 I
2564 781. 5 X
2600 792.5 r
2606 794.3 X

2607 794.6 1
2622 799.2 t

2641 805.0 I
2663 811 7 1
2734 833.3 1

2765 $42.8 X
2804 854.7 X
2805 855.0 X
2820 8S9.5 r
2838 065.0 r

- Sr. 3C'±9

1±1 Tr. -
1±1 1T1 -
Tr. Yr. -

23±5

Tr. r. - -

r. r. - -

Tr. Tr. 40±1S 27±6
- - 48t22 39t9

Tr. - 42t13 26t6

- - 19±1

_ - 35±1

_ - 32±1

_ - 33±1
_ - 32±1

_ _ 32±l

_ _ 36±L

- - 31
_ - Yr.
- - 12±1

- - 20±1

- - 21I1

- - 4tl
_ _ 5tl
- - 16tl

_ - 27±7
Tr. 6217
_ - 67±8
- - 67±8

Tr. 66±8

Tr. - 6317
Yr. - 64t
- 10±2 20±6

- 2tl 12t4

- 1±1 17±5

1±1 - 29±7
1±1 - 30±7

7±2 - 44I8
4±1 - 33Sl
8±2 - 40t7

*±2 - 52±7
1±1 - 6217

1±1 - 62t7

Sr. - 65±8
- - 64,8

- - 1±1 -

_ - Sr.

- - Y~r. 

- - Y~r. -

- - Y~r. -

_ - Tr.

_ - Sr.

- 26±7
Yr. Tr. 30±6
2±1 2tl 30t4
Sr. 2±1 40±$
Tr. 2±1 31t3

4±1 1±1 15±1
1±1 I±1 -
3±1 Yr. -

1±1 1±1 -
2±1 Yr. -

21±4
14t3
6t2
15±4
4tl

Tr. - - 18±1l
- - 31±1

- - 33±1

- - - 36±1

- - - 31±1

2868 874.2 X
2884 879.0 r
2915 888.5 r
2932 893.7 1

2937 695.2 r

1±1 Tr.
2±1 1±1
2±1 1±1
1±1 1±1

2±1 2± 1

- - - ~~36±1
- - - ~~34±1
- - - ~~36±1
- - - ~~36±1
- - - ~~35±1

Yr. - 63±7

- - 64t8

- - 61t7

- - 64±8

- - 63±7



APPENDIX A cont)

Core

Depth Clino- Horden- Anal- ridy- Cristo- Opal- Alkali

Sanplea (ml Method Sctite Mica ptilolite its cise mite Quartz balite CT feldspar Calcite Glass Hematite Other

usw C-1

2948 898.6 I 2±1 1±1 2±1
2966 904.0 X 1±1 2±l -
2981 908.6 X 3tl 1tl -
3018 919.9 X 18±4 tl 7tl
3079 938.5 X 11±2 l1 13t1

- 4tl -

- 5tl -

30tl
36tl
37t±
33tl
36t1

- - 67t8 1tl
_ - 61t7

- - 58±7 -

- - 34t4 Tr.

- - 34t5 -

3167 965.3 I 10±2 1tl 19tl
3288 1002.2 I 17t3 Ir. 40k2
3401 1036.6 I 4±1 Yr. 10l
3523 1073.8 I 7±1 Tr. 13tl
3621 1103.7 X 24t5 - -

3810 1161.3 z 65t13 - -

3940 1200.9 X 48tlO Tr. 2tl
4246 1294.2 I 17t3 Yr. -
4400 1341.1 I 7tl ll -
4503 1372.5 X 4tl tl -

4555 1388.4 I 21±4 Tr. -
4612 1405.7 I 13t3 2tl -
4626 1410.0 X 4tl - -
4652 1417.9 I 71 Tr. -
4700 1432.6 X 6l Sr. -

_ 5±1 -

- 1±1 -

- 2t -

- 11t -

31tl
18tl
38tl
32±1

3±1

_ 2tl -

_ 6tl -

- 13tl -

- 19tl -

- 2l± -

- 7t -

- 1l -

- 7tl -

19±1
38tl

39tl
39tl

22tl
34tl
42±1
40tl
46tl

- - 31±4 -

- - 20±3 -

- - 43t6 Tr.
- - 46t6 2t

6t2 59t7 2±1

- - 37t4 2±1
- - 23t3 Yr.
- - 38tS -

- - 42t5 Yr.
- - 37±4 2±1

- - 47±6 Yr.
- - 541± -

- - 52±6 4t
_ - 38t -

- - 40t5 -

- 2t1
2±ld

- Yr. -

- Yr. -

4750 1447.8 I
4805 1464.6 X
4848 1477.7 I
4876 1486.2 I
4912 1497.2 T

8±2 tl
8t2 Yr.
6±1 Yr.
4t1 Yr.
7t Yr.

- 1±1 
91 

- 1±1 
4±1 

- 81 

37±1
38tl
41±1
45±1
43tl

- - 445 -

- - 43±5 21
- - 38t5 -

- - 45t5 21

- - 374 -

4941 1506.0 I 27±5 Tr.
4958 1511.2 X 8±2 -
4998 1523.4 X 30t6 Yr.
5026 1531.9 I 5tl Yr.
5049 1538.9 X 52±lO 2t

- 7±1 -

- 7tl -

- 3t -

- 2t -

27t
46tl

39t
45t'
5tl

_ - 25±3 6t
_ _ 30t4 -

- - 27t3 Tr.
- - 51±6 -

- - 28t3 Yr.

_ - Tr.C

- Yr. -

T r. Yr 4

- s- Tr.
4

_ - Yr.4

5093 1552.3 I
5126 1562.4 X
5167 1574.9 X
5212 1588.6 X

%O 5253 1601.1 X

5tl Yr. 3tl
2±1 tr. -
2±1 Yr. -
1:1 tr. -
1t± Yr. -

_ 2tl -

- 15t -

- 14t1 -

- 16tl -

- 27tl -

39±1l
50±1
46±1l
48±1
36±1t

_ _ 47t6 2t±
33±4 Yr.

- - 40±5 Yr.
- - 38±5 -

- - 35±4 Yr.



0
APPENDIX A cont)

Core

Depth Clino- Horden- Anal- Tridy- Cristo- Opal- Alkali

£amplea (a) Methodb Sctite ica ptilolite its ci-- nito Quartz balits CT Feldspar Calcite Glass Hematite Other

USW G-1

5296 1514.2 1 2±1
5310 161t.5 I 29±6 Tr.
5311 1616.8 1 6±l - ±1
5329 1624.3 S ll12 - -

5338 1627.0 I 41± S Tr. 1±1

5348 1630.1 S 9±2 Tr. Tr.
5378 1639.2 S 46±9 Tr. 15l1
5412 1649.6 I 5±t l±l -
5433 1656.0 I 35±7 2±1 2011
5450 1663.6 I 26±5 Tr. 25t2

5477 1669.4 I 5t1 - -

5498 1675.8 S 5l Tr. -

5534 1686.8 1 3't8 11 20t1
5560 1694.7 1 5±l 1ll 16±1
5596 1705.7 S 2±1 2±1 1±1

5637 1718.2 1 3±l l±l -
5679 1731.0 1 20±4 Tr. -
5699 1737.1 X Stl Tr. -
5746 1751.4 1 12.t2 Tr. -
5803 1768.8 S 10±2 Tr. -

5847 1782.2 S 13t3 Tr. -

589$ 1797.7 I 7tl Tr. -

5947 1412.6 I 12t2 - 211
5990 1S22.7 S 14±3 Tr. 4t1

- 19±1 -

12 ±1 

_ 12tl

- 12tl -
- 17±1 -

- 4tl -

23t7 - -

- 7±1 

- 1611 -

- 131 -

- 9±1 -

- 101 -

- 12±1 -

- 15±1 -

37tl
23±1
46t±
40tl
U~tl

35tl
17tl
40±1
91
18±1

44±1

38113ll

21tl
34l

38±1
241L
33tl
32tl
29tl

29t±
42tl
28±1
29±1

_ - 39t5 -

- - 52±6 -

_ - 45t5 l±l

- - 4015 -

- - 26t3 Tr.

- 44t5 9±1

_ - 24t3 -

_. - 40t5 -

- - 21t4 2±1
- - 28±4 Tr.

_ - 36±4 -

- - 4115 Tr.
_ - 2413 ll

_ - 338 Tir.
- - 5ot6 2±1

- - 42t5 Tr.
- - 36±4 Tr.

-- 50±6 Tr.
- - 46tS Tr.
_ - 54±6 11

_ - 5416 Ill

- - 34±4 Tr.
- - 3414 1±1
_ _ 40±5 Tr.

_ _ Tr.d

_ _ Tr.d

_ _ Tr.d

_ _ ~~Tr. d

_ - 2±lC
- - Ti~sr.d

- - l7 ld

- - Tr.d

- - lTlA
- - lfl-1±1d

_ - i i~~lild
- - , ~2.tld

Sample designation, .g., 292 refors to a &mple from drill bole USW G-1 t 292-ft depth

b- Internal Standard Method. E - External Standard Method.

cllornblond- -

4 chloiite.

*Laumontito(?I.



APPENDIX A cont)

Core

Depth Clino- Harden- Anal- ridy- Cristo- Alkali
Saapl* l-) Smectito mica ptilolite ito ciao *it- Quartz balite Feldspar Calcite G1ss Other

USW G-2

10
100
200
230
270

304
331
338
358
395

501
547
548
561
627

675
'23
743
762
770

822
055
898
921
951

984
1032
1072
1133
1178

1234
1281
1331
1382
1420

3.0 -

30.5 _
61.0 -

70.1 -

82.3 614

7t3
3t2

_ - 15tS
_ - IS±7
- - 10 ±5

- 10±5_ _ _~ot

40 ±10
40 ±10
40 ±10
40 ±10
40 ±10

40tlO _
40tlO _
40t±O -

40tlO _
40I10 23t7

92.7 - _ _
100.9 40t±O - -

103.0 50±10 - -

109.1 23±7 - -

120.4 10±5 2 -

152.7 12±8 (3 -

166.7 10tS 3±2 -

167.0 - 3i 2 7±3
171.0 15±5 (3 15t5
191.1 lOt5 3t2 15t5

205.7 40t±0 3t2 23±7
220.4 10tS 3±2 -

226.5 35±10 3±2 3t2
232.3 3t2 - 75i8
234.7 (2 7t3 -

250.5 7t3 3t2 -

260.6 3±2 3±2 -
273.7 (2 3±2 3t2
280.7 15±5 - -

289.9 (2 - -

299.9 6+4 - -

314.6 6t4 (2 -

326.7 6t4 (2 -

345.3 10±5 <2 -

359.1 3t2 (2 -

376.1 6t4 - -

390.4 10tS - -
405.7 10tS - -
421.2 l0ts (2 -
432.8 10tS - -

_ - 15±5 7t3 40±10

_ _ _ _ 40t±O

- - r. 7±3
- - - 3±2 15ss

_ -- - 7t3
- - ~- - 1 0 ± 5
- - ~- - 30 ±10

_ _ - - 30t±1

_ _ - - 30t±0

- Tr. 7t3
_ _ _ - 3t2
_ - - lOtS lOtS

- - 15± - lots

- - - - 23t7

40±10
15±5
7t3

30±10
23t7

15±5
15±5
40±lO
32t8
40±10

- 40tlO -

- 30tlO -

_ 40t±O -

- 50tlO -

- 50tlO -_ M _l _

_o_ _

23±7 - - -

7±3 40±10 23t7 -

15±5 10±5 20±7 -

3t2 - - _
70tlO - -

40±10 - -

40±10 - - -

sotlO - - _

30±10 7t3 - -

30tlO - - _

- - 15±5 - 30t1O

- - 10±5 - 30t±0
- - 7t3 - 30±10
_ _ - 30t±O 23±7

- 23t7 30t±0

_ _ - 23t7 15tS
_ _ - 23t7 30t±O

_ _ - 30t±O lots
- -23±7 30t±o

_ - - 18t7 30t±0

_ _ - 18±7 30t±O

- - - 23t7 23±7
_ _ - 23t7 30±10

- - 23t7 23t7

- - - 23t7 30±10

23t7 23t7
30t±0 -
40t10 -
50±10 -
40±10 -

4 0 ± 1 0 
40 ±10 
40 ±10 

40 ±10 



w APPZNDIX A (cont)

Core

D-pth Clino- orden- Anal- Tridy- Cristo- Alkali

esaple (1- S--ctito mica ptilolite ito cino site Quartz balite feldspar Calcite Glass Other

USW G-2

1461
1536

1585
1634
1664

445.3 10±5 -

468.2 15t5 -

483.1 10t5 -

49$.0 40t10 (2
507.2 2 -

3±2

3t2
40t10

2

_ _ - 15±5 40±10

_ - - l5 40t0
_ - - t187 30tlO

_ _ _ - 23±7

_ - - 7t3 713

40l10
40tlO
40tlO

I 5±5 - 60±10

1691
1745
1752
1798
1848

1899
1952
2001
2078
2158

2248
2353
2430
2528
2667

2744
2820
2869
2887
2950

2970
3037
3067
3192
3226

515.4 10t5
531.9 15±5

534.0 10t5
548.0 (2

563.3 -

_ 500tl 7t3

- 40tl0 7±3

_ 60±t0 7t3

- 50tO 23t7

- 50t0 23t7

-- 2015
- 7t3 23±7

- - 3±2 lOt5

_ - 10±5 15t5

_ - Tr. 2317

10±5
15tS

7t3
23t7
15tS

578.8 <2 (2 50t10 23±7 -

595.0 - 3t2 7*3 50±10 -

609.9 - (2 7t3 50tl0 -

633.4 3t2 3±2 30t10 30t0 -

657.8 3t2 3t2 30t10 23t7 Tr.

685.2 3t2 (2 30tl0 30t0 -

717.2 (2 6t4 10±5 30tl0 -
740.7 3t2 10t5 30t10 10ts -
770.5 3t2 10ts 3t2 23±7 -
812.9 3±2 7t3 - 30tl0 -

- 713 Iss

- I5±5 15ts
- 15±5 1sts
- 7±3 155
- 713 23±7

- 10±5 23t7

- 23±7 23t7
- 30t0 5±5
- 30t0 3±2

- 23t7 3t2

15ts
15t5
23t7
15t5
15tS

23t7
15t5
30tlO
30±10
40tlO

836.4 3t2 (2
859.5 (2 (2

874.5 (2 3t2

880.0 3t2 2

899.2 6±4 3

905.3 10ts e3

925.7 40to (2

934.8 - (2
972.9 7t3 -

983.9 6t3 -

_ _ - - 40t0 7±3

_ _ _ - 30t10 6t4

_ _ _ - 30±10 3t2

- - - 30t10 3r2
_ _ _ _ 30±10 6*4

_ _ _ _ 40±l0 5±5

- 3t2 - - 30t0 3±2

7t3 30*10 - - - 30±10
30±10 ltS Tr. - 30tl0 3±2

1±1 - 30tl0 - 34*10 -

50±10
60t1O
60±10
60t1O
50tl0

-

5Ot1O
23t7
30tlO
30tlO
29±10

23*7
50±10
60t10
23t7
6OtlO

3250
3308
3330

3349

990.6 23t7 <2

1006.3 3t2 15±5
1015.0 - 6t4

Fracture 10±5 6t4

1020.8 (2 614

10±5 10±5 30t10 - 23±7 3t2

- - - 23t7 5t5
- - - 30tl0 5±5

- - - 15S -

- - - 23±7 5S
- 50 tlO



APPENDIX A cont)

Core

Depth Clino- Morden- Anal- Tridy- Cristo- Alkali
Sample in) Smctite mica ptilolit- its ci-o nits Quartz balite Feldspar Calcite Glass Other

USW G-2
1p

3366
3416
3454
3492
3512

1026.0 (2 6t4
1041.2 2 6±4
1052.8 28±7 3t2
1064.4 18±7 3t2
1070.5 155 7t3

_ _ _ _ 30±10
_ _ - - 30tlO

_ 23t7 Tr. - 25t1O
_ 23t 7t3 - 30tO
- 6t4 15±5 - 30±10

5ts 60±10o
60±10
25±10O
23±7
40±10o - - 3 t2b

3541
3578
3627
3671
3720

1079.3 10±5 7±3
1090.6 23t7 10±5
1105.5 15I5 10±5
1118.9 lOt5 7±3
1133.9 10t5 7t3

- 30t1O - 30±10
23t7 - - 30±10

- 3±2 - 30tl0
- 7±3 - 30±10
- Tr. - 30t±O

- 23t7 -

- 23t7 -

- 40tO -

- 40t1O 7t3
- 40tlO -

- 3 t 2 b

- <2 b

3724
3750
3772
3795
3833

1135.1 25t 3t2
1143.0 25t5 10ts
1149.7 23±7 7t3
1156.7 32±8 -
1168.3 30±10 6t4

_ _ - 40tlO

_ _ _ 30±10

_ - - 30tlO

- (2 - 40t±O
_ - - 30t10

- 30t10
- 40tlO
_ 40tlO
_ 30tlO
_ 30tlO

- - 3 t2b

- - 3 tZb

3875
3908
3933
3968
4005

4090
4167
4199
4209
4267

4329
4467

4570
4788

4805
4816
4838
4873
4885

1181.1 25±5 7±3
1191.2 18t7 -

1198.8 15±5 -

1209.4 18±7 6±4
1220.7 15±5 lOt5

1246.6 23±7 18±7
1270.1 15t5 15S
1279.9 1SIS 10±5
1282.9 10t5 7±3

1300.6 I55 7t3

1319.5 10t5 6t4
1361.5 10±5 6±4

Pumice 23t7 -
1392.9 10t5 7t3
1459.4 15t5 3±2

1464.6 20±10 -
1467.9 23t7 -
1474.6 23±7 -

1485.3 30±10 -
1488.9 30±10 -

- 3t2 - 40tlO
_ - - 30l10

- 30tlO - 30tlO
- Yr. - 40tlO
- 3±2 - 23t7

- 6±4 - 23±7
_ (2 - 23t7
_ sr. - 18t7
- 6t4 - l8t7

- 3t2 - 30tlO

- 3t2 - 30±10
- 3t2 - 23t7
_ _ - 23t7
- 3t2 - 30±10

- Tr. - 30I10

- Tr. - 40±10
- Yr. - 40tl0
- 3t2 - 30tlO
- (2 - 30tO
_ - - 30tlO

- 23±7 -

- 40±1O 6t4
- 30±1O 7±3
- 40±10 -
- 40tO 7±3

_ 30±1O 10tS
_ 40tlO 10±5
- 40tO 18±7
- 5010 3t2
- 40t1O 3±2

_ 40t1O lots
- 40tlO lOt5

40±10 l0±5
- 40±tl It7
- 40t10 10±5

- 1*tlO -
- 30tO 6±4
- 40±10 6t4
- 30±10 -
- 30±10 3±2

_ Tr.b

- 3 t 2 b
- ( 2 b



w APPENDIX A cont)

Core

Depth Cl no- Harden- Anal- Sridy- Cristo- Alkali
sample (a) Smectite mica ptilolite ite ciae mite Quartz balite feldspar Calcite Glass Otiser

1S
USW -2

4893
4924
4949
5017

5029
5144
5171
5206
5213

5305
5369
5379
5434
5493

5505

5538
5596
5638
5657

5696
5762
5820
5sa5
5895

5918
5926
5931
5951
5971

5992

1491.4 23j7 7±3
1500.3 1lt7 10ts
1506.5 40110 10±5
1529.2 20±10 -

Sphorulite 6±4 -

1532.8 20±10 20110
1567.9 6±4 20tO
1576.1 lt7 30±10
15*6.6 15±5 16±7
1588.9 10±5 lOt5

1617.0 lO±S 10±5

1636.5 10±5 15±5
1639.5 6t4 15±5
1656.3 6±4 23t7
1674.3 3±2 23t7

1677.9 los 15±5

1688.0 25t10 -
1705.7 15s -

1713.5 16t7 -

1724.3 30t1O -

_ <2 - 30±10
- 3t2 - 30±10
_ _ - 23±7
_ _ - 30±10

- 40t1O

_ _ - 30O

_ - - 30±10

_ _ - 23±7

- Tr. - 23±7

_ _ - 30±10

- _ - 23t7
- - - 30110

_ - - 30±10
- (2 - 23t7
_ - - 30t1O

- - 2317
_ - - 23±7

_ - - 23±7
_ Tr. - 18±7
-_ - - 23t7

- 30tlO -

- 30±10 7±3
- 23±7 -

- 40±10 -

_ 40±10 6±4

_ 30±10 -
- 40±10 6±4
- 2317 6±4
- 40±10 -
_ 30±10 6±4

_ 40±10 lots
_ 40±10 10±5
_ 40±10 lOt5
- 40±10 -
- 40±O 15t5

_ 40±10 713
- 30±10 18±7
_ 40±10 6±4
- 40110 16±7
_ 30tO 614

_ 40±10 18±7
- 40±10 23±7
- 40±10 6±4
_ 18±7 30±10
- 30±10 23±7

- 40±10 -
_ 40±10 -
- 40±10 6±4
_ 40±10 6±4
- 40t0 -

- 40±10 6±4

- 32b

_ _C

6±4 c

_ _c

_ l0±5b
_ <2b

_ 6t4c

6±4b, 3±20

- 3±t5

- ¢3±26

1736.1 15±5
1756.3 10±5
1773.9 -

1793.7 18±7
1796.8 It7

1803.8 10±5
1806.2 15±5
1807.6 23±7
1613.9 23±7
1620.0 16±7

1826.4 18±7

- <2 - 2317
- _ - 23±7

-- - 23±7
_ - - 23±7

_ _ - 30±10

_ - - 40±10

- Tr. - 40±10
_ - - 23±7
- (2 - 30t1O

- 3±2 - 30±10

- 3±2 - 40O

a Hematite.
b Kolinite.

C Chlorite.



APPENDIX A cont)

Caro

Depth Clino- Anal- Tridy- CriSto- Alkali

Sample la) Suectite Mica ptilolito ciba site Quartz balit- Feldspar Calcite Glass Other r

115W 611-A
USW U-3

31.0
45.0
79.0
103.1

POI) 1, ~196.3
245.7
303.6
316.6

9.5 3±l 2±1
13.7 - -

24.1 - -

31.4 - -

Fracture - -

59.8 - -

Vein 3±1 -
74.9 2±1 -
92.5 (1 -
96.6 - -

- - 6±2 -

_ - 25t5 2k1
- - 7±3 211
- - 2tl -

10t5 75t5
17t3 75t5
6±2 70±5

20tS 70tS
2tl 9t3

25±5 75±5
3±2 10±5

25±5 70±5
25t5 7S5±
22t3 7515

12±3

2±1
90t5

85±5

_ - 3t 2±1

341.5
356.5
376.1
410.0
414.3

104.1 3t2 -

108.7 7t3 -

114.6 4±2 -

125.0 20t4 -1

126.3 3±2 -1

_ _ - - 30t5 70±5

_ _ - - 15±5 40±5

- - - 311 5±3 50±5

_ _ - 2t 25t5 50±5

_ _ - 3±2 20±5 75t5

- 40t10 -

- 40±10 -

417.5
424.4
429.0

430.5

465.5
482.0
520.3

525.3

127.3 12t3 -I
129.4 - -1

130 8 - 2±1
Vein - -

131.2 - 3±1

141.9 - -1
146.9 - -I
156.6 - -

Cavity - -
160.1 -1 -

Cavity - -

- - - 6±2

- - 6t2 21

- - 4±2 4t2

_ - 4±2 -

- - 10±5 -

- - 20±5 _

- - 20t5 -

- - 15±5 -

_ _ 20t5 -I

- - 35tlO _

17±3 65±5
17t3 75±5
20±5 70±5
2tl 6±2

12±3 80±5

9±3 80±5
7t3 70t5
5t3 70t5

- 12t3
6±2 70±5

2±1 53±5

92±3

3±1
3±1

7713

10±5

579.0
633.4
674.7

702.5

176.5 -1
193.1 -1
205.7 -1

Fracture -

214.1 -1

- 12t3

-1 - - 7±3 2tl

-1 - - 5t3 2tl

- - - 70±10 12±3

-I - - - 6±2

22±3 65±5
22±3 70±5
22±3 70±5

- 17±3
17t3 70±5

twf



0'
APPENDI A cont)

Core

Depth Clino- Anal- Sridy- Cristo- Alkali
Sample In) Smectite mica ptilolite cine mite Quartz balite Feldspar Calcite Glass Other

1'

USW GU-3

769.1 234.4 -1
849.4 258.9 -1

Fracture -

910.5 277.5 -1
Fracture -1

924.3 281.7 -1
Fracture -

951.1 289.9 -1
Fracture -

954.8 291.0 -1

II

-1 - - 6t4 -1
-I - - - 4t2
_ _ - 5t3 77t3
_ _ - - 4j2

_ _ - 40±10 17±3

_ - - 10±5 12t3

- - - 12t3 s0t5
_ _ _ 5±3 8t2
- _ - 25±5 50ts
-I - - - 17±3

22±3 65±5
17±3 75t5
-1 15±5

27t3 65±5
2±1 40t5

12±3 65±5
-1 7S3

17t3 70±5
2±1 24t5

1213 70±5

1027.0

1061.0
1130.3

1175.0

313.0 -

Fracture 2±1

323.4 -

344.5 _
358.1 -1

_ - - - 6±4

_ _ - - 7±2
- - - - 20±2

-1 - - - 17±3
-1 _ - - 35±5

17t3 75t5
-1 6±2
7±3 70tS

10±2 70±5
3±1 60±5

4015 40±5a

1195.7

1227.0
1302.4
1322.0

1344.8
1369.6
1394.5
1394.6
1415.5

364.5 51
Vain -

374.0 2±1
397.0 2±1
403.0 -

409 .9 -

417.5 -

425.0 -
425.1 -
431.4 -

- _ - - 3±1 27±3 35±5
Tr. -1 - - 8±2 22t3 70±5
_ _ - - 8±2 17±3 35±5
_ _ _ - 4±2 12t3 40t5
_ _-_ - 4±2 7±3 30±5

_ - - 7±3 7±3 30±5
_ _ - - 4±2 6t4 25±5
- - - - 4±2 6±4 30±5
- - - - 4±2 6±4 30±5

_ _-_ - 5±3 6t4 35±5

- 30±10 -

- 40±10 -

- 45±1 -

- 65t15 -

_ 55±15 -

- 65±15 -

- 65tls -

- 65±15 -

- st15 -

1439.2
1439.5
1468.5
1493.7
1498.3

1510.7
1537.5
1571.6
1598.5
1603.0

438.7 Tr. Tr.
438.8 -1 2±1
447.6 - 2±1
455.3 -I -
456.7 - -

460.5 3±1 -1
468.6 3±1 3±1
479.0 2±1 2±L
487.2 4t2 -1
488.6 - -1

2tl
3t1

- - 20tS

- - 5t3
- 5±3

_ _ 5±3
_ - 7±3

6j4 20±5
6t4 35±5
6t4 35±5
6±4 25t5
6±4 25±5

6±4 25±5
4±2 50±5

5±3 45t5
2±1 45±5
30t5 65±5

- 55t15 -

- l551 -.

55±15 -

- 65±15 -

- 65±15 -

- 65±15 -

3tl 20t10 2 t±b
- 45±15 -

- 45t15 -

- - - 5±3
2±1 - - 17±3
_ - - 4t2
_ _ - 5±3

- - - 2±1



APPENDIX A cont)

Core

Depth Clino- Anal- Tridy- Cristo- Alkali
sample to) smctite Mice ptilolite ciao aito Quartz belito Feldspar Calcite Glass Other I

USW GU-3 pi

1624.2
1653.2
1709.0
1744.0
1827.2c

495.1 -

504.0 -1
521.0 -1
531.6 -

557.0 2±1

-1 _
-1 _

30±2

- 7±3 20±5
- 15tS 15t5

- 12±3
- - 6t2

_ - 4t1

2±1 70t5
3±2 70t5

12t3 70±5
25±5 70±S

7t2 19t3

2tl - -

- 38t4 -

1874.0
1935.8
1986.0
1993.1
2013.2

2070.2
2138.2
2177.3
2189.3
2198.0

571.2 - -

590.0 3t2 -

605.3 - _

607.5 - -

613.6 2±1 2±1 5
Fracture 30t5 3±1 3

631.0 2tl -
651.7 2t1 2±1
663.6 2±1 2±1
667.3 2±1 2±1
670.0 2tl 21

Fracture 7t2 1t

iO±5
i10±5
lots
;0±5
0±5s
'5±5

- - 7t3
- - 4t2

- - 4t2
- - 3tl
_ _ 10±5

2226.0 678.5
Fracture 99±1 -

2360.0 719.3 - 2t1
Fracture 2tl 2tl

2369.4 722.2 2tl 2tl

- - 7t3 20t5
_ _ - 17±3
_ _ - 20t4

- 12±3
_ _ - 12t3

2±1 - - 11t3

_ _ - 20t3
_ - - 37t3
_ _ - 17±3

-- - 20t2
.2t3 - - 6t2
50±5 - - 2tl
l0t5 - - 5t2
10tS - - 5t2

10tS - - 512

lotS - - 7t3
t±s - - sotS
- - - 1713

- - 23t5

st3 40±5
4t2 30±5
6t2 20t5

10t2 2s5
4t2 40±5

- 40t5

3±1 70±5
12t3 70t5
10±4 655
1st3 70t5
17t3 70±5
lOt2 69±5

12±3 70t5
- 40±5

12±3 70tS

10±2 70t5
- 50t5
5t3 35±5
7t3 45±5
2t2 0t5

3t2 50t5
1O¢S 40±5
10± 5 -

15*s 65t5
11t2 63t5

- - Trb

- - iTrb

- - i±ld
_ _ ~ltlb

- - 157t8

- - 10±5'
_ _ l~tlb 0

_ _ _~ots

_ _ _~ots

2467.4
2548.4
2577.4
2615.3
2623.4

752.1 - 2tl
776.3 30t5 2±1 1
785.6 3tl 6±t2
797.1 2±1 4±2 4
799.6 3±1 2t± 3

2656.6 809.7 4±2 5t2 3
2695.1 621.7 -1 3±1 3

Fracture - -1 1
2727.4 831.3 1±1 3tl

Vein 1±1 2±1



w APPENDIX A (cont)

Core

Depth Clino- Anal- Tridy- Cristo- Alkali

Sample (i) Smectit- Hica ptilolite cina mite Quartz balite Feldspar Calcite Glass Other

,

Ir
USW GU-3

2914.5 a6.3 -

2971.0 905.6 l±l

Fracture
3004.5 915.8 -

Fracture -

3±1

3±2
1±1

3±2
4±2

- _ _ 21±3
- _ - 15±3

Tr. - - 56i5
- - - 30t5

- - - 173

7t3 65±5
12j3 70t5
St3 38t5
4t2 65±5

2±1 75±5

3045.3
3113.1
3164.1
3207.4

926.2 l±
941.9 1±1
964.4 2±1
977.6 2t1

Fracture 411

3226.0 9e3.3 5±1

3239.0 967.3 -
Fracture 1 -
Fracture 2 -

3311.0 1009.2 3t1

3+1 -

4t2 -

4±2 10±5
3tl4l lots

3+1 6l 4

2±1 -

2±1 -

3±1 15±5

4±1 20±5
3±2 35±s
3±2 15tS
4t2 15t5
2± 1 355

_ -
2
1j3

-_- 12±3

- - 9±3

- - 9±3

- - 16±2

- - 12±3

- - 16±2

- _ 32±3

- - 41±5

- - 14±2

- - 14±2

- - 12±3

- - 16±2

- - 27t3

_ - 25t5

7t3 65t5
17±3 65±5
155 6015
17±3 60±5
15t5 4515

I55 60±5
155 65±5
11±4 55t5
- 3865

10tS 55±5

10tS 50±5
7l3 35±5
6t4 45±5
- 45t5
- 30j5

- - ~20tIO6

7t3'

3475.3
3569.4
3672.0
3759.1
3654.6

1059.3 3I1
1094.1 7t3
1119.2 6t2
1145.6 9t3
1174.9 7±3

3859.3
3936.3
4008 .3
4117.0
4240.6

1176.3 3±1
1199. 1±1
1221.7 3±1
1254.9 4±2
1292.5 12±3

1299.6 4±2
1309.68

2±1 25±5
51 10t5
6Z2 -

_-1 -

3±1 -

15±5

_ 27+3

- 30±2

- 32t3

- 35t3
- 27±3

-. 40t5

-1 50ts
- 45±5

_ 50+5

- 50t5

5t1

7t3 0

4263.6
4297.1

2±I - 25±5 - 32±3

Fracture 4t2

4416.0 1346.0 4±2
4423.0 1348.1 9t3

4503.7 1372.7 20±5
Fracture 7±3

4568.4 1392.5 17±3
4600.3 1402.2 6±2

4708.5 1435.2 9±3

1+1 -

1±1 -

2tl 12±3

2±1 4±2

3tl1

3±1 2±1
2±1 2±t
2l1 -

7+3 - 3273
7t 3 - 3 7I3

7t3 - 32t3

- 3515

_ 7j3
- 9t3- 35t

1 ±+1 - -

40+5 -

40±5 - -

2t1 - -

4±2

12t3

17t3

- 37t3
62j3

.. 27t3

- 51±3
- 34t2

- 35t5

_ 30±5

- 035t
40tS5

3515 2±1 - -



APPSMDIX A (cont)

Core

Depth Clino- Anal- Tridy- Cristo- Alkali
(a) Smoctite nice ptilolite ciao site Quarts balite Feldspar calcite Glass OtherSample I

USw u-3

4756.5
4786.4
4803.2

4869.4
4906.5
5014.0

1449.8 6t2 2tl
1458.9 7*3 2t1
1464.0 1±1 2±1
Vein - -

1484.2 3tl 1±1
1495.5 2±1 2±1
1528.3 4t2 2tl

- 123 - 3713
- 17±3 - 32t3
- 1713 - 35t3
- Tr. - 1±1
_ 37±3 - 34±2
- 35±5 - 34±2
- 15±5 - 37±3

40ts
40±5
1uz - _ _

- 83±10 - 16tS
5+5 - _ _2:

27±3
40±5

Fluorite.
b Mornblendo.

c Analyzed using the Internal Standard Method.
d Hematite
* Hordenite.
t Cryptomlane.

La
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APPEDIX A (cont)

Core

Depth Clino- Morden- ridy- Cristo- Alkali
Sample (in) Smectite Iica ptilolits ito *ite Quartt halite Feldspar Glass Other

USW G-4 'I

47 14.3 2±1
72 21.9 -1

107 32.6 -
123 37.5 25lO
148 45.1 35t15

170 51.8 28t0
220 67.1 10±5
231 70.4 t4
236 71.9 -
268 81.7 -

- 211 28±5 70tlO
- 2±1 28t5 70±10
- 2±l 32±5 671tO
- - 15±5 40±10
- - 15±10 -

20t1o -

SOt20 -

20±10 -

20±10 -

20tlO -

60±20 -

5t2
312

10±5

-I

- - a±2 5±2 40t20

_ - 4±2 5t2 60±20
- 3±2 60t20

_ - t105 10±5 20±10
- 20110 - 6±2 73tl0

280 85.3 -

332 101.2 -

383 116.7 3±2
410 125.0 3t2
416 126.8 3±2

-1
2tI
-1
-1
-1

- 10tS -

- 75 -
- 15±10 -

- 17tO -1

9t5 -1

5±2 80t20
15±5 76t20
11t5 70±10
12±5 66±10
14t5 73tl0

447
514
556
625
676

694
746
817
934

1026

136.2 2±1
156.7 2±l
169.5 2±1
190.5 2±1
206.0 3±1

211 .5 3±2
227.4 -1
249.0 2±1
284.7 -1
312.7 -1

-1 _

_ _

_ _

_ _

_ _

_ _

_ _

_ 6±4 3±1 20±5 68±10

_ 6±4 2tl 22±5 69±1O
- 19±10 8±2 9t5 58tlO
- 11±5 17±4 6t2 63tlO
- 4t2 4±1 23±5 66tlO

_ 17t 4tl 13±2 62tlO
_ - 31l 28±5 6 ±l1O

- 25t3 7±3 65±10
- t4 16±2 11t4 63±10
- 5±2 9t2 20±5 66±10

_ _

_ _

_ 4t2&
_ _

_ _

1089 331.9 -1
Fracture -

1117 340.5 -1
1163 354.5 -

IncluSion -1

1190 362.7 -1
1244 379.2 -1
1282 390. -1
1263- 391.1-
1293L 394.1 -1

Tr. _

- 16t± 12±2 10±4 61tl0
- - 66t5 -1 32lO

- - 16±2 14t4 69±10
- - 16±2 15±4 69t±O

- - 3515 3±2 61±lO

Tr.
-1
-1

_ - 25±3 13±4 60tlO
_ - 17t3 15t4 67t±1
_ - 16t3 l8t±4 6S10

- I_ 6t2 23±4 69±lO



APPENDIX A cont)

Core

Depth Clino- Morden- Sridy- Cristo- Alkali

Sample I.) S-ctito mica ptilolit- its mite Quartz balit- Feldspar Glass Other

USW G-4

r

1299 395.9 2tl
1301 396.5 -1
1310 399.3 -1
1314 400.5 45±l0
1330 405.4 -

1341 408.7 -
1372 418.2 6t2
1381 420.9 7±3

Inclusion -
1392 424.3 2t

Incluaion -

Tr. st2
-1 5±2

-1 3t2
- 28t5

2t1 1tl
- 56tl0

4t2 10tS
- 70t15

2tl -

- - 8t2 23t4 62t10 - -

- - 9±2 20t4 65±10 - -

- - St2 24±5 65±10 - -

_ - 2tl 14±4 1lts - -

- - 10±5 - 20tl0 70t20 -

- - 10±5 - 30±l0 60±20 -

- - St2 12±5 36I10 40t20 -

_ _ St2 4t2 28tO - -

- 10t5 -- 75t20 -

_ - 2tl 4±2 21t0 - -

- - 5±3 - - 95t20 -

1419
1432
1438
1470
1544

1602
1685
1707
1734
1763

432.5 _
436.5 3t2
438.3 3±2
448.1 3t2
470.6 3t2

488.3 -
513.6 -1
520.3 -1
528.5 -

537.4 7t3

2±l 30tl0 - - 7±2 8±3 53t10
4t2 75t1S - - 11±4 7±4 -

-1 75±15 - - 4±2 4t2 13±5

- 77±10 - - 6±2 14±4 -

- 500tl 20±10 - 6±2 12t4 -

-1 40±10 12t5 - 5t2 8±4 30tl0
- 50tl0 15I10 - 4±2 7±3 19±10
-1 32±10 12±5 - 312 14t4 38±I0

4±2 30tl0 10±S - 1212 15±4 29±10
- 50±10 - - - 32tS 13±5

1779 542.2 2±1
1788 545.0 3tl

Fracture -
1794 546.8 -
1841 561.1 2tl

1871 570.3 -1
1938 590.7 -1
1952 595.0 -1

a9S~b 596.8 8t2
1968 599.8 3±2

_ 45tl0
- 28±10

-1 -

-1 -

I __1 _

Tr. -

- 35t3
- 15t5

- - - 10±4 44t0
- - 4±2 5±2 61tlO

9310 - 7±2 - -

- - 3t1 29±5 67t0
- - 27ts 3t2 671tO

- - 23tS 5±2 69tl0
- - 5t2 29t4 65tO
- - 5±2 18±4 76±10

5±2 - 5±1 4±1 46±8
20±10 - 8±2 10±4 45t10

--
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APPENDIX A (cont)

Core

Depth Clino- Morden- Tridy-

Sample (a) Sn-ctito mica ptilolito its mite Quartz
Cristo- Alkali
balite Feldspar Glass other

USW G-4

ii

1969 606.2 -

2039 621.5 -

2069 630.6 -

2090 637.0 -

2100 640.1 2tl
Fracture -

2131 649.5 -
2202 671.2 -
2226 676.5 -1
2238 682.1 -1
224Sb 65.2 Tr.

-I 44t0 - 7t3
_ 30tlO 15to - 5±2

- 35tlO 20±10 - 3±1

- 10t5 35tlO - 5t2
_ 30±10 3010tlO - 2t1

- 5t3 35tlO - 20±4

-1 30tlO 20tl - 2i1
- 40tlO lOts - 4t2

- 35tl0 15±10 - 6±2
- SOtlO 25±10 - 6±2

3t 4'±3 _ - 5±1

15±4 33±10
6t3 42±10
4t2 35±10

10t4 40lO
- 35tlO

- 40tlO

- 46tlO
713 37tl0
2tl 38±10
- l6tlO

- 50t6

2263 689.8 -

2285 696.5 -1
2343 714.1 -1

Fracture I 9t5
Fracture 2 6t3

5t3 -

5t3 -

3±2 -

3t2 -

2t1 -

3tl -

2ti 
2tl -

3tl -
2tl -

- - ~19±5
- .. 32t5

- - ~31±5
- - ~49±5
- - ~36±5

- - 3 1±5

- - ~~30±5S
- - ~26±5
- - ~29±5
- - ~31±5

-1 75±10
2±1 60±10
- 65±10
- 39t10
- 54±10

- 66±10

- 67±lO

- 70tlO

- 6tlO
- 66110

2355
2361
2423
2516
2533

717.6 -

725.7 -1
738.5 - 1
766.9 -

772.1 - I

2551
2566
2596
2661
2716

2731
2754
2756
2762
2792

777.5 _
782.1 -

791.9 -1
617.2 22±5
827.8 -

32 .4 -

839.4 12tS
640.6 -

841.9 -1
651.0 -

2±1
2tl
2tl
2tl

2tl

5±2
6t2
2±1

_ _ - 25±5

_ _ - 31±5
_-_ - 25t5

_ _ _ 9±4
- l0±10 - 20±5

_ 73±10

- 68±10

- 71±10
67 ±10o

- 33±10
- 53±10
- 52±10
- 19t9

13t5

3t2
3±2
3±2
2tl

60t1O - 27t5
23±10 - 29t5
15t5 - 24t5
15t5 - 23t5
71t14 - 5±1



APPENDIX A (coat)

Coro

Depth Clino- Morden- Tridy- Cristo- Alkali

Sample (a) Smectite mica ptilolit* its site Quartz balite Feldspar Glass Other

USW G-4
I'

2823 860.5 2tl
Fracture 7t5

2 83 3b 865.0 -
2640 665.6 -
2875 876.3 -

2 9 3 1 b 693.3 Tr.
2941 698.2 -

Fracture -
3000 914.4 -

6± 2 16±10
2±1 I t3
1±1 -

6±t2 
4±2 -

1±1 -

3±2 -

6t5 _ 285
60t20 - 27t5

- - 39±1
- - 39t5
- - 35t5

_ 39tlO

_ 6418
- 54tlO
- 61t±7

_ Tr.-

_ _ 386l
_ - 31±5
_ - 10±5
_ - 42t5

- 661t0
_ 66tO

54tl0

- Sdr.,

801204

4t2

a Calcite.
b Analyzed using the Internal Standard ethod.
c 8*eatite.
d Cryptonlan-.



APPENDIX A (cant)

Sidewall and Cuttings

Depth Clino- Harden- Tridy- Cristo- Alkali

Samples (a) Smectit- Mica ptilolito its mite Quartz balite Feldspar Glass Other

USW H-3

470-480 143.3-146.3
520-530 158.5-161.5
540-550 164.6-167.6
610-620 185.9-189.0
740-750 225.6-228.6

- 2t -

- Sr. -

-1 -1 -

- 1 3t6

_ Tr.
- 21±4

- Tr.

_ ±3 77t10 - itIb
- 24±5 76±10 - -

- 5t3 73±10 - ltI

- 29t 71t10 - ltlb
4±2 26±5 68±10 - -

800-810 243.8-246.9 2t -1 -

$70-880 265.2-268.2 -1 .Tr.

930-940 283.5-286.5 -1 -1 -

990-1000 301.8-304.8 -1 - -

1030-1040 313.9-317.0 -1 - -

1100-1110 335.3-338.3 -1 - -

1160-1170 353.6-356.6 -1 -1 -

1270-1280 387.1-390.1 - 2±1 -

1320-1330 402.3-405.4 - - -

1550 (SW) 472.4 Tr. 1t1 2t3

- Tr. 2t1 27t5 69±10 - -

- - 29±4 3±2 66t1O - -b

_ - 14t3 16t4 69t1O - 1±i

4±2 Tr. 23t5 72±10 - b

_ Sr. 3±1 24±5 72±10 - l

_ Tr. 2tl 23±5 74±10 itib
- - 2±l 29t5 67±10 - -

- - 2tl 't4 19±10 70±20 -

- - 21 St3 23tO 70±20 -

- 7t3 10t5 7±3 70t10 -

1655(SW) 504.5
1700(SW) 518.2
1800(SW) 548.6
1900(SW) 579.1
2400(SW) 731.5

Tr. 1±1 2±3

Tr. Ill 2±3

2±3 1t± 60±10

7t3 1±1 75±5
- tl1 75±5

7t3 7t3 7t3 75±10 - -

- lot5 15±5 60t1o 15±5 _

- - 7±3 - 30110 - -

- 2t3 2±3 2t3 1st5 - -

_ - 2±3 213 15±5 - l±c

2440(SW) 143.7
2490(SW) 759.0

1±1 35tS
2±3 1±1 45±5

30tl0 -

25±5 _
2t3
2±3

213 30±10 -

- 20t±0 -

* Smple numbers rpresent depth of sample in feet. SW - sidewall core sample from Levy 1984).
b Hematite.
C Hornblond*.



APPENDIX A (cont

Sidewall and Cuttings

Depth Clino- Horden- Tridy- Cristo- Alkali
Sample& (a) Smectite mica ptilolito it- mite Quarts balite Feldspar GSS Other 0

lI

USW H-4

310-320 94.5-97.5 -

390-400 118.9-121.9 2t2
440-450 134.1-137.2 2±2
490-500 149.4-152.4 2±2
640-650 195.1-198.1 2±2

830-840 253.0-256.0 3t2
910-920 277.4-240.4 -1
940-950 286.5-289.6 -1

1040-1050 317.0-320.0 -1
1150-1160 350.5-353.6 2t2

-1 _
-1 _

- 11±4
- 14±4
- 19t5
- 11t4

- t104 75tlO - tb

2t1 13±4 68i10 - -
2tl 13±4 64±10 - lt'
-1 18±5 67tO -1t0b
4t2 26±5 6t10 - -

-1 14±4 68±10 - -
1lt2 20±5 67±10 - -
7±2 21t5 71*10 - -
6t2 23±S 70±10 - -

15±2 lot5 64110 - -

-1

-1

- 12±4

1190-1200 362.7-365.8 - - 5t5
1230-1240 374.9-378.0 20t10 2tl -

1312(SW) 399.9 2t3 tl 5ts
1320-1330 402.3-405.4 - -1 -
1350-1360 411.5-414.5 - - 78t0

1410-1420 429.8-432.8 - - 52tO
1420(5W) 432.8 2±3 1tl 70±10
1455(SW) 443.5 _ tl 45t5 2!
1540-1550 469.4-472.4 3t2 - 29tO I
1550(SW) 472.4 2±3 - 75tO

- - - 15±10 15tO 70±20 -
- - 4t2 20tS 25tO 30*20 -
- - lOt5 7±3 30t10 60±10 -
- - 31±4 9t4 59i10 - -
- - 3±2 9t4 lots - -

5±3 - 7t2 914 31±10 - -
- - 2±3 2±3 2SS - -
±5t - 2*3 2±3 20±10 - _
6t5 - 11I3 1Ot4 31±10 - -

- - ltl 2±3 Is - -

- - 17±4 9t4 35tlO - -
- - 6±2 24±S 0±10 - -
- - 2±3 35±15 6st15 - -
- - 33±5 3±2 61±10 - l£lb
- - 15t4 17tS 64I10 - -

1600-1610 487.7-490.7 -

1640-1650 499.9-502.9 -

165645W) 504.8 -
1710-1720 521.2-524.3 -1
1790-1800 545.6-548.6 3±2

1900-1910 579.1-582.2 -
1960-1990 603.5-606.6 -

9±3 31±10
- 10±5

-1 -

-1 22t7
3t2 1lts 23±6

- ~5t2 16t1O 56t1O - Jt2
- 2±1 6±3 55I10 - 2 t2c

a Smple numbers rpresent dpth t ample in teet. SW - sid"wall core sample tro Levy (1984).
b n atit-.

C Norablend.-
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APPUNDIX A (coat)

Sidewall, Core, and Cuttings

Depth Clino- Tridy- Cristo- Alkali
Samples (a) smctito mica ptilolite site Quartz balit- Feldspar Glass Other

UsW H-5

504 DC)
190 (DC)
420(DC)
4504DC)
7004 DC)

15.2
57.9

128.0
137.2
213.4

15I5

Tr. 1±1

- 17t
_ 2t3
_ _20 3

20t5

- 2t3
- 25t5
1t± 12t3

t I -
- 15±5

80t10
aOtlO
35t5
2±3

65I10

45-tS tIb
96t2 -

720-730
800-810
830-840
920-930
970-980

219.5-222.5
243.8-246.9
253.0-256.0
280.4-283.5
295.7-298.7

3t2 Tr. _ 23t±O
3±2 - - Tr.
- - - Tr .

2±2 -1 - Tr.
2±2 - - Tr.

- 9±5
21 24±5
- 24t5

3±1 24±5
2±1 26t5

65±10
72110
76t0
71±10
71±10

- Itlc
- l±1c
- 1 lc

- 1±1c

1050 (DC)
1150-1160
1230-1240
1290-1300
1380-1390

320.0
350.5-353.6
374.9-378.0
393.2-396.2
420.6-423.7

tr.
212
2±2
2±2
2t2

1±1 - - 2t3

tr. - - 26±5
Tr. - - 7±2

-1 - - 10±2
-1 - - 15±4

40t1O
10t5
23t5
l1t5
20±5

5s± 10
6 2±10
69±10
7 1±10
65± 10

- 1±c

- 1 lc
- ±1c

14 50-1460
1490-1500
1590-1600
16101 DC)
16661 SW)

1710-1720
1750 DC)
17624SW)
1800 ISW)
1852 (SW)

442.0-445.0
454.2-457.2
484.6-487.7

490.7
507.8

521.2-524.3
533.4
537.1
548.6
564.5

Sr.
2±2

3 5±10
50±10

sotiO

-1
-1

10±5

lots

- 20±5

_ 9±2

- 1±1
- ±II

t5

21t5
17t5
2t3

12t3

71±10
68±10
40I10

7±3
25±5

90±5 _

3±2 _ - - St3 5±3
- Tr? - 2±3 5±5
- - - I±1 I±1

1I1 - - 2t3 2±3
III - - 213 -

20t10
55
5S5

10±5
7±3

70t20
85±5
95±5
85±5
95±5

1875(SW)
19174SW)
19304DC)
1966( SW)
2200 DC)

571.5
544.3
588.3
599.2
670.6

2±3

5±5
Tr.

- Tr?
III 25tS
1±1 50t10

- 60±10

- 2±3

_ 30±5
_ 15±5
- 2±3
- 2t3

Tr?

ts

2,t3

S5
35±10
30±S
1 StS
3515

92±3 -

75±10 -

* Sample numbers repreasnt dpth of sampl, in loet.
b cutting sample from Levy 1984).

Mornblond.
c Hematite.

SW - idwall core sample; DC drill (bit)



APPWMDIX A Icont)

Cocr

Depth Clino- Anal- Criato- Alkali

Sample 13) Sctits Rica ptilolit- cio Quartz balito Feldspar Glas Other

USN -6 P

1092.4
1126.6
1149.2
1166.3
1346.4

1376.2
1380.6
1426.6
1511.7
1671.4

1679.2
1629.5
2051.0
2354.6
2665.0

3003.2
3188.4
3605.2
3806.0

333.0 Tt.
344.1 Tt.
350.3 Tr.
355.5 3±2
417.1 3t2

419.5 Tr.
420.9 lots
434.8 -

460.8 lOtS
509.4 Sr.

511.8 -
S57.6 -

625.1 Tr.
717.7 -

673.3 Tv.

Tr.
-1
Tr.
-1
Tr.

-1

-1
2±1
Ti.

Tr.
2tl
4±2
2±1
3±2

6±3
36t5

si6s

265

312
9±5

_ 20±5 9±5
- 21±S 12*5
_ 16t5 15±5
- 2115 13±5
- ±t3 3±2

- 2t 412
- 7i±5 10±5
- 7±5 10*5
_ 7±5 -

_ 5±3 23t5

- 4±2 25t5
- 21t5 6i5
- 20t5 8±5
- 17t5 13±5
_ 29±5 -

_ _ 5±3
_ 5t3 19t5

- 5t3 7±5
12±5 22±5 2±1

70t10
66±10
69±i0
62±10
2StS

32t5 60±25
20±lo 60±25
25±10 60±25
49±l0 105
72i10 -

60±25

72±10
71±10
6810
67t1o
50s10

_ Tr.

915.4 - 155
971.8 3t2 12t5

1098.9 Tr. 10t5
1160.1 3±2 8t5

51±10 - 3t2a
63i10 - 2tle
56±10 15i10 2 ±1a
46±l - -

a ocablende.

-4



APPENDIX A coat)

Cuttings

Depth Clino- harden- Tridy- Cristo- Alkali

Sample (a) Smectite mica ptilolite it. site Quarts halite Feldspar Calcite Glass Hematite

'I

USw bS-I

440-450 134.1-137.2 5±3

500-510 152.4-1SS.4 -
550-560 167.6-170.7 -
640-650 195.1-i98.1 III

690-700 210.3-213.4 1±1

- - - 6±4
4±2 - 11ts

III - - 19±4
- _ _ 11t4

- 4±2
- 12±4

10±:3
9t2 16±3

19t2 19±3

12±4
7 2±10
11± 10
6 2±10
6 1±10

- 70t20
2±1 - 1±1

ltl

lt IIII
III

760-790 237.7-240.8 ±tl 1I1

640-850 256.0-259.1 1II II1

930-940 283.5-286.5 3±2 1tl

1000-1010 304.8-307.6 Itl Tr.

1090-1100 332.2-335.3 1±1 Tr.

1160-1170 353.6-356.6 1±1 1±1

1220-1230 371.9-374.9 - ltl

1300-1310 396.2-399.3 tl 1±1

1320-1330 402.3-405.4 2±1 1±1

1340-1350 408.4-411.5 1±1 1±1

- - 3±2 253 9±2
- _ 6t3 20±2 16±3
_ - 5±2 26±3 7t2
- - - 22±2 16±3

- _ - 24t3 15±3

56±10
57±10
60±10
58±10

58±10
59±10
59± 10
50±10
51±10

1j1 - -

_ - < 1

Tr. - (1

1± (1I
tl - (1

- - (1I
_ - (1

1±1

211
14±4

29±

- 1t4 10±2 18t3
- st3 27±3 6±2
_ - 35±4 4t2
- - 20±2 13t4
- - 10t2 9t3

1380-1390 420.6-423.7
1410-1420 429.8-432.$
1470-1460 448.1-451.1
1510-1520 460.2-463.3
1550-1560 472.4-475.5

1570-1560 478.5-481.6

- lt

- Tr.
- 11l
- 1±1
- ±II

40±10 12±4
40t1O 8±3
25±6 16ts
43±10 1Ot4
40t10 12±4

- 82 7t3
- 3±2 8t3
- 10t3 7t3
- ±t3 st2
- 14±3 7t3

31±6

40±t
39±t
33t7
26ts

- 1±1 5±3 3±2 - 26t3 9t3 57±10 _ _ <~~~~~ 1



APPENDIX A cont)

Cuttings and Core

Depth Clino- Morden- Tridy- Cristo- Alkali
Sample (a) Smctite mica ptilolite it. site Quartz balite Feldspar Calcite Glass Hematite

0

USW Wt-2

250-260 76.2-79.2 4t2 -

260-270 79.2-82.3 7±3 3±2
290-300 88.4-91.4 1:1 2±1
370-380 112.8-115.8 <1 (I
420-450 128.0-131.0 1ll (I

Ot4
- - 1 9t6

_ - 12t4

2tl 11t4
ll 7t3
- 9t3

1±1 5t3
2t1 1lt3

34tO
StlO
78t1O
72t1O
73tlO

f1

30±20 (1I
- 1±1
- 1±1

2±1 - 1±1

510-520 155.4-158.5 1±1 ll
570-580 173.7-176.8 3±2 <1
650-660 198.1-201.1 2tl <1
720-730 219.5-222.5 ll <1
780-790 237.7-240.8 1ll (1

850-860 259.1-262.1 ll (I
930-940 283.5-286.5 ll <1
990-1000 301.8-304.8 2tl <1
1060-1070 323.1-326.1 3tl (1
1130-1140 344.4-347.5 (1 <1

1190-1200 362.7-365.8 2t (I
1200-1210 365.8-368.8 ll -

1250-1260 381.0-384.0 2t1 1l
1300-1310 396.2-399.3 (I <I
1360-1370 414.5-417.6 <1 (1

1420-1430 432.8-435.9 <I (I
1450-1460 442.0-445.0 Il <1
1470-1480 448.1-451.1 <1 <2
1520-1530 463.3-466.3 3t2 ll
1570-1580 478.5-481.6 - 2tl

1640-1650 499.9-502.9 1±1 <1
1710-1720 521.2-524.3 ll (I
1750-1760 533.4-536.4 1±1 III
1820-1830 554.7-557.8 4±2 -

1910-1920 582.2-585.2 - ltl

2000-2010 609.6-612.6 - -

2050.25 core 624.9 ll 3±1
2053.7 core 626.0 ll 3±1
2059.3 core 627.7 (I 3J1

- - 13±4 3±1 21±3
- - 13±4 5±2 21±3
- - 10±4 6±2 22±3
_ - 10±4 8±2 19t3
_ _ 6±3 21±3 Ot3

62tlO
59tO
58tlO
61± 10
59tlO

1±1

3±1

_ < 1
_ <1
- ltl
_ _

_ <1

_ - 13±4 14±3 16±3
- - 13±4 11±2 17±3
- - - 14t2 21±3
- - - 16±2 19t3
_ _ - 13±2 15t3

Ill
1±1

1ll
Il

<1

4t2
(1
5±3

24tS
19±4

2t

1±1
19t4
42t30

30t8

- 4±3 9t3
_ - 7t4 15t4
_ - 9t4 12t4
_ - lOt4 12t4
_ - ±lt4 8±4

_ - t114 4±2
- - 14t3 8t4
_ - 8±3 8±4
_ - 11±3 12±4
- - 18t2 7t3

_ - 22t3 7t3
_ - 22±3 7t3
_ - 14t2 17±3
- - St2 14t3
_ - 5t2 6t3

56t±O
57t1O
62lIO

56±10
26±10
36tO
36t1O
40t1O

50±10
44tlO
49±10
48tO
53t0

67±10
6 9tO
66tO
S9±1O
47tO

55±10
69tO
67l1O
66±10

_ - <1

1±1 - <1
_ - (1
(1 - <1

- 30±20 -

- 50t20 -

- 40±20 -

- 40t20 -

- 40t20 -

- 30t20 -

<1 30±20 -

- 30t20 -

_ - < 1

_ _ <1
_ - (1

_ _ <1

10±4 -- 3t2 3t2
18t2 9t2

- 19t2 1Ot2
- 21±2 9t2

40



APPENDIX B

GRAPHICAL REPRESENTATION OF THE DATA IN APPENDIX A

SHOWING THE RELATIVE ABUNDANCES OF MINERALS AND GLASS IN DRILL HOLES

AT YUCCA MOUNTAIN, NEVADA. THE SCALES ON INDIVIDUAL FIGURES CAN BE USED TO

ESTIMATE RELATIVE WEIGHT PERCENTAGES.
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