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1. Purpose -

The purpose of this analysis is to calculate the number densities and Isotopic weight
percentages of the standard materials to be used in the neutronics (criticality and radiation
shielding) evaluations by the Waste Package Development Department. The objective of this
analysis is to provide material number density information which can be referenced by future
neutronics design analyses, such as for those supporting the Conceptual Design Report.

2. Quality Assurance -

The Quality Assurance (QA) program applies to this analysis (activity). The work reported In
this document will support the neutronics analysis for the License Application Design phase.
This activity can affect the proper functioning of the Mined Geological Disposal System
(MGDS) waste package; the waste package has been Identified as an MGDS Q-List item
important to radiological safety (Reference 5.1). The waste package Is on the Q-List by
direct Inclusion by the Department of Energy (DOE), without conducting a QAP-2-3
evalation. The work performed for this analysis is covered by a Waste Package Development
.(WPD) QAP-2-0 work control Activity Evaluation entitled "Perform Criticality, Thermal,
Structural, and Shielding Analyses SCPB: N/A" (Reference 5.2). This QAP-2-0 evaluation
determined such activities to be subject to Quality Assurance Requirements and Description
(QARD) (Reference 5.3) requirements. Applicable procedural controls are listed in the
evaluation.

All design Inputs which are Identified in this document are for pre-Title II (conceptual or
preliminary) designs; some or all of these design inputs will require subsequent qualification
(or superseding inputs) as the waste package design proceeds. For design documents subject
to the RAD requirements, unqualified design inputs must be considered as TBV (to be
verified) items subject to tracking, in accordance with applicable procedures. The design
inputs identified and documented in Section 4 have been assigned the single tracking number
TBV-220-WPD, to meet tracking requirements.

3. Method -

The design method used In this analysis consisted of calculating material number densities
using a standard equation. Chemical (elemental/isotopic weight percentage compositions),
physical (densities), and nuclear (atomic weights) data for materials were entered into a
spreadsheet and number densities calculated. The number densities and isotopic compositions
may be converted into the appropriate units and formats, for entry into neutronic computer
codes.
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The steps followed for this analysis are listed below.

A. Identify the materials,
B. Locate the material chemical composition and density information,
C. Locate the nuclear data (atomic weights) for the elements/isotopes In materials,
D. Enter the number density equation into a spreadsheet,
E. Import the material and nuclear data (atomic weights) Into the spreadsheet,
F. Calculate the material number densities.

4. Design Inputs -

All design inputs are for pre-Title II designs; some or all of these design inputs will require
subsequent qualification (or superseding Inputs) as the waste package design proceeds. The
design Inputs Identified and documented in Section 4 have been assigned the single tracking
number TBV-220-WPD, to meet tracking requirements In accordance with applicable
procedures.

4.1 Design Parameters -

The units employed in the design parameters section of this analysis ae the (neutronics)
industry standard units reported in the references (Le, cm, atom/narn-cm, etc.). The units
were not converted to program standard SI units (I.e., m, mm, kg, etc.). The neutronics codes
have not been written to use the program standard units as inputs.

4.1.1 Material Chemical Compositions and Densities

The material chemical compositions and density information listed in this section was not
developed according to the QARD. The information comes from handbooks and textbooks
that are recognized and utilized industry-wide. As such, the information Is to be taken as
established fact that requires no additional qualification. Therefore, the range of design
parameters and the values selected from the ranges will be treated as qualified data.
Exceptions will be marked appropriately.

4.1.1.1 Chemical Composition of Grade 55 A 516 Carbon Steel (Weight %)
Reference 5.4, Page 36, Table 2-26

Range: Values Used:
C : 0.22 (max) 0.220
Mn : 0.60- 1.20 0.900
P : 0.035 (max) 0.035
S 0.035 (max) 0.035
Si : 0.15 - 0.40 0.275
Fe : Balance 98.535
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4.1.1.2 Material Density of Grade 55 A 516 Carbon Steel
Reference 5.5, Page 756, Table A.1*

Density Used*: 7.832 Mg/r 3 (0.2830 lbin3)
tV Data was not available for Grade 55 A 516 Carbon Steel, the density of AISI 1010

carbon steel was assumed (assumption 4.3.3).

4.1.2.1 Chemical Composition of A 27 Grade 60-30 Cast Carbon Steel (Weight %)
Reference 5.4, Page 38, Table 2-32

C
Mn
Si
S
P
Fe

Range:
0.30 (max)
0.60 (max)
0.80 (max)
0.06 (max)
0.05 (max)
Balance

Values Used:
0.30
0.60
0.80
0.06
0.05
98.19

4.1.2.2 Material Density of A 27 Grade 60-30 Cast Carbon Steel
Reference 5.5. Page 756, Table A. 1*

Density Used*: 7.832 Mg/r 3 (0.2830 lb/in3)
* Data was not available for A 27 Grade 60-30 Cast Carbon Steel,

1010 carbon steel was assumed (assumption 4.3.3).
the density of AISI

4.1.3.1 Chemical Composition of A 27 Grade 70-40 Centrifugally Cast Carbon Steel
(Weight %), Reference 5.4, Page 22, Table 1-6

C
Mn
P
S
Si
Fe

Range:
0.25 (max)
1.20 (max)
0.05 (max)
0.06 (max)
0.80 (max)
Balance

Values Used:
0.25
1.20
0.05
0.06
0.80
97.64

4.1.3.2 Material Density of A 27 Grade 70-40 Centrifugally Cast Carbon Steel
Reference 5.5, Page 756, Table A.1*

Density Used*: 7.832 Mg/' (0.2830 lbin3)
* Data was not available for A 27 Grade 70-40 Centrifugally Cast Carbon Steel, the

density of AISI 1010 carbon steel was assumed (assumption 4.3.3).
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4.1.4.1 Chemical Composition of A 387 Grade 22 Class 1 2-44Cr-lMo Low-Alloy
Steel (Weight %), Reference 5.4, Page 39, Table 2-34

C
Mn
P
S
Si
Cr
Mo
Fe

Range:
0.05 - 0.15
0.30 - 0.60
0.035 (max)
0.035 (max)
0.50 (max)
2.00 - 2.50
0.90- 1.10
Balance

Values Used:
0.100
0.450
0.035
0.035
0.500
2.250
1.000
95.630

4.1.4.2 Material Density of A 387 Grade 22 Class 1 2-'ACr-lMo Low-Alloy Steel
Reference 5.5, Page 756, Table A.1*

Density Used *: 7.858 Mg/m3 (0.2840 lb/in')
* Data was not available for A 387 Grade 22 Class 1 2-14Cr-lMo Low-Alloy Steel, the

density of lCr4-Mo low alloy steel was assumed (assumption 4.3.3).

4.1.5.1 Chemical Composition of Alloy 825 (Weight %) o
Reference 5.4, Page 26, Table 2-7

I

C
Mn
S
Si
Cr
Ni
Mo
Cu
Ti
Al
Fe

Range:
0.05 (max)
1.0 (max)
0.03 (max)
0.50 (max)
19.5 - 23.5
38.0 .- 46.0
2.50 - 3.50
1.50 - 3.00
0.60 - 1.20
0.20 (max)
22.00 (mm)

Values Used:
0.05
1.00
0.03
0.50
21.50
42.00
3.00
2.25
0.90
0.20
28.57

4.1.5.2 Material Density of Alloy 825
Reference 5A, Page 27, Table 2-10

Density Used: 8.14 Mg/3n' (0.294 Ib/in)



Waste Package Development Design Analysis

(
TilWe: Material Compositions and Number Densities For Neutronics Calculations
Document Identifler. BBAOOOOOO-0171740200-00002 REV 00 Page 8 of 38

4.1.6.1 Chemical Composition of Alloy 825 with higher Mo (Weight %)
Reference 5.4, Page 26, Table 2-8

C
Mn
S
Si
Cr
Ni
Mo
Cu
Ti
Al
Fe

Range:
0.025 (max)
1.0 (max)
0.03 (max)
0.50 (max)
20.5 - 22.0
36.0 - 46.0
5.00 - 6.50
1.50- 3.00
0.60- 1.00
0.20 (max)
22.00 (min)

Values Used:
0.025
1.000
0.030
0.500
21.250
41.000
5.750
2.250
0.800
0.200
27.195

4.1.6.2 Material Density of Alloy 825 with higher Mo
Reference 5.4, Page 27, Table 2-10*

Density Used*: 8.14 MgWm' (0.294 lb/N 3)
* Data was not available for Alloy 825 with higher Mo, the density of Alloy 825 was

assumed (assumption 4.3.3).

II
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4.1.7.1 Chemical Composition of Alloy 0-30 (Weight%)
Reference 5.6, Page 3

Ni
Co
Cr
Mo
W
Fe
Si
Mn
C

Nb + Ta

Range:
Balance
5.00 (max)
28.0- 31.5
4.00 - 6.00
1.50 - 4.00
13.0 - 17.0
0.80 (max)
1.50 (max)
0.03 (max)
0.30- 1.50

Value Used:
37.51
5.00
29.75
5.00
2.75
15.00
0.80
1.50
0.03

Nb: 0.45*
Ta: 0.45*

1.70
0.04
0.02

Cu : 1.00-2.40
P : 0.04 (max)
S : 0.02 (max)

* See Assumption 4.3.4
i
4

4.1.7.2 Material Density of Alloy G30
Reference 5.6. Page 10, Physical Properties Table

Density Used: 8.22 Mg/rn (0.297 lb/im3)

4.1.8.1 Chemical Composition of Alloy C4 (Weight %)
Reference 5.4, Page 30, Table 2-14

C
Mn
P
S
Si
Cr
Mo
Co
Ti
Fe
Ni

Range:
0.01 (max)
1.00 (max)
0.025 (max)
0.010 (max)
0.08 (max)
14.00 - 18.00
14.00 - 17.00
2.00 (max)
0.70 (max)
3.00 (max)
Balance

Values Used:
0.010
1.000
0.02S
0.010
0.080
16.00
15.50
2.000
0.700
3.000
61.675
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4.1.8.2 Material Density of Alloy C-4
Reference 5.4, Page 30, Table 2-15

Density Used: 8.64 Mg/lm (0.312 lb/fn3)

4.1.9.1 Chemical Composition of Alloy C-22 (Weight %)
Reference 5.4, Page 32, Table 2-18

Range:
C : 0.010 (max)
Mn 0.50 (max)
Si 0.08 (max)
Cr : 22.00
Ni : 56.00
Mo : 13.00
Co : 2.50 (max)
W : 3.00
V : 0.35 (max)

I Fe : 3.00
* See assumption 4.3.5

Values Used
0.010
0.500
0.080
22.00
56.00
13.00
2.060*
3.000
0.350
3.000

4.1.9.2 Material Density of Alloy C-22
Reference 5.4, Page 32, Table 2-19

Density Used: 8.69 Mg/r' (0.314 lbti3)

4.1.10.1 Chemical Composition of Ti Grade
Reference 5.4, Page 34, Table 2-22

Range:
N : 0.03 (max)
C : 0.08 (max)
H : 0.015 (max)
Fe : 0.30 (max)
0 : 0.25 (max)
Mo : 0.20 - 0.40
Ni : 0.60 - 0.90
Residuals (each): 0.10 (max)
Residuals (total): 0.40 (max)
Ti .: Remainder

* See assumption 4.3.6

12 (Weight %)

Values Used:
0.030
0.080
0.015
0.300
0.250
0.300
0.750
*

*

98.27S*

I

i
t
I

i
I
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4.1.10.2 Material Density of Ti Grade 12
Reference 5.4, Page 34, Table 2-23

Density Used: 4.51 Mg/rn (0.163 lb/In)

4.1.11.1 Chemical Composition of Ti Grade 16 (Weight %)
Reference 5.4, Page 36, Table 2-25

N
C
H
Fe
0
Pd
Residuals
Residuals
Ti

Range:
0.03 (max)
0.10 (Max)
0.015 (max)
0.30 (max)
0.25 (max)
0.045 - 0.070
0.10 (max)
0.40 (max)
Remainder

Values Used:
0.0300
0.1000
0.0150
0.3000
0.2500
0.0575

*95

99.247S*

(each):
(total):

I * See assumption 4.3.6

4.1.11.2 Material Density of Ti Grade 16
Reference 5.4, Page 34, Table 2-23*

Density Used*: 4.51 Mg/M3 (0.163 Ib/n)
Data was not available for Ti Grade 16, the density of Ti Grade 12 was assumed
(assumption 4.3.3).

4.1.12.1 Chemical Composition of Alloy 400 (Weight %)
Reference 5.4, Page 41, Table 2-40

Range:
Ni : 63.00 (min)
Cu : 28.00-34.00
Co : 3.00 (max)
Fe : 2.50 (max)
Mn : 0.20 (max)
C : 0.30 (max)
Si 0.50 (max)
S 0.024 (max)

* See assumption 4.3.5

Values Used:
63.00
31.00
2.476*
2.500
0.200
0.300
0.500
0.024

I
t
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4.1.12.2 Material Density of Alloy 400
Reference 5.4, Page 42, Table 2-42

Density Used: 8.83 Mg/ 3 (0.319 lbrm3)

4.1.13.1 Chemical Composition of C71500 (CDA 715) (Weight %)
Reference 5.4, Page 43, Table 2-45

Ni
Fe
Mn
Zn
Pb
Cu

Range:
29.00- 33.00
0.40- 1.00
1.00 (max)
1.00 (max)
0.05 (max)
Balance

Values Used:
31.00
0.70
1.00
1.00
0.05
66.25

4.1.13.2 Material Density of C71500 (CDA 715)
Reference 5.4, Page 43, Table 2.46

i
Density: 8.9375 Mg/r' (0.323 lb/in')

4.1.14.1 Chemical Composition of Type 304
Reference 5.7, Page 2, Table 1

C
Mn
P
S
Si
Cr
Ni
N
Fe

Range:
0.08 (max)
2.00 (max)
0.045 (max)
0.03 (max)
0.75 (max)
18.00 - 20.00
8.00- 10.50
0.10 (max)
Balance

Stainless Steel (Weight %),

Values Used:
0.080
2.000
0.045
0.030
0.750
19.00
9.250
0.100
68.745

4.1.14.2 Material Density of Type 304 Stainless Steel
Reference 5.5, Page 757, Table A.1

j

k(
Density Used: 7.900 Mg/r 3 (0.2855 lb/in3)

I
I
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4.1.15.1 Chemical Composition of Type 304L Stainless Steel (Weight %),
Reference 5.7, Page 2, Table I

C
Mn
p
S
Si
Cr
Ni
N
Fe

Range:
0.03 (max)
2.00 (max)
0.045 (max)
0.03 (max)
0.75 (max)
18.00 - 20.00
8.00 - 12.00
0.10 (max)
Balance

Values Used:
0.030
2.000
0.045
0.030
0.750
19.00
10.00
0.100
68.045

4.1.15.2 Material Density of Type 304L Stainless Steel
Reference 5.5, Page 757, Table A.1*

Density Used*: 7.900 Mg/rn (0.2855 lb/n)

* Data was not available for Type 304L Stainless Steel, Type 304 was assumed
(assumption 4.3.3).

I
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4.1.16.1 Chemical Composition of Type 316L Stainless Steel (Weight %),
Reference 5.4, Page 23, Table 2-1

C
Mn
P
S
Si
Cr
Ni
Mo
N
Fe

Range:
0.03 (max)
2.00 (max)
0.045 (max)
0.03 (max)
0.75 (max)
16.00- 18.00
10.00 - 14.00
2.00. 3.00
0.10 (max)
Balance

Values Used:
0.030
2.000
0.045
0.030
0.750
17.00
12.00
2.500
0.100
65.545

4.1.16.2 Material Density of Type 316L Stainless Steel
Reference 5.4, Page 25, Table 2-5

Density Used*: 7.9497 Mg/n 3 (0.2873 lbr/n)

* Data was not available for Type 316L Stainless Steel, Type 316 was assumed
(assumption 4.3.3).

I

i

II

i
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4.1.17.1 Chemical Composition of Borated Type 304 Stainless Steels (Weight %)
Reference 5.4, Page 45, Table 2-50

C
Mn
P
S
Si
Cr
Ni
N
Co
B
Fe

Range:
0.08 (max)
2.00 (max)
0.045 (max)
0.030 (max)
0.75 (max)
18.00 - 20.00
12.00 - 15.00
0.10 (max)
Q.20 (max)
0.20 - 2.25
Balance

Values Used:
0.080
2.000
0.045
0.030
0.750
19.00
13.50
0.100
0.200
Varies by type/See below
Varies by typeSee below

(

Case:
1
2
3
4
5
6
7
8

UNS
Designation
S30460
S30461
S30462
S30463
S30464
S30465
S30466
S30467

Boron
Type Range:
304B 0.20 - 0.29
304B1 0.30 - 0.49
304B2 0.50 - 0.74
304B3 0.75 - 0.99
304B4 1.00- 1.24
304B5 1.25- 1.49
304B6 1.50- 1.74
304B7 1.75 - 2.25

B
0.245
0.395
0.620
0.870
1.120
1.370
1.620
2.000

Fe
64.0500
63.9000
63.6750
63.4250
63.1750

.62.9250
62.6750
62.2950

B-10
0.0441
0.0711
0.1116
0.1566
0.2016
0.2466
0.2916
0.3600

B-11
0.2009
0.3239
0.5084
0.7134
0.9184
1.1234
1.3284
1.6400

Values Used:

4.1.17.2 Material Density of Borated Type 304 Stainless Steel
Reference 5.8, Table VIU

Case:
1
2
3
4
5
6
7
8

UNS
Designation
S30460
S30461
S30462
S30463
S30464
S30465
S30466
S30467

Type
304B
304B1
304B2
304B3
304B4
304B5
304B6
304B7

Density Used:
Mg/in (lb/In3)
7.88 (0.2848)
7.88 (0.2848)
7.86 (0.2841)
7.83 (0.2830)
7.81 (0.2823)
7.79 (0.2815)
7.77 (0.2808)
7.74 (0.2797)

K..
I

f
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4.1.18.1 Chemical Composition of Borated Type 316 Stainless Steels (Weight %)
See assumptions 4.3.7, Reference 5.4, Pages 23 & 45, Table 2-1 & 2-50

C
Mn
p
S
Si
Cr
Ni
N
Mo
B
Fe

Range:
0.03 (max)
2.00 (max)
0.04S (max)
0.030 (max)
0.75 (max)
18.00 - 20.00
12.00 - 15.00
0.10 (max)
2.00 - 3.00
0.20 - 2.25
Balance

Values Used:
0.030
2.000
0.045
0.030
0.750
19.00
13.50
0.100
2.500
Varies by type/See below
Varies by type/See below

(

Case:
1
2
3
4
5
6
7
8

Boron
Type Range:
3 16B 1 0.30 - 0.49
3 16B2 0.50 0.74
316B3 0.75 - 0.99
316B4 1.00 - 1.24
316B4 1.00 - 1.24
316B5 1.25- 1.49
316B6 1.50 - 1.74
316B7 1.75 - 2.25

B
0.40
0.60
0.87
1.00
1.20
1.40
1.60
2.00

Fe
61.6450
61.4450
61.1750
61.0450
60.8450
60.6450
60.4450
60.0450

B-10
0.0720
0.1200
0.1566
0.1800
0.2160
0.2800
0.2880
0.3600

B-1l
0.3280
0.4800
0.7134
0.8200
0.9840
0.9840
1.3120
1.6400

Values Used:

4.1.18.2 Material Density of Borated Type 316 Stainless Steel
Reference 5.8, Table Vm*

Density Used:
Case: Type Mg/rn lbr&m)
1 316B1 7.88 (0.2848)
2 316B2 7.86 (0.2830)
3 316B3 7.83 (0.2830)
4&5 316B4 7.81 (0.2823)
6 316B5 7.79 (0.2830)
7 316B6 7.77 (0.2808)
8 316B7 7.74 (0.2797)

* Data was not available for Borated Type 316 Stainless Steel, Borated Type 304 was
assumed (assumption 4.3.3)

I

I
I
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* 4.1.19.1 Chen
Borot

B-10
B-11
C
N
Si
P
S
Cr
Mn
Fe
Ni
Mo

B-10
A B-1l

C
N
Si
p
S
Cr
Mn
Fe
Ni
Mo

deal Composition of Borated Type 316 Stainless Steels (Weight %), 20%
, Removed, See assumption 43.10

SS-BlA
0.0576
0.2626
0.0300
0.1001
0.7506
0.0450
0.0300

19.0152
2.0016

61.6944
13.5108
25020

SS-B4A
0.1732
0.7891
0.0301
0.1002
0.7518
0.0451
0.0301

19.0457
2.0048

60.9914
13.5325
2.5060

SS-B2A
0.0865
0.3941
0.0300
0.1001
0.7509
0.0451
0.0300

19.0228
2.0024

61.5188
13.5162

2.5030

SS-BSA
0.2022
0.9210
0.0301
0.1003
0.7521
0.0451
0.0301
19.0533
2.0056

60.8153
13.5379
2.5070

SS-B3A
0.1255
0.5717
0.0301
0.1002
0.7513
0.0451
0.0301

19.0331
2.0035

61.2816
13.5235

2.5044.

SS-B6A
0.2311
1.0530
0.0301
0.1003
0.7524
0.0451
0.0301
19.0610
2.0064

60.6390
13.5433
2.5080

SS-B4A
0.1443
0.6573
0.0301
0.1002
0.7515
0.0451
0.0301
19.0381

2.0040
61.1673
13.5271

2.5050

SS-B7A
0.2892
1.3173
0.0301
0.1004
0.7530
0.0452
0.0301

19.0763
2.0080

602861
13.5542
2.5100

I

4.1.19.2 Material Density of Borated Type 316 Stainless Steel, 20%
See assumption 4.3.10

Boron Removed,

Case:
1
2
3
4
5

( 6
7
8

Density Used:
Type Mgr 3 (lb/in3)
316B1 7.874 (0.2846)
316B2 7.851 (0.2837)
316B3 7.816 (0.2825)
316B4 7.794 (0.2817)
316B4 7.791 (0.2816)
316B5 7.768 (0.2807)
316B6 7.745 (0.2799)
316B7 7.709 (0.2786)

I

I

I

I

I

i



Waste Package Development Design Analysis
Title: Material Compositions and Number Densities For Neutronics Calculations

f Document Identlfler. BBAOOOOOD-01717-0200-00002 REV 00 Page 18 of 38

4.1.20.1 Chemical Composition of Al-Boron Alloy (Weight %)
Reference 5.4, Page 48, Table 2-54

Range:
B 0.00-5.00
Cu : 0.12 (max)
Al : Balance

Values Used (weight %):
Case: Al B B-10
1 98.88 1.00 0.18
2 97.88 2.00 0.36
3 96.88 3.00 0.54
4 95.88 4.00 0.72
5 95.38 4.50 0.81
6 94.88 5.00 0.90
7 94.88 5.00 4.75

Value(s) Used:
variable (0.00 - 5.00) see below

0.12
variable (99.88 - 94.88) see below

B-il
0.82
1.64
2.46
3.28
3.69
4.10
0.25

(natural boron)
(enriched boron)

4.1.20.2 Material Density of Al-Boron Alloy
Reference 5.9, Page 2, Table I

Case:
1
2
3
4
5
6
7

Density Values Used:
Al B Mg/r (lbr 3)
98.88 1.00 2.719 (0.0983)
97.88 2.00 2.728 (0.0986)
96.88 3.00 2.738 (0.0990)
95.88 4.00 2.747 (0.0993)
95.38 4.50 2.752 (0.0995)
94.88 5.00 2.757 (0.0996)
94.88 5.00 2.757 (0.0996)

k

P

a
II

i
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4.1.21.1 Chemical Composition of BORALm (Weight %)
Reference 5.10, Page 6.6-2, Figure 6.6-1

Al
B
C

Range:
81.005
14.869

4.126

Value Used:
81.005
14.869

4.126

Values Used:
Cases: B-10 (75%*) B-11
BORAL with natural Boron 2.676 (2.007) 12.193
BORAL with B-10 enriched Boron 14.126 (10.595) 0.743

* B-10 percentages used in BORAL are 75% of expected to account for neutron
streaming (Reference 5.11)

4.1.21.2 Material Density of BORALu
Reference 5.10, Page 6.3-2

Density Used: 2.6744 Mg/m3 (0.09665 Wbin 3)

4.1.22.1 Chemical Composition (Weight %) of B4C
See assumption 4.3.12 for source

Value Used:
B : 78.57
C : 21.43

Cases:
B4C with natural Boron
B4C with B-10 enriched Boron

Values Used:
B-10
14.1426
74.6415

B-l1
64.4274

3.9285

4.1.22.2 Material Density of B4C
Reference 5.12, Page 6-13, Table 6-1

Theoretical Density 2.44
Percent Theoretical Density 73%
Density Used: 1.78 Mglm3 (0.0643 lb/ln3) I

t
I

i

I
I

iI
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4.1.23.1 Chemical Composition of 100 Aluminum Alloy (Weight %)
Reference 5.13, Page 65

Cu
Al

Range:
0.12 (max)
Balance

Value Used:
0.12
99.88

4.1.23.2 Material Density of 1100 Aluminum Alloy
Reference S.13, Page 65

Density Used: 2.71 Mg/t 3 (0.098 lb/in 3)

4.1.24.1 Chemical Composition of 6063 Aluminum Alloy (Weight %)
Reference 5.4, Page 49, Table 2-59

.

Range:
Mn : 0.10 (max)
Si : 0.20 - 0.60
Cr : 0.10 (max)
Fe : 0.35 (max)
Cu : 0.10 (max)
Mg : 0.45 - 0.90
Zn. : 0.10 (max)
Ti 0.10 (max)
Other: 0.15 (max)
Al : Balance

* See assumption 4.3.6

Value Used:
0.100
OAoo
0.100
0.350
0.100
0.675
0.100
0.100
*

98.07S

4.1.24.2 Material Density of 6063 Aluminum Alloy
Reference 5.4, Page 50, Table 2-60

Density Used: 2.69 Mg/m3 (0.0972 lbl/i')

i.
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4.1.25.1 Chemical Composition of Zircaloy-2 (Weight %)
Reference 5.14, Page 665, Table 3

0
Cr
Fe
Ni
Sn
Zr

.

Range:
0.12 (max)
0.10 (max)
0.10 (max)
0.05 (max)
1.40 (max)
Balance

Value Used:
0.12
0.10
0.10
0.05
1.40
98.23

4.1.25.2 Material Density of Zircaloy-2
Reference 5.14, Page 666, Table 6

Density Used:' 6.56 Mg/n3 (0.2371 Ib/in')

4.1.26.1 Chemical Composition of Zircaloy4 (Weight %)
Reference 5.14, Page 665, Table 3

0
Cr
Fe
Sn
Zr

Range:
0.12 (max)
0.10 (max)
0.20 (max)
1.40 (max)
Balance

Value Used:
0.12
0.10
0.20
1.40
98.18

4.1.26.2 Material Density of Zircaloy-4
Reference 5.14, Page 666, Table 6

Density Used: 6.56 Mg/m3 (0.2371 lbAn')

t
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4.1.27.1 Chemical Composition of Zirconium Alloy 702 (Weight %)
Reference 5.14, Page 666, Table 7

o
Cr + Fe :

Hf:
Zr

* See asumption 4.3.4

Range:
0.16 (max)
0.20 (max)

1.00 - 4.50
Balance

Value Used:
0.16

Cr: 0.10*
Fe: 0.10*

4.50
95.14

4.1.27.2 Material Density of Zirconium Alloy 702
Reference 5.14, Page 666, Table 6

Density Used: 6.S0 Mg/rn3 (0.2349 ibri3)

4.1.28.1 Chemical Composition of Zirconium Alloy 704 (Weight %)
Reference 5.14, Page 666, Table 7

II

O
Cr+ Fe

. Sn
Hf :
Zr

* See asumption 4.3.4

Range:
0.18 (max)
0.30 (max)

1.50 (max)
1.00 - 4.50
Balance

Value Used:
0.18

Cr: 0.15*
Fe: 0.15*

1.50
4.50
93.52

4.1.28.2 Material Density of Zirconium Alloy 704
Reference 5.14, Page 666, Table 6

Density Used: 6.56 Mg/n 3 (0.2371 lb/in')
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4.1.29.1 Chemical Composition of Zirconium Alloy 706 (Weight %)
Reference 5.14, Page 666, Table 7

o
Cr + Fe :

Hf:
Zr

* See asumption 4.3.4

Range:
0.16 (max)
0.20 (max)

1.00 - 4.50
Balance

Value Used:
0.16

Cr: 0.10*
Fe: 0.10*

4.50
95.14

4.1.29.2 Material Density of Zirconium Alloy 706
Reference 5.14, Page 666, Table 6

Density Used: 6.44 Mgft? (0.2327 lbrin)

4.1.30.1 Chemical Composition of Zirconium-Hafnium Alloys (Weight %)
Reference 5.14, Page 666, Table 7

o
Cr+Fe:

Hf:
Zr

* See asumption 4.3.4

Range:
0.16 (max)
0.20 (max)

TBD (max)
Balance

Value Used:
0.16

Cr: 0.10*
Fe: 0.10*

Variable
Variable

4.1.30.2 Material Density of Zirconium-Hafnium Alloys
Reference 5.9, Page 5. Table 2

Density Values Used:
Case: Zr Hf Mg&r (lbi')
1 94.64 5.0 6.59 (0.238)
2 89.64 10.0 6.76 (0.245)
3 79.64 20.0 7.15 (0.258)
4 69.64 30.0 7.58 (0.274)
5 59.64 40.0 8.07 (0.292)
6 49.64 50.0 8.62 (0.312)
7 39.64 60.0 9.26 (0.335)
8 29.64 70.0 10.0 (0.361)
9 19.64 80.0 10.9 (0.394)
10 9.64 90.0 11.9 (0.430)

i
I

II

I

I
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4.1.31.1 Chemical Composition of Spent Ag-In-Cd Control Rod Material (3.5x1021 nvt
Fluence) (Weight %), Reference 5.12, Page 3-20, Figure 3-4

Value Used:
Ag : 77.00
Cd : 9.00
In : 11.00
Sn : 3.00

Material Density of Spent Ag-In-Cd Control Rod Material
Reference 5.12, Page 6-13, Table 6-1

4.1.31.2

Density: 10.2 Mg&r3 (0.3686 Ibrm3)

4.1.32.1 ChemicalJIsotopic Composition of Depleted Uranium (Weight %)
Reference 5.15, Page 2.3-1, Section 2.3.1.d

Fe
C
H
Mo
U-235
U-238

Range:
0.015 (max)
0.050 (max)
0.001 (max)
0.20 - 0.30
0.20 (max)
Balance

Value Used:
0.015
0.050
0.001
0.250
0.200
95.484

4.1.32.2 Material Density of Depleted Uranium
Reference 5.15, Page 2.3-1, Section 2.3.1.b

Density: 18.98 Mg/m3 (0.686 lblmi)
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4.1.33.1 Chemical/Isotopic Composition of Fresh Fuel (Weight %)
See assumption 4.3.12 for source

Range:
0 : variable/see below
U-234: variablelsee below

(0.0056 atom % U-234, Reference 5.16, Page 975)
U-235 : variable/see below
U-238 : Balance

Values Used:
Case: 0 U-234 U-235 U-238
1.80 wt% U-235, w/ U-234 11.8487 0.00049 1.5867 86.5597
1.80 wt% U-235, w/o U-234 11.8487 0.00 1.5867 86.5646
3.00 wt% U-235, w/ U-234 11.8503 0.00048 2.6445 85.5004
3.00 wt% U-235, wlo U-234 11.8503 0.00 2.6445 85.5052
3.75 wt% U-235, w/ U-234 11.8513 0.00047 3.3056 84.8384
3.75 wt% U-235, w/o U-234 11.8513 0.00 3.3056- 84.8431

4.1.33.2 Material Density of Fresh Fuel

Theoretical Density: 10.97 Mg/m3 (Reference 5.16, Page 224, Table 5.7)
Percent of Theoretical Density: 95.90% (Reference 5.10, Page 6.3-2)

Density Used: 10.52 Mg/n (0.3802 lb/i 3)
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4.1.34.1 Chemical Composition of Air (Weight %)
Reference 5.17, Page F-156, See assumption 4.3.13

N
0

Value Used:
80.0
20.0

4.1.34.2 Material Density of Air (at Sea Level)
Reference 5.17, Page F-IS0

Density Used: 0.001225 Mg/rm' (0.00004427 ib/iO)

4.1.35.1 Chemical Composition of Helium Fill Gas (Weight %)
See assumption 4.3.14 for source

Value Used:
He : 100.0

Material Density of Helium Fill Gas in Fuel (at 10 atmospheres)
Reference 5.17, Page B-19

4.1.35.2

Density Used: 0.01785 Mg/rn (0.00006451 lb/int)

4.1.36.1 Chemical Composition of Water (Weight %)
See assumption 4.3.12 for source

H
0

.

Value Used:
11.1915
88.8085

4.1.36.2 Material Density of Water
Reference 5.17, Page B-100

Density Used: 1.00 Mg/r' (0.0361 b/in')
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4.1.37.1 Chemical Composition of Wet Crushed Tuff (Weight %)
Reference 5.18, Page 7, Table 1 (Drill Hole 61), See assumption 4.3.12

Chemical Compound Composition of Crushed Tuff (Weight %)
SiO2 : 78.900
A1203 : 12.300
FeO3 : 0.973
CaO : 0.451
MgO: 0.128
TiO : 0.092
Na2O : 3.920
K2 0 : 3.180
P205 : 0.010
MnO : 0.046

Elemental Composition of Wet (50% water) Crushed Tuff (Weight %)
H : 3.4756
.0 61.9691
Na . 2.0051
Mg . 0.0533
Al : 4.4887
Si : 25.4310
P : 0.0030
K : 1.8201
Ca : 0.2222
Ti : 0.0383
Mn : 0.0243
Fe : 0.4692

4.1.37.2 Material Density of Wet Crushed Tuff
See assumption 4.3.15

Tuff Dry Bulk Density: 2.22 Mg/mr (0.0802 lb/in)
(Reference 5.18, Page 8, Table 3)

Water Density: 1.00 Mg/rn (0.0361 lbin3)
(Reference 5.17, Page B-100)

IMixture Density Used: 1.61 Mghn3 (0.0582 VIbm3) - j

i t~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~
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4.1.38.1 Chemical Composition of Boroslilcate Glass (Pyrex) (Weight %)
Reference 5.12, Page 9-15, Table 9-1, See assumption 4.3.12

Chemical Compound Composition of Borosilicate Glass (Weight %)
SiO2 : 76.315
B 3.900
B203: 12.600
NaO: 3.800
A1103: 2.200
K0 : 0.500
U0 2 : 0.500
Cl : 0.070
F 0.005
BaO : 0.100
H 0.010

Elemental Composition
H
Li
B
0
F
Na
Al
Si
Cl
K
Ba

of Borosilicate
0.010
0.232
7.813
51.709
0.005
2.819
1.164
35.673
0.070
0.415
0.090

Glass (Pyrex) (Weight %)

Case: B-10 B-il Li-6 Li-7
Natural Boron 1.447 6.366 0.018 0.215
Enriched Boron 7.422 0.391 0.018 0.215

Material Density of Borosilicate Glass (Pyrex)
Reference 5.5, Page 765, Table A.3

4.1.38.2

Density Used: 2.225 Mglm'(0.0804 Ib/in3)

i

i
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I

i

i
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4.1.2 List of Isotope Atomic Weights
Reference S.16, Appendix C, Page 941 - 978

Element
I Hydrogen

2 Helium

3 Lithium

4 Beryllium
5 Boron

6 Carbon

7 Nitrogen
8 Oxygen
9 Fluorine
11 Sodium
12 Magnesium
13 Aluminum
14 SIlicon
15 Phosphorus
16 Sulfur
17 Chlorine
19 Potassium
20 Calcium
22 Titanium
23 Vanadium
24 Chromium
25 Manganese
26 Iron
27 Cobalt
28 Nickel
29 Copper
30 Zinc
33 Arsenic
38 Strontium
40 Zirconium
41 Niobium
42 Molybdenum

Symbol
H
D
T
He
He
Li
Li
Be
B
B
C
C.
N
0

Na
Mg
Al
Si
P
S
Cl
K

Isotow
H-1
H-2
H-3
natural
He-4
U-6
LU-7
Be-9
B-1O
B-ll
natural
C-12
N-14
0-16
P-19
Na-23
natural
Al-27
natural
P-31
S-32
natural
natural

MCNP ID
1001.50C
1002.55C
1003.50C
2000.01C
2004.50C
3006.50C
3007.55C
4009.50C
5010.50S
5011.56C
6000.50C
6012.50C
7014.50S
8016.50C
9019.50C
11023.50C
12000.50C
13027.50C
14000.50C
15031.50C
16032.50C
17000.50C
19000.50C
20000.500
22000.50C
23000.50C
24000.50C
25055.50C
26000.55C
27059.50C
28000.50C
29000.50C
30000.50C
33075.35C
3MO0=0.PC
40000.50C
41093.50C
42000.50C
42095.50C
43099.50C

Atomic Weight
1.00782519
2.01410222
3.01604971
4.0026
4.00260312
6.0151247
7.0160039
9.0121855
10.0129388
11.0093053
12.01115
12.0000
14.00307439
15.994915
18.9984046
22.9897707
24.312
26.9815389
28.086
30.9737647
31.9720737
35.452
39.102
40.08
47.9
50.942
51.996
54.9380503
55.847
58.933189
58.71
63.54
65.37
74.9215964
87.62
91.22
92.906382
95.94
94.905839
98.90627501*

Ca
Ti
V
Cr
Mn
Fe
Co
Ni
Cu
Zn
As
Sr
Zr
Nb
Mo
Mo
Tc

natural
natural
natural
natural
Mn-55
natural
Co-59
natural
natural
natural
As-75
naturad
natural
Nb-93
natural
Mo-95
Tc.99*43 Technetium
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4.1.2 List of Isotope Atomic Weights (Continued)

Element
44 Ruthenium
45 Rhodium
46 Palladium
47 Silver
48 Cadmium
49 Indium
50 Tin
55 Cesium

56 Barium
57 Lanthanum
58 Cerium
60 Neodymium

62 Samarium

Symbol
Ru
Rh
Pd
Ag

.Cd
In
Sn
Cs
Cs
Ba
La
Ce
Nd
Nd
Sm -
Sm
Sm
Sm
Sm

63 Europium Eu
Eu
Eu

64 Gadolinium Gd
Gd
Gd

72 Hafnium Hf
73 Tantalum Ta
74 Tungsten W
82 Lcad Pb
92 Uranium U

U
U
U
U

93 Neptunium Np
94 Plutonium Pu

Pu
Pu
Pu
Pu
Pu

Isotone
Ru-101
Rh-103
natural
Ag-109
natural
natural
natural
Cs-133
Cs-135
natural
natural
natural
Nd-143
Nd-145
Sm-147
Sm-149
Sm-lSO
Sm- l1
Sm-152
Eu-151
Eu-153
Eu-154
natural
Od-1SS
Gd-157
natural
Ta-181
natural
natural
U-233
U-234
U-235
U-236
U-238
Np-237
Pu-238
Pu-239
Pu-240
Pu-241
Pu-242
Pu-243

44101.50C
45103.50C
46300
47109,SOC
48000.50C
49MMlOC
50000.35C
55133.50C
55135.50C
5600
S7000.=
SB0D=
60143.SOC
60145.50C
62147.50C
62149.50C
62150.50c
62151.50C
62152.50C
63151.55C
63153.55C
63154.50C
64000.35C
64155.50C
64157.50C
72000.50C
73181.50C
74000.55C
82000.50C
92233.50C
92234.50C
92235.50C
92236.50C
92238.50C
93237.55C
94238.50C
94239g 5C
94240.50C
94241.50C
94242.50C
94243.35C

Atomic Wekbht
100.905S76
102.905511
106.4
108.904756
112.4
114.82
118.69
132.905355
134.90577
137.34
138.91
140.12
142.909779
144.912538
146.914867
148.91718
149.917276
150.919919
151.919756
150.919838
152.921242
153.923053
157.25
154.922664
156.924025
178.49
180.948007
183.85
207.19,
233.039522
234.040904
235.043915
236.045637
238.05077
237.048056
238.049511
239.052146
240.053882
241.056737
242.058725
243.061972

I

I
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4.1.2 List of Isotope Atomic Weights (Concluded)

Element Symbol Isotoe MCNP ID Atomic Weight
95 Americium Am Am-241 95241.SOC 241.056714

Am Am-242m 95242.SOC 242.059502
Am Am-243 95243.SOC 243.061367

96 Curium Cm Cm-243 96243.35C 243.06137
Cm Cm-245 96245.35C 245.065371
Cm Cm-248 96248.35C 248.0722

* See assumption 4.3.16 for the source of the Atomic Weight for Tc-99

The atomic weight data listed above comes from handbooks and textbooks (References 5.16)
that are utilized industry-wide. The data is taken to be established fact that requires no
additional qualification.

4.1.3 PhysIcal Constants
Avogadro's Number [N] = 0.602252 (g-molY'x1024, Reference 5.19. A physical
constant Is taken to be established fact that requires no additional qualification.

4.2 Criteria-

Not applicable.

43 Assumptions -

4.3.1 When a range of chemical (elemental) composition percentages are given in a data
source, an average between the range's two end points Is the value used for these
analyses. Thc basis for this assumption is engineering judgement. This assumption is
used is Section 4.1. (see assumption 4.3.7)

4.3.2 When a maximum elemental composition percentage is given in a data source, the
maximum value is used for these analyses. The basis for this assumption is
engineering judgement. This assumption is used is Section 4.1. (see assumption 4.3.5)

4.3.3 When material density information was not available for a given material, a substitute
material density for a similar material is assumed as the material density. The
substitute material selected is Identified under the material density callouts in Section
4.1. The basis for this assumption is engineering judgement. This assumption is used
in Section 4.1.

4.3.4 When a combination of trace elements are given a combined composition In a data
source, the composition amount is assumed to be evenly divided upon the elements.
The basis for this assumption is engineering judgement. This assumption is used in
Sections 4.1.7.1, 4.1.27.1, 4.1.28.1, 4.1.29.1, and 4.1.30. 1.
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4.3.5 When a minimum composition weight percentage is not achieved when using
assumptions 4.3.1 and 4.3.2, the quantity of a strong absorber element (like cobalt) is
assumed reduced to balance the mixture. The basis for this assumption is engineering
judgement (reducing the presence of a strong absorber is conservative). This
assumption is used In Sections 4.1.9.1 and 4.1.12.1.

4.3.6 When undefined elemental composition impurities are specified In a material
information source, the undefined composition is assumed to be made of the
balancing/filling element of the material. This assumption is used Is Section 4.1.

4.3.7 The elemental concentrations (composition weight %) of absorber elements (boron,
hafnium) in materials selected for criticality control material (SS-B, Al-B, Zr-Hf
alloys) is assumed to be selected over the listed ranges rather than set at a given
concentration as per assumption 4.3.1. The basis of this assumption Is past
experience. This assumption Is used Is Sections 4.1.17, 4.1.18, 4.1.19, 4.1.20 and
4.1.30.

4.3.8 The isotopic breakdown for natural boron is assumed to be 18% B-10 and 82% B-il.
The basis of this assumption Is a common engineering conservatism. Current sources
(Reference 5.20) indicate a slightly higher B-10 concentration. This assumption is
used is Sections 4.1.17, 4.1.18, 4.1.19, 4.1.20, 4.1.21, 4.1.22, and 4.1.38.

4.3.9 The elemental composition of borated type 316L stainless steel (SS-B 316L) is
assumed as similar to borated stainless steel type 304 (SS-B 304), with less carbon
(0.03 wt%), no cobalt, and the addition of molybdenum (2.5 wt%). SS-B 316 has yet
to be produced, but is expected to have better corrosion resistance than the SS-B 304
which is currently being produced. Elemental composition for SS-B 316 Is assumed
based upon the differences between the unborated type 316L and 304. This
assumption is used in Sections 4.1.18.1 and 4.1.19.1.

4.3.10 The elemental composition and density for borated type 316 stainless steel with 20%
boron loss (modeling long-term degradation) are assumed based upon only removing
the boron from the material. The normal borated type 316 stainless steel composition
and density are adjusted (as is shown in Attachment IV) by the boron mass removed.
The basis for this assumption is engineering judgment and the conservation of mass.
This assumption is used In Section 4.1.19.

4.3.11 The isotopic breakdown for B-10 enriched boron Is assumed to be 95% B-10 and 5%
B-il . The basis of this assumption is knowledge of common enrichment processes.
This assumption is used in Sections 4.1.20, 4.1.21, 4.1.22, and 4.1.38.
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4.3.12 The elemental composition weight percentages of materials known by their chemical
formula (B4C, U02, H20) are assumed to be the ratio of atomic weight of the atoms of
a particular element over the summation of atomic weights of all atoms in the mixture.
The basis for this assumption is standard chemistry. This assumption is used In
Sections 4.1.22, 4.1.33, 4.1.36, 4.1.37, and 4.1.38.

4.3.13 The elemental composition weight percentages of air is assumed as 80% nitrogen and
20% oxygen only. The other elements in air were ignored. This assumption
simplifies the evaluations with air. The basis for this assumption is engineering
judgement that the additional isotopes have a negligible effect on neutronics
calculations. This assumption is used in Section 4.1.34.

4.3.14 The helium fill gas is assumed to be 100% pure helium. This assumption simplifies
the evaluations using helium. The basis for this assumption is engineering judgement
that any Impurities would have only a negligible effect on neutronics calculations.
This assumption is used in Section 4.1.35.

4.3.15 The density of the wet tuff mixture with 50% volume fraction of water was assumed
as the summation of the volume fractions (50%) times the Individual densities. The
basis of this assumption is standard chemistry. This assumrption Is used In Section
4.1.37.

4.3.16 The atomic weight for technetium (TC) 99 was assumed as 98.90627501. The atomic
weight of Tc-99 was not available in the normal reference. Thebbasis of this
assumption is the MCNP cross section library's neutron based atomic weight translated
to the standard Carbon-12 based atomic weight. This assumption is used in Section
4.1.2.

4.3.17 When material densities are listed for various temperature, room temperatures densities
(approximately 200C (68F)) are selected. The basis for this assumption Is to maintain
consistency between the information since the majority of the density information is
given for room temperature. This assumption is used in section 4.1.

4A Codes and Standards -

Not applicable.
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6. Use of Computer Software -

Scientific and Engineering Software:

Not applicable.

Computational Support Software:

6.1 Lotus 1-2-3 for Windows, Release 1.1, loaded on a 66MHz 486 PC, ID: 106608,
Serial # 2313150

Lotus 1-2-3 for Windows is a commercial-off-the-shelf spreadsheeL The user-defined
formulas used for this analysis are described in Section 7.4. The inputs and results
from the spreadsheet are shown in the Attachments (I - IV).
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7. DesIgn Analysis -

The procedure followed for performing the design analysis consisted of the following:
A. Identify the materials,
B. Locate the material chemical composition and density information,
C. Locate the nuclear data (atomic weights) for the elementsisotopes In materials,
D. Enter the number density equation into a spreadsheet,
E. Import the material and nuclear data (atomic weights) into the spreadsheet,
F. Calculate the material number densities.

7.1 List of Materials

1 Grade 55 A 516 Carbon Steel
2 A 27 Grade 60-30 Cast Carbon Steel
3 A 27 Grade 70-40 Centrifugally Cast Carbon Steel
4 A 387 Grade 22 Class 1, 2-4Cr-lMo Low-Alloy Steel
5 . Alloy 2S
6 Alloy 825 with higher Mo
7 Alloy G-30
8 Alloy C-4
9 Alloy C-22
10 Ti Grade 12
11 Ti Grade 16
12 Alloy 400
13 C71500 (CDA 715)
14 Type 304 Stainless Steel
15 Type 304L Stainless Steel
16 Type 316L Stainless Steel
17 Type 304 Stainless Steel - Boron (8 cases)
18 Type 316 Stainless Steel - Boron (8 cases)
19 Type 316 Stainless Steel - 20% Boron Removed (8 cases)
21 Al-Boron Alloy (7 cases)
22 BORAL (2 cases)
23 B4C (2 cases)
24 100 Aluminum Alloy
25 6063 Aluminum Alloy
26 Zircaloy-2
26 Zircaloy-4
27 Zirconium Alloy 702
28 Zirconium Alloy 704
29 Zirconium Alloy 706
30 Hf-Zr Alloys (10 cases)
31 Spent Silver-Indium-Cadmium (Ag-In-Cd)
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7.1 List of Materials (Continued)

32 Depleted Uranium
33 Fresh Fuel (6 cases)
34 Air
35 Helium Fill Gas
36 Water
37 Wet Crushed Tuff
38 Borosilicate Glass (Pyrex) (2 cases)

72 Material Chemical Composition and Density Information

The material chemical composition and density information needed for calculating
number densities for the materials is listed in section 4.1,1.

7.3 Nuclear Data (Atomic Weights)

The elemental and isotopic nuclear data (atomic weights) required for calculating
number densities for the materials Is listed in section 4.1.2.

7A Number Density Equation

The equation used to calculate the material number densities is shown below. The
number density equation was entered into a Lotus spreadsheet (Attachment 1).

Reference 5.19, Page 35, Equation 2.55

(at P MA

where:
N. = the number (atom) density of the ith isotope/element
t = the weight percent of the ith isotope/element
p =the density of the material
NA = Avogadro's number, a constant = 0.602252 (g-molylxl0U

= the atomic weight of the ith isotope

7.5 Number Density Calculations

The results of the material number density calculations appear In a Lotus 1-2-3.
spreadsheet shown in Attachment I. The number densities are reported In the
(neutronics) industry standard units [atoms/barn-cm].
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8. Conclusions -

The general purpose of this design analysis was to calculate the isotopic number densities for
the materials expected to be used In the neutronics design analyses. This was accomplished;
thus, no additional conclusions, decisions,. or recommendations are needed.

9. Attachments -

Attachment:
I

m
IV

Case:
Number Density Worksheet {matndOO.wk3, 12-15-95)
Wet Tuff Composition Worksheet: (tuff.wk3, 12-15-95)
Borosilicate Glass Composition Worksheet (bglass.wk3, 12-15-95)
Removed Boron Composition Worksheet: (redbcom.wk-3, 12-15-95)

Pages:
20

1

3
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Number Density Worksheet:
(

Number Density = (Weight %) * (Density) * (Na)
Avogadro's Number (Na] = 0.602252
Atomic Weight (Awl

/ (Aw)

Chemical Composition of Grade 55 A 516 Carbon Steel.
Density a 7.832 g/cc

Element
Carbon
Silicon

Phosphorus
Sulfur

Manganese
Iron

Symbol
C
Si

P
S

Mn
Fe

Total:

Atomic
Weight
12.0112
29.0860
30.9738
31.9721
54.9381
55.8470

Weight %
0.2200%
0.2750%
0.0350%
0.0350%
0.9000%
98.5350%

100.00%

Number
Densities
8.6395E-04
4.6184E-04
5.3300E-05
5.1635E-05
7.7272E-04
8.3223E-02
8.5426E-02

Chemical Composition of A 27 Grade 60-30 Cast Carbon Steel
Density = 7.832 g/cc

Element
Carbon

Silicon
Phosphorus

Sulfur
Manganese

Iron

Symbol
C

Si
P
S

Mn
Fe

Total:

Atomic
Weight
12.0112
28.0860
30.9738
31.9721
54.9381
55.8470

Weight t
0.3000%
0. 8000%
0.0500%
0.0600%
0.6000%
98.1900%
100. 00%

Number
Densities
1.17BlE-03
1.3435E-03
7.6142E-05
8.8518E-05
5.1514E-04
8.2931E-02
8.6133E-02

Chemical Composition of A 27 Grade 70-40 Centrifugally Cast Carbon S
Density a 7.832 g/cc

Element
Carbon
Silicon

Phosphorus
Sulfur

Manganese
Iron

Symbol
C
Si
P
S
Mn
Fe

Total:

Atomic
Weight
12.0112
28.0860
30.9738
31.9721
54.9381
55.8470

Weight %
0.2500%
0.8000%
0.0500%
0.0600%
1.2000%

97.6400%
100.00%

Number
Densities
9.8176E-04
1.3435E-03
7. 6142E-05
8.8518E-05
1.0303E-03
8.2467E-02
8.5987E-02

Chemical Composition of A 387 Grade 22 Class 1.2-1/4Cr-lMo Low-Alloy
Density a 7.858 g/cc

Element Symbol
Carbon C
Silicon Si

Phosphorus P
Sulfur S

- Chromium Cr
Manganese Mn

Iron Fe
Molybdenum Mo

Total.

Atomic
Weight
12.0112
28.0860
30.9738
31.9721
51.9960
54.9381
55.8470
95.9400

Weight %
0.1000%
0.5000%
0.0350%
0.0350%
2.2500%
0. 4500%

95.6300%
1. 0000%
100.00%

Number
Densities
3.9401E-04
8.4250E-04
5.3477E-05
5.1807E-05
2.0479E-03
3.8764E-04
8.1037E-02
4.9328E-04
8.5308E-02

i

f

I

I
I
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Chemical Composition of Alloy 825
Density - 8.14 g/cc

Page 1-2 of 20

If
Element
Carbon

Aluminum
Silicon
Sulfur

Titanium
Chromium

Manganese
Iron

Nickel
Copper

Molybdenum

Symbol
C

Al
Si

S
Ti
Cr
Mn
Fe
Ni.
Cu
Mo

Total:

Atomic
Weight
12.0112
26.9815
28.0860
31.9721
47.9000
51. 9960
54.9381
55.8470
58.7100
63.5400
95.9400

Weight %
0. 0500t
0.2000%
0.5000%
0.0300%
0.9000%

21.5000%
1.0000%

28.5700%
42.0000%
2.2500%
3.0000%
100.00%

Number
Densities
2.0407E-04
3.6338E-04
8.7274E-04
4.5999E-05
.9.2111E-04
2.0271E-02
8.9234E-04
2. 5079E-02
3.5070E-02
1.7360E-03
1.5329E-03
8.6989E-02

Chemical Composition of Alloy 825 with higher Mo
Density * 8.14 g/cc

Element
Carbon

Aluminum
Silicon
Sulfur

Titanium
Chromium

Manganese
Iron

Nickel
Copper

Molybdenum

Symbol
C
Al
Si
S
Ti
Cr
Mn
Fe
Ni
Cu
'No

Total:

Atomic
Weight
12.0112
26.9815
28.0860
31.9721
47.9000
51.9960
54.9381
55.8470
58.7100
63.5400
95.9400

Weight %
0.0250%
0.2000%
0.5000%
0.0300%
0.8000%
21.2500%

1. 0000%
27.1950%
41.0000%

2.2500%
5.7500%
100.00%

Number
Densities
1.0204E-04
3.6338E-04
8.7274E-04
4.5999E-05
8.1876E-04
2.0035E-02
8.9234E-04
2. 3872E-02
3.4235E-02
1.7360E-03
2.9381E-03
8.5912E-02

Chemical Composition of Alloy 0-30
Density * 8.22 g/cc

Element
Carbon
Silicon

Phosphorus
Sulfur

Chromium
Manganese

Iron
Cobal

Nickel
Copper
Niobium

Molybdenum
Tantalum
Tungsten

Symbol
C
Si
. P

S
Cr
Mn
Fe
Co
Ni
Cu
Nb
Mo
Ta
W

Total:

Atomic
Weight
12.0112
28.0860
30.9738
31.9721
51 .9960
54.9381
55.8470
58.9332
58.7100
63.5400
92.9064
95.9400

180.9480
183.8500

Weight S
0.0300%
0.8000%
0.0400%
0.0200%

29.7500%
1.5000%

15. 0000%
5.0000%

37.5100%
1. 7000%
0.4500%
5.0000%
0.4500%
2;7500%
100.00%

Number
Densities
1.236s5-04
1.4101E-03
6.39321-05
3.0968E-05
2.8325E-02
1.3517E-03
1.3297E-02
4.2001E-03
3.1629E-02
1.3245E-03
2.3978E-04
2.5800E-03
1.2311E-04
7.4049E-04
8.5439E-02

k,.
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Chemical Composition of Alloy C-4
Density w 8.64 glcc

Page 1-3 of 20

I Atomic
Element Symbol Weight
Carbon C 12.0112
Silicon Si 28.0860

Phosphurus P 30.9738
Sulfur S 31.9721

Titanium Ti 47.9000
Chromium Cr 51.9960
Manganese Mn 54.9381

Iron Fe 55.8470
Cobal Co 58.9332

Nickel Ni 58.7100
Molybdenum Mo 95.9400

Total:

Weight %
0. 0100%
0.0800%
0.0250%
0.0100%
0.7000%
16.0000%
1.0000%
3.0000%
2.0000%
61.6750%
15.5000t

100.00%

Number
Densities
4,3322E-05
1.4821E-04
4.1999E-OS
1.6275E-05
7.6042E-04
1.6012E-02
9.4715E-04
2.7952E-03
1.7659E-03
5.4662E-02
8.4067E-03
8.5599E-02

Chemical Composition of Alloy C-22
Density - 8.69 g/cc

Element Symbol
Carbon C
Silicon Si

Vanadium V
Chromium Cr

Manganese Mn
Iron Fe

Cobal Co
Nickel Ni

Molybdenum Mo
Tungsten W

Total:

Atomic
Weight
12.0112
26.0860
50.9420
51.9960
54.9381
55.8470
58.9332
58.7100
95. 9400
183.8500

Weight %
0.0100%
0.0800%
0.3500%

22.0000t
0.5000%
3.0000%
2.0600%

56.0000%
13.0000%
3.0000%
100.00%

Number
Densities
4.3573Z-OS
1.4907Z-04
3.5958E-04
2.2144Z-02
4.76321-04
2.8114E-03
1.8294E-03 **
4.9920E-02
7.0916E-03
9.5400E-04
8.5679E-02

Chemical Composition of Titanium Grade 12
Density - 4.51 g/cc

Element
Hydrogen
Carbon

Nitrogen
Oxygen

Titanium
Iron

Nickel
Molybdenum

Symbol
H
C
N
0
7
Ti
Fe
Ni
Mo

TotalJ

Atomic
Weight
1.0078
12.0112
14.0031
15.9949

47.9000
55.8470
58.7100
95.9400

Weight %
0. 0150%
0.0800%
0. 0300t
0.2500%
0.0000%

98.2750%
0.3000%
0.7500%
0.3000%
100.00%

Number
Densities
4.0426E-04
1.8091E-04
5.8191E-05
4.2453E-04

5.5727E-02
1. 4591E-04
3.4698E-04
8.4933E-05
5.7372E-02

Chemical Composition of Titanium Grade 16
Density - 4.51 glcc

Element
Hydrogen
Carbon

Nitrogen
Oxygen

Titanium
Iron

Palladium

Symbol
H
C
N
0

Ti
Fe
Pd

Total:

Atomic
Weight
1.0078
12.0112
14.0031
15.9949

47.9000
55.9470

106.4000

Weight %
0.0150%
0.1000%
0.0300%
0.2500t
0.0000%

99.2475%
0.3000%
0.0575%
100.00%

Number
Densities
4.0426E-04
2.2614E-04
5. 8191E-05
4.2453E-04

5.6278E-02
1. 4591E-04
1.4678E-05
5.7552E-02
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Chemical Composition of Alloy 400
Density = 8.83 g/cc

,..

Element
Carbon

Silicon
Sulfur

Manganese
Iron

Cobalt
Nickel
Copper

Symbol
C
Si

S
Mn
Fe
Co
Ni
Cu

Total:

Atomic
Weight
12.0112
28.0860
31.9721
54.9381
55.8470
58.9332
58.7100
63.5400

Weight %
0.3000%
0. 5000t
0.0240%
0.2000%
2,5000%
2.4760%
63.0000%
31.0000%
100.00%

Number
Densities
1. 3282E-03
9.4671E-04
3.9919E-05
1. 9360E-04
2.380CE-03
2.2342E-03 **
5.7065E-02
2.5945E-02
9.0133E-02

i

I
i

I

Chemical Composition of C71500 (CDA 715)
Density a 8.9375 g/cc

Element
Manganese

Iron
Nickel
Copper

Zinc
Lead

Symbol
Mn
Fe
Ni
Cu
Zn
Pb

Totals

Atomic
Weight
54.9381
55.8470
58.7100
63.5400
65.3700

207.1900

Weight %
1. 0000%
0.7000%

31.0000%
66.2500%
1.0000%
0.0500%
100.00%

Number
Densities
9.7976E-04
6.7467E-04
2.B421E-02
5.6122E-02
8.2341E-04
1.2990E-05
8.7034E-02

Chemical Composition of Type 304 Stainless Steel
Density - --7.9 g/cc

( Element
Carbon

Nitrogen
Silicon

Phosphorus
Sulfur

Chromium
Manganese

Iron
Nickel

Symbol
C
N

Si
P
S
Cr
Hn
Fe
Ni

Total:

Atomic
Weight
12.0112
14.0031
28.0860
30.9738
31.9721
51.9960
54.9381
55.8470
58.7100

Number
Weight % Densities.

0.0800% 3.1689E-04
0.1000% 3.3977E-04
0.7500% 1.2705E-03
0.0450% 6.9123E-05
0.0300% 4.4643E-05

19.0000% 1.7386E-02
2.0000% 1.7321E-03
68.7450% 5.8566E-02
9.2500% 7.4961E-03
100.00% 8.7225E-02

Chemical Composition of Type 304L Stainiess Steel
Density u 7.9 g/cc

Element
Carbon

Nitrogen
Silicon

Phosphorus
Sulfur

Chromium
Manganese

Iron
Nickel

Symbol
C
N

Si
P
S

Cr
mn
Fe
Ni

Total:

Atomic
Weight
12.0112
14.0031
28.0860
30.9738
31.9721
51. 9960
54.9381
55.8470
58.7100

Weight %
0.0300%
0.1000%
0.7500%
0.0450%
0.0300%

19.0000%
2.0000%

68.0450%
10. 0000%

100.00%

Number
Densities
1. 1883E-04
3.3977E-04
1.2705E-03
6.9123E-05
4.4643E-05
1.7386E-02
1.7321E-03
5.7970E-02
8. 1039E-03
8.7034E-02
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Chemical Composition of Type 316L Stainless Steel
Density a 7.9497 q/cc

(
Element
Carbon

Nitrogen
Silicon

Phosphorus
sulfur

Chromium
Manganese

Iron
Nickel

Molybdenum

Symbol
' C

N
Si
P
S
Cr
Mn
Fe
Ni
Mo

Total:

Atomic
Weight
12.0112
14.0031
28.0860
30.9738
31.9721
51.9960
54.9381
55.8470
'58.7100
95.9400

Weight %
0.0300%
0.1000%
0.7500%
0.0450%
0.0300%
17.0000%
2.0000t
65.5450%
12.0000%
2.5000%
100. 00%

Number
Densities
1.18t3E-04
3.3977E-04
1.2705E-03

6.9123E-05
4.4643E-05
1.5556E-02
1.7321E-03
5.5840E-02
9.7247E-03
1.239eE-03
8.5935E-02

Chemical Composition of Borated Type 304 Stainless Steel
SS304BA Density 7.88 g/cc

Element Symbol
Boron B-10

B-l1
Carbon C

Nitrogen N
Silicon Si

Phosphorus P
Sulfur S

Chromium Cr
Manganese Mn

Iron Fe
Cobalt Co
Niqkel Ni

Total:

Atomic
Weight
10.0129
11.0093
12.0112
14.0031
28.0860
30.9738
31.9721
51.9960
54.9381
55.8470
58.9332
58.7100

Weight %
0.0441%
0.2009%
0.0800%
0.1000%
0.7500%
0.0450%
0.0300%

19.0000%
2.0000%
64.0500%
0.2000%

13.5000%
100. 00%

Number
Densities
2.0902E-04
8.6601E-04
3.1609E-04
3.3891E-04
1.2673E-03
6.8948E-05
4.4530E-05
1.7342E-02
1.7277E-03
5.4428E-02
1. 6106E-04
1.0913E-02
8.7682E-02

Natural:
Enriched:

Total:

Boron
Fractions

0.245%
0.000%
0.245%

Chemical Composition of Borated Type 304 Stainless Steel
SS304B1A Density 7.88 g/cc

Element Symbol
Boron B-10

B-li
Carbon C

Nitrogen N
Silicon Si

Phosphorus P
Sulfur S

Chromium Cr
Manganese Mn

Iron Fe
Cobalt Co
Nickel Ni

Total:

Atomic
Weight

10.01294
11.00931
12.0112
14.0031
28.0860
30.9738
31.9721
51.9960
54.9381
55.8470
58.9332
58.7100

Weight %
0.0711%
0.3239%
0.0800%
0. 1000%
0.7500%
0.0450%
0.0300%

19.0000%
2.0000%

63.9000%
0.2000%
13.5000%
100.00%

Number
Densities
3.3699E-04
1.3962E-03
3.1609E-04
3.3891E-04
1.2673E-03
6.8948E-05
4.4530E-05
1.7342E-02
1.7277E-03
5.4301E-02
1. 6106E-04
1.0913E-02
8.8213E-02

Natural:
Enriched:

Totals

Boron
Fractions

0.395%
0.000%
0.395%
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Chemical Composition of Borated Type 304 Stainiess Steel
SS304B2A Density 7.86 g/cc

I
Element Symbol

Boron B-10
B-ll

Carbon C
Nitrogen N
Silicon Si

Phosphorus P
Sulfur S

Chromium Cr
Manganese Mn

Iron Fe
Cobalt Co
Nickel Ni

Total:

Atomic
Weight
10.01294
11.00931
12.0112
14.0031
29.0860
30.9738
31.9721
51.9960
54.9381
55.8470
5.9332
58.7100

Weight *
0.1116%
0.5084%
0.0800%
0.1000%
0.7500%
0.0450%
0.0300%

19.0000%
2.0000%

63.6750%
0.2000%

13.5000%
100.00%

Number
Densities
5.2760E-04
2.1860E-03
3.1529E-04
3.3805E-04
1.2641E-03
6.8773E-05
4.4417E-05
1.7298E-02
1.7233E-03
5.3972E-02
1.6065E-04
1.0B85E-02
8.8783E-02

Natural:
Enriched:

Total:

Boron
Fractions

0.620%
0.000%
0.620%

Chemical Composition of Borated Type 304 Stainless Steel
SS304B3A Density 7.83 g/cc

Element Symbol
Boron B-10

B-1l
Carbon C

Nitrogen N
Silicon Si

Phosphorus - P
Sulfur S

Chromium Cr
Manganese Mn

Iron Fe
Cobalt Co
Nickel Ni

Total:

Atomic
Weight

10.01294
11.00931
12.0112
14.0031
28.0860
30.9738
31.9721
51.9960
54.9381
55.8470
58.9332
58.7100

Weight %
0.1566%
0.7134%
0.0800%
0. 1000%
0.7500%
0.0450%
0. 0300%

19.0000%
2.0000%
63.4250t
0.2000%

13.5000%
100.00%

Number
Densities
7.3751E-04
3.0557E-03
3.140BE-04
3.3676E-04
1 .2592E-03
6.8511E-05
4.4248E-05
1.7232E-02
1.7167E-03
5.3555E-02
1.6003E-04
1.0843E-02
8.9323E-02

Natural:
Enrichedt

Total:

Boron
Fractions

0.870%
0.000%
0.870%

Chemical Composition of Borated Type 304 Stainless Steel
SS304B4A Density 7.81 g/cc

Element Symbol
Boron B-10

B-l1
Carbon C

Nitrogen N
Silicon Si

Phosphorus P
Sulfur S

Chromium Cr
Manganese Mn

Iron Fe
Cobalt Co
Nickel Ni

Totalt

Atomic
Weight
10.01294
11.00931
12.0112
14.0031
28.0860
30.9738
31.9721
51.9960
54.9381
55.8470
58.9332
58.7100

Number
Weight % Densities

0.2016% 9.4702E-04
0.9184% 3.9237E-03
0.0800% 3.1328E-04
0.1000% 3.3590E-04
0.7500% 1.2560E-03
0.0450% 6.8336E-05
0.0300% 4.4135E-05

19.0000% 1.7188E-02
2.0000% 1.7123E-03
63.1750% 5.3208E-02
0.2000% 1.5962E-04

13.5000% 1.0816E-02
100.00% E.9971E-02

Natural:
Enricheds

Total:

Boron
Fractions

1.12%
0.00%
1.12%

I
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Chemical Con-position of Borated Type 304 Stainless Steel
SS304B5A Density 7.79 g/cc

(
Element Symbol
Boron B-10

B-11
Carbon C

Nitrogen N
Silicon Si

Phosphorus P
Sulfur S

Chromium Cr
Manganese Mn

Iron Fe
Cobalt Co
Nickel Ni

Total:

Atomic
Weight
10.01294
11.00931
12.0112
14.0031
38.0860
30.9738
31.9721
51.9960
54.9381
55.8470
58.9332
58.7100

Weight %
0.3466%
1.1234%
0.0800%
0.1000%
0.7500%
0.0450%
0.0300%

19.0000%
2.0000%
62.9250%
0.2000%
13.5000%
100.00%

Number
Densities
1. 1554E-03
4.7873E-03
3.1248E-04
3.3504E-04
1.252tE-03
6. 8161E-05
4.4022E-05
1. 7143E-02
1.7079E-03
5.2861E-02
1.5922E-04
1.0788E-02
9.0615E-02

Natural:
Enriched:

Total:

Boron
Fractions

1.37%
0.00%
1.37%

f

I

i

I

I

f

t

f

t

Chemical Composition of Borated Type 304 Stainless Steel
SS304B6A Density 7.77 g/cc

Element Symbol
Boron B-10

B-ll
Carbon C

Nitrogen N
Silicon Si

Phosphorus P
Sulfur S

Chromium Cr
41 XbManganese Mn
I Iron Fe

Cobalt Co
Nickel Ni

Total:

Atomic
Weight

10.01294
11.00931
12.0112
14.0031
28.0860
30.9738
31.9721
51.9960
54.9381
55.8470
58.9332
58.7100

Weight I
0.2916t
1.3284%
0.0800%
0.1000%
0.7500%
0.0450%
0.0300%

19.0000%
2.0000%
62.6750t
0.2000%

13.5000%
100. 00%

Number
Densities
1.362tE-03
5.6464E-03
3.1168E-04
3.3418E-04
1.2496E-03
6.7986E-05
4.3909E-05
1. 7099E-02
1.7036E-03
5.2516E-02
1.5881E-04
1.0760E-02
9.1255E-02

Natural:
Enriched:

Total:

Boron
Fractions

1.62%
0.00%
1.62%

Chemical Composition of Borated Type 304 Stainless Steel
SS304B7A Density 7.74 g/cc

I Element Symbol
Boron B-10

E-11
Carbon C

Nitrogen N
Silicon Si

Phosphorus P
Sulfur S

Chromium Cr
Manganese Mn

Iron Fe
Cobalt Co
Nickel Ni

Total:

Atomic
Weight

10.01294
11.00931

12.0112
14.0031
28.0860
30.9738
31.9721
51.9960
54.9381
55.8470
58.9332
58.7100

Weight &
0.3600%
1.6400%
0.0800%
0.1000%
0.7500%
0.0450%
0.0300%

19.0000%
2.0000%

62.2950%
0.2000%

13.5000%
100.00%

Number
Densities
1.6759E-03
6.9439E-03
3.1047E-04
3.3289E-04
1.2448E-03
6.7723E-05
4.3739E-05
1.7033E-02
1.6970E-03
5.1996E-02
1.5819E-04
1.0719E-02
9.2223E-02

Natural:
Enriched:

Total:

Boron
Fractions

2.00%
0 . 00%
2.00%

1t*..
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Chemical Composition of Conceptual Borated Type 316 Stainless Steel
SS316B1A Density w 7.88 g/cc

!
Element Symbol

Boron B-10
B-11

Carbon C
Nitrogen N
Silicon Si

Phosphorus P
Sulfur S

Chromium Cr
Manganese Mn

- Iron Fe
Nickel Ni

Molybdenum Mo
Total:

Atomic
Weight
10.0129
11.0093
12.0112
14.0031
28.0860
30.9738
31.9721
51.9960
54.9381
55.8470
58.7100
95.9400

Weight %
0.0720%
0.3280%
0.0300%
0. 1000%
0.7500%
0.0450%
0.0300%

19.0000%
2.0000%

61.6450%
13.5000%

2.5000%
100. 00%

Number
Densities
3.4125E-04
1. 4139E-03
1.1853E-04
3.3891E-04
1.2673E-03
6.8948E-05
4.4530E-05
1.7342E-02
1.7277E-03
5.2384E-02
1. 0913E-02
1.23661-03
8.7196E-02

Natural:
Enriched:

Total:

Boron
Fractions

0.40%
0.00%
0.40%

Chemical Composition of Conceptual Borated Type 316 Stainless Steel
SS316B2A Density a 7.86 g/cc

Element Symbol
Boron B-10

B-11
Carbon C

Nitrogen N
Silicon Si

Phosphorus P
Sulfur S

Chromium Cr
i Manganese Mn

Iron Fe
Nickel Ni

Molybdenum Mo
Total:

Atomic
Weight
10.0129
11.0093
12.0112
14.0031
28.0860
30.9738
31.9721
51.9960
54.9381
55.8470
58.7100
95.9400

Weight %
0.1080%
0.4920%
0.0300%
0.1000%
0.7500%
0.0450%
0.0300%

19. 0000%
2.0000%
61.4450%
13.5000%

2.5000%
100.00%

Number
Densities
5.1188E-04
2.1208E-03
1.1853E-04
3.3891E-04
1.2673E-03
6.8949E-05
4.4530E-05
1.7342E-02
1.7277E-03
5.2215E-02
1. 0913E-02
1.2366E-03
8.7904E-02

Natural:
Enriched:

Total:

Boron
Fractions

0.60%
0.00%
0.60%

;

Chemical Composition of Conceptual Borated Type 316 Stainless Steel
SS316B3A Density u 7.83 g/cc

Element Symbol
Boron B-10

B-1l
Carbon C

Nitrogen N
Silicon Si

Phosphorus P
Sulfur S

Chromium Cr
Manganese Mn

Iron Fe
Nickel Ni

Molybdenum Mo
Total:

Atomic
Weight Weight %
10.0129 0.1566t
11.0093 0.7134%
12.0112 0.0300%
14.0031 0.1000t
28.0860 0.7500%
30.9738 0.0450%
31.9721 0.0300%
51.9960 19.0000%
54.9381 2.0000%
55.8470 61.1750%
58.7100 13.5000%
95.9400 2.5000%

100.00%

Number
Densities
7.3751E-04
3.0557E-03
1.1778E-04
3.3676E-04
1.2592E-03
6.8511E-05
4.4248E-05
1.7232E-02
1.7167E-03
5.1655E-02
1.0843E-02
1.2288E-03
8.8295E-02

Naturals
Enriched:

Totals

Boron
Fractions

0.87%
0.00%
0.97%
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Chemical Composition of Conceptual Borated Type 316 Stainless Steel
SS316B4A Density - 7.81 g/cc

Element Symbol
Boron B-10

B-l1
Carbon C

Nitrogen N
Silicon Si

Phosphorus P
Sulfur S

Chromium Cr
Manganese Mn

Iron Fe
Nickel Ni

Molybdenum Mo
Total:

Atomic
Weight
10.0129
11.0093
12.0112
14.0031
28.0860
30.9738
31.9721
51.9960
54.9381
55.8470
.58.7100
95.9400

Weight %
0.1800%
0.8200%
0.0300%
0.1000%
0.7500%
0.0450%
0.0300%

19.0000%
2.0000%

61.0450%
13.5000%

2.5000%
100.00%

Number
Densities
8.4772E-04
3.5123E-03
1.1778E-04
3.3676E-04
1.2592E-03
6.8511E-05
4.4248E-05
i.7232E-02
1.7167E-03
5.1545E-02
1.0843E-02
1.2288E-03
8.8752E-02

Natural:
Enriched:

Totas:

Boron
Fractions

1.00%
0.00%
1.00%

Chemical Composition of Conceptual Borated Type 316 Stainless Steel
SS316B4A Density u 7.81 g/cc

Element Symbol
Boron B-10

B-11
Carbon C

Nitrogen N
Silicon Si

Phosphorus P
Sulfur S

Chromium Cr
Manganese Mn

Iron Fe
Nickel Ni

Molybdvtnwa Mo
Total:

Atomic
Weight
10.0129
11.0093
12.0112
14.0031
28.0860
30.9738
31.9721
51.9960
54.9381
55.8470
58.7100
95.9400

Weight A
0;2160%
0.9840%
0.0300%
0.1000%
0.7500%
0.0450%
0.0300%

19.0000%
2.0000%

60.8450%
13.5000%
2.5000%
100. 00%

Number
Densities
1.0173E-03
4.2148E-03
1. 1778E-04
3.3676E-04
1. 2592E-03
6.8511E-05
4.4248E-05
1.7232E-02
1.7167E-03
5. 1377E-02
1.0843E-02
1.2288E-03
8.9455E-02

Natural:
Enriched:

Total:

Boron
Fractions

1.20%
0.00%
1.20%

.

Chemical Composition of Conceptual Borated Type 316 Stainless Steel
SS316B5A Density - 7.79 g/cc

Element Symbol
Boron , B-10

B-1l
Carbon C

Nitrogen N
Silicon Si

Phosphorus P
Sulfur S

Chromium Cr
Manganese Mn

Iron Fe
Nickel Ni

Molybdenum Mo
Total:

Atomic
Weight
10.0129
11. 0093
12.0112
14.0031
28.0860
30.9738
31.9721
51.9960
54.9381
55.8470
58.7100
95.9400

Weight %
0.2520%
1.1480%
0.0300%
0.1000%
0.7500%
0.0450%
0.0300%

19. 0000%
2.0000%

60.6450%
13.5000%

2.5000%
100.00%

Number
Densities
1.1868E-03
4.9172E-03
1. 1778E-04
3.3676E-04
1.2592E-03
6.8511E-05
4.424SE-05
1.7232E-02
1.7167E-03
5. 120E-02
1.0843E-02
1.2288E-03
9.0159E-02

Natural:
Enriched:

Total:

Boron
Fractions

1.40%
0.00%
1.40%

I

.I
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Chemical Composition of Conceptual Borated Type 316 Stainless Steel
SS316B6A Density u 7.77 g/cc

Pt

C

Ma

NC

Element Symbol
Boron B-10

B-11
Carbon C

litrogen N
Silicon Si
Losphorus P
Sulfur S

!hromium Cr
.nganese Mn

Iron Fe
Nickel Ni

klvbdenum Mo

Atomic
Weight
10.0129
11.0093
12.0112
14.0031
28.0860
30.9738
31.9721
51.9960
54.9381
55.8470
58.7100
95.9400

Weight %
0.S880%
1.3120%
0.0300%
0.1000%
0.7500%
0.0450%
0.0300%

19.0000%
2.0000%
60.4450%
13.5000%
2.5000%
100. 00%

Number
Densities
1.3563E-03
5.6197E-03
1.1778E-04
3.3676E-04
1.2592E-03
6. 8511E-05
4.4248E-05
1.7232E-02
1.7167E-03
5.1039E-02
1.0843E-02
1.228tE-03
9.0862E-02

Natural:
Enriched:

Total:

Boron
Fractions

1.60%
0.00%
1.60%

Total:

Chemical Composition of Conceptual Borated Type 316
SS316B7A Density - 7.74 g/cc

Stainless Steel

Element Symbol
Boron B-10

B-1l
Carbon C

Nitrogen N
Silicon Si

Phosphorus P
Sulfur S

Chromium Cr
~Manganese Kn

Iron Fe
Nickel Ni

Molybdenum Mo
Total:

Atomic
Weight
10.0129
11.0093
12.0112
14.0031
28.0860
30.9738
31.9721
51.9960
54.9381
55.8470
58.7100
95.9400

Weight %
0.3600%
1.6400%
0.0300%
0.1000%
0.7500%
0.0450%
0.0300%

19.0000%
2.0000%

60.0450%
13. SOOO%

.2.5000%
100.00%

Number
Densities
1. 6954E-03
7.0246E-03
1.1778E-04
3.3676E-04
1.2592E-03
6.8511E-05
4.4248E-05
1.7232E-02
1.7167E-03
5.0701E-02
1.0843E-02
1.2288E-03
9.2268E-02

Natural:
Enriched:

Total:

Boron
Fractions

2.00%
0.00%
2.00%

Chemical Composition of Borated Type 316 Stainless Steel, 20% Boron Removed
SS316BlA Density - 7.874 g/cc

Element Symbol
Boron 8-10

B-11
Carbon C

Nitrogen N
Silicon Si

Phosphorus P
Sulfur S

Chromium Cr
Manganese Mn

Iron Fe
Nickel NJ

Molybdenum Mo
Total:

Atomic
Weight
10.0129
11.0093
12.0112
14.0031
28.0860
30.9738
31.9721
51.9960
54.9381
55.8470
58.7100
95.9400

Number
Weight % Densities

0.0576% 2.7300E-04
0.2626% 1.1311E-03
0.0300% 1.1853E-04
0.1001% .3.3891E-04
0.7506% 1.2673E-03
0.0450% 6.8948E-05
0.0300% i.4530E-05

19.0152% 1.7342E-02
2.0016% 1.7277E-03

61.6944% 5.2384E-02
13.5108% 1.0913E-02
2.5020% 1.2366E-03
100.00% 8.6845E-02

Natural:
Enriched:

Total:

Boron
Fractions

0.40%
0 * 00%
0.40t

I
F

I
I
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Chemical Composition of Borated Type 316 Stainless Steel, 20% Boron Removed
SS316B2A Density w 7;851 g/cc

I(
Element Symbol
Boron B-10

8-11
Carbon C

Nitrogen N
Silicon Si

Phosphorus P
Sulfur S

Chromium Cr
Manganese Mn

Iron Fe
Nickel Ni

Molybdenum Mo
Total:

Atomic
Weight
10.0129
11.0093
12.0112
14.0031
2E.0860
30.9738
31.9721
51.9960
54.9381
55.8470
59.7100
95.9400

Weight t
0.0865&
0.3941%
0.0300%
0.1001%
0.7509%
0.0451%
0.0300%

19.0228%
2.0024%
61.5188%
13.5162%
2.5030%
100. 00%

Number
Densities
4.0846E-04
1.6924E-03
1.1823E-04
3.3805E-04
1.2641E-03
6.8773E-05
4.4417E-05
1.7298E-02
1.7233E-03
5.2082E-02
1.0885E-02
1.2335E-03
8.7156E-02

Natural:
Enriched:

Total:

Boron
Fractions

0.60%
0.00%
0.60%

Chemical Composition of Borated Type 316 Stainless Steel, 20% Boron Removed
SS316B3A Density - 7.816 g/cc

I

pi

X(

Element Symbol
Boron B-10

B-11
Carbon C

qitrogen N
Silicon Si

2osphorus P
Sulfur S

Chromium Cr
Lnganese Mn

Iron Fe
Nickel Ni

olybdenum Mo

Atomic
Weight
10.0129
11.0093
12.0112
14.0031
28.0860
30.9738
31.9721
51.9960
54.9381
55.9470
58.7100
95.9400

Weight %
0. 1255%
0.5717%
0.0301%
0.1002%
0.7513%
0.0451%
0.0301%
19.0331%
2.0035%

61.2816%
13.5235%
2.5044%
100.00%

Number
Densities
S. 9001E-04
2.4446E-03
1. 1778E-04
3 3676E-04
1.2592E-03
6.85I1E-05
4.4249E-05
1.7232E-02
1.7167E-03
5.1655E-02
1.0843E-02
1.2288E-03
8.7537E-02

Naturals
Enriched:

Total:

Boron
Fractions

0.87%
0.00%
0.87%

-

Total:

Chemical Composition of Borated Type 316 Stainless Steel,
SS316B4A Density - 7.794 g/cc

20% Boron Removed

Element Symbol
Boron B-10

B-11
Carbon C

Nitrogen N
Silicon Si

Phosphorus P
Sulfur S

Chromium Cr
Manganese Mn

Iron Fe
Nickel Ni

Molybdenum Mo
Total:

Atomic
Weight
10.0129
11.0093
12.0112
14.0031
28.0860
30.9738
31.9721
51.9960
54.9381
55.8470
58.7100
95.9400

Weight %
0.1443%
0.6573%
0.0301%
0.1002%
0.7515%
0.0451%
0.0301%

19.0381%
2.0040%

61.1673%
13.5271%

2.5050%
100.00%

Number
Densities
6.7644E-04
2.8027E-03
1.1748E-04
3.3590E-04
1.2560E-03
6.E336E-05
4.4135E-05
1.7188E-02
1.7123E-03
5.14149-02
1.0816E-02
1.2257E-03
8.7656E-02

Natural:
Eiriched:

Total:

Boron
Fractions

1.00%
0.00%
1.00%

.
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Chemical Composition of Borated Type 316 Stainless Steel, 20% Boron Removed
SS316B4A Density - 7.791 q/cc

C

I

Pt

M4

Element Symbol
Boron B-10

B-11
Carbon C

citrogen N
Silicon Si

hosphorus P
Sulfur S

Chromium Cr
unganese Mn

Iron Fe
Nickel Hi

)lYbdenum Mo

Atomic
Weight
10.0129
11.0093
12.0112
14.0031
28.0860
30.9738
31.9721
51.9960
54.9381
55.8470
58.7100
95.9400

Weight %
0.1732%
0.7891t
0.0301%
0.1002%
0.7518%
0.0451%
0.0301%

19.0457%
2.0048%
60.9914%
13.5325%

2.5060%
100.00%

Number
Densities
8.1173E-04
3.3632E-03
1.1748E-04
3.3590E-04
1.2560E-03
6.8336E-0S
4.4135E-05
1.7188E-02
1.7123E-03
5.1245E-02
1.0816E-02
1.2257E-03
s.8163E-02

Natural:
Enriched:
Total:

Boron
Fractions

1.20%
0.00%
1.20%

Total :

Chemical Composition of Borated Type 316 Stainless Steel, 20% Boron Removed
SS316B5A Density * 7.768 g/cc

Pk

C
Ka

me

Element Symbol
Boron D-10

B-11
Carbon C

litrogen N
Silicon Si
Losphorus P

Sulfur S
Ihromium Cr
Lnganese Mn

Iron Fe
Nickel Ni

Plybdenum Mo

Atomic
Weight
10.0129
11.0093
12.0112
14.0031
28.0860
30.9738
31.9721
51.9960
54.9381
55.8470
58.7100
95.9400

Weight %
0.2022%
0. 9210%
0.0301%
0.1003%
0.7521t
0.0451%
0.0301%

*19.0533%
2.0056%

60.8153%
13.5379%
2.5070%
100. 00%

Number
Densities
9.4459E-04
3.9137E-03
1.1718E-04
3.3504E-04
1.2528E-03
6.8161E-05
4.4022E-05
1.71433-02
1.7079E-03
5.0946E-02
1.0788E-02
1.2225E-03
8.8483E-02

Natural:
Enriched:

Totali

Boron
Fractions

1.40%
0.00%
1.40%

Total:

Chemical Composition of Borated Type 316 Stainless Steel, 20% Boron Removed
SS316B6A Density - 7.745 g/cc

Element Symbol
Boron B-10

B-11
Carbon C

Nitrogen N
Silicon Si

Phosphorus P
Sulfur S

Chromium Cr
Manganese Mn

Iron Fe
Nickel Ni

Molybdenum No
Total:

Atomic
Weight
10.0129
11.0093
12.0112
14.0031
28.0860
30.9738
31.9721
51.9960
54.9381
55.8470
58.7100
95.9400

Weight %
0.2311%
1.053.0%
0.0301%
0.1003%
0.7524%
0.0451%
0.0301%

19.0610%
2.0064%
60.6390%
13.5433%
2.5080%
100. 00t

Number
Densities
1.0768E-03
4.4613E-03
1.1688E-04
3.3418E-04
1.2496E-03
6.7986E-05
4.3909E-05
1.7099E-02
1.7036E-03
5.0648E-02
1.0760E-02
1. 2194E-03
8. 8781E-02

Natural:
Enriched:

Total:

8oron
Fractions

1.60%
0.00%
1.60%

T
I
I
I
I
i

I

i

I

II
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Chemical Composition of Borated Type 316 Stainless Steel, 20% Boron Removed
SS316E7A Density a 7.709 g/cc I

i

C

Ka

Mc

Element Symbol
Boron B-10

B-li
Carbon C

[itrogen N
Silicon Si
josphorus P
Sulfur S

hromium Cr
Lnganese Mn

Iron Fe
Nickel Ni
lvbdenum MO

Atomic
Weight
10.0129
11.0093
12.0112
14.0031
28.0860
30.9738
31.9721
51.9960
54.9381
55.8470
58.7100
95.9400

Weight %
0.2892t
1.3173t
0.0301%
0.1004%
0.7530%
0.0452t
0.0301%

19.0763%
2.0080%
60.2861%
13.5542%
2.5100&
100. 00o

Number
Densities
1.3408E-03
S.5551E-03
1.1643E-04
3.3289E-04
1.2448E-03
6.7723E-05
4.3739E-05
1.7033E-02
1.6970E-03
5. 0118E-02
1.0719E-02
1. 2147E-03
8.9483E-02

Natural:
Enriched:
Total:

Boron
Fractions

2.00%
0.00%
2.00%

Total:

Chemical Composition of Borated Aluminum Alloy (Aluminum Boron, Al-B
Density w 2.719 g/cc

w

I

i
I

I

k

k

Element Symbol
Boron B-10

B-1l
Aluminum Al

Copper Cu
Total:

Atomic
Weight
10.0129
11.0093
26.9815
63.5400

Weight %
0.1800%
0. 8200%

98.8800%
0.1200%
100.00%

Number
Densities
2.9439E-04
1.219SE-03
6.0015E-02
3.0928E-05
6.1560E-02

Natural:
Enriched:

Total:

Boron
Fractions

1.00%
0.00%
1.00%

Chemical Composition of Borated Aluminum Alloy (Aluminum Boron, Al-B
Density - 2.728 g/cc

Element Symbol
Boron B-10

B-1l
Aluminum Al
Copper Cu

Total:

Atomic
Weight
10.0129
11.0093
26.9815
63.5400

Weight %
0.3600%
1.6400%

97.8800%
0.1200%
100.00%

Number
Densities
5.9079E-04
2.4478E-03
5.9610E-02
3.1033E-05
6.2680E-02

Naturalo
Enriched:

Total:

Boron
Fractions

2.00%
0.00%
2.00%

I
I

Chemical Composition of Borated Aluminum Alloy (Aluminum Boron, Al-B
Density - 2.738 g/cc

i.

Element Symbol
Boron B-10

B-li
Aluminum Al

Copper Cu
Total:

Atomic
Weight
10.0129
11.0093
26.9815
63.5400

Weight %
0.5400%
2.4600%

96.8800%
0.1200%
100.00%

Number
Densities
8.8922E-04
3.6843E-03
5.9203E-02
3.1139E-05
6.3808E-02

Natural:
Enriched:

Total:

Boron
Fractions

3.00%
0.00%
3.00%

Chemical Composition of Borated Aluminum Alloy (Aluminum Boron, Al-B
Density a 2.747 g/cc

I
A.
I
II

I

Element Symbol
Boron B-10

B-li
Aluminum Al

Copper Cu
Total:

Atomic
Weight
10.0129
11.0093
26.9815
63.5400

Weight %
0.7200%
3.2800%

95.8800%
0.1200%
100.00%

Number
Densities
1. 1897E-03
4.9292E-03
5.8793E-02
3.1246E-05
6.4943E-02

Natural:
Enriched:

Total:

Boron
Fractions

4.00%
0.00%
4.00%
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Chemical Composition of Borated Aluminum Alloy (Aluminum Boron, Al-B
Density - 2.752 glcc

Element Symbol
Boron B-10

B-1l
Aluminum Al

Copper Cu
Total:

Atomic
Weight
10.0129
11.0093
26.9815
63.5400

Weight %
0.8100%
3.6900%

95.3800%
0.1200%
100.00%

Number
Densities
1. 3407E-03
5.5549E-03
5.8587E-02
3.1300E-05
6.5514E-02

Natural:
Enriched:

Total:

Boron
Fractions

4.50%
0.00%
4.50%

Chemical Composition of Borated Aluminum Alloy (Aluminum Boron, Al-B
Density u 2.757 g/cc

Element Symbol
Boron B-10

B-11
Aluminum Al

Copper Cu
Total:

Atomic
Weight
10.0129
11. 0093
26.9815
63.5400

Weight %
0.9000%
4.1000%

94.8800%
0.1200%
100.00%

Number
Densiti'es
1.4922E-03
6.1827E-03
5.83sOE-02
3.1354E-05
6.6086E-02

Natural:
Enriched:

Total:

Boron
Fractions

5.00%
0.00%
5.00%

Chemical Composition of Borated Aluminum Alloy (Aluminum Boron, Al-B
Density - 2.757 g/ce

Element Symbol
Boron B-10

B-ll
Aluminum Al

Copper Cu
Total:

Atomic
Weight
10.0129
11.0093
26.9815
63.5400

Weight %
4.7500%
0.2500%

94.8800%
0.1200%
100.00%

Number
Densities
7.8757E-03
3.76995-04
5.8380E-02
3.1354E-05
6.6664E-02

Natural:
Enriched:

Total:

Boron
Fractions

0.00%
5.00%
5.00%

Chemical Composition of BORAIL (with Natural Boron)
Density a 2.674 g/cc

Element Symbol
Boron B-10

B-11
Carbon C

Aluminum Al
Total:

Atomic
Weight
10.0129
11.0093
12.0112
26.9815

Weight S
2. 6760%
12.1930%
4.1260%

81. 0050%
100. 00%

Number
Densities
4.3046E-03
1.7838E-02
5.5329E-03
4.8356E-02
7.6032E-02

Chemical Composition of BORAL (with Enriched Boron)
Density w 2.674 g/cc

Element Symbol
Boron B-10

B-l1
Carbon C

Aluminum Al
Total:

Atomic
Weight
10.0129
11.0093
12.0112
26.9815

Weight %
14.1260%

0.7430%
4.1260%

81. 0050%
100.00%

Number
Densities
2 .2723E-02
1.0870E-03
5.5329E-03
4.8356E-02
7.7699E-02

I
i

I
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Chemical Composition of V4C (with Natural Boron)
Density * 1.79 g/cc

Page I-1S of 20

(
Natural:
Enricheds

Total:

Boron
Fractions

100.00%
0.00%

100.00%

% B
C

Total:

Atomic
Weight
10.0129
11. 0093
12.0112

B4C
Fractions

78.57%
21.43%

100.00%

Element Symbol
Boron B-10

B-11
Carbon C

Totals

Weight %
14.1426%
64.4274%
21.4300%
100.00%

Number
Densities
1. 5141E-02
6.273sE-02
1.9126E-02
9.7003E-02

Chemical Composition of B4C (with Enriched Boron)
Density - 1.78 g/cc

Natural:
Enriched:

Total:

Boron
Fractions

0.00%
100.00%
100.00%

l B
% C

Total:

B4C
Fractions

78.57%
21.43%

100.00%

Element Symbol
Boron B-10

B-11
Carbon C

Total:

Atomic
Weight
10.0129
11.0093
12.0112

Number
Weight * Densities
74.6415% 7.9913E-02
3.9285% 3.8253E-03

21.4300% 1.9126E-02
100.00% 1.0286E-01

II
(, Chemical Composition of 1100 Aluminum Alloy

Density a 2.7 g/cc

Element
Aluminum
Copper

Symbol
Al
Cu

Total:

Atomic Number
Weight Weight % Densities
26.9815 99.8800% 6.0194E-02
63.5400 0.1200% 3.0710E-05

100.00% 6.0225E-02

Chemical Composition of Aluminum Alloy 6063
Density * 2.69 g/cc

Element
Magnesium
Aluminum
Silicon

Titanium
Chromium

Manganese
Iron

Copper
Zinc

Other

Symbol
ag
Al
Si
Ti
Cr
Mn
Fe
Cu
Zn

Total:

Atomic
Weight
24.3120
26.9815
28.0860
47.9000
51.9960
54.9381
55. 8470
63.5400
65.3700

Weight %
0. 6750t

98.0250%
0.4000%
0. 1500t
0. 1000%
0.1000t
0.3500%
0.1000%
0.1000l
0. 0000t
100.00%

Number
Densities
4.4979E-04
5.8857E-02
2.3073E-04
5.0733E-05
3.1157E-05
2.9489E-05
1. 0153E-04
2.5497E-05
2.4783E-05 *

5.9801E-02

k.

i

I

I

i
II

II
I
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Chemical Composition of Zircaloy - 2
Density - 6.56 0/cc

(.. Element
Oxygen

Chromium
Iron

Zirconium
Nickel

Tin

Symbol
0
Cr
Fe
Zr
Ni
Sn

Total:

Atomic
Weight
15.9949
51,9960
55.8470
91.2200
58.7100
118.6900

weight %
0.1200%
0.1000%
0.1000%

98.2300%
0.0500%
1.4000%
100.00%

Number
Densities
2 .9640E-04
7.5982E-05
7.0743E-05
4.2544E-02
3.3647E-05
4.6601E-04
4.3487E-02

Chemical Composition of Zircaloy - 4
Density a 6.56 g/cc

Element
Oxygen

Chromium
Iron

Zirconium
Tin

Symbol
0
Cr
Fe
Zr
Sn

Total:

Atomic
Weight
15.9949
51.9960
55.8470
91.2200
118.6900

Weight %
0. 1200%
0.1000%
0.2000%
98.1800%
1.4000%
100.00%

Number
Densities
2.9640E-04
7.5982E-05
1.4149E-04
4.2522E-02
4.6601E-04
4.3502E-02

Chemical Composition of Grade 702 Zirconium
Density * 6.5 g/cc

(

Element
Oxygen

Chromium
Iron

Zirconium
Hafnium

Symbol
0
Cr
Fe
Zr
Hf

Totals

Atomic
Weight
15.9949
51.9960
55.8470
91.2200
178.49

Weight %
0.1600%
0.1000%
0.1000%

95.1400%
4. 5000%S
100.00%

* Number
Densities
3.9159E-04
7.5287E-05
7.0096E-05
4.0829E-02
9.8694E-04
4.2353E-02

Chemical Composition of Grade 704 Zirconium
Density * 6.56 g/cc

Element
Oxygen

Chromium
Iron

Zirconium
Tin

Hafnium

Symbol
0
Cr
Fe
Zr
Sn
Hf

Total:

Atomic
Weight
15.9949
51.9960
55.8470
91.2200

118.6900
178.49

Weight %
0.1800%
0.1500%
0.1500%

93.5200%
1.5000%
4.5000%
100.00%

Number
Densities
4.4460E-04
1.1397E-04
1.0611E-04
4.0504E-02
4.9930E-04
9.9605E-04
4.2664E-02

I

Chemical Composition of Grade 706 Zirconium
Density * 6.44 g/cc

Element
Oxygen

Chromium
Iron

Zirconium
Hafnium

Symbol
0
Cr
Fe
Zr
Hf

Total:

Atomic
Weight
15.9949
51.9960
55.8470
91.2200
178.49

Weight %
0.1600%
0.1000%
0.1000%
95.1400%
4. 5000%
100.00%

* Number
Densities
3.8797E-04
7.4592E-05
6.9449E-05
4.0452E-02
9.7783E-04
4.1962E-02

II

I

I

T
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Chemical Composition of Zirconium-Hafnium 70-30 Alloy
Density * 7.58 g/cc

...
* Element

Oxcygen
Chromium

Iron
Zirconium
Hafnium

Symbol
0

Cr
Fe
Zr
Hf

Total:

Atomic
Weight
15.9949
51.9960
55.8470
91.2200
178.49

Weight %
0.1600%
0.1000%
0.1000%

69.6400%
30.0000%
100.00%

Number
Densities
4.5668E-04
8.7802E-05
8.1748E-05
3.4853E-02
7.6733E-03
4.3153E-02

Chemical Composition of Zirconium-Hafnium 30-70 Alloy
Density - 10.0 g/cc

Element
Oxygen

Chromium
Iron

Zirconium
Hafnium

Symbol
0
Cr
Fe
Zr
Hf

Total:

Atomic
Weight
15.9949
51.9960
55.8470
91.2200
178.49

Weight %
0.1600%
0.1000%
0.1000%

29.6400%
70.0000%
100.00%

Number
Densities
6.0227E-04
1.1579E-04
1.0781E-04
1.9563E-02
2.3612E-02
4.4002E-02

Chemical Composition of Spent Silver-Indium-Cadmium
Density = 10.2 g/cc

Control Rod Kate

Element
silver

Cadmium
Indium

( Tin

Atomic
Symbol Weight

Ag 108.9048
Cd 112.4000
In 114.8200
Sn 118.6900

Totals

Weight %
77.0000%

9.0000%
11.0000%
3.0000%
100.00%

Number
Densities
4.3433E-02
4.9187E-03
5.8851E-03
1.5527E-03
5.5790E-02

Chemical Composition of Depleted Uranium
Density a 18.98 g/cc

Element
Hydrogen

Carbon
Iron

Molybdenum
Uranium

Symbol
H
C
Fe
Mo

u-235
U-238

Total:

Atomic
Weight

1.007825
12.0112
55.8470
95.9400

235.0439
239.0508

Weight %
0.0010%
0.0500%
0.0150%
0.2500%
0.2000%

99.48%
100.00%

Number
Densities
1.1342E-04
4.7584E-04
3.0702E-05
2.9786E-04
9.7265E-05
4.7770E-02
4.8785E-02

Chemical Composition of Fresh Nuclear Fuel, 1.8% U-235, wI U-234
Density - 10.52 g/cc

u-234
a %U-234 in U-235

0.0056% U-238
Total U:

0.0055% N - U 23i.9957427
1.8000% M - 02 31.98983

98.1945%M - U02 269.9855727
100.00%

Element
Oxygen

Uranium
C.^.

Symbol
0

U-234
U-235
U-238

Total:

Atomic
Weight
15.9949

234.0409
235.0439
238.0508

Number
Weight % Densities
11.8487% 4.6941E-02
0.0048% 1.3124E-06
1.5867% 4.2777E-04
86.5597% 2.3041E-02
100.00% 7.0411E-02

iI
I
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Chemical Composition of Fresh Nuclear Fuel, 1.8% U-235
Density - 10.52 g/cc

f Uranium U-235
U-238

Total U:

1.8000% K - U 237.9959668
98.2000% K - 02 31.98983
100.00%M - U02 269.9857968

Element
Oxygen
Uranium

Symbol
0

U-235
U-238

Total:

Atomic
Weight
15.9949

235.0439
238.0508

Weight %
11.8487%
1.5867%
86.5646t
100.00%

Number
Densities
4.6941E-02
4.2777E-04
2.3043E-02
7.0411E-02

Chemical Composition of Fresh Nuclear Fuel, 3.0% U-235, w/ U-234
Density - 10.52 g/cc

U-234
%U-234 in U U-235

0.0056% U-238
Total U:

0.0054% M - U 237.9592241
3.0000% M - 02 31.98983

96.9946%M - U02 269.9490541
100.00%

Element
Oxygen
Uranium

Symbol
0

U-234
U-235
U-238

Total:

Atomic
Weight
15.9949

234.0409
23S.0439
238.0508

Weight %
11.8503%
0.0048%
2.6445%
85.5004%

100.00%

Number
Densities
4.6947E-02
1. 2964E-06
7.1294E-04
2.2759E-02
7.0421E-02

Chemical Composition of Fresh Nuclear Fuel, 3.0% U-235
Density - 10.52 g/cc

Uranium U-235
U-238

Total U:

3.0000% K - U 237.9594454
97.0000% K - 02 31.98983
1lO.00% - U02 269.9492754

Element
Oxygen
Uranium

Symbol
0

U-235
U-238

Total:

Atomic
Weight
15.9949

235.0439
238.0508

Weight %
11.8503%
2.6445%
85.5052%
100.00%

* Number
Densities
4.6947E-02
7.1294E-04
2.2761E-02
7.0421E-02

Chemical Composition of Fresh Nuclear Fuel, 3.75%
Density - 10.52 g/cc

U-235, wI U-234

U-234
%U-234 in U U-235

0.0056% U-238
Total U:

0.0054% K - U
3.7500% N - 02
96.2446%M - U02
100.00%

237.9364056
31.98983

269.9262356

Element
Oxygen

Uranium

Symbol
0

U-234
U-235
U-238

Totals

Atomic
Weight
15.9949

234.0409
235.0439
238.0508

Weight %
11.8513%
0.0048%
3.3056%

84.8384%
100.00%

Number
Densities
4.6951E-02
1.2863E-06
8.9116E-04
2.2583E-02
7.0427E-02

t.
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Chemical Composition of Fresh Nuclear Fuel, 3.75% U-235
Density - 10.52 glcc

( Uranium U-235
U-238

Total U:

3.7500% M - U
96.2500% X - 02
100.00%M - U02

237.9366252
31.98983

269.9264552

Element
Oxygen

Uranium

Symbol
0

U-235
U-238

Total

Atomic
Weight
15.9949

235.0439
23s.0508

Chemical Composition of Air
Density -0.001225

Weight %
11.8513%
3.3056%

84.8431%
100.00%

g/cc

Weight %
80.0000%
20.0000%
100.00%

Number
Densities
4.6951E-02
8.9117E-04
2.2584E-02
7.0426E-02

Number
Densities
4.2148E-05
9.2249E-06
5.1373E-05

Element
Nitrogen
Oxygen

Symbol
N
0

Total:

Atomic
Weight
14.0031
15.9949

Chemical Composition of Helium Fill Gas
Density *0.001785 g/cc

Atomic Number
Element Symbol Weight Weight % Densities
Helium He 4.0026 100.0000% 2.6985E-04

Totals 100.00% 2.6858E-04

t

Chemical Composition of Water
Density * 1 g/cc

Element
Hydrogen

Oxygen

Symbol
H
0

Total s

Atomic
Weight

1.0078
15.9949

Weight %
11.1915%
88.8085%

100.00%

Number
Densities
6.6878E-02
3.3439E-02
1.0032E-01

Chemical Composition of Wet Crushed Tuff
Density - 1.61 g/cc

Element
Hydrogen

Oxyen
Sodium

Magnesium
Aluminum
Silicon

Phosphorus
Potassium
Calcium

Titanium
Manganese

Iron

Symbol
H
0
KaNo
Mg
Al
Si

P
K

Ca
Ti
Mn
Fe

Total:

Atomic
Weight
1.0078
15.9949
22.9898
24.3120
26.9815
28.0860
30.9738
39.1020
40.0800
47.9000
54.9381
55.8470

Weight %
3.4756%

61.9691%
2.0051%
0.0533%
4.4887%

25.4310%
0.0030%
1.8201%
0.2222%
0.0383%
0. 0243%
0. 4692%
100.00%

Number
Densities
3.3439E-02
3.7566E-02
8.4568E-04
2.1257E-05
1.6131E-03
8.7797E-03
9.3914E-07
4.5134E-04
5.3755E-05
7.7530E-06
4.2888E-06
8. 1463E-05
8.2864E-02
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Chemical Composition of Borosilicate Glass, Natural Boron
Density - 2.225 g/cc

( Element
Hydrogen
Lithium

Boron

Oxygen
Fluorine

Sodium
Aluminum
Silicon
Chlorine
Potassium

Barium

Symbol
H

Li-6
Li-7
B-10
B-ll

0
F

Na
Al
Si
Cl

K
Ba

Total:

Atomic
Weight
1.0078
6.0151
7.0160
10.0129
11.0093
15.9949
18.9984
22.9898
26.9815
28.0860
35.4520
39.1020
137.3400

Weight %
0.0100%
0.0152%
0.2171%
1.3012%
6.5175%

51.6976%
0.0050%
2.8193%
-1. 1645%
35.6780%
0.0700%
0.4151%
0.0896%
100.00%

Number
Densities
1.3296E-04
3.3862E-05
4.1465E-04
1.7414E-03
7.9329E-03
4.3311E-02
3.5266E-06
1.6433E-03
5.7834E-04
1.7022E-02
2.6459E-05
1.4225E-04
8.7422E-06
7.2991E-02

Chemical Composition of Borosilicate Glass, Enriched Boron
Density w 2.225 g/cc

Element
Hydrogen
Lithium

Boron

Oxygen
Fluorine

Sodium
Aluminum
Silicon

Chlorine
Potassium

Barium

Symbol
H

L1-6
Li-7
B-10
B-li

0
F

Na
Al
Si
Cl
K
Ba

Total:

Atomic
Weight

1.0078
6.0151
7.0160

10.0129
11.0093
15.9949
18.9984
22.9898
26.9815
29.0860
35.4520
39.1020

137.3400

Weight %
0.0100%
0.0152%
0.2171%
7.4277%
0.3909%

51.6976%
0.0050%
2.8193%
1.1645%

35.6780%
0.0700%
0.4151%
0.0896%
100.00%

Number
Densities
1.3296E-04
3.3862E-05
4.1465E-04
9.9403E-03
4.7579E-04
4.3311E-02
3.5266E-06
1.6433E-03
5.7834E-04
1.7022E-02
2.6459E-05
1.4225E-04
8.7422E-06
7.3733E-02

I.
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(**

Chemical Composlton of Borated Type 816 Stainless Steel, 20% Boron Removed
SS3tIBIA Density a. 7.874 1cc

Old density 7.88 ghc %5 remaining 80.001%

Phi

C
Ma

Mol

Element Symbol
Boron B-10

Ball
Carbon C

Nltrogen N
Silcon Si

,sphorus P
Sulfur S

:hromlum Cr
inganese Mn

Iron Fe
Nickel Nl

ybdenum Mo
Total:

Old wt9; Welallt %
0.0720% 0.0576%
0.3280% 02626%
0.0300% 0.300%
0.1000% 0.1001%
0.7560 0.7506%
0.0450% 0.0450%
0.0300% 0.0300%

19.0000% 19.0152%
2.0000% 2.0016%

61.6450% 61.6944%
13.5000% 13.5108%
2.5000% 2.5020%
100.00% 100.00%

Boron
Fractions

Natural: 0.40%
Enrkched 0.00%

Total: 0.40%

Chemical Composilon of Borated Type 316 Stalnless Steel, 20% Boron Reamved
8S316E3A Density- 7.81J6g91c

Old density

!
Ftx

C
Ma

Mol

Element Symbol
Boron B-10

B- Il
Carbon C

Nitrogen N
Sikoon 81

osphorus P
Sulfur S

hromium Cr
nganese Mn

Iron Fe
Nickel Ni

ybdenum Mo
Total:

7.53 gcc %B remaining 60.00%
Boron

Old wt% WelgM % Fractions
0.1656% 0,1255% Natural: 0.7W
0.7134% 0.5717% Enriched 0.00%
0.0300% 0.0301% Total: 0.87%
0.1000% 0.1002%
0.7500% 0.7613%
0.0450% 0.0451%
0.0300% 0.0301%

19.0000% 19.0331%
2.0000% 2.0035%

61.1760% 612816%
13.6000% 13.5235%
2.5000% 2.5044%
100.00% 100.00%

Chemical Compositlon of Borated Type 316 Stalnless Steel, 20% Boron Removed
8S316B2A Density - 7.851 ghc

Old denidty

Ph

C

Ma

Mo

Element Symbol
Boron B-10

B-11
Carbon C

Nitrogen N
SRicon S1

osphorus P
Sulfur S

:hromium Cr
mnganese Mn

Iron Fe
Nickel NI

lybdenum Mo
Total:

7.86 gtcc %B remaining 80.00%
Boron

Old wt% Welght % Fractions
0.1080% 0.0865% Natural: 0.60%
04920% 0.9941% Enrtched 0.00%
0.0300% 0.030 Total: 0.60%
0.1000% 0.1001%
0.750 0.7609%
0.0450% 0.0451%
0.0300% 0.0300%

19.0000% 19.0238%
2.0000% 2.0024%

614450% 61.6188%
13.5000% 13.S162%

25000% 2.5030%
100.00% 100.00%

DAT REDBCOM.WK3 12-16.95
i
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i

Chemical Composition of Borated Type S16 StaInless Ste3l, 20% Boron Removed
SS316B4A Density * 7.704 fcc

Old desilty

PhK

C
Ma

Mot

Element SYrnbol
Boron B-10

Carbon C
Nitrogen N

Silicon 81
osphorus P

Suffur S
hromlum Cr
nganese Mn

Iron Fe
Nickel Ni

ybdenum Mo
Total.

7.81 g/cc %8 remainIng t0.00%
Boron

Old wt% Welaht % Fractions
0.1800% 0.1443% Natural: 1.00%
0.6200% 0.6573% Enriched: 0.00%
0.0300% 0.03011% Total: 1.00%
0.1000% 0.1002%
0.7600% 0.7615%
0.0450% 0.0451%
0.0300% &0.301%

19.0000% 10.0381%
2.0000% 2.0040%

61.0450% 61.1673%
1.5000% 13.5271%
2.5000% 2.5050%
100.00% 100.00%

Chemical Composition of Borated Type 316 StaInless Steel, 20% Boron Removed
SSS16B4A Density= 7.791 gtcc

Old density

I;

Phc

C1
Ma

Mol

Element Symb~ol
-Boron B-10

B-11
Carbon C

Nitrogen N
Silicon 81

osphorus '
Sulfur S

hromium Cr
nganese Mn

Iron Fe
Nickel Ni

ybdenum Mo
Total:

7.81 kcc %B remaining 80.00%
BIoron

Old wl96 Welcht % Fractions
02160% 0.1732% Natural: 1.20W
0.9840% 0.7691% Enriched: 0.00%
0.0300% 0.0301% Total: 1.20%
0.1000% 0.1002%
0J7600 0.7516%
0.0450% 0.0451%
0.0300% 0.0301%

19.0000% 19.0457%
2.0000% 2.0048%

60.8450% 60.0914%
18.5000% 13.5325%
2.000% 2.5060%
100.00% 100.00%

Chemical Composition of Borated Type 316 Stainless Steel, 20% Boron Removed
SS316B5A Density * 7.768 glcc

Old density 7.79 g/cc %B remaining 80.00%

Ph

C

Ma

.Mci

Element Symbol
Boron B-10

B-11
Carbon C

Nltrogen N
Silicon Si

osphorus P
Sulfur S

hromium Cr
nganese Mn

Iron h
Nickel NI

lybdenum Mo
Totat

Okd wt% Welght %
02209%. 02022%
1.1480% 0.9210%
0.03bO% 0.0301%
0.1000% 0.1003%
0.7500% 0.7621%
0.0450% 0.0451%
0.0300% 0.0301%

19.0000% 19.0533%
2.0000% 2.0056%

60.6450% 60.8163%
13.5000% 13.5379%
2.5000% 2.5070%
100.00% 100.00%

Boron
Fractions

Natural: 1.40%
Enriched: 0.00%

Total 1.40%

t... '

DAT REDBCOM.WK3 12-1 5-95
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Chemical Composition of Borated Type 316 Stainless Steel, 20% Boron Removed
8S316B6A Density 7.745 gkc

Old density 7.77 glco %B remaIning 80.00%

Element
Boron

Carbon
Nitrogen

811kon
Phosphorus

Sulur
Chromium

Manganese
Iron

Nickel
Molybdenum

6vmbol
B-10
B-11

C
N
S1

S
Cr
Mn
Fe
NI

Mo
Total:

Old wt% Weight %
02880% 0.2311%
1.3120% 1,0630%
0.0300% 0.0301%
0,1000% 0.1003%
0.7500% 0.7624%
0.0450% 0.0451%
0.0300% 0.0301%

19.0000% 19.0610%
2.0000% 2.0064%

60.4450% 60.6390%
13.5000% 13.5433%
2.6000% 2.5080%
100.00% 100.00%

Boron
Frsetons

Naturail: 1.6W
Enrched: 0.00%

Total: 1.60%

Chemical Compositlon of Borated Type 316 Stainless Steel, 20% Boron Removed
SS316B7A Density * 7.709 Glco

Old density 7.74 gkc %B remaining 60.00%

Element

Carbon
Nitrogen

Silicon
Phosphorwus

Sulfur
Chromium

Manganese
Iron

Nickel
Mofybdenum

Symbol
B-10

B-1 I
C
N
SI

S
Cr

Mn
Fe
NI

Mo
Total:

Old wt% Welht %
0.3600% 0.2892% Natural:
1.6400% 1.3173% Enriched:
0.0300% 0.0301% Total:
0.1000% 0.1004%
0.7500% 0.7530%
0.0450% 0.0452%
0.0300% 0.0301%

19.0000% 19.0763%
2.0000% L0080%

60.0450% 60.2861%
13.5000% 13.5542%
2.6000% 2.5100%
100.00% 100.00%

Boron
Fractions

200
0.00%
2.00%

i
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