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QUALITY ASSURANCE
SURVEILLANCE REPORT
Moc gﬁ?caNl Testing of Tuff REPORTNO.:  &p-0/2- PAGE—L__oF__1

SURVEILLANCE SCOPE: Monitoring a Triaxial Compressive Strength Testing of Rock Core
(Sample SRM 17.2.2.3.T.1) for Compliance with OA Program

REFERENCE DQCUME ' . L ;
DDen51x A‘% ¥ g Proqram for Mechanical Characterization of Tuff

STARTING DATE: Seth_ :)gz 1990 ENDING DATE: September 12, 1990

QA REPRESENTATIVE: James McCrgyl(aTso Bob Brient from CNWRA)

PERSONS CONDUCTlN T S ACTIVITY
R. Armstrong, Far1HfAbdu11at1f Dr. P.H.S. W. Kulatitake was an observer,

SATISFACTORY FINDINGS:

The procedures described in Appendix A.2 of the OA Program were

exactlv followed. The measurement instruments had all been calibrated

in July 1990. The report recorded was detailed and accurate,

UNSATISFACTORY FINDINGS:
None

NONCONFORMANCE REPORT NO.:

ATTACHMENTS:

RECOMMENDATIONS / ACTIONS None
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