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I. Introduction

The purpose of this report is to provide a description of the fuel design and core load, and to
summarize the startup testing performed at St. Lucie Unit 2 following the Cycle 15 refueling.
The startup testing verifies that key core and plant parameters are as predicted. The major parts
of this testing program include:

1) Initial criticality following refueling,

2) Zero power physics testing, and

3) Power ascension testing.

This Cycle 15 Startup Report is being submitted in accordance with Technical Specification
6.9.1.1 due to a modification (Steam Generator Tube Plugging) that may have significantly
altered the nuclear, thermal, or hydraulic performance of the plant.

The test data satisfied acceptance criteria, or was satisfactorily dispositioned in accordance with
the corrective action program, and demonstrated general conformance to predicted performance.
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II. Cycle 15 Fuel Design

The Cycle 15 reload consists entirely of fuel manufactured by Westinghouse Electric Company
(WEC). The primary design change to the core for Cycle 15 is the replacement of 72 irradiated fuel
assemblies (1 Region K assembly, 68 Region P assemblies, and 3 Region S assemblies) with 68
fresh Region T fuel assemblies and 4 irradiated Region P assemblies residing in the spent fuel pool.
The fuel in the Cycle 15 core is arranged in a low leakage pattern. The mechanical design of
Region T fuel is essentially the same as that of Region S fuel, and consists of "value-added" fuel
pellets and "guardian grid" design, first introduced in Cycle 11. Table 1 provides enrichment
information for the Cycle 15 reload sub-batches.

The Cycle 15 reload is based on the Westinghouse WCAP-9272, Westinghouse Reload Safety
Evaluation Methodology, first introduced this cycle for St. Lucie Unit 2. This approach uses a
checklist format to assess cycle-specific core design, and plant parameters for compliance with the
existing safety analysis. Implementation of WCAP-9272 methods and 30% Steam Generator Tube
Plugging (SGTP) resulted in certain Core Operating Limits Report (COLR) changes, including
elimination of the Fxy peaking factor, a reduction in peak Linear Heat Rate (LHR) from 13 to 12.5
kw/ft, and the introduction of the W(z) function for LHR monitoring using the excore detector
system. Technical Specification changes and the safety analysis, supporting the implementation of
WCAP-9272, were submitted to the NRC and approved in the Reference 9 safety evaluation report
(SER).

The Cycle 15 reload analysis supports a maximum Steam Generator tube plugging level of 2520
tubes/SG with an asymmetry of 600 tubes between the two steam generators. This level of Steam
Generator tube plugging requires a reduction in the minimum required Reactor Coolant System
(RCS) flow from 355,000 gpm to 335,000 gpm. This reduction in RCS flow is supported by the
Cycle 15 reload analysis and the implementation of this flow reduction was approved by the NRC
in Reference 9. The actual Steam Generator tube plugging level for Cycle 15 was 18.9%, up from
the Cycle 14 value of 9.2%.

The Cycle 15 core map is represented in Figure 1. The assembly serial numbers and control
element assembly (CEA) serial numbers are given for each core location.
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III. CEA Drop Time Testin2

Following the core reload and prior to the approach to criticality, CEA drop time testing was
performed. The objective of this test is to measure the time of insertion from the fully withdrawn
position (upper electrical limit) to the 90% inserted position under hot, full flow conditions. The
average CEA drop time was found to be 2.76 seconds with maximum and minimum times of
2.98 seconds and 2.52 seconds, respectively (Reference 7). All drop times were within the 3.1
second requirement of Technical Specification 3.1.3.4 and within the safety analysis
requirements supporting the reload PC/M 04078 requirements (Reference 6).
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IV. Approach to Criticality

The approach to criticality involved diluting from a non-critical boron concentration of 1670 ppm
to a predicted critical boron concentration of 1470 ppm. Inverse Count Rate Ratio (ICRR) plots
were maintained during the dilution process using wide range channels B and D. Refer to
Figures 2 and 3 for ICRR information. Table 2 summarizes the dilution rates and times, as well
as beginning and ending boron concentrations.

Initial criticality for St. Lucie Unit 2, Cycle 15, was achieved on February 14, 2005 at 12:18 with
CEA group 5 at 120 inches withdrawn and all other CEAs at the all-rods-out (ARO) position.
The actual critical concentration was measured to be 1479 ppm (Reference 1).
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V. Zero Power Physics Testing

To ensure that the operating characteristics of the Cycle 15 core were consistent with the design
predictions, the following tests were performed:

1) Reactivity Computer Checkout;
2) All Rods Out Critical Boron Concentration;
3) Isothermal Temperature Coefficient Measurement; and
'4) CEA Group Rod Worth Measurements.

Proper operation of the reactivity computer is ensured by performing the "Reactivity Computer
Checkout." This part of the testing determines the appropriate testing range and checks that
reactivity changes are being correctly calculated by the reactivity computer's internal algorithms.
The testing range is selected such that the signal to noise ratio is maximized and that testing is
performed below the point of adding nuclear heat. The reactivity calculation is checked by
performing a positive and negative reactor period test through respective introduction of a known
amount of positive and negative reactivity. The results of the reactivity computer checkout were
compared to the appropriate predictions supplied in the reload PC/M 04078 (Reference 6).
Satisfactory agreement was obtained.

The measurement of the all-rods-out (ARO) critical boron concentration was performed. The
measured value was 1482 ppm which compared favorably with the design value of 1474 ppm
(Reference 2). This was within the acceptance limits of+ 50 PPM.

The measurement of the isothermal temperature coefficient was performed and the resulting
moderator temperature coefficient (MTC) was derived. The MTC was determined to be -0.403
pcm/IF which fell well within the'acceptance criteria of + 2.0 pcm/IF of the design MTC of
-0.209 pcm/IF (corrected). This complies with Unit 2 Technical Specification 3.1.1.4
requirements that the maximum upper limit shall be +5 pcm/IF at <70% of RATED THERMAL
POWER..

Rod worth measurements were performed i'ising the rod swap methodology. This method
involves exchanging a reference group,' which is measured by the boration dilution technique,
with each of the remaining test groups. A comparison of the measured and design CEA
reactivity worths is provided in Table 3. The following acceptance criteria apply to the
measurements made: - -

1) The measured value of each test group, or supergroup measured, is within +15% or +100
pcm of its corresponding design CEA worths, whichever is greater and,

2) The measured worth of the reference group and the total worth for all the CEA groups
measured is within + 10% of the total design worth.

All acceptance criteria were met.
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VI. Power Ascension Program

During power ascension, the fixed incore detector system is utilized to verify that the core is
loaded properly and there are no abnormalities occurring in various core parameters (core
peaking factors, linear heat rate, and tilt) for power plateaus at 30%, 45%, and greater than 98%
rated thermal power. A shape annealing factor (SAF) (Reference 5) test was performed in
conjunction with the power ascension (Reference 3). This test was required due to the
replacement of the "B" and "C" Linear Range nuclear instrument channel detectors, and Control
Channel 9 & 10 nuclear instrument detectors. The replaced excore detectors for channels B,C,
and 9 were of a new detector design. The SAF measurement data for all the replaced excore
detectors showed a good statistical correlation coefficient and agreement with the trend of the
other RPS channels indicating that the calculated SAFs are valid and acceptable for use.

The measured SAFs for Channels B and C exceeded their upper acceptance criteria limits and the
SAF for Control Channel 9 was below its lower acceptance criteria limit. Condition Report (CR)
2005-5446 was generated to assess the SAF data and evaluate the impact of Channels B, C, and 9
SAFs upon the Cycle 15 Safety Analysis. The disposition to CR 2005-5446 concluded that the
measurement data for excore detector Channels B, C and 9 was valid and the SAFs were
acceptable with no adverse affect on the safety analysis. In addition, Control Channel 10 was
declared out of service at low powers when it was found that there was insufficient gain
adjustment on the upper detector chamber during the initial calibration at 30% power. The
detector was successfully calibrated at 98% power, the impact on the SAF measurement was
reviewed under CR 2005-5251, and the use of the existing minimum installed value (MIV) for
Channel 10 was found to be acceptable.

A summary of the flux maps at the 30%, 45% and 98% power levels is provided in Figures 4, 5
and 6. These flux maps are used for comparing the measured power distribution with the
predicted power distribution. For the purposes of power ascension, the acceptance criteria require
the root mean square (RMS) value of the power deviation to be less than or equal to 5%. The
individual assembly powers should be within 10% of the predicted power for assembly powers
greater than or equal to 0.9 (30% and 98% plateaus). In addition, for the 30% plateau the relative
power density (RPD) should be within 0.1 RPD units of predicted for assembly powers less than
or equal to 0.9. These criteria were satisfied.

Additionally, calorimetric, nuclear, and delta T power calibrations were performed at each power
plateau prior to advancing reactor power to the next higher level specified by procedure.

A determination of RCS flow by calorimetric parameters (Reference 8) was performed and the
measured result of 376,662 gpm met the minimum acceptance criteria of 349,500 gpm
(Technical Specification required flow of 335,000 gpm + uncertainties).
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VII. Summary

Compliance with the applicable Unit 2 Technical Specifications was satisfactory. The
acceptance criteria for all the startup testing parameters were met, or were satisfactorily
dispositioned in accordance with the corrective action program.
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FIGURE 1
CYCLE 15 CORE LOADING PATTERN
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Figure 2. Wide Range Channel B Boron Dilution
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Figure 3. Wide Range Channel D Boron Dilution
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Figure 4
Unit 2 Power D istribution Comparison With Design -30%
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Figure 5
Unit 2 Power Distribution Comparison With Design -45%
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Figure 6
Power Distribution Comparison With Design - 98%Unit 2
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Table I
Cycle 15 Reload Sub-Batch ID*

Sub-Batch Number of Assemblies
P5 4

RI 36

R2 20

R3 12

S2 8

S3 12

S4 40

S5 1

T2 8

T3 16

T4 8

T5 20

*Reference 6
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Table 2
Approach to Criticality

Dilution Rate Initial Boron Final Boron Approximate Dilution
Concentration (ppm) Concentration (ppm) Time (minutes)

132 gpm 1670 1620 14

88 gpm 1620 1520 60

44 gpm 1520 1470 107
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Table 3
CEA Group Worth Summary

CEA Group Measured Worth Design Worth * Percent Difference
(pcm) (pcm)

Reference Group B 1724.24 1723 -0.07

1,3,&5 1232.39 1246 +1.10

2&4 1454.54 1374 -5.54

A 1592.28 1630 +2.37

Total 6003.44 5973 -0.51

*Reference 6.

Percent difference = (Design - Measured)/(Measured) * 100
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