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Table 1. Total Porosity and Grain Size Distribution Test Data for the Lisbon Formation (Blue Bluff Marl)

Elevation USCS D50
Borehole Sample No. (ft msl) % Gravel % Sand % Fines Description Classification (mm) Porosity

B-1 002 UD-1 Upper 130.0 49.4% 21.7% 28.9% Silty gravel with sand GM 3.49 0.59
B-1 002 UD-2 118.5 22.9% 41.2% 35.9% Clayey sand with gravel SC 0.26 0.56
B-1002 UD-3 108.5 12.8% 53.4% 33.8% Clayey sand SC 0.21 0.36
B-1 002 UD-4 98.5 53.7% 21.8% 24.5% Clayey/silty gravel with sand GC-GM 7.52 0.25
B-1 002 UD-5 88.5 26.3% 49.4% 24.3% Silty sand with gravel SM 0.87 0.45
B-1 003 17 135.2 16.5% 50.1% 33.4% Silty sand with gravel SM 0.43 ND
B-1003 UD-1 130.2 1.6% 57.8% 40.6% Silty sand SM 0.14 0.46
B-1 003 22 118.5 1.2% 67.1% 31.7% Silty sand with shells SM 0.27 0.52
B-1003 27 101.5 11.7% 45.8% 42.5% Silty sand SM 0.12 0.42
B-1 003 31 81.5 7.3% 58.5% 34.2% Silty sand with shells SM 0.15 0.39
B-1004 UD-1 Upper 105.8 1.0% 52.7% 46.3% Silty sand SM 0.10 0.56
B-1004 UD-2 96.3 0.7% 57.6% 41.7% Silty sand SM 0.15 0.45
B-1 004 UD-3 Upper 86.3 38.0% 29.8% 32.2% Clayey gravel with sand GC 0.49 0.43

B-1 004 UD-4 Upper 72.8 20.9% 37.4% 41.7% Silty sand with gravel SM 0.12 0.38
B-1 004 UD-5 61.3 34.9% 41.3% 23.8% Silty sand with gravel SM 0.85 0.44
B-1004 UD-6 51.3 5.2% 60.3% 34.5% Clayey sand SC 0.18 0.39
B-1006 32 132.5 0.0% 35.9% 64.1% Sandy elastic silt MH ND ND

Median 0.24 0.44

Notes: Data obtained from SSAR Appendix 2.5A - Geotechnical Investigation and Laboratory Testing Data Report (report Appendix E).
ND - not determined.
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