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REACTOR COOQOLANT SYSTEM

MATERIAL PROPERTY BASIS

LIMITING MATERIAL: INTERMEDIATE SHELL PLATE A9154-1

LIMITING ART VALUES @ 56 EFPY: 1/4T, 153°F
3/4T, 138°F
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FIGURE 34-3 V. C. Summer Unit 1 Reactor Coolant System Cooldown Limitations
(Cooldown Rates up to 100°F/hr) Applicable for 56 EFPY (Without Margins

for Instrumentation Errors) Using 1998 Appendix G Methodology

SUMMER - UNIT 1 3/4 4-32 Amendment No.-53-443;
133-143; 174




EOP-12.0
REVISION 12
ATTACHMENT 4
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