
 
 
From:  John Hayes 
To:   <Donna.Gaffigan@dep.state.nj.us>,<jenny.goodman@dep.state.nj.us> 
Date:   3/5/2008 2:56:17 PM  
Subject:  Fwd:   
 
fyi 
 
>>> "Smith, David R. (Windsor,CT-US)" <DRSmith@trcsolutions.com> 03/05/2008 11:59 AM >>> 
Jack 
 
  
 
During the discussion yesterday about the selection of rock and visits 
to the three quarries that TRC has identified as possible sources for 
the rock cover material, Carl Stopper had offered to provide Robert 
Johnson with some of the information that TRC had obtained about these 
rock sources.  I have attached this documentation for Robert's use and 
review prior to visiting the quarries.   
 
  
 
Robert likewise offered to share with SMC and TRC some to the selection, 
quality control procedures, rock placement procedures, etc. that other 
licensee have provided to NRC and that NRC has approved or accepted. 
All the documents related to rock selection, testing, quality control, 
placement, etc. that NRC can share with us would be greatly appreciated 
and most likely very helpful. 
 
  
 
Thanks 
 
  
 
Dave 
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Source: Pyramid Materials (HK Group), Media, PA

Lab Test Result Score Weight Score*Weight Max Score
Specific Gravity 2.757 10 9 90 90
Absorption (%) 0.72 6 2 12 20
Sodium Sulfate (%) 1.89 9 11 99 110
L.A. Abrasion (%) 40.72 0 1 0 10

Total: 201 230
Durability: 87.4%

Source: Independence Construction Materials, Devault Quarry, Devault, PA

Lab Test Result Score Weight Score*Weight Max Score
Specific Gravity 2.81 10 9 90 90
Absorption (%) 0.3 9 2 18 20
Sodium Sulfate (%) 0.45 10 11 110 110
L.A. Abrasion (%) 16.68 2 1 2 10

Total: 220 230
Durability: 95.7%

Source: Independence Construction Materials, Elk Mills Quarry, Elk Mills, MD

Lab Test Result Score Weight Score*Weight Max Score
Specific Gravity 2.679 8 9 72 90
Absorption (%) 0.29 9 2 18 20
Sodium Sulfate (%) 0.2 10 11 110 110
L.A. Abrasion (%) 17.7 2 1 2 10

Total: 202 230
Durability: 87.8%

Note: Durability calculations based on NUREG-1623 Table D-1 "Scoring criteria for Determining 
Rock Quality." Weighting Factor based on Igneous rock.
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