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SILT ORC;LAySAND

J ..•••... '.' 0,1·

GRAIN SIZE (mm)
10

.............................' GRADAT10N CURVE

.' ........<.... .. t\STM 0412
roject Date: .1/16/2007

Boring No.!
:\ii:~) Sample No,.

B-318/C-3A

Depth (ft)

43.5-45.0,
48.5-50,0

Sample Description

FAT CLAY, ",1th sand, dark green

Class.

CH

1.L PI
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Schnabel EngIneering
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Projed:

BoringNo./

::\i\:~~:: Sample No.

3-323, B·324/
C-4A

Depth(ft)

335-35.0,
32.5-34.0

Sample Description

Poorly l1faded SANTI, with silt, orange­
brown

Class.

SP-SM

LL PI

,l!:hnf'bet
Schnabet Engineering
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PILL

SM

Class.Sample Description

Silty SAND, trace shells, daik gmy
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68.5~7{)_O
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B-335!C-5A
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Sample Description

10

Silty SiillD, trace shells, daIk gray

GE.f,\VEL .. .~ ..

Depth (ft)

63.5-65.0,
73.5-75.0

100
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Sample No.

B-401/C-6A
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Project:

Boring No J

:!:l;!~~:: SampleNo,

B402/C-7A

Depth (ft}

23.5-25.0,
28.5-30.0

Sample Description

FAT CLAY, dark gray

Class.

CH

LL PI

~hnabel
Schnabel Engineering
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Depth (tl)

485-50.5

Sample Description

FAT CLAY, ilark gray
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Boring No.1
Sample No.

B-424/C-9A

Depth (ft)

33.5-35.0,
38.5-40.0

Sample Description

Poorly Graded SA.~D, ....ith silt, omnge­
bwv.n

Class.

SP-SM
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Schnab~j Engineering
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C-lGA 38.5-40.0

Date: 1/16/2007
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Sc;.hnabel Engl.~~rjng

PICia'>.,>. 1.1.

SP-SM

Sample Desaiption

Poarly Grdded SAND, with silt, orange­
broVrTl
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...... ~NJitlearPi>\vt::r Plant (CCNPPy, .
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Sample DescriptionDepth (ft)
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BoringNoJ
Sample No,

B """ •. C 5 48.5-50.0, Poorly Graded SAND, with silL, trace 3hells,
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