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To:
Cc:

Subject:
Attachments:

"lncognito2@CTC@SwRI26[<dramirez@chem.swri.edu>]"@swri.edu
Tuesday, December 05, 2000 7:02 PM
dpickett@swri.edu
"lncognito2@CTC@SwRI26["Mike Dammann" <mdammann@chem.swri.edu>]"@swri.edu;
"Incognito2@CTC@SwRI26["Joan Boyd" <jboyd@chem.swri.edu>]"@swri.edu
results for samples received 08.16.00
18460.xls; 18460.wb3

Mr. Dave Pickett
Attached are the preliminary results for the samples received on 08.16.00, our work order # 18460, for ICP

and ICPMS analysis.
The report is complete and is attached as an Excel (1 8460.xls) and a Quattro Pro (1 8460.wb3) file for you.
A hard copy of the report will follow shortly.
If you have any questions, please contact Mike Dammann (522.5428)

Danny Ramirez
Division 01
x3867
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Return-path: <"Incognito2@CTC@SwRI26[<dramirez@chem.swri.edu>]"@swri.edu>
Received: from mail.cnwra.swri.edu (mail.cnwra.swri.edu [129.162.205.6])
by gargol.cnwra.swri.edu
(Sun Internet Mail Server sims.4.0.2000.05.17.04.13.p6)
with ESMTP id <OG5400GOSD0140@gargol.cnwra.swri.edu> for
dpickett@sims-ms-daemon (ORCPT rfc822;dpickett@gargol.cnwra.swri.edu); Tue,
5 Dec 2000 17:53:07 -0600 (CST)
Received: from jerryg.ccf.swri.edu (jerryg.ccf.swri.edu [129.162.252.30])

by mail.cnwra.swri.edu (8.9.3+Sun/8.9.3) with ESMTP id PAA00499 for
<dpickett@mail.cnwra.swri.edu>; Tue, 05 Dec 2000 15:10:32 -0600 (CST)
Received: (from uucp@localhost) by jerryg.ccf.swri.edu (8.9.3/8.9.3)
id RAA1 0431 for <dpickett@mail.cnwra.swri.edu>; Tue,
05 Dec 2000 17:53:30 -0600 (CST)
Received: from nodnsquery(1 29.162.26.41) by jerryg.ccf.swri.edu via smap (V4.0)

id xma010353; Tue, 05 Dec 2000 17:52:49 -0600
Received: from d26vs046d.ccf.swri.edu (d26vs046d.ccf.swri.edu [129.162.26.6])

by swri.edu (8.9.3/8.9.3) with SMTP id RAA08484 for <dpickett@swri.edu>;
Tue,
05 Dec 200017:52:48 -0600 (CST)

Received: by d26vs046d.ccf.swri.edu with VINES-ISMTP; Tue,
05 Dec 2000 17:55:55 -0600 (CST)

X-Incognito-SN: 1316
Date: Tue, 05 Dec 2000 18:01:36 -0600 (CST)
From: "Incognito2@CTC@SwRI26[<dramirez@chem.swri.edu>]"@swri.edu
Subject: results for samples received 08.16.00
To: dpickett@swri.edu
Cc:
"Incognito2@CTC@SwRI26[\"Mike Dammann\"

<mdammann@chem.swri.edu>]"@swri.edu,
"Incognito2@CTC@SwRI26[\"Joan BoydV' <jboyd@chem.swri.edu>]"@swri.edu

Errors-to: "Incognito2@CTC@SwRI26[<dramirez@chem.swri.edu>]"@swri.edu
Reply-to: "Incognito2@CTC@SwRI26[<dramirez@chem.swri.edu>]"@swri.edu
Message-id: <vines.3f06+ZzL9uA@d26vs046d.ccf.swri.edu>
MIME-version: 1.0
Content-type: MULTIPART/MIXED;
BOUN DARY="Boundary_(IDOUel7ZY1 7jgQi3AEvOfmCg)"
X-Priority: 3 (Normal)
X-Incognito-Version: 5.1.0.78



CLIENT:
WORK ORDER:

PROJECT #

Division 20
18460

20.01402.561
Date Received: 0816/00
Matrix: Liquid

LAB REPORTING TRUE
SAMPLE ID SYSTEM ID ELEMENT RESULTS QUALIFIER UNITS LIMIT VALUE RECOVERY

BLANK [U] 148200 Aluminum 0.6 U mg/kg 0.6
BLANK [U] 148200 Antimony 0.11 U mg/kg 0.11
BLANK [U] 148200 Arsenic 0.06 U mgikg 0.06
BLANK U] 148200 Barium 0.06 U mg/kg 0.06
BLANK [U] 148200 Beryllium 0.06 U mg/kg 0.06
BLANK[U 148200 Bismuth 0.11 U mg/kg 0.11
BLANK U] 148200 Cadmium 0.06 U m0/k. 0.06
BLANK U] 148200 Calcium 0.860 mg/kg 0.6
BLANK [U] 148200 Chromium 0.04 U mg/kg 0.04
BLANK [U] 148200 Cobalt 0.04 U mg/kg 0.04
BLANK [U] 148200 Copper 0.06 U mg/kg 0.06
BLANK [U] 148200 Iron 0.6 U mg/kg 0.6
BLANK [U] 148200 Lanthanum 0.06 U mg/kg 0.06
BLANK [U] 148200 Lead 0.06 U mg/kg 0.06
BLANK [U] 148200 Lithium 0.06 U mg/kg 0.06
BLANK [U] 148200 Magnesium 0.6 U m0/kg. 0.6
BLANK [U] 148200 Manganese 0.06 U mg/kg 0.06
BLANK [U] 148200 Molybdenum 0.06 U mg/kg 0.06
BLANK [U] 148200 Nickel 0.06 U mgikg 0.06
BLANK [U] 148200 Palladium 0.11 U mg/kg 0.11
BLANK [U] 148200 Phosphorus 0.3 U mg/kg 0.3
BLANK [U] 148200 Potassium 1.1 U mg/kg 1.1
BLANK [U] 148200 Selenium 0.06 U mg/kg 0.06
BLANK [U] 148200 Silver 0.06 U mg/kg 0.06
BLANK [U] 148200 Sodium 1.1 U mg/kg 1.1
BLANK [U] 148200 Strontium 0.06 U mg/kg 0.06
BLANK [U] 148200 Sulfur 0.334 mg/kg 0.3
BLANK [U] 148200 Thallium 0.11 U mg/kg 0.11
BLANK [U] 148200 Tin 0.06 U mg/kg 0.06
BLANK [U] 148200 Titanium 0.06 U mg/kg 0.06
BLANK [U] 148200 Tungsten 0.11 U mg/kg 0.11
BLANK [U] 148200 Vanadium 0.06 U mg/kg 0.06
BLANK [U] 148200 Yttrium 0.06 U mg/kg 0.06
BLANK [U] 148200 Zinc 0.06 U mg/kg 0.06
BLANK [U] 148200 Zirconium 0.06 U mg/kg 0.06
BLANK [U] 148200 Thorium 0.17 U ug/Kg 0.17
BLANK [U] 148200 Uranium 0.001 U mg/kg 0.001
BLANK [U] 148200 2 3 4

U 0.100 U ug/Kg 0.100

IR-99-1 OPAL 1 [U 148202 Aluminum 0.797 mg/kg 0.7
IR-99-1 OPAL 1U] 148202 Antimony 0.14 U mg/kg 0.14
IR-99-1 OPAL 1U] 148202 Arsenic 0.07 U mg/kg 0.07
IR-99-1 OPAL I 1U] 148202 Barium 0.07 U mg/kg 0.07
IR-99-1 OPAL [U] 148202 Beryllium 0.07 U mgikg 0.07
IR-99-1 OPAL I 1U] 148202 Bismuth 0.14 U mg/kg 0.14
IR-99-1 OPAL I [U 148202 Cadmium 0.07 U mg/kg 0.07
IR-99-1 OPAL I [U] 148202 Calcium 2.53 mg/k; 0.7
IR-99-1 OPAL I [U] 148202 Chromium 0.06 U mg/kg 0.06
IR-99-1 OPAL I [U] 148202 Cobalt 0.06 U mg/kg 0.06
IR-99-1 OPAL 1U] 148202 Copper 0.07 U mg/kg 0.07
1R-99-1 OPAL 1U] 148202 Iron 0.7 U mg/kg 0.7
IR-99-1 OPAL I [U 148202 Lanthanum 0.07 U mg/kg 0.07
IR-99-1 OPAL I [U] 148202 Lead 0.07 U mg/kg 0.07
IR-99-1 OPAL 1U] 148202 Lithium 0.07 U mg/kg 0.07
IR-99-1 OPAL 1U] 148202 Magnesium 0.7 U mg/kg 0.7
IR-99-1 OPAL 1Uj 148202 Manganese 0.07 U mgkg 0.07
IR-99-1 OPAL I [U] 148202 Molybdenum 0.07 U mg/kg 0.07
IR-99-1 OPAL 1 [U] 148202 Nickel 0.07 U mg/kg 0.07
IR-99-1 OPAL I [U] 148202 Palladiurh 0.14 U mg/kg 0.14
IR-99-1 OPAL 1 [U] 148202 Phosphorus 0.4 U mg0kg 0.4
IR-99-1 OPAL 1 I [U] 148202 Potassium 1.4 U mg1kg 1.4
IR-99-1 OPAL 1 [U] 148202 Selenium 0.07 U mg/kg 0.07
IR-99-1 OPAL 1 [U] 148202 Silver 0.07 U mg/kg 0.07
IR-99-1 OPAL I [U] 148202 Sodium 1.4 U mg/kg 1.4
IR-99-1 OPAL I 1U] 148202 Strontium 0.07 U mg/k 0.07
IR-99-1 OPAL 1 .[U] 148202 Sulfur 0.410 mg/kg 0.4
IR-99-1 OPAL 1 [U] 148202 Thallium 0.14 U mg/kg 1 0.14
IR-99-1 OPAL 1 (U] 148202 Tin 0.07 U mgikg 0.07
IR-99-1 OPAL 1 [Uj 148202 Titanium 0.07 U mk0.07 L 0.07
IR-99-1 OPAL 1 [U] 148202 Tungsten 0.14 U mgkg 0.141



CLIENT:
WORK ORDER:

PROJECT #

Division 20
18460

20.01402.561
Date Received: 0816/00
Matrix: Liquid

LAB REPORTING TRUE
SAMPLE ID SYSTEM ID ELEMENT RESULTS QUALIFIER UNITS LIMIT VALUE RECOVERY

IR-99-1 OPAL I [U] 148202 Vanadium 0.07 U 0.0/kg 0.07
IR-99-1 OPAL I [U] 148202 Yttrium 0.07 U mg/kk 0.07
IR-99-1 OPAL I [U] 148202 Zinc 0.126 mg/kg 0.07
IR-99-1 OPAL I [U] 148202 Zirconium 0.07 U mg/kg 0.07
IR-99-1 OPAL I [U] 148202 Thorium 0.21 U ug/Kg 0.21
IR-99-1 OPAL I [U] 148202 Uranium 6.35 mg/Kg 0.50
IR-99-1 OPAL I [U] 148202 2 34

U 0.363 ug/KgK 0.10

IR-99-1 OPAL 2 [U] 148203 Aluminum 4.94 mgkg 0.5
IR-99-1 OPAL 2 U] 148203 Antimony 0.11 U mg/kg 0.11
IR-99-1 OPAL 2 [U 148203 Arsenic 1.08 mg/kg 0.05
IR-99-1 OPAL 2 [U] 148203 Barium 0.05 U m0/k.g 0.05
IR-99-1 OPAL 2 [U] 148203 Beryllium 0.05 U m0g/k.g 0.05
IR-99-1 OPAL 2 [U] 148203 Bismuth 0.11 U mg/kg 0.11
IR-99-1 OPAL 2 [U] 148203 Cadmium 0.05 U m0.kg 0.05
IR-99-1 OPAL 2 1U] 148203 Calcium 13.9 mg/kg_ 0.5
IR-99-1 OPAL 2 CU 148203 Chromium 0.04 U m,/kg 0.04
IR-99-1 OPAL 2 [U] 148203 Cobalt 0.04 U mg/kg 0.04
IR-99-1 OPAL 2 [U] 148203 Copper 0.05 U mg/kg 0.05
IR-99-1 OPAL 2 [U] 148203 Iron 0.951 mg/kg 0.5
IR-99-1 OPAL 2 1U] 148203 Lanthanum 0.05 U mgikg 0.05
IR-99-1 OPAL 2 1U] 148203 Lead 0.075 mg/kg 0.05
IR-99-1 OPAL 2 [U 148203 Lithium 0.05 U m /k 0.05
IR-99-1 OPAL 2 1U] 148203 Magnesium 0.5 U mg/kg 0.5
IR-99-1 OPAL 2 1U] 148203 Manganese 0.05 U m_/kg 0.05
IR-99-1 OPAL 2 1U] 148203 Molybdenum 0.05 U mg/kg 0.05
IR-99-1 OPAL 2 1U] 148203 Nickel 0.05 U mg/kg 0.05
IR-99-1 OPAL 2 1U] 148203 Palladium 0.11 U mg/k_ _ 0.11
IR-99-1 OPAL 2 [U] 148203 Phosphorus 0.3 U mg/k_ _ 0.3
IR-99-1 OPAL 2 [U 148203 Potassium 1.27 mg/kg 1.1
IR-99-1 OPAL 2 1U] 148203 Selenium 0.05 U m_/k_• 0.05
IR-99-1 OPAL 2 [U] 148203 Silver 0.05 U mg/kg 0.05
IR-99-1 OPAL 2 [U] 148203 Sodium 1.I U mg/kg 1.1
IR-99-1 OPAL 2 [U] 148203 Strontium 0.842 mg/kg 0.05
IR-99-1 OPAL 2 [U] 148203 Sulfur 0.3 U mg/kg 0.3
IR-99-1.OPAL 2 [U 148203 Thallium 0.11 U mg/kg 0.11
IR-99-1 OPAL 2 [Ul 148203 Tin 0.05 U mg/kg 0.05
IR-99-1 OPAL 2 [U] 148203 Titanium 0.05 U mg/kg 0.05
IR-99-1 OPAL2 [U] 148203 Tungsten 0.11 U mg/kg 0.11
IR-99-1 OPAL 2 1U] 148203 Vanadium 0.05 U mg/kg 0.05
IR-99-1 OPAL 2 [U] 148203 Yttrium 0.05 U mg/kg 0.05
IR-99-1 OPAL 2 [U] 148203 Zinc 0.108 m,/kg 0.05
IR-99-1 OPAL 2 [U] 148203 Zirconium 0.05 U m /k 0.05
IR-99-1 OPAL 2 [U] 148203 Thorium 0.22 ug/Kg 1 0.16
IR-99-1 OPAL 2 [U] 148203 Uranium 135 mg/kg 0.50
IR-99-1 OPAL 2 [U] 148203 234

U 9.65 u__K__ 0.10

IR-99-10 OPAL SEP 1 U 148204 Aluminum 1.88 m__kg 0.5
IR-99-10 OPAL SEP I [U 148204 Antimony 0.10 U mg/kg 0.10
IR-99-10 OPAL SEP I [U 148204 Arsenic 0.05 U mg/kg 0.05
IR-99-10 OPAL SEP I [U 148204 Barium 0.381 mg/kg 0.05
IR-99-10 OPAL SEP I [U 148204 Beryllium 0.05 U mg/kg 0.05
IR-99-10 OPAL SEP I [U 148204 Bismuth 0.10 U mf/kg 0.10
IR-99-10 OPAL SEP I [U 148204 Cadmium 0.05 U m 0.05
IR-99-10 OPAL SEP 1 [U 148204 Calcium 5.34 mgik 0.5
IR-99-10 OPAL SEP 1 [U 148204 Chromium 0.048 m _/k_ _ 0.04
IR-99-10 OPAL SEP 1 [U 148204 Cobalt 0.048 Im_/k_ _ 0.04
IR-99-10 OPAL SEP I [U 148204 Copper 0.05 U m./kg 0.05
IR-99-10 OPAL SEP 1 [U 148204 Iron 0.607 m-g/kg 0.5
IR-99-10 OPAL SEP 1 [U 148204 Lanthanum 0.05 U 0.0/kg 0.05
IR-99-10 OPAL SEP I [U 148204 Lead 0.05 U mg/kg 0.05
IR-99-10 OPAL SEP 1 [U 148204 Lithium 0.05 U m0.kg 0.05
IR-99-10 OPAL SEP 1 [U 148204 Magnesium 0.897 mg/kg 0.5
IR-99-10 OPAL SEP I [U 148204 Manganese 0.115 mg0kg 0.05
IR-99-10 OPAL SEP I [U 148204 Molybdenum 0.05 Um,/kg 0.05
IR-99-10 OPAL SEP 1 [U 148204 Nickel 0.062 m,/kg 0.05
IR-99-10 OPAL SEP I [U 148204 Palladium 0.10 U mg/kg 0.10
IR-99-10 OPAL SEP 1 [U 148204 Phosphorus 0.2 U mg/kg 0.2
IR-99-10 OPAL SEP 1 [U 148204 Potassium 1.0 U mgikg 1.0
IR-99-10 OPAL SEP 1 [U 148204 Selenium 0.05 U mg/kg 0.05
IR-99-10 OPAL SEP 1 [U 148204 Silver 0.05 U mg/kg 0.05



CLIENT:
WORK ORDER:

PROJECT #

Division 20
18460

20.01402.561
Date Received: 0816/00
Matrix: Liquid

LAB REPORTING TRUE.
SAMPLE ID SYSTEM ID ELEMENT RESULTS QUALIFIER UNITS LIMIT VALUE RECOVERY

IR-99-10 OPAL SEP 1 [U 148204 Sodium 4.55 mg/kg 1.0
IR-99-10 OPAL SEP 1 [U 148204 Strontium 0.080 m0g/kg 0.05
IR-99-10 OPAL SEP I [U 148204 Sulfur 0.362 mg/kg 0.3
IR-99-10 OPAL SEP I [U 148204 Thallium 0.10 U mg/kg 0.10
IR-99-10 OPAL SEP I [U 148204 Tin 0.05 U mg/kg 0.05
IR-99-10 OPAL SEP 1 ru 148204 Titanium 0.153 m0/k 0.05
IR-99-10 OPAL SEP I [U 148204 Tungsten 0.10 U mg/kg 0.10
IR-99-10 OPAL SEP 1 [U 148204 Vanadium 0.05 U m0/kg 0.05
IR-99-10 OPAL SEP 1 [U 148204 Yttrium 0.05 U mg0kg 0.05
IR-99-10 OPAL SEP I [U 148204 Zinc 1.26 mg/kg 0.05
IR-99-10 OPAL SEP 1 [U- 148204 Zirconium 0.05 U mg/kg 0.05
IR-99-10 OPAL SEP 1 fU 148204 Thorium 0.52 u0/Kg 0.14
IR-99-10 OPAL SEP 1 [U 148204 Uranium 19.4 mg/kg 0.50
IR-99-10 OPAL SEP 1 [U 148204 2 34

U 1.39 ug/Kg 0.10

LAB CONTROL lcsw-klOe2 Aluminum 10.1 mg/kg 0.5 10 101.2%
LAB CONTROL lcsw-klOe2 Antimony 3.36 mg/kg 0.10 10 33.6%
LAB CONTROL lcsw-klOe2 Arsenic 8.86 mg/kg 0.05 10 88.6%
LAB CONTROL lcsw-klOe2 Barium 9.79 mg/kg 1 0.05 10 97.9%
LAB CONTROL lcsw-klOe2 Beryllium 9.17 mg/kg 0.05 10 91.7%
LAB CONTROL lcsw-klOe2 Bismuth 9.46 mg/kg 0.10 10 94.6%
LAB CONTROL lcsw-klOe2 Cadmium 9.70 mg/kg 0.05 10 97.0%
LAB CONTROL lcsw-klOe2 Calcium 9.99 mg/kg 0.5 10 99.9%
LAB CONTROL lcsw-klOe2 Chromium 9.13 mgikg_ 0.04 10 91.3%
LAB CONTROL lcsw-klOe2 Cobalt 9.41 mg/k_• 0.04 10 94.1%
LAB CONTROL lcsw-klOe2 Copper 9.92 mg/kg 0.05 10 99.2%
LAB CONTROL lcsw-klOe2 Iron 9.12 mg/kg 0.5 10 91.2%
LAB CONTROL lcsw-klOe2 Lanthanum 9.53 mg/kg 0.05 10 95.3%
LAB CONTROL lcsw-kl0e2 Lead 9.63 mg/kg 0.05 10 96.3%
LAB CONTROL lcsw-kl0e2 Lithium 7.00 mg/kg 0.05 10 70.0%
LAB CONTROL lcsw-klOe2 Magnesium 9.36 mg/kg 0.5 10 93.6%
LAB CONTROL lcsw-klOe2 Manganese 9.79 mg/kg 0.05 10 97.9%
LAB CONTROL lcsw-kl0e2 Molybdenum 9.42 mg/kg 0.05 10 94.2%
LAB CONTROL lcsw-klOe2 Nickel 9.64 mg/kg 0.05 10 96.4%
LAB CONTROL lcsw-klOe2 Palladium 9.31 mg/kg 0.10 10 93.1%
LAB CONTROL lcsw-klOe2 Phosphorus 6.72 mg/kg 0.3 10 67.2%
LAB CONTROL lcsw-klOe2 Potassium 7:20 mg/kg 1.0 10 72.0%
LAB CONTROL lcsw-klOe2 Selenium 8.92 mg/kg 0.05 10 89.2%
LAB CONTROL lcsw-klOe2 Silver 7.25 mg/kg 0.05 10 72.5%
LAB CONTROL lcsw-kl0e2 Sodium 10.7 mg/kg 1.0 10 107.3%
LAB CONTROL lcsw-klOe2 Strontium 9.55 mg/kg 0.05 10 95.5%
LAB CONTROL lcsw-klOe2 Sulfur 9.40 mg/lg 0.3 10 94.0%
LAB CONTROL lcsw-klOe2 Thallium 9.47 mg/kg 0.10 10 94.7%
LAB CONTROL lcsw-klOe2 Tin 7.56 mg/kg 0.05 10 75.6%
LAB CONTROL lcsw-klOe2 Titanium 8.02 mg,/kg 0.05 10 80.2%
LAB CONTROL lcsw-klOe2 Tungsten 3.98 mngikg 0.10 . 10 39.8%
LAB CONTROL lcsw-klOe2 Vanadium 9.65 mg,/kg 0.05 10 96.5%
LAB CONTROL lcsw-klOe2 Yttrium 9.71 mg;ikg 0.05 10 97.1%
LAB CONTROL lcsw-klOe2 Zinc 9.78 mg/k_• 0.05 10 97.8%
LAB CONTROL lcsw-klOe2 Zirconium 8.73 mg_/k_• 0.05 10 87.3%
LAB CONTROL lcsw-kl0e2 Thorium 10211 ug/Kg 0.15 10000 102.1%
LAB CONTROL lcsw-klOe2 Uranium 10.1 mgikg 0.001 10 100.8%
LAB CONTROL lcsw-klOe2 23

4U 0.567 ug/Kg 0.100 0.607 93.4%

LAB CONTROL lcsw-klOe3 Uranium 11.5 mg/kg 0.001 11.21 102.3%

PREP BLANK pbw-klOe2 Aluminum 0.5 U mg0kg 0.5
PREP BLANK pbw-kl Oe2 Antimony 0.10 U m0.kg 0.10
PREP BLANK pbw-klOe2 Arsenic 0.05 U mg0kg 0.05
PREP BLANK pbw-klOe2 Barium 0.05 U 0g.kg 0.05
PREP BLANK pbw-kIOe2 Beryllium 0.05 U 0.0kg 0.05
PREP BLANK pbw-klOe2 Bismuth 0.10 U mg/kg 0.10
PREP BLANK pbw-klOe2 Cadmium 0.05 U mgikg 0.05
PREP BLANK pbw-klOe2 Calcium 0.5 U mgikg 0.5
PREP BLANK pbw-klOe2 Chromium 0.04 U mg/kg 0.04
PREP BLANK pbw-kl Oe2 Cobalt 0.04 U mg/kg 0.04
PREP BLANK pbw-k I Oe2 Copper 0.05 U mg/kg 0.05
PREP BLANK pbw-klOe2 Iron 0.5 U mg/kg 0.5
PREP BLANK pbw-klOe2 Lanthanum 0.05 U mg/kg 0.05
PREP BLANK pbw-klOe2 Lead. 0.05 U mg/kg 0.05
PREP BLANK pbw-klOe2 Lithium 0.05 U mg/kg 0.05



CLIENT:
WORK ORDER:

PROJECT #

Division 20
18460

20.01402.561
Date Received: 0816/00
Matrix: Liquid

LAB REPORTING TRUE
SAMPLE ID SYSTEM ID ELEMENT RESULTS QUALIFIE UNITS LIMIT VALUE RECOVERY

PREP BLANK pbw-kl0e2 Magnesium 0.5 U mg/kg 0.5
PREP BLANK pbw-klOe2 Manganese 0.05 U mg/kg 0.05
PREP BLANK pbw-klOe2 Molybdenum 0.05 U mg/kg 0.05
PREP BLANK pbw-klOe2 Nickel 0.05 U mg/kg 0.05
PREP BLANK pbw-klOe2 Palladium 0.10 U m0.kg 0.10
PREP BLANK pbw-klOe2 Phosphorus 0.3 U mg/kg 0.3
PREP BLANK pbw-kl Oe2 Potassium 1.0 U mg/kg 1.0
PREP BLANK pbw-kl Oe2 Selenium 0.05 U mg/kg 0.05
PREP BLANK pbw-klOe2 Silver 0.05 U mg/kg 0.05
PREP BLANK pbw-kl Oe2 Sodium 1.0 U mg/kg 1.0
PREP BLANK pbw-klOe2 Strontium 0.05 U mg/kg 0.05
PREP BLANK pbw-klOe2 Sulfur 0.3 U mg/kg 0.3
PREP BLANK pbw-k10e2 Thallium 0.10 U mg/kg 0.10
PREP BLANK pbw-klOe2 Tin 0.05 U mg/kg. 0.05
PREP BLANK pbw-kl0e2 Titanium 0.05 U mgikg 0.05
PREP BLANK pbw-klOe2 Tungsten 0.10 U mgikg 0.10
PREP BLANK pbw-klOe2 Vanadium 0.05 U mg/kg 0.05
PREP BLANK pbw-klOe2 Yttrium 0.05 U mg/kg 0.05
PREP BLANK pbw-klOe2 Zinc 0.05 U mgikg 0.05
PREP BLANK pbw-klOe2 Zirconium 0.05 U mgikg 0.05
PREP BLANK pbw-klOe2 Thorium 0.15 U mg/kg 0.15
PREP BLANK pbw-klOe2 Uranium 0.001 U mg/kg 0.001
PREP BLANK pbw-k I Oe2 234U 0.10 U ug/Kg 0.10

BLANK LEACHATE 148201 Aluminum 0.250 U mg/L 0.25
BLANK LEACHATE 148201 Antimony 0.050 U mg/L 0.05
BLANK LEACHATE 148201 Arsenic 0.025 U mg/L 0.025
BLANK LEACHATE 148201 Barium 0.025 U mg/L 0.025
BLANK LEACHATE 148201 Beryllium 0.025 U mg/L 0.025
BLANK LEACHATE 148201 Bismuth 0.050 U mg/L 0.05
BLANK LEACHATE 148201 Boron 0.125 U mg/L 0.125
BLANK LEACHATE 148201 Cadmium 0.025 U mg/L 0.025
BLANK LEACHATE 148201 Calcium 0.250 U mg/L 0.25
BLANK LEACHATE 148201 Chromium 0.025 U mg/L 0.025
BLANK LEACHATE 148201 Cobalt 0.025 U mg/L 0.025
BLANK LEACHATE 148201 Copper 0.025 U mg/L 0.025
BLANK LEACHATE 148201 Iron 0.250 U mg/L 0.25
BLANK LEACHATE 148201 Lanthanum 0.025 U mg/L 0.025
BLANK LEACHATE 148201 Lead 0.025 U mg/L 0.025
BLANK LEACHATE 148201 Lithium 0.025 U mg/L 0.025
BLANK LEACHATE 148201 Magnesium 0.250 U mg/L 0.25
BLANK LEACHATE 148201 Manganese 0.025 U mgL 0.025
BLANK LEACHATE 148201 Molybdenum 0.025 U mg/L 0.025
BLANK LEACHATE 148201 Nickel 0.025 U mg/L 0.025
BLANK LEACHATE 148201 Palladium 0.025 U mg/L 0.025
BLANK LEACHATE 148201 Phosphorus 0.100 U mg/L 0.1
BLANK LEACHATE 148201 Potassium 0.500 U mg/L 0.5
BLANK LEACHATE . 148201 Selenium 0.025 U mg/L 0.025
BLANK LEACHATE 148201 Silicon 0.125 U mg/L 0.125
BLANK LEACHATE 148201 Silver 0.025 U mg/L 0.025
BLANK LEACHATE 148201 Sodium 0.500 U mg/L 0.5
BLANK LEACHATE 148201 Strontium 0.025 U mg/L 0.025
BLANK LEACHATE 148201 Sulfur 0.125 U mg/L 0.125
BLANK LEACHATE 148201 Thallium 0.050 U mg/L 0.05
BLANK LEACHATE 148201 Tin 0.025 U mg/L 0.025
BLANK LEACHATE 148201 Titanium 0.025 U mg/L 0.025
BLANK LEACHATE 148201 Tungsten 0.050 U mg/L 0.05
BLANK LEACHATE 148201 Vanadium 0.025 U mg/L 0.025
BLANK LEACHATE 148201 Yttrium 0.025 U mg/L 0.025
BLANK LEACHATE 148201 Zinc 0.025 U mg/L 0.025
BLANK LEACHATE 148201 Zirconium 0.025 U mg/L 0.025
BLANK LEACHATE 148201 Thorium 0.010 U ug/L 0.01
BLANK LEACHATE 148201 Uranium 0.331 ug/L 0.05
BLANK LEACHATE 148201 234 U 0.010 U ug/L 0.01

NOPI-164-SEPI-L 148205 Aluminum 32.5 mg/L 0.25
NOPI-164-SEPl-L 148205 Antimony 0.050 U mg/L 0.05
NOPI-164-SEPI-L 148205 Arsenic 0.025 U mg/L 0.025
NOPI-164-SEPI-L 148205 Barium 0.379 mg/L 0.025
NOPI-164-SEPI-L 148205 Beryllium 0.025 U mg/L 0.025
NOPI-164-SEPI-L 148205 Bismuth 0.050 U mg/L 0.051
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NOPI-164-SEPI-L 148205 Boron 0.125 U mg/L 0.125
NOPI-164-SEPI-L 148205 Cadmium 0.025 U mg/L . 0.025
NOPI-164-SEPI-L 148205 Calcium 3139 mg/L 0.05
NOPI-164-SEPI-L 148205 Chromium 0.025 U mg/L 0.025
NOPI-164-SEPI-L 148205 Cobalt 0.113 mg/L 0.025
NOPI-164-SEPI-L 148205 Copper 0.110 mg/L 0.025
NOPI-164-SEPI-L 148205 Iron 10.7 mg/L 0.25
NOPI-164-SEPI-L 148205 Lanthanum 0.377 mg/L 0.025
NOPI-164-SEPI-L 148205 Lead 0.025 U mgL 0.025
NOPI-164-SEPI-L 148205 Lithium 0.042 mg/L 0.025
NOPI-164-SEP1-L 148205 Magnesium 12.4 mg/L 0.25
NOPI-164-SEP1-L 148205 Manganese 27.9 mg/L 0.025
NOPI-164-SEPI-L 148205 Molybdenum 0.025 U mgL 0.025
NOPI-164-SEPI-L 148205 Nickel 0.025 U mg/L 0.025
NOPI-164-SEPI-L 148205 Palladium 0.025 U mg/L 0.025
NOPI-164-SEPI-L 148205 Phosphorus 0.100 U mg/L 0.1
NOPI-164-SEPI-L 148205 Potassium 30.3 mg/L 0.5
NOPI-164-SEPI-L 148205 Selenium 0.025 U mg/L 0.025
NOPI-164-SEPI-L 148205 Silicon 16.1 mgL 0.125
NOPI-164-SEPI-L 148205 Silver 0.025 U mg/L 0.025
NOPI-164-SEPI-L 148205 Sodium 4.58 mg/L 0.5
NOPI-164-SEP1-L 148205 Strontium 2.64 mg/L 0.025
NOPI-164-SEPI-L 148205 Sulfur 0.215 mg/L 0.1251
NOPI-164-SEPI-L 148205 Thallium 0.050 U mg/L 0.05
NOPI-164-SEPI-L 148205 Tin 0.025 U mg/L 0.025
NOPI-164-SEPI-L 148205 Titanium 0.034 mg/L 0.025
NOPI-164-SEPI-L 148205 Tungsten 0.050 U mg/L 0.05
NOPI-164-SEPI-L 148205 Vanadium 0.086 mg/L 0.025
NOPI-164-SEPI-L 148205 Yttrium 1.69 mg/L 0.025
NOPI-164-SEPI-L 148205 Zinc 2.29 mg/L 0.025
NOPI-164-SEPI-L 148205 Zirconium 0.025 U mg/L 0.025
NOPI-164-SEPI-L 148205 Thorium 55.4 ug/L 0.01
NOPI-164-SEPI-L 148205 Uranium 228 ug/L 0.05
NOPI-164-SEPI-L 148205 234U 0.04 U ug/L 0.04

NOPI-164-SEP4-L 148206. Aluminum 1.91 mg/L 0.25
NOPI-164-SEP4-L 148206 Antimony 0.050 U mg/L 0.05
NOPI-164-SEP4-L 148206 Arsenic 0.025 U mg/L 0.025!
NOPI-164-SEP4-L 148206 Barium 0.134 mg/L 0.025
NOPI-164-SEP4-L 148206 Ilium 0.025 U mg/L 0.025
NOPI-164-SEP4-L 148206 Bismuth 0.050 U mg/L 0.05
NOPI-164-SEP4-L 148206 Boron 0.125 U mg/L 0.125
NOPI-164-SEP4-L 148206 Cadmium 0.025 U mg/L 0.025
NOPI-164-SEP4-L 148206 Calcium 4273 mg/L 0.05
NOPI-164-SEP4-L 148206 Chromium 0.025 U mg/L 0.025
NOPI-164-SEP4-L 148206 Cobalt 0.025 U mg/L 0.025
NOPI-164-SEP4-L 148206 Copper 5.57 mg/L 0.025
NOPI-164-SEP4-L 148206 Iron 6.77 mg/L 0.25
NOPI-164-SEP4-L 148206 Lanthanum 0.522 mg/L 0.025
NOPI-164-SEP4-L 148206 Lead 0.668 mg/L 0.025
NOPI-164-SEP4-L 148206 Lithium 0.025 U mg/L 0.025
NOPI-164-SEP4-L 148206 Magnesium 15.0 mg/L 0.25
NOPI-164-SEP4-L 148206 Manganese 35.7 mg/L 0.025
NOPI-164-SEP4-L 148206 Molybdenum 0.025 U mg/L 0.025
NOPI-164-SEP4-L 148206 Nickel 0.025 U mg/L 0.025
NOPI-164-SEP4-L 148206 Palladium 0.025 U mg/L 0.025
NOPI-164-SEP4-L 148206 Phosphorus 0.131 mg/L 0.1
NOPI-164-SEP4-L 148206 Potassium 3.69 mg/L 0.5
NOPI-164-SEP4-L 148206 Selenium 0.025 U mg/L 0.025
NOPI-164-SEP4-L 148206 Silicon 2.48 mg/L 0.125
NOPI-164-SEP4-L 148206 Silver 0.025 U mg/L 0.025
NOPI-164-SEP4-L 148206 Sodium 2.04 mg/L 0.5
NOPI-164-SEP4-L 148206 Strontium 2.78 mg/L 0.025
NOPI-164-SEP4-L 148206 Sulfur 0.633 mg/L 0.125
NOPI-164-SEP4-L 148206 Thallium 0.050 U mg/L 0.05
NOPI-164-SEP4-L 148206 Tin 0.025 U mg/L 0.025
NOPI-164-SEP4-L 148206 Titanium 0.025 U mg/L 0.025
NOPI-164-SEP4-L 148206 Tungsten 0.050 U mg/L 0.05
NOPI-164-SEP4-L 148206 Vanadium 0.075 mg/L 0.025
NOPI-164-SEP4-L 148206 Yttrium 2.36 mg/L 0.025
NOPI-164-SEP4-L 148206 Zinc 2.30 mg/L 0.025
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NOPI-164-SEP4-L 148206 Zirconium 0.025 U mg/L 0.025
NOPI-164-SEP4-L 148206 Thorium 41.8 ug/L 0.01
NOPI-164-SEP4-L 148206 Uranium 110 ug/L 0.05
NOPI-164-SEP4-L 148206 234

U 0.04 U ug/L 0.04

NOPI-179-SEPI-P-L 148207 Aluminum 0.250 U mg/L 0.25
NOPI-179-SEPI-P-L 148207 Antimony 0.050 U mg/L 0.05
NOPI-179-SEPI-P-L 148207 Arsenic 0.025 U mg/L 0.025
NOPI-179-SEPI-P-L 148207 Barium 0.058 mg/L 0.025
NOPI-179-SEPI-P-L 148207 Beryllium 0.025 U mg/L 0.025
NOPI-179-SEPI-P-L 148207 Bismuth 0.050 U mg/L 0.05
NOPI-179-SEPI-P-L 148207 Boron 0.125 U mg/L 0.125
NOPI-179-SEPI-P-L 148207 Cadmium 0.025 U mg/L 0.025
NOPI-179-SEPI-P-L 148207 Calcium 2542 mg/L 0.05
NOPI-179-SEPI-P-L 148207 Chromium 0.025 U m__ /L 0.025
NOPI-179-SEPI-P-L 148207 Cobalt 0.025 U m_/L 0.025
NOPI-179-SEPI-P-L 148207 Copper 0.025 U mg/L 0.025
NOPI-179-SEPI-P-L 148207 Iron 13.0 mg/L 0.25
NOPI-179-SEPI-P-L 148207 Lanthanum 0.213 mg/L 0.025
NOPI-179-SEPI-P-L 148207 Lead 0.025 U mg/L 0.025
NOPI-179-SEPI-P-L 148207 Lithium 0.025 U mg/L 0.025
NOPI-179-SEPI-P-L 148207 Magnesium 11.3 mg/L 0.25
NOPI-179-SEPI-P-L 148207 Manganese 21.7 mg/L 0.025
NOPI-179-SEPI-P-L 148207 Molybdenum 0.025 U mg/L 0.025
NOPI-179-SEPI-P-L 148207 Nickel 0.025 U mg/L 0.025
NOPI-179-SEPI-P-L 148207 Palladium 0.025 U mg/L 0.025
NOPI-179-SEPI-P-L 148207 Phosphorus 0.100 U mg/L 0.1
NOPI-179-SEPI-P-L 148207 Potassium 0.500 U mg/L 0.5
NOPI-179-SEPI-P-L 148207. Selenium 0.025 U mg/L 0.025
NOPI-179-SEPI-P-L 148207 Silicon 1.94 mg/L 0.125
NOPI-179-SEPI-P-L 148207 Silver 0.025 U mg/L 0.025
NOPI-179-SEPI-P-L 148207 Sodium 0.537 mg/L 0.5
NOPI-179-SEPI-P-L 148207 Strontium 1.21 mg/L 0.025
NOPI-179-SEPI-P-L 148207 Sulfur 0.376 mg/L 0.125
NOPI-179-SEP1-P-L 148207 Thallium 0.050 U mg/L 0.05
NOPI-179-SEP1-P-L 148207 Tin 0.025 U mg/L 0.025
NOPI-179-SEPI-P-L 148207 Titanium 0.025 U mg/L 0.025
NOPI-179-SEPI-P-L 148207 Tungsten 0.050 U mg/L 0.05
NOPI-179-SEPI-P-L 148207 Vanadium 0.025 U mg/L 0.025
NOPI-179-SEPI-P-L 148207 Yttrium 0.717 mg/L 0.025
NOPI-179-SEPI-P-L 148207 Zinc 0.193 mg/L 0.025
NOPI-179-SEPI-P-L 148207 Zirconium 0.025 U mg/L 0.025
NOPI-179-SEPI-P-L 148207 Thorium 11.3 ug/L 0.01
NOPI-179-SEP1-P-L 148207 Uranium 23.7 ug/L 0.05
NOPI-179-SEPI-P-L 148207 234U 0.04 U ug/L 0.04

NOPI-179-SEPI-P-L 148207 Duplicate Aluminum 0.250 U mg/L 0.25
NOPI-179-SEPI-P-L 148207 Duplicate Antimony 0.050 U mg/L 0.05
NOPI-179-SEPI-P-L 148207 Duplicate Arsenic 0.025 U mg/L 0.025
NOPI-179-SEP1-P-L 148207 Duplicate Barium 0.057 mg/L 0.025
NOPI-179-SEP1-P-L 148207 Duplicate Beryllium 0.025 U mg/L 0.025
NOPI-179-SEPI-P-L 148207 Duplicate Bismuth 0.050 U mg/L 0.05
NOPI-179-SEPI-P-L 148207 Duplicate Boron 0.125 U mg/L 0.125
NOPI-179-SEPI-P-L 148207 Duplicate Cadmium 0.025 U mg/L 0.025
NOPI-179-SEPI-P-L 148207 Duplicate Calcium 2627 mg/L 0.05
NOPI-179-SEPI-P-L 148207 Duplicate Chromium 0.025 U mg/L 0.025
NOPI-179-SEPI-P-L 148207 Duplicate Cobalt 0.025 U mg/L 0.025
NOPI-179-SEPI-P-L 148207 Duplicate Copper 0.025. U mg/L 0.025
NOPI-179-SEPI-P-L 148207 Duplicate Iron 13.1 mg/L 0.25
NOPI-179-SEP1-P-L 148207 Duplicate Lanthanum 0.213 mg/L 0.025
NOPI-179-SEP1-P-L 148207 Duplicate Lead 0.025 U mg/L 0.025
NOPI-179-SEPI-P-L 148207 Duplicate Lithium 0.025 U mg/L 0.025
NOPI-179-SEPI-P-L 148207 Duplicate Magnesium 11.2 mg/L 0.25
NOPI-179-SEPI-P-L 148207 Duplicate Manganese 21.6 mg/L 0.025
NOPI-179-SEPI-P-L 148207 Duplicate Molybdenum 0.025 U mg/L 0.025
NOPI-179-SEPI-P-L 148207 Duplicate Nickel 0.025 U mg/L 0.025
NOPI-179-SEPI-P-L 148207 Duplicate Palladium 0.025 U mg/L 0.025
NOPI-179-SEPI-P-L 148207 Duplicate Phosphorus 0.100 U mg/L 0.1
NOPI-179-SEPI-P-L 148207 Duplicate Potassium 0.500 U mg/L 0.5
NOPI-179-SEPI-P-L 148207 Duplicate Selenium 0.025 U mg/L 0.025
NOPI-179-SEPI-P-L 148207 Duplicate Silicon 1.93 mg/L 0.125
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NOPI-179-SEP1-P-L 148207 Duplicate Silver 0.025 U mg/L 0.025
NOPI-179-SEP1-P-L 148207 Duplicate Sodium 0.503 mg/L 0.5
NOPI-179-SEP1-P-L 148207 Duplicate Strontium 1.20 mg/L 0.025
NOPI-179-SEP1-P-L 148207 Duplicate Sulfur 0.372 mg/L 0.125
NOPI-179-SEP1-P-L 148207 Duplicate Thallium 0.050 U m /L 0.05
NOPI-179-SEP1-P-L 148207 Duplicate Tin 0.025 U mg/L 0.025
NOPI-179-SEPI-P-L 148207 Duplicate Titanium 0.025 U mg/L 0.025
NOPI-179-SEPI-P-L 148207 Duplicate Tunigsten 0.050 U mg/L 0.05
NOPI-179-SEPI-P-L 148207 Duplicate Vanadium 0.025 U mg/L 0.025
NOPI-179-SEPI-P-L 148207 Duplicate Yttrium 0.714 mg/L 0.025
NOPI-179-SEPI-P-L 148207 Duplicate Zinc 0.193 mg/L 0.025
NOPI-179-SEPI-P-L 148207 Duplicate Zirconium 0.025 U mg/L 0.025
NOPI-179-SEPI-P-L 148207 Duplicate Thorium 12.1 ug/L 0.01
NOPI-179-SEPI-P-L 148207 Duplicate Uranium 22.9 ug/L 0.05
NOPI-179-SEPI-P-L 148207 Duplicate 2

3 4
U 0.04 U ug/L 0.04

NOPI-179-SEPI-P-L 148207 Spike Aluminum 5.47 mg/L 0.25 5 109.4%
NOPI-179-SEPI-P-L 148207 Spike Antimony 2.58 mg/L 0.05 5 51.7%
NOPI-179-SEPI-P-L 148207 Spike Arsenic 5.11 mg/L 0.025 5 102.1%
NOPI-179-SEP1-P-L 148207 Spike Barium 4.92 mg/L 0.025 5 97.2%
NOPI-179-SEP1-P-L 148207 Spike Beryllium 4.54 mg/L 0.025 5 90.9%
NOPI-179-SEPI-P-L 148207 Spike Bismuth 4.94 mg/L 0.05 5 98.9%
NOPI-179-SEP1-P-L 148207 Spike Boron 4.69 mg/L 0.125 5 93.7%

NOPI-179-SEPI-P-L 148207 Spike Cadmium 4.66 mg/L 0.025 5 93.3%
NOPI-179-SEP1-P-L 148207 Spike Calcium 4331 mg/L 0.05 2000 89.5%
NOPI-179-SEP1-P-L 148207 Spike Chromium 4.72 mg/L 0.025 5 94.4%
NOPI-179-SEP1-P-L 148207 Spike Cobalt 4.65 mg/L 0.025 5 92.9%
NOPI-179-SEP1-P-L 148207 Spike Copper 5.21 mg/L 0.025 5 104.3%
NOPI-179-SEP1-P-L 148207 Spike Iron 16.1 mg/L 0.25 5 62.7%
NOPI-179-SEP1-P-L 148207 Spike Lanthanum 4.94 mg/L 0.025 5 94.5%
NOPI-179-SEP1-P-L 148207 Spike Lead 4.84 mg/L 0.025 5 96.7%
NOPI-179-SEPI1P-L 148207 Spike Lithium 5.63 mg/L 0.025 5 112.5%
NOPI-179-SEP1-P-L 148207 Spike Magnesium 15.8 mg/L 0.25 5 90.0%
NOPI-179-SEPI-P-L 148207 Spike Manganese 26.2 mg/L 0.025 5 90.1%
NOPI-179-SEPI-P-L 148207 Spike Molybdenum 4.88 mg/L 0.025 ,, 5 97.5%
NOPI-179-SEPI-P-L 148207 Spike Nickel 4.68 mg/L 0.025 5 93.5%
NOPI-179-SEPI-P-L 148207 Spike Palladium 4.94 mg/L 0.025 5 98.7%
NOPI-179-SEPI-P-L 148207 Spike Phosphorus 4.93 mg/L 0.1 5 98.7%
NOPI-179-SEPIP-L 148207 Spike Potassium 6.01 mg/L 0.5 5 120.3%
NOPI-179-SEPI-P-L 148207 Spike Selenium 5.14 mg/L 0.025 5 102.7%
NOPI-179-SEPI-P-L 148207 Spike Silicon 5.73 mg/L 0.125 5 75.8%
NOPI-179-SEPI-P-L 148207 Spike Silver 2.68 mg/L 0.025 5 53.5%
NOPI-179-SEPI-P-L 148207 Spike Sodium 9.05 mg/L 0.5 5 170.2%
NOPI-179-SEPI-P-L 148207 Spike Strontium 5.97 mg/L 0.025 5 95.3%
NOPI-179-SEPI-P-L 148207 Spike Sulfur 5.55 mg/L 0.125 5 103.4%
NOPI-179-SEPI-P-L 148207 Spike Thallium 4.84 mg/L 0.05 5 96.7%
NOPI-179-SEPI-P-L 148207 Spike Tin 4.64 mg/L 0.025 5 92.9%

NOPI-179-SEPI-P-L 148207 Spike Titanium 4.67 mg/L 0.025 5 93.5%
NOPI-179-SEPI-P-L 148207 Spike Tungsten 4.88 mg/L 0.05 5 97.5%
NOPI-179-SEPI-P-L 148207 Spike Vanadium 4.75 mg/L 0.025 5 95.0%
NOPI-179-SEPI-P-L 148207 Spike Yttrium 5.59 mg/L 0.025 5 97.4%
NOPI-179-SEPI-P-L 148207 Spike Zinc 4.81 mg/L 0.025 5 92.4%
NOPI-179-SEPI-P-L 148207 Spike Zirconium 4.71 mg/L 0.025 5 94.2%
NOPI-179-SEPI-P-L 148207 Spike Uranium 15012 ug/L 0.05 15000 99.9%

NOPI-305-LI-SEP4-L 148208 Aluminum 0.426 mg/L 0.25
NOPI-305-LI-SEP4-L 148208 Antimony 0.050 U mg/L 0.05
NOPI-305-LI-SEP4-L 148208 Arsenic 1.84 mg/L 0.025
NOPI-305-LI-SEP4-L 148208 Barium 2.72 mg/L 0.025
NOPI-305-LI-SEP4-L 148208 Beryllium 0.025 U mg/L 0.025
NOPI-305-L1-SEP4-L 148208 Bismuth 0.050 U mg/L 0.05
NOPI-305-LI-SEP4-L 148208 Boron 0.125 U mg/L 0.125
NOPI-305-LI-SEP4-L 148208 Cadmium 0.025 U mg/L 0.025
NOPI-305-LI-SEP4-L 148208 Calcium . 3303 mg/L 0.05

NOPI-305-LI-SEP4-L 148208 Chromium 0.025 U mg/L 0.025
NOPI-305-LI-SEP4-L 148208 Cobalt 0.025 U mg/L 0.025
NOPI-305-LI-SEP4-L 148208 Copper 0.074 mg/L 0.025
NOPI-305-LI-SEP4-L 148208 Iron 0.278 mg/L 0.25
NOPI-305-L1-SEP4-L 148208 Lanthanum 0.025 U mg/L 0.025
NOPI-305-L1-SEP4-L 148208 Lead 0.726 mg/L 0.025
NOPI-305-LI-SEP4-L 148208 Lithium 0.025 U mg/L 0.025
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NOPI-305-LI-SEP4-L 148208 Magnesium 22.2 mg/L 0.25
NOPI-305-LI-SEP4-L 148208 Manganese 0.107 mg/L 0.025
NOPI-305-LI-SEP4-L 148208 Molybdenum 0.025 U mg/L 0.025
NOPI-305-LI-SEP4-L 148208 Nickel 0.025 U mg/L 0.025
NOPI-305-L1-SEP4-L 148208 Palladium 0.025 U mg/L 0.025
NOPI-305-L1-SEP4-L 148208 Phosphorus 1.60 mg/L 0.1
NOPI-305-LI-SEP4-L 148208 Potassium 0.500 U mg/L 0.5
NOPI-305-LI-SEP4-L 148208 Selenium 0.025 U mg/L 0.025
NOPI-305-LI-SEP4-L 148208 Silicon 2.12 mg/L 0.125
NOPI-305-LI-SEP4-L 148208 Silver 0.115 mg/L 0.025
NOPI-305-LI-SEP4-L 148208 Sodium 2.75 mg/L 0.5
NOPI-305-LI-SEP4-L 148208 Strontium 3.83 mg/L 0.025
NOPI-305-LI-SEP4-L 148208 Sulfur 11.9 mg/L 0.125
NOPI-305-LI-SEP4-L 148208 Thallium 0.050 U mg/L 0.05
NOPI-305-LI-SEP4-L 148208 Tin 0.057 mg/L 0.025
NOPI-305-LI-SEP4-L 148208 Titanium 0.025 U mg/L 0.025
NOPI-305-LI-SEP4-L 148208 Tungsten 0.050 U mg/L 0.05
NOPI-305-LI-SEP4-L 148208 Vanadium 0.027 mg/L 0.025
NOPI-305-LI-SEP4-L 148208 Yttrium 0.025 U mg/L 0.025
NOPI-305-LI-SEP4-L 148208 Zinc 0.163 mg/L 0.025!
NOPI-305-LI-SEP4-L 148208 Zirconium 0.025 U mg/L 0.025
NOPI-305-LI-SEP4-L 148208 Thorium 0.992 ug/L 0.01
NOPI-305-L1-SEP4-L 148208 Uranium 864 ug/L 0.05
NOPI-305-L1-SEP4-L 148208 

234
U 0.068 ug/L 0.01

NOPI-305-L1-SEP4-LS 148208 Spike Thorium 12.9 ug/L 0.01 15 79.4%

NOPI-305-L2-SEPI-L 148209 Aluminum 2.21 mg/L 0.25
NOPI-305-L2-SEPI-L 148209 Antimony 0.050 U mg/L 0.05
NOPI-305-L2-SEP1-L 148209 Arsenic 3.07 mg/L 0.025
NOPI-305-L2-SEP1-L 148209 Barium 4.17 mg/L 0.025
NOPI-305-L2-SEPI-L 148209 Beryllium 0.025 U mg/L. 0.025
NOPI-305-L2-SEPI-L 148209 Bismuth 0.050 U mg/L 0.05
NOPI-305-L2-SEPI-L 148209 Boron 0.139 mg/L 0.125
NOPI-305-L2-SEPI-L 148209 Cadmium 0.025 U mg/L 0.025
NOPI-305-L2-SEPI-L 148209 Calcium 5123 mg/L 0.05
NOPI-305-L2-SEPI-L 148209 Chromium 0.025 U mg/L 0.025
NOPI-305-L2-SEPI-L 148209 Cobalt 0.025 U mg/L 0.025
NOPI-305-L2-SEPI-L 148209 Copper 0.054 mg/L 0.025
NOPI-305-L2-SEPI-L 148209 Iron 0.711 mg/L 0.25
NOPI-305-L2-SEPI-L 148209 Lanthanum 0.025 U mg/L 0.025
NOPI-305-L2-SEPI-L 148209 Lead 0.140 mg/L 0.025
NOPI-305-L2-SEPI-L 148209 Lithium 0.031 mg/L 0.025
NOPI-305-L2-SEPI-L 148209 Magnesium 30.5 mg/L 0.25
NOPI-305-L2-SEPI-L 148209 Manganese 0.132 m,/L 0.025
NOPI-305-L2-SEPI-L 148209 Molybdenum 0.025 U mg/L 0.025
NOPI-305-L2-SEPI-L 148209 Nickel 0.029 mg/L 0.025
NOPI-305-L2-SEPI-L 148209 Palladium 0.025 U mg/L 0.025
NOPI-305-L2-SEP1-L 148209 Phosphorus 2.49 mg/L 0.1
NOPI-305-L2-SEPI-L 148209 Potassium 0.656 mg/L 0.5
NOPI-305-L2-SEPI-L 148209 Selenium 0.025 U mg/L 0.025
NOPI-305-L2-SEPI-L 148209 Silicon 7.04 mgL 0.125
NOPI-305-L2-SEPI-L 148209 Silver 0.048 mg/L 0.025
NOPI-305-L2-SEPI-L 148209 Sodium 4.26 mg/L 0.5
NOPI-305-L2-SEPI-L 148209 Strontium 5.47 mg/L 0.025
NOPI-305-L2-SEPI-L 148209 Sulfur 20.5 mg/L 0.125
NOPI-305-L2-SEPI-L 148209 Thallium 0.050 U mg/L 0.05
NOPI-305-L2-SEPI-L 148209 Tin 0.025 U mg/L 0.025
NOPI-305-L2-SEPI-L 148209 Titanium 0.025 U mg/L 0.025
NOPI-305-L2-SEPI-L 148209 Tungsten 0.050 U mg/L 0.051
NOPI-305-L2-SEPI-L 148209 Vanadium 0.044 mg/L 0.025
NOPI-305-L2-SEPI-L 148209 Yttrium 0.027 mg/L 0.025
NOPI-305-L2-SEPI-L 148209 Zinc 0.249 mg/L 0.025
NOPI-305-L2-SEPI-L 148209 Zirconium 0.025 U mg/L 0.025
NOPI-305-L2-SEPI-L 148209 Thorium 1.67 ug/L 0.01
NOPI-305-L2-SEPI-L 148209 Uranium 1178 ug/L 0.05
NOPI-305-L2-SEPI-L 148209 234

U 0.111 ug/L 0.01

NOPI-305-L2-SEP4-L 148210 Aluminum 0.937 mg/L 0.25
NOPI-305-L2-SEP4-L 148210 Antimony 0.050 U mg/L 0.05
NOPI-305-L2-SEP4-L 148210 Arsbenic 1.73 mg/L 0.025
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NOPI-305-L2-SEP4-L 148210 Barium 2.33 mg/L 0.025
NOPI-305-L2-SEP4-L 148210 Beryllium 0.025 U mg/L 0.025
NOPI-305-L2-SEP4-L 148210 Bismuth 0.050 U mg/L 0.05
NOPI-305-L2-SEP4-L 148210 Boron 0.125 U mg/L 0.125
NOPI-305-L2-SEP4-L 148210 Cadmium 0.025 U mg/L 0.025
NOPI-305-L2-SEP4-L 148210 Calcium 3160 mg/L 0.05
NOPI-305-L2-SEP4-L 148210 Chromium 0.025 U mg/L 0.025
NOPI-305-L2-SEP4-L 148210 Cobalt 0.025 U mg/L 0.025
NOPI-305-L2-SEP4-L 148210 Copper 0.136 mg/L 0.025
NOPI-305-L2-SEP4-L 148210 Iron 0.350 mg/L 0.25
NOPI-305-L2-SEP4-L 148210 Lanthanum 0.025 U mg/L 0.025
NOPI-305-L2-SEP4-L 148210 Lead 1.06 mg/L 0.025
NOPI-305-L2-SEP4-L 148210 Lithium 0.025 U mg/L 0.025
NOPI-305-L2-SEP4-L 148210 Magnesium 18.9 mg/L 0.25
NOPI-305-L2-SEP4-L 148210 Manganese 0.086 mg/L 0.025
NOPI-305-L2-SEP4-L 148210 Molybdenum 0.025 U mg/L 0.025
NOPI-305-L2-SEP4-L 148210 Nickel 0.025 U mg/L 0.025
NOPI-305-L2-SEP4-L 148210 Palladium 0.025 U mg/L 0.025
NOPI-305-L2-SEP4-L 148210 Phosphorus 1.37 mg/L 0.1
NOPI-305-L2-SEP4-L 148210 Potassium 0.500 U mg/L 0.5
NOPI-305-L2-SEP4-L 148210 Selenium 0.025 U mg/L 0.025
NOPI-305-L2-SEP4-L 148210 Silicon 3.35 mg/L 0.125
NOPI-305-L2-SEP4-L 148210 Silver 0.025 U mg/L 0.025
NOPI-305-L2-SEP4-L 148210 Sodium 2.45 mg/L 0.5
NOPI-305-L2-SEP4-L 148210 Strontium 3.25 mg/L 0.025
NOPI-305-L2-SEP4-L 148210 Sulfur 11.4 mg/L 0.125
NOPI-305-L2-SEP4-L 148210 Thallium 0.050 U mg/L 0.05
NOPI-305-L2-SEP4-L 148210 Tin 0.059 mg/L 0.025
NOPI-305-L2-SEP4-L 148210 Titanium 0.025 U mg/L 0.025
NOPI-305-L2-SEP4-L 148210 Tungsten 0.050 U mg/L 0.05
NOPI-305-L2-SEP4-L 148210 Vanadium 0.025 U mg/L 0.025
NOPI-305-L2-SEP4-L 148210 Yttrium 0.025 U mg/L 0.025
NOPI-305-L2-SEP4-L . 148210 Zinc 0.153 mg/L 0.025
NOPI-305-L2-SEP4-L 148210 Zirconium 0.025 U mg/L 0.025
NOPI-305-L2-SEP4-L 148210 Thorium 1.25 ug/L 0.01
NOPI-305-L2-SEP4-L 148210 Uranium 576 ug/L 0.05
NOPI-305-L2-SEP4-L 148210 234

U 0.051 ug/L 0.01

NOPI-306-SEP4-L 148211 Aluminum 2.08 mg/L 0.25
NOPI-306-SEP4-L 148211 Antimony 0.050 U mg/L 0.05
NOPI-306-SEP4-L 148211 Arsenic 1.93 mg/L 0.025
NOPI-306-SEP4-L 148211 Barium 2.31 mg/L 0.025
NOPI-306-SEP4-L 148211 Beryllium 0.025 U mg/L 0.025
NOPI-306-SEP4-L 148211 Bismuth 0.050 U mg/L 0.05
NOPI-306-SEP4-L 148211 Boron 0.125 U mg/L 0.125
NOPI-306-SEP4-L 148211 Cadmium 0.049 mg/L 0.025
NOPI-306-SEP4-L 148211 Calcium 3943 mg/L 0.05
NOPI-306-SEP4-L 148211 Chromium 0.025 U mg/L 0.025
NOPI-306-SEP4-L 148211 Cobalt 0.025 U mg/L 0.025
NOPI-306-SEP4-L 148211 Copper 0.081 mg/L 0.025
NOPI-306-SEP4-L 148211 Iron 2.33 mg/L 0.25
NOPI-306-SEP4-L 148211 Lanthanum 0.025 U mg/L 0.025
NOPI-306-SEP4-L 148211 Lead 0.372 mg/L 0.025
NOPI-306-SEP4-L 148211 Lithium 0.025 U m/L 0.025
NOPI-306-SEP4-L 148211 Magnesium 37.5 mL 0.25
NOPI-306-SEP4-L 148211 Manganese 0.113 mg/L 0.025
NOPI-306-SEP4-L 148211 Molybdenum 0.025 U m /L 0.025
NOPI-306-SEP4-L 148211 Nickel 0.025 U mg/L 0.025
NOPI-306-SEP4-L 148211 Palladium 0.025 U mg/L 0.025
NOPI-306-SEP4-L 148211 Phosphorus 2.12 mg/L 0.1
NOPI-306-SEP4-L 148211 Potassium 0.610 mg/L 0.5
NOPI-306-SEP4-L 148211 Selenium 0.025 U mg/L 0.025
NOPI-306-SEP4-L 148211 Silicon 6.71 mg/L 0.125
NOPI-306-SEP4-L 148211 Silver 0.025 U mg/L 0.025

NOPI-306-SEP4-L 148211 Sodium 4.23 mg/L 0.5
NOPI-306-SEP4-L 148211 Strontium 5.59 mg/L 0.025
NOPI-306-SEP4-L 148211 Sulfur 15.8 mg/L 0.125
NOPI-306-SEP4-L 148211 Thallium 0.050 U mg/L 0.05

NOPI-306-SEP4-L 148211 Tin 0.025 U mg/L 0.025

NOPI-306-SEP4-L 148211 Titanium 0.025 U mg/L 0.025
NOPI-306-SEP4-L 148211 Tungsten 0.050 U mg/L 0.051



CLIENT:
WORK ORDER:

PROJECT #

Division 20
18460

20.01402.561
Date Received: 0816/00
Matrix: Liquid

LAB REPORTING TRUE
SAMPLE ID SYSTEM ID ELEMENT RESULTS QUALIFIER UNITS LIMIT VALUE RECOVERY

NOPI-306-SEP4-L 148211 Vanadium 0.031 mg/L 0.025
NOPI-306-SEP4-L 148211 Yttrium 0.076 mg/L 0.025
NOPI-306-SEP4-L 148211 Zinc 1.23 mg/L 0.025
NOPI-306-SEP4-L 148211 Zirconium 0.025 U mgL 0.025
NOPI-306-SEP4-L 148211 Thorium 2.14 ug/L 0.01
NOPI-306-SEP4-L 148211 Uranium 1037 ug/L 0.05
NOPI-306-SEP4-L 148211 234U 0.082 ug/L 0.01

NOPI-434-SEP2-L 148212 Aluminum 9.57 m,/L 0.25
NOPI-434-SEP2-L 148212 Antimony 0.050 U mg/L 0.05
NOPI-434-SEP2-L 148212 Arsenic 1.54 mg/L 0.025
NOPI-434-SEP2-L 148212 Barium 3.86 mg/L 0.025
NOPI-434-SEP2-L 148212 Beryllium 0.025 U mg/L 0.025
NOPI-434-SEP2-L 148212 Bismuth 0.050 U mg/L 0.05
NOPI-434-SEP2-L 148212 Boron 0.125 U mg/L 0.125
NOPI-434-SEP2-L 148212 Cadmium 0.025 U mg/L 0.025
NOPI-434-SEP2-L 148212 Calcium 6048 mg/L 0.05
NOPI-434-SEP2-L 148212 Chromium 0.025 U mg/L 0.025
NOPI-434-SEP2-L 148212 Cobalt 0.028 mg/L 0.025
NOPI-434-SEP27L 148212 Copper 0.055 mg/L 0.025
NOPI-434-SEP2-L 148212 Iron 6.76 mg/L 0.25
NOPI-434-SEP2-L 148212 Lanthanum 0.341 mg/L 0.025
NOPI-434-SEP2-L 148212 Lead 0.783 Umg/L 0.025
NOPI-434-SEP2-L 148212 Lithium 0.025 Um/L 0.025
NOPI-434-SEP2-L 148212 Magnesium 41.6 mg/L 0.25
NOPI-434-SEP2-L 148212 Manganese 1.39 mg/L 0.025
NOPI-434-SEP2-L 148212 Molybdenum 0.025 U mg/L 0.025
NOPI-434-SEP2-L 148212 Nickel 0.056 mg/L 0.025
NOPI-434-SEP2-L 148212 Palladium 0.025 U mg/L 0.025
NOPI-434-SEP2-L 148212 Phosphorus 3.24 mg/L 0.1
NOPI-434-SEP2-L 148212 Potassium 3.21 mg/L 0.5
NOPI-434-SEP2-L 148212 Selenium 0.025 U mg/L 0.025
NOPI-434-SEP2-L 148212 Silicon 17.4 mg/L 0.125
NOPI-434-SEP2-L 148212 Silver .0.025 U mg/L 0.025
NOPI-434-SEP2-L 148212 Sodium 2.31 mg/L 0.5
NOPI-434-SEP2-L 148212 Strontium 4.15 mg/L 0.025
NOPI-434-SEP2-L 148212 Sulfur 22.8 mg/L 0.125
NOPI-434-SEP2-L 148212 Thallium 0.050 U mg/L 0.05
NOPI-434-SEP2-L 148212 Tin 0.025 U mg/L 0.025
NOPI-434-SEP2-L 148212 Titanium 0.025 U mg/L 0.025
NOPI-434-SEP2-L 148212 Tungsten 0.050 U mg/L 0.05
NOPI-434-SEP2-L 148212 Vanadium 0.052 mg/L 0.025
NOPI-434-SEP2-L 148212 Yttrium 0.278 mg/L 0.025
NOPI-434-SEP2-L 148212 Zinc 0.295 mg/L 0.025
NOPI-434-SEP2-L 148212 Zirconium 0.025 U mg/L 0.025
NOPI-434-SEP2-L 148212 Thorium 3.19 ug/L 0.01
NOPI-434-SEP2-L 148212 Uranium 1443 ug/L 0.05
NOPI-434-SEP2-L 148212 234U 0.141 up/L 0.01

NOPI-434-SEP4-L 148213 Aluminum 5.05 mg/L 0.25
NOPI-434-SEP4-L 148213 Antimony 0.050 U mg/L 0.05
NOPI-434-SEP4-L 148213 Arsenic 1.41 mg/L 0.025
NOPI-434-SEP4-L 148213 Barium 3.67 mg/L 0.025
NOPI-434-SEP4-L 148213 Beryllium 0.025 U mg/L 0.025
NOPI-434-SEP4-L 148213 Bismuth 0.050 U mg/L 0.05
NOPI-434-SEP4-L 148213 Boron 0.125 U mg/L 0.125
NOPI-434-SEP4-L 148213 Cadmium 0.025 U mg/L 0.025
NOPI-434-SEP4-L 148213 Calcium 5662 mg/L 0.05
NOPI-434-SEP4-L 148213 Chromium 0.025 U mg/L 0.025
NOPI-434-SEP4-L 148213 Cobalt 0.031 mg/L 0.025
NOPI-434-SEP4-L 148213 Copper 0.112 mg/L 0.0251
NOPI-434-SEP4-L 148213 Iron 1.37 mg/L 0.25
NOPI-434-SEP4-L 148213 Lanthanum 0.332 mg/L 0.025
NOPI-434-SEP4-L 148213 Lead 0.819 mg/L 0.025
NOPI-434-SEP4-L 148213 Lithium 0.025 U mg/L 0.025
NOPI-434-SEP4-L 148213 Magnesium 37.3 mg/L 0.25
NOPI-434-SEP4-L 148213 Manganese 1.57 mg/L 0.025 1
NOPI-434-SEP4-L 148213 Molybdenum 0.025 U mg/L 0.025
NOPI-434-SEP4-L 148213 Nickel 0.054 mg/L 0.025
NOPI-434-SEP4-L 148213 Palladium 0.025 U mg/L 0.025
NOPI-434-SEP4-L 148213 Phosphorus 3.09 mg/L 0.1
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NOPI-434-SEP4-L 148213 Potassium 2.76 mg/L 0.5
NOPI-434-SEP4-L 148213 Selenium 0.025 U mg/L 0.025
NOPI-434-SEP4-L 148213 Silicon 7.70 mg/L 0.125
NOPI-434-SEP4-L 148213 Silver 0.025 U mg/L 0.025
NOPI-434-SEP4-L 148213 Sodium 2.19 mg/L 0.5
NOPI-434-SEP4-L 148213 Strontium 3.80 mg/L 0.025
NOPI-434-SEP4-L 148213 Sulfur 21.2 mg/L 0.125
NOPI-434-SEP4-L 148213 Thallium 0.050 U mg/L 0.05
NOPI-434-SEP4-L 148213 Tin 0.025 U mg/L 0.025
NOPI-434-SEP4-L 148213 Titanium 0.025 U mg/L 0.025
NOPI-434-SEP4-L 148213 Tungsten 0.050 U mg/L 0.05
NOPI-434-SEP4-L 148213 Vanadium 0.047 mg/L 0.025
NOPI-434-SEP4-L 148213 Yttrium 0.264 mg/L 0.025
NOPI-434-SEP4-L 148213 Zinc 0.246 mg/L 0.025
NOPI-434-SEP4-L 148213 Zirconium 0.025 U mg/L 0.025
NOPI-434-SEP4-L 148213 Thorium 4.59 ug/L 0.01
NOPI-434-SEP4-L 148213 Uranium 1295 ug/L 0.05
NOPI-434-SEP4-L 148213 2 3 4

U .0.118 ug/L 0.01

NOPI-436-LI-SEPI-L 148214 Aluminum 3.07 mg/L 0.25
NOPI-436-Ll-SEPI-L 148214 Antimony 0.050 U mg/L ,0.05
NOPI-436-LI-SEPI-L 148214 Arsenic 0.142 mg/L 0.025
NOPI-436-L1-SEPI-L 148214 Barium 0.579 mg/L 0.025
NOPI-436-LI-SEPI-L 148214 Beryllium 0.025 U mg/L 0.025
NOPI-436-LI-SEPI-L 148214 Bismuth 0.050 U mg/L 0.05
NOPI-436-LI-SEPI-L 148214 Boron 0.125 U mg/L 0.125
NOPI-436-LI-SEPI-L 148214 Cadmium 0.025 U mg/L 0.025
NOPI-436-LI-SEPI-L 148214 Calcium 5690 mg/L 0.05
NOPI-436-L1-SEPI-L 148214 Chromium 0.025 U mg/L 0.025
NOPI-436-LI-SEPI-L 148214 Cobalt 0.025 U mg/L 0.025
NOPI-436-LI-SEPI-L 148214 Copper 0.042 mg/L 0.025
NOPI-436-LI-SEPI-L 148214 Iron 0.250 U mg/L 0.25
NOPI-436-LI-SEPI-L 148214 Lanthanum 0.072 mg/L 0.025
NOPI-436-LI-SEPI-L 148214 Lead 0.097 mg/L 0.025
NOPI-436-LI-SEPI-L 148214 Lithium 0.029 mg/L 0.025
NOPI-436-LI-SEPI-L 148214 Magnesium 14.6 mg/L 0.25
NOPI-436-LI-SEPI-L 148214 Manganese 1.22 mg/L 0.025
NOPI-436-LI-SEPI-L 148214 Molybdenum 0.025 U mg/L 0.025
NOPI-436-LI-SEPI-L 148214 Nickel 0.025 U mg/L 0.025
NOPI-436-LI-SEPI-L 148214 Palladium 0.025 U mg/L 0.025
NOPI-436-LI-SEPI-L 148214 Phosphorus 3.90 mg/L 0.1
NOPI-436-LI-SEPI-L 148214 Potassium 1.38 mg/L 0.5
NOPI-436-LI-SEPI-L 148214 Selenium 0.025 U mg/L 0.025
NOPI-436-LI-SEPI-L 148214 Silicon 4.14 mg/L 0.125
NOPI-436-LI-SEPI-L 148214 Silver 0.025 U mg/L 0.025
NOPI-436-LI-SEPI-L 148214 Sodium 2.16 mg/L 0.5
NOPI-436-LI-SEPI-L 148214 Strontium 3.91 mg/L 0.025
NOPI-436-LI-SEPI-L 148214 Sulfur 12.3 mg/L 0.125
NOPI-436-LI-SEPI-L 148214 Thallium 0.050 U mg/L 0.05
NOPI-436-LI-SEP1-L 148214 Tin 0.025 U mg/L 0.025
NOPI-436-LI-SEP1-L 148214 Titanium 0.025 U m./L 0.025
NOPI-436-LI-SEP1-L 148214 Tungsten 0.050 U mg/L 0.05
NOPI-436-LI-SEPI-L 148214 Vanadium 0.029 mg/L 0.025
NOPI-436-LI-SEPI-L 148214 Yttrium 0.058 mg/L 0.025
NOPI-436-LI-SEPI-L 148214 Zinc 0.063 mg/L 0.025
NOPI-436-LI-SEPI-L 148214 Zirconium 0.025 U mg/L 0.025
NOPI-436-L1-SEPI-L 148214 Thorium 5.96 ug/L 0.01
NOPI-436-L1-SEP1-L 148214 Uranium 93.8 ug/L 0.05
NOPI-436-L1-SEPI-L 148214 234 U 0.04 U ug/L 0.04

NOPI-436-LI-SEP4-L 148215 Aluminum 2.04 mg/L 0.25
NOPI-436-LI-SEP4-L 148215 Antimony 0.050 U mg/L 0.05
NOPI-436-LI-SEP4-L 148215 Arsenic 0.095 mg/L 0.025
NOPI-436-LI-SEP4-L 148215 Barium 0.399 mg/L 0.025
NOPI-436-LI-SEP4-L 148215 Beryllium 0.025 U mg/L 0.025
NOPI-436-LI-SEP4-L 148215 Bismuth 0.050 U mg/L 0.05
NOPI-436-LI-SEP4-L 148215 Boron 0.125 U mg/L 0.125
NOPI-436-LI-SEP4-L 148215 Cadmium 0.025 U mg/L 0.025
NOPI-436-LI-SEP4-L 148215 Calcium 4021 mg/L 0.05
NOPI-436-LI-SEP4-L 148215 Chromium 0.025 U mg/L 0.025
NOPI-436-LI-SEP4-L 148215 Cobalt 0.025 U mg/L 0.025
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NOPI-436-LI-SEP4-L 148215 Copper 0.333 mg/L 0.025
NOPI-436-LI-SEP4-L 148215 Iron 0.250 U mg/L 0.25
NOPI-436-LI-SEP4-L 148215 Lanthanum 0.043 mg/L 0.025
NOPI-436-LI-SEP4-L 148215 Lead 0.281 mg/L 0.025
NOPI-436-LI-SEP4-L 148215 Lithium 0.025 U mg/L 0.025
NOPI-436-LI-SEP4-L 148215 Magnesium 11.2 mj/L 0.25
NOPI-436-LI-SEP4-L 148215 Manganese 0.735 mg/L 0.025
NOPI-436-LI-SEP4-L 148215 Molybdenum 0.025 U mg/L 0.025
NOPI-436-LI-SEP4-L 148215 Nickel 0.025 U mg/L 0.025
NOPI-436-LI-SEP4-L 148215 Palladium 0.025 U mg/L 0.025
NOPI-436-LI-SEP4-L 148215 Phosphorus 2.83 mg/L 0.1
NOPI-436-LI-SEP4-L 148215 Potassium 1.14 mg/L 0.5
NOPI-436-LI-SEP4-L 148215 Selenium 0.025 U mg/L 0.025
NOPI-436-LI-SEP4-L 148215 Silicon 2.53 mg/L 0.125
NOPI-436-LI-SEP4-L 148215 Silver 0.025 U mg/L 0.025
NOPI-436-LI-SEP4-L 148215 Sodium 1.23 mg/L 0.5
NOPI-436-LI-SEP4-L 148215 Strontium 2.69 mg/L 0.025
NOPI-436-LI-SEP4-L 148215 Sulfur 7.57 mg/L 0.125
NOPI-436-LI-SEP4-L 148215 Thallium 0.050 U mg/L 0.05
NOPI-436-LI-SEP4-L 148215 Tin 0.025 U mg/L 0.025
NOPI-436-LI-SEP4-L 148215 Titanium 0.025 U mg/L 0.025
NOPI-436-LI-SEP4-L 148215 Tungsten 0.050 U mg/L 0.05
NOPI-436-LI-SEP4-L 148215 Vanadium 0.025 U mg/L 0.025
NOPI-436-LI-SEP4-L 148215 Yttrium 0.036 mg/L 0.025
NOPI-436-LI-SEP4-L 148215 Zinc 0.148 mg/L 0.025
NOPI-436-LI-SEP4-L 148215 Zirconium 0.025 U mg/L 0.025
NOPI-436-LI-SEP4-L 148215 Thorium 3.81 ug/L 0.01
NOPI-436-LI-SEP4-L 148215 Uranium 94.0 ug/L 0.05
NOPI-436-LI-SEP4-L 148215 23 4

U 0.04 U ug/L 0.04

NOPI-436-L2-SEP2-L 148216 Aluminum 4.80 mg/L 0.25
NOPI-436-L2-SEP2-L 148216 Antimony 0.050 U mg/L 0.05
NOPI-436-L2-SEP2-L 148216 Arsenic 0.065 mg/L 0.025
NOPI-436-L2-SEP2-L 148216 Barium 0.366 mg/L 0.025
NOPI-436-L2-SEP2-L• 148216 Beryllium 0.025 U m/L .0.025
NOPI-436-L2-SEP2-L 148216 Bismuth 0.050 U mg/L 0.05
NOPI-436-L2-SEP2-L 148216 Boron 0.125 U mg/L 0.125
NOPI-436-L2-SEP2-L 148216 Cadmium 0.025 U mg/L 0.025
NOPI-436-L2-SEP2-L 148216 Calcium 3877 mg/L 0.05
NOPI-436-L2-SEP2-L 148216 Chromium 0.025 U mg/L 0.025
NOPI-436-L2-SEP2-L 148216 Cobalt 0.025 U mg/L 0.025
NOPI-436-L2-SEP2-L 148216 Copper 0.047 mg/L 0.025
NOPI-436-L2-SEP2-L 148216 Iron 0.250 U mg/L 0.25
NOPI-436-L2-SEP2-L 148216 Lanthanum 0.079 mg/L 0.025
NOPI-436-L2-SEP2-L 148216 Lead 0.081 mg/L 0.025
NOPI-436-L2-SEP2-L 148216 Lithium 0.025 U mg/L 0.025
NOPI-436-L2-SEP2-L 148216 Magnesium 7.57 mg/L 0.25
NOPI-436-L2-SEP2-L 148216 Man anese 1.52 mg;/L 0.025
NOPI-436-L2-SEP2-L 148216 Molybdenum 0.025 U mg/L 0.025
NOPI-436-L2-SEP2-L 148216 Nickel 0.025 U mg/L 0.025
NOPI-436-L2-SEP2-L 148216 Palladium 0.025 U mg/L 0.025
NOPI-436-L2-SEP2-L 148216 Phosphorus 2.36 m0.1 0.1
NOPI-436-L2-SEP2-L 148216 Potassium 1.46 mg/L 0.5
NOPI-436-L2-SEP2-L 148216 Selenium 0.025 U mg/L 0.025
NOPI-436-L2-SEP2-L 148216 Silicon 3.44 mg/L 0.125
NOPI-436-L2-SEP2-L 148216 Silver 0.025 U mg/L 0.025
NOPI-436-L2-SEP2-L 148216 Sodium 1.56 mg/L 0.5
NOPI-436-L2-SEP2-L 148216 Strontium 2.44 mg/L 0.025
NOPI-436-L2-SEP2-L 148216 Sulfur 7.10 mg/L 0.125
NOPI-436-L2-SEP2-L 148216 Thallium 0.050 U m /L 0.05
NOPI-436-L2-SEP2-L 148216 Tin 0.025 U mg/L 0.025
NOPI-436-L2-SEP2-L 148216 . Titanium 0.025 U mg/L 0.025
NOPI-436-L2-SEP2-L 148216 Tungsten 0.050 U mg/L 0.05
NOPI-436-L2-SEP2-L 148216 Vanadium 0.025 U mg/L 0.025
NOPI-436-L2-SEP2-L 148216 Yttrium 0.081 mg/L 0.025
NOPI-436-L2-SEP2-L 148216 Zinc 0.049 mg/L 0.025
NOPI-436-L2-SEP2-L 148216 Zirconium 0.025 U mg/L 0.025
NOPI-436-L2-SEP2-L 148216 Thorium 7.04 ug/L 0.01
NOPI-436-L2-SEP2-L 148216 Uranium 42.5 ug/L 0.05
NOPI-436-L2-SEP2-L 148216 234

U 0.04 U ug/L 0.041
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NOPI-436-L2-SEP4-L 148217 Aluminum 3.44 mg/L 0.25
NOPI-436-L2-SEP4-L 148217 Antimony 0.050 U mg/L 0.05
NOPI-436-L2-SEP4-L 148217 Arsenic 0.072 mg/L 0.025
NOPI-436-L2-SEP4-L 148217 Barium 0.290 mg/L 0.025
NOPI-436-L2-SEP4-L 148217 Beryllium 0.025 U mg/L 0.025
NOPI-436-L2-SEP4-L 148217 Bismuth 0.050 U mg/L 0.05
NOPI-436-L2-SEP4-L 148217 Boron 0.125 U mg/L 0.125
NOPI-436-L2-SEP4-L 148217 Cadmium 0.025 U mg/L 0.025
NOPI-436-L2-SEP4-L 148217 Calcium 3477 mg/L 0.05
NOPI-436-L2-SEP4-L 148217 Chromium 0.025 U mg/L 0.025
NOPI-436-L2-SEP4-L 148217 Cobalt 0.025 U mg/L 0.025
NOPI-436-L2-SEP4-L 148217 Copper 0.124 mg/L 0.025
NOPI-436-L2-SEP4-L 148217 Iron 0.250 U mg/L 0.25
NOPI-436-L2-SEP4-L 148217 Lanthanum 0.069 mg/L 0.025
NOPI-436-L2-SEP4-L 148217 Lead 0.217 m;/L 0.025
NOPI-436-L2-SEP4-L 148217 Lithium 0.025 U mg/L 0.025
NOPI-436-L2-SEP4-L 148217 Magnesium 6.54 mg/L 0.25
NOPI-436-L2-SEP4-L 148217 Manganese 0.908 mg/L 0.025
NOPI-436-L2-SEP4-L 148217 Molybdenum 0.025 U mg/L 0.025
NOPI-436-L2-SEP4-L 148217 Nickel 0.025 U mg/L 0.025
NOPI-436-L2-SEP4-L 148217 Palladium 0.025 U mg/L 0.025
NOPI-436-L2-SEP4-L 148217 Phosphorus 2.08 mg/L 0.1
NOPI-436-L2-SEP4-L 148217 Potassium 1.07 m0g/L 0.5
NOPI-436-L2-SEP4-L 148217 Selenium 0.025 U mg/L 0.025
NOPI-436-L2-SEP4-L 148217 Silicon 2.58 mg/L 0.125
NOPI-436-L2-SEP4-L 148217 Silver 0.025 U mg/L 0.025
NOPI-436-L2-SEP4-L 148217 Sodium 1.48 mg/L 0.5
NOPI-436-L2-SEP4-L 148217 Strontium 2.24 mg/L 0.025
NOPI-436-L2-SEP4-L 148217 Sulfur 6.46 mg/L 0.125
NOPI-436-L2-SEP4-L 148217 Thallium 0.050 U mg/L 0.05
NOPI-436-L2-SEP4-L 148217 Tin 0.025 U mg/L 0.025
NOPI-436-L2-SEP4-L 148217 Titanium 0.025 U mg/L 0.025
NOPI-436-L2-SEP4-L 148217 Tung.sten 0.050 U mg/L 0.05
NOPI-436-L2-SEP4-L 148217 Vanadium 0.025 U mg/L 0.025
NOPI-436-L2-SEP4-L 148217 Yttrium 0.069 mg/L 0.025
NOPI-436-L2-SEP4-L 148217 Zinc 0.064 m9/L 0.025
NOPI-436-L2-SEP4-L 148217 Zirconium 0.025 U mg/L 0.025
NOPI-436-L2-SEP4-L 148217 Thorium 7.08 ug/L 0.01
NOPI-436-L2-SEP4-L 148217 Uranium 48.0 ug/L 0.05
NOPI-436-L2-SEP4-L 148217 2 3 4

U 0.04 U u0./L 0.04

NOPI-458-SEPI-L 148218 - - .Aluminum 5.86 mg/L 0.25
NOPI-458-SEPI-L 148218 Antimony 0.050 U mg/L 0.05
NOPI-458-SEP1-L 148218 Arsenic 0.025 U mg/L 0.025
NOPI-458-SEP1-L 148218 Barium 1.65 mg/L 0.025
NOPI-458-SEPI-L 148218 Beryllium 0.025 U mg/L 0.025
NOPI-458-SEPI-L 148218 Bismuth 0.050 U mg/L 0.05
NOPI-458-SEP1-L 148218 Boron 0.125 U mg/L 0.125
NOPI-458-SEP1-L 148218 Cadmium 0.025 U m&/L 0.025
NOPI-458-SEPI-L 148218 Calcium 8.56 mg/L 0.25
NOPI-458-SEPI-L 148218 Chromium 0.025 U mg/L 0.025
NOPI-458-SEPI-L 148218 Cobalt 0.025 U mg/L 0.025
NOPI-458-SEPI-L 148218 Copper 0.025 U mg/L 0.025
NOPI-458-SEPI-L 148218 Iron 1.35 mg/L 0.25
NOPI-458-SEPI-L 148218 Lanthanum 0.025 U mg/L 0.025
NOPI-458-SEPI-L 148218 Lead 0.025 mg/L 0.025
NOPI-458-SEPI-L 148218 Lithium 0.025 U mg/L 0.025
NOPI-458-SEPI-L 148218 Magnesium 0.250 U mg/L 0.25
NOPI-458-SEPI-L 148218 Manganese 0.058 mg/L 0.025
NOPI-458-SEPI-L 148218 Molybdenum 0.025 U mg/L 0.025
NOPI-458-SEPI-L 148218 Nickel 0.025 U mg/L 0.025
NOPI-458-SEPI-L 148218 Palladium 0.025 U mg/L 0.025
NOPI-458-SEP1-L 148218 Phosphorus 0.192 mg/L 0.1
NOPI-458-SEPI-L 148218 Potassium 1.02 mg/L 0.5
NOPI-458-SEPI-L 148218 Selenium 0.025 U mg/L 0.025
NOPI-458-SEPI-L 148218 Silicon 3.27 mg/L 0.125
NOPI-458-SEPI-L 148218 Silver 0.025 U mg/L 0.025
NOPI-458-SEPI-L 148218 Sodium 0.500 U mg/L 0.5
NOPI-458-SEPI-L 148218 Strontium 0.089 mg/L 0.025
NOPI-458-SEPI-L 148218 Sulfur 0.769 mg/L 0.125
NOPI-458-SEPI-L 148218 Thallium 0.050 U mg/L 0.05
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NOPI-458-SEPI-L 148218 Tin 0.025 U mg/L 0.025
NOPI-458-SEP 1-L 148218 Titanium 0.025 U mg/L 0.025
NOPI-458-SEP1-L 148218 Tungsten 0.050 U mg/L 0.05
NOPI-458-SEP1-L 148218 Vanadium 0.042 mg/L 0.025
NOPI-458-SEP1-L 148218 Yttrium 0.025 U mg/L 0.025
NOPI-458-SEPI-L 148218 Zinc 0.025 U mg/L 0.025
NOPI-458-SEPI-L .148218 Zirconium 0.025 U mgL 0.025
NOPI-458-SEPI-L 148218 Thorium 4.22 ug/L 0.01
NOPI-458-SEPI-L 148218 Uranium 1174 ug/L 0.05
NOPI-458-SEPI-L 148218 234U 0.064 ug/L 0.01

NOPI-458-SEP4-L 148219 Aluminum 8.06 mg/L 0.25
NOPI-458-SEP4-L 148219 Antimony 0.050 U mg/L 0.05
NOPI-458-SEP4-L 148219 Arsenic 0.025 U mg/L 0.025
NOPI-458-SEP4-L 148219 Barium 2.10 mg/L 0.025
NOPI-458-SEP4-L 148219 Beryllium 0.025 U mg/L 0.025
NOPI-458-SEP4-L 148219 Bismuth 0.050 U .mg/L 0.05
NOPI-458-SEP4-L 148219 Boron 0.125 U mg/L 0.125
NOPI-458-SEP4-L 148219 Cadmium 0.025 U mg/L 0.025
NOPI-458-SEP4-L 148219 Calcium 6.75 mg/L 0.25
NOPI-458-SEP4-L 148219 Chromium 0.025 U mg/L 0.025
NOPI-458-SEP4-L 148219 Cobalt 0.025 U mg/L 0.025
NOPI-458-SEP4-L 148219 Copper 0.088 mg/L 0.025
NOPI-458-SEP4-L 148219 Iron 10.6 mg/L 0.25
NOPI-458-SEP4-L 148219 Lanthanum 0.025 U mg/L 0.025
NOPI-458-SEP4-L 148219 Lead 0.079 mg/L 0.025
NOPI-458-SEP4-L 148219 Lithium 0.025 U mg/L 0.025
NOPI-458-SEP4-L 148219 Magnesium 0.390 m /L 0.25
NOPI-458-SEP4-L 148219 Manganese 0.249 m /L 0.025
NOPI-458-SEP4-L 148219 Molybdenum 0.025 U mg/L 0.025
NOPI-458-SEP4-L 148219 Nickel 0.025 U mg/L 0.025
NOPI-458-SEP4-L 148219 Palladium 0.025 U t 0.025
NOPI-458-SEP4-L 148219 Phosphorus 0.401 m/L1 0.1
NOPI-458-SEP4-L 148219 Potassium 1.95 mg/L 0.5
NOPI-458-SEP4-L 148219 Selenium 0.025 U mg/L 0.025
NOPI-458-SEP4-L 148219 Silicon 3.25 mg/L 0.125
NOPI-458-SEP4-L 148219 Silver 0.025 U mg/L 0.025
NOPI-458-SEP4-L 148219 Sodium 0.558 mg/L 0.5
NOPI-458-SEP4-L 148219 Strontium 0.129 mg/L 0.025
NOPI-458-SEP4-L 148219 Sulfur 1.21 mg/L 0.125
NOPI-458-SEP4-L 148219 Thallium 0.050 U mg/L 0.05
NOPI-458-SEP4-L 148219 Tin 0.025 U mg/L 0.025
NOPI-458-SEP4-L 148219 Titanium 0.025 U m/L 0.025
NOPI-458-SEP4-L 148219 Tungsten 0.050 U m/L 0.05
NOPI-458-SEP4-L 148219 Vanadium 0.056 m /L 0.025
NOPI-458-SEP4-L 148219 Yttrium 0.025 U mt/L 0.025
NOPI-458-SEP4-L 148219 Zinc 0.054 mg/L 0.025
NOPI-458-SEP4-L 148219 Zirconium .0.025 U mg/L 0.025
NOPI-458-SEP4-L 148219 Thorium 9.28 ug/L 0.01
NOPI-458-SEP4-L 148219 Uranium 1145 ug/L 0.05
NOPI-458-SEP4-L 148219 234U 0.065 ug/L 0.01

NOPI-499-L2-SEP1-L 148220 Aluminum 3.96 mg/L 0.25
NOPI-499-L2-SEP1-L 148220 Antimony 0.050 U mg/L 0.05
NOPI-499-L2-SEPI-L 148220 Arsenic 0.081 mg/L 0.025
NOPI-499-L2-SEPI-L 148220 Barium 0.071 mg/L 0.025
NOPI-499-L2-SEPI-L 148220 Beryllium 0.025 U mg/L 0.025
NOPI-499-L2-SEP1-L 148220 Bismuth 0.050 U mg/L 0.05
NOPI-499-L2-SEP1-L 148220 Boron 0.143 mg/L 0.125
NOPI-499-L2-SEP1-L 148220 Cadmium 0.025 U mg/L 0.025
NOPI-499-L2-SEP1-L 148220 Calcium 2859 mg/L 0.05
NOPI-499-L2-SEPI-L 148220 Chromium 0.025 U mg/L 0.025
NOPI-499-L2-SEPI-L 148220 Cobalt 0.025 U mg/L 0.025
NOPI-499-L2-SEP1-L 148220 Copper 0.025 U m /L 0.025
NOPI-499-L2-SEPI-L 148220 Iron 0.268 mg/L 0.25
NOPI-499-L2-SEPI-L 148220 Lanthanum 0.075 mg/L 0.025
NOPI-499-L2-SEPI-L 148220 Lead 0.056 mt/L 0.025
NOPI-499-L2-SEPI-L 148220. Lithium 0.025 U mg/L 0.025
NOPI-499-L2-SEPI-L 148220 Magnesium 10.9 mg/L 0.251
NOPI-499-L2-SEPI-L 148220 Manganese 2.02 mg/L 0.0251
NOPI-499-L2-SEP1-L 148220 Molybdenum 0.025 U mg/L 0.0251
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NOPI-499-L2-SEP1-L 148220 Nickel 0.025 U mg/L 0.025
NOPI-499-L2-SEPI-L 148220 Palladium 0.025 U mg/L 0.025
NOPI-499-L2-SEPI-L 148220 Phosphorus 2.73 mg/L 0.1
NOPI-499-L2-SEPI-L 148220 Potassium 1.88 mg/L 0.5
NOPI-499-L2-SEPI-L 148220 Selenium 0.025 U mg/L 0.025
NOPI-499-L2-SEPI-L 148220 Silicon 2.23 mg/L 0.125
NOPI-499-L2-SEPI-L 148220 Silver 0.025 U mgL 0.025
NOPI-499-L2-SEPI-L 148220 Sodium 1.49 0 mg/L 0.5
NOPI-499-L2-SEPI-L 148220 Strontium 2.45 _ mL 0.025
NOPI-499-L2-SEPI-L 148220 Sulfur 8.26 mg/L 0.125
NOPI-499-L2-SEPI-L 148220 Thallium 0.050 U mg/L 0.05
NOPI-499-L2-SEPI-L 148220 Tin 0.025 U mg/L 0.025
NOPI-499-L2-SEPI-L 148220 Titanium 0.025 U mg/L 0.025
NOPI-499-L2-SEPI -L 148220 Tungsten 0.050 U mr/L 0.05
NOPI-499-L2-SEPI-L 148220 Vanadium 0.031 mg/L 0.025
NOPI-499-L2-SEPI-L 148220 Yttrium 0.085 mg/L 0.025
NOPI-499-L2-SEPI-L 148220 Zinc 0.029 mg/L 0.025
NOPI-499-L2-SEPI-L 148220 Zirconium 0.025 U mg/L 0.025
NOPI-499-L2-SEPI-L 148220 Thorium 8.61 ug/L 0.01
NOPI-499-L2-SEPI-L 148220 Uranium 50.1 u/L0.05
NOPI-499-L2-SEPI-L 148220 

234U 0.04 U ug/L 0.04

NOPI-499-L2-SEP3-L 148221 Aluminum 3.84 mg/L 0.25
NOPI-499-L2-SEP3-L 148221 Antimony 0.050 U mg/L 0.05
NOPI-499-L2-SEP3-L 148221 Arsenic 0.060 mg/L 0.025
NOPI-499-L2-SEP3-L 148221 Barium 0.056 mg/L 0.025
NOPI-499-L2-SEP3-L 148221 Beryllium 0.025 U mg/L 0.025
NOPI-499-L2-SEP3-L 148221 Bismuth 0.050 U mg/L 0.05
NOPI-499-L2-SEP3-L 148221 Boron 0.150 mg/L 0.125
NOPI-499-L2-SEP3-L 148221 Cadmium 0.025 U mg/L 0.025
NOPI-499-L2-SEP3-L 148221 Calcium 2403 mg/L 0.05
NOPI-499-L2-SEP3-L 148221 Chromium 0.025 U mg/L 0.025
NOPI-499-L2-SEP3-L 148221 Cobalt 0.025 U mg/L 0.025
NOPI-499-L2-SEP3-L 148221 Copper 0.025 U mg/L 0.025
NOPI-499-L2-SEP3-L 148221 Iron 0.250 U mg/L 0.25
NOPI-499-L2-SEP3-L 148221 Lanthanum 0.066 mgL 0.025
NOPI-499-L2-SEP3-L 148221 Lead 0.064 mg/L 0.025
NOPI-499-L2-SEP3-L 148221 Lithium 0.025 U mg/L 0.025
NOPI-499-L2-SEP3-L 148221 Magnesium 10.0 mg/L 0.25
NOPI-499-L2-SEP3-L 148221 Manganese 1.70 mg/L 0.025
NOPI-499-L2-SEP3-L 148221 Molybdenum 0.025 U mg/L 0.025
NOPI-499-L2-SEP3-L 148221 Nickel 0.025 U mg/L 0.025
NOPI-499-L2-SEP3-L 148221 Palladium 0.025 U mg/L 0.025
NOPI-499-L2-SEP3-L 148221 Phosphorus 2.47 mg/L 0.1
NOPI-499-L2-SEP3-L 148221 Potassium 1.82 mg/L 0.5
NOPI-499-L2-SEP3-L 148221 Selenium 0.025 U mg/L 0.025
NOPI-499-L2-SEP3-L 148221 Silicon 2.46 mg/L 0.125
NOPI-499-L2-SEP3-L 148221 Silver 0.025 U mgL 0.025
NOPI-499-L2-SEP3-L 148221 Sodium 1.30 mg/L 0.5
NOPI-499-L2-SEP3-L 148221 Strontium 2.14 mg/L 0.025
NOPI-499-L2-SEP3-L 148221 Sulfur 7.17 mmg/L 0.125
NOPI-499-L2-SEP3-L 148221 Thallium 0.050 U mg/L 0.05I
NOPI-499-L2-SEP3-L 148221 Tin 0.025 U mg/L 0.025
NOPI-499-L2-SEP3-L 148221 Titanium 0.025 U mg/L 0.025
NOPI-499-L2-SEP3-L 148221 Tungsten 0.050 U mgiL 0.05
NOPI-499-L2-SEP3-L 148221 Vanadium 0.025 U mg/L 0.025
NOPI-499-L2-SEP3-L 148221 Yttrium 0.070 mg/L 0.025
NOPI-499-L2-SEP3-L 148221 Zinc 0.029 mg/L 0.025
NOPI-499-L2-SEP3-L 148221 Zirconium 0.025 U mg/L 0,025
NOPI-499-L2-SEP3-L 148221 Thorium 9.22 ug/L 0.01
NOPI-499-L2-SEP3-L 148221 Uranium 43.4 ug/L 0.05
NOPI-499-L2-SEP3-L 148221 234U 0.04 U ug/L 0.04

NOPI-499-L2-SEP3-LS 148221 Spike Thorium 22.1 ug/L 0.01 15 85.9%

NOPI-499-L3-SEP4-L 148222 Aluminum 0.436 mg/L 0.25
NOPI-499-L3-SEP4-L 148222 Antimony 0.050 U mg/L 0.05
NOPI-499-L3-SEP4-L 148222 Arsenic 0.155 mg/L 0.0251
NOPI-499-L3-SEP4-L 148222 Barium 0.025 U mgL 0.0251
NOPI-499-L3-SEP4-L 148222 Beryllium 0.025 U mg/L 0.0251
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NOPI-499-L3-SEP4-L 148222 Bismuth 0.050 U mg/L 0.05.
NOPI-499-L3-SEP4-L 148222 Boron 0.165 mg/L 0.125
NOPI-499-L3-SEP4-L 148222 Cadmium 0.025 U mg/L 0.025
NOPI-499-L3-SEP4-L 148222 Calcium 3859 mg/L 0.05
NOPI-499-L3-SEP4-L 148222 Chromium 0.025 U mg/L 0.025
NOPI-499-L3-SEP4-L 148222 Cobalt 0.025 U mg/L 0.025
NOPI-499-L3-SEP4-L 148222 Copper 0.087 mg/L 0.025
NOPI-499-L3-SEP4-L 148222 Iron 4.65 mg/L 0.25
NOPI-499-L3-SEP4-L 148222 Lanthanum 0.025 U mg/L 0.025
NOPI-499-L3-SEP4-L 148222 Lead 0.129 mg/L 0.025
NOPI-499-L3-SEP4-L 148222 Lithium 0.025 mg/L 0.025
NOPI-499-L3-SEP4-L 148222 Magnesium 27.3 mg/L 0.25
NOPI-499-L3-SEP4-L 148222 Manganese 0.335 mg/L 0.025
NOPI-499-L3-SEP4-L 148222 Molybdenum 0.025 U mg/L 0.025
NOPI-499-L3-SEP4-L 148222 Nickel 0.025 U mg/L 0.025
NOPI-499-L3-SEP4-L 148222 Palladium 0.025 U mg/L 0.025
NOPI-499-L3-SEP4-L 148222 Phosphorus 4.01 mg/L 0.1
NOPI-499-L3-SEP4-L 148222 Potassium 0.500 U mg/L 0.5
NOPI-499-L3-SEP4-L 148222 Selenium 0.025 U mg/L 0.025
NOPI-499-L3-SEP4-L 148222 Silicon 2.10 mg/L 0.125
NOPI-499-L3-SEP4-L 148222 Silver 0.025 U mg/L 0.025
NOPI-499-L3-SEP4-L 148222 Sodium 3.95 mg/L 0.5
NOPI-499-L3-SEP4-L 148222 Strontium 6.28 mg/L 0.025
NOPI-499-L3-SEP4-L 148222 Sulfur 15.4 mg/L 0.125
NOPI-499-L3-SEP4-L 148222 Thallium 0.050 U mg/L 0.05
NOPI-499-L3-SEP4-L 148222 Tin 0.025 U mg/L 0.025
NOPI-499-L3-SEP4-L 148222 Titanium 0.025 U mg/L 0.025
NOPI-499-L3-SEP4-L 148222 Tungsten 0.050 U mg/L 0.05
NOPI-499-L3-SEP4-L 148222 Vanadium 0.043 mg/L 0.025
NOPI-499-L3-SEP4-L 148222 Yttrium 0.025 U mg/L 0.025
NOPI-499-L3-SEP4-L 148222 Zinc 0.053 mg/L 0.025
NOPI-499-L3-SEP4-L 148222 Zirconium 0.025 U mg/L 0.025
NOPI-499-L3-SEP4-L 148222 Thorium 0.767 ug/L 0.01
NOPI-499-L3-SEP4-L 148222 Uranium 266 ug/L 0.05
NOPI-499-L3-SEP4-L 148222 234U 0.042 ug/L 0.01

NOPI-501-D-SEP1-L 148223 Aluminum 0.250 U mg/L 0.25
NOPI-501-D-SEPI-L 148223 Antimony 0.050 U mg/L 0.05
NOPI-501-D-SEPI-L 148223 Arsenic 0.025 U mg/L 0.025
NOPI-501-D-SEPI-L 148223 Barium 0.025 U mg/L 0.025
NOPI-501-D-SEPI-L 148223 Beryllium 0.025 U mg/L 0.025
NOPI-501-D-SEPI-L 148223 Bismuth 0.050 U mg/L 0.05
NOPI-501-D-SEPI-L 148223 Boron 0,125 U mg/L 0.125
NOPI-501-D-SEPI-L 148223 Cadmium 0.025 U mg/L 0.025
NOPI-501-D-SEPI-L 148223 Calcium 4470 mg/L 0.05
NOPI-501-D-SEPI-L 148223 Chromium 0.025 U mg/L 0.025
NOPI-501-D-SEPI-L 148223 Cobalt 0.025 U mg/L 0.025
NOPI-501-D-SEPI-L 148223 Copper 0.025 U mg/L 0.025
NOPI-501-D-SEP1-L 148223 Iron 3.29 mg/L 0.25
NOPI-50I-D-SEP1-L 148223 Lanthanum 0.028 mg/L 0.025
NOPI-501-D-SEPI-L 148223 Lead 0.025 U mg/L 0.025
NOPI-501-D-SEPI-L 148223 Lithium 0.025 U mg/L 0.025
NOPI-501-D-SEP1-L 148223 Magnesium 4.99 mg/L 0.25
NOPI-501-D-SEP1-L 148223 Manganese 26.1 mg/L 0.025
NOPI-501-D-SEPI-L 148223 Molybdenum 0.025 U mg/L 0.025
NOPI-501-D-SEP1-L 148223 Nickel 0.025 U m_/L 0.025
NOPI-501-D-SEPI-L 148223 Palladium 0.025 U mg/L 0.025
NOPI-501-D-SEPI-L 148223 Phosphorus 0.100 U mg/L 0.1
NOPI-501-D-SEPI-L 148223 Potassium 0.500 U mg/L 0.5
NOPI-501-D-SEP1-L 148223 Selenium 0.025 U mg/L 0.025
NOPI-501-D-SEP1-L 148223 Silicon 0.125 U mg/L 0.125
NOPI-501-D-SEPI-L 148223 Silver 0.025 U mg/L 0.025
NOPI-501-D-SEPI-L 148223 Sodium 0.500 U mg/L 0.5
NOPI-501-D-SEPI-L 148223 Strontium 1.05 mg/L 0.025
NOPI-501-D-SEP1-L 148223 Sulfur 0.125 U mg/L 0.125
NOPI-501-D-SEP1-L 148223 Thallium' 0.050 U mg/L 0.05
NOPI-501-D-SEP1-L 148223 Tin 0.025 U mg/L 0.025
NOPI-501-D-SEPI-L 148223 Titanium 0.025 U mg/L 0.0251
NOPI-501-D-SEPI-L 148223 Tungsten 0.050 U mg/L 0.051
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NOPI-501-D-SEPI-L 148223 Vanadium 0.025 U mg/L 0.025
NOPI-501-D-SEPI-L 148223 Yttrium 0138 mg/L 0.025
NOPI-501-D-SEPI-L 148223 Zinc 0.041 mg/L 0.025
NOPI-501-D-SEPI-L 148223 Zirconium 0.025 U mg/L 0.025
NOPI-501-D-SEPI-L 148223 Thorium 2.55 ug/L 0.01
NOPI-501-D-SEPI-L 148223 Uranium 78.1 ug/L 0.05
NOPI-501-D-SEPI-L 148223 23 4

U 0.04 U ug/L 0.04

NOPI-501-G-SEP3-L 148224 Aluminum 0.250 U mg/L 0.25
NOPI-501-G-SEP3-L 148224 Antimony 0.050 U mg/L 0.05
NOPI-501-G-SEP3-L 148224 Arsenic 0.025 U mg/L 0.025
NOPI-501-G-SEP3-L 148224 Barium 0.025 U mg/L 0.025
NOPI-501-G-SEP3-L 148224 Beryllium 0.025 U mg/L 0.025
NOPI-501-G-SEP3-L 148224 Bismuth 0.050 U mg/L 0.05
NOPI-501-G-SEP3-L 148224 Boron 0.125 U mg/L 0.125
NOPI-501-G-SEP3-L 148224 Cadmium 0.025 U mg/L 0.025
NOPI-501-G-SEP3-L 148224 Calcium 4428 mg/L 0.05
NOPI-501-G-SEP3-L 148224 Chromium 0.025 U mg/L 0.025
NOPI-501-G-SEP3-L 148224 Cobalt 0.025 U mg/L 0.025
NOPI-501-G-SEP3-L 148224 Copper 0.025 U mg/L 0.025
NOPI-501-G-SEP3-L 148224 Iron 3.54 mg/L 0.25
NOPI-501-G-SEP3-L 148224 Lanthanum 0.031 mg/L 0.025
NOPI-501-G-SEP3-L 148224 Lead 0.025 U mg_, 0.025
NOPI-501-G-SEP3-L 148224 Lithium 0.025 U mmg/L 0.025
NOPI-501-G-SEP3-L 148224 Magnesium 5.24 mg/L 0.25
NOPI-501-G-SEP3-L 148224 Manganese 27.6 mg/L 0.025
NOPI-501-G-SEP3-L 148224 Molybdenum 0.025 U mg/L 0.025
NOPI-501-G-SEP3-L 148224 Nickel 0.025 U mg/L 0.025
NOPI-501-G-SEP3-L 148224 Palladium 0.025 U mg/L 0.025
NOPI-501-G-SEP3-L 148224 Phosphorus 0.100 U mg/L 0.1
NOPI-501-G-SEP3-L 148224 Potassium 0.500 U mg/L 0.5
NOPI-501-G-SEP3-L 148224 Selenium 0.025 U mg/L 0.025
NOPI-501-G-SEP3-L 148224 Silicon 0.125 U mg/L 0.125
NOPI-501-G-SEP3-L 148224 Silver 0.025 U mg/L 0.025
NOPI-501-G-SEP3-L 148224 Sodium 0.500 U mg/L 0.5
NOPI-501-G-SEP3-L 148224 Strontium 1.12 mg/L 0.025
NOPI-501-G-SEP3-L 148224 Sulfur 0.125 U mg/L 0.125
NOPI-501-G-SEP3-L 148224 Thallium 0.050 U mg/L 0.05
NOPI-501-G-SEP3-L 148224 Tin 0.025 U mg/L 0.025
NOPI-501-G-SEP3-L 148224 Titanium 0.025 U mg/L 0.025
NOPI-501-G-SEP3-L 148224 Tungsten 0.050 U mg/L 0.05
NOPI-501-G-SEP3-L 148224 Vanadium 0.025 U mg/L 0.025
NOPI-501-G-SEP3-L 148224 Yttrium 0.145 mg/L 0.025
NOPI-501-G-SEP3-L 148224 Zinc 0.041 mg/L 0.025
NOPI-501-G-SEP3-L. 148224 Zirconium 0.025 U mg/L 0.025
NOPI-501-G-SEP3-L 148224 Thorium 2.68 ug/L 0.01
NOPI-501-G-SEP3-L 148224 Uranium 74.0 ug/L 0.05
NOPI-501-G-SEP3-L 148224 234

U 0.04 U ug/L 0.04

SPC00543702-U 148225 Aluminum 2.60 mg/L 0.25
SPC00543702-U 148225 Antimony 0.050 U mg/L 0.05
SPC00543702-U 148225 Arsenic 0.025 mg/L 0.025
SPC00543702-U 148225 Barium 0.060 mg/L 0.025
SPC00543702-U 148225 Beryllium 0.025 U mg/L 0.025
SPC00543702-U 148225 Bismuth 0.050 U mg/L 0.05
SPC00543702-U 148225 Boron 0.125 U mg/L 0.125
SPC00543702-U 148225 Cadmium 0.027 mg/L 0.025
SPC00543702-U 148225 Calcium 7577 mg/L 0.05
SPC00543702-U 148225 Chromium 0.025 U mgL 0.025
SPC00543702-U 148225 Cobalt 0.025 U mg/L 0.025
SPC00543702-U 148225 Copper 0.057 mg/L 0.025
SPC00543702-U 148225 Iron 0.556 mg/L 0.25
SPC00543702-U 148225 Lanthanum. 0.429 mg/L 0.025
SPC00543702-U 148225 Lead 0.086 mg/L 0.025
SPC00543702-U 148225 Lithium 0.025 U mg/L 0.025
SPC00543702-U 148225 Magnesium 14.21 mg/L 0.25
SPC00543702-U 148225 Manganese 0.655 1 mg/L 0.0251
SPC00543702-U 148225 Molybdenum 0.025 U mg/L 0.025 .71
SPC00543702-U 148225 Nickel 0.025 U mg/L 0.0251
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SPC00543702-U 148225 Palladium 0.025 U mg/L 0.025
SPC00543702-U 148225 Phosphorus 0.420 mg/L 0.1
SPC00543702-U 148225 Potassium 1.65 mg/L 0.5
SPC00543702-U 148225 Selenium 0.025 U mg/L 0.025
SPC00543702-U 148225 Silicon 5.79 mg/L 0.125
SPC00543702-U 148225 Silver 0.025 U mg/L 0.025
SPC00543702-U 148225 Sodium 1.14 mg/L 0.5
SPC00543702-U 148225 Strontium 3.47 mg/L 0.025
SPC00543702-U 148225 Sulfur 0.680 mg/L 0.125
SPC00543702-U 148225 Thallium 0.050 U mg/L 0.05
SPC00543702-U 148225 Tin 0.025 U mg/L 0.025
SPC00543702-U 148225 Titanium 0.087 mg/L 0.025
SPC00543702-U 148225 Tungsten 0.050 U mg/L 0.05
SPC00543702-U 148225 Vanadium 0.025 U mg/L 0.025
SPC00543702:U 148225 Yttrium 1.37 mg/L 0.025
SPC00543702-U 148225 Zinc 0.079 mg/L 0.025
SPC00543702-U 148225 Zirconium 0.032 mg/L 0.025
SPC00543702-U 148225 Thorium 114 ug/L 0.01
SPC00543702-U 148225 Uranium 74.4 ug/L 0.05
SPC00543702-U 148225 234U 0.04 U ug/L 0.04

SPC00603876-U 148226 Aluminum 3.63 mg/L 0.25
SPC00603876-U 148226 Antimony 0.050 U mg/L 0.05
SPC00603876-U 148226 Arsenic 0.025 U mg/L 0.025
SPC00603876-U 148226 Barium 0.081 mg/L 0.025
SPC00603876-U 148226 Beryllium 0.025 U mg/L 0.025
SPC00603876-U 148226 Bismuth 0.050 U mg/L 0.05
SPC00603876-U 148226 Boron 0.125 U mg/L 0.125
SPC00603876-U 148226 Cadmium 0.037 mg/L 0.025
SPC00603876-U 148226 Calcium 8610 mg/L 0.05
SPC00603876-U 148226 Chromium 0.025 U mg/L 0.025
SPC00603876-U 148226 Cobalt 0.025 U mg/L 0.025
SPC00603876-U 148226 Copper 0.087 mg/L 0.025
SPC00603876-U 148226 Iron 0.771 mg/L 0.25
SPC00603876-U 148226 Lanthanum 0.586 mg/L 0.025
SPC00603876-U 148226 Lead 0.122 mg/L 0.025
SPC00603876-U 148226 Lithium 0.025 U mg/L 0.025
SPC00603876-U 148226 Magnesium 19.2 mg/L 0.25
SPC00603876-U 148226 Manganese 0.887 mg/L 0.025
SPC00603876-U 148226 Molybdenum 0.025 U mg/L 0.025
SPC00603876-U 148226 Nickel 0.025 U mg/L 0.025
SPC00603876-U 148226 Palladium 0.025 U mg/L 0.025
SPC00603876-U 148226 Phosphorus 0.612 mg/L 0.1
SPC00603876-U 148226 Potassium 2.39 mg/L 0.5
SPC00603876-U 148226 Selenium 0.025 U mgL 0.025
SPC00603876-U 148226 Silicon 7.90 mg/L 0.125
SPC00603876-U 148226 Silver 0.025 U mg/L 0.025
SPC00603876-U 148226 Sodium 1.58 mg/L 0.5
SPC00603876-U 148226 Strontium 4.70 mg_/L 0.025
SPC00603876-U 148226 Sulfur 0.975 mg/L 0.125
SPC00603876-U 148226 Thallium 0.050 U mg/L 0.05
SPC00603876-U 148226 Tin 0.025 U mg/L 0.025
SPC00603876-U 148226 Titanium 0.114 mg/L 0.025
SPC00603876-U 148226 Tungsten 0.050 U mg/L 0.05
SPC00603876-U 148226 Vanadium 0.025 U mg/L 0.025
SPC00603876-U 148226 Yttrium 1.86 mg/L 0.025
SPC00603876-U 148226 Zinc 0.106 mg/L 0.025
SPC00603876-U 148226 Zirconium 0.045 mg/L 0.025
SPC00603876-U 148226 Thorium 18.4 ug/L 0.01
SPC00603876-U 148226 Uranium 74.9 ug/L 0.05
SPC00603876-U 148226 234 U 0.04 U ug/L 0.04

SPC00603876-U 148226 Duplicate Aluminum 2.67 mg/L 0.25
SPC00603876-U 148226 Duplicate Antimony 0.050 U mg/L 0.05
SPC00603876-U 148226 Duplicate Arsenic 0.025 U mg/L 0.025
SPC00603876-U 148226 Duplicate Barium 0.061 mg/L 0.025
SPC00603876-U 148226 Duplicate Beryllium 0.025 U mg/L 0.025
SPC00603876-U 148226 Duplicate Bismuth 0.050 U mg/L 0.05
SPC00603876-U 148226 Duplicate Boron 0.125 U mg/L 0.125
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SPC00603876-U 148226 Duplicate Cadmium 0.028 mg/L 0.025
SPC00603876-U 148226 Duplicate Calcium 6647 mg/L 0.05
SPC00603876-U 148226 Duplicate Chromium 0.025 U mg/L 0.025
SPC00603876-U 148226 Duplicate Cobalt 0.025 U mg/L 0.025
SPC00603876-U 148226 Duplicate Copper 0.061 mg/L 0.025
SPC00603876-U 148226 Duplicate Iron 0.609 mg/L 0.25
SPC00603876-U 148226 Duplicate Lanthanum 0.446 mg/L 0.025
SPC00603876-U 148226 Duplicate Lead 0.084 mg/L 0.025
SPC00603876-U 148226 Duplicate Lithium 0.025 U mg/L 0.025
SPC00603876-U 148226 Duplicate Magnesium 14.6 mg/L 0.25
SPC00603876-U 148226 Duplicate Manganese 0.671 mg/L 0.025
SPC00603876-U 148226 Duplicate Molybdenum 0.025 U mg/L 0.025
SPC00603876-U 148226 Duplicate Nickel 0.025 U mg/L 0.025
SPC00603876-U 148226 Duplicate Palladium 0.025 U mg/L 0.025
SPC00603876-U 148226 Duplicate Phosphorus 0.416 mg/L 0.1
SPC00603876-U 148226 Duplicate Potassium 1.72 mg/L 0.5
SPC00603876-U 148226 Duplicate Selenium 0.025 U mg/L 0.025
SPC00603876-U 148226 Duplicate Silicon 5.93 mgL 0.125
SPC00603876-U 148226 Duplicate Silver 0.025 U mg/L 0.025
SPC00603876-U 148226 Duplicate Sodium 1.12 mg/L 0.5
SPC00603876-U 148226 Duplicate Strontium 3.56 mg/L 0.025
SPC00603876-U 148226 Duplicate Sulfur 0.686 mg/L 0.125
SPC00603876-U 148226 Duplicate Thallium 0.050 U mg/L 0.05
SPC00603876-U 148226 Duplicate Tin 0.025 U mg/L 0.025
SPC00603876-U 148226 Duplicate Titanium 0.090 mg/L 0.025
SPC00603876-U 148226 Duplicate Tungsten 0.050 U mg/L 0.05
SPC00603876-U 148226 Duplicate Vanadium 0.025 U mg/L 0.025
SPC00603876-U 148226 Duplicate Yttrium 1.40 mg/L 0.025
SPC00603876-U 148226 Duplicate Zinc 0.081 mg/L 0.025
SPC00603876-U 148226 Duplicate Zirconium 0.032 mg/L 0.025
SPC00603876-U 148226 Duplicate Thorium 20.1 ug/L 0.01
SPC00603876-U 148226 Duplicate Uranium 75.7 ug/L 0.05
SPC00603876-U 148226 Duplicate 234U 0.04 U ug/L 0.04

SPC00603876-U 148226 Spike Aluminum 9.17 mg/L 0.25 5 110.8%
SPC00603876-U 148226 Spike Antimony 2.60 mg/L 0.05 5 52.0%
SPC00603876-U 148226 Spike Arsenic 5.22 mg/L 0.025 5 104.4%
SPC00603876-U 148226 Spike Barium 4.87 mg/L 0.025 5 95.8%
SPC00603876-U 148226 Spike Beryllium 4.43 mg/L 0.025 .5 88.6%
SPC00603876-U 148226 Spike Bismuth 5.01 mg/L 0.05 5 100.3%
SPC00603876-U 148226 Spike Boron 4.73 mg/L 0.125 5 94.7%
SPC00603876-U 148226 Spike Cadmium 4.62 mg/L 0.025 5 91.6%
SPC00603876-U 148226 Spike Calcium 9075 mg/L 0.05 500 92.9%
SPC00603876-U 148226 Spike Chromium 4.65 mg/L 0.025 5 93.0%
SPC00603876-U 148226 Spike Cobalt 4.61 mg/L 0.025 5 92.1%
SPC00603876-U 148226 Spike Copper 5.26 mg/L 0.025 5 103.4%
SPC00603876-U 148226 Spike Iron 3.71 mg/L 0.25 5 58.9%
SPC00603876-U 148226 Spike Lanthanum 5.25 mg/L 0.025 5 93.2%
SPC00603876-U 148226 Spike Lead 4.91 mg/L 0.025 5 95.8%
SPC00603876-U 148226 Spike Lithium 6.14 mg/L 0.025 5 122.7%
SPC00603876-U 148226 Spike Magnesium 23.9 mg/L 0.25 5 94.7%
SPC00603876-U 148226 Spike Manganese 5.46 mg/L 0.025 5 91.5%
SPC00603876-U 148226 Spike Molybdenum 4.89 mg/L 0.025 5 97.8%
SPC00603876-U 148226 Spike Nickel 4.60 mg/L 0.025 5 92.1%
SPC00603876-U 148226 Spike Palladium 5.04 mg/L 0.025 5 100.8%
SPC00603876-U 148226 Spike Phosphorus 5.65 mg/L 0.1 5 100.7%
SPC00603876-U 148226 Spike Potassium 9.25 mg/L 0.5 5 137.2%
SPC00603876-U 148226 Spike Selenium 5.18 mg/L 0.025 5 103.5%
SPC00603876-U 148226 Spike Silicon 11.7 mg/L 0.125 5 75.5%
SPC00603876-U 148226 Spike Silver 2.77 mg/L 0.025 5 55.5%
SPC00603876-U 148226 Spike Sodium 11.4 mg/L 0.5 5 195.5%
SPC00603876-U 148226 Spike Strontium 9.39 mg/L 0.025 5 93.8%
SPC00603876-U 148226 Spike Sulfur 6.23 mg/L 0.125 5 105.2%
SPC00603876-U 148226 Spike Thallium 4.86 mg/L 0.05 5 97.3%
SPC00603876-U 148226 Spike Tin 4.67 mg/L 0.025 5 93.4%
SPC00603876-U 148226 Spike Titanium 4.76 mg/L 0.025 5 92.9%
SPC00603876-U 148226 Spike Tungsten 4.86 mg/L 0.05 5 97.3%
SPC00603876-U 148226 Spike Vanadium 4.71 mg/L 0.025 5 94.2%
SPC00603876-U 148226 Spike Yttrium 6.69 m_/L 0.025 5 96.7%
SPC00603876-U 148226 Spike Zinc 4.65 mg/L 0.025 5 90.8%
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SPC00603876-U 148226 Spike Zirconium 4.72 mg/L 0.025 5 93.6%

SPC00603876-U 148226 Spike Uranium 15875 ug/L 0.05 15000 105.3%
SPC00603876-U 148226 Spike 234

U 0.138 ug/L 0.01 0.121 113.7%

LAB CONTROL Ilcsw-j19m3 Aluminum 5.03 mg/L 0.25 5 100.6%

LAB CONTROL lcsw-j 19m3 Antimony 2.53 mg/L 0.05 5 50.5%
LAB CONTROL lcsw-j 19m3 Arsenic 5.03 mg/L 0.025 5 100.7%
LAB CONTROL lcsw-j 19m3 Barium, 4.91 m;/L 0.025 5 98.2%

LAB CONTROL lcsw-j 19m3 Beryllium 4.71 mg/L 0.025 5 94.3%
LAB CONTROL lcsw-j 19m3 Bismuth 4.74 mg/L 0.05 5 94.8%

LAB CONTROL lcsw-j 19m3 Boron 4.57 mg/L 0.125 5 91.4%

LAB CONTROL Icsw-j 19m3 Cadmium 4.86 mg/L 0.025 5 97.1%

LAB CONTROL Icsw-j19m3 Calcium 4.85 mg/L 0.25 5 97.0%

LAB CONTROL lcsw-j 19m3 Chromium 4.86 mg/L 0.025 5 97.2%

LAB CONTROL lcsw-j 19m3 Cobalt 4.72 mgL 0.025 5 94.4%
LAB CONTROL lcsw-j 19m3 Copper 4.99 mg/L 0.025 5 99.7%

LAB CONTROL lcsw-j19m3 Iron 3.43 mg/L 0.25 5 68.6%

LAB CONTROL lcsw-j 19m3 Lanthanum 4.76 mg/L 0.025 5 95.2%
LAB CONTROL lcsw-j 19m3 Lead 4.79 mg/L 0.025 5 95.9%
LAB CONTROL lcsw-j 19m3 Lithium 3.88 mg/L 0.025 5 77.5%
LAB CONTROL lcsw-jl9m3 Magnesium 4.59 mg/L 0.25 5 91.8%
LAB CONTROL lcsw-j I19m3 Manganese 4.73 mg/L 0.025 5 94.5%
LAB CONTROL lcsw-j 19m3 Molybdenum 4.85 mg/L 0.025 5 97.0%
LAB CONTROL lcsw-j 19m3 Nickel 4.83 mg/L 0.025 5 96.6%

LAB CONTROL lcsw-j 19m3 Palladium 4.68 mg/L 0.025 5 93.7%
LAB CONTROL lcsw-j 19m3 Phosphorus 4.83 mg/L 0.1 5 96.7%

LAB CONTROL lcsw-j 19m3 Potassium 3.43 mg/L 0.5 5 68.6%
LAB CONTROL Icsw-j 19m3 Selenium 5.02 mg/L 0.025 5 100.4%

LAB CONTROL lcsw-j 19m3 Silicon 3.85 mg/L 0.125 5 77.0%
LAB CONTROL lcsw-jl9m3 Silver 3.36 mg/L 0.025 5 67.2%

LAB CONTROL lcsw-j 19m3 Sodium 5.60 mg/L 0.5 5 112.0%

LAB CONTROL lcsw-jl9m3 Strontium 4.85 m_/L 0.025 5 96.9%
LAB CONTROL lcsw-j 19m3 Sulfur 4.94 mg/L 0.125 5 98.9%

LAB CONTROL lcsw-j 19m3 Thallium 4.76 mg/L 0.05 5 95.1%
LAB CONTROL Icsw-j19m3 Tin 4.61 mg/L 0.025 5 92.3%

LAB CONTROL Icsw-j19m3 Titanium 4.69 mg/L 0.025 5 93.9%

LAB CONTROL lcsw-j 19m3 Tungsten 4.87 mg/L 0.05 5 97.4%

LAB CONTROL lcsw-j 19m3 Vanadium 4.75 mg/L 0.025 5 95.0%
LAB CONTROL lcsw-j 19m3 Yttrium 4.89 mg/L 0.025 5 97.7%
LAB CONTROL lcsw-j 19m3 Zinc 4.84 mg/L 0.025 5 96.8%
LAB CONTROL lcsw-j 19m3 Zirconium 4.76 mg/L 0.025 5 95.2%
LAB CONTROL lcsw-j26ml Thorium 290 ug/L 0.01 300 96.7%
LAB CONTROL lcsw-j 19m5 Uranium 150 ug/L 0.05 150 100.0%
LAB CONTROL lcsw-j21 m2 23 4

U 0.12 ug/L 0.01 0.121 98.5%

LAB CONTROL lcsw-j 19m4 Aluminum 4.92 mg/L 0.25 5 98.5%
LAB CONTROL Icsw-j 19m4 Antimony 2.46 mg/L 0.05 5 49.3%
LAB CONTROL lcsw-j 19m4 Arsenic 4.97 mg/L 0.025 5 99.5%
LAB CONTROL Icsw-j 19m4 Barium 4.90 mg/L 0.025 5 98.1%
LAB CONTROL lcsw-jl9m4 Beryllium 4.71 mg/L 0.025 5 94.1%

LAB CONTROL Icsw-j 19m4 Bismuth 4.74 mg/L 0.05 5 94.7%
LAB CONTROL lcsw-j19m4 Boron 4.55 mg/L 0.125 5 91.0%

LAB CONTROL lcsw-j 19m4 Cadmium 4.84 m9/L 0.025 5 96.8%

LAB CONTROL lcsw-j 19m4 Calcium 4.88 mgL 0.25 5 97.6%
LAB CONTROL lcsw-j 19m4 Chromium 4.85 mg/L 0.025 5 97.1%

LAB CONTROL Icsw-j19m4 Cobalt 4.72 mg/L 0.025 5 94.4%
LAB CONTROL lcsw-j19m4 Copper 4.97 mg/L 0.025 5 99.5%

LAB CONTROL lcsw-j 19m4 Iron 3.40 mg/L 0.25 5 68.0%
LAB CONTROL lcsw-j 19m4 Lanthanum 4.74 _mgý/L 0.025 5 94.8%

LAB CONTROL lcsw-jl9m4 Lead 4.82 mg/L 0.025 5 96.5%

LAB CONTROL lcsw-j19m4 Lithium 3.87 mg/L 0.025 5 77.5%

LAB CONTROL Icsw-j 19m4 Magnesium 4.58 mg/L 0.25 5 91.6%

LAB CONTROL lcsw-j 19m4 Manganese 4.72 mg/L 0.025 5 94.4%

LAB CONTROL lcsw-j 19m4 Molybdenum 4.84 mg/L 0.025 5 96.9%

LAB CONTROL lcsw-j 19m4 Nickel 4.82 mg/L 0.025 5 96.4%
LAB CONTROL Ilcsw-j 19m4 Palladium 4.66 mg/L 0.025 5 93.2%
LAB CONTROL lcsw-j 19m4 Phosphorus 4.84 mg/L 0.1 5 96.8%

LAB CONTROL lcsw-jl9m4 Potassium 3.59 mg/L 0.5 5 71.7%

LAB CONTROL Icsw-j 19m4 Selenium 5.02 mg/L 0.025 5 100.4%
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LAB CONTROL Icsw-j 19m4 Silicon 3.80 mg/L 0.125 5 76.0%
LAB CONTROL lcsw-j19m4 Silver 3.32 mg/L 0.025 5 66.5%
LAB CONTROL lcsw-j 19m4 Sodium 5.63 mg/L 0.5 5 112.5%
LAB CONTROL Icsw-j 19m4 Strontium 4.84 mg/L 0.025 5 96.8%
LAB CONTROL lcsw-j19m4 Sulfur 4.87 mg/L 0.125 5 97.5%
LAB CONTROL lcsw-j 19m4 Thallium 4.73 mg/L 0.05 5 94.6%
LAB CONTROL lcsw-j 19m4 Tin 4.57 mg/L 0.025 5 91.4%
LAB CONTROL lcsw-j 19m4 Titanium 4.67 mg/L 0.025 5 93.5%
LAB CONTROL lcsw-j 19m4 Tungsten 4.84 mg/L 0.05 5 96.9%
LAB CONTROL Icsw-j 19m4 Vanadium 4.75 mg/L 0.025 5 94.9%
LAB CONTROL lcsw-j 19m4 Yttrium 4.86 mg/L 0.025 5 97.2%
LAB CONTROL Icsw-j 19m4 Zinc 4.84 mg/L 0.025 5 96.7%
LAB CONTROL Icsw-j I9m4 Zirconium 4.71 mg/L 0.025 5 94.1%
LAB CONTROL Icsw-j26m2 Thorium 289 ug/L 0.01 300 96.3%
LAB CONTROL Icsw-j 19m6 Uranium 1175 ug/L 0.05 1121 104.8%

PREP BLANK pbw-jl9m2 Aluminum 0.250 U mg/L 0.25
PREP BLANK pbw-j I 9m2 Antimony 0.050 U mg/L 0.05
PREP BLANK pbw-j 19m2 Arsenic 0.025 U mg/L 0.025
PREP BLANK pbw-j 19m2 Barium 0.025 U mg/L 0.025
PREP BLANK pbw-j 19m2 Beryllium 0.025 U mg/L 0.025
PREP BLANK pbw-j 19m2 Bismuth 0.050 U mg/L 0.05
PREP BLANK pbw-j 19m2 Boron 0.125 U mg/L 0.125
PREP BLANK pbw-j 19m2 Cadmium 0.025 U m_/L 0.025
PREP BLANK pbw-j 19m2 Calcium 0.250 U mg/L 0.25
PREP BLANK pbw-jl9m2 Chromium 0.025 U mg/L 0.025
PREP BLANK pbw-j19m2 Cobalt 0.025 U mg/L , 0.025
PREP BLANK pbw-j I 9m2 Copper 0.025 U mg/L 0.025
PREP BLANK pbw-j19m2 Iron 0.250 U mg/L 0.25
PREP BLANK pbw-j19m2 Lanthanum 0.025 U mg/L 0.025
PREP BLANK pbw-j 19m2 Lead 0.025 U mg/L 0.025
PREP BLANK pbw-j19m2 Lithium 0.025 U mg/L 0.025
PREP BLANK pbw-j 19m2 Magnesium 0.250 U mg/L 0.25
PREP BLANK pbw-j 19m2 Manganese 0.025 U mg/L 0.025
PREP BLANK pbw-j 19m2 Molybdenum 0.025 U mg/L 0.025
PREP BLANK pbw-j 19m2 Nickel 0.025 U mg/L 0.025
PREP BLANK pbw-j19m2 Palladium 0.025 U mg/L 0.025
PREP BLANK pbw-j I19m2 Phosphorus 0.100 U mg/L 0.1
PREP BLANK pbw-j 19m2 Potassium 0.500 U mg/L 0.5
PREP BLANK pbw-j 19m2 Selenium 0.025 U mg/L 0.025
PREP BLANK pbw-j19m2 Silicon 0.125 U mg/L 0.125
PREP BLANK pbw-j 19m2 Silver 0.025 U mg/L 0.025
PREP BLANK pbw-j 19m2 Sodium 0.500 U mg/L 0.5
PREP BLANK pbw-j 19m2 Strontium 0.025 U mg/L 0.025
PREP BLANK pbw-j 19m2 Sulfur 0.125 U mg/L 0.125
PREP BLANK pbw-jl 9m2 Thallium 0.050 U mg/L 0.05
PREP BLANK pbw-,jl 9m2 Tin 0.025 U m_/L 0.025
PREP BLANK pbw-j 19m2 Titanium 0.025 U mg/L 0.025
PREP BLANK pbw-j19m2 Tungsten 0.050 U mg/L 0.05
PREP BLANK pbw-j 19m2 Vanadium 0.025 U mg/L 0.025
PREP BLANK pbw-j19m2 Yttrium 0.025 U mg/L 0.025
PREP BLANK pbw-j19m2 Zinc 0.025 U mg/L 0.025
PREP BLANK pbw-jI19m2 Zirconium 0.025 U mg/L 0.025
PREP BLANK pbw-j26ml Thorium 0.010 U ug/L 0.01
PREP BLANK pbw-j 19m4 Uranium 0.050 U ug/L 0.05
PREP BLANK pbw-j21m2 2 3 4

U 0.010 U ug/L 0.01

PREP BLANK pbw-j 19m3 Aluminum 0.250 U mg/L 0.25
PREP BLANK pbw-jI9m3 Antimony 0.050 U mg/L 0.05
PREP BLANK pbw-j 19m3 Arsenic 0.025 U mg/L 0.025
PREP BLANK pbw-j 19m3 Barium 0.025 U mg/L 0.025
PREP BLANK pbw-jl9m3 Beryllium 0.025 U mg/L 0.025
PREP BLANK pbw-j19m3 Bismuth 0.050 U mg/L 0.05
PREP BLANK pbw-jI9m3 Boron 0.125 U mg/L 0.125
PREP BLANK pbw-j 19m3 Cadmium 0.025 U mg/L 0.025
PREP BLANK pbw-j 19m3 Calcium 0.250 U mg/L 0.25
PREP BLANK pbw-j19m3 Chromium 0.025 U mg/L 0.025
PREP BLANK pbw-j19m3 Cobalt 0.025 U mg/L 0.025
PREP BLANK pbw-jI9m3 Copper 0.025 U mg/L 0.025 1
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PREP BLANK pbw-j I 9m3 Iron 0.250 U mg/L 0.25
PREP BLANK pbw-j I9m3 Lanthanum 0.025 U mg/L 0.025
PREP BLANK pbw-j 19m3 Lead 0.025 U mg/L 0.025
PREP BLANK pbw-j 19m3 Lithium 0.025 U mg/L 0.025
PREP BLANK pbw-jI9m3 Magnesium 0.250 U mg/L 0.25
PREP BLANK pbw-j 19m3 Manganese 0.025 U mg/L 0.025
PREP BLANK pbw-j 19m3 Molybdenum 0.025 U mg/L 0.025
PREP BLANK pbw-j19m3 Nickel 0.025 U mg/L 0.025
PREP BLANK pbw-jI9m3 Palladium 0.025 U mg/L 0.025
PREP BLANK pbw-j 19m3 Phosphorus 0.100 U mg/L 0.1
PREP BLANK pbw-j 19m3 Potassium 0.500 U mg/L 0.5
PREP BLANK pbw-j 19m3 Selenium 0.025 U mg/L 0.025
PREP BLANK pbw-j19m3 Silicon 0.125 U mg/L 0.125
PREP BLANK pbw-j 19m3 Silver 0.025 U mg/L 0.025
PREP BLANK pbw-j 19m3 Sodium 0.500 U mg/L 0.5
PREP BLANK pbw-j 19m3 Strontium 0.025 U mg/L 0.025
PREP BLANK pbw~j 19m3 Sulfur 0.125 U mg/L 0.125
PREP BLANK pbw-j 19m3 Thallium 0.050 U m_/L 0.05
PREP BLANK pbw-j 19m3 Tin 0.025 U m_/L 0.025
PREP BLANK pbw-j 19m3 Titanium 0.025 U mg/L 0.025
PREP BLANK pbw-j 19m3 Tungsten 0.050 U mg/L 0.05
PREP BLANK pbw-j19m3 Vanadium 0.025 U mg/L 0.025
PREP BLANK pbw-j 19m3 Yttrium 0.025 U mg/L 0.025
PREP BLANK pbw-j 19m3 Zinc 0.025 U mg/L 0.025
PREP BLANK pbw-jl9m3 Zirconium 0.025 U mg/L . 0.025
PREP BLANK pbw-j26m2 Thorium 0.010 U ug/L 0.011


