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HLWYM HEmails

From: Pavan Shukla
Sent: Wednesday, January 24, 2007 1:52 PM
To: Xihua He; Osvaldo Pensado; Tae Ahn; Andy Jung
Cc: Yi-Ming Pan
Subject: RE: Thickness parameter for TPA code

All, 
  
From performance assessment perspective, the increases thickness 
of outer layer will have most impact on waste package failure due to  
general corrosion. The initial calculations show that the average waste  
package will last for upto 800-900 thousands years if only general  
corrosion is active. The increases thickness will increase the failure  
time of the waste package due to general corrosion. 
  
Sincerely 
Pavan K. Shukla 
Center for Nuclear Waste Regulatory Analyses 
Southwest Research Institute 
6220 Culebra Road 
San Antonio, TX 78228 
V: (210) 522 6534 
F: (210) 522 6081 

-----Original Message----- 
From: Xihua He [mailto:xhe@cnwra.swri.edu]  
Sent: Wednesday, January 24, 2007 12:30 PM 
To: opensado@cnwra.swri.edu; 'Tae Ahn'; 'Hundal "Andy "Jung'; 'Pavan Shukla' 
Cc: Yi-Ming Pan 
Subject: RE: Thickness parameter for TPA code 

I suggest still keep 2 cm for both parameters, which is conservative and is officially documented. It is still not 
certain at this stage if the thickness will be truly 2.5 cm. 
  
Thanks, 
Xihua 
  

-----Original Message----- 
From: Osvaldo Pensado [mailto:opensado@cnwra.swri.edu]  
Sent: Wednesday, January 24, 2007 11:11 AM 
To: Tae Ahn; Hundal "Andy "Jung; Pavan Shukla 
Cc: Xihua He 
Subject: Thickness parameter for TPA code 
  
Tae, after today's presentation I wonder what should be the value for the following parameters 
  
WPWeldThickness[m] 
OuterWPThickness[m] 
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I suggest we fix both parameters at the same value, since the weld is any fabrication or closure weld, or 
even heat affected zones.  I propose we continue using 2 cm, unless there are well defined design 
changes. 
  
Suggestions? 
  
Andy suggested 2.5 cm, but after the YM team meeting, I do not know anymore. 
  
Please send me some feedback so that I can tell Ron Janetzke the parameter value to use. 
  
  
  
=============================== 
Osvaldo Pensado, Ph.D. 
Senior Research Scientist, SwRI 
6220 Culebra Road. San Antonio TX 78238 
(210) 522 6084 
Fax: (210) 522 6081 
=============================== 
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