
Particle Size Distribution Report
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GRAIN SIZE IN MILLIMETERS

% COBBLES

o 0.0

% GRAVEL
COARSE FINE

0.0 0.0
COARSE

4.8

% SAND
MEDIUM I

23.0 I
FINE
54.3

SILT
% FINES

17.9
CLAY

o
SOURCE
B-1l18

SAMPLE # DEPTH/ELEV. DATE SAMPLED
SS-8 18.5/239.41 12/12/2006

Ft.

USCS MATERIAL DESCRIPTION
SAND, clayey (SC)

NM % LL PL
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Particle Size Distribution Report
US SIEVE OPENING IN INCHES U.S. STANDARD SIEVE NUMBERS HYDROMETER

o
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GRAIN SIZE IN MILLIMETERS

o
% COBBLES

0.0

% GRAVEL
COARSE FINE

0.0 0.0
COARSE I

0.0 I

% SAND
MEDIUM I

19.7 I
FINE
62.4

SILT
% FINES

17.9
CLAY

o
SOURCE
B-1118

SAMPLE # DEPTH/ELEV. DATE SAMPLED
SS-lO 28.5/229.41 12/12/2006

Ft

USCS
SC

MATERIAL DESCRIPTION
SAND clayey (SC)

NM % LL PL
83 32

Reviewed by: HJ
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Particle Size Distribution Report

o

0.001

HYDROMETERU.S. SIEVE OPENING IN INCHES U.S. STANDARD SIEVE NUMBERS
6 3 2 1-1/2 1 3/4 1/2 3/8 4 10 20 30 40 60 100 140 200
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GRAIN SIZE IN MILLIMETERS

% COBBLES

o 0.0

% GRAVEL
COARSE FINE

0.0 0.0
COARSE

0.2

% SAND
MEDIUM I

22.4 I
FINE
59.0

SILT
% FINES

18.4
CLAY

o
SOURCE
B-1121

SAMPLE # DEPTH/ELEV, DATE SAMPLED
SS-l 0/241.33 Ft. 2/8/07

uses MATERIAL DESCRIPTION
SAND silty (SM)

NM% LL
10.2

PL
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Particle Size Distribution Report
U,S, SIEVE OPENING IN INCHES U,S, STANDARD SIEVE NUMBERS HYDROMETER
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GRAIN SIZE IN MILLIMETERS

o
% COBBLES

0.0

% GRAVEL
COARSE FINE

0.0 1.5
COARSE

0.9

% SAND
MEDIUM I

15.9 I
FINE
68.3

SILT
% FINES

13,4
CLAY

o
SOURCE
B-1121

SAMPLE # DEPTH/ELEV, DATE SAMPLED
SS-3 3.5/237.83 Ft. 2/8/2007

USCS MATERIAL DESCRIPTION
SAND silty (SM)

NM% LL
13.3

PL

Client GPC c/o SNOC
Proiect Vogt1e Units 3 & 4 COL Project

Proiect No. 6141-06-0286 I Fiqure 7124

MACTEC ENGINEERING C Tested by: RW Reviewed by: HI
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Particle Size Distribution Report
u.s. SIEVE OPENING IN INCHES u.S. STANDARD SIEVE NUMBERS HYDROMETER

6 3 2 1-1/2 1 3/4 1/2 3/8 4 10 20 30 40 60 100 140 200
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GRAIN SIZE IN MILLIMETERS

% COBBLES
% GRAVEL % SAND % FINES

COARSE FINE COARSE MEDIUM I FINE SILT CLAY
'" 0.0 0.0 0.0 0.4 26.6 I 48.0 25.0v

SOURCE SAMPLE # DEPTH/ELEV. DATE SAMPLED USCS MATERIAL DESCRIPTION NM% LL PL
0 B-1121 SS-4 k5.0/235.33 Ft. 2/8/2007 SAND silty (SM) 12.6

Client GPC c/o SNOC MACTEC ENGINEERING ::;, Tested by: RW Reviewed by: HJ

Project Vogtle Units 3 & 4 COL Project AND
Proiect No. 6141-06-0286 I Fiqure 7125 CONSULTING, INC.
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Particle Size Distribution Report
u.s. SIEVE OPENING IN INCHES u.S. STANDARD SIEVE NUMBERS HYDROMETER

6 3 2 1-1/2 1 3/4 1/2 3/8 10 20 30 40 60 100 140 200
100 I

I
I i I III ! II I' I II I III I I 1 If+l II I' I

I
1111'1 I I I

I I I I
I I

0I I I

I III! III I I I ! I ! ! I . I I
90 : ! I! I I I! ! I ' II I I 10

I i III! I ! III I I! 11 I 1\ I
iii I

I I I IIIi II i I I I III1 i I! I Ii I
80 I i ! I , , i I I I Ii. 20

I II II
I

I
I i i II I \ III I

I
I I

I II 'I i i I' I ! 1 i 1IIII "'U
I- 70 I, 30 m
I

IIIII I
I

i I 1\ I
III I ! I

I

:;u
C) j

I
I ! I I 0

I I I II i mUJ I! ' II z$ 60 , I I, I I I 40 -l
>- 'III I I

1 III I \1 III !
III ~ I

0co
I I 0

0::: I i I I I I »
UJ 50 i

I I I I . 50 ;:0
z II I I I

I

I ! I 1\ III II IT I
(J)

u::
! III I

m
I I I Ii' :;u

l- i ! I i, i I OJz 40 .- _.' iliT" .- 60 -<UJ III1 I 1 I
I \J I I III(.) I

I I
~0::: I i IIII I I I m

UJ 30 I I I 70 GiQ.

I
I III I

III I II I
I

I I
Ilfil I 1III II

I

II1 I
I

-l
! ! I 1III I I I1I

I I 111\\ I20 I II, I , I , I" 80

I I III I I I
III1 ! ! , I

III I II I I II I

I
I

III
I II, ! ! IIIII I I I ! ! I I I1II I10 I I, iii 90

I
I III II I ! III I I I

I I I
illl

I I
I IIII I I

II I
11 i I I II I

!III I I0 I I I II II I i i I I I I 100
500 100 10 1 0.1 0.01 0.001

GRAIN SIZE IN MILLIMETERS

% COBBLES
% GRAVEL % SAND % FINES

COARSE FINE COARSE MEDIUM I FINE SILT CLAY
0 0.0 0.0 0.0 0.7 15.4 I 56.3 27.6

SOURCE SAMPLE # DEPTH/ELEV. DATE SAMPLED USCS MATERIAL DESCRIPTION NM% LL PL
0 B-1l21 SS-6 11.0/230.33 2/8/2007 SC SAND clayey (SC) 18.6 35 13

Ft.

Client GPC c/o SNOC MACTEC ENGINEERING -- Tested by: RW Reviewed by: HI

Project Vogt1e Units 3 & 4 COL Proiect AND
Proiect No. 6141-06-0286 I Fiqure 7126 CONSULTING, INC.
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Particle Size Distribution Report
U.S SIEVE OPENING IN INCHES U.S. STANDARD SIEVE NUMBERS HYDROMETER
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GRAIN SIZE IN MILLIMETERS

o
% COBBLES

0.0

% GRAVEL
COARSE FINE

0.0 0.0
COARSE

10.4

% SAND
MEDIUM I

35.1 I
FINE
39.1

SILT
% FINES

15.4
CLAY

SOURCE SAMPLE # DEPTH/ELEV, DATE SAMPLED USCS MATERIAL DESCRIPTION NM % LL PL
r-,v B-1121 SS-9 23.5/217.83 2/8/2007 SC SAND clayey (SC) 20.8 77.0 27.0

Ft.
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Particle Size Distribution Report
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SOURCE SAMPLE # DEPTH/ELEV, DATE SAMPLED USCS MATERIAL DESCRIPTION NM% LL PL
0 B-1123 SS-2 1.5/239.77 Ft. 1/25/2007 SAND silty (SM)

Client GPC c/o SNOC MACTEC ENGINEERING o Tested by: RW Reviewed by: HJ
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Particle Size Distribution Report
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Particle Size Distribution Report
u.s. SIEVE OPENING IN INCHES u.S. STANDARD SIEVE NUMBERS HYDROMETER

6 3 2 1-1/2 1 3/4 1/2 3/8 4 10 20 30 40 60 100 140 200

100 I

I
I

II
II

1
I' I ' ,

III I ! !' I I 11'1 1'1
, , 'II 'P I I II I I 0

I
! i II i I

II I I Ii I HI I I i I I I i90 .. - 10

I
I

II I
i I I I I 1- I I

I
I I I I I II

,
IIII I

I I
I

II i 1 11 I I I I 1i I I I I80
I

I
I

II
I I

I
i

III
I I

,

III I

20
I I

I ! II I I i iI I I I I "'U
f- 70 I , I ' I i 30 rn
I

I
I I

,

II I !

I
i

I I
I! II I !

I
I ! I

;U
<.9 I I

I
I ()

w I II I I I I Ii I rn
I

I I II zS 60 I i I 40 -l
I I I III I Ii I I !

I
i I I

II' I 1
I

>- I
I i 0

I! I i I
I ! IIco

I, I I I I , I I i 0
0:: I ! ! I I I i »
w 50 I I 50 ;U
z I ,

i I I I I III i !

I
i

I I I i II I
I

I
(J)

I
!

i I
I rn

LL I 1
I ;UI II 1 i i I i Htt-I I If- I I OJz 40 , 60

I
I II i III!

I I

-I I 1 - ! I
I I

I i -<w

I
:;E0 i I I

I0:: I
II iii I I I' I! I

,
i I rnw 30 70 G50-
j I I I III

i I
I

I i I I
I1II

I
II I

I I,
I I

I I

I
-li I I , I II I I I i I

20 I I I I I 80

I
I i ! I III , I

1

I! I
I

!
III I I

I I
I II II I

, I ! I, II I I I ! I, I I I I II I

10 I 90
i

I
I I

III I III I
I

I I II! ! I I I IIl
v

l i I
i I I! I I I!

I I I I I I i I II I I Iii I ! I :
I

0 I I , I I I , I I I I I I 100
500 100 10 1 0.1 0.01 0.001

GRAIN SIZE IN MILLIMETERS

% COBBLES
% GRAVEL % SAND % FINES

COARSE FINE COARSE MEDIUM I FINE SILT CLAY
0 I 9_6

SOURCE SAMPLE # DEPTH/ELEV. DATE SAMPLED USCS MATERIAL DESCRIPTION NM% LL PL
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