
Particle Size Distribution Report
u.s. SIEVE OPENING IN INCHES u.S. STANDARD SIEVE NUMBERS HYDROMETER
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GRAIN SIZE IN MILLIMETERS

% COBBLES
% GRAVEL % SAND % FINES

COARSE FINE COARSE MEDIUM I FINE SILT CLAY
0 0.0 0.0 0.0 0.0 9.8 I 66.5 23.7

SOURCE SAMPLE # DEPTH/ELEV. DATE SAMPLED USCS MATERIAL DESCRIPTION NM% LL PL
" B-1189 8S-1O 28.5/251.48 1130/2007 SAND silty (SM)v

Ft.

Client GPC c/o SNOC MACTEC ENGINEERING . Tested RW Reviewed by: HJ

Project Vogtle Units 3 & 4 COL Project AND
Proiect No. 6141-06-0286 I Fiaure 7322 CONSULTING, INC.

142 of 1625



Particle Size Distribution Report
u.s. SIEVE OPENING IN INCHES u.S. STANDARD SIEVE NUMBERS HYDROMETER
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% GRAVEL % SAND % FINES

COARSE FINE COARSE MEDIUM I FINE SILT CLAY
0 I 28.7

SOURCE SAMPLE # DEPTH/ELEV. DATE SAMPLED USCS MATERIAL DESCRIPTION NM% LL PL
0 B-1189 SS-12 38.5/241.48 1130/2007 SAND clavev (SC) 42 22

Ft.

Client GPC c/o SNOC MACTEC ENGINEERING :' Tested By: RW Reviewed by; HJ

Project Vogt1e Units 3 & 4 COL Project AND
Proiect No. 6141-06-0286 I Fiqure 7323 CONSULTING, INC.
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Particle Size Distribution Report
u.s. SIEVE OPENING IN INCHES u.S. STANDARD SIEVE NUMBERS HYDROMETER

6 3 2 1·1/2 1 3/4 1/2 3/8 " 10 20 30 40 60 100 140 200
100

I
I

II 1

1

.

1

I ~
II ! I I' I III) I I I' I 1 " I I III ! I

I
I 111[1 I

I
I t: ' I i I

I
i i 0

I
I t II

I I i I[
I i I I I I II I '\ I i 11+·

I I I I90 I , I I I i 10
I I I I II-TI I ! i n- I'N I

I I 111

.

I I
i I

i
! I I I I II I I i

! I I i II
i

! I i I i I I80 I I I i i ! ! I ' ! ! 20I I I [, I

II I II' 1\1 II, I I
I I I

I
III II I II

I I I I -0II I \1 i
, I If- 70 ! ! I 30 m

I II

\I I II II !
I

II II I II i I I I I I ::0
C)

II
I

I I I I I I 0
w I II I I I I I I I I I m

I z5: 60 I I I i , , ! ! I ! 40 -i
>- III I I I I I

I
I ! ! I

I 1\ I!
! I I II

I
I

; 0co I i I I ! I
III I I 0I I I

I

I I III ! »0::: II i I II I I I !w 50 I 50 ::0

II
I I I I I I II r I I \ III I I ! I! (j)z I I

! I
I

mu.
I

I I I
I I , ' I

I
I

I III ~i
,

I I I I I 1
I II I

I
I ! ::0

f- I I i I I iii i I I Iz 40 I I I I I I I ! : I I, I 60 tJJ
W

I
Illn

I
I I

i I ! I i i II I

I I

! ,

II r I
I

I lIT .
I

-<I ' I I
I

0 I ! I
I

! i I
III

!
II

! ~0::: III I I I
i I I

I III I ! I I ; mw 30 I I i ! ! I i ! 70 G5a... !

II 'II
I I II I I

I I II I I I 1\
I II

I I II
I

I I
! I i I '

I I, ' ! -i

I I I I I II I I20 I I I I I ! I i I I ! I I I I . I 80! I' I I II I I I

I I
I I~II I I

II I! I !
I

i
I III I III I I I i II I I I! I I !10 I I 90

I I III III
I i

I' I
I I

I III I ! I
I I""i~ I i I

I II I I II
!

I f I i I i
illi I I i i i I I I I I I I i0 i I I I i I i I I : ' 100

500 100 10 1 0.1 0.01 0,001
GRAIN SIZE IN MILLIMETERS

% COBBLES
% GRAVEL % SAND % FINES

COARSE FINE COARSE MEDIUM I FINE SILT CLAY
" 0.0 0.0 0.0 0.3 17.9 I 73.2 8.6v

SOURCE SAMPLE # DEPTH/ELEV. DATE SAMPLED USCS MATERIAL DESCRIPTION NM% LL PL
" B-1189 SS-14 48.5/231.48 1130/2007 SAND with silt(SP-SM)v

Ft.

Client GPC c/o SNOC MACTEC ENGINEERING ~ Tested by: RW Reviewed by; HJ

Project Vo.gtle Units 3 & 4 COL Project AND
Proiect No. 6141-06-0286 I Fiqure 7324 CONSULTING, INC.
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Particle Size Distribution Report
u.s. SIEVE OPENING IN INCHES u.S. STANDARD SIEVE NUMBERS HYDROMETER
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% COBBLES
% GRAVEL % SAND % FINES

COARSE FINE COARSE MEDIUM I FINE SILT CLAY
r-. 0.0 0.0 0.0 0.2 33.9 I 59.3 6.6v

SOURCE SAMPLE # DEPTH/ELEV. DATE SAMPLED USCS MATERIAL DESCRIPTION NM% LL PL
r-. B-1l94 SS-1 0/199.58 1/16/07 SAND with silt (SP-SM)v

Client GPC c/o SNOC MACTEC ENGINEERING o Tested by: RW Reviewed by: HJ

Project Vogtle Units 3 & 4 COL Project AND
Proiect No. 6141-06-0286 I Fiqure 7026 CONSULTING, INC.
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Particle Size Distribution Report
U.S. SIEVE OPENING IN INCHES U.S. STANDARD SIEVE NUMBERS HYDROMETER
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SOURCE SAMPLE # DEPTH/ELEV. DATE SAMPLED USCS MATERIAL DESCRIPTION NM % LL PL
B-1194 SS-3 3.5/196.08 1/16/07 SP-SM SAND, with silt (SP-SM) NY NP

7027I FiqureProiect No. 6141-06-0286

,t-C"-"=ie=nt'-G=P::....;:C::....;:c::....;:/o::....;:S=N,;",,::O'-=C --l MACTEC ENGINEERING 0 Tested by: RW Reviewed by: HI
Project Voirtle Units 3 & 4 COL Project AND

CONSULTING, INC.
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Particle Size Distribution Report
u.s. SIEVE OPENING IN INCHES u.S. STANDARD SIEVE NUMBERS HYDROMETER
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% COBBLES
% GRAVEL % SAND % FINES

COARSE FINE COARSE MEDIUM I FINE SILT CLAY
,,", 0.0 0.0 0.0 3.6 23.2 I 51.1 22.1v

SOURCE SAMPLE # DEPTH/ELEV. DATE SAMPLED USCS MATERIAL DESCRIPTION NM% LL PL
0 B-1194 SS-5 8.5/191.08 1/16/07 SM SAND silty (SM) NY NP

Client GPC c/o SNOC MACTEC ENGINEERING ,:. Tested by: RW Reviewed by: Hj

Project Vogtle Units 3 & 4 COL Project AND
Proiect No. 6141-06-0286 I Fiqure 7028 CONSULTING, INC.
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Particle Size Distribution Report
u.s. SIEVE OPENING IN INCHES u.S. STANDARD SIEVE NUMBERS HYDROMETER
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% GRAVEL % SAND % FINES

COARSE FINE COARSE MEDIUM I FINE SILT CLAY
0 0.0 0.0 0.0 0.3 30.9 I 39.3 29.5

SOURCE SAMPLE # DEPTH/ELEV. DATE SAMPLED USCS MATERIAL DESCRIPTION NM% LL PL
r. B-1194 SS-7 13.5/186.08 1/16/07 SAND silty (SM)v

Client GPC c/o SNOC MACTEC ENGINEERING ~ Tested by: RW Reviewed by: HJ

Project Vo!rtle Units 3 & 4 COL Project AND
Project No. 6141-06-0286 I Fiqure 7029 CONSULliNG, INC.
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Particle Size Distribution Report
U.S. SIEVE OPENING IN INCHES U.S. STANDARD SIEVE NUMBERS HYDROMETER
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GRAIN SIZE IN MILLIMETERS

% COBBLES

o 0.0

% GRAVEL
COARSE FINE

0.0 0.0
COARSE

0.0

% SAND
MEDIUM I

1.1 I
FINE
78.2

SILT
% FINES

I
20.7

CLAY

o
SOURCE
B-1l94

SAMPLE # DEPTH/ELEV. DATE SAMPLED
SS-9 23.5/176.08 1/16107

USCS MATERIAL DESCRIPTION
SAND, clayey (SC)

NM % LL PL

7030I FiqureProiect No. 6141-06-0286

If-C=I=ie=nt'---G=P'-"C::...::c"-'::/o'-'=S=N=O=C ---I MACTEC ENGINEERING ':: Tested by: RW Reviewed by: HJ

Project Vogtle Units 3 & 4 COL Project AND

CONSULTING, INC.
149 of 1625



Particle Size Distribution Report
u.s. SIEVE OPENING IN INCHES u.S. STANDARD SIEVE NUMBERS HYDROMETER
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GRAIN SIZE IN MILLIMETERS

% COBBLES
% GRAVEL % SAND % FINES

COARSE FINE COARSE MEDIUM I FINE SILT CLAY
0 0.0 0.0 0.0 0.1 4.7 I 84.4 10.8

SOURCE SAMPLE # DEPTH/ELEV. DATE SAMPLED USCS MATERIAL DESCRIPTION NM% LL PL
0 B-1194 88-11 33.5/166.08 1/16/07 SAND with silt (SP-SM)

Client GPC c/o SNOC MACTEC ENGINEERING o Tested by: RW Reviewed by: HI

Project Vogtle Units 3 & 4 COL Proiect AND
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Particle Size Distribution Report
HYDROMETERU.S. SIEVE OPENING IN INCHES U.S. STANDARD SIEVE NUMBERS
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GRAIN SIZE IN MILLIMETERS

% COBBLES

o 0.0

% GRAVEL
COARSE FINE

0.0 0.0
COARSE

0.1

% SAND
MEDIUM I

83 I
FINE
79.8

SILT
% FINES

11.8
CLAY

SOURCE SAMPLE # DEPTH/ELEV. DATE SAMPLED USCS MATERIAL DESCRIPTION NM% LL PL
B-1194 SS-13 43.5/156.08 1/16/07 SAND. with clay (SP-SC)
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Particle Size Distribution Report
U.S. SIEVE OPENING IN INCHES U.S. STANDARD SIEVE NUMBERS HYDROMETER
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% COBBLES

o 0.0

% GRAVEL
COARSE FINE

0.0 0.0
COARSE

0.0

% SAND
MEDIUM I

29.0 I
FINE
63.9

SILT
% FINES

7.1
CLAY

o
SOURCE
B-1195

SAMPLE # DEPTH/ELEV. DATE SAMPLED
SS-2 1.5/197.85 1/17/07

USCS
SP-SM

MATERIAL DESCRIPTION
SAND with silt (SP-SM)

NM % LL PL
5.4 NV NP
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