
Particle Size Distribution Report
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GRAIN SIZE IN MILLIMETERS

% COBBLES

o 0.0

% GRAVEL
COARSE FINE

0.0 0.0
COARSE

0.0

% SAND
MEDIUM I

0.5 I
FINE
77.9

SILT
% FINES

21.6
CLAY

o
SOURCE
B-1196

SAMPLE # DEPTH/ELEV. DATE SAMPLED
SS-13 43.5/177.61 1/16/07

USCS MATERIAL DESCRIPTION
SAND clavev (SC)

NM% LL PL

7046I FiqureProiect No. 6141-06-0286

II-C=I=ie=nt~G=Pc..::C::..::c::....::/oc..::S:.=...;N=O=C ----j MACTEC ENGINEERING ~ Tested by: RW Reviewed by: HJ

Project Volrtle Units 3 & 4 COL Proiect AN0

CONSULTING, INC.
165 of 1625



Particle Size Distribution Report
U.S. SIEVE OPENING IN INCHES U.S. STANDARD SIEVE NUMBERS HYDROMETER
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GRAIN SIZE IN MILLIMETERS

% COBBLES

o 0.0

% GRAVEL
COARSE FINE

0.0 0.0
COARSE

0.1

% SAND
MEDIUM

15.8
FINE
74.2

SILT
% FINES

9.9
CLAY

SOURCE SAMPLE # DEPTH/ELEV. DATE SAMPLED USCS MATERIAL DESCRIPTION NM % LL PL
0<
OJ B--ll97 SS--2 1.5/219.10 1/15/07 SP--SM SAND, with silt (SP-SM) 5.6 NV NP
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Particle Size Distribution Report
U.S. SIEVE OPENING IN INCHES U.S. STANDARD SIEVE NUMBERS HYDROMETER
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GRAIN SIZE IN MILLIMETERS

% COBBLES

o 0.0

% GRAVEL
COARSE FINE

0.0 0.0
COARSE

0.2

% SAND
MEDIUM

14.9
FINE
72.6

SILT
% FINES

12.3
CLAY

o
SOURCE
B-1197

SAMPLE # DEPTH/ELEV. DATE SAMPLED
SS-4 6/214.60 1/15/07

USCS MATERIAL DESCRIPTION
SAND silty (SM)

NM % LL PL
14.2
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Particle Size Distribution Report
u.s. SIEVE OPENING IN INCHES u.S. STANDARD SIEVE NUMBERS HYDROMETER
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GRAIN SIZE IN MILLIMETERS

% COBBLES
% GRAVEL % SAND % FINES

COARSE FINE COARSE MEDIUM FINE SILT CLAY
0 0.0 0.0 0.0 0.1 31.6 54.5 13.8

SOURCE SAMPLE # DEPTH/ELEV. DATE SAMPLED USCS MATERIAL DESCRIPTION NM% LL PL
,---. B-ll97 SS-6 11/209.60 1/15/07 SM SAND, silty (SM) 11.9 NV NPv

Client GPC cia SNOC MACTEC ENGINEERING o Tested by: S.P./R.W. Reviewed by: HJ
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Particle Size Distribution Report
U.S. SIEVE OPENING IN INCHES U.S. STANDARD SIEVE NUMBERS HYDROMETER
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GRAIN SIZE IN MILLIMETERS

% COBBLES

o 0.0

% GRAVEL
COARSE FINE

0.0 0.0
COARSE

0.0

% SAND
MEDIUM

44.5
FINE
47.1

SILT
% FINES

8.4
CLAY

o
SOURCE
B-ll97

SAMPLE # DEPTHfELEV. DATE SAMPLED
SS-8 18.5/202.10 1/15/07

USCS
SP-SM

MATERIAL DESCRIPTION
SAND, with silt (SP-SM)

NM% LL
13,5

PL

7050I FiQureProject No. 6141-06-0286
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Particle Size Distribution Report
u.s. SIEVE OPENING IN INCHES u.S. STANDARD SIEVE NUMBERS HYDROMETER
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GRAIN SIZE IN MILLIMETERS

% COBBLES
% GRAVEL % SAND % FINES

COARSE FINE COARSE MEDIUM FINE SILT CLAY
0 0.0 0.0 0.0 0.3 16.1 73.1 10.5

SOURCE SAMPLE # DEPTH/ELEV. DATE SAMPLED USCS MATERIAL DESCRIPTION NM% LL PL
0 B-1197 SS-lO 28.5/192.10 1/15/07 SAND with silt (SP-SM) 17.\

Client GPC c/o SNOC MAClEC ENGINEERING "' Tested by: RW Reviewed by: HJ
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Particle Size Distribution Report
u.s. SIEVE OPENING IN INCHES u.S. STANDARD SIEVE NUMBERS HYDROMETER
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GRAIN SIZE IN MILLIMETERS

% COBBLES
% GRAVEL % SAND % FINES

COARSE FINE COARSE MEDIUM I FINE SILT CLAY
'""' 0.0 0.0 0.0 0.4 65.8 I 25.7 8.1v

SOURCE SAMPLE # DEPTH/ELEV. DATE SAMPLED USCS MATERIAL DESCRIPTION NM% LL PL
0 B-1197 SS-12 38.5/182.10 1/15/07 SAND, with silt (SP-SM) 5.9

Client GPC clo SNOC - MACTEC ENGINEERING '""' Tested by: RW Reviewed by: HI
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Particle Size Distribution Report
U.S_ SIEVE OPENING IN INCHES U.S. STANDARD SIEVE NUMBERS HYDROMETER
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GRAIN SIZE IN MILLIMETERS

% COBBLES

o 0.0

% GRAVEL
COARSE FINE

0.0 0.0
COARSE I

0.0 I

% SAND
MEDIUM I

0.3 I
FINE
56.4

SILT
% FINES

43.3
CLAY

SOURCE SAMPLE # DEPTH/ELEV. DATE SAMPLED USCS MATERIAL DESCRIPTION NM % LL PL
o B-1197 SS-14 48.5/172.10 1/15/07 SAND silty (SM) 48.5

Reviewed by: HJo Tested by: RW
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Particle Size Distribution Report

o

HYDROMETERU,S. SIEVE OPENING IN INCHES u.S. STANDARD SIEVE NUMBERS
6 3 2 1-1/2 1 3/4 1/2 3/8 4 10 20 30 40 60 100 140 200

100 ! ! I jl I' i \ II 'I II I !I! I I !l: : f if!,J1W!I III! I I I I Ii i illI I ! I I i,llll !, I i
'",I II II iii I II I!, ! i I I I ! Iii I Iii I I 111 II! II, Iii! i I ! "I

901--+---+--T----~t! ! i I I! i I I ' I" II I I ! i _L+_~------L-, I -+i--+--'-mttt1:1II t" ii, ! !, 1

1
'--';-1

1

,1' -+,-- 10
i I ill j iii i i I,ll II! i I 'Ill iN i I, I I;: II': f' I I

80 f-+-!-+-,-1---+-1111 ! H+-: Ii I : i i : !! iIII
I
II 1\1\1:: I I Wr+!+I-+-;-+-1:-+i,--+----+-1

1

~'\ Ii I -+--'+1:--1:----120

! Iii i I I ! ! i I_I' III I I , Till", I!! i i ! i III i I I , I !! I " -0

~ 70 ..I II' : ! Iii I I I +'11 ++++ I 1 IH-L+- ~ \! II ---+~J I iii I i f! ! 1- 30 ~
~ I i 'I' i ! i I I I I 'I I I I ! I I ' I I II I I 1-1' II I 'I ,! II I I i I! ?ri

~ 601--;-1-+--+-i----rrttt-H ! I i +ttt1 I !ll - Iiht+ :,1 \1 ----1f11ttt I: I~i,Hi11 II I! II -+"-~ 4

5

0

0

~
0:: I i II I III! ii' II! I' i!11111 i ilil l I I I '"
~ 50 ,II I I I I I I ! I II I I I, I ! I I r I ! I \! ! l-n

l

' I I ,I 1,--11---1'1" III I,' I' UJmI 'IIII!II I ." I,ll I [IWiI'I! \ !I"I I
LL i "Ii 'I ' i I ! I , , ' ! 'I I ,I I ,I I I ' I 1 I I " ' I ii" I I I i :::u
I-- i II ! i I I ! I I ! i I I I I i I I I I I 1\ I I I I ' I I I II I I i
~UJ 40 .'.-+11

1

,-1--- i,l III i I, Iii -T 111
1
i !-: : :il: I i I ! I I\ Ii: i ! : I I 'II i, I, [I I' i, II II 60 ~

!. I I !, " I I ,i ! I I I I ,! ! : Hitl! ' i ! !~! I , ! I UJc.. 30 i, ' II I, 1 I' I, I -r--n TTTTI1-1 'I I I - I I ,'- I I ' I ! I I ! ! I I I 70 :I
i i ! ii, ,I ! ,! I I I , ' I __ f' I I ,I i I ! ' ' I I ! I I !' i!i . ! ! I ! i I I I I I I I 1 I I ! I, ! I , !~ i I I Iii II 'I! I ' --l

20 .. i 1,1 iii I I "I ! i -+---nl :lTTIl i I :-j-+--+- I; III : : i I 1III1 : I,ll, !: ,i i_ 80
iiii i! Ii i I I I I I I I' I!, I I I! i i ! i I! ,I, I ii', :,' ii' [I
! ,I I i II ! iii I I I I I I , ! i ! '. I I' I I,' I !, !. ]' I I' I
i 1 i ! I! ' -1. ! I ! Iii I! , 1 1 I I I I , ,I I I! Iii -+--+--+--+--+----190

10·': ,I I1III I Ii -1---1.,1.. 1.111 I,,! 1 I I !IIIIII i I: ,1[1. 1 1 1 I i-nT1
i ! I ! iii II ! Iii Iii i i! , ! I I I II ,I I '1 'I' II i ,I II! i,II'"o,-::-:::,::-1----'_--'-I__~,~i-'i--'-I-,-I-,-I-,---,,_--,-1----:fl::'-I......I--'I'-'-!--,1,--1,--..:.1_--,-1__~I..:.I..:.I-,I--,-i--,1_,---,--_.:..1__-::-'-:-'-'--'-1-!-'--'---'-_--'-,__~_:__'_-'--'---'---l.-.!...-----'--;:-;::~100

500 100 10 1 0,1 0.01 0.001
GRAIN SIZE IN MILLIMETERS

o
% COBBLES

0,0

% GRAVEL
COARSE FINE

0.0 0.0
COARSE I

0,1 I

% SAND
MEDIUM I

18.5 I
FINE
56.3

SILT
% FINES

25.1
CLAY

o
SOURCE
B-3001

SAMPLE # DEPTHfELEV. DATE SAMPLED
SS-2 1.5/216.90 Ft. 11/29/2006

USCS MATERIAL DESCRIPTION
SAND silty (SM)

NM% LL PL

Client GPC c/o SNOC
Project Vogtle Units 3 & 4 COL Project

Proiect No. 6141-06-0286 I Fiqure 7278
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Particle Size Distribution Report
u.s. SIEVE OPENING IN INCHES u.S. STANDARD SIEVE NUMBERS HYDROMETER
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I
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i
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GRAIN SIZE IN MILLIMETERS

% COBBLES
% GRAVEL % SAND % FINES

COARSE FINE COARSE MEDIUM I FINE SILT CLAY
" I 7.4v

SOURCE SAMPLE # DEPTH/ELEV. DATE SAMPLED USCS MATERIAL DESCRIPTION NM% LL PL
" B-3001 SS-4 6.0/212.40 Ft. 11/29/2006 SAND with silt (SP-SM)v

Client GPC c/o SNOC MACTEC ENGINEERING o Tested by: RW Reviewed by: HI

Project Volrtle Units 3 & 4 COL Project AND
Project No. 6141-06-0286 I Fiaure 7279 CONSULTING, INC.
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Particle Size Distribution Report
U.S. SIEVE OPENING IN INCHES U.S. STANDARD SIEVE NUMBERS HYDROMETER
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GRAIN SIZE IN MILLIMETERS

0.001

% COBBLES
% GRAVEL

COARSE FINE COARSE I
% SAND

MEDIUM I FINE SILT
% FINES

CLAY
0.0 0.0 0.0 0.3 I 9.9 I 59.5 30.3

o
SOURCE
B-3001

SAMPLE # DEPTH/ELEV. DATE SAMPLED
SS-6 11.0/207.40 11/29/2006

Ft.

USCS MATERIAL DESCRIPTION
SAND silty (SM)

NM% LL PL

7280I FiqureProiect No. 6141-06-0286
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Particle Size Distribution Report
u.s. SIEVE OPENING IN INCHES u.S. STANDARD SIEVE NUMBERS HYDROMETER
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GRAIN SIZE IN MILLIMETERS

% COBBLES
% GRAVEL % SAND % FINES

COARSE FINE COARSE MEDIUM T FINE SILT CLAY
0 T 27.7

SOURCE SAMPLE # DEPTH/ELEV. DATE SAMPLED USCS MATERIAL DESCRIPTION NM% LL PL
0 B-3001 SS-7 13.5/204.90 11/29/2006 SAND si1tv (SM)

Ft.

Client GPC c/o SNOC MACTEC ENGINEERING o Tested by: RW Reviewed by: HI

Project Vorrt1e Units 3 & 4 COL Project AND
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