
Particle Size Distribution Report
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GRAIN SIZE IN MILLIMETERS

% COBBLES

o 0.0

% GRAVEL
COARSE FINE

0.0 9.5
COARSE I

4.0 I

% SAND
MEDIUM I

10.0 I
FINE
20.4

SILT
% FINES

56.1
CLAY

o
SOURCE
B-3010

SAMPLE # DEPTH/ELEV. DATE SAMPLED
SS-28 123.5/96.19 3/5/07

USCS
CL

MATERIAL DESCRIPTION
CLAY sandy (CL)

NM % LL PL
22.0 4] 21
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Particle Size Distribution Report
U.S. SIEVE OPENING IN INCHES U.S. STANDARD SIEVE NUMBERS HYDROMETER
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GRAIN SIZE IN MILLIMETERS

o
% COBBLES

% GRAVEL
COARSE FINE COARSE

% SAND
MEDIUM I

I
FINE SILT

% FINES
I CLAY

75.4

o
SOURCE
B-3010

SAMPLE # DEPTH/ELEV. DATE SAMPLED
UD-2 128.5/91.19 3/5/07

USCS MATERIAL DESCRIPTION
CLAY(CU

NM % LL PL
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Particle Size Distribution Report
U.S. SIEVE OPENING IN INCHES U.S. STANDARD SIEVE NUMBERS HYDROMETER

6 3 2 1-1/2 1 3/4 1/2 38 4 10 20 30 40 60 100 140 200
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GRAIN SIZE IN MILLIMETERS

% COBBLES

o 0.0

% GRAVEL
COARSE FINE

0.0 1.1
COARSE

4.8

% SAND
MEDIUM I

7.3 I
FINE
24.6

SILT
% FINES

62.2
CLAY

SOURCE SAMPLE # DEPTH/ELEV. DATE SAMPLED USCS MATERIAL DESCRIPTION NM % LL PL
o B-3010 SS-31 143.5/76.19 3/5/07 CL CLAY sandy (CL) 24.7 45 21
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Particle Size Distribution Report
u.s. SIEVE OPENING IN INCHES u.S. STANDARD SIEVE NUMBERS HYDROMETER
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GRAIN SIZE IN MILLIMETERS

% COBBLES
% GRAVEL % SAND % FINES

COARSE FINE COARSE MEDIUM I FINE SILT CLAY
0 I 60.4

SOURCE SAMPLE # DEPTH/ELEV. DATE SAMPLED USCS MATERIAL DESCRIPTION NM% LL PL
0 B-3013 00-1 98.5/122.01 3/6/07 SILT (MH) 66 37

Client GPC c/o SNOC MACTEC ENGINEERING o Tested by: EH Reviewed by: HJ

Project Vogtle Units 3 & 4 COL Project AND
Proiect No. 6141-06-0286 I FiQure 7515 CONSULTING, INC.

260 of 1625



Particle Size Distribution Report
u.s. SIEVE OPENING IN INCHES u.S. STANDARD SIEVE NUMBERS HYDROMETER
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GRAIN SIZE IN MILLIMETERS

% COBBLES
% GRAVEL % SAND % FINES

COARSE FINE COARSE MEDIUM I FINE SILT CLAY
0 I 16.0

SOURCE SAMPLE # DEPTH/ELEV. DATE SAMPLED USCS MATERIAL DESCRIPTION NM% LL PL
0 B-3015 88-3 3.5/21828 2/13/07 SAND, silty (SM) 12.4

Client GPC c/o 8NOC MACTEC ENGINEERING '" Tested by: EH Reviewed by: HI

Project VoQtle Units 3 & 4 COL Project AND
Proiect No. 6141-06-0286 I FiQure 7713 CONSULTING, INC.
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Particle Size Distribution Report
u.s. SIEVE OPENING IN INCHES u.S. STANDARD SIEVE NUMBERS HYDROMETER
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GRAIN SIZE IN MILLIMETERS

% COBBLES
% GRAVEL % SAND % FINES

COARSE FINE COARSE MEDIUM I FINE SILT CLAY
0 I 42.1

SOURCE SAMPLE # DEPTH/ELEV. DATE SAMPLED USCS MATERIAL DESCRIPTION NM% LL PL
0 B-3015 SS-5 8.5/213.28 2/13/07 SAND clayey (SC) 15.0

Client GPC c/o SNOC MACTEC ENGINEERING C Tested by: EH Reviewed by: HJ

Project Voctle Units 3 & 4 COL Proiect AND
Proiect No. 6141-06-0286 I FiQure 7714 CONSULTING, INC.
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Particle Size Distribution Report
u.s. SIEVE OPENING IN INCHES u.S. STANDARD SIEVE NUMBERS HYDROMETER
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GRAIN SIZE IN MILLIMETERS

% COBBLES
% GRAVEL % SAND % FINES

COARSE FINE COARSE MEDIUM I FINE SILT CLAY
0 I 29.0

SOURCE SAMPLE # DEPTH/ELEV. DATE SAMPLED USCS MATERIAL DESCRIPTION NM% LL PL
n B-3015 SS-12 38.5/183.28 2/13/07 SAND silty. clayey SC-SM) 38.2v

Client GPC c/o SNOC MACTEC ENGINEERING r Tested by: EH Reviewed by: HJ

Project Vo!rtle Units 3 & 4 COL Proiect AND
Proiect No. 6141-06-0286 I Fiqure 7715 CONSULTING, INC.
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Particle Size Distribution Report
U.S. SIEVE OPENING IN INCHES U.S. STANDARD SIEVE NUMBERS HYDROMETER
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GRAIN SIZE IN MILLIMETERS

o
% COBBLES

% GRAVEL
COARSE FINE COARSE

% SAND
MEDIUM FINE SILT

% FINES

9.8
CLAY

SOURCE SAMPLE # DEPTH/ELEV. DATE SAMPLED USCS MATERIAL DESCRIPTION NM% LL PL
o B-3015 SS-14 48.5/173.28 2/13/07 SAND with silt (SP-SM) 24.0
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Particle Size Distribution Report
HYDROMETERU,S. SIEVE OPENING IN INCHES U.S. STANDARD SIEVE NUMBERS
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GRAIN SIZE IN MILLIMETERS

o
% COBBLES

0.0

% GRAVEL
COARSE FINE

0.0 0.0
COARSE

0.0

% SAND
MEDIUM I

0.4 I
FINE
14.1

SILT
% FINES

85.5
CLAY

o
SOURCE
B-3015

SAMPLE # DEPTH/ELEV. DATE SAMPLED
SS-25 103.5/118.28 3/5/07

USCS
MH

MATERIAL DESCRIPTION
SILT <MH)

NM % LL PL
42.4 50 30
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Particle Size Distribution Report
U.S. SIEVE OPENING IN INCHES U.S STANDARD SIEVE NUMBERS HYDROMETER

6 3 2 1-1/2 1 3/4 1/2 3/8 4 10 20 30 40 60 100 140 200
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GRAIN SIZE IN MILLIMETERS

o
% COBBLES

% GRAVEL
COARSE FINE COARSE

% SAND
MEDIUM I

I
FINE SILT

% FINES

62.2
CLAY

o
SOURCE
B-3015

SAMPLE # DEPTH/ELEV. DATE SAMPLED
UD-IC 121.51100.28 3/6/07

USCS MATERIAL DESCRIPTION
CLAY(CH

NM % LL PL
52 27

ft.

Reviewed by: HI
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Particle Size Distribution Report
U.S. SIEVE OPENING IN INCHES U.S. STANDARD SIEVE NUMBERS HYDROMETER
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GRAIN SIZE IN MILLIMETERS

% COBBLES

o 0.0

% GRAVEL
COARSE FINE

0.0 0.0
COARSE

0.4

% SAND
MEDIUM I

17.5 I
FINE
67.7

SILT
% FINES

14.4
CLAY

o
SOURCE
B-3017

SAMPLE # DEPTH/ELEV. DATE SAMPLED
SS-l 0/222.10 Ft 2/19/2007

USCS MATERIAL DESCRIPTION
SAND clayey (SC)

NM % LL PL
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Particle Size Distribution Report
u.S. SIEVE OPENING IN INCHES u.S. STANDARD SIEVE NUMBERS HYDROMETER
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GRAIN SIZE IN MILLIMETERS

o
% COBBLES

% GRAVEL
COARSE FINE COARSE

% SAND
MEDIUM I

I
FINE SILT

% FINES
CLAY

,...,
v

SOURCE
B-3017

SAMPLE # DEPTH/ELEV. DATE SAMPLED
SS-3 3.5/218.6 Ft. 2/19/2007

USCS MATERIAL DESCRIPTION
SAND clayey (SC)

NM% LL PL
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Particle Size Distribution Report
U.S. SIEVE OPENING IN INCHES U.S. STANDARD SIEVE NUMBERS HYDROMETER
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GRAIN SIZE IN MILLIMETERS

% COBBLES

o 0.0

% GRAVEL
COARSE FINE

0.0 0.0
COARSE

0.4

% SAND
MEDIUM I

14.3 I
FINE
66.3

SILT
% FINES

19.0
CLAY

SOURCE SAMPLE # DEPTH/ELEV. DATE SAMPLED USCS MATERIAL DESCRIPTION NM % LL PL
B-3017 SS-5 8.5/213.60 Ft. 2/19/2007 SAND siltv (SMl
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Particle Size Distribution Report
U.S. SIEVE OPENING IN INCHES U.S. STANDARD SIEVE NUMBERS HYDROMETER

o
6 3 2 1-1/2 1 3/4 1/2 3/8 4 10 20 30 40 60 100 140 200
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GRAIN SIZE IN MILLIMETERS

o
% COBBLES

% GRAVEL
COARSE FINE COARSE I

I

% SAND
MEDIUM I

I
FINE SILT

% FINES
I

31.6
CLAY

o
SOURCE
B-3017

SAMPLE # DEPTH/ELEV. DATE SAMPLED
SS-7 13.5/208.60 2/19/2007

Ft.

USCS MATERIAL DESCRIPTION
SAND clavey (SC)

NM % LL PL
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