
Particle Size Distribution Report
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GRAIN SIZE IN MILLIMETERS

% COBBLES
% GRAVEL % SAND % FINES

COARSE FINE COARSE MEDIUM I FINE SILT CLAY
0 0.0 0.0 0.5 1.7 15.8 I 74.1 7_9

SOURCE SAMPLE # DEPTH/ELEV. DATE SAMPLED USCS MATERIAL DESCRIPTION NM% LL PL
0 B-3021 UD-2 148.5/74.69 3/13/07 SAND with silt (SP-SM)

Client GPC c/o SNOC MACTEC ENGINEERING o Tested by: EH Reviewed by: HI

Project Vogtle Units 3 & 4 COL Project AND
Proiect No. 6141-06-0286 I Fiqure 7533 CONSULTING, INC.
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Particle Size Distribution Report
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% FINES

12.5
CLAY

o
SOURCE
B-3021

SAMPLE # DEPTH/ELEV. DATE SAMPLED
UD-3 153.5/69.69 3/14/07

USCS MATERIAL DESCRIPTION
SAND silty (SM)

NM % LL PL
19_3

7534I FiqureProiect No. 6141-06-0286

II_C::...:I=ie=nt'--G=P;;.....:C"--'c:.:...;/o;;.....:S=.N.:...::O'-=C --l MACTEC ENGINEERING ~) Tested by: EH Reviewed by: HJ
Project Vogtle Units 3 & 4 COL Proiect AND

CONSULTING, INC.
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Particle Size Distribution Report
u.s. SIEVE OPENING IN INCHES u.S. STANDARD SIEVE NUMBERS HYDROMETER
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GRAIN SIZE IN MILLIMETERS

% COBBLES
% GRAVEL % SAND % FINES

COARSE FINE COARSE MEDIUM FINE SILT CLAY
0 44.8

SOURCE SAMPLE # DEPTH/ELEV. DATE SAMPLED USCS MATERIAL DESCRIPTION NM% LL PL
/", B-3023 UD-2 103.0/119.81 2/18/07 CLAY (CH) 62 26v

Client GPC c/o SNOC MACTEC ENGINEERING .' Tested by: EH Reviewed by: HI

Project Voctle Units 3 & 4 COL Project AND
Proiect No. 6141-06-0286 I Fioure 7536 CONSULTING, INC.
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Particle Size Distribution Report
u.s. SIEVE OPENING IN INCHES u.S. STANDARD SIEVE NUMBERS HYDROMETER
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GRAIN SIZE IN MILLIMETERS

% COBBLES % GRAVEL % SAND % FINES
COARSE FINE COARSE MEDIUM I FINE SILT CLAY

0 I 13.5

SOURCE SAMPLE # DEPTH/ELEV. DATE SAMPLED USCS MATERIAL DESCRIPTION NM% LL PL
0 B-3024 SS-3 3.5/216.66 2/20/07 SAND silty (SM)

Client GPC c/o SNOC MACTEC ENGINEERING o Tested by: EH Reviewed by: HJ

Project Vogtle Units 3 & 4 COL Proiect AND
Proiect No. 6141-06-0286 I Fiqure 7728 CONSULTING, INC.
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Particle Size Distribution Report
u.s. SIEVE OPENING IN INCHES u.S. STANDARD SIEVE NUMBERS HYDROMETER
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GRAIN SIZE IN MILLIMETERS

% COBBLES
% GRAVEL % SAND % FINES

COARSE FINE COARSE MEDIUM I FINE SILT CLAY
0 I 24.9

SOURCE SAMPLE # DEPTH/ELEV. DATE SAMPLED USCS MATERIAL DESCRIPTION NM% LL PL
r-o B-3024 SS-6 11.0/209.16 2/20/07 SAND siltv (SM)v

Client GPC c/o SNOC MACTEC ENGINEERING ::- Tested by: EH Reviewed by: HJ

Project Vo!rtle Units 3 & 4 COL Project AND
Project No. 6141-06-0286 I Fiaure 7729 CONSULTING, INC.
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Particle Size Distribution Report
u.S. SIEVE OPENING IN INCHES u.S. STANDARD SIEVE NUMBERS HYDROMETER
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GRAIN SIZE IN MILLIMETERS

o
% COBBLES

% GRAVEL
COARSE FINE COARSE

% SAND
MEDIUM I

I
FINE SILT

% FINES

30.8
CLAY

o
SOURCE
B-3024

SAMPLE # DEPTH/ELEV. DATE SAMPLED
SS-8 18.5/201.66 2/20107

USCS MATERIAL DESCRIPTION
SAND clayey SC)

NM % LL PL

7730I FiclUreProiect No, 6141-06-0286

II-'C=Ii=en:..:.:.t.....,;G=P....:::C:..-o:c'--"/o....:::S..:....:.N=OC=- -1 MACTEC ENGINEERING ,- Tested by: EH Reviewed by: HJ
Project Vogtle Units 3 & 4 COL Project AND

CONSULTING, INC.
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Particle Size Distribution Report
u.s. SIEVE OPENING IN INCHES u.S. STANDARD SIEVE NUMBERS HYDROMETER
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GRAIN SIZE IN MILLIMETERS

% COBBLES
% GRAVEL % SAND % FINES

COARSE FINE COARSE MEDIUM I FINE SILT CLAY
" I 41.6v

SOURCE SAMPLE # DEPTH/ELEV. DATE SAMPLED USCS MATERIAL DESCRIPTION NM% LL PL
" B-3024 SS-11 33.5/186.66 2/20/07 SAND clavev (SC)v

Client GPC c/o SNOC MACTEC ENGINEERING - Tested by: Ell Reviewed by: HJ

Proiect Vogtle Units 3 & 4 COL Proiect AND
Proiect No. 6141-06-0286 I Fiqure 7731 CONSULTING, INC.
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Particle Size Distribution Report
U.S. SIEVE OPENING IN INCHES U.S. STANDARD SIEVE NUMBERS HYDROMETER
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GRAIN SIZE IN MILLIMETERS

o
% COBBLES

% GRAVEL
COARSE FINE COARSE

% SAND
MEDIUM I

I
FINE SILT

% FINES

13.2
CLAY

o
SOURCE
B-3024

SAMPLE # DEPTH/ELEV. DATE SAMPLED
SS-15 53.5/166.66 2/20/07

USCS MATERIAL DESCRIPTION
SAND clayey (SC)

NM% LL PL

7732I FiqureProiect No. 6141-06-0286

If-C='=ie:...:.:nt'--..G=P:....:::C'-"c"-"/o'-'='Sco...:N=O=.C --J MACTEC ENGINEERING " Tested by: EH Reviewed by: HI
Project Vo£tle Units 3 & 4 COL Project AND

CONSULTING, INC.
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Particle Size Distribution Report
U.S. SIEVE OPENING IN INCHES U.S. STANDARD SIEVE NUMBERS HYDROMETER
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GRAIN SIZE IN MILLIMETERS

% COBBLES
% GRAVEL

COARSE FINE COARSE
% SAND

MEDIUM I FINE SILT
% FINES

CLAY
I 8.4

o
SOURCE
B-3024

SAMPLE # DEPTH/ELEV. DATE SAMPLED
SS-17 63.5/156.66 2/21/07

USCS MATERIAL DESCRIPTION
SAND with clay (SP SC)

NM % LL PL
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Particle Size Distribution Report
U.S. SIEVE OPENING IN INCHES U.S STANDARD SIEVE NUMBERS HYDROMETER
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GRAIN SIZE IN MILLIMETERS

o
% COBBLES

% GRAVEL
COARSE I FINE COARSE

% SAND
MEDIUM I

T
FINE SILT

% FINES

69.1
CLAY

o
SOURCE
B-3024

SAMPLE # IDEPTH/ELEV.I DATE SAMPLED
UD-2 1117.5/102.661 2/27/07

USCS MATERIAL DESCRIPTION
CLAY (CH)

NM % I LL I PL
67 i 32

ft.
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Particle Size Distribution Report
u.s. SIEVE OPENING IN INCHES u.S. STANDARD SIEVE NUMBERS HYDROMETER

6 3 2 1-112 1 3/4 1/2 3/8 4 10 20 30 40 60 100 140 200
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GRAIN SIZE IN MILLIMETERS

% COBBLES
% GRAVEL % SAND % FINES

COARSE FINE COARSE MEDIUM T FINE SILT CLAY
r-. T 22.8v

SOURCE SAMPLE # DEPTH/ELEV. DATE SAMPLED USCS MATERIAL DESCRIPTION NM% LL PL
r-. B-3025 SS-4 6.0/212.21 2/2/07 SAND clavev (SC)v

Client GPC c/o SNOC MACTEC ENGINEERING -:' Tested by: EH Reviewed by: HI
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Particle Size Distribution Report
U.S. SIEVE OPENING IN INCHES U.S. STANDARD SIEVE NUMBERS HYDROMETER
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% SAND

MEDIUM I
I

FINE SILT
% FINES

24.0
CLAY

SOURCE SAMPLE # DEPTH/ELEV. DATE SAMPLED USCS MATERIAL DESCRIPTION NM% LL PL
B-3025 SS-7 13.5/204.71 2/2/07 SAND, clayey SC)
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Particle Size Distribution Report
U.S. SIEVE OPENING IN INCHES U.S. STANDARD SIEVE NUMBERS HYDROMETER
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GRAIN SIZE IN MILLIMETERS

o
% COBBLES

% GRAVEL
COARSE FINE COARSE

% SAND
MEDIUM I

I
FINE SILT

% FINES

15.2
CLAY

o
SOURCE
B-3025

SAMPLE # DEPTH/ELEV. DATE SAMPLED
SS-lO 28.5/189.71 2/5/07

USCS MATERIAL DESCRIPTION
SAND clavev SC)

NM % LL PL

7736I FiqureProiect No. 614] -06-0286
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Particle Size Distribution Report
u.s. SIEVE OPENING IN INCHES u.S. STANDARD SIEVE NUMBERS HYDROMETER
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GRAIN SIZE IN MILLIMETERS

% COBBLES
% GRAVEL % SAND % FINES

COARSE FINE COARSE MEDIUM I FINE SILT CLAY
0 I 38.3

SOURCE SAMPLE # DEPTH/ELEV. DATE SAMPLED USCS MATERIAL DESCRIPTION NM% LL PL
c B-3025 SS-11 33.5/184.71 2/5107 SAND clayey (SC)

Client GPC clo SNOC MACTEC ENGINEERING " Tested by: EH Reviewed by: HJ
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