
Particle Size Distribution Report
U.S. SIEVE OPENING IN INCHES U.S. STANDARD SIEVE NUMBERS HYDROMETER
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% COBBLES
% GRAVEL

COARSE FINE COARSE
% SAND

MEDIUM I
I

FINE SILT
% FINES

64.9
CLAY

o
SOURCE
B-3025

SAMPLE # DEPTH/ELEV. DATE SAMPLED
UD-2 133.5/84.71 2/7/07

USCS MATERIAL DESCRIPTION
CLAY with sand (Cm

NM % LL PL
53 23
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Particle Size Distribution Report
u.s. SIEVE OPENING IN INCHES u.S. STANDARD SIEVE NUMBERS HYDROMETER
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GRAIN SIZE IN MILLIMETERS

% COBBLES % GRAVEL % SAND % FINES
COARSE FINE COARSE MEDIUM I FINE SILT CLAY

0 I 24.0

SOURCE SAMPLE # DEPTH/ELEV. DATE SAMPLED USCS MATERIAL DESCRIPTION NM% LL PL
0 B-3026 UD-1 28.5/187.26 2/7/07 SAND clavev (SC)

..

Client GPC c/o SNOC MACTEC ENGINEERING ~ Tested by: EH Reviewed by: HJ
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Particle Size Distribution Report
u.s. SIEVE OPENING IN INCHES u.S. STANDARD SIEVE NUMBERS HYDROMETER

6 3 2 1-1/2 1 3/4 1/2 3/8 4 10 20 30 40 60 100 140 200

100 I

II I ~ II II II I

I
I

III1
I I I 11'1 I 'I 'I I 'I

1

I
I I I I I

I
I

I
I I I 0

I I I I I I I I i I I I I I90 I
I I I I:

1

iT 1
I I I I I

I I I I
10

I
I I I i

. I [ I [ I80 II I
I

I
-r

I I I I I 20
I

I I i, I ""U

j: 70 I I 30 ~
! I I

I
I I

I ! I

I I
!

I IIS2
I I

I ! ()

I I I
mw I I I I I z

S 60 I

I Ii I I I
I

II I I
I I I

40 -I
>-

I I
I

I
()

co
I I I I

0
a:: I I i »
~ 50

I 50 ~

I I
I

I II I I

I \ I I I I

I II
, mu.. I I

I

I I I
I :::0

f- I I ' I I 60 ~~ 40
I

I I I, 1

I ' I
1

I I I I IIII I I I I II()

I
I

I I
~a:: j m

~ 30 I i 70 G5!

II I I I I !
II I

!

I I I I
:::r:

I

I
I

I
-I

I I I
20 I I I

"

I I I 80

1111

! I

I
I I I

!

I
I II'

I
I !

III I I I I I I10

II I II I
,

I
I

I I
! I

III I I I II I

90

I I I I I0 I I I I I I I , I! I I i 100
500 100 10 1 0.1 0.01 0.001

GRAIN SIZE IN MILLIMETERS

% COBBLES
% GRAVEL % SAND % FINES

COARSE FINE COARSE MEDIUM I FINE SILT CLAY
C I 20.6

SOURCE SAMPLE # DEPTH/ELEV. DATE SAMPLED USCS MATERIAL DESCRIPTION NM% LL PL
'""' B-3026 00-3 38.5/177.26 2/7/07 SAND clavev (SC)v

Client GPC c/o SNOC MACTEC ENGINEERING ,~. Tested by: EH Reviewed by: HI
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Particle Size Distribution Report

o
HYDROMETERU.S. SIEVE OPENING IN INCHES U.S. STANDARD SIEVE NUMBERS
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GRAIN SIZE IN MILLIMETERS

% COBBLES

o 0.0

% GRAVEL
COARSE FINE

0.0 0.0
COARSE

0.0

% SAND
MEDIUM I

5.4 I
FINE
86.5

SILT
% FINES

8.1
CLAY

o
SOURCE
B-3030

SAMPLE # DEPTH/ELEV. DATE SAMPLED
UD-1 30.0/191.99 1/19/07

USCS MATERIAL DESCRIPTION
SAND with silt (SP-SM)

NM% LL PL
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Particle Size Distribution Report
U,S, SIEVE OPENING IN INCHES US STANDARD SIEVE NUMBERS HYDROMETER
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GRAIN SIZE IN MILLIMETERS

o
% COBBLES

0.0

% GRAVEL
COARSE FINE

0.0 0.0
COARSE

0.0

% SAND
MEDIUM I

26.1 I
FINE
67.2

SILT
% FINES

6.7
CLAY

o
SOURCE
B-3030

SAMPLE # DEPTH/ELEV. DATE SAMPLED
UD-2 35.0/186.99 1/19/07

USCS
SP-8M

MATERIAL DESCRIPTION
SAND with silt (SP-SM)

NM % LL PL

ft.
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Particle Size Distribution Report
U.S. SIEVE OPENING IN INCHES U.S. STANDARD SIEVE NUMBERS HYDROMETER

o
6 3 2 1-1/2 1 3/4 1/2 3/8 4 10 20 30 40 60 100 140 200

100
11

1,111'1111'111111111 !IIN'11111'11'llllill!I'I'II!!I' 1

1

1

1Ii I!
, I I ! I i I I" I I I Iii I I

901-+--+-
1

--+---+++\++-+1 1-+-+---+----+++-11 1-+-+-1 -+1-+1--+------1!IIM'Oo
l
i k+'~+-N+--II.+-jl -+-\--+--+1-H--+---HI -+--+--+-!I--++1

1
1
1

+--11 1-+-+----+-11--+1,--+---110

i III I I I I Iii I I I I
80 ~---+--+-----+I++++! -+I-+-+--+---+I+++--\+-+1-+--+[-t-i

l
--+-,HII -+-i1f----\-1,.-i1f---t-

1
-t-I --HI-+-t-+I--+----+--+I--+i---+I,+Iii +-1+-+-1

,
--+-+-1

1

--+1-+----120

; ::I-+--+\--+i-'---+I-+-+-
I

+-,IT I I---.+++II-+[-+i-I-+-I-+!-+11 --+1'-H-f-+--
1i

+I-·\t-,'-+-i-+-:;'---H
ii

f-+-+-+i--+---+I---l!--+j---+I+I+\++-+1-+1
1

-+-+----1:: ~

~ I I II II ! I i I I I I I 11 1\ I i I III I III I I I ~rO

I I I I II i -+---+--_t- :Hl -+-tl--+I-+_--+---+i_--+-_--++I+++I--+I_+l_\-\-I_+I__._++-II+--t-t-'IJ-+_+i__+I+-II +--t-t-Il-+-+--I-t-il_+--_-1

50

~
;:: I I Ii lIT I i I I, I I I I I ~ I !I II I II I I ::;

20 I I ill I, I III I I I I ! I 1 \ I I I I !I II 1 80 "

I I I I I' I' II I 'I !II I i I II' , i[' ! \1 ! I', II I' I
I ! Ii! I Iii i I I i I! \ I I i II I101-t--+---+,----t++++--+--+-+-+---++++-+-t--+-+----r-,--++-I-+-t-+--+--+--t-r---++-+-t-+-t---+--+---+---+++-+-+---+--+-+--+---190
, "I' i III I I! 1,1 1'1 1 'I Ii, I i I 'I I I,'\.. i ! I I ! I I

o,=:,;1::---'1_....1__-:-:::1:-::--'-1.......1...J..-.l1---'---'-1_-'--_---+.::-'-1......1 ......1 ....1--,-'---'-.1---,-1_....1 __~I.....,1...J.-II-I.......I--'-......l-I_1-1_'-=-:1:i.....1.....1:·--!.I......l-.....I---'.I_.....I_----::,.-::Ic7-"-.:......:-...:.-......1 ---,-I_.!.--=-=~ 100
500 100 10 1 0.1 0.01 0001

GRAIN SIZE IN MILLIMETERS

% COBBLES

o 0,0

% GRAVEL
COARSE FINE

0.0 0.0
COARSE

0.5

% SAND
MEDIUM I

28.3 i
FINE
66.9

SILT
% FINES

4.3
CLAY

SOURCE
B-3031

SAMPLE # DEPTH/ELEV. DATE SAMPLED
00-1 30.0/192.70 1/24/07

USCS
SP

MATERIAL DESCRIPTION
SAND (SP)

NM % LL PL
22.0

7592I FiqureProiect No. 6141-06-0286
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Particle Size Distribution Report
U.S. SIEVE OPENING IN INCHES U.S. STANDARD SIEVE NUMBERS HYDROMETER
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GRAIN SIZE IN MILLIMETERS

% COBBLES

o 0.0

% GRAVEL
COARSE FINE

0.0 0.0
COARSE

0.0

% SAND
MEDIUM I

5.3 I
FINE
71.3

SILT
% FINES

23.4
CLAY

o
SOURCE
B-3031

SAMPLE # DEPTH/ELEV. DATE SAMPLED
UD-2 33.5/189.20 1/24/07

USCS
8M

MATERIAL DESCRIPTION
SAND silty (8M)

NM % LL
17.4

PL
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Particle Size Distribution Report
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SOURCE SAMPLE # DEPTH/ELEV. DATE SAMPLED uses MATERIAL DESCRIPTION NM % LL PL
o B-3033 UD-1 13.5/208.76 1/17/07 SAND with silt (SP-SM)

7595I FiQureProiect No. 6141-06-0286
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Particle Size Distribution Report
u.s. SIEVE OPENING IN INCHES u.S. STANDARD SIEVE NUMBERS HYDROMETER
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% COBBLES
% GRAVEL % SAND % FINES

COARSE FINE COARSE MEDIUM I FINE SILT CLAY
~ 0.0 0.0 0.0 2.8 31.9 I 50.6 14.7v

SOURCE SAMPLE # DEPTH/ELEV. DATE SAMPLED USCS MATERIAL DESCRIPTION NM% LL PL
0 B-3033 UD-2 28.51193.76 1/18107 SAND silty (SMl 24.9

Client GPC cia SNOC MACTEC ENGINEERING r Tested by: EH Reviewed by: HJ

Project Vogtle Units 3 & 4 COL Project AND
Project No. 6141-06-0286 I Fiqure 7596 CONSULTING, INC.
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Particle Size Distribution Report

o
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o 0.0
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0.0 0.0

% SAND
COARSE I MEDIUM I

0.1 I 2.8 I
FINE
87.5

SILT
% FINES

9.6
CLAY

o
SOURCE
B-3033

SAMPLE # DEPTH/ELEV. DATE SAMPLED
UD-3 33.5/188.76 1/18/07

USCS MATERIAL DESCRIPTION
SAND with silt (SP-SM)

NM % LL PL
18.3

Reviewed by: HI

7597I FiqureProiect No. 6141-06-0286

IrC=..:.;li=en..:..:..t--=:G=.P.=..c..=.:..c/.::.-o=SN..:...::O~C ---l MACTEC ENGINEERING . Tested by: EH
Project Vo~le Units 3 & 4 COL Project AND

CONSULTING, INC.
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Particle Size Distribution Report
U.S. SIEVE OPENING IN INCHES U.S. STANDARD SIEVE NUMBERS HYDROMETER
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o
SAMPLE # DEPTH/ELEV. DATE SAMPLED

UD-1 28.5/196.17 12/19/06
USCS MATERIAL DESCRIPTION

Sand with silt (SP-SM)
NM%
17.2

LL PL

Client GPC c/o SNOC
Project Vogtle Units 3 & 4 COL Project

Proiect No. 6141-06-0286 I Fiqure 7599

MACTEC ENGINEERING v Tested by: EH

AND
CONSULTING, INC.

Reviewed by: HI

309 of 1625



Particle Size Distribution Report
u.s. SIEVE OPENING IN INCHES u.S. STANDARD SIEVE NUMBERS HYDROMETER
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GRAIN SIZE IN MILLIMETERS

% COBBLES
% GRAVEL % SAND % FINES

COARSE FINE COARSE MEDIUM I FINE SILT CLAY
" 0.0 0.0 0.0 2.6 37.0 I 46.2 14.2'-/

SOURCE SAMPLE # DEPTH/ELEV. DATE SAMPLED USCS MATERIAL DESCRIPTION NM% LL PL
0 B-3034 00-2 33.5/191.17 12/19/07 Sand silty (SM) .

Client GPC c/o SNOC MACTEC ENGINEERING o Tested by: EH Reviewed by: HJ

Project Vogtle Units 3 & 4 COL Project AND
Project No. 6141-06-0286 I Fiqure 7600 CONSULTING, INC.
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Particle Size Distribution Report
u.s. SIEVE OPENING IN INCHES u.S. STANDARD SIEVE NUMBERS HYDROMETER
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4.1 I
FINE
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SILT
% FINES

69.0
CLAY

o
SOURCE
B-3034

SAMPLE # DEPTH/ELEV. DATE SAMPLED
UD-4 118.5/106.17 12/20/07

USCS
MH

MATERIAL DESCRIPTION
SILT, sandy (MH)

NM % LL PL
68 36

Reviewed by: HI

7602I FiqureProiect No. 6141-06-0286

If-C=...:;li=.;en-,-,-t----::G=..P.::-C-=-c/.::....;oS=N.:....:;:O'-=C ---I MACTEC ENGINEERING ' Tested by: EH
Project Voctle Units 3 & 4 COL Proiect AND

CONSULTING, INC.

Particle Size Distribution Report
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SOURCE SAMPLE # DEPTH/ELEV. DATE SAMPLED USCS MATERIAL DESCRIPTION NM% LL PL
,..., B-3034 UD-4 118.5/106.17 12/20/07 MH SIT.-T, sandy (MH) 68 36'-'

Client GPC c/o SNOC MACTEC ENGINEERING - Tested by: EH Reviewed by: HJ

Project Volrt1e Units 3 & 4 COL Proiect AND
Proiect No. 6141-06-0286 I Fiqure 7602 CONSULTING, INC.
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Particle Size Distribution Report
U.S. SIEVE OPENING IN INCHES U.S. STANDARD SIEVE NUMBERS HYDROMETER
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SAMPLE # DEPTH/ELEV. DATE SAMPLED
UD-5 138.5/86.17 12/21/07

USCS
SC

MATERIAL DESCRIPTION
SAND clavev (SC)

NM% LL
40

PL
19

Client GPC c/o SNOC
Project Vo~le Units 3 & 4 COL Project

Proiect No. 6141-06-0286 I Fiqure 7603

MACTEC ENGINEERING
AND

CONSULTING, INC.

Tested by: EH Reviewed by: HJ
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