
Particle Size Distribution Report
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GRAIN SIZE IN MILLIMETERS

% COBBLES
% GRAVEL % SAND % FINES

COARSE FINE COARSE MEDIUM I FINE SILT CLAY
0 I 27.1

SOURCE SAMPLE # DEPTH/ELEV. DATE SAMPLED USCS MATERIAL DESCRIPTION NM% LL PL
0 B-4017 SS-4 6.0/214.94 ft. 2/15/2007 SAND clavev (SC)

Client GPC c/o SNOC MACTEC ENGINEERING = Tested by: EH Reviewed by: HJ
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Particle Size Distribution Report
U.S. SIEVE OPENING IN INCHES U.S. STANDARD SIEVE NUMBERS HYDROMETER
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GRAIN SIZE IN MILLIMETERS

o
% COBBLES

% GRAVEL
COARSE FINE COARSE

% SAND
MEDIUM FINE SILT

% FINES
CLAY

SOURCE SAMPLE # DEPTH/ELEV. DATE SAMPLED USCS MATERIAL DESCRIPTION NM % LL PL
B-4017 SS-9 23.5/197.44 2/15/2007 SAND clavev (SC)

Reviewed by: HJ
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Particle Size Distribution Report
U.S. SIEVE OPENING IN INCHES U.S. STANDARD SIEVE NUMBERS HYDROMETER

6 3 2 1-1/2 1 3/4 1/2 3/8 4 20 30 40 60 100 140 200
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GRAIN SIZE IN MILLIMETERS

% COBBLES

o 0.0

% GRAVEL
COARSE FINE

0.0 0.0
COARSE

0.0

% SAND
MEDIUM I

1.0 I
FINE
24.3

% FINES
SILT I

74.7
CLAY

o
SOURCE
B-4017

SAMPLE # DEPTH/ELEV. DATE SAMPLED
SS-30 138.5/82.44 3/8/2007

ft.

USCS
CL

MATERIAL DESCRIPTION
CLAY with sand (CL

NM % LL PL
34.7 40 24
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Particle Size Distribution Report
U.S. SIEVE OPENING IN INCHES U.S. STANDARD SIEVE NUMBERS HYDROMETER
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GRAIN SIZE IN MILLIMETERS

% COBBLES % GRAVEL
COARSE FINE COARSE

% SAND
MEDIUM I FINE SILT

% FINES
CLAY

I 24.8

o
SOURCE
B-4022

SAMPLE # DEPTH/ELEV. DATE SAMPLED
SS-6 11.0/209.71 1/7/2007

USCS MATERIAL DESCRIPTION
SAND c1avev (SC)

NM % LL PL

ft
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Particle Size Distribution Report
u.s. SIEVE OPENING IN INCHES u.S. STANDARD SIEVE NUMBERS HYDROMETER
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GRAIN SIZE IN MILLIMETERS

o
% COBBLES

% GRAVEL
COARSE FINE COARSE

% SAND
MEDIUM ,

I
FINE SILT

% FINES

11.4
CLAY

SOURCE SAMPLE # DEPTH/ELEV. DATE SAMPLED USCS MATERIAL DESCRIPTION NM % LL PL
o B-4022 SS-15 53.5/167.21 1/7/2007 SAND, with clav (SP-SO
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Particle Size Distribution Report
U.S. SIEVE OPENING IN INCHES U.S. STANDARD SIEVE NUMBERS HYDROMETER
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GRAIN SIZE IN MILLIMETERS

% COBBLES
% GRAVEL

COARSE FINE COARSE
% SAND

MEDIUM I FINE SILT
% FINES

CLAY
I 30.4

o
SOURCE
B-4023

SAMPLE # DEPTH/ELEV. DATE SAMPLED
SS-3 3.5/217.21 ft. 1/10/2007

USCS MATERIAL DESCRIPTION
SAND clayey (SC)

NM % LL PL

Reviewed by: HI
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Particle Size Distribution Report
u.s. SIEVE OPENING IN INCHES u.S. STANDARD SIEVE NUMBERS HYDROMETER

6 3 2 1-1/2 1 3/4 1/2 3/8 4 10 20 30 40 60 100 140 200

100

I
I

I III
11

II ! , II I 1'1 I I' I ! 'll I"~
I t I ! I' I i I ' ,

I I 0
I I i II I ! II \ I

I! I II !
! i i ! I I I Ii I' I90 ! II ! !

- --
j I I -,

...
\ i

- -
I 10

I I
I

I
I I I I II I i

I I
Ii i I I I I

i I

80 I 20
I

I
I

I 11

I i
I I

I I i I ! II, II I j
I I i I I I I II ! I I i I I -0

f- 70 I I I 30 rn
I I I I I

I I I,
II I

I I I I I ;;U
(') I I' ! I II

()

w ' I I i rn
i I I I zS 60 I I i I I 40 -i

I :I
I I I I

I 11 1\ i

I
I i

I I I
>-

\

0
a:l I

i ! I I I i 0
i I l I,

a:: i I I I I i I I I I I »
w 50 I I I I I 50 ;;U
z

I
I !

I
i

I

!

t~1 I

! I I I ! I I (J)

I I
I

Iu:: ! I I I j i
I rn

I

I
I ;;U

f- i I I I I I i I
I i I I I I OJz 40 I 60w i I I

,

I i I I
I Ii

I II -rl i

I
-<

<-)

I I I
I

' I ! ::Ea:: i I i I ! rn
w , I I I i G)a.. 30 !

I I i
I

I
1 II

i
I I I I I

70
I I I I

I I I I I I -i
I I I I I I ' i i , i20 J I I I I I J I 80
I

I

I I II II
j I i I

I I
I Ii

I
I

I ! i I I I , I I I! i I I. ! ! II10 i I I I I 90
i I

I
I I

I I ill ! I I! II i

II I Ii I I

I Ii I

I i I I I I Ii I Ii I i
I

I I , I I II I iii 1 I I I0 I i I i I I iii I I 1 100
500 100 10 1 0.1 0,01 0,001

GRAIN SIZE IN MILLIMETERS

% COBBLES
% GRAVEL % SAND % FINES

COARSE FINE COARSE MEDIUM FINE SILT CLAY
0 19.3

SOURCE SAMPLE # DEPTH/ELEV. DATE SAMPLED uses MATERIAL DESCRIPTION NM% LL PL
0 B-4023 SS-9 23.5/197.21 1/10/2007 SAND clayey (SC)

ft.

Client GPC c/o SNOC MACTEC ENGINEERING ' Tested by: EH Reviewed by: HI
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Particle Size Distribution Report
U.S. SIEVE OPENING IN INCHES U.S. STANDARD SIEVE NUMBERS HYDROMETER

100
6 3 2 1-112 1 3/4 1/2 3/8 4 10 20 30 40 60 100 140 200 o

o
% COBBLES

% GRAVEL
COARSE FINE COARSE

% SAND
MEDIUM I

T
FINE SILT

% FINES

11.0
CLAY

o
SOURCE
B-4026

SAMPLE # DEPTH/ELEV. DATE SAMPLED
SS-4 6.0/215.54 ft. 2/5/2007

USCS MATERIAL DESCRIPTION NM % LL
SAND S:I. 1 ,... ~

PL

:. Tested by: EH Reviewed by: HJ
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Particle Size Distribution Report
u.s. SIEVE OPENING IN INCHES u.S. STANDARD SIEVE NUMBERS HYDROMETER
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GRAIN SIZE IN MILLIMETERS

% COBBLES
% GRAVEL % SAND % FINES

COARSE FINE COARSE MEDIUM I FINE SILT CLAY
0 I 28.4

SOURCE SAMPLE # DEPTH/ELEV. DATE SAMPLED USCS MATERIAL DESCRIPTION NM% LL PL
"" B-4026 SS-7 13.5/208.04 2/5/2007 SAND silty. clavev (SC-8M)v

ft. "

Client GPC c/o SNOC MACTEC ENGINEERING Tested by: EH Reviewed by: HJ

Project Vogtle Units 3 & 4 COL Project AND
Proiect No. 6141-06-0286 I Fiaure 7821 CONSULTING, INC.
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Particle Size Distribution Report
u.s. SIEVE OPENING IN INCHES u.S. STANDARD SIEVE NUMBERS HYDROMETER
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GRAIN SIZE IN MILLIMETERS

% COBBLES
% GRAVEL % SAND % FINES

COARSE FINE COARSE MEDIUM ! FINE SILT I CLAY
,..., I 22.8v

SOURCE SAMPLE # DEPTH/ELEV. DATE SAMPLED USCS MATERIAL DESCRIPTION NM% LL PL
,..., B-4026 SS-l1 33.5/188.04 2/5/2007 SAND silty (SM)v

Client GPC c/o SNOC MAClEC ENGINEERING Tested by: EH Reviewed by: HJ

Project Vogtle Units 3 & 4 COL Project AND
Proiect No. 6141-06-0286 I Fiqure 7822 CONSULliNG, INC.
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Particle Size Distribution Report
U.S. SIEVE OPENING IN INCHES U.S. STANDARD SIEVE NUMBERS HYDROMETER
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GRAIN SIZE IN MILLIMETERS

o
% COBBLES

% GRAVEL
COARSE FINE COARSE

% SAND
MEDIUM I

I
FINE SILT

% FINES

23.8
CLAY

o
SOURCE
B-4026

SAMPLE # DEPTH/ELEV. DATE SAMPLED
SS-15 53.5/168,04 2/5/2007

USCS MATERIAL DESCRIPTION
SAND silty, clayey (SC-SM)

NM % LL PL

Reviewed by: HJ

7823I FiqureProiect No. 6141-06-0286

II--'C::;....;.:Ii=en..:...:..t-=G:..::...P-=--C-'-'-c/o~S=N-=Oc....::;C ___; MACTEC ENGINEERING 'J Tested by: EH
Project Vogtle Units 3 & 4 COL Project AND
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Particle Size Distribution Report

I 0

HYDROMETERU.S. SIEVE OPENING IN INCHES U.S. STANDARD SIEVE NUMBERS
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GRAIN SIZE IN MILLIMETERS

% COBBLES
% GRAVEL

COARSE FINE
% SAND

COARSE I MEDIUM I FINE SILT
% FINES

CLAY
0.0 0.0 0.0 0.0 I 12.9 I 76.4 10.7

SOURCE SAMPLE # DEPTH/ELEV. DATE SAMPLED USCS MATERIAL DESCRIPTION NM% LL PL
B-4030 UD-1 13_5/208.85 1/31/07 SP-SM SAND with silt (SP-SM)

7604I FiqureProiect No. 6141-06-0286
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Particle Size Distribution Report
U.S. SIEVE OPENING IN INCHES U.S. STANDARD SIEVE NUMBERS HYDROMETER
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GRAIN SIZE IN MILLIMETERS

% COBBLES

o 0.0

% GRAVEL
COARSE FINE

0.0 0.0
COARSE

2.1

% SAND
MEDIUM I

52.2 I
FINE
37.2

SILT
% FINES

8.5
CLAY

SOURCE SAMPLE # DEPTH/ELEV, DATE SAMPLED USCS MATERIAL DESCRIPTION NM % LL PL
B-4030 UD-2 28.5/193.85 1/31/07 SP-SM SAND with silt (SP-SM) 12.5

7605I FiaureProiect No. 6141-06-0286

If-'C:::..:'=ien:...:..:t_G=P;...::c:....::c;:,..::/o...o;S:.:...;N...::::;.O...::::;.C ---i MACTEC ENGINEERING Tested by: EH Reviewed by: HI
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Particle Size Distribution Report
u.s. SIEVE OPENING IN INCHES u.S. STANDARD SIEVE NUMBERS HYDROMETER
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GRAIN SIZE IN MILLIMETERS

% COBBLES
% GRAVEL % SAND % FINES

COARSE FINE COARSE MEDIUM I FINE SILT CLAY
0 0.0 0.0 0.0 0.5 35.2 I 54.7 9.6

SOURCE SAMPLE # DEPTH/ELEV. DATE SAMPLED USCS MATERIAL DESCRIPTION NM% LL PL
ro. B-4030 00-3 33.5/188.85 1/31/07 SP-SM SAND with silt (SP-SM)v

Client GPC c/o SNOC MACTEC ENGINEERING ~ Tested by: EH Reviewed by: HJ

Proiect Vo!rt1e Units 3 & 4 COL Proiect AND
Proiect No. 6141-06-0286 I Fi~ure 7606 CONSULTING, INC.
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Particle Size Distribution Report
U.S. SIEVE OPENING IN INCHES U.S. STANDARD SIEVE NUMBERS HYDROMETER
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GRAIN SIZE IN MILLIMETERS

o
% COBBLES

0.0

% GRAVEL
COARSE FINE

0.0 0.0
COARSE I

1.0 I

% SAND
MEDIUM I

12.4 I
FINE
69.0

SILT
% FINES

17.6
CLAY

o
SOURCE
B-4031

SAMPLE # DEPTH/ELEV. DATE SAMPLED
UD-1 28.5/193.63 2/18/07

USCS
SM

MATERIAL DESCRIPTION
SAND silty (SM)

NM% LL PL

Client GPC c/o SNOC
Project Vogtle Units 3 & 4 COL Proiect

Proiect No. 6141-06-0286 I Fiaure 7610

MACTEC ENGINEERING 'Tested by: EH

AND
CONSULTING, INC.

Reviewed by: HJ

445 of 1625



Particle Size Distribution Report
U.S. SIEVE OPENING IN INCHES U.S. STANDARD SIEVE NUMBERS HYDROMETER
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GRAIN SIZE IN MILLIMETERS

% COBBLES
% GRAVEL

COARSE FINE COARSE
% SAND

MEDIUM I FINE SILT
% FINES

CLAY
o 0.0 0.0 0.0 1.5 11.3 I 64.3 22.9

o
SOURCE
B-4032

SAMPLE # DEPTH/ELEV. DATE SAMPLED
UD-1 28.5/191.74 2/13/07

USCS
SM

MATERIAL DESCRIPTION
SAND silty (SM)

NM % LL PL

7613I FiqureProiect No. 6141-06-0286

II--'C=li=en'-'-'.t.....:G=P-'=C:....::c=/o....:::S=N=OC""'-- --1 MACTEC ENGINEERING Tested by: EH Reviewed by: HJ
Project Volrt1e Units 3 & 4 COL Project A 0N
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Particle Size Distribution Report
u.s. SIEVE OPENING IN INCHES u.S. STANDARD SIEVE NUMBERS HYDROMETER
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GRAIN SIZE IN MILLIMETERS

% COBBLES
% GRAVEL % SAND % FINES

COARSE FINE COARSE MEDIUM FINE SILT CLAY
,--., 0.0 0.0 0.0 0.0 29.5 67.2 .., ..,
'J -'.-'

SOURCE SAMPLE # DEPTH/ELEV. DATE SAMPLED USCS MATERIAL DESCRIPTION NM% LL PL
,--., B-4032A UD-1 38.5/181.72 2/14/07 SAND (SP) 19.2'J

Client GPC c/o SNOC MACTEC ENGINEERING - Tested by: EH Reviewed by: HJ

Project Vogt1e Units 3 & 4 COL Project AND
Proiect No. 6141-06-0286 I Fiqure 7615 CONSULTING, INC.
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Particle Size Distribution Report
U.S. SIEVE OPENING IN INCHES U.S. STANDARD SIEVE NUMBERS HYDROMETER
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GRAIN SIZE IN MILLIMETERS

o
% COBBLES

0.0

% GRAVEL
COARSE FINE

0.0 0_0

% SAND
COARSE MEDIUM I FINE

0.1 23.9 I 64.9
SILT

% FINES

ILl
CLAY

o
SOURCE
B-4033

SAMPLE # DEPTH/ELEV. DATE SAMPLED
UD-l 28.5/191.43 2/8/07

USCS
SP-SM

MATERIAL DESCRIPTION
SAND with silt (SP-SM)

NM % LL PL

7616I FiqureProiect No. 6141-06-0286
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