
LIQUID AND PLASTIC LIMITS TEST REPORT
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USCS-I~ SOURCE ~MPLE # DEPTH/ELEV. DATE SAMPLE!2

B-1l59 SS-8 18.5/70.20 ft. 12111/06
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LIQUID AND PLASTIC LIMITS TEST REPORT
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NUMBER OF BLOWS

•
SOURCE
B-1159

SAMPLE # I DEPTH/ELEV.I DATE SAMPLED
SS-22 I 88.5/.2 ft. I 12/12/06

USCS MATERIAL DESCRIPTION
SAND, with clay (SP-SC)

NM % I LL I PI
69 I 42

R.eviewed by: HJ

6871I Lab no.Proiect No. 6141-06-0286

I Client GPC c/o SNOC MACTEC ENGINEERING I- Testedby:EH
Project Vogtle Units 3 & 4 COL Project AN D

CONSULTING, INC.
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LIQUID AND PLASTIC LIMITS TEST REPORT
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NUMBER OF BLOWS

10 30 50 70
LIQUID LIMIT

90 110

- SOURCE
B-l161

SAMPLE # IDEPTH/ELEV, I DATE SAMPLED
SS-3 13_5/82.60 ft_ I 12/7/06

USCS MATERIAL DESCRIPTION
SILT (MH)

NM % I LL I PI
56 I 24

6864I Lab no_Proiect No, 6141-06-0286

I Client GPC c/o SNOC MACTEC ENGINEERING I- Tested by: BM Reviewed by: HI

Project Vogtle Units 3 & 4 COL Project AND

CONSULTING, INC.
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LIQUID AND PLASTIC LIMITS TEST REPORT
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- SOURCE

B-1161
SAMPLE # I DEPTH/ELEV.I DATE SAMPLED

SS-4 I 6/80_10 fl. I 12/7/06
USCS MATERIAL DESCRIPTION

CLAY (CL)
NM % I LL I PI

36 I 13

6865I Lab no_Proiect No_ 6141-06-0286

I Client GPC c/o SNOC MACTEC ENGINEERING I- Tested by: BM Reviewed by: H.J

Project Vogt1e Units 3 & 4 COL Project AND

CONSULTING, INC.
520 of 1625



LIQUID AND PLASTIC LIMITS TEST REPORT
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NUMBER OF BLOWS

10 30 50 70
LIQUID LIMIT

90 110

•
SOURCE
B-1l61

SAMPLE # IDEPTH/ELEV.I DATE SAMPLED
33-6 111n5.10ft.1 12/7/06

USCS MATERIAL DESCRIPTION
CLAY (CL)

NM % I LL
40

PI
15

6866I Lab no.Project No. 6141-06-0286

I Client GPCc/oSNOC MACTEC ENGINEERING I- Testedby:BM Reviewedby:HJ
Project Vogtle Units 3 & 4 COL Project AND

CONSULTING, INC.
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LIQUID AND PLASTIC LIMITS TEST REPORT
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64.25 10 20 25 30 40
NUMBER OF BLOWS

•
SOURCE
B-1161

SAMPLE # IDEPTH/ELEV.I DATE SAMPLED
SS-22 188_5/-2.40 ft. I 12/8/06

uses MATERIAL DESCRIPTION
CLAY. sandy (CH)

NM % I LL I PI
69 I 42

6871I Lab no.Proiect No. 6141-06-0286

I Client GPC c/o SNOC MACTEC ENGINEERING I- Tested by: BM Reviewed by: HI
Project Vogt~Units3 & 4 COL Project AND

CONSULTING, ~NC.
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LIQUID AND PLASTIC LIMITS TEST REPORT
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upper limit boundary for natural soils '
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- SOURCE
B-1162

SAMPLE # IDEPTH/ELEV.I DATE SAMPLED
SS-3 I 3.5/82.05 ft. I 12/12/06

USCS MATERIAL DESCRIPTION
CLAY (CH)

NM % I LL I PI
58 I 30

6872Lab no.Project No. 6141-06-0286

I Client GPC c/o SNOC MACTEC ENGINEERING ,- Tested by: BM/EH Reviewed by: HJ

Project Vogtle Units 3 & 4 COL Project AN0

CONSULTING, INC.
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LIQUID AND PLASTIC LIMITS TEST REPORT
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. 5 10 20 25 30 40
NUMBER OF BLOWS

- SOURCE
B-1l62

SAMPLE # IDEPTH/ELEV, I DATE SAMPLED
SS-4 I 6/79.55 ft. I 12/12/06

USCS MATERIAL DESCRIPTION
SILT(MH)

NM % I LL I PI
50 I 21

6873I Lab no.Proiect No. 6141-06-0286

I Client GPC c/o SNOC MACTEC ENGINEERING I- Tested by: BMiEH Reviewed by: HJ

Project Vogt1e Units 3 & 4 COL Project AND

CONSULTING, INC.
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LIQUID AND PLASTIC LIMITS TEST REPORT
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LIQUID LIMIT

110

- SOURCE
B-l162

SAMPLE # IDEPTH/ELEV.I DATE SAMPLED
SS-6 I 11/74.55 ft. 1 12/12/06

USCS MATERIAL DESCRIPTION
SILT (ML)

NM % I LL I PI
NY I NP

Client GPC c/o SNOC
Project Vogtle Units 3 & 4 COL Project

Project No. 6141-06-0286 r Lab no. 6874

MACTEC ENGINEERING I- Tested by: BM/EH Reviewed by: HJ

AND
CONSULTING, INC.
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LIQUID AND PLASTIC LIMITS TEST REPORT

110907050
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31.65 10 20 25 30 40

NUMBER OF BLOWS

•
SOURCE
B-1162

SAMPLE # IDEPTH/ELEV, I DATE SAMPLED
SS-lO 133.S-3S.0FtI 12/12/06

uses MATERIAL DESCRIPTION
CLAY (CL)

NM % I LL
33

PI
13

6876'I Lab no.Proiect No. 6141-06-0286

I Client GPC c/o SNOC MACTEC ENGINEERING I· Tested by: BM/EH Reviewed by: HI

Project Vogtle Units 3 & 4 COL Project AN0

CONSULTING, INC.
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LIQUID AND PLASTIC LIMITS TEST REPORT
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Dashed line indicates the approximate (I
upper limit boundary for natural soils !
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NUMBER OF BLOWS

10 30 50 70 90
LIQUID LIMIT

110

- SOURCE
B-1162

SAMPLE # IDEPTH/ELEV.! DATE SAMPLED
SS-ll 138.5/47.05 ft. I 12/12/06

USCS MATERIAL DESCRIPTION
CLAY. sandy (CL)

NM % I LL I PI
38 I 18

6877I Lab no.Proiect No. 6141-06-0286

I Client GPC c/o SNOC MACTEC ENGINEERING I- Tested by: BM/EH Reviewed by: HI
Project Vogtle Units 3 & 4 COL Project AND

CONSULTING, INC.
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LIQUID AND PLASTIC LIMITS TEST REPORT

60 , I
Dashed line indicates the approximate II , ,
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NUMBER OF BLOWS
10 30 50 70 90

LIQUID LIMIT
110

- SOURCE
B-1l62

SAMPLE # I DEPTH/ELEV, I DATE SAMPLED
UD~2 153.5/32.05 ft.1 12/12/06

USCS
SP

MATERIAL DESCRIPTION
SAND (SP)

NM % I LL I PI
50 I 31

7626Lab no.Proiect No, 6141-06-0286

I Client GPC c/o SNOC MACTEC ENGINEERING ,- Tested by: EH Reviewed by: HI
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LIQUID AND PLASTIC LIMITS TEST REPORT

40--

60 i /
!

Dashed line indicates the approximate 1'/
upper limit boundary for natural soils /

I50 I - f-------JI--·~______Jq.......-+--__I
i i;
I I I, I I

/' i

/ I I I I

f----+""""--_+__ I or-'
/ I I

; i!
I ! I

f--------+c-'--..·---I-- --[- '''---1-'' I ~
t i!
i I I

! I I
I I I I

20r ' --1·~
i I
I

10[ I I
7 -- r

4 -- ML Ot iVlH TOH I

10 30 50 70 90 110
LIQUID LIMIT

x
Wo
Z

>-t: 30-o
t=
(J)

:5a.

97 I I I I I: i I I 'I i,l
I i I ! I I ! , , I
" ' ' I .! , I .ii' I I I i I I!--l----:--+--+-------+- , -I--f------~, I ,

I ! I I I I i I i rr, I I! ! i . l I
, f, I l j i ! I I

931 ' , " I! : '! Iii
I I ' \ ' '! I"I ! I i, I! I ;, !

I ! J, I '_ ! ! I iii
, : ; I I ---W ~+-, TT '! " I! i' I ' !' I ',i,i I I' i I !! i ' I i

I- '! I ! i' I i I

z 89 --~i__t--+--,:+--.-----~ .~Hlti-ittt'iWI,! I I ' , . '!z i I, ! ~ I ' I i I I II 1 I: I I J Io I': I' 1\ i !o --,--+---:--- I i ~ I ._. i:

0:: i I I, I I 1'[ I I
~ :+H!I I ,I I!« 85 . I. ii" I !s !' i I I tr,d-~ ,i I

! i: [i ii,' i-+ ': I I ' : I '" , , 'IT [,t-- : 1 I ! !
I ! I : I t

1 I· I i I I \ '., i,'I I I '! ,
I I Ii::

811----·-j---+_ ' till'!ii' ' I, ,
I "",', i 'I! iI' I I ', ., i I! I'---+---t~:;----I ' ++1 ,

I i I II i I I I ! II ' ! I 'I :
771 I I iii i I I I!

5 10 20 25 30 40
NUMBER OF BLOWS

- SOURCE
B-1162

SAMPLE # IDEPTH/ELEV. t DATE SAMPLED
SS-20 193.5/-7.95 ft. I 12/13/06

USCS MATERIAL DESCRIPTION
CLAY (CH)

NM % I LL I PI
87 I 54

6880I Lab no.Proiect No. 6141-06-0286

I Client GPC c/o SNOC MACTEC ENGINEERING \- Tested by: BM Reviewed by: HJ
Project \l.QKtle Uni~) & 4 COL Project AN D
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110

51 I 26
NM % I LL I PI

CLAY (CH)
MATERIAL DESCRIPTION

10 30 50 70 90
LIQUID LIMIT

60~ / I '
Dashed line indicates the approximate 'I

upper limit boundary for natural soils / I
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40
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LIQUID AND PLASTIC LIMITS TEST REPORT

NUMBER OF BLOWS
10 20 25 30

SS-31 ~88.5/-102.951 12114/06
SAMPLE # IDEPTH/ELEV.! DATE SAMPLED

B-1162
SOURCE

435

471---1
1---1

63ITTrrniTI~=

I-z 55

S 51

- Ft.
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LIQUID AND PLASTIC LIMITS TEST REPORT

1109050 70
LIQUID LIMIT
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Dashed line indicates the approximate' I
upper limit boundary for natural soils
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NUMBER OF BLOWS

- SOURCE
B-1163

SAMPLE # IDEPTH/ELEV.I DATE SAMPLED
SS-2 11.5/84.45 Ft.1 12/5/06

USCS MATERIAL DESCRIPTION
SILT (MH)

NM % I LL I PI
65 1 30

68861 Lab no,Proiect No, 6141-06-0286

I Client GPC c/o SNOC MACTEC ENGINEERING I- Tested by: BM Reviewed by: HJ

Project Vogtle Units 3 & 4 COL Project AN 0
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LIQUID AND PLASTIC LIMITS TEST REPORT
If-I-------------------------------------------------------
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Dashed line indicates the approximate "
upper limit boundary for natural soils
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- 5 10 20 25 30 40
NUMBER OF BLOWS

- SOURCE
B-1163

SAMPLE # IDEPTH/ELEV.I DATE SAMPLED
SS-3 13.5/82.45 Ft. 112/5/06

USCS MATERIAL DESCRIPTION
SILT (MH)

NM % I LL I PI
58 I 25

6887I Lab no.Project No. 6141-06-0286

I Client GPC c/o SNOC MACTEC ENGINEERING I- Tested by: BM Reviewed by: HJ

Project Vogtle Units 3 & 4 COL Project AND
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LIQUID AND PLASTIC LIMITS TEST REPORT
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upper limit boundary for natural soils -I-----L--,/I
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- SOURCE
B-1163

SAMPLE # IDEPTH/ELEV.I DATE SAMPLED
SS-lO 128.5/57.45 Ft.l 12/5/06

USCS MATERIAL DESCRIPTION
CLAY (CH)

NM % I LL I PI
68 I 39

6888I Lab no.Project No. 6141-06-0286

I Client GPC cia SNOC MACTEC ENGINEERING I- Tested by: BM Reviewed by: HI
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LIQUID AND PLASTIC LIMITS TEST REPORT
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NUMBER OF BLOWS 20

40

- SOURCE
B-1l63

SAMPLE # I DEPTH/ELEV.I DATE SAMPLED
SS-11 133.5/52.45 ft.1 12/5/06

USCS MATERIAL DESCRIPTION
CLAY. sandy (CH)

NM % I LL I PI
60 I 35

6889I Lab no.Proiect No. 6141-06-0286

I Client GPC c/o SNOC MACTEC ENGINEERING ,- Tested by: BM Reviewed by: HJ
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LIQUID AND PLASTIC LIMITS TEST REPORT
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Dashed line indicates the approximate /
upper limit boundary for natural soils
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LIQUID LIMIT

- SOURCE
B-1163

SAMPLE # IDEPTH/ELEV.I DATE SAMPLED
88-12 138.5/47.75 ft.1 12/5/06

USCS MATERIAL DESCRIPTION
CLAY. with sand (CH)

NM % I LL I PI
64 I 34

6890I Lab no.Project No. 6141-06-0286

I Client GPC c/o SNOC MACTEC ENGINEERING I- Tested by: BM Reviewed by: I-IJ
Project Vogtl~Units 3 & 4 COL Project AND

CONSULTING, ~NC.
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LIQUID AND PLASTIC LIMITS TEST REPORT
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NUMBER OF BLOWS

•
SOURCE
B-1163

SAMPLE # !DEPTH/ELEV.I DATE SAMPLED
SS-22 188.5/-2.55 ft. I 12/6/06

USCS MATERIAL DESCRIPTION
CLAY (Cm

NM % 1 LL 1 PI
98 I 60

6893I Lab no.Proiect No. 6141-06-0286

I Client GPC c/o SNOC MACTEC ENGINEERING I· Tested by: BM Reviewed by: HJ
Project Vogtle Units 3 & 4 COL Project AN0
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LIQUID AND PLASTIC LIMITS TEST REPORT
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- SOURCE
B-ll64

SAMPLE # IDEPTH/ELEV.I DATE SAMPLED
UD-l 128.0/192.05 I 1/12/07

uses MATERIAL DESCRIPTION
SAND. with c1av (SP-SC)

NM % I LL I PI
95 I 70

ft.

Reviewed by: HJ

76301 Lab no.Project No. 6141-06-0286

I Client GPC c/o SNOC MACTEC ENGINEERING I- Tested by: EH
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LIQUID AND PLASTIC LIMITS TEST REPORT
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NUMBER OF BLOWS

- SOURCE
B-3001

SAMPLE # IDEPTH/ELEV.I DATE SAMPLED
UD-4 1113.51104.90 I 1/23/07

ft.

USCS MATERIAL DESCRIPTION
SILT. sandy (MH)

NM % I LL I PI
63 I 30
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