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B-4014

SAMPLE # IDEPTH/ELEV.I DATE SAMPLED
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USCS
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MATERIAL DESCRIPTION
SAND. clavev (SC)
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- SOURCE
B-4014

SAMPLE # IDEPTH/ELEV,I DATE SAMPLED
SS-25 1103.51117.241 1/22/200

USCS
MH

MATERIAL DESCRIPTION
SILT (MH)

110

NM % I LL I PI
29,9 I 56 I 21

ft.

Reviewed by: HJ

I Lab no,Proiect No, 6141-06-0286

I Client GPC c/o SNOC MAClEC ENGINE.ERING I- Tested by: EH
Project Vogtle Units 3 & 4 COL Project AND

CONSULliNG, INC.
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- B-4034 UD-5 113.5/109.29 3/19/07 MH SILT with shell hash and sand (MH) 53 22

ft

Client GPC c/o SNOC MACTEC ENGINEERING - Tested by: EH Reviewed by: HI
Project Vogt1e Units 3 & 4 COL Project AND

Proiect No. 6141-06-0286 Lab no. 7623 CONSULTINIG, INC.
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Client : GPC c/o SNOC

Vogtle COL Unit 3 & 4
PROJECT: Vogtle Units 3 & 4 COL Project Project number: 6141:"'06-0286

Boring no. Sample no. Depth (ft.) Material description Lab no. % moisture % fines Liquid limit Plastic limit Maximum density
B-1105

B"n08

B-l113

B-1116

S84
SS-3
SS~4

SS-6
8S-8
SS-9

S8-11
SS-13

SS-2
S$,-3
SS-4
S8~6

SS-8

S8-9
SS-l1
SS42

SS-2
SS-4
SS-5
SS-6
S8-8

SS-lO
S8-11

0/257.89 Fc SA.ND,silty (SM)
3.5/254.39 Ft. SAND, silty (SM)
6.01251.89 Ft. SANI),siIty (SM)
11.0/246.89 Ft. SAND, silty (SM)

18.5/239.39 SAND, Clayey(SC)
~3.5/234.39Ft. SAND, clayey (SC)
~3.5/22439Ft. SAND,silty(SM)
~3.5/214.39Ft.SAND, with silt (SP-SM)

1.5/272.06 Ft. SAND, silty (SM)
3..51270.06Ft. SANI), with siU{SP-SM)
6/267.56 Ft. SAND, with silt (SP-SM)

11l262.56tT. SAND, with clay (SP­
SC)

18.5/255.06 SAND, silty (SM)
fT.

~3.5/~50.06 $1. SAND, with sm (SP~8M)
33.5/240.06 SAND, with silt (SP-SM)

f3$.5123S,06 Ft. SAND, clayey (SC)

1.5/~4-8.49 Ft. $AND, with silt (SP;,.SM)
6.0/243.99 Ft. SAND, with silt (SP-SM)
~ .. ?/241.49 Ft. SAND, with silt (SP-SM)
11.0/238.99 Ft.SAND, with silt (SP-SM)
1851231.49Ft. SAND (SP)
28.5/221.49 Ft. SAND (SP)
S3.5/~16.49Ft. CLAY, with Sartd (eL)

7109
7110
7111
7112
7113
7114
7115
7116

7270
7271
7272
7273

7274

7275
7276
7277

7263
7264
7265
7266
7267
7268
7269

83
18.5
12.5
12.9
23.8
16.4
14.8
15.1

125
33.3
17.7
20.0
33,8
22.5
24.8
9.5

24.2
18.8

5.9
ILl

29.2

8.4
7.7
16,6

6.5
6.1
5,9
6.0
4.1
4.9
81.6

69

41

45

19

20

16

B-1118

S8-2
SS-4
S8-6
SS-7
SS~9

SS-ll

1.?1260.32Ft. SANP,'rvithsilt (SP-SM) 7117
6.0/255.82 Ft. SAND, with silt (SP-SM) 7118
1l.0/250.82 Ft. SAND, clayey (SC) 7119
13.5/248.32 Ft. SAND, clayey (SC) 7120
23.5/238.32 Ft. SANp, clayey (SC) 7121
33.5/228.32 Ft. SAND, clayey (SC) 7122

2.4
8.3
8,5
8.8
17.1
14.4

9.5
7.2
18.5
24.9
21.5
15.0

SS-5
SS-8

SS-lO

8.5/249.41 Ft.
18.5/239.41 Ft
28.5/229.41 Ft.

SAND, clayey (SC)
SAND, clayey (SC)
SAND, clayey (SC)

7260
7261
7262

24.6
17.9
17.9 83 32565 of 1625



Client : GPC clo SNOC

Vogtle COL Unit 3 &4
PROJECT: Vogtle Units 3 & 4 COL Project Project number: 6141-06-0286

Boring no. Sample no. Depth (ft.) Material description Lab no. % moisture % fines Liquid limit Plastic limit Maximum density
B-1121

SS-1 0/241.33 Ft. SAND, silty (SM) 7123 10.2 18.4
SS-3 3.5/237.83 Ft. SAND, silty (SM) 7124 13.3 13.4
S8-4 6.0/235.33 Ft. SAND, silty (8M) 7125 12.6 25.0
SS-6 11.0/230.33 Ft. SAND, clayey (SC) 7126 18.6 27.6 35 13
SS-9 t23.5/217.83.Ft. 8AND, clayey (SC) 7127 20.8 15.4 77.0 27.0

B-1123
8S-2 1.5/239;77 Ft. SAND, silty (SM) 7243 12.4
SS-3 3.5/237.77 Ft. SAND, silty (SM) 7244 14.9
S8-4 6.0/235.27 Ft. SAND, with silt (SP-SM) 7245 9.6
SS-6 11.0/230.27 Ft. SAND, clayey (SC) 7246 21.7 31 13
S8"'7 13.5/227.77Ft. SAND, clayey,(SC) 7247 27.5
SS-8 18.5/222.77 Ft. SAND, clayey (SC) 7248 27.5
S8~1O t28.5/212.77Ft. SAND, clayey eSC) 7249 26.1
SS-12 138.5/202.77 Ft. SAND, clayey (SC) 7250 14.1 63 23

B-1124
SS-3 3.5/237.71 FT SAND, with silt (SP-SM) 7308 10.8
S8"'5 8.5/232.71 Ft, SAND, with silt (SP-SM) 7309 6.8
SS-7 13.5/227.71 Ft. SAND, clayey (SC) 7310 20.5
SS-8 18.5/222.71 Ft. SAND, clayey (SC) 7311 14.6 24.8 35 20

SS-1O t28.5/212.71 Ft. SAND, clayey (SC) 7312 25.3
B-1125

SS-2 1.5/239.47 Ft. SAND, silty (SM) 7313 13.6
8S-4 6.0/234.97 Ft. SAND, with silt & gravel 7314 8.2

(SP"'SM)
SS-6 11.0/229.97 ft. SAND, silty (SM) 7315 13.5
8S-8 18.5/222.47 Ft. SAND, clayey (SC) 7316 17.3 35 22
SS-1O t28.5/212.47 Ft. Silt, with sand (MH) 7317 77.6 121 58

B-1127
SS-3 3.5/216.17 Ft. SAND,clayey,(SC) 7128 13.5 22.9 32 20
8S..:6 11.0/208.67Ft. SAND,clayey (SC) 7129 16.1 22.4 46 22
SS-8 18.5/201.17 Ft. SAND,with Silt (SP-SM) 7130 9.7 9.5
S8-9 t23 .5/196.17 Ft. SAND,silty (SM) 7131 15.1 19A

B-1130
UD-1 28.5/188.96 SAND, clayey (SC) 7476 16.5
UD-3 38.5/178.96 SAND, with clay (SP- 7478 6.7

SC)
B-1132

00-3 38.5/180.23 CLAY, sandy (CL) 7483 85 33566 of 1625



Vogtle COL Unit 3 & 4
Client : GPC c/o SNOC PROJECT: Vogtle Units 3 & 4 COL Project Project number: 6141-06-0286

Boring no. Sample no. Depth (ft.) Material description Lab no. % moisture % fines Liquid limit Plastic limit Maximum density
B-1133

B-1136

un-l
UD-2
UD-3

2~.0/l93.2Q

33.0/188.20
38.0/183.20

SA~JD, silty (SM)
SAND, silty (SM)

CLAY(CL)

7484
7485
7486

39.1
14.4
66.2

UD...2 33.5/188.15 SANI),siItyc1ay~y(Sp.. 7487
...

SM) .
UD-3 38.5/183.15 SAND, clayey (SC) 7488

SS~2 1.5/214.32 Ft. SAND,clayey (SC) 7132
S8-4 6.0/209.82 Ft. SAj'-JD,sUty ($1\1) 7133
SS-6 11.0/204.82 Ft. SAND,with silt (SP-SM) 7134
S$...8 18.5/19732 Ft. SAND, silty (SM) 7135
SS-lO ~8.5/187.32 Ft. SAND,clayey (SC) 7136

6.0/79.7 Ft. CLAY(CH) 6835
11.0/74.70 CLA-Y,silty{CL..ML) 6836

28.5/57.20 Ft. SAND with clay (SP-SC) 6839
53.5/32.20 Ft. SAND,with silt (SP-SM) 6843
68.5/17.20 Ft. SAND, with silty clay 6844

(SP-SC)
78.517.20 Ft. SAND, with silt (SP-8M) 6845

98.5/-12.80 Ft. SAND, silty, clayey (SC- 6847

3.5/81.45 Ft. SAND,with gravel(SP)
11.0/73.95ft SiltY,with sand (ML)
28.5-30.0 ft SAND (SP)
33.5-35.0 ft CLAY, with silt (CL)
48.5/36.45 ft SAND (SP)
68: 5/16.45 ft ... SAND;withclay (SP-SC)
83.5/1.45 Ft. SAND (SP)
88.5 ...90.0 ft CLAY (CL)

103.5/-18.55 ft SAND,with clay (SP-SC)
113.5/-28.55 SAND, with ~ilt (SP-SM)
148.5/-63.55 CLAY. with sand (CL)

24

58

NP
17.8

21.5
NP
41.0

39.0

39
33.8

65

107

37.3
NV
55.4

100
44.1

NY
34.3

111.9

19.9

36.9
I

18.0 34.5
13.0 12.3
13.3 5.6
20.0 17.8
31.4 32.7

19.8 18.1
I 16.1

30.7

2.6
42.5 ....
16.8
553
23.9 4.3
25.2 .

14.0 4.3
58.1
20.8 8.0
165
14.70

90.9
56.2

6.5
7.5
5.1

6.3
12.1

7490
7491
7492

6824
6825
6826
6827
6828
6829
6830
6831
6832
6833
6834

SAND, silty (SM)
$A-"fJD,siltY(SM)
SAND, silty (SM)

28.5/188.18
33.5/183.18
38.5/178.18

SS-4
S8"6
SS-lO
S843
SS-16

8S-18
SS-21

UD-1
UD"2
UD-3

SS-3
S$-"6
SS-lO
88..11

SS-14B
88-,,18
SS-21
S8~22

SS-25
S8-27
SS-34

BH155

B-'1156

B-"1139

B-'1138

567 of 1625



Client : GPC c/o SNOC

Vogtle COL Unit 3 &4
PROJECT: Vogtle Units 3 & 4 COL Project Project number: 6141-06-0286

Boring no. Sample no. Depth (ft.) Material description Lab no. % moisture % fines Liquid limit Plastic limit Maximum density
SM)

B-1157
SS-3 3.5/83.27 Ft. SAND (SP) 6848 17.5 1.1
SS-6 11.0/75.77 SILT (ML) 6849 58.4 39.0 26.4
S8;8 18.5/68.27 SILT (ML) 6850 49.9 59.3 42.0

SS-l1 33.5/53.27 SILT (ML) 6851 38.4 56.0 22.4
SS-14A 48.5/38.27 CLAY (CL) 6852 44.4 17.0
SS-16 58.5/28.27 Ft. SAND,clayey (SC) 6853 32.9 23.3
SS-19 73.5/13.27 ft SAND,witb clay (SP-SC) 6854 33.7 11.3
SS-21 83.5/3.27 Ft. SAND (SP) 6855 25.1 3.3
SS-25 103.5/-16.73 ft SAND,silty,cfayey (SC- 6856 32.8 26.6

SM)
SS-26 108.5/-21.73 CLAY, silty with sand 6857 26.7 42.5 19.5

(CL-ML)
B,-1159

SS-3 3.5/85.20 SILT (ML) 6858 58 30
SS-6 11/77.70. CLAY, silty (eL-ML) 6859 50 28
SS-8 18.5/70.20 6860 NY NP
SS'-8 18.5/70.20 STLT, clayey (ML) 6860 NY NP

SS-12 38.5/50.20 Ft. GRAVEL,silty with sand 6861 20.4
(GM)

SS-14 48.5/40.20 Ft. SAND,clayeYeSC) 6862 15.2
SS-16 58.5/30.20 Ft. SAND,with clay (SP-SC) 6863 11.7
SS-22 88.5/-2.4 6871 69 27

B-1l61
SS-3 3.5/82.60 CLAY, silty eCL-ML) 6864 56 32
SS-4 6/80.10 CLAY, silty (CL-ML) 6865 36 23
SS-6 11/75.10 CLAY, silty (CL-ML) 6866 40 25

SS-lO 28.5/57.60 Ft. SAND (SP) 6867 4.2
SS-l1 33.5/52.60 SILT (MIl) 6868 78 41
SS-12 38.5/47.60 SILT(MH) 6869 86 47
SS-14 48.5/37.60 Ft. SAND, with silf(SP-SM) 6870 8.5
SS-22 88.5/-2.40 CLAY, sandy (CL) 6871 69 27

B-1162
SS-3 3.5/82.05 CLAY, silty (CL-ML) 6872 58 28
8S-4 6-7.5 Ft. 6873 50 29
SS-6 11-12.5 Ft. 6874 NY NP

SS-10 33.5-35.0 Ft. 6876 ,.,,., 20.).)

SS-l1 38.5-40 Ft. 6877 38 20568 of 1625



Client : GPC c/o SNOC

Vogtle COL Unit 3 &4
PROJECT: Vogtle Units 3 & 4 COL Project Project number: 6141-06-0286

Boring no. Sample no. Depth (ft.) Material description Lab no. % moisture % fines Liquid limit Plastic limit Maximum density
SS-13A 48.5/37.05 SAND, with silt (SP-SM) 6878 10.8
00-2 53.5/32.05 CLAY, silty with sand 7626 4.8 50 19

(CL':ML)
SS-16 73.5/12.05 SAND, with silty clay 6879 6.1

(SP-SC)
8S-20 93.5-95.0 Ft. 6880 87 33
SS-26 138.5/-52.95 SAND,silty (SM) 6882 13.9

Ft.
SS~29 158.5/-72.95 SAND,c1ayey (SC) 6883 34.8

Ft.
00-7 168.5/-82.95 SAND, clayey (SC) 7629 19.1 56 21
8S-'31 188.5-190.0 6885 51 25

Ft.
B-1l63

S8-2 1.5...3 Ft. Reddish Brown 6886 65 35
SS-3 3.5-5 Ft. Brown 6887 58 33

S8"10 28.5-30 Ft. Yellow Brown 6888 68 29
SS-11 33.5-35 Ft. Grey 6889 60 25
SS-12 38.5-40Ft. 6890 64 30
SS-15 53.5/32.45 Ft. SAND, (SP) 6891 4.7
SS-19 73.5/12.45 Ft. SAND,with silt (SP-SM) 6892 8.0
SS-22 88.5-90 Ft. 6893 98 38

B-1l64
00-1 28.0/192.05 SAND, with silt (SP-SM) 7630 95 25
00-2 38.0/182.05 SAND, clayey (SC) 7631 33.3 70 27
UD-4 98.0/122.05 SILT, with sand (MH) 7633 66.2 66 34

B-1185
SS-2 1.5/225.28 Ft. SAND,with silt (SP-SM) 7137 7.8 10.1
S8-4 6.0/220.78Ft. SAND,clayey (SC) 7138 11.0 20.5 46 15
SS-6 11.0/215.78 Ft. SAND,clayey (SC) 7139 16.3 28.0 75 26
SS~ll 133.5/193.28 Ft. SAND,c1ayey (SC) 7140 34.4 .. 22.3 96 33

B-1186
S8-1 0/277.51 Ft. SAND,with silt (SP-SM) 7141 6.9 ... 9.2
SS-3 3.5/274.01 Ft. SAND,with silt (SP-SM) 7142 8.8 9.4
S8-5 8.5/269.01 Ft. SAND, clayey (SC) 7143 15.6 23.8
SS-7 13.5/264.01 Ft. SAND,clayey (SC) 7144 19.3 32.4 57 22

SS-12 138.5/239.01 Ft. SAND,si1ty,ciayey(SC- 7145 23.6 21.8
SM)

B-1189 569 of 1625



Client : GPC c/o SNOC

Vogtle COL Unit 3 &4
PROJECT: Vogtle Units 3 & 4 COL Project Project number: 6141-06-0286

Boring no. Sample no. Depth (ft.) Material description Lab no. % moisture % fines Liquid limit Plastic limit Maximum density
SS-2 1.5/278.48 Ft. SAND,with silt (SP-SM) 7318 7.4
SS-4 6.0/273.98 Ft. SAND,{SP) 7319 4.1
SS-6 11.0/268.98 Ft. SAND, clayey (SC) 7320 21.8
SS·q L3.5/266.48 Ft. SAN;D,clayey (SC) 7321 393 53 27
SS-8 18.5/261.48 Ft. SAND,clayey(SC) 7325 37.6 59 25
S5~10 128.5/251.48 Ft. SAND,silty(8M) 7322 23.7
SS-12 38.5/241.48 Ft. SAND,clayey (SC) 7323 28.7 42 22
SS;':}4 48.5/231 .48 Ft. SAND,with silt(S}>-SM) . 7324 8;6

B-1194
SS-l 0/199.58 SAND, with silt (SP-SM) 7026 6.6
SS-3 3.5/196.08 SAND, with silt (SP-8M) 7027 7.1 NY NP
SS-5 8.5/191.08· SAND, silty (SM) 7028 22,1 NY NP
SS-7 13.5/186.08 SAND, silty (SM) 7029 29.5
85-9 23.5/176.08 SAND,cIayey (SC) 703'0 20.7
SS-l1 33.5/166.08 SAND, with silt (SP-SM) 7031 10.8
SS,;;13 43.5/156.08 SAND, with clay (SP- 7032· 11.8

SC)
B-1196

SS-1 0/221.11 SAND, with silt (SP-SM) 7040 7.0
S8-3 3.5/217.61 SAND, with silt (SP-SM) 7041 7.4
SS-5 8.51212.6i SAND, with silt (SP-SM) 7042 6.7
SS-5 8.5/212.61 SAND, (SP) 7042 6.7
S8·--7 135/207.61 SAND, silty (SM) 7043 17.4 NY NP
SS-9 23.5/197.61 SAND, silty (SM) 7044 18.4 NY NP

SS'-11 33:5/187.61 SAND, clayey (SC) 7045 31.7
SS-13 43.5/177.61 SAND, clayey (SC) 7046 21.6

B-3001
SS-2 1.5/216.90 Ft. SAND,silty (SM) 7278 25.1
8S-4 6.0/212.40 Ft. SAND, with silt (SP-8M) 7279 7.4
SS-6 11.0/207.40 Ft. SAND,silty (SM) 7280 30.3
S8-7 13.51204.90 Ft. SAND,silty (8M) 7281 27.7
SS-8 18.5/199.90 Ft. SAND,silty (SM) 7282 20.0

S8'-10 785/189.90 Ft. SAND,silty (SM) 7283 28.5
SS-l1 33.5/184.90 Ft. SAND,silty (SM) 7284 29.7 34.2
SS-12 385/179.9 Ft. SAND,clayey (SC) 7285 25.7
SS-13 43.5/174.90 Ft SAND with silt (SP-SM) 7286 6.1
SS-15 53.5/164.90 Ft. SAND (SP) 7287 4.8
SS-16 58.5/159.90 ft. SAND,with silt (SP-SM) 7288 6.4
UD-4 113.5/104.90 CLAY, sandy (CH) 7495 57.8 63 33570 of 1625



Client : GPC c/o SNOC

Vogtle COL Unit 3 & 4
PROJECT: Vogtle Units 3 & 4 COL Project Project number: 6141-06-0286

Boring no. Sample no. Depth (ft.) Material description Lab no. % moisture % fines Liquid limit Plastic limit Maximum density
UD-5 133.5/84.90 CLAY, ~andy (CL) 7496 67.5 47 23
UD-8 173.5/44.90 SAND, clayey (SC) 7498 11.6 43 24

UD-10 208.5/9.90 SAND, wit1~ clay (SP- 7500 17.0 74 28
SC)

B-3002
SS-3 3.5/2] 5.39 SAND, silty (SM) 7657 18.7
SS-4 6.0/212.89 SAND, silty,clayey (SC- 7658 35.2

SM)
SS-8 18.5/200.39 SAND, silty,clayey (SC- 7659 17.5

... I . SM) .
. ....

SS-12 38.5/180.39 SAND, with silty clay 7660 11.7
(SP-SC)

$S-15 53.5/165.39 SAND, with silty clay 7661 6.3
I. (SJ?~SC)

SS-17 63.5/155.39 SAND, clayey (SC) 7662 47.0 15.7 137 31
SS-22 88.5/130.39 Silt (MH) 7663 47.9 97.5 93 46
UD-1 97.0/121.89 SILT (MH) 7502 75.1 94 40
SS"'25 108.5/11 0.39 CLAY with sand (CH) 7664 33.4 70.2 93 35
UD-2 113.5/105.39 SAND, clayey (SC) 7503 46.1 85 35

B-3003
SS-2 1.5/216.79 SAND, clayey (SC) 7665 33.3ISS-4 6.0/212.29 I SAND, silty (SM) 7666 18.9
SS-9 23.5/194.79 SAND, silty (SM) 7667 14.7

S8-11 33.5/184.79 Silt, sandy (ML) 7668 55.3
SS-15 53.5/164.79 SAND, with silt (SP-SM) 7669 10.1
SS;:.16 58.5/159.79 SAND, silty (SM) 7670 15.4
SS-22 88.5/129.79 SILT (MH) 7671 42.3 95.4 98 45
SS-23 93.5/124.79 SILT (MH) 7672 48.8 88.3 95 43
SS-24 113.5/104.79 Gravel, clayey with sand 7673 22.0 40.8 60 32

(GC)
SS-27 1285/89.79 CLAY, with sand (eL) 7674 28.5 76;7 49 27
UD-5 148.0170.29 CLAY, (CH) 7505 63.7 55 21
I.JD~6 163.0/55'.29 SAND, clayey (SC) 7506 20;8

B-3004
SS~3 3.5/215.01 SAND Clayey (SC) 7675 24.1
SS-5 8.5/210.01 SAND, clayey (SC) 7676 27.6
SS-8 18.5/200.01 SAND, with silt (SP-SM) 7677 7.3
SS-12 38.5/180.01 SAND, clayey (SC) 7678 28.2 22.8 63 31
SS-14 48.5/170.01 SAND, clayey (SC) 7679 13.9571 of 1625



Client : GPC c/o SNOC

Vogtle COL Unit 3 & 4
PROJECT: Vogtle Units 3 & 4 COL Project Project number: 6141-06-0286

3.5/215.7 SAND, clayey (SC)
11.0/208.20 SAND, silty ($M)
23.5/195.70 SAND, clayey (SC)
48.5/170.70 SA."NP,with silt (8P:'8M)
93.0/126.20 CLAY, silty (CL-ML)
L0351115.70 .····SILJ(1\1FT)
123.5/95.70 CLAY, with sand (CFT)
138.0/81.20 CLAY, silty (CL-ML)

97 53
80 43
60 32

34 18
NV NP
47 21
NV NP

lQ9 47
50 24
52 24

Boring no.

:8:.3005

B-3006

Sample no.
88-1.6
UD-1
88,,23
SS-26

SS-3
88:..6
SS-9

88,,14
UD-1
88-23
SS-25
tJI)..:4

Depth (ft.)
58.5/160.01
93.0/125.51
98.•5/120.01
118.5/100.01

.....

Material description
SAND, with silt (SP"$M)

CLAY (CL)
$ILT(MH)
SILT (MH)

Lab no.
7680
7507
7681
7682

7683
7684
7685
7686
7509
7687
7688
7512

% moisture

32.2
39.1

14.1
5.9

12.2
19.2

38.5
29.8

% fines
5.3

92.6
72.8

23.5
14:0
12.8
9.6

92.7
89.6
75.1
65;0

Liquid limit Plastic limit Maximum density

8S-4

SS-7

S8"9
88-15

8S"23
SS-25
88-30
SS-33

6/211,59

13.5/204.09

23.5/194.09
53.5/164.09

93.5/124.09
103.5/114.09
128.5/89.09
143.5/74.09

Si\N.Q,si1ty, clayey(SC> 7689
8M)

SAND, silty, clayey (SC- 7690
SM)

8AND silty(SM) I 7691
SAND, with silty clay 7692

(SP-SC)
SILT, witI1Sf\ll(J (MH) 7693

SILT (MH) 7694
CLAY(CIJ) 7695

Gravel, clayey with sand 7696
(GC)

31.9
42.2
27.9
14.3

30.5

19d
7d

70.7
91.2
77:9
2904

67
80
43
49

39
42
26
20

B:.3008

SS-5
88-9
8S-14

S8-23
SS-26

8.5/212.28
23.5/197.28
48.5/172.28

93;5/127.28
108.5/112.28

SAND, silty (SM)
$i\ND,$ilty (8M)

SAND, with silty clay
(SP-SC)

$ILT.(MFT)
CLAY(CH)

7697
7698
7699

7700
7701

42.2
41.6

20.1
19.7
10.5

91.4
89.2

112
88

64
37

SS-2
S8-3
SS-4
S8-6
SS-9

1.5/216.36 Ft. SAND,clayey (SC)
3.5/214.36 Ft. SAND,clayey (SC)
6.0/211.86Ft. SAND,clayey (SC)

11.0/206.86 Ft. SAND,clayey (SC)
~3.5/194.36 Ft. SAND,with silt (SP-SM)

7251
7252
7253
6810
7254

15.1

22.2
27.6
24.5
20.9
lOA572 of 1625



Client : GPC c/o SNOC

Vogtle COL Unit 3 &4
PROJECT: Vogtle Units 3 & 4 COL Project Project number: 6141-06-0286

Boring no. Sample no. Depth (ft.) Material description Lab no. % moisture % fines Liquid limit Plastic limit Maximum density
SS-lO 28.5/189.36 Ft. SAND,clayey (SC) 7255 26.6 55 25
SS-11 33.5/184.36 Ft SAND,silty,clayey (SC- 7256 31.5

8M)
SS-12 B8.5/179.36 Ft. SAND,silty,clayey (SC- 7257 31.1

SM)
8S-13 ~3.51174.36 Ft. SAND,silty,clayey (SC- 7258 14.5 42 23

SM)
SS-15 53.5/164.36 Ft. SAND, with clay (SP- 7259 5.4

SC)
8S,.16 58.5/159.36 Ft. SAND,clayey (SC) 6811 31.4 15.6
SS-27 113.5/104.36 SILT 6812 52.12 57.6 35.5

Ft.
8S...29 123.5-125.Ft. Gray & Tan Clayey 6813 41.4 61.0 29.5

B-3009
S8-4 6/211.85 SAND silty (SM) 7702 21.3
SS-9 23.5/194.35 SAND with silt (SP-SM) 7703 6.8

SS-13 43.51174.35 SAND siltY (SM) 7704 14.8
SS-24 98.5/119.35 CLAY with sand (CH) 7705 32.4 71.4 65 31
SS-30 128.5189.35 CLAY, sandy (CL) 7706 24.8 65.9 46 22

B-3010
SS-3 3.5/216.19 SAND, clayey (SC) 7707 21.6
SS-5 8.5/211.19 SAND, clayey (SC) 7708 39.3
S8-8 18.5/201.19 SAND, with silt (SP~SM) 7709 8.3

SS-25 108.5/111.19 CLAY (CL) 7710 36.8 90.8 ND ND
S8-28 123.5/96.19 CLAY, sandy (CL) 77] ] 22.0 56.1 41 21
UD-2 128.5/91.19 CLAY (CL) 7514 75.4
SS-31 143.5/76.19 CLAY, sandy (CL) 7712 24.7 62.2 45 21

B-3013
UD-l 98,5/122.01 SILT (MIl) 7515 60.4 66 37

B-3015
88-3 3.5/218.28 SAND, silty (SM) 7713 12.4 16.0
SS-5 8.5/213.28 SAND, clayey (SC) 7714 15.0 42.1

SS--12 38.51183.28 SAND, silty, c:layey{SC- 7715 38:2 29.0
SM)

SS-14 48.5/173.28 SAND, with silt (SP-SM) 7716 24.0 9.8
SS-25 103.5/118.28 SILT (ME) 7717 42.4 85.5 50 30

UD-1C 121.5/100.28 CLAY, silty (CL-ML) 7520 62.2 52 27
B-3017

SS-1 0/222.10 Ft, SAND, clayey (SC) 7295 14.4573 of 1625



Client : GPC c/o SNOC

Vogtle COL Unit 3 &4
PROJECT: Vogtle Units 3 & 4 COL Project Project number: 6141-06-0286

Boring no. Sample no. Depth (ft.) Material description Lab no. % moisture %fmes Liquid limit Plastic limit Maximum density
SS-3 3.5/218.6 Ft. SAND,clayey (SC) 7296 15.8
S5-5 8.51213 .60 Ft. SAND, silty (SM) 7297 19.0
SS-7 13.5/208.60 Ft. SAND, clayey (SC) 7298 31.6
SS-'9 123;5/198.60 Ft. SILT {N1I-!) 7299 955 107 52
UD-l 93.0/129.10 SILT (MH) 7522 68.7 65 36

B-3018
SS-4 6.0/213.80 SAND, clayey (SC) 7718 8.1 13.9
SS-7 13.5/206.30 SAND, clayey (SC) 7719 15.9 19.9
SS-lO 28.5/191.30 SAND, silty (SM) 7720 20.1 19.3
SS-25 108.5/11] .30 CLAY,siltY (CL-ill) 7721 32.0 69.1 66 33
UD-2 113.5/106.30 SILT (MH) 7525 75.7 63 37
S5-28 128.5/91.30 CLAYCGL) 7722 24.9 75.1 46 22
SS-31 143.5/76.30 CLAY, silty with sand 7723 28.3 75.6 34 23

(CL-ML)
B-3019

SS-3 3.5/218.92 SAND, silty (SM) 7724 34.5
SS-8 18:5/203.92 SAND, silty (SM) 7725 17.8

SS-25 108.5/113.92 SILT(MH) 7726 38.9 84.9 71 35
UD-2 113.5/108.92 GRAVEL, silty (GM) 7528 30.3
SS-26 123.5/98.92 CLAY(ClI) 7727 38.4 85.6 55 28

B-J021
UD-2 148.5/74.69 SAND, with silt (SP-SM) 7533 7.9
UD-3 153.5/69.69 SAND, silty (SM) 7534 19.3 12,5

B-3023
UD-2 103.0/119.81 CLAY (ClI) 7536 44.8 62 26

B-3024
S5-3 3,5/216.66 SAND, silty (SM) 7728 13.5
SS-6 11.0/209.16 SAND, silty (SM) 7729 24.9
SS-8 18.5/201 :66 SAND, clayey (SC) 7730 30.8
SS-ll 33.5/186.66 SAND, clayey (SC) 7731 41.6
SS-15 53.5/166.66 SAND, clayey (SC) 7732 13.2
SS-17 63.5/156.66 SAND, with clay (SP SC 7733 8.4
UD-2 111.5/102.66 CLAY, silty (CL-ML) 7540 69.1 67 32

B-3025
SS-4 6.0/212.21 SAND; clayey (SC) 7734 22.8
SS-7 13.5/204.71 SAND, clayey (SC) 7735 24.0

SS-10 28.5/189.71 SAND, clayey (SC) 7736 15.2
SS-11 33.5/184.71 SAND, clayey (SC) 7737 38.3
UD-2 133.5/84.71 CLAY, with sand (elI) 7542 64.9 53 23574 of 1625



Client : GPC c/o SNOC

Vogtle COL Unit 3 & 4
PROJECT: Vogtle Units 3 & 4 COL Project Project number: 6141-06-0286

Boring no. Sample no. Depth (ft.) Material description Lab no. % moisture %fmes Liquid limit Plastic limit Maximum density
B-3026

UD-l 28.5/187.26 SAND, clayey (SC) 7543 24.0
UD-3 38.51177.25 SAND, clayey (SC) 7545 20.6

B-3030
UD-l 30.0/191.99 SAND with silt (SP-SM) 7589 8.1
7590 35.0/186.99 SAND, silty (SM) 7590 6.7

B-3031
UD-2 33.5/189.20 SAND, silty (SM) 7593 17.4 23.4
00-1 30.01192.70 SAND (SP) 7592 22.0 4.3

B-3033
UD-l 13.5/208.76 SAND, with silt (SP,-SM) 7595 8.5
UD-2 28.5/193.76 SAND, silty (SM) 7596 24.9 14.7
UD~3 33.5/188.76 SAND; with silt (SP-SM) 7597 18.3 9.6 '.'

B-3034
UD~l 28.$/196.17 Sand, with silt (SP-SM) 7599 17.2 10.5
UD-2 33.5/191.17 Sand, silty (SM) 7600 14.2
UD-A 118.5/166.] 7 SILT, sanoy (MH) 7602 69.0 68 36
UD-5 138.5/86.17 SAND, clayey (SC) 7603 15.5 40 19

B-3035
UD-l 95.5/123.84 SILT (MH) 7546 90.8 93 47

B-3036
SS-3 3.5/214.37 Ft. SAND, silty (SM) 6799 13.3 19.2
S5-6 11/206.87 Ft. SAND, silty (SM) 6800 13.3 15.8

SS-11 33.5/184.37 Ft. SAND, clayey (SC) 6801 46.9
SS-13 43.5/174.37 Ft SAND, silty (SM) 6802 39.5 12.9
SS-18 :r. SAND, clayey (SC) 6803 23.568.5/149.37 Ft.
S8-21 83.5/134.37 Ft. SILT, sandy (ML) 6804 60.1 62.1
SS-22 88.5/129.37 Ft. SAND, silty (SM) 6805 48.4 46.4
SS-24 985..100 Ft. Gray Clayey 6806 34.8 68.6 37.4
SS-27 113.5-115 Ft. Greenish Brown Clayey 6807 33.3 51.0 25.8
S5'-35 153.5/64.37Ft. SAND, with day (SP- 6809 20.0 9.5

SC)
B-4001

SS~2 1.5/217.38 Ft. SAND, silty (SM) 7289 12.6
SS-5 8.5/210.38 Ft. SAND, clayey (SC) 7290 25.4 49 24
SS-7 13.5/205.38 Ft.SAND, with silt (SP-SM) 7291 8.2
SS-9 23.5/195.38 Ft. Clay,si1ty with sand (CL- 7292 57.2 110 49

ML)
58-II [33.5/185.38 Ft. SAND,clayey (SC) 7293 21.2575 of 1625



Client : GPC c/o SNOC

Vogtle COL Unit 3 &4
PROJECT: Vogtle Units 3 & 4 COL Project Project number: 6141-06-0286

Boring no. Sample no. Depth (ft.) Material description Lab no. % moisture % fines Liquid limit Plastic limit Maximum density
S8"'13 ~3.5/175.38 Ft. SAND, silty (SM) 7294 27.7 50 30
SS-23 93.5/125.38 SILT, with sand (ML) 7738 45.3 81.7 101 54
SS-25 108.5/1 10.38 SILT, sandy (MH) 7739 29.8 67~O 51 29
SS-28 138.5/80.38 SILT, with sand (ML) 7740 26.7 79.8 38 25
8$"-29 143.5/75.38 CLAY, with saJ1d (eli) 7741 30.2 74.2 56 26
SS-31 153.5/65.38 CLAY, with sand (CL) 7742 28.2 73.2 44 22

-B-4001
UD-3 118.5/100.38 SAND, silty (SM) 7550 44.1 96 59
UD-5 133.5/85.38 SILT(ML) 7551 57.1 50 28
UD-7 178.5/40.38 SAND, silty (SM) 7553 25.2
00-9 238.5/-19.62 SILT, sandy (ML) 7555 69.6 45 27

UD-12 298.5/-79.62 SAND, silty (SM) 7557 13.7
UD-13 308.;;/:-$9.62 C~AY(CL) 7558 I,' 67.4 49 22
UD-8 198.5/20.38 SAND, silty (SM) 7554 27.9 19.7

R4002 I
SS-4 6.0/213.06 SAND, with silt (SP-SM) 7743 8.0
S8"'7 13.5/205.56 SAND,clayey (SC) 7744 47.2
SS-9 23.5/195.56 SAND, silty (SM) 7745 13.3

S8-11 33.5/185.56 SAND, clayey (SC) 7746 36.2
SS-16 58.5/160.56 SAND, with silt (SP-SM) 7747 10.2
S8-19 73.5/145.56 SAND, with silt (SP-SM) 7748 6.2
SS-23 103.5/115.56 SILT, with sand (MH) 7749 40.2 80.7 81 38
$8-26 118.57100.56 CLAY (CH) 7750 38.9 87.0 78 35
SS-30 143.5/75.56 CLAY, sandy (CL) 7751 30.3 69.6 49 23
UD.;;3 173.5/45.56 SAND, silty (SM) 7562 504

B-4003
SS-4 11.0/207.99 SAND, clayey (SC) 7752 20.8

SS-1O 28.5/190.49 SAND, clayey (SC) 7753 22.4 28.8
88-14 48.5/170.49 SAND, clayey (SC) 7754 20.3
SS-24 98.5/120.49 SILT (ME) 7755 50.8 94.1 98 51
SS~26 108.5/110.49 SILT, sandy (MH) 7756 30..2 63.0 61 32
SS-32 148.5170.49 CLAY, with sand (CL) 7757 25.5 74.3 45 25
UD"-5 201.0/17.99 SAND, silty (SM) 7566 L8.3 I'
UD-6 248.5/-29.51 SAND, silty (SM) 7567 17.8

B"'4004
SS-5 8.5/209.95/ft. SAND, silty (SM) 6814 14.7 24.9
S8-6 11/207AS SAND, silty (SM) 7758 22.5
SS-8 18.5/199.95 Ft.SAND, with silt (SP-SM) 6815 12.6 7.2

3S-11 133.5/184.95 Ft. eLAY, sandy (CL) 6816 56.9576 of 1625
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