
UNCONFINED COMPRESSION TEST REPORT
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Project: Votgle COL Location: B-4001 UD-3 Project No.: 6141060286

Boring No.: B-4001 Tested By: BM Checked By: HJ

ilMACTEC
Sample No.: UD-3 Test Date: 6/14/07 Depth: 118.5'

Test No.: 7550 Sample Type: Undisturbed Elevation: 100.38'
"~~;lI~"lrlr~J:.t.h,.."',.mllJ~~;l .\ 1,,'\1,;, t',"_)fll"~,

,"" ..·_,·.....,..·... .n",..."",''''~ .. '''''''r·..:.:''''''t,,_\lY'"''
Description: silty (SM)SAND,
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Symbol Q)

Test No. 7551

Diameter, in 2.8675

Height, in 5.5915

"6 Water Content, % 15.37
:.:-
'c Dry Density, pet 114.9-

Saturation, % 88.92

Void Ratio 0.467

Unconfined Compressive Strength, psi 63.38

Undrained Shear Strength, psi 31.69

Time to Failure, min 34542

Strain Rate, %/min 1

Estimated Specific Gravity 270

Liquid Limit 50

Plastic Limit 28

Plasticity Index 22

Failure Sketch
~

,---, ,--- --~

:

N : :

:_) --- --- ---

Project: Votgle COL

Location: 8-4001 UD-5

ltlMACTEC
Project No.: 6141060286

Boring No.: B-4001
'1ll,Ji<"''''(''.J~f.I;''''rjir""-",~:,.,i~\<";,.""",,,.,,,

.."' ...""_'"' ......,"" ........~"'~".,,.,..I""' .• .,<...,',,....... ,''' •.r
Sample Type: Undisturbed

Description: CLAY (CL)

Remarks: UNCONFINED COMPRESSION TEST REPORT by ASTM D2166-00e1

Thu, 27-SEP-2007 15:02:59
642 of 1625



UNCONFiNED COMPRESSiON TEST REPORT
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Project: Votgle COL Location: 8-4001 UD-5 Project No.: 6141060286

Boring No.: 8-4001 Tested By: BM Checked By: HJ

IitlMACTEC
Sample No.: UD-5 Test Date: 6/14/07 Depth: 133.5'

Test No.: 7551 Sample Type: Undisturbed Elevation: 85.38'
'n,;I""",il!"'J :;n·lv,"'''Ir~'.''''}.\\~'W'''\''''''i<'\''''

',,""'_.,,' "", '" ,'..•"......_',.;0"'" ,,"v,~·~'<:."~,' "'M"''''·",....·,
Description: CLAY (CL)

Remarks: UNCONFINED COMPRESSION TEST REPORT by ASTM D2166-00e1
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Symbol (9

Test No. 7552

Diameter, in 2.8565

Height, in 5.9947

"0 Water Content, % 25.93
:;:;
·2 Dry Density, pet 97.09-

Saturation, % 95.12

Void Ratio 0.736

Unconfined Compressive Strength, psi 49.22

Undrained Shear Strength, psi 24.61

Time to Failure, min 2.5959

Strain Rate, %/min 1

Estimated Specific Gravity 2.70

Liquid Limit ---
Plastic Limit ---

Plasticity Index ---
Failure Sketch

ill
~

:
--- --- --- ---

Project: Votgle COL

Location: B-4001 UD-6

1IMACTEC
Project No.: 6141060286

Boring No.: 8-4001
,,'~~IIll",rhJ~11·J~V."n"rl,:!.lh,f,11"~lIif!1.l1~.'W,"'"

~""" .."""",",, "r.A'"'''-'''''':''~''''''''''''''l'''''i':I''''' t·........""·,,

Sample Type: Undisturbed

Description: SILT (ML) (Visual)

Remarks: UNCONFINED COMPRESSION TEST REPORT by ASTM D2166-00e1 HI 7 (?407
Fri, 27-JUL-2007 15:28:43
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Project: Votgle COL Location: B-4001 UD-6 Project No.: 6141060286

Boring No.: B-4001 Tested By: BM Checked By: HJ

,'-MACTEC
Sample No.: UD-6 Test Date: 6/14/07 Depth: 158.5'

Test No.: 7552 Sample Type: Undisturbed Elevation: 60.38'
,;n.,J1W"lllrz..J~,.I(>".....-;ln...,lb.!.li ..·ul"'I',"y... Il.,...

,.,...,"'''......,....,~._......._.,..,'';.<''''''' ...'",...,.,.:f.--)<'..,,«_'''''"'''
Description: SILT (ML) (Visual)

Remarks: UNCONFINED COMPRESSION TEST REPORT by ASTM D2166-00e1
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Symbol <9
Test No. 7555

Diameter, in 2.8312

Height, in 6.0052
- Water Content, % 18.630
:;:;
'c Dry Density, pcf 112.5-

Saturation, % 101.00

Void Ratio 0.498

Unconfined Compressive Strength, psi 102.2

Undrained Shear Strength, psi 51.09

Time to Failure, min 4.3833

Strain Rate, %/min 1

Estimated Specific Gravity 2.70

Liquid Limit 45

Plastic Limit 27

Plasticity Index 18

Failure Sketch [
~-~

, , --- --- ---

Project: Votgle COL

Location: 8-4001 UD-9

~MACTEC
Project No.: 6141060286

Boring No.: B-4001
"l'l<Jl'w,·,d..,.,"',.·lt......l1.UI.lh.!.l;"'~:.<,·'I',m;m ....

,"'..,.... ,.......... ",.""',..._."..,~~"',..""'''''Y"''',.:,.'''' "~..V<',,.;;;,
Sample Type: Undisturbed

Description: SILT, sandy (ML)

Remarks: UNCONFINED COMPRESSION TEST REPORT by ASTM D2166-00e1 f/j 7/3"jq'7
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Project: Votgle COL Location: B-4001 UD-9 Project No.: 6141060286

Boring No.: B-4001 Tested By: BM Checked By: HJ

#i/MACTEC
Sample No.: UD-9 Test Date: 6/14/07 Depth: 238.5'

~ Test No.: 7555 Sample Type: Undisturbed Elevation: -19.62'
',n.}illll"'l(lrn, ~wr ;;'·o(rjll"".l~'.~ ,11"{:<"'V,.lM~Jw

.''''''"",'"""",",,H'''~'''''-''''''''''''''''''''''''''''':.''''''''''''''h:''

Description: SILT, sandy (ML)

Remarks: UNCONFINED COMPRESSION TEST REPORT by ASTM 021 66-00e 1
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Symbol (!)

Test No. 7559

Diameter, in 2.855

Height, in 5.6087

0 Water Content, % 19.92
:;:;
'c Dry Density, pef 106.1-

Saturation, % 91.35

Void Ratio 0.589

Unconfined Compressive Strength, psi 15.32

Undrained Shear Strength, psi 7.661

Time to Failure, min 17.151

Strain Rate, %/min 1

Estimated Specific Gravity 2.70

Liquid Limit ---

Plastic Limit ---

Plasticity Index ---
Failure Sketch ~-~· ,· .· ., .· .

{-~ --- · , ------

Project: Votgle COL

Location: 8-4001 UD-14

IlMACTEC
Project No.: 6141060286

80ring No.: 8-4001
·'O'........ IIn., ..,.I:.o'm~IUO'I"".'.'i"''lw.', .......)l<M

....~... ',.......... "'-A"" ....,..""'_"....,,....-·.·,.,,""".,,".~,,••,,'

Sample Type: Undisturbed

Description: CLAY, sandy (CH) (Visual)

Remarks: UNCONFINED COMPRESSION TEST REPORT by ASTM D2166-00e 1 hb ?{2J../~~(
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Project: Votgle COL Location: B-4001 UD-14 Project No.: 6141060286

Boring No.: 8-4001 Tested By: BM Checked By: HJ

j!fMACTEC
Sample No.: UD-14 Test Date: 6/14/07 Depth: 348.5'

Test No.: 7559 Sample Type: Undisturbed Elevation: -129.62'
1:~j!1lf'I(""J,"I.I:',IW!':ll.tl":~"'';''(to:l\'.(lY'''W*·

,""ot..><,_'.·._""",........,.""",.. """''''l'''',.:,<>,,, ... ''''''.,,~''
Description: CLAY, sandy (CH) (Visual)

Remarks: UNCONFINED COMPRESSION TEST REPORT by ASTM D2166-00e 1

t1::J 7(~fo'1
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'(ii
Cl..

vi 40
U1wa::
~
U1
W>
iii
U1
W
0::
~ 20 .
oo

~
: :
: ~

..........' :

o 5 10 15
VERTICAL STRAIN, %

20 25 30

Symbol C)

Test No. 7563

Diameter, in 2.8317

Height, in 6.0025

0 Water Content, % 27.70
:;:;
'c Dry Density, pet 94.09

Saturation, % 94.50

Void Ratio 0.791

Unconfined Compressive Strength, psi 46.93

Undrained Shear Strength, psi 23.46

Time to Failure, min 1.5333

Strain Rate, %/min 1

Estimoted Specific Gravity 2.70

Liquid Limit ---
Plastic Limit ---
Plasticity Index ---
Fail ure Sketch

~
~ ~ ~

--- --- ---

Project: Votgle COL

Location: 8-4002 UD-4

~MACTEC
Project No.: 6141060286

80ring No.: 8-4002
':I'!-J<.....:!f!l.JII/~j.,·,,.,Sl,l,l<.ll=~),\;"':'i.l/(I\',11'JJI~ .....

~ ...«,;__,.~t.~".... ~...,..,.."'ao """,,,,"".:,.,., .~< ......".,,,,

Sample Type: Undisturbed

Description: CLAY (CL) (Visual)

Remarks: UNCONFINED COMPRESSION TEST REPORT by ASTM D2166-00el (~ '{?>O(()'7
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Project: Votgle COL location: B-4002 UD-4 Project No.: 6141060286

Boring No.: 8-4002 Tested By: BM Checked By: HJ

~!MACTEC
Sample No.: UD-4 Test Date: 6/14/07 Depth: 233.5'

Test No.: 7563 Sample Type: Undisturbed Elevation: -14.44'
"n.;lIW'MhJ",,.·r"·"',-.1'\K.lmo),1 I ...lwrl',l\ll.ltll.' ...·

.""K.,..".'-,,,.....,~,,."""_"''''''';;'''l''''!.:,,.''''''',,.,,''"<'.'''
Description: CLAY (CL) (Visual)

Remarks: UNCONFINED COMPRESSION TEST REPORT by ASTM D2166-00e 1

{+J 7fJe(01
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Symbol C)

Test No. 7564

Diameter, in 2.8605

Height, in 5.9617

0 Water Content, % 25.18
:.-:;
'c Dry Density, pcf 98.38

Saturation, % 95.33

Void Ratio 0.713

Unconfined Compressive Strength, psi 16.23

Undrained Shear Strength, psi 8.116

Time to Failure, min 7.3169

Strain Rate, %/min 1

Estimated Specific Gravity 2.70

Liquid Limit ---
Plastic Limit ---
Plasticity Index ---
Failure Sketch V

~

, . . .--- ---

Project: Votgle COL

Location: 8-4003 UD-1

~'MACTEC
Project No.: 6141060286

80ring No.: 8-4003
'll'l<;'~IIr" ~r.1 ~.'rl,...'IJ<.I~~.l.' i",llKI I' liM.......

~.....,•..,'-"" .._.....""---".."'''."" .... "'',,,•.<...'''''~''''.,

UndisturbedSample Type:

Description: SILT (ML) (Visual)

Remarks: UNCONFINED COMPRESSION TEST REPORT by ASTM D2166-00e 1 /+.1 7 J9P/fJ'7
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Project: Votgle COL Location: B-4003 UD-1 Project No.: 6141060286

Boring No.: B-4003 Tested By: BM Checked By: HJ

~rMACTEC
Sample No.: UD-1 Test Date: 6/26/07 Depth: 117.0'

Test No.: 7564 Sample Type: Undisturbed Elevation: 101.99'
"l1<J~W',IIt.J"'f.l.;·..(lI:f'Ul.III·A,ll ...'I~I'l'.n.m ......

,,,. ..,,,,, ............. ",.'-",,........."" ..,,... ,,"''''1'''';....,,,,, ••<o,,,,,,,!~,,,

Description: SILT (ML) (Visual)

Remarks: UNCONFINED COMPRESSION TEST REPORT by ASTM D2166-00e1

l-b t {~q{)'7
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Symbol Q)

Test No. 7571

Diameter, in 2.907

Height, in 6.0155

0 Water Content, % 32.61
+-'c Dry Density, pet 71.8-

Saturation, % 65.32

Void Ratio 1.35

Unconfined Compressive Strength, psi 11.01

Undrained Shear Strength, psi 5.506

Time to Failure, min 8.2961

Strain Rate, %/min 1

Estimated Specific Gravity 2.70

Liquid Limit ---

Plastic Limit ---

Plasticity Index ---

Failure Sketch ~

~
. .

--- --- ---

Project: Votgle COL

Location: B-4008 UD-1

~MACTEC
Project No.: 6141060286

Boring No.: B-4008
'''''tlo~,w.lt~.'l'I''I~.I/t1O}.ll'''Ufl''I'lO.'II\I'''.,.,.....,...."-'"'M.""""-_""""""__.:,.,·".""......"''''.C<

Sample Type: Undisturbed

Description: SILT (ML) (Visual)

Remarks: UNCONFINED COMPRESSION TEST REPORT by ASTM D2166-00e 1 /t:f 7/2x7{o1
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Project: Votgle COL Location: B-4008 UD-1 Project No.: 6141060286

Boring No.: B-4008 Tested By: BM Checked By: HJ

tfMACTEC
Sample No.: UD-1 Test Date: 6/27/07 Depth: 98.5'

Test No.: 7571 Sample Type: Undisturbed Elevation: 119.58'
',l'\o)IIW'I(J("J"j<ll~.o(Tll'lJl.l~"',!.\1,'It\." 11,~1'.'/IO,'"

.,. ..,..", ....._",."'~'"' ..""'"..,..~.,."" ..~..; ...,'''''"......... ,-" •..;,
Description: SILT (ML) (Visual)

Remarks: UNCONFINED COMPRESSION TEST REPORT by ASTM D2166-00e 1

f/:J "1!'!JrI!c/1
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Symbol 0
Test No. 7572

Diameter, in 2.8452

Height. In 6.0115

i Water Content, 70 38.14
c Dry Density, pcf 80.66

Saturation, 70 94.49

Void Ratio 1.09

Unconfined Compressive Strength, psi 164.3

Undrained Shear Strength, psi 82.15

Time ta Failure, min 2.6042

Strain Rate, 7o/min 1

Estimated Specific Gravity 2.70

Liquid Limit ---
Plastic Limit ---
Plasticity Index ---

Failure Sketch
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:
:

: :
:--- --- --- ---

Project: Votgle COL

Location: 8-4008 UD-2

l.1(MACTEC Project No.: 6141060286

Boring No.: 8-4008
'.J>.j ..... '", .... ; ;.""'~ r"'l'" 1.1 '<oi ... ,~, "'~JI~,""

.-.: ,'-"••••• ,~ ....... >O:".-.Jo. .....l'. "':"<.... ,<2: ...' ...""·e.....~
Sample Type: Undisturbed

Descrip tion: SILT (ML) (Visual)

Remarks: UNCONFINED COMPRESSION TEST REPORT by ASTM 02166-00e1 ;-tJ '7{~o!o7
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