
Particle Size Distribution Report
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GRAIN SIZE IN MILLIMETERS

% COBBLES
% GRAVEL

COARSE FINE
% SAND

COARSE I MEDIUM FINE SILT
% FINES

CLAY
o 0.0 0.0 0.0 0.1 I 8.5 57.8 33.6

o
SOURCE
B-6021

SAMPLE # DEPTH/ELEV. DATE SAMPLED
SS-7 13 .5/196.30 4/3/07

USCS
SM

MATERIAL DESCRIPTION
SAND,siltv (SM)

NM % LL PL
47 28
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Particle Size Distribution Report
U.S. SIEVE OPENING IN INCHES U.S. STANDARD SIEVE NUMBERS HYDROMETER
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GRAIN SIZE IN MILLIMETERS

% COBBLES

o 0.0

% GRAVEL
COARSE FINE

0.0 0.0
COARSE

0.0

% SAND
MEDIUM 1

1.6 I
FINE
51.1

SILT
% FINES

47.3
CLAY

o
SOURCE
B-6022

SAMPLE # DEPTH/ELEV. DATE SAMPLED
SS-12 38.5/177.73 4/9/07

USCS
SM

MATERIAL DESCRIPTION
SAND silty (SM)

NM % LL PL
41.8 82 41
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Particle Size Distribution Report

o

HYDROMETERU.S. SIEVE OPENING IN INCHES U.S. STANDARD SIEVE NUMBERS
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GRAIN SIZE IN MILLIMETERS

o
% COBBLES

0.0

% GRAVEL
COARSE FINE

0.0 0.0
COARSE

0.0

% SAND
MEDIUM I

14.5 I
FINE
67.4

SILT
% FINES

18.1
CLAY

o
SOURCE
B-6022

SAMPLE # DEPTH/ELEV. DATE SAMPLED
SS-14 48.5/167.73 4/9/07

USCS
SC

MATERIAL DESCRIPTION
SAND clayey (SC)

NM % LL
27.4 68

PL
29
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Particle Size Distribution Report
u.s. SIEVE OPENING IN INCHES u.S. STANDARD SIEVE NUMBERS HYDROMETER
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GRAIN SIZE IN MILLIMETERS

% COBBLES
% GRAVEL % SAND % FINES

COARSE FINE COARSE MEDIUM FINE SILT CLAY
0 0.0 0.0 0.0 1.8 28.6 52.6 17.0

SOURCE SAMPLE # DEPTH/ELEV. DATE SAMPLED USCS MATERIAL DESCRIPTION NM% LL PL
0 B-6023 SS-5 8.5/194.27 4/4/07 SC SAND clayey (SC) 36 17

Client GPC c/o SNOC MACTEC ENGINEERING o Tested by: EH Reviewed by: HJ

Project Vogt1e Units 3 & 4 COL Project AND
Proiect No. 6141-06-0286 I Fiqure 7835 CONSULTING, INC.
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Particle Size Distribution Report
U.S. SIEVE OPENING IN INCHES U.S. STANDARD SIEVE NUMBERS HYDROMETER
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500 100 10 1 0.1 0.01 0.001
GRAIN SIZE IN MILLIMETERS

o
% COBBLES

0.0

% GRAVEL
COARSE FINE

0.0 7.4
COARSE

2.8

% SAND
MEDIUM I

23.8 I
FINE
58.4

SILT
% FINES

7.6
CLAY

o
SOURCE
B-6027

SAMPLE # DEPTH/ELEV. DATE SAMPLED
SS-3 7.5/89.15 4/17/07

uses MATERIAL DESCRIPTION
SAND with silt (SP-SM)

NM % LL
21.2

PL

7431I FiqureProiect No. 6141-06-0286
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Particle Size Distribution Report
U.S. SIEVE OPENING IN INCHES U.S. STANDARD SIEVE NUMBERS HYDROMETER
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GRAIN SIZE IN MILLIMETERS

% COBBLES
% GRAVEL

COARSE FINE COARSE
% SAND

MEDIUM FINE SILT
% FINES

CLAY
o 0.0 0.0 15.4 3.6 21.4 49.7 9.9

o
SOURCE
B-6027

SAMPLE # DEPTH/ELEV. DATE SAMPLED
SS-5 12.5/84.15 4/17/07

USCS MATERIAL DESCRIPTION
SAND with silt and gravel (SP-SM)

NM % LL PL
16.3

Reviewed by: HI
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Particle Size Distribution Report
u.s. SIEVE OPENING IN INCHES u.S. STANDARD SIEVE NUMBERS HYDROMETER
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GRAIN SIZE IN MILLIMETERS

% COBBLES
% GRAVEL % SAND % FINES

COARSE FINE COARSE MEDIUM I FINE SILT CLAY
r--. 0.0 0.0 0.0 0.0 2.0 I 50.2 47.8v

SOURCE SAMPLE # DEPTH/ELEV. DATE SAMPLED USCS MATERIAL DESCRIPTION NM% LL PL
r-- B-6027 SS-7 20/76.65 4/17/07 SAND silty (SMl 24.3'J

Client GPC c/o SNOC MACTEC ENGINEERING o Tested by: EH Reviewed by: HJ

Project Vo!!tle Units 3 & 4 COL Project AND
Project No. 6141-06-0286 I Fiaure 7433 CONSULTING, INC.
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Particle Size Distribution Report
U.S. SIEVE OPENING IN INCHES U.S. STANDARD SIEVE NUMBERS HYDROMETER

6 3 2 1-1/2 1 3/4 1/2 3/8 4 10 20 30 40 60 100 140 200

% COBBLES
% GRAVEL

COARSE FINE .COARSE
% SAND

MEDIUM I FINE SILT
% FINES

CLAY
o 0.0 0.0 1.7 1.8 11.5 I 38.5 46.5

o
SOURCE
B-6027

SAMPLE # DEPTH/ELEV. DATE SAMPLED
SS-8 23.5/73.15 4/17/07

USCS MATERIAL DESCRIPTION
SAND silty (SM)

NM % LL PL
22.9

7434I FiaureProiect No. 6141-06-0286
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Particle Size Distribution Report

o
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GRAIN SIZE IN MILLIMETERS

o
% COBBLES

0.0

% GRAVEL
COARSE FINE

0.0 0.0
COARSE I

2.1 I

% SAND
MEDIUM I

29.9 I
FINE
46.2

SILT
% FINES

21.8
CLAY

o
SOURCE
B-6027

SAMPLE # DEPTH/ELEV. DATE SAMPLED
88-10 33.5/63.15 4/17/07

USCS MATERIAL DESCRIPTION
SAND silty (8M)

NM % LL
17.3

PL

7435I FiqureProiect No_ 6141-06-0286
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Particle Size Distribution Report
u.s. SIEVE OPENING IN INCHES u.S. STANDARD SIEVE NUMBERS HYDROMETER
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GRAIN SIZE IN MILLIMETERS

% COBBLES
% GRAVEL % SAND % FINES

COARSE FINE COARSE I MEDIUM I FINE SILT CLAY
0 0.0 0.0 0.0 0.0 I 16.6 I 76.7 6.7

SOURCE SAMPLE # DEPTH/ELEV. DATE SAMPLED USCS MATERIAL DESCRIPTION NM% LL PL
0 B-6027 SS-ll 38.5/58.15 4117/07 SAND. with silt (SP-SM) 23.8

Client GPC c/o SNOC MACTEC ENGINEERING "'. Tested by: EH Reviewed by: HI
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Particle Size Distribution Report
U,S. SIEVE OPENING IN INCHES U.S. STANDARD SIEVE NUMBERS HYDROMETER

r l"""T---"jri6r----nnn31""1-2.....!;1-Tf112~t1 --rr3/4!.....-4'112"--il38rri'"i'"-f4FF===;:==~10==::::::--n2rrO Ti30y4rrO,-,6rOi4100f-1'f4°rrt20ffoil"iIII""--mirTI""T-r--,
100 11 I' 11!111~ [, I II I II!I,IIIII --~!II',' I I1I III I III

II I'II! I! II '++t'I~I, 1 0
I 'I' 11 Iii I I III~ I II! I I I I I I

90 1--+
1
-+-

1

--+----+ H:-+-+-+-1-+-1-+---+----++-H:i-+I-+-+-[-+-'-1-
I
--f-++-+-1 i"'.No1-l-+-I--+-t--'-+-+-+I-+1+I-+--t--I -+1--+-1---+!+++! , 1-- 10

I Ii II II, I [ I II~ I I ' II I I I I I I I I
80 II II I I I!! I I 1\ I I I, 'II I I II I I I I I 20

I I I I I I \ I I I I I I ;:g
§ 70 ! I I i [ I I I!I I I \ I I I I I I 30 2l

I III il Ii. II I '[' I I I m
~ 60 i· I ! I . i . I I [i 40 ~

~ 501--t1----1r---t---nIHI-iI-t-+I-t-11--+---t----++-t-'It-Ii +-tl-+il-+_+I__-+++I+1+'-t--+--+---ft-'--H-+I-tI-+-+-l-iI-t---t---++-t-i!-Ii-+I-t--t-I-t-!I------i50 ~
~ I I I 1 III1 I i I I II I 1

1
\ III,' II ,I i II 'II I ~

z 40 Ii, , I\ i I 60 ~
~ II II! I ,I I I i,,11 1

1,1,1 Ii, ,II I I 1\ I', ,I I I I I II' ~
~ 30 I , I : II : I II I !I' Ii. I I I I I \ Iii i!1 I I 70 ~

I I Iii 1 I I . I i III I I I I I I I ~

:: I-+!-+I-+-I----+::i ! I !ll li!!1 111,1 I -+-I!I.--+-f-t!I'11 I ii' I I \1 +i -+---+:1f-H-+-+I-+-I,li-+--+1--1::
I ' I'l l I I ! I I I' II I i' I I Iol...::-=ll:---.i!_-I....-_---:-±-:!--'1.....,L1-I....-.J..1.....J...,.1---L.._.L..-_-7::J....l....i.!-i..L.1....i...-.L..-...l....----L.__...L-L...!....!.....l..-.J---L.-J._....J.-_----:-L.J....!.....J.....l•......L.-....l.-_.!-i·-l---.."....l,-I'-!.....!i-l....-..!.-l--.!.--.!.-i--,,-~ 100

500 100 10 1 0.1 0.01 0.001
GRAIN SIZE IN MILLIMETERS

% COBBLES

o 0.0

% GRAVEL
COARSE FINE

0.0 0.5
COARSE

0.7

% SAND
MEDIUM I

12.1 I
FINE
78.0

SILT
% FINES

8.7
CLAY

~.v

SOURCE
B-6027

SAMPLE # DEPTH/ELEV. DATE SAMPLED
SS-13 48.5/48.15 4/17/07

USCS MATERIAL DESCRIPTION
SAND with silt (SP-SM)

NM% LL
29.5

PL
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100

Particle Size Distribution Report
U.S. SIEVE OPENING IN INCHES. U.S. STANDARD SIEVE NUMBERS

6 3:Z 1-112 1 314 11"2 31841" ?Q '30 10 eo 100 140 200
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%COBBtES

0.0.

"/0 GRAVEL
COARSE FINE

·0.0 .0.0
LCOARSEI

0.0 I

%SAND
MEQ1UM I

0.2
FINE
77.3

SILl ..
% FINES

:22.5
CLAY

I

0-
SOURCE
B-6027

SAMPLE # DEPTHlELEV. DATE SAMPLED
SS~14 53.5/43.15 4/17/07

uses MATERIAL DESCRIPTION
SAND silty (SM)

LNM %. LL
73.8 46

PL
29
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