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GRAIN SIZE IN MILLIMETERS

% COBBLES

o 0.0

% GRAVEL
COARSE FINE

0.0 0.0
COARSE

0.4

% SAND
MEDIUM I

21.8 I
FINE
56.1

SILT
% FINES

21.7
CLAY

o
SOURCE
B-1123

SAMPLE # DEPTH/ELEV. DATE SAMPLED
SS-6 11.0/230.27 1/25/2007

USCS
SC

MATERIAL DESCRIPTION
SAND clayey (SC)

NM % LL
31

PL
13

Ft.
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Particle Size Distribution Report
U.S. SIEVE OPENING IN INCHES U.S. STANDARD SIEVE NUMBERS HYDROMETER
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GRAIN SIZE IN MILLIMETERS

o
% COBBLES

% GRAVEL
COARSE FINE COARSE

% SAND
MEDIUM I

I
FINE SILT

% FINES

27.5
CLAY

SOURCE SAMPLE # DEPTH/ELEV. DATE SAMPLED uses MATERIAL DESCRIPTION NM% LL PL
B-1123 SS-7 13.5/227.77 1/25/2007

Ft.
SAND, clayey (SC)
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Particle Size Distribution Report
u.s. SIEVE OPENING IN INCHES US. STANDARD SIEVE NUMBERS HYDROMETER
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GRAIN SIZE IN MILLIMETERS

% COBBLES
% GRAVEL % SAND % FINES

COARSE FINE COARSE MEDIUM I FINE SILT CLAY
0 I 27.5

SOURCE SAMPLE # DEPTH/ELEV. DATE SAMPLED USCS MATERIAL DESCRIPTION NM% LL PL
0 B-1l23 SS-8 18.5/222.77 1/25/2007 SAND clayey (SC)

Ft.
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Particle Size Distribution Report
U.S. SIEVE OPENING IN INCHES U.S. STANDARD SIEVE NUMBERS HYDROMETER
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GRAIN SIZE IN MILLIMETERS

% COBBLES

o 0.0

% GRAVEL
COARSE FINE

0.0 0.0
COARSE

6.1

% SAND
MEDIUM I

13.3 I
FINE
54.5

SILT
% FINES

26.1
CLAY

SOURCE SAMPLE # DEPTH/ELEV. DATE SAMPLED USCS MATERIAL DESCRIPTION NM % LL PL
B-1123 SS-lO 28.5/212.77 1/25/2007 SAND clavev (SC)

Ft.
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Particle Size Distribution Report
U.S. SIEVE OPENING IN INCHES U.S. STANDARD SIEVE NUMBERS HYDROMETER
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GRAIN SIZE IN MILLIMETERS

% COBBLES
% GRAVEL

COARSE FINE COARSE
% SAND

MEDIUM I FINE SILT
% FINES

CLAY
o 0.0 0.0 0.0 0.3 49.9 I 35.7 14.1

o
SOURCE
B-1123

SAMPLE # DEPTH/ELEV. DATE SAMPLED
SS-12 38.5/202.77 1/25/2007

USCS
SC

MATERIAL DESCRIPTION
SAND clavev (SC)

NM % LL PL
63 23

Ft.
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Particle Size Distribution Report
U.S. SIEVE OPENING IN INCHES U.S. STANDARD SIEVE NUMBERS HYDROMETER
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GRAIN SIZE IN MILLIMETERS

SOURCE
B-1124

SAMPLE # DEPTH/ELEV. DATE SAMPLED
SS-3 3.5/237.71 1/24/2007

USCS MATERIAL DESCRIPTION
SAND with silt (SP-SM)

NM% LL PL

FT
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Particle Size Distribution Report

o
HYDROMETERU.S. SIEVE OPENING IN INCHES U.S. STANDARD SIEVE NUMBERS

6 3 2 1-1/2 1 3/4 1/2 3/8 ~ 1n 20 30 40 60 100 140 200

100 I, 'I I, I '1,1 !III' I, l. !II I, I II I II1III I i IT I I T ~ 111111,: I !I, II I I I 'I I I'! I I I J I I! III I II 'I ,I.

~
II I I III!'II I Nr-I I i l 'lll'l III I,

90 r-~-j- I ! ++-\1 i i 1---+-1 IHI-If--+-I -+I_rt I I~ I ,IiiII I I I II i j i _+--_+'1---110

80 ! I ii, II ! I ! I i III i II I !! III [11 I IIII1 i I !III rt~ I 20
I I I I 1 I i,l I I ---'--++11+-1+-li--!I i--i"+-1

1
-jl'~+-li.--1+111-+-+-1iKljl: ----H,IH-I-+-"i +-I, +--+-+-\i --+---+-+-+111+1-'1 ,-r I -0

~ 70 --+-.l'-·IJ!i 1111 I_.! . ! i III I 1 I I I~ __.... I I i I I I I ,-+1_+--1-+---+1__-1

~ I i I iJ I-if-,-+I---jlf---+-II --I 11111 IT ! II I I ~ I III I I I 1IIII1 I :: §
~ 60 ---r i II-Ill I I I i III ! -i!i- Iii I r I 1.1 I \, 1- iii I I II I, II 1

1
,.1 I II' II §

~ 50 I I '.1 I 'II II iii i , : I i I II H-[ i 1\\ I IiII, i I r-i I.i". I,. 1,1 1'1 ~"" l,'I' i,' 50 ~
u::: I I I , Ii! ,,1. I '1'1 II I, __~I,.._. :1

1

I iii 1 'I I I t I I 11::u
~ 40 iii ! I i IIi,.... I , . i i -tt+t-+++-+- I : I i -rl -.1..... I 60 ~

~ r-rTIJI111-r I. I I i III -+1_ !, 1\ II1I \ -- I111 II II !I II i II1I, -II I - ~
g: 30 -·-1-+ : ,-rtf: Iii I I'I Iii I I I II I I I \- III III I ' ! - 1 1

1
1

1

, i
l
1,. 1I 1 !I !I 70 ~I I Ii, I i I I I Ii! I II' t I I I I I I I III I

I ! I ' l-i 1 I I I I i I I I -I 11 1

1

'1
11

: I i \ i :'II I I I ill I I +1--+--+1---180
20-r, Ii - ~i !I 1

1

11

"

,

II II' I I [I I I! I I I I I 1 I Ii I I I I 1,1.1. III 1-'--1'. I 1
1 _ _-++1+-1+1-+-+--+1__+_--+1__---+-+1~LLLi _LL J_ . II I I illiii ,--11-+---+I' __-1

10 1 !! ! I'I1 I I !,I i ,I ill I I! 1111. II TllTTI , Will !I' -1
11
--'11

II il liT1 .. II ! I,Ii 90
oI..::-:::!I;:--LI_...L-_--:-:':-::!I....!1....!1-L....:..1-....!..I---!.__i'--_~~...L..L-L......il'--LI_...:..1__--+-'1iwl.....iIL..L'...!.I-....!..----!.I_--L.i _-..,;:1-1.,J-l..L1..1.'..L.L.-L..-.!----L__~I1,..J1.....i1-L...1.'-..L---!.'_.....i._~~ 100

500 100 10 1 0.1 0.01 0.001
GRAIN SIZE IN MILLIMETERS

c
% COBBLES

0.0

% GRAVEL
COARSE FINE

0.0 0.0
COARSE I

0.1 I

% SAND
MEDIUM I

27.3 I
FINE
65.8

SILT
% FINES

I
6.8

CLAY

o
SOURCE
B-1124

SAMPLE # DEPTH/ELEV. DATE SAMPLED
SS-5 8.5/232.71 Ft. 1/24/2007

USCS MATERIAL DESCRIPTION
SAND with silt (SP-SM)

NM% LL PL
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Particle Size Distribution Report
u.S. SIEVE OPENING IN INCHES u.S. STANDARD SIEVE NUMBERS HYDROMETER
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GRAIN SIZE IN MILLIMETERS

o
% COBBLES

% GRAVEL
COARSE FINE COARSE

% SAND
MEDIUM I

I
FINE SILT

% FINES

20.5
CLAY

SOURCE SAMPLE # DEPTH/ELEV. DATE SAMPLED uses MATERIAL DESCRIPTION NM % LL PL
B-1l24 SS-7 13.5/227.71 1/24/2007 SAND c1avev (SC)

Ft.
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Particle Size Distribution Report

o

HYDROMETERU.S. SIEVE OPENING IN INCHES U.S. STANDARD SIEVE NUMBERS
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GRAIN SIZE IN MILLIMETERS

% COBBLES

o 0.0

% GRAVEL
COARSE FINE

0.0 0.0
COARSE

0.1

% SAND
MEDIUM I

16.9 I
FINE
58.2

SILT
% FINES

24.8
CLAY

o
SOURCE
B-1124

SAMPLE # DEPTH/ELEV. DATE SAMPLED
SS-8 18.5/222.71 1124/2007

USCS
SC

MATERIAL DESCRIPTION
SAND clavev (SC)

NM % LL PL
14.6 35 20

Ft.
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Particle Size Distribution Report
u.s. SIEVE OPENING IN INCHES u.S. STANDARD SIEVE NUMBERS HYDROMETER
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GRAIN SIZE IN MILLIMETERS

% COBBLES
% GRAVEL % SAND % FINES

COARSE FINE COARSE MEDIUM I FINE SILT CLAY
0 I 25.3

SOURCE SAMPLE # DEPTH/ELEV. DATE SAMPLED USCS MATERIAL DESCRIPTION NM% LL PL
0 B-1l24 SS-10 28.5/212_71 1/24/2007 SAND clavev (SC)

Ft.
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