
LIQUID AND PLASTIC LIMIT TEST DATA

Client: GPC c/o SNOC
Project: Vogtle Units 3 & 4 Test Pad Project
Project Number: 6141-06-0286.54

Sample Data

Sample Length(in./cm.): N/A

G21-1

Silty sand
Natural Moisture: 8.7

AASHTO Class. :

Source: Test Pad Backfill
Sample No.: G21-1
Elev. or Depth: 235.65 1

Location: G21-1
Description: Red
Date: N/A
USCS Class.: SM
Testing Remarks:

Liquid Limit= UY _
Plastic Limit= . NI2_. _

Plasticity Index= __ 1'JE'..

MACTEC Engineering and Consulting, Inc.
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LIQUID AND PLASTIC LIMITS TEST REPORT
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SOURCE I SAMPLE # 1DEPTH/ELEV.I DATE SAMPLED USCS MATERIAL DESCRIPTION NM % I LL I PI
.1 Test Pad Backfill G22A I G22A-4 I 235.89' I N/A SM Red Silty sand 7.4 I NV I NP

Project No. 6141-06-0286.54 I

I Client GPC c/o SNOC MACTEC ENGINEERING I.
Project Vogtle Units 3 & 4 Test Pad Project AN0

CONSULTING, INC.
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LIQUID AND PLASTIC LIMIT TEST DATA

Client: GPC c/o SNOC
Project: Vogtle Units 3 & 4 Test Pad Project
Project Number: 6141-06-0286.54

Sample Data

Sample Length(in./cm.): N/A

G22A

Silty sand
Natural Moisture: 7.4

AASHTO Class. :

Source: Test Pad Backfill
Sample No.: G22A-4
Elev. or Depth: 235.89'
Location: G22A-4
Description: Red
Date: N/A
USCS Class.: 8M
Testing Remarks:

Liquid Limi t= N\l _
Plastic Limi t= NP _

Plasticity Index= _~NP _

MACTEC Engineering and Consulting, Inc.
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LIQUID AND PLASTIC LIMITS TEST REPORT
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SOURCE I SAMPLE # IDEPTH/ELEV.I DATE SAMPLED USCS MATERIAL DESCRIPTION NM % I LL t PI
., Test Pad Backfill G23 I G23-4 236.75' I N/A SM Red Silty sand 7.0 I NV I NP

Client GPC c/o SNOC
Project Vogt1e Units 3 & 4 Test Pad Project

Project No, 6141-06-0286.54 I

MACTEC ENGINEERING I.
AND

CONSULTING, INC.
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LIQUID AND PLASTIC LIMIT TEST DATA

Client: GPC c/o SNOC
Project: Vogtle Units 3 & 4 Test Pad Project
Project Number: 6141-06-0286.54

Sample Data

Sample Length(in./cm.): N/A

G23

Silty sand
Natural Moisture: 7.0

AASHTO Class. :

Source: Test Pad Backfill
Sample No.: G23-4
Elev. or Depth: 236.75'
Location: G23-4
Description: Red
Date: N/A
USCS Class.: SM
Testing Remarks:

Liquid Limit= NV
Plastic Limi t= __NP _

Plasticity Index= NP

MACTEC Engineering and Consulting, Inc.Page 472 of 748



LIQUID AND PLASTIC LIMITS TEST REPORT
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SOURCE I SAMPLE # I DEPTH/ELEV.I DATE SAMPLED
.1 Test Pad Backfill G24 I G24-4 I 236.82' I N/A

USCS
SM

MATERIAL DESCRIPTION
Red Silty sand

NM % I LL I PI
9.5 I NY I NP

Proiect No. 6141-06-0286.54

I Client GPC clo SNOC MACTEC ENGINEERING 1.
Project_\fogtle Units 3 &_4 Test Pad Project AN0

CONSULTING, INC.
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LIQUID AND PLASTIC LIMIT TEST DATA

Client: GPC c/o SNOC
Project: Vogtle Units 3 & 4 Test Pad Project
Project Number: 6141-06-0286.54

Sample Data

Source: Test Pad Backfill G24
Sample No.: G24-4
Elev. or Depth: 236.82'
Location: G24-4
Description: Red Silty sand
Date: N/A Natural Moisture:
USCS Class.: SM
Testing Remarks:

Sample Length(in./cm.): N/A

9.5
AASHTO Class. :

Liquid Limit= 1lY: _
Plastic Limi t= NP _

Plasticity Index= l'lP _

MACTEC Engineering and Consulting, Inc.
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LIQUID AND PLASTIC LIMITS TEST REPORT
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SOURCE I SAMPLE # IDEPTH/ELEV.I DATE SAMPLED USCS MATERIAL DESCRIPTION NM % I LL I PI
.1 Test Pad Backfill G25 I G25-1 I 237,56' I N/A SM Red Silty sand 7.4 I NV I NP

Proiect No. 6141-06-0286.54 1

I Client GPC c/o SNOC MACTEC ENGINEERING I.
Project Vogtle Units 3 & 4 Test Pad Project AN0

CONSULTING, INC.
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LIQUID AND PLASTIC LIMIT TEST DATA

Client: GPC c/o SNOC
Project: Vogtle Units 3 & 4 Test Pad Project
Project Number: 6141-06-0286.54

Sample Data

Sample Length(in./cm.): N/A

G25

Silty sand
Natural Moisture: 7.4

AASHTO Class. :

Source: Test Pad Backfill
Sample No.: G25-1
Elev. or Depth: 237.56'
Location: G25-1
Description: Red
Date: N/A
USCS Class.: SM
Testing Remarks:

Liquid Limi t= _.__..._...NY.__..__.
Plas tic Limit= _.__11.2.... _.

Plastici ty Index= _._._1112. __

-- ---_._-_..._-- MACTEC Engineering and Consulting, Inc.
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LIQUID AND PLASTIC LIMITS TEST REPORT
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SOURCE I SAMPLE # IDEPTH/ELEV.! DATE SAMPLED
., Test Pad Backfill G26 I G26-1 I 238.24' N/A

USCS
SM

MATERIAL DESCRIPTION
Red Sihv sand

NM % I LL I PI
10.0 I NV I NP

Proiect No. 6141-06-0286.54 I

I Client GPC c/o SNOC MACTEC ENGINEERING I.
Project Vogtle Units 3 & 4 Test Pad Project AND

CONSULTING, INC.
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LIQUID AND PLASTIC LIMIT TEST DATA

Client: GPC c/o SNOC
Project: Vogtle Units 3 & 4 Test Pad Project
Project Number: 6141-06-0286.54

Sample Data

Source: Test Pad Backfill G26
Sample No.: G26-1
Elev. or Depth: 238.24'
Location: G26-1
Description: Red Silty sand
Date: N/A Natural Moisture:
USCS Class.: SM
Testing Remarks:

Sample Length(in./cm.): N/A

10.0
AASHTO Class.:

Liquid Limit= _.. J'ISL .. .
Plastic Limit= HP _

Plasticity Index= NP _

MACTEC Engineering and Consulting, Inc.
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LIQUID AND PLASTIC LIMITS TEST REPORT
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SOURCE I SAMPLE # IDEPTH/ELEV.I DATE SAMPLED
.1 Test Pad Backfill G27 I G27-4 I 238.48' N/A

USCS
SM

MATERIAL DESCRIPTION
Red Silty sand

NM % I LL I PI
9.4 I NV I NP

Project No. 6141-06-0286.54 I

I Client GPC c/o SNOC MACTEC ENGINEERING .•
Project Vogtle Units 3 & 4 Test Pa~ Project - AND

CONSULTING, INC.
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LIQUID AND PLASTIC LIMIT TEST DATA

Client: GPC c/o SNOC
Project: Vogtle Units 3 & 4 Test Pad Project
Project Number: 6141-06-0286.54

Sample Data

Source: Test Pad Backfill G27
Sample No.: G27-4
Elev. or Depth: 238.48'
Location: G27-4
Description: Red Silty sand
Date: N/A Natural Moisture:
USCS Class.: SM
Testing Remarks:

Sample Length(in./cm.}: N/A

9.4
AASHTO Class. :

Liquid Limit= .._. .N_~_ .._
Plastic Limit= __....JiE._.. _.

Plasticity Index= _._._.__.K2.__.__

MACTEC Engineering and Consulting, Inc.Page 480 of 748



LIQUID AND PLASTIC LIMITS TEST REPORT

10 30 50 70 90
LIQUID LIMIT

110

SOURCE I SAMPLE # IDEPTH/ELEV.I DATE SAMPLED
.1 Test Pad Backfill G28 I G28-1 I 239.02' I N/A

USCS
SM

MATERIAL DESCRIPTION
Red Silty sand

NM % I LL I PI
9.1 I NV I NP

Project No. 6141-06-0286.54 I

I Client GPC c/o SNOC MACTEC ENGINEERING I.
Project Vogtle Units 3 & 4 Test Pad Project AN0

CONSULTING, INC.
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LIQUID AND PLASTIC LIMIT TEST DATA

Client: GPC c/o SNOC
Project: Vogtle Units 3 & 4 Test Pad Project
Project Number: 6141-06-0286.54

Sample Data

Source: Test Pad Backfill G28
Sample No.: G28-1
Elev. or Depth: 239.02'
Location: G28-1
Description: Red Silty sand
Date: N/A Natural Moisture:
USCS Class.: SM
Testing Remarks:

Sample Length(in./cm.): N/A

9.1
AASHTO Class. :

Liquid Limi t= _._._.H~L. _
Plastic Limi t= NP _

Plasticity Index= NP _
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LIQUID AND-PLASTIC LIMITS TEST REPORT
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SOURCE I SAMPLE # IDEPTH/ELEV.! DATE SAMPLED USCS MATERIAL DESCRIPTION NM % I LL I PI
.1 TestPadBackfillG29 I G29-1 I 239.40' I NlA SM Red Silty sand 9,9 I NV I NP

Project No. 6141-06-0286.54 I

I Client GPC c/o SNOC MACTEC ENGINEERING I.
Project Vogtle Units 3 & 4 Test Pad Project AN0

CONSULTING, INC.
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LIQUID AND PLASTIC LIMIT TEST DATA

Client: GPC c/o SNOC
Project: Vogtle Units 3 & 4 Test Pad Project
Project Number: 6141-06-0286.54

Sample Data

Source: Test Pad Backfill G29
Sample No.: G29-1
Elev. or Depth: 239.40'
Location: G29-1
Description: Red Silty sand
Date: N/A Natural Moisture:
USCS Class.: SM
Testing Remarks:

Sample Length(in./cm.): N/A

9.9
AASHTO Class. :

Liquid Limit= 'J':J:'\[' _
Plastic Limit= _'__ ' NP, _

Plasticity Index= __-..NE.... __.

MACTEC Engineering and Consulting, Inc.
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LIQUID AND PLASTIC LIMITS TEST REPORT
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SOURCE I SAMPLE # IDEPTH/ELEV,I DATE SAMPLED USCS MATERIAL DESCRIPTION NM % I LL I PI
.1 Test Pad Backfill G30 I G30-3 I 240.06' I N/A SM Red Siltv sand 10.6 I NV I NP

Project No. 6141-06-0286.54 I

I Client GPC c/o SNOC MACTEC ENGINEERING I.
Project Vogtle Units 3 & 4 Test Pad Project AND

CONSULTING, INC.
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LIQUID AND PLASTIC LIMIT TEST DATA

Client: GPC c/o SNOC
Project: Vogtle Units 3 & 4 Test Pad Project
Project Number: 6141-06-0286.54

Sample Data

Sample Length(in./cm.): N/A

G30

Silty sand
Natural Moisture: 10.6

AASHTO Class. :

Source: Test Pad Backfill
Sample No.: G30-3
Elev. or Depth: 240.06'
Location: G30-3
Description: Red
Date: N/A
USCS Class.: SM
Testing Remarks:

Liquid Limi t= 1]'1. _
Plastic Limit= ~ _

Plasticity Index= NP

MACTEC Engineering and Consulting, Inc.
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LIQUID AND PLASTIC LIMITS TEST REPORT
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LIQUID LIMIT
110

SOURCE I SAMPLE # IDEPTH/ELEV.I DATE SAMPLED
.1 Test Pad Backfill G31 I G31-3 I 240.63' I N/A

USCS
SP-SM

MATERIAL DESCRIPTION
Light Brown Poorly graded sand with silt

NM % I LL I PI
7.0 I NV I NP

Proiect No. 6141-06-0286.54 I

I Client GPC c/o SNOC MACTEC ENGINEERING I.
Project Vogtle Units 3 & 4 Test Pad Project AND

CONSULTING, INC.
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