
LIQUID AND PLASTIC LIMIT TEST DATA

Client: GPC c/o SNOC
Project: Vogtle Units 3 & 4 Test Pad Project
Project Number: 6141-06-0286.54

Sample Data

Source: Test Pad Backfill G31
Sample No.: G31-3
Elev. or Depth: 240.63' Sample Length(in./cm.) N/A
Location: G31-3
Description: Light Brown Poorly graded sand with silt
Date: N/A Natural Moisture: 7.0
USCS Class.: SP-SM AASHTO Class.:
Testing Remarks:

Liquid Limi t= N.'il__
Plastic Limi t= NP _

Plastici ty Index= J'LP _

MACTEC Engineering and Consulting, Inc.
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LIQUID AND PLASTIC LIMITS TEST REPORT
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LIQUID LIMIT
110

SOURCE I SAMPLE # IDEPTH/ELEV.I DATE SAMPLED
el Test Pad Backfill G32 I G32-2 I 241.03' I N/A

USCS MATERIAL DESCRIPTION
Tan Siltv Sand

NM % I LL , PI
11.8 I NV I NP

Project No. 6141-06-0286.54 I

I ClientGPC c/o SNOC MACTEC ENGINEERING ,e Tested by: MD Reviewed by: Me

Project Vogtle Units 3 & 4 Test Pad Project AN0

CONSULTING, INC.
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LIQUID AND PLASTIC LIMIT TEST DATA

Client: GPC c/o SNOC
Project: Vogtle Units 3 & 4 Test Pad Project
Project Number: 6141-06-0286.54

Sample Data

Sample Length(in./cm.): N/A

Silty Sand
Natural Moisture: 11.8

AASHTO Class. :
Reviewed by: MC

Source: Test Pad Backfill G32
Sample No.: G32-2
Elev. or Depth: 241.03'
Location: G32-2
Description: Tan
Date: N/A
USCS Class.:
Testing Remarks: Tested by: MD

Liquid Limi t= UY_
Plastic Limit= NP _

Plasticity Index= NP _

MACTEC Engineering and Consulting, Inc.
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LIQUID AND PLASTIC LIMITS TEST REPORT
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SOURCE I SAMPLE # IDEPTH/ELEV.I DATE SAMPLED USCS MATERIAL DESCRIPTION NM % I LL I PI
., Test Pad Backfill G33 I G33-2 I 241.53' I N/A SM Light Brown Silty sand 7.4 I NV I NP

Project No. 6141-06-0286.54 I

I Client GPC cia SNOC MACTEC ENGINEERING I.
Project Vogtle Units 3 & 4 Test Pad Project AND

CONSULTING, INC.
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LIQUID AND PLASTIC LIMIT TEST DATA

Client: GPC c/o SNOC
Project: Vogtle Units 3 & 4 Test Pad Project
Project Number: 6141-06-0286.54

Sample Data

Source: Test Pad Backfill G33
Sample No.: G33-2
Elev. or Depth: 241.53' Sample Length(in./cm.) N/A
Location: G33-2
Description: Light Brown Silty sand
Date: N/A Natural Moisture: 7.4
USCS Class.: SM AASHTO Class.:
Testing Remarks:

Liquid Limi t= __._J:IY _..
Plastic Limit= ..HE._ _

Plasticity Index= l':I.E'.__ .

MACTEC Engineering and Consulting, Inc.
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LIQUID AND PLASTIC LIMITS TEST REPORT
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LIQUID LIMIT
110

SOURCE I SAMPLE # IDEPTH/ELEV.I DATE SAMPLED
.1 Test Pad Backfill G34 I G34-3 I 241.96' I N/A

USCS
SP-SM

MATERIAL DESCRIPTION
Light Brown Poorly graded sand with silt

NM % I LL I PI
7.0 I NV I NP

Project No. 6141-06-0286.54 I

I Client GPC c/o SNOC MACTEC ENGINEERING ,.
Project Vogtle Units 3 & 4 Test Pad Projec_t - AND

CONSULTING, INC.
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LIQUID AND PLASTIC LIMIT TEST DATA

Client: GPC c/o SNOC
Project: Vogtle Units 3 & 4 Test Pad Project
Project Number: 6141-06-0286.54

Sample Data

Source: Test Pad Backfill G34
Sample No.: G34-3
Elev. or Depth: 241.96' Sample Length(in./cm.) N/A
Location: G34-3
Description: Light Brown Poorly graded sand with silt
Date: N/A Natural Moisture: 7.0
USCS Class.: SP-SM AASHTO Class.:
Testing Remarks:

Liquid Limi t= ._ _H.Y_ .
Plastic Limi t= _. HP_ _ .

Plastici ty Index= __. NP__ .

MACTEC Engineering and Consulting, Inc.
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LIQUID AND PLASTIC LIMITS TEST REPORT
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SOURCE I SAMPLE # IDEPTH/ELEV.\ DATE SAMPLED
.1 Test Pad Backfill G35-4 I G35-4 I 242.45' I N/A

USCS
SP-SM

MATERIAL DESCRIPTION
Light Brown Poorlv graded sand with silt

NM % I LL I PI
6.5 I NV I NP

Client GPC c/o SNOC
Project Vogtle Units 3 & 4 Test Pad Project

Project No. 6141-06-0286.54 I

MACTEC ENGINEERING I· Tested by: MD Reviewed by: MC

AND
CONSULTING, INC.
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LIQUID AND PLASTIC LIMIT TEST DATA

Client: GPC c/o SNOC
Project: Vogtle Units 3 & 4 Test Pad Project
Project Number: 6141-06-0286.54

Sample Data

Sample Length(in./cm.): N/A

MD

G35-4

Brown Poorly graded sand with silt
Natural Moisture: 6.5

AASHTO Class. :
Reviewed by: MC

Source: Test Pad Backfill
Sample No.: G35-4
Elev. or Depth: 242.45'
Location: G35-4
Description: Light
Date: N/A
USCS Class.: SP-SM
Testing Remarks: Tested by:

Liquid Limi t= NY _
Plastic Limi t= --.N_1? _

Plasticity Index= ~~__

MACTEC Engineering and Consulting, Inc.
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LIQUID AND PLASTIC LIMITS TEST REPORT
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SOURCE I SAMPLE # IDEPTH/ELEV.I DATE SAMPLED
el Test Pad Backfill G36-2 I G36-2 I 243.04' I N/A

USCS
SM

MATERIAL DESCRIPTION
Tan Brown Silty sand

NM % I LL I PI
6.9 I NV I NP

Client GPC c/o SNOC
Project Vogtle Units 3 & 4 Test Pad Project

Project No. 6141-06-0286.54 1

MACTEC ENGINEERING ,e Tested by: MD Reviewed by: MC

AND
CONSULTING, INC.
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LIQUID AND PLASTIC LIMIT TEST DATA

Client: GPC c/o SNOC
Project: Vogtle Units 3 & 4 Test Pad Project
Project Number: 6141-06-0286.54

Sample Data

Source: Test Pad Backfill G36-2
Sample No.: G36-2
Elev. or Depth: 243.04'
Location: G36-2
Description: Tan Brown Silty sand
Date: N/A Natural Moisture:
USCS Class.: SM
Testing Remarks: Tested by: MD

Sample Length(in./cm.): N/A

6.9
AASHTO Class. :

Reviewed by: MC

Liquid Limit= ".N.~L _
Plastic Limi t=_NP _

Plasticity Index= N.£ _

MACTEC Engineering and Consulting, Inc.
Page 498 of 748
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LIQUID AND PLASTIC LIMITS TEST REPORT
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LIQUID LIMIT
110

SOURCE I SAMPLE # IDEPTH/ELEV.I DATE SAMPLED
el Test Pad Backfill G37-1 I G37-1 I 243.56' I NIA

USCS
SM

MATERIAL DESCRIPTION
Brown Silty sand

NM % I LL I PI
9.6 I NV I NP

Project No. 6141-06-0286.54 I

I Client GPC clo SNOC MACTEC ENGINEERING Ie Tested by: MD Reviewed by: MC
Project Vogtle Units 3 & 4 Test Pad Project AND

CONSULTING, INC.

Page 499 of 748



LIQUID AND PLASTIC LIMIT TEST DATA

Client: GPC c/o SNOC
Project: Vogtle Units 3 & 4 Test Pad Project
Project Number: 6141-06-0286.54

Sample Data

Source: Test Pad Backfill G37-1
Sample No.: G37-1
Elev. or Depth: 243.56'
Location: G37-1
Description: Brown Silty sand
Date: N/A Natural Moisture:
USCS Class.: SM
Testing Remarks: Tested by: MD

Sample Length(in./cm.): N/A

9.6
AASHTO Class. :

Reviewed by: MC

Liquid Limit= HY .
Plastic Limit= .J':I£ _

Plasticity Index= ..Nl2.. ... _.

MACTEC Engineering and Consulting, Inc.
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LIQUID AND PLASTIC LIMITS TEST REPORT

60 ! /

Dashed line indicates the approximate 1/· ,
upper limit boundary for natural soils , Ii i

501- / L--
/ !

/ I
/ I, I

~- / '

X fw i I !o 1 / i
Z i / !
- I " I

~ 1/ ii' I~ 30 --'T I I
(j) / I ,

::; / I : I,'n.. Ii;
/ ' i I

20 I : 1 I

/ i I I I
I 1 I

i I I i. ' I
' I , I1/ i::

10 - 'I ,.__m i-'--TTl
' ' I II I I

7 Ifflf ' i

4 /'>/9j..:~71/! ML qr OL ! MH 4r OH I I
; I I I I I I I
Iii i I

10 30 50 70 90
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SOURCE I SAMPLE # I DEPTH/ELEV.I DATE SAMPLED
.1 Test Pad Backfill G38 I G38-2 I 243.88 I n/a

USCS MATERIAL DESCRIPTION
Poorly graded sand with silt

NM % I LL I PI
7,1 I NY I NP

Project No. 6141-06-0286.54 I

I Client GPC c/o SNOC MACTEC ENGINEERING .•
Project Yogtle Units 3 & 4 Test Pad Project AN D

CONSULTING, INC.
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GRAIN SIZE DISTRIBUTION TEST DATA

Client: GPC c/o SNOC
Project: Vogtle Units 3 & 4 Test Pad Project
Project Number: 6141-06-0286.54

Sample Data

Sample Length(in./cm.): n/a

7.1
Class. :

silt
Natural Moisture:

Limit: NP USCS
Reviewed by: Me

Source: Test Pad Backfill G38
Sample No.: G38-2
Elev. or Depth: 243.88
Location: G38-2
Description: Poorly graded sand with
Date: n/a
Liquid Limit: NV Plastic
Testing Remarks: Tested by: SW

Mechanical Analysis Data

# 4
# 10
# 20
# 40
# 60
# 100
# 140
# 200

Initial
Dry sample and tare= 203.33
Tare = 64.07
Dry sample weight = 139.26
Tare for cumulative weight retained= .00

Sieve Cumul. wt. Percent
retained finer

0.00 100.0
0.21 99.8
7.45 94.7

30.67 78.0
68.53 50.8

110.18 20.9
119.37 14.3
123.67 11.2

Fractional Components

Gravel/Sand based on #4
Sand/Fines based on #200
% COBBLES = % GRAVEL =
% SAND = 88.8 (% coarse = 0.2
% FINES = 11.2

% medium = 21.8 % fine = 66.8)

D8S= 0.52
D30= 0.18

D60= 0.29 DSO= 0.25
DlS= 0.11

MACTEC Engineering and Consulting, Inc.
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LIQUID AND PLASTIC LIMITS TEST REPORT

10 30 50 70 90 110
LIQUID LIMIT

SOURCE I SAMPLE # I DEPTH/ELEV.I DATE SAMPLED
.1 Test Pad Backfill 039 I 039-1 I 244.47 I n/a

USCS
SP-SM

MATERIAL DESCRIPTION
Poorly graded sand with silt

NM % I LL I PI
7.5 I NV I NP

Proiect No. 6141-06-0286.54 I

I Client OPC c/o SNOC MACTEC ENGINEERING I· Tested by: MD Reviewed by: Me

Project Vo.gtle Units 3 & 4 Test Pad Project AND

CONSULTING, INC.

Page 503 of 748



LIQUID AND PLASTIC LIMIT TEST DATA

Client: GPC c/o SNOC
Project: Vogtle Units 3 & 4 Test Pad Project
Project Number: 6141-06-0286.54

Sample Data

Sample Length(in./cm.): n/a

sand
Natural Moisture: 8.0

AASHTO Class. :
Reviewed by: MC

Source: Test Pad Backfill G40
Sample No.: G40-3
Elev. or Depth: 244.97
Location: G40-3
Description: Silty
Date: n/a
USCS Class.: SM
Testing Remarks: Tested by: MD

Liquid Limi t= J:~LV _
Plastic Limi t= NE _

Plasticity Index= __ NP _

MACTEC Engineering and Consulting, Inc.
Page 504 of 748



LIQUID AND PLASTIC LIMITS TEST REPORT
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SOURCE I SAMPLE # IDEPTH/ELEV_I DATE SAMPLED USCS MATERIAL DESCRIPTION NM % I LL I PI
el Test Pad Backfill G40 I G40-3 I 244.97 I nJa SM Silty sand 8.0 I NV I NP

Project No. 6141-06-0286.54 I

I Client GPC clo SNOC MACTEC ENGINEERING Ie Tested by: MD Reviewed by: MC

Project Vogtle Units 3 & 4 Test Pad Project AND

CONSULTING, INC.
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LIQUID AND PLASTIC LIMIT TEST DATA

Client: GPC c/o SNOC
Project: Vogtle Units 3 & 4 Test Pad Project
Project Number: 6141-06-0286.54

Sample Data

Sample Length(in./cm.}: n/a

sand with silt
Moisture: 7.5

AASHTO Class.:
Reviewed by: MC

Source: Test Pad Backfill G39
Sample No.: G39-1
Elev. or Depth: 244.47
Location: G39-1
Description: Poorly graded
Date: n/a Natural
USCS Class.: SP-SM
Testing Remarks: Tested by: MD

Liquid Limi t= tlY.. _
Plastic Limi t= J'LE _

Plasticity Index= _~__ NP _

----------- MACTEC Engineering and Consulting, Inc.
Page 506 of 748



LIQUID AND PLASTIC LIMITS TEST REPORT
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SOURCE I SAMPLE # I DEPTH/ELEV_I DATE SAMPLED
., Test Pad Backfill P-l I P-l Bag I 225.42' I N/A

USCS MATERIAL DESCRIPTION NM % I LL I PI
NV I NP

8113Project No. 6141-06-0286.54 I

I Client GPC c/o SNOC MACTEC ENGINEERING ,. Tested by: EH Reviewed by: HI
Project Vogtle Units 3 & 4 Test Pad Project AN 0

CONSULTING, INC.
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LIQUID AND PLASTIC LIMIT TEST DATA

Client: GPC c/o SNOC
Project: Vogtle Units 3 & 4 Test Pad Project
Project Number: 6141-06-0286.54

Sample Data

Source: Test Pad Backfill P-1
Sample No.: P-1 Bag
Elev. or Depth: 225.42'
Location: P-1
Description:
Date: N/A Natural Moisture:
USCS Class.:
Testing Remarks: Tested by: EH

Sample Length(in./cm.): 8113

AASHTO Clas s . :
Reviewed by: HJ

Liquid Limi t= __ ._....JIL_._..
Plastic Limi t= __ ._..J'L~ ._

Plastici ty Index= .__ NP _

MACTEC Engineering and Consulting, Inc. ~_._------~--_._--
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LIQUID AND PLASTIC LIMITS TEST REPORT
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110

SOURCE I SAMPLE # IDEPTH/ELEV.I DATE SAMPLED
.1 Test Pad Backfill P-l I P-l Jar I 225.42' I N/A

USCS
SM

MATERIAL DESCRIPTION
Reddish Brown Silty sand

NM % I LL i PI
NV I NP

Project No. 6141-06-0286.54 I

I Client GPC c/o SNOC MACTEC ENGINEERING I.
Project Vogtle Units 3 & 4 Test Pad Project AN0

CONSULTING, INC.
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LIQUID AND PLASTIC LIMIT TEST DATA

Client: GPC c/o SNOC
Project: Vogtle Units 3 & 4 Test Pad Project
Project Number: 6141-06-0286.54

Sample Data

Source: Test Pad Backfill P-1
Sample No.: P-1 Jar
Elev. or Depth: 225.42'
Location: P-1
Description: Reddish Brown Silty sand
Date: N/A Natural Moisture:
USCS Class.: SM
Testing Remarks:

Sample Length(in./cm.): 8148

AASHTO Class. :

Liquid Limit= _..... __11.Y. ._
Plastic Limi t= __._._._N2.._

Plasticity Index= _ NJ2 _ .

MACTEC Engineering and Consulting, Inc.
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LIQUID AND PLASTIC LIMITS TEST REPORT
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SOURCE I SAMPLE # IDEPTH/ELEV.I DATE SAMPLED USCS MATERIAL DESCRIPTION NM % I LL I PI
.1 Test Pad Backfill P-l I P-l I 225.42' I N/A SM Red Silty sand 8.9 I NV I NP

Proiect No. 6141-06-0286.54 1

I Client GPC c/o SNOC MACTEC ENGINEERING ,. Tested by: MD
Project Vogtle Units 3 & 4 Test Pad Project AN0

CONSULTING, INC.

Reviewed by: MC
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LIQUID AND PLASTIC LIMIT TEST DATA

Client: GPC c/o SNOC
Project: Vogtle Units 3 & 4 Test Pad Project
Project Number: 6141-06-0286.54

Sample Data

Sample Length(in./cm.): N/A

Class. :
by: MC

Silty sand
Natural Moisture: 8.9

AASHTO
Reviewed

Source: Test Pad Backfill P-l
Sample No.: P-l
Elev. or Depth: 225.42'
Location: P-l
Description: Red
Date: N/A
USCS Class.: SM
Testing Remarks: Tested by: MD

Liquid Limi t= JiLY _
Plastic Limi t= NP _

Plasticity Index= 11P _

MACTEC Engineering and Consulting, Inc.
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LIQUID AND PLASTIC LIMITS TEST REPORT
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SOURCE I SAMPLE # I DEPTH/ELEV.I DATE SAMPLED USCS MATERIAL DESCRIPTION NM % I LL I PI
el Test Pad Backfill P-2 I P-2 I 225.99' I N/A SM Red Silty sand 7.0 I NV I NP

II I I I I I - I I II

Client GPC c/o SNOC
Project Vogt1e Units 3 & 4 Test Pad Project

Proiect No. 6141-06-0286.54

MACTEC ENGINEERING Ie Tested by: SW/MD Reviewed by: MC

AND
CONSULTING, INC.
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LIQUID AND PLASTIC LIMIT TEST DATA

Client: GPC c/o SNOC
Project: Vogtle Units 3 & 4 Test Pad Project
Project Number: 6141-06-0286.54

Sample Data

Source: Test Pad Backfill P-2
Sample No.: P- 2
Elev. or Depth: 225.99'
Location: P-2
Description: Red Silty sand
Date: N/A Natural Moisture:
USCS Class.: SM
Testing Remarks: Tested by: SW/MD

Sample Length(in./cm.): N/A

7.0
AASHTO Class. :
Reviewed by: MC

Liquid Limi t= _.._._NY _
Plastic Limit= ._._J'lE _

Plasticity Index= __.~ _

MACTEC Engineering and Consulting, Inc. ._-_. --_._--_...._---_.Page 514 of 748



LIQUID AND PLASTIC LIMITS TEST REPORT
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SOURCE SAMPLE # DEPTH/ELEV. DATE SAMPLED USCS MATERIAL DESCRIPTION NM% LL PI

• Test Pad Backfill P-4 P-4 227,05' N/A SM Red Silty sand 6.5 NV NP

Client GPC c/o SNOC MACTEC ENGINEERING • Tested by: SW/MD Reviewed by: MC

Project Volrtle Units 3 & 4 Test Pad Proiect AND
Project No. 6141-06-0286.54 I CONSULTING, INC.
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LIQUID AND PLASTIC LIMIT TEST DATA

Client: GPC c/o SNOC
Project: Vogtle Units 3 & 4 Test Pad Project
Project Number: 6141-06-0286.54

Sample Data

Sample Length(in./cm.): N/A

Silty sand
Natural Moisture: 6.5

AASHTO Class.:
Reviewed by: MC

Source: Test Pad Backfill P-4
Sample No.: P- 4
Elev. or Depth: 227.05'
Location: P-4
Description: Red
Date: N/A
USCS Class.: SM
Testing Remarks: Tested by: SW/MD

Liquid Limi t= __.._NV ._
Plastic Limi t= NJ2._..__..

Plasticity Index= _NP _

MACTEC Engineering and Consulting, Inc.
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LIQUID AND PLASTIC LIMITS TEST REPORT
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LIQUID LIMIT

110

SOURCE I SAMPLE # IDEPTH/ELEV.I DATE SAMPLED USCS MATERIAL DESCRIPTION NM % I LL I PI
el Test Pad Backfill P-6 I P-6 I 228.02' I N/A SM Red Silty sand 6.2 I NV I NP

Proiect No. 6141-06-0286.54 I

I Client GPC clo SNOC MACTEC ENGINEERING Ie Tested by: MD/SW Reviewed by: MC

Project Vogtle Units 3 & 4 Test Pad Project AN0

CONSULTING, INC.
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