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Tekia V. Govan, Project Manager 
U.S. Nuclear Regulatory Commission 
Office of New Reactors 
MS T-7-F29 
Washington DC 20555-0001 
301-415-6197 
Tekia.Govan@nrc.gov 
 
From: Scheide Richard [mailto:rhscheide@STPEGS.COM]  
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To: Muniz, Adrian; Sosa, Belkys; Dyer, Linda; Wunder, George; Eudy, Michael; Plisco, Loren; Anand, Raj; Foster, Rocky; 
Joseph, Stacy; Govan, Tekia; Tai, Tom 
Subject: Response to RAI  
 
Attached is an electronic copy of letter U7-C-STP-NRC- 090126, which provides the response to NRC Request for 
additional Information Letter Number 216. 
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STI 32527574 

September 14, 2009 
U7-C-STP-NRC-090126

U. S. Nuclear Regulatory Commission 
Attention: Document Control Desk 
One White Flint North 
11555 Rockville Pike 
Rockville MD  20852-2738 

South Texas Project 
Units 3 and 4 

Docket Nos. 52-012 and 52-013 
Response to Request for Additional Information

Attached are the responses to the NRC staff questions included in Request for Additional 
Information (RAI) letter number 216 related to Combined License Application (COLA) Part 2, 
Tier 2, Sections 5.02 and 5.03.  This submittal completes the response to this RAI letter. 

The attachments address the responses to the RAI questions listed below: 

 RAI 05.02.01.01-1      RAI 05.03.03-1 

When a change to the COLA is indicated, it will be incorporated in the next routine revision of 
the COLA following the NRC acceptance of the RAI response. 

There are no commitments in this letter. 

If you have any questions, please contact me at (361) 972-7136, or Bill Mookhoek at  
(361) 972-7274. 
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cc:   w/o attachment except* 
(paper copy) (electronic copy) 

Director, Office of New Reactors 
U. S. Nuclear Regulatory Commission 
One White Flint North 
11555 Rockville Pike 
Rockville, MD  20852-2738 

Regional Administrator, Region IV 
U. S. Nuclear Regulatory Commission 
611 Ryan Plaza Drive, Suite 400 
Arlington, Texas   76011-8064 

Kathy C. Perkins, RN, MBA 
Assistant Commissioner 
Division for Regulatory Services 
Texas Department of State Health Services 
P. O. Box 149347 
Austin, Texas 78714-9347 

Alice Hamilton Rogers, P.E. 
Inspections Unit Manager 
Texas Department of State Health Services 
P.O. Box 149347 
Austin, TX   87814-9347 

C. M. Canady 
City of Austin 
Electric Utility Department 
721 Barton Springs Road 
Austin, TX 78704 

*Steven P. Frantz, Esquire 
A. H. Gutterman, Esquire 
Morgan, Lewis & Bockius LLP 
1111 Pennsylvania Ave. NW 
Washington D.C.  20004 

*George F. Wunder 
*Tekia Govan 
Two White Flint North 
11545 Rockville Pike 
Rockville, MD  20852 

*George Wunder 
*Tekia Govan 
Loren R. Plisco 
U. S. Nuclear Regulatory Commission 

Steve Winn 
Eddy Daniels 
Joseph Kiwak 
Nuclear Innovation North America 

Jon C. Wood, Esquire 
Cox Smith Matthews 

J. J. Nesrsta 
R. K. Temple 
Kevin Pollo 
L. D. Blaylock 
CPS Energy 
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RAI 05.02.01.01-1

QUESTION:
Section 5.2, “Integrity of Reactor Coolant Pressure Boundary,” of the Final Safety Analysis 
Report (FSAR) in the South Texas Project (STP) Units 3 & 4 Combined License (COL) 
application incorporates by reference Subsection 5.2.1.1, “Compliance with 10 CFR 50, Section 
50.55a,” of the ABWR Design Control Document (DCD) Tier 2, which refers to DCD Tier 2, 
Table 3.2-3, “Quality Group Designations – Codes and Industry Standards,” for the ASME Code 
applied to plant components. ABWR DCD Tier 2, Subsection 5.2.1.1 states that the Code 
edition, applicable addenda, and component dates will be in accordance with 10 CFR 50.55a. 
The STP COL applicant is requested to specify the Code edition and addenda to be applied to the 
STP components. The STP COL applicant is also requested to specify the edition and addenda of 
the American Society of Mechanical Engineers (ASME) Code for Operation and Maintenance of 
Nuclear Power Plants (OM Code) to be applied to pumps, valves, and dynamic restraints at STP 
Units 3 & 4. 

RESPONSE:
The Code edition and addenda to be applied to the STP components are listed in ABWR DCD 
Table 1.8-21 and COLA Tier 2, Table 1.8-21a, as discussed in response to RAI 03.02.02-5 (U7-
C-STP-NRC-090111, dated August 26, 2009).

The ASME OM Code edition and addenda to be applied to pumps, valves and dynamic restraints 
is addressed in responses to RAIs 03.09.06-1 and 03.09.06-2 (U7-C-STP-NRC-090097, dated 
August 17, 2009). 

No COLA change is required as a result of this RAI response. 
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RAI 05.03.03-1

QUESTION:
The staff has reviewed Standard Departure (STD DEP) T1 2.1-2 and determined that additional 
information is needed to determine its acceptability. The staff requests the following: 

a) STP COL FSAR Tier 1, Section 2.1.1 and FSAR Tier 2, Section 5.3.3.1.1.1 state that the 
reactor internal pump (RIP) motor casings are clad with stainless steel only in the stretch 
tube region and around the bottom of the reactor internal pump motor casings. However, 
STP 3 & 4 COL Part 7 (Departures Report), Section 2.1, STD DEP T1 2.1-2 states that 
the standard ABWR design for installed applications includes stainless steel cladding 
from the top portion of the casing to the motor secondary seal and around the bottom of 
the RIP motor casing. The applicant also states that the design change represents an 
improvement based on ABWR operating experience. Please clarify which portions of the 
RIP motor casing will have cladding and provide the specific operating experience used 
to justify the design change. 

b) ABWR DCD states that the reactor vessel bottom head is clad with Ni-Cr-Fe alloy, while 
STP 3 & 4 COL Part 7 (Departures Report), Section 2.1, STD DEP T1 2.1-2 states that 
the RIP motor casings are clad with stainless steel from the top portion of the casing to 
the motor secondary seal. Provide details about the material types and procedures used to 
join the RIP motor casing and the bottom reactor vessel head. 

Revise the applicable COLA sections accordingly. 

RESPONSE:
a) COLA Part 7 (Departures Report) STD DEP T1 2.1-2 will be made consistent with the 

markup of COLA Part 2, Tier 1, Section 2.1.1 and COLA Part 2, Tier 2, Section 
5.3.3.1.1.1, as marked below. The attached figure shows the cladding regions of the 
reactor internal pump (RIP) motor casings. ABWR DCD Tier 2, Figure 5.4-1 shows the 
RIP cross section. 

The inner surface of the RIP casing, where the cladding is applied, is protected from the 
potential corrosive environment. The purge flow rate remains unaffected due to 
prevention of corrosion degradation. This cladding design of the RIP casing has been 
applied to the K-6 and H-5 ABWR units which have been operating in Japan since 1996 
and 2005, respectively. The experience with these plants is that the RIPs have performed 
properly.

b) The attached figure shows the welding of a RIP motor casing with RIP penetration of the 
RPV bottom head. The RPV bottom head is made of forging material (Low alloy steel, 
SA-508, Class 3). The forging of the RPV bottom head ring (knuckle region) includes 
RIP penetrations. The inner surface of the RPV bottom head ring has stainless steel 
cladding and Ni-Cr-Fe alloy (Alloy 82) cladding. The inside of the RIP penetration has 
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stainless steel or Ni-Cr-Fe alloy (Alloy 82) cladding. The inner surface of the RPV 
bottom head dome has Ni-Cr-Fe alloy (Alloy 82) cladding. The edge of the RIP 
penetration has weld buildup of Ni-Cr-Fe alloy (Alloy 82). The RIP casing is made of 
forging material (Low alloy steel, SA-508 Class 3). The edge of the RIP casing also has 
weld buildup of Ni-Cr-Fe alloy (Alloy 82). The inside of the RIP casing has stainless 
steel cladding from the bottom of the weld buildup to the RIP secondary seal area. The 
weld joint between the RIP penetration weld buildup and the RIP casing weld buildup is 
made of Ni-Cr-Fe alloy (Alloy 82) by full penetration welding.

The claddings of the inner surface of the RPV bottom head and the RIP penetrations as 
well as the weld buildups of RIP penetrations are applied prior to the final stress relief 
heat treatment (FSR) of the RPV. The weld preparation of the RIP penetration edge with 
weld buildup is made after the FSR. The RIP casing edge with weld buildup is also 
prepared for welding. The RIP casing then is welded to the RIP penetration by full 
penetration welding. This welding design and the materials selection are the same as 
those used in the previously referenced ABWR plants.

COLA Part 7, Revision 2, Section 2.1, STD DEP T1 2.1-2, Reactor Pressure Vessel System RIP 
Motor Casing Cladding, Description, is changed as shown below. Changes are identified with 
gray shading. 

This requested departure modifies the description of the RIP motor casing to clearly 
indicate that some portions of the motor casing have cladding.

ABWR DCD Tier 1 describes the cladding applied to the interior of the RPV 
cylindrical shell and identifies areas of the RPV where there is no cladding. 
Specifically, DCD Tier 1 Section 2.1.1 states that there is no cladding on the RIP 
motor casing. The standard ABWR design for installed applications includes 
stainless steel cladding at two different locations from  the top portion of the casing 
to the motor secondary seal (along the length of the stretch tube) and around the 
bottom of the RIP motor casing where it interfaces with the motor cover closure.
The RIP motor casings are clad with stainless steel only in the stretch tube region 
(up to the motor secondary seal) and around the bottom of the RIP motor casings 
where they interface with the motor cover closures. The requested departure 
modifies the DCD Tier 1 RIP motor casing design description to be consistent with 
the ABWR RIP motor casing design in current use. The design description in the 
ABWR DCD Tier 2 Section 5.3.3.1.1.1 is also clarified for consistency with Tier 1.
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Weld Design of RIP Casing and RPV Bottom Head 



<<
  /ASCII85EncodePages false
  /AllowTransparency false
  /AutoPositionEPSFiles true
  /AutoRotatePages /PageByPage
  /Binding /Left
  /CalGrayProfile (None)
  /CalRGBProfile (sRGB IEC61966-2.1)
  /CalCMYKProfile (U.S. Web Coated \050SWOP\051 v2)
  /sRGBProfile (sRGB IEC61966-2.1)
  /CannotEmbedFontPolicy /OK
  /CompatibilityLevel 1.4
  /CompressObjects /Tags
  /CompressPages true
  /ConvertImagesToIndexed true
  /PassThroughJPEGImages true
  /CreateJDFFile false
  /CreateJobTicket true
  /DefaultRenderingIntent /Default
  /DetectBlends true
  /DetectCurves 0.1000
  /ColorConversionStrategy /UseDeviceIndependentColor
  /DoThumbnails false
  /EmbedAllFonts true
  /EmbedOpenType false
  /ParseICCProfilesInComments true
  /EmbedJobOptions true
  /DSCReportingLevel 0
  /EmitDSCWarnings false
  /EndPage -1
  /ImageMemory 1048576
  /LockDistillerParams false
  /MaxSubsetPct 100
  /Optimize true
  /OPM 1
  /ParseDSCComments true
  /ParseDSCCommentsForDocInfo true
  /PreserveCopyPage true
  /PreserveDICMYKValues true
  /PreserveEPSInfo true
  /PreserveFlatness true
  /PreserveHalftoneInfo false
  /PreserveOPIComments true
  /PreserveOverprintSettings true
  /StartPage 1
  /SubsetFonts true
  /TransferFunctionInfo /Preserve
  /UCRandBGInfo /Preserve
  /UsePrologue false
  /ColorSettingsFile ()
  /AlwaysEmbed [ true
  ]
  /NeverEmbed [ true
  ]
  /AntiAliasColorImages false
  /CropColorImages true
  /ColorImageMinResolution 150
  /ColorImageMinResolutionPolicy /OK
  /DownsampleColorImages false
  /ColorImageDownsampleType /Bicubic
  /ColorImageResolution 300
  /ColorImageDepth 8
  /ColorImageMinDownsampleDepth 1
  /ColorImageDownsampleThreshold 1.50000
  /EncodeColorImages true
  /ColorImageFilter /FlateEncode
  /AutoFilterColorImages false
  /ColorImageAutoFilterStrategy /JPEG
  /ColorACSImageDict <<
    /QFactor 0.76
    /HSamples [2 1 1 2] /VSamples [2 1 1 2]
  >>
  /ColorImageDict <<
    /QFactor 0.76
    /HSamples [2 1 1 2] /VSamples [2 1 1 2]
  >>
  /JPEG2000ColorACSImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 15
  >>
  /JPEG2000ColorImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 15
  >>
  /AntiAliasGrayImages false
  /CropGrayImages true
  /GrayImageMinResolution 150
  /GrayImageMinResolutionPolicy /OK
  /DownsampleGrayImages false
  /GrayImageDownsampleType /Bicubic
  /GrayImageResolution 300
  /GrayImageDepth 8
  /GrayImageMinDownsampleDepth 2
  /GrayImageDownsampleThreshold 1.50000
  /EncodeGrayImages true
  /GrayImageFilter /FlateEncode
  /AutoFilterGrayImages false
  /GrayImageAutoFilterStrategy /JPEG
  /GrayACSImageDict <<
    /QFactor 0.76
    /HSamples [2 1 1 2] /VSamples [2 1 1 2]
  >>
  /GrayImageDict <<
    /QFactor 0.76
    /HSamples [2 1 1 2] /VSamples [2 1 1 2]
  >>
  /JPEG2000GrayACSImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 15
  >>
  /JPEG2000GrayImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 15
  >>
  /AntiAliasMonoImages false
  /CropMonoImages true
  /MonoImageMinResolution 1200
  /MonoImageMinResolutionPolicy /OK
  /DownsampleMonoImages false
  /MonoImageDownsampleType /Bicubic
  /MonoImageResolution 450
  /MonoImageDepth -1
  /MonoImageDownsampleThreshold 1.50000
  /EncodeMonoImages true
  /MonoImageFilter /CCITTFaxEncode
  /MonoImageDict <<
    /K -1
  >>
  /AllowPSXObjects false
  /CheckCompliance [
    /None
  ]
  /PDFX1aCheck false
  /PDFX3Check false
  /PDFXCompliantPDFOnly true
  /PDFXNoTrimBoxError true
  /PDFXTrimBoxToMediaBoxOffset [
    0.00000
    0.00000
    0.00000
    0.00000
  ]
  /PDFXSetBleedBoxToMediaBox true
  /PDFXBleedBoxToTrimBoxOffset [
    0.00000
    0.00000
    0.00000
    0.00000
  ]
  /PDFXOutputIntentProfile (None)
  /PDFXOutputConditionIdentifier ()
  /PDFXOutputCondition ()
  /PDFXRegistryName ()
  /PDFXTrapped /False

  /Description <<
    /CHS <FEFF4f7f75288fd94e9b8bbe5b9a521b5efa7684002000410064006f006200650020005000440046002065876863900275284e8e55464e1a65876863768467e5770b548c62535370300260a853ef4ee54f7f75280020004100630072006f0062006100740020548c002000410064006f00620065002000520065006100640065007200200035002e003000204ee553ca66f49ad87248672c676562535f00521b5efa768400200050004400460020658768633002>
    /CHT <FEFF4f7f752890194e9b8a2d7f6e5efa7acb7684002000410064006f006200650020005000440046002065874ef69069752865bc666e901a554652d965874ef6768467e5770b548c52175370300260a853ef4ee54f7f75280020004100630072006f0062006100740020548c002000410064006f00620065002000520065006100640065007200200035002e003000204ee553ca66f49ad87248672c4f86958b555f5df25efa7acb76840020005000440046002065874ef63002>
    /DAN <>
    /DEU <>
    /ESP <>
    /FRA <>
    /ITA (Utilizzare queste impostazioni per creare documenti Adobe PDF adatti per visualizzare e stampare documenti aziendali in modo affidabile. I documenti PDF creati possono essere aperti con Acrobat e Adobe Reader 5.0 e versioni successive.)
    /JPN <>
    /KOR <FEFFc7740020c124c815c7440020c0acc6a9d558c5ec0020be44c988b2c8c2a40020bb38c11cb97c0020c548c815c801c73cb85c0020bcf4ace00020c778c1c4d558b2940020b3700020ac00c7a50020c801d569d55c002000410064006f0062006500200050004400460020bb38c11cb97c0020c791c131d569b2c8b2e4002e0020c774b807ac8c0020c791c131b41c00200050004400460020bb38c11cb2940020004100630072006f0062006100740020bc0f002000410064006f00620065002000520065006100640065007200200035002e00300020c774c0c1c5d0c11c0020c5f40020c2180020c788c2b5b2c8b2e4002e>
    /NLD (Gebruik deze instellingen om Adobe PDF-documenten te maken waarmee zakelijke documenten betrouwbaar kunnen worden weergegeven en afgedrukt. De gemaakte PDF-documenten kunnen worden geopend met Acrobat en Adobe Reader 5.0 en hoger.)
    /NOR <>
    /PTB <>
    /SUO <>
    /SVE <>
    /ENU (Use these settings to create Adobe PDF documents suitable for compliance with 10CFR1, Appendix A.  Created PDF documents can be opened with Adobe Reader 5.0 and later.)
  >>
>> setdistillerparams
<<
  /HWResolution [300 300]
  /PageSize [612.000 792.000]
>> setpagedevice


