" welding programs. In order to take maximum ddvantage of the tlme allotted

'QA-QC and metallurgical aspects of the E-S programs) were pursued oo 1@~
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The ESCO Corporation plant fac111t1es located in Portland Oregon ‘were‘_
visited by W. E. Vetter and Uldis Potapovs on June 10-11, 1969. The ,'Vu
purpose of the visit was to review and evaluate ESCO's electroslag (E-S)",

ND 50 286

to the review and evaluation effort, two general areas of lnterest (1 e., z

independently. W. E. Vetter covered the QA-QC aspects of the programs_
(Section A of 'this report) and U. Potapovs covered items primarily concerned
w1th metallurgy (Section B of this report) . - -,'$“,"1,

The results of the review and cvaluatlon 1ndlcate that, with relatively
minor exceptions, ESCO is maintaining a successful high quallty E- S
welding program. : ¥
Our 1n5pectors were well recelved by ESCO and were afforded complete
cooperation in making key personnel available for discussion as well as’
making all QA-QC records and other records and documents relatlve to the
E~-S welding programs available for review. - :
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Vendor Inspection Report No: ESCO 69 2 o ,
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