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Particle Size Distribution Report I ASTM D 6913-04e1
u.s. SIEVE OPENING IN INCHES u.S. STANDARD SIEVE NUMBERS HYDROMETER
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GRAIN SIZE - mm.

%+3"
% Gravel % Sand % Fines

Coarse Fine Coarse Medium Fine Silt Clay

a 0.0 0.0 0.0 0.0 3.6 83.4 13.0

Source Sample II DepthlElev. Date Sampled uses Material Description NM 'Yo LL PL

a Borinll B-2170 SS-33 178.5-180.0 12-15-07 SC Verv Pale Brown Clavev SAND (Visual) ND ND ND

Client Bechtel MACTEC, Inc. a SIEVE ANALYSIS ONLY

Proiect Exelon Texas COL (Victoria)
ND =Not determined

Proiect No. 6468071777 Fiaure NA. Raleigh, North Carolina

Tested Bv: CS ____ Checked By: LBJ ~w .tu./o'J



GRAIN SIZE DISTRIBUTION TEST DATA 1/26/2008

Client: Bechtel
Project: Exelon Texas COL (Victoria)
Project Number: 6468071777
Location: Boring B-2170
Depth: 178.5-180.0
Material Description: Very Pale Brown Clayey SAND (Visual)
Date: 12-15-07
Liquid Limit: ND Plastic Limit: ND
Testing Remarks: SIEVE ANALYSIS ONLY

ND =Not determined
Tested by: CS

Sample Number: SS-33

Natural Moisture: ND
uses Class.: SC

Checked by: LBJ

Dry Cumulative Cumulative
Sample Pan Sieve Weight

and Tare Tare Tare Weight Opening Retained Percent
(grams) (grams) (grams) Size (grams) Finer

266.60 0.00 0.00 #10 0.00 100.0
101.93 0.00 0.00 #20 0.46 99.5

#40 3.70 96.4
#60 37.52 63.2

#100 83.22 18.4
#140 87.17 14.5
#200 88.70 13.0

Cobbles
Gravel Sand Fines

Coarse I Fine I Total Coarse I Medium I Fine I Total Slit I Clay I Total

0.0 0.0 I 0.0 I 0.0 0.0 I 3.6 I 83.4 I 87.0 I I 13.0

010 015 020 030 °50 060 080 085 090 095

0.1128 0.1551 0.1783 0.2190 0.2418 0.3068 0.3312 0.3626 0.4077

Fineness
Modulus

1.05

L- MACTEC, Inc. _
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Particle Size Distribution Report I ASTM D 422-63(2002)e1
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GRAIN SIZE· mm.

%+3"
% Gravel % Sand

Coarse Fine Coarse Medium Fine

a 0.0 0.0 0.0 0.0 16.7 28.4

a
Source

Borin!! B-2170
Sample # DepthlElev. Date Sampled
SS-36A 198.5-199.6 12-15-07

uses
CL

Material Description
Grav Sandy Lean CLAY

NM% LL
17.1 26

PL
11

Cl
()
Z
=110
mxm
ex>o
U1

Client Bechtel
Proiect Exelon Texas COL (Victoria)

MACTEC, Inc. a Specific gravity is assumed

Proiect No. 6468071777 Fiaure Raleiah, North Carolina

Checked Bv: LBJ -leA W ,'~_~Lo~r,------__



GRAIN SIZE DISTRIBUTION TEST DATA 1/26/2008

Client: Bechtel
Project: Exelon Texas COL (Victoria)
Project Number: 6468071777
Location: Boring B-2170
Depth: 198.5-199.6
Material Description: Gray Sandy Lean CLAY
Date: 12-15-07
Liquid Limit: 26 Plastic Limit: 11
Testing Remarks: Specific gravity is assumed
Tested by: CS

Sample Number: SS-36A

Natural Moisture: 17.1
USCS Class.: CL

Checked by: LBJ

Dry Cumulative Cumulative
Sample Pan Sieve Weight

and Tare Tare Tare Weight Opening Retained Percent
(grams) (grams) (grams) Size (grams) Finer

247.19 0.00 0.00 #10 0.00 100.0
51.73 0.00 0.00 #20 4.72 90.9

#40 8.62 83.3
#60 13.43 74.0

#100 17.62 65.9
#140 21.31 58.8
#200 23.35 54.9

Eft. Diameter Percent
Depth (mm.) Finer

11.2 0.0311 49.3
11.5 0.0199 45.4
12.0 O.oI18 39.6
12.2 0.0084 37.7
12.5 0.0060 33.7
1.3.0 0.0031 28.0
13.7 0.0013 19.7

Rm

31.0
29.0
26.0
25.0
23.0
20.0
16.0

K

0.0131
0.0131
0.0131
0.0131
0.0132
0.0131
0.0133

27.3
-3.0

Hydrometer test uses material passing #10
Percent passing #10 based upon complete sample = 100.0
Weight of hydrometer sample =51.73
Hygroscopic moisture correction:

Moist weight and tare = 24.10
Dry weight and tare = 23.96
Tare weight = 11.20
Hygroscopic moisture = 1.1%

Table of composite correction values:
Temp., deg. C: 12.8

Compo corr.: -7.0
Meniscus correction only = 1.0
Specific gravity of solids = 2.700
Hydrometer type = 152H

Hydrometer effective depth equation: L=16.294964 - O. I64 x Rm

Elapsed Temp. Actual Corrected
Time (min.) (deg. C.) Reading Reading

2.00 21.9 30.0 25.5
5.00 21.9 28.0 23.5

15.00 21.8 25.0 20.5
30.00 21.8 24.0 19.5
60.00 21.6 22.0 17.4

240.00 21.9 19.0 14.5
1440.00 20.8 15.0 10.2

'-- MACTEC, Inc. -:-- _
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Cobbles
Gravel Sand Fines

Coarse I Fine I Total Coarse I Medium I Fine I Total Silt I Clay I Total

0.0 0.0 I 0.0 I 0.0 0.0 I 16.7 I 28.4 I 45.1 23.2 I 31.7 I 54.9

°10 °15 °20 °30 °50 °60 080 085 090 095

0.0013 0.0040 0.0346 0.1131 0.3490 0.4780 0.7733 1.2754

Fineness
Modulus

0.75

'-- MACTEC, Inc. ~-------
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LIQUID AND PLASTIC LIMITS TEST REPORT ASTM 04318 (05)
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SOIL DATA
NATURAL

SYMBOL SOURCE SAMPLE DEPTH WATER PLASTIC LIQUID PLASTICITY
USCSNO. CONTENT LIMIT LIMIT INDEX

- (%) (%) (%) (%)

• Boring B-2170 SS-36A 198.5-199.6 17.1 11 26 15 CL

MACTEC, Inc. Client: Bechtel
Project: Exelon Texas COL (Victoria)

Ralei h North Carolina Pro'ect No.: 6468071777

Tested By: --"C=S"-- Checked By: LBJ l(AW llu/ot···

Volume 3, Rev. 0 - 7/10108 Page 406 of 2371 DCN# EXE805



LIQUID AND PLASTIC LIMIT TEST DATA 1/26/2008

Client: Bechtel
Project: Exelon Texas COL (Victoria)
Project Number: 6468071777
Location: Boring B-2170
Depth: 198.5-199.6
Material Description: Gray Sandy Lean CLAY
USCS:CL
Tested by: CS

Sample Number: SS-36A

AASHTO: A-6(5)
Checked by: LBJ

Run No. 1 2 3 4 5 6
Wet+Tare 34.65 37.08
Dry+Tare 30.68 32.59

Tare 15.58 15.69
# Blows 23 21

Moisture 26.3 26.6

26.64 26Liquid Limit=
26.6 Plastic Limit= 11

26.56 Plasticity Index= 15

26.52 Natural Moisture= 17.1

++ Liquidity Index: 0.4
26.48

2:!a.2126.44
:::!:

26.4

26.36

26.32

26.28

26.24
5 6 7 8 9 10

Blows

Run No. 1 2 3 4
Wet+Tare 24.54 25.37
Dry+Tare 23.62 24.39

Tare 15.64 15.72
Moisture 11.5 11.3

Wet+Tare
138.40

Tare
9.50

Moisture
17.1

L.- MACTEC.lnc. _
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Particle Size Distribution Report I ASTM D 422-63(2002)e1
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U.S. SIEVE OPENING IN INCHES U.S. STANDARD SIEVE NUMBERS HYDROMETER
1Yo! in. ~ In. 318 in. #140

3 I 2 in. 1 In. Yo! in. #4 It1I\ I.,n .:10 lid 1#60 #1 nn #200

100 10 1 0.1 0.01 0.001

GRAIN SIZE - mm.
% Gravel % Sand % Fines

%+3" Coarse Fine Coarse Medium Fine Silt Clay

0 0.0 0.0 0.0 0.0 9.1 16.9 25.2 48.8

a:wzu:
!zwu
~

o
Source

Borinlr B-2170
Sample # DeplhlElev. Dale Sampled
SS-36B 199.6-200.0 12-15-07

uses
CL

Malerial Description
Greenish Grav Lean CLAY with sand

NM% LL
20.8 45

PL
16

o
()
Z
'*"m
~ Client Bechtel
00
g Proiect Exelon Texas COL (Victoria)

MACTEC, Inc. a Specific gravity is assumed

Proiect No. 6468071777 Fiaure ••J~ Raleigh, North Carolina

"-_&_..1 b... ""C' ~hA~~Ati Rv' I R I ~ "" IJuJOJ



GRAIN SIZE DISTRIBUTION TEST DATA 1/2612008

Client: Bechtel
Project: Exelon Texas COL (Victoria)
Project Number: 6468071777
Location: Boring B-2170
Depth: 199.6-200.0
Material Description: Greenish Gray Lean CLAY with sand
Date: 12-15-07
Liquid Limit: 45 Plastic Limit: 16
Testing Remarks: Specific gravity is assumed
Tested by: CS

Sample Number: SS-36B

Natural Moisture: 20.8
USCS Class.: CL

Checked by: LBJ

Dry Cumulative Cumulative
Sample Pan Sieve Weight

and Tare Tare Tare Weight Opening Retained Percent
(grams) (grams) (grams) Size (grams) Finer

137.69 0.00 0.00 #10 0.00 100.0
49.26 0.00 0.00 #20 1.87 96.2

#40 4049 90.9
#60 7041 85.0

#100 9.54 80.6
#140 11.06 77.5
#200 12.83 74.0

Eff. Diameter Percent
Depth (mm.) Finer

10.1 0.0296 67.1
lOA 0.0190 63.0
10.7 0.0111 58.9
11.0 0.0080 54.7
. 1104 0.0057 50.6

12.0 0.0030 42.3
12.5 0.0012 35.6

Rm

38.0
36.0
34.0
32.0
30.0
26.0
23.0

K

0.0132
0.0132
0.0132
0.0132
0.0132
0.0132
0.0133

27.3
-3.0

Hydrometer test uses material passing #10
Percent passing #10 based upon complete sample = 100.0
Weight of hydrometer sample =49.26
Hygroscopic moisture correction:

Moist weight and tare = 27.70
Dry weight and tare = 27.33
Tare weight = 15.50
Hygroscopic moisture =3.1 %

Table of composite correction values:
Temp., deg. C: 12.8

Compo corr.: -7.0
Meniscus correction only =1.0
Specific gravity of solids =2.700
Hydrometer type =152H .

Hydrometer effective depth equation: L = 16.294964 - 0.164 x Rm

Elapsed Temp. Actual Corrected
Time (min.) (deg. C.) Reading Reading

2.00 21.6 37.0 32.4
5.00 21.6 35.0 30.4

15.00 21.6 33.0 28.4
30.00 21.6 31.0 26.4
60.00 21.6 29.0 24.4

240.00 21.6 25.0 2004
1440.00 20.7 22.0 17.2

L- MAC.TECrlnc. _
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Cobbles
Gravel Sand Fines

Coarse I Fine I Total Coarse I Medium I Fine I Total Silt I Clay I Total

0.0 0.0 I 0.0 I 0.0 0.0 I 9.1 I 16.9 I 26.0 25.2 I 48.8 I 74.0

°10 °15 °20 °30 °50 °60 °80 °85 °90 °95

0.0055 0.0126 0.1388 0.2511 0.3915 0.6968

Fineness
Modulus

0.41

1...- MACTEC, Inc. _
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LIQUID AND PLASTIC LIMITS TEST REPORT ASTM 04318 (05)

1101009080

MH or OH

7050 60
LIQUID LIMIT

40

ML or OL

302010

Dashed line indicates the approximate
upper limit boundary for natural soils --r--+---,'
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><w
0z
>-
!:: 30 •()
;:::
en
:5a..

20

SOIL DATA
NATURAL

SYMBOL SOURCE SAMPLE DEPTH WATER PLASTIC LIQUID PLASTICITY USCSNO. CONTENT LIMIT LIMIT INDEX
(%) (%) (%) ("to)

• Boring B-217C SS-36B 199.6-200.0 20.8 16 45 29 CL

MACTEC, Inc. Client: Bechtel
Project: Exelon Texas COL (Victoria)

Ralei h North Carolina Pro'ect No.: 6468071777

TestedBy:~C~S~ Checked By: LBJ KAw"l.6/or
Volume 3, Rev. 0 - 7/10108 Page 411 of 2371 DCN# EXE805



LIQUID AND PLASTIC LIMIT TEST DATA 1/26/2008

Client: Bechtel
Project: Exelon Texas COL (Victoria)
Project Number: 6468071777
Location: Boring B-2170
Depth: 199.6-200.0
Material Description: Greenish Gray Lean CLAY with sand
USCS:CL
Tested by: CS

Sample Number: SS-36B

AASHTO: A-7-6(20)
Checked by: LBJ

Run No. 1 2 3 4
Wet+Tare 22.76 23.52
Dry+Tare 21.78 22.40

Tare 15.53 15.53
Moisture 15.7 16.3

Wet+Tare
42.30

Tare
6.70

Moisture
20.8

_______-'= MACTEC, Inc. _
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Particle Size Distribution Report I ASTM D422-63(2002)e1
u.s. SIEVE OPENING IN INCHES u.S. STANDARD SIEVE NUMBERS HYDROMETER
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GRAIN SIZE - mm.

%+3"
% Gravel % Sand % Fines

Coarse Fine Coarse Medium Fine Silt Clay

a 0.0 0.0 0.0 0.0 0.3 23.5 25.1 51.1

Source Sample # DepthlElev. Date Sampled uses Material Description NM % LL PL

a Borin!!" B-2170 88-37 218.5-220.0 12-15-07 CH Greenish Grav Fat CLAY with sand 25.6 57 17

Client Bechtel MACTEC, Inc. a Specific gravity is assumed

Proiect Exelon Texas COL (Victoria)

Proiect No. 6468071777 Fiaure 1\10.. Raleiah, North Carolina

Checked Bv: LBJ



GRAIN SIZE DISTRIBUTION TEST OATA 1/26/2008

Client: Bechtel
Project: Exelon Texas COL (Victoria)
Project Number: 6468071777
Location: Boring B-2170
Depth: 218.5-220.0
Material Description: Greenish Gray Fat CLAY with sand
Date: 12-15-07
Liquid Limit: 57 Plastic Limit: 17
Testing Remarks: Specific gravity is assumed
Tested by: CS

Sample Number: S8-37

Natural Moisture: 25.6
USCS Class.: CH

Checked by: LBJ

Dry Cumulative Cumulative
Sample Pan Sieve Weight

and Tare Tare Tare Weight Opening Retained Percent
(grams) (grams) (grams) Size (grams) Finer

186.36 0.00 0.00 #10 0.00 100.0
48.54 0.00 0.00 #20 0.02 100.0

#40 0.14 99.7
#60 0.65 98.7

#100 1.36 97.2
#140 4.66 90.4
#200 11.54 76.2

Eff. Diameter Percent
Depth (mm.) Finer

10.6 0.0302 62.3
10.9 0.0194 58.1
11.0 0.0113 56.0
11.2 0.0080 53.8
11.4 0.0057 51.7
11.5 0.0029 49.4
11.7 0.0012 46.8

Rm

35.0
33.0
32.0
31.0
30.0
29.0
28.0

K

0.0131
0.0131
0.0131
0;0131
0.0131
0.0132
0.0133

27.3
-3.0

Hydrometer test uses material passing #10
Percent passing #10 based upon complete sample = 100.0
Weight of hydrometer sample =48.54
Hygroscopic moisture correction:

Moist weight and tare = 27.80
Dry weight and tare = 27.37
Tare weight = 15.50
Hygroscopic moisture = 3.6%

Table of composite correction values:
Temp., deg. C: 12.8

Compo corr.: -7.0
Meniscus correction only = 1.0
Specific gravity of solids =2.700
Hydrometer type =152H

Hydrometer effective depth equation: L = 16.294964 - 0.164 x Rm

Elapsed Temp. Actual Corrected
Time (min.) (deg. C.) Reading Reading

2.00 21.9 34.0 29.5
5.00 21.9 32.0 27.5

15.00 21.9 31.0 26.5
30.00 21.8 30.0 25.5
60.00 21.8 29.0 24.5

240.00 21.5 28.0 23.4
1440.00 20.6 27.0 22.2

'-- MACTEC.lnc- _
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Gravel Sand Fines
Cobbles Coarse I Fine I Total Coarse I Medium I Fine I Total .Silt I Clay I Total

0.0 0.0 I 0.0 I 0.0 0.0 I 0.3 I 23.5 I 23.8 25.1 I 51.1 I 76.2

010 015 020 030 050 060 DaD 085 090 095

0.0036 0.0239 0.0823 0.0924 0.1048 0.1269

Fineness
Modulus

0.04

~ -=== MACTEC, Inc. _
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LIQUID AND PLASTIC LIMITS TEST REPORT ASTM D4318 (05)

1101009080

MH or OH

7050 60
LIQUID LIMIT

40

ML or OL

302010
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upper limit boundary for natural soils --+-+----,.'
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SOIL DATA
NATURAL

SYMBOL SOURCE SAMPLE DEPTH WATER PLASTIC LIQUID PLASTICITY USCSNO. CONTENT LIMIT LIMIT INDEX
(%) (%) (%) (%)

• lBoring B-217( 55-37 218.5-220.0 25.6 17 57 40 CH

MACTEC, Inc. Client: Bechtel
Project: Exelon Texas COL (Victoria)

Ralei h North Carolina Pro'ect No.: 6468071777

Tested By: ....::C~S~ Checked Iry: ~LB~J~--=-~.:...;..:,.W;......:..:l'....:."Uo.:.!.,_ot.:...-__

Volume 3, Rev. 0 - 7/10108 Page 416 of 2371 DCN# EXE805



LIQUID AND PLASTIC LIMIT TEST DATA 1/26/2008

Client: Bechtel
Project: Exelon Texas COL (Victoria)
Project Number: 6468071777
Location: Boring B-2170
Depth: 218.5-220.0
Material Description: Greenish Gray Fat CLAY with sand
USCS:CH
Tested by: CS

Sample Number: SS-37

AASHTO: A-7-6(30)
Checked by: LBJ

Run No. 1 2 3 4 5 6
Wet+Tare 31.25 32.06
Dry+Tare 25.53 26.06

Tare 15.46 15.53
# Blows 24 25

Moisture 56.8 57.0

57.12 57Liquid Limit:
57.08 Plastic Limit: 17
57.04 Plasticity Index: 40

57 Natural Moisture: 25.6
Liquidity Index: 0.2

56.96
l!!
::I

.'@56.92 I
:::E I56.88 -++56.84

56.8

56.76

56.72
5 6 7 8 9 10 20

Blows

Run No. 1 2 3 4
Wet+Tare 23.36 25.45
Dry+Tare 22.28 24.03

Tare 15.74 15.48
Moisture 16.5 16.6

Wet+Tare
94.80

Tare
9.20

Moisture
25.6

'-- MACTEC, Inc. _
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Particle Size Distribution Report I ASTM D 422-63(2002)e1
u.s. SIEVE OPENING IN INCHES u.S. STANDARD SIEVE NUMBERS HYDROMETER

61n.
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GRAIN SIZE - mm.

0/0 +3"
% Gravel % Sand % Fines

Coarse Fine Coarse Medium Fine Silt Clay

a 0.0 0.0 0.0 0.0 1.2 15.3 36.6 46.9

Source Sample # Deplh/Elev. Dale Sampled uses Malerial Descriotion NM% LL PL

0 Borin!! B-2170 SS-38 238.5-240.0 12-16-07 . CL Greenish Grav Lean CLAY with sand 15.8 43 20

Client Bechtel MACTEC, Inc. a Specific gravity is assumed

Proiect Exelon Texas COL (Victoria)

Proiect No. 6468071777 Fiqure N~ Raleiah, North Carolina

Tested Bv: CS Checked By: LBJ llu/oS



GRAIN SIZE DISTRIBUTION TEST DATA 1/26/2008

Client: Bechtel
Project: Exelon Texas COL (Victoria)
Project Number: 6468071777
Location: Boring B-2170
Depth: 238.5-240.0
Material Description: Greenish Gray Lean CLAY with sand
Date: 12-16-07
Liquid Limit: 43 Plastic Limit: 20
Testing Remarks: Specific gravity is assumed
Tested by: CS

Sample Number: SS-38

Natural Moisture: 15.8
USCS Class.: CL

Checked by: LBJ

Dry Cumulative Cumulative
Sample Pan Sieve Weight

and Tare Tare Tare Weight Opening Retained Percent
(grams) (grams) (grams) Size (grams) Finer

256.91 0.00 0.00 #10 0.00 100.0
54.40 0.00 0.00 #20 0.43 99.2

#40 0.65 98.8
#60 1.01 98.1

#100 1.96 96.4
#140 4.32 92.1
#200 8.96 83.5

/

Eff. Diameter Percent
Depth (mm.) Finer

9.2 0.0286 68.6
9.9 0.0187 61.2

lOA 0.0111 55.7
10.7 0.0078 52.0
11.0 0.0059 48.3
11.4 0.0029 44.6
11.9 0.0011 39.2

Rm

43.0
39.0
36.0
34.0
32.0
30.0
27.0

K

0.0133
0.0133
0.0133
0.0133
0.0133
0.0133
0.0133

27.3
-3.0

Hydrometer test uses material passing #10
Percent passing #10 based upon complete sample. 100.0
Weight of hydrometer sample =54.40
Hygroscopic moisture correction:

Moist weight and tare = 38.75
Dry weight and tare = 38.56
Tare weight = 24.92
Hygroscopic moisture = 1.4%

Table of composite correction values:
Temp., deg. C: 12.8.

Compo corr.: -7.0
Meniscus correction only =1.0
Specific gravity of solids = 2.700
Hydrometer type =152H

Hydrometer effective depth equation: L=16.294964·0.164 x Rm

Elapsed Temp. Actual Corrected
Time (min.) (deg. C.) Reading Reading

2.00 20.8 42.0 37.2
5.00 20.8 38.0 33.2

15.00 20.8 35.0 30.2
31.00 20.8 33.0 28.2
57.00 20.8 31.0 26.2

240.00 20.8 29.0 24.2
1584.00 21.0 26.0 21.3

L- MACTE~Inc.. _
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Cobbles Gravel Sand Fines
Coarse I Fine I Total Coarse I Medium I Fine I Total Silt Clay I Total

0.0 0.0 I 0.0 I 0.0 0.0 I 1.2 I 15.3 I 16.5 36.6 I 46.9 I 83.5

°10 °15 °20 °30 050 °60 080 °85 °90 °95
0.0067 0.0172 0.0634 0.0796 0.0967 0.1282

Fineness
Modulus

0.07

'-- MACTEC, Inc. _
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LIQUID AND PLASTIC LIMITS TEST REPORT ASTM 04318 (05)

100 1109080

MH or OH

7050 60
LIQUID LIMIT

40

ML or OL

302010

10

60

40

20

50

Dashed line indicates the approximate
upper limit boundary for natural soils --+--+-----.'

x
UJ
Cl
Z
>-
~ 30
(.)
i=en
<t:
...J
Q.

SOIL DATA
NATURAL

SYMBOL SOURCE SAMPLE DEPTH WATER PLASTIC LIQUID PLASTICITY usesNO. CONTENT LIMIT LIMIT INDEX
('Yo) ('Yo) ('Yo) ('Yo)

• lBoring B-2170 SS-38 238.5-240.0 15.8 20 43 23 CL

MACTEC, Inc. Client: Bechtel
Project: Exelon Texas COL (Victoria)

Ralei h North Carolina Pro'ect No.: 6468071777 Fi ure N~

Tested By: --'=C=S'-- Checked By: LBJ ~w I/u/of(

Volume 3, Rev. 0 - 7/10108 Page 421 of 2371 DCN# EXE805



LIQUID AND PLASTIC LIMIT TEST DATA 1/26/2008

Client: Bechtel
Project: Exelon Texas COL (Victoria)
Project Number: 6468071777
Location: Boring B-2l70
Depth: 238.5-240.0
Material Description: Greenish Gray Lean CLAY with sand
USCS:CL
Tested by: CS

Sample Number: SS-38

AASHTO: A-7-6(20)
Checked by: LBI

Run No. 1 2 3 4
Wet+Tare 22.95 22.98
Dry+Tare 21.72 21.73

Tare 15.32 15.44
Moisture 19.2 19.9

Wet+Tare
110.80

Tare
9.20

Moisture
15.8

L-_~ MACTEC,lnc. -= _
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LIQUID AND PLASTIIC LIMIT TeST DATA 

Client: BechteI 

Project: Exelon Texas COL (Victoria) 

Project Number: 6468071777 

Location: Boring B-2170 

Depth: 238.5-240.0 

Materia.1 Description: Greenish Gray Lean CLAY with sand 

USCS:CL 

Tested by: CS 

Run No. 1 2 

Wet+Tare 30.60 31.28 
Dry+Tare 26.16 26.52 

Tare 15.94 15.50 
# Blows 24 24 

Moisture 43..4 43.2 

43.52 

43.48 

43.44 

43.4 

43.36 
e! a . 
. 543.32 

" 43.28 

43.24 

43.2 

43.16 

43.12 
5 6 7 8 9 10 20 

Blows 
25 30 

Run No. 1 2 
Wet+Tare 22.95 22.98 
Dry+Tare 21.72 21.73 

Tare 15 . .32 15.44 
Moisture 19.2 19.9 

Wet+Tare Tare 
110.80 9.20 

3 

3 

Sample Number: 88-38 

AASHTQ.: A-7-6(20) 

Checked by: LBI 

4 

40 

4 

Moisture 
15.8 

1/2612008 

5 6 

Uquid Umit: 43 

Plastic Limit: 20 

Plasticity Index: 23 . 
Natural Moisture= 15.8 

liquidity Index.: ~0.2 

L-____ -----------------------------MACT~ln~----------------~~ ____________ __ 
Volume 3, Rev. 0 - 7110/08 Page 422 of 2371 DCN# EXE805 
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Particle Size Distribution Report I ASTM D 6913-04e1
u.s. SIEVE OPENING IN INCHES u.S. STANDARD SIEVE NUMBERS HYDROMETER

6in. 3 in.
. lit.. in. II 'l4 in. 3/8 in.

U #)11
#140

2 10. 1 n. It.. in. 1120 #30 .40 #60 #1 M #200
100 I I I I II I

~~I
I I I I I

90 ,
80 ~

~
70

ex: \w 60z \
-

IT:
I- 50zw
() \ex:w 40
0- q

30 \
20

~,
10

0
100 10 1 0.1 0.01 0.001

GRAIN SIZE - mm.

%+3"
% Gravel % Sand % Fines

Coarse Fine Coarse Medium Fine Sill Clav

a 0.0' 0.0 0.0 0.1 23.1 67.1 9.7

I
Source Sample # Deoth/Elev. Date Sampled uses Material Descriplion NM% LL PL

a Borin!!" B-2170 SS-39 258.5-260.0 12-16-07 SP-SM Pale Brown Poorlv Graded SAND with silt (Visual) ND ND ND

Client Bechtel MACTEC, Inc. a SIEVE ANALYSIS ONLY

Proiect Exelon Texas COL (Victoria)
ND= Not determined

Proiect No. 6468071777 Fiaure k1t\. Raleigh, North Carolina

Tested Bv: CS Checked By: -",-,LBJ~---!::..D_5--=-C_'3_-.:....::t3_--=o~&~



GRAIN SIZE DISTRIBUTION TEST DATA

Client: Bechtel
Project: Exelon Texas COL (Victoria)
Project Number: 6468071777
l.ocation: Boring B-2170
Depth: 258.5-260.0 Sample Number: SS-39
Material Description: Pale Brown Poorly Graded SAND with siJt (Visual)
Date: 12-16-07 Natural Moisture: ND
Liquid Limit: ND Plastic Limit: ND USCS Class.: SP-SM
Testing Remarks: SIEVE ANALYSIS ONLY

ND= Not determined

3/1212008

Tested by: CS Checked by: LBJ

Dry Cumulative Cumulative
Sample Pan Sieve Weight

and Tare Tare Tare Weight Opening Retained Percent
(grams) (grams) (grams) Size (grams) Finer

257.52 0.00 0.00 #4 0.00 100.0
#10 0.28 99.9

99.74 0.00 0.00 #20 2.45 97.4
#40 23.08 76.8
#60 64.55 35.2

#100 83.86 15.9
#140 88.06 11.7
#200 90.07 9.7

Cobbles
Gravel Sand Fines

Coarse I Fine I Total Coarse I Medium I Fine I Total Silt I Clay I Total

0.0 0.0 I 0.0 I 0.0 0.1 I 23.1 I 67.1 I 90.3 I I 9.7

010 015 020 030 050 060 080 °85 090 °95

0.0800 0.1423 0.1791 0.2290 0.3034 0.3416 0.4478 0.4931 0.5607 0.6921

Fineness Cu CcModulus

1.44 4.27 1.92

L...- -:- MACTEC, Inc. _
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U.S. SIEVE OPENING IN INCHES U.S. STANDARD SIEVE NUMBERS HYDROMETER
1¥.lIn. 'l4 In. 3/8 In. #140

3 In. 2 In. 1 In Y.I in. #4 /l.1.ll 1130 1140 1160 11100 #200

Particle Size Distribution Report I ASTM D-422-63(2002)e1
61n.

100 I

90

80

70

II: 60!Mu:
~ 50
~
II:
~ 40

30

20

10

0
100 10 1 0.1 0.01 0.001

GRAIN SIZE - mm.

%+3"
% Gravel % Sand % Fines

Coarse Fine Coarse Medium Fine Silt Clay
0 0.0 0.0 0.0 0.0 0.5 30.6 19.5 49.4

o
Source

Borin!! B-2170R
Sample # Depth/flav.
SS-l 0.0-1.5

Date Sampled
1-3-08

uses
CL

Matarial Descripllon
Very Dark Grav Sandy Lean CLAY

NM% LL
18.0 44

PL
19

oo
~
m
Xm
0>o
01

Client Bechtel
Proiect Exelon Texas COL (Victoria)

MACTEC, Inc. o Specific gravity is assumed

Proiect No. 6468071777 FiQure 1\1A Raleigh, North Carolina

Tested By: ...:::C=S~ Checked By: =LB=J,---,r./.:..:..-W:...-;'...:..:cJu...::.;/,-o..:,3 _



GRAIN SIZE DISTRIBUTION TEST DATA 1/25/2008

Client: Bechtel
Project: Exe10n Texas COL (Victoria)
Project Number: 6468071777
Location: Boring B-2l70R
Depth: 0.0-1.5
Material Description: Very Dark Gray Sandy Lean CLAY
Date: 1-3-08
Liquid Limit: 44 Plastic Limit: 19
Testing Remarks: Specific gravity is assumed
Tested by: CS

sample Number: 88-1

Natural Moisture: 18.0
USCS Class.: CL

Checked by: LBJ

Dry Cumulative Cumulative
Sample Pan Sieve Weight

and Tare Tare Tare Weight Opening Retained Percent
(grams) (grams) (grams) Size (grams) Finer

186.47 0.00 0.00 #10 0.00 100.0
49.23 0.00 0.00 #20 0.05 99.9

#40 0.27 99.5
#60 1.66 96.6

#100 7.10 85.6
#140 11.74 76.2
#200 15.32 68.9

Eft. Diameter Percent
Depth (mm.) Finer

lOA 0.0300 62.8
10.6 0.0192 60.6
10.9 0.0112 56.5
11.2 0.0081 5204
11.4 0.0057 50.3
11.9 0.0029 . 44.1
1204 0.0012 37.1

Rm

36.0
35.0
33.0
31.0
30.0
27.0
24.0

K

0.0132
0.0132
0.0132
0.0132
0.0132
0.0132
0.0134

27.3
-3.0

Hydrometer test uses material passing #10
Percent passing #10 based upon complete sample = 100.0
Weight of hydrometer sample =49.23
Hygroscopic moisture correction:

Moist weight and tare = 29Al
Dry weight and tare = 29.06
Tare weight = 15.50
Hygroscopic moisture = 2.6%

Table of composite correction values:
Temp., deg. C: 12.8

Compo corr.: -7.0
Meniscus correction only = 1.0
Specific gravity of solids =2.700
Hydrometer type =152H

Hydrometer effective depth equation: L =16.294964 - 0.164 x Rm

Elapsed Temp. Actual Corrected
Time (min.) (deg. C.) Reading Reading

2.00 21.7 35.0 30.5
5.00 21.6 34.0 2904

15.00 21.6 32.0 27.4
30.00 21.6 30.0 25.4
60.00 21.6 29.0 24.4

240.00 21.5 26.0 21.4
1440.00 20.1 23.0 18.0

~ MACTEC, Inc. --------- ....l
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Cobbles
Gravel Sand Fines

Coarse I Fine I Total Coarse ·1 Medium I . Fine I Total Silt I Clay I Total

0.0 0.0 I 0.0 I 0.0 0.0 I 0.5 I 30.6 1 31.1 19.5 I 49.4 I 68.9

°10 °15 °20 °30 °50 °60 °80 085 °90 °95

0.0054 0.0171 0.1225 0.1469 0.1779 0.2250

Fineness
Modulus

0.16

1.- --==-- UAC.T~lnc.. ---- _l
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LIQUID AND PLASTIC LIMITS TEST REPORT ASTM 04318 (05)

100 1109080

MH orOH

/
I

I

7050 60
LIQUID LIMIT

40

ML or OL

302010

Dashed line indicates the approximate
upper limit boundary for natural soils --4--+--~'

10

50

60

40

xwaz
>-
!:: 30
(,)
i=
C/)
<t: •-Ia...

20

SOIL DATA
NATURAL

SYMBOL SOURCE SAMPLE DEPTH WATER PLASTIC LIQUID PLASTICITY USCSNO. CONTENT LIMIT LIMIT INDEX
(%) (%) (%) (%)

• BoringB- SS-l 0.0-1.5 18.0 19 44 25 CL

2l70R

MACTEC, Inc. Client: Bechtel
Project: Exelon Texas COL (Victoria)

. Ralei h North Carolina Pro'ect No.: 6468071777

Tested By: ~C~S::.- Checked Ery: LBJ '/..Aw l''''''(08
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LIQUID AND PLASTIC LIMIT TEST DATA 1/25/2008

Client: Bechtel
Project: Exelon Texas COL (Victoria)
Project Number: 6468071777
Location: Boring B-2170R
Depth: 0.0-1.5
Material Description: Very Dark Gray Sandy Lean CLAY
USCS:CL
Tested by: CS

Sample Number: SS-1

AASHTO: A-7-6(16)
Checked by: LBJ

Run No. 1 2 3 4 5 6
Wet+Tare 22.47 25.60
Dry+Tare 20.31 22.44

Tare 15.51 15.55
# Blows 22 20

Moisture 45.0 45.9

45.9 44Liquid Limit:
45.8 Plastic Limit: 19
45.7 Plasticity Index: 25

45.6 Natural Moisture: 18.0
Liquidity Index: 0.0

45.5e
::J

.E 45.4
0

::'E
45.3

45.2

45.1

45 I
I

44.9 I I I
5 6 7 8 9 10 25 30 40

Blows

Run No. 1 2 3 4
Wet+Tare 22.18 22.55
Dry+Tare 21.14 21.40

Tare 15.63 15.44
Moisture 18.9 19.3

Wet+Tare
60.51

Tare
9.20

Moisture
18.0

1....- MAC~ Inc. -------_-----__---l
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U.S. SIEVE OPENING IN INCHES U.S. STANDARD SIEVE NUMBERS HYDROMETER
• 1\o!o in. '}4 in. 3/B in. . #140
,. In. 2 in. 1 in. \o!o in. #4 #,l[) #.2 #30 #A #60 /tIM #2(10

Particle Size Distribution Report I ASTM D 422-63(2002)e1

61n.
100 T
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80
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a: 60
~u:
!Z 50
~a:
~ 40
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20

10

0
100 10 1 0.1 0.01 0.001

GRAIN ~IZE - mm.

% +3"
% Gravel % Sand % Fines

Coarse Fine Coarse Medium Fine Silt Clav

0 0.0 0.0 0.0 0.0 0.4 13.0 16.2 70.4

<o
C
3
CD
.w

I ~
<
o

o
Source

Borin!! B-2170R
Sample it Depth/Elev.
SS-2 3.5-5.0

Date Sampled
1-3-08

uses
CH

Material Description
Grav Fat CLAy

NM% LL PL
23.0 64 21

o
()z
~

mxm
ex>oc.n

Client Bechtel
Proiect Exelon Texas COL (Victoria)

MACTEC, Inc. o Specific Gravity = 2.701 (ASTM D854-06)

Proiect No. 6468071777 Fiaure "'"' A Raleigh, North Carolina

rested By: -"'C=8'-- Checked By: LBJ



GRAIN SIZE DISTRIBUTION TEST DATA 112812008

Client: Bechtel
Project: Exelon Texas COL (Victoria)
Project Number: 6468071777
Location: Boring B-2170R
Depth: 3.5-5.0
Material Description: Gray Fat CLAY
Date: 1-3-08
Liquid Limit: 64 Plastic Limit: 21
Testing Remarks: Specific Gravity = 2.701 (ASTM D854-06)
Tested by: CS

Sample Number: SS-2

Natural Moisture: 23.0
USCS Class.: CH

Checked by: LBJ

Dry Cumulative Cumulative
Sample Pan Sieve Weight

and Tare Tare Tare Weight Opening Retained Percent
(grams) (grams) (grams) Size (grams) Finer

218.95 0.00 0.00 #10 0.00 100.0
48.46 0.00 0.00 #20 0.09 99.8

#40 0.19 99.6
#60 0.92 98.1

#100 3.86 92.0
#140 5.52 88.6
#200 6.47 86.6

Eff. Diameter Percent
Depth (mm.) Finer

9.1 0.0281 81.5
9.3 0.0179 78.5
9.6 0.0105 75.3
9.7 0.0075 73.2
9.9 0.0053 71.0

10.6 0.0028 62.4
11.0 0.0012 55.7

Rm

44.0
42.5
41.0
40.0
39.0
35.0
32.0

K

0.0132
0.0131
0.0131
0.0131
0.0131
0.0132
0.0133

27.3
-3.0

Hydrometer test uses material passing #10
Percent passing #10 based upon complete sample = 100.0
Weight of hydrometer sample =48.46
Hygroscopic moisture correction:

Moist weight and tare =28.40
Dry weight and tare = 27.90
Tare weight = 15.40
Hygroscopic moisture = 4.0%·

Table of composite correction values:
Temp., deg. C: 12.8

Compo corr.: -7.0
Meniscus correction only = 1.0
Specific gravity of solids = 2.701
Hydrometer type = 152H

Hydrometer effective depth equation: L= 16.294964· 0.164 x Rm

Elapsed Temp. Actual Corrected
Time (min.) (deg. C.) Reading Reading

2.00 21.6 43.0 38.4
5.00 21.9 41.5 37.0

15.00 21.9 40.0 35.5
30.00 21.8 39.0 34.5
60.00 21.8 38.0 33.5

240.00 21.6 34.0 29.4
1440.00 20.7 31.1 26.2

'-- = MA~lnc. -------~~=-----__........L
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