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GRAIN SIZE DISTRIBUTION TEST DATA 

Client :  Bechtel  
Project :  Exelon Texas COL (Vic tor ia )  
Pro jec t  Number :  6468-07-1777 

- 

Sample D a t a  

Source: B-2182UD 
Sample No. : UD-7 
Elev. o r  Depth: 65-66.7 F t  Sample Length(in./em.) : ID#8181 
Location: B-2182UD 
Description: L igh t  Olive Gray Clayey SAND 
D a t e :  12/12/07 PL: 17 , LL: 27 PI: 10. 
USCS Class i f ica t ion:  SC - . AASHTO Class i f ica t ion:  Testing Remarks: Tested by: EH Reviewed by: HJ 

NM value from first strength test performed. 
.. . . Speci3i.c Gravity = 2.74 (ASTM D 854-06) . . . 

Mechanical Analysis Data 

I n i t i a l  
Dry sample and tare= 75.00 
Tare = 16.72 
Dry sample weight = 58.28 
Tare f o r  cumulative weight retained= .OO 

Sieve Cumul. W t .  Percent 
retained f i n e r  

# 4 0.00 100.0 
# 10 0.00 100.0 
# 20 0.00 , 100.0 
# 40 0.09 99.8. 
# 60 0.39 99.3 
'# 100 9.33 84.0 

, # 140 28.37 51.. 3 
# 200 32.13 44.9 

Hydrometer Analysis Data 

Separation s i eve  is  #200 
Percent -#200 based upon complete sample= 44.9 
Weight of hydrometer sample: 2.6.15. 
Calculated biased weight= 58.24 
Automatic temperature correct ion 

Composite oorrect ion a t  20 deg C = -5.4 

Meniscus correct ion only= 0 
Speci f ic  gravi ty  of solids= 2.743 
Speci f ic  gravi ty  correct ion factor= 0.980 
Hydrometer type: 152H 

Effect ive depth L= 16.294964 - 0.164 x Rm 

MACTEC Engineering and Consulting, Inc.  
P fc - .  
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Elapsed Temp, Actual Corrected K RIU E f f  . D i a m e t e r  Percent 
time, min deg C reading reading depth mm finer 

2.00 21.9 30.5 25.5 0.0130 30.5 11.3 0.0308 42.9 
5.00 21.9 29.5 24.5 0.0130 29.5 11,5 0.0196 41.2 
15.00 21.9 29.0 24.0 ,0.0130 29.0 ,11.5 0.0114 40.4 

, 60.00 21.9 27.5 ' 22.5 0.0130 27.5 11.8 0.0057 37.8 
240.00 22.2 26.0 21.1 0.0129 26.0 12.0 0.0029 35.4 
1440.00 21.9 24.5 19.5 0.0130 24.5 12.3 0.0012 32.8 

Fractional Components 

~ravel/~and based on #4 
~and/~ines based on #200 
% COBBLES = % GRAVEL = 
% SAND = 55.1 (% coarse = 0.0 % medium = 0.2 % fine = 54.9) 
% SILT = 7.7 % CLAY = 3 7 . 2  

MACTEC Engineering and Consulting, Inc. 
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. E~apsed TeD1p, Actua~ Corrected K :Bm 
time,m:in deg C reading reading 

2.00 21.9 30.5 25.5 0.0130 30.5 
5.00 21.9 29.5 24.5 0.0130 29.5 

15.00 21.9 29.0 24.0 0.0130 29.0 
60.00 21.9 27.5 22.5 0.0130 27.5 

240.00 22.2 26.0 21.1 0.0129 26.0 
1440.00 21.9 24.5 19.5 0.0130 24.5 

Fractional Components 

Gravel/Sand based on #4 
Sand/Fines based on #200 
% COBBLES; = % GRAVEL = 
% SAND = 55.1 (% coarse = 0.0 
% SILT = 7.7 % CLAY = 37.2 

D8S= 0.15 D60= 0.12 D50= O~10 

% m.edium. = O. 2 

Eff . Diameter Percent 
depth mm fj.ner 
11. 3 0.0308 42.9 
11..5 0.01 96 41.2 
11. 5 0.0 11 4 40.4 
11. 8 0.0057 37.8 
12.0 0.0029 35.4 
12.3 0.0012 32.8 

% fine = 54.9) 

==================== MACTEC Engineering and Consulting, Inc. 
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LIQUID AND PLASTIC LIMITS TEST REPORT ASTM D4318 (05) I 

Client: BechteI 
MACTEC ENGINEERING Project: Exelon Texas COL (Victoria) 

Project No.: 6468-07-1777 Lab No. 8181 

SOIL DATA 

Volume 3, Rev. 0 - 7/10/08 Page 1573 of 2371 

LIQUID 
LIMIT 
(%) 
27 

PLASTIC 
LIMIT 
(oh) 
17 

NATURAL 
WATER 

CONTENT 
(oh) 
25.0 

PLASTICITY 
INDEX 

(%I 
10 

SYMBOL 

• 

USCS 

SC 

SAMPLE 
NO. 

UD-7 

SOURCE 

2182UD 

DEPM 
(R.1 

65-66.7 Ft. 

LIQUID AND PLASTIC LIMITS TEST REPORT ASTM 04318 (05) 
60 
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SOIL DATA 
NATURAL 

DEPTH WATER PLASTIC LIQUID 
(ft.) CONTENT LIMIT LIMIT 

(%) (%) (%) 

65-66.7 Ft. 25 .0 17 27 

Client: Bechtel 

Project: Exelon Texas COL (Victoria) 

Pro'ect No.: 6468-07-1777 
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LIQUID AND PLASTIC LIMIT  TEST DATA 

C l i e n t :  B e c h t e l  
Project: Exelon Texas COL ( V i c t o r i a )  
Project N u m b e r :  6468-0.7-1777 . 

Sample D a t a  

S o u r c e :  B-2182UD 
S a m p l e  No .  : UD-7 
Elev. or  D e p t h :  65-66.7 F t  S a m p l e  L e n g t h ( i n . / c m . )  : ID#8181 
L o c a t i o n :  B-2182UD 
D e s c r i p t i o n  : Light O l i v e  Gray Clayey SAND 
W a t e r  C o n t e n t :  2 5 . 0  USCS: SC AASHTO : 

L i q u i d  L i m i t  D a t a  
R u n  N o .  I 1 2 3 4 5 1 6 

L i . g u i d  L i m i t =  27 
Plastic L i m i t =  17  

P l a s t i c i t y  Index= 10 

W e  tf  Tare 
D r y + T a r e  

T a r e  
# B l o w s  

M o i s t u r e  

Blows 

P l a s t i c  L i m i t  D a t a  
R u n  N o .  - 1 2 3 4 

I .--- 
I 

2 9 . 6 4  
- 2 7 . 4 8  

1 9 . 5 1  
2 5  

2 7 . 1  

MACTEC E n g i n e e r i n g  and C o n s u l t i n g ,  I n c  . 
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31 .47  
2 8 . 9 7  
1 9 . 5 4  

26  
2 6 . 5  

W e  t + T a r e  
D r y f T a r e  

T a r e  
M o i s t u r e  

2 5 . 7 7  
2 4 . 7 2  
1 8 . 6 5  
1 7 . 3  

2 6 . 4 6  
2 5 . 5  
1 9 . 9  
1 7 . 1  -

LIQUID AND PLASTIC LIMIT 'l'ES'T DATA 

Client: Bechtel 
Project : Exelon Texas COL (Victoria) 
Project Number: 6468-0.7-1777 

Source: B-2182UD 
Sample No.: UD- 7 

Sample Data 

Elev. or Depth: 65-66. 7 Ft 
Location: 8-2182UD 
Des;cription: Light Olive 
Water Content: 25.0 

Sample Length (in. Icm. ): ID#8181 

Run No. 

Wet+Tare 
Dry+Tare 

Tare 
# Blows 

Moisture 

27.22 

27.06 

26.90 
~ 
:J 
1ii 
'0 
:l! 

26.74 

26.58 

--

26.425 

Run No . 

Wet+Tare 
Drv+Tare 

Tare 
Moisture 

1 

29.64 
27.48 -
19.5 1 

25 
27.1 

, 

; 

10 

1 

25.77 
24.72 
18.65 
17 . 3 

! 

I 

Blows 

G.ray Clayey SAND 
USCS: SC 

Liquid Limit Data 
2 3 

31.47 
28.97 
19 .5 4 

26 
26.5 

I 

-
I 

20 25 30 40 

Plast.ic Limit Data 
2 · 3 

26 . 46 
25.5 
19.9 
17.1 

AASHTO: 

4 5 6 

Li.quid Limi t= _-,2~7,--_ 
l?l.astic Limi t= _ ...... 1 .... 7!..-_ 

Pl.astici ty Index= _ ..... 1.....,0 .... _ 

4 

.:=================== MACTEC Engi.neering and Consulting, Inc. 
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MACTEC ENGINEERING AND CONSULTING, INC. 

REPORT OF THE STANDARD TEST METHOD FOR SPECIFIC GRAVITY OF SOILS 
Performed in General Accordance with ASTM D 854-06 (Method B) 

PROJECT NAME:EXELON COL PROJECT (VICTORIA) 
PROJECT NUMBER: 6468071 777 

DATE: 2/8/08 

SAMPLE IDENTIFICATION: B-21 82UD,UD-7 @ 65-66.7 Ft. 

(A) Mass of oven-dried soil, grams: 1 34.14 
(B) Mass of pycnometer filled with water at test temperature (T), grams: 1 366.00 
(C) Mass of pycnometer, water and soil, grams: j 387.70 
(T) Temperature of pycnometer, water and soil, OC when mass (C) determined: 1 ' 23.0 
(G) Specific Gravity at observed temperature: A / [ B - ( C - A ) ]  2.744 
(F) Correction factor: 1 0.99933 9 

MATERIAL TESTED: 

PREPARATION METHOD: 
DRY WET (dispersed) 

REMARKS: Estimated % Passing # 4 : 100 % 

Clayey SAND (SC) 
EQUIPMENT USED 

SCALES : 418 
OVEN : 144 

THERMOMETER :2759 
PYCNOMETER : 2054 

TESTED BY: EH 
\Test Reports\Soils\SPECIFlC GRAVITY(ref).xls .REVIEWED BY: Harry Johnson 
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MACTEC ENGINEERING AND CONSUL TIING, liNC. 

REPORT OF THE STANDARD TEST METHOD FOR SPECIFIC GRAVITY OF SOILS 
Performed iin General A,ccordance with ASTM 0 854·06 (Method B) 

PROJECT NAME:EXELON COL PROJECT (VICTORIA) 
PROJECT NUMBER: 6468071777 

DATE: 218/08 

SAMPLE IDENTIFICATION: B-2182UD,UO-7 @ 65-66.7 Ft. 

(A) Mass of oven-dried soil, grams: 
(8) Mass of pycnometer filled with water at test temperature (T). grams: 
(C) Mass of pycnometer, water and soil, 'grams: 
(T) Temperature of pycnometer, water andsoil, °C when mass (C) determined: 
(G) Specific Gravity at observed temperature: A I [ B - ( C - A )] 
(F) Correction factor: 
I(G x F) SPECIFIC GRAVITY @ 20°C: 

MATERIAL TESTED: D 
- #4 

PREPARATIION METHOD: [KJ 
DRY 

REMARKS: Estimated % Passing # 4: 100 % 

Clayey SAND (se) 

[KJ 
· #10 

D 
WET ,(dispersed), 

34.14 
366.00 
387.70 
23.0 

2.744 
0'.919933 

2.743 

EQUIPM,ENT USED 

SCALES: 418 

OVEN: 144 

THEiRMOMETER :2759, 

PYCNOMETER: 2054 

TESTED BY: EH 

\Test Reports\Soils\SPECIFIC GRAVITY (ref).xls ,REVIEWED BY: Harry Johnson 
--------~------~-----

DSC ~ 
3--'3 - C8 
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GRAIN SIZE - mm.

%+3"
% Gravel % Sand % Fines

Coarse Fine Coarse Medium Fine Silt Clay
0 0.0 0.0 0.0 0.0 2.6 10.8 15.1 71.5

Source
o Boring B-2182UD

Sample #
UD-9

Depth/Elev.
85.0

Date Sampled
12-12-07

uses
CH

Material Description
Light Grav with Brownish Yellow Fat CLAY

NM% LL
31.7 80

PL
24

o
()z
~

m
i>;'i Client Bechtel
~ Project Exelon Texas COL (Victoria)

Proiect No. 646807 1777 Fiaure /VA-

MACTEC, Inc.

Raleigh, North Carolina

o Specific Gravity =2.696 (ASTM D854-06)

Tested By:-=C:..=;S Checked By: LBJ P5C 4-10- oS

< 0 
C 
3 
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;0 
CD 
:" 

I 
0 , 
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~ 

Particle Size Distributio'n Report.1 ASTM D 422-63(2002)e1 
6in. 

100 I 

90 

u.s. SIEVE OPENING IN INCHES u.s. STANDARD SIEVE NUMBERS ' HYDROMETER 
2 11'!! In. . ~ In. 318 In. #140 
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GRAIN SIZE - mm. 

% +3" 
% Gravel % Sand % Fines 

Coarse Fine Coarse Medium Fine Silt Clay 
o 0.0 0.0 0.0 I 0.0 2.6 10.8 15.1 71.5 

1 :1 
I 

Source Sample /I DeplhlElev. Date Sampled uses Material Description NM % LL PL 
o Borin.llB-2182OO 00-9 85.0 12-12-07 CH Li,;ht Gray with Brownish Yellow Fat CLAY 31.7 80 24 

1 g Irt--------------_+------~------_+----------~------~--------------------------------------+_--_r--~--~I 

~ II~====================================~============================~~~~~==~~~~~~~~========~I 
~ Client Bechtel MACTEC, Inc. 0 Specific Gravity = 2.696 (ASTM D854-06) 

~ Project Exelon Texas COL (Victoria) 

Proiect No. 6468071777 Fiome /I/.A. Raleigh-, North Carolina 

Tested By: ...:;C=S:....-.-_____ __ Checked By: lBJ P JC 4-10- 08 



I GRAIN SIZE DISTRIBUTION TEST DATA 
m0D008 I 

Client: Bechtel 
Project: Exelon Texas COL (Victoria) 
Project Number: 6468071777 
Location: Boring B-2182UD 
Depth: 85.0 Sample Number: UD-9 
Material Description: Light Gray with Brownish Yellow Fat CLAY 
Date: 12- 12-07 Natural Moisture: 3 1.7 

Liquid Limit: 80 Plastic Limit: 24 USCS Class.: CH 
Testing Remarks: Specific Gravity = 2.696 (ASTM D854-06) 

Dry Cumulative 
Sample Pan Sieve 

and Tare Tare Tare Weight Opening 
(grams) (grams) (grams) Size 

163.43 0.00 0.00 #10 
49.92 0.00 0.00 #20 

#40 
#60 
#loo 
#I40 
#200 

Cumulative 
Weight 
Retained 
(grams) 

0.00 
0.68 
1.29 
1.85 
3.43 
5.17 
6.67 

Percent 
Finer 
100.0 
98.6 
97.4 
96.3 
93.1 
89.6 
86.6 

Hydrometer test uses material passing #lo 
Percent ~assina #10 based upon complete sample = 100.0 
Weight df hydrometer sample 49.92 ' 
Hygroscopic moisture correction: 

Moist weight and tare = 27.98 
Dry weight and tare = 27.39 
Tare weight = 15.62 
Hygroscopic moisture = 5.0% 

Table of composite correction values: 
Temp., deg. C: 12.9 29.9 
Coms corr.: -8.0 -2.0 

~eniscus correction only = 1.0 
Specific gravity of solids = 2.696 
Hydrometer type = 152H 

Hydrometer effective depth equation: L = 16.294964 - 0.164 x Rm 

Elapsed Temp. Actual Corrected Eff. 
Time (min.) (deg. C.) Reading Reading K Rm Depth 

2.00 23.0 43.0 38.6 0.0130 44.0 9.1 
5.00 23.0 42.0 37.6 0.0130 43.0 9.2 
15.00 23.0 41.0 36.6 0.0130 42.0 9.4 
30.00 23.0 40.0 35.6 0.0130 41.0 9.6 
60.00 22.9 39.0 34.5 0.0130 40.0 9.7 
240.00 23.1 36.0 31.6 0.0130 37.0 10.2 
1440.00 23.3 33.0 28.7 0.0129 34.0 10.7 

Diameter 
(mm.1 
0.0276 
0.0176 
0.0103 
0.0073 
0.0052 
0.0027 
0.001 1 

Percent 
Finer 
80.3 
78.2 
76.1 
74.0 
71.9 
65.8 
59.7 

1 YACTEC, Inc. 

Volume 3, Rev. 0 - 711 0108 Page 1577 of 2371 DCN# EXE805 

Client: Bechtel 

Project: Exelon Texas COL (Victoria) 

Project Number: 6468071777 

Location: Boring B-2 1 82UD 
Depth: 85.0 

GRAIN SIZE DISTRIBUTION TEST DATA 

Sample Number: UD-9 
Material Description: Light Gray with Brownish Yellow Fat CLAY 

Date: 12-12-07 Natural Moisture: 31.7 

Liquid Limit: 80 Plastic Limit: 24 USCS Class.: CH 
Testing Remarks: Specific Gravity = 2.696 (ASTM D854-06) 

Tested by: CS Checked by: LBJ 

Dry Cumulative Cumulative 
Sample Pan Sieve 

and Tare Tare Tare Weight Opening 
(grams) (grams) (grams) Size 

163.43 0.00 0.00 #10 
49.92 0.00 0.00 #20 

#40 
#60 

#100 
#140 
#200 

Hydrometer test use. material passing #10 
Percent pasalng #10 based upon complete sample = 100.0 
Weight of hydrometer sample -49.92 
Hygroscopic moisture correction: 

Moist weight and tare = 27.98 
Dry weight and tare = 27.39 
Tare weight = 15.62 
Hygroscopic moisture = 5.0% 

Table of composite correction values: 
Temp., deg. C: 12.9 29.9 

Compo corr.: -8.0 -2.0 
Meniscus correction only = 1.0 
Specific gravity of solids = 2.696 
Hydrometer type = 152H 

Weight 
Retained 
(grams) 

0.00 
0.68 
1.29 
1.85 
3.43 
5.17 
6.67 

Hydrometer effective depth equation: L = 16.294964 - 0.164 x Rm 

Elapsed Temp. Actual Corrected 
TIme (min.) (deg .. C.) Reading Reading K Rm 

2.00 23.0 43.0 38.6 0.0130 44.0 
5.00 23.0 42.0 37.6 0.0130 43.0 

15.00 23.0 41.0 36.6 0.0130 42.0 
30.00 23.0 40.0 35.6 0.0130 41.0 
60.00 22.9 39.0 34.5 0.0130 40.0 

240.00 23. 1 36.0 31.6 0.0130 37.0 
1440.00 23.3 33.0 28.7 0.0129 34.0 

Percent 
Finer 

100.0 
98.6 
97.4 
96.3 
93.1 
89.6 
86.6 

Eff. Diameter 
Depth (mm.) 

9.1 0.0276 
9.2 0.0176 
9.4 0.0103 
9.6 0.0073 
9.7 0.0052 

10.2 0.0027 
10.7 0.0011 

Percent 
Finer 

80.3 
78.2 
76.1 
74.0 
71.9 
65.8 
59.7 

4110/2008 

~ ________________________________ MACTEC, Inc. ________________________________ ~ 
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Gravel 
Cobbles Coarse 

Sand Fines 
Fine Total Coarse Medium Fine Total Silt Clay Total 

0.0 0.0 0.0 0.0 0.0 2.6 10.8 13.4 15.1 71.5 86.6 

I MACTEC, Inc. 

Volume 3, Rev. 0 - 7/10/08 Page 1578 of 2371 DCN# EXE805 

Cobbles 

0 .0 

010 

Fineness 
Modulus 

0.l3 

Coarse I 
0.0 I 

015 

Gravel 
Fine I Total Coarse I 
0.0 I 0.0 0.0 I 

~O D3() OSO 

Sand Fines 
Medium Fine Total Silt I Clay I Total 

2.6 10.8 13.4 IS.1 I 71.5 I 86.6 

060 080 085 Ogo 095 

0.0012 0.0261 0.0602 0.1099 0.1917 

!. 

~ __________________________________ MACTEC,lnc. __________________________________ __ 
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Tested By: CS Checked By: LBJ DTC 4*3~-@8 
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LIQUID AND PLASTIC LIMITS TEST REPORT ASTM D4318 (05) 
60 

Dashed line indicates the approximate 
upper limit boundary for natural soils 

50 - 

z 

MH or OH 

LlQUlD LlMlT 

SOIL DATA 

Client: Bechtel 
Project: Exelon Texas COL (Victoria) 

Project No.: 6468071777  inure 1\1 fi 

SOURCE 

Boring B-2182UD 

SAMPLE 
NO. 

UD-9 

DEPTH 

85.0 

NATURAL 
WATER 

CONTENT 
(%I 
31.7 

PLASTIC 
LIMIT 
(%I 
24 

LIQUID 
LIMIT 
(%I 
80 

PLASTICITY 
INDEX 

(%I 
56 

USCS 

CH 

LIQUID AND PLASTIC LIMITS TEST REPORT ASTM 04318 (05) 

rL1 o 
£; 
>-

60 

50 

40 

t:: 30 o 
~ 
:5 
a... 

20 

10 

Dashed line indicates the approximate / 

upper limit boundary for natural soils --+--4--"""'7 

MH orOH 

20 30 

SOURCE SAMPLE DEPTH 
NO. 

• BoringB-2182UD UD-9 85.0 

MACTEC, Inc. 

Ralei h North Carolina 

40 50 60 
LIQUID LIMIT 

SOIL DATA 
NATURAL 

WATER PLASTIC 
CONTENT LIMIT 

(%) (%) 

31.7 24 

Client: Bechtel 

70 

LIQUID 
LIMIT 
(%) 

80 

Project: Exelon Texas COL (Victoria) 

Pro'ect No.: 6468071777 

80 90 100 110 

PLASTICITY USCS INDEX 
(%) 

56 CH 

Fi ureN~ 

Tested By:--"C=S'--_______ Checked By: LBJ Dfc: 4-30-08 
Volume 3, Rev. 0 - 7/10108 Page 1579 of 2371 DCN# EXE805 
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LIQUID AND PLASTIC LIMIT TEST DATA 411 0/2008 

Client: Bechtel 
Project: Exelon Texas COL (Victoria) 
Project Number: 6468071777 
Location: Boring B-2182UD 
Depth: 85.0 Sample Number: UD-9 
Material Description: Light Gray with Brownish Yellow Fat CLAY 
USCS: CH AASHTO: A-7-6(54) 
Tested by: CS Checked by: LBJ 

78.352 
Liquid Limit= 80 

78.348 Plastic Limit= 24 
78.344 Plasticity Index= 56 

78.34 Natural Moisture= 3 1.7 
Liquidity Index= 0.1 

78.336 
E 
.@.332 
ZS 
78.328 

78.324 

78.32 

78.316 

78.312 
5 6 7 8 9 1 0  20 25 30 40 

Blows 

Wet+Tare 1 Dry+Tare Tare Moisture 
178.06 

MACTEC, Inc. 

31.7 136.86 6.89 

Client: Bechtel 
Project: Exelon Texas COL (Victoria) 

Project Number: 6468071777 

Location: Boring B-2182UD 

Depth: 85.0 

LIQUID AND PLASTIC LIMIT TEST DATA 

Sample Number: UD-9 
Material Description: Light Gray with Brownish Yellow Fat CLAY 
USCS: CH AASHTO: A-7-6(54) 

Tested by: CS Checked by: LBJ 

Run No. 1 2 3 4 
Wet+Tare 22.75 21.55 
D +Tare 21.33 20.36 

Tare 15.39 15.46 
Moisture 23.9 24.3 

Wet+Tare Tare Moisture 
178.06 6.89 31.7 

4110/2008 

~ __________________________________ MACTEC, Inc. __________________________________ ~ 
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MACTEC ENGINEERING AND CONSULTING, INC. 
RALEIGH, NORTH CAROLINA 

REPORT OF THE STANDARD TEST METHOD FOR SPECIFIC GRAVITY OF SOILS 
Performed in General Accordance with ASTM D 854-06 (Method B) 

PROJECT NAME:EXELON COL PROJECT (VICTORIA) 
PROJECT NUMBER: 6468071777 

DATE: 311 108 

SAMPLE IDENTIFICATION: B-2182UD, UD-9 

(A) Mass of oven-dried soil, grams: i 50.69 
(B) Mass of pycnometer filled with water at test temperature (T), grams: 1 656.33 
(C) Mass of pycnometer, water and soil, grams: 1 688.23 
(T) Temperature of pycnometer, water and soil, "C when mass (C) determined: 1 23.1 
(G) Specific Gravity at observed temperature: A l [ B - ( C - A ) ]  1 2.698 
jF) Correction factor: 1 0.99931 
(G x F) SPECIFIC GRAVITY (iP 20°C: j 2.696 

MATER W TESTED: . 
- # 4 - # I 0  

PREPARATION METHOD: 1-1 
DRY WET (dispersed) 

I 
REMARKS: Estimated % Passing # 4 : 100 ~ Fat CLAY (CH) 

EQUIPMENT USED 
SCALES : 3.1.99 

OVEN 5.1.16: 
THERMOMETER :5.1 .O1 

PYCNOMETER :P-6 

TESTED BY: CS 
REVIEWED BY: Brian Johnson 

osc. 3-15-88 
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MACTEC ENGINEERING AN~D CONSULTING, INC. 
RALEIGH, NORTH CAROLINA 

REPORT OF THE STANDARD TEST METHOD iFOR SPECIFIC GRAVITY OF SOILS 
Performed in General Accordance with ASTM D 854-06 (Method B) 

PROJECT NAME:EXELON COL PROJECT (VICTORIA) 
PROJECT NUMBER: 6468071777 

DATE: 3/1/08 

SAMPLE IDENTIFICATION: B-2182UD, UD-9 

(A) Mass of oven-dried soil, grams: 
(B) Mass of pycnometer filled with water at test temperature (T), grams: 
(C) Mass of pycnometer, water and soil, grams·: 
(T) Temperature of pycnometer, water and soil, °C when mass (C) determined: 
(G) Specific Gravity at observed temperature: A I [ B - (C - A )] 

50.69 
656.33 
688.23 

23.1 
2.698 

F) Correction factor: I 0.99931 : 

Gx F) SPECIFIC GRAVITY @ 20°C: I 2.696 

MATERIAL TESTED: I X 
-#4 

•• ___ •• _ _ _ • __ • _ _ ••••• _.~.~_ .. __ ._ ._ •• _ ••••••• ____ • ___ H_' H' __ 

PREPARATION METHOD: I X I 
DRY 

!. REMARKS: Estimated % Passing # 4: 100 

Fat CLAY (CH) 

TESTED BY: CS 

-#10 

WET (dispersed) 

EQUIPMENT USED 

SCALES: 3.1.99 

OVEN 5.1.16: 

THERMOMETER :5.1.01 

PYCNOMETER :P-6 

\Test Reports\Sons\SPECIFIC GRAVITY(ref).xls REVIEWED BY: Br~ian Johnson 
------~~~~~----
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1 Particle Size Distribution Report ASTM D 422-63 (2002) e l  
U.S. SIEVE OPENING IN INCHES U.S. STANDARD SIEVE NUMBERS HYDROMETER 
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GRAIN SIZE IN MILLIMETERS 
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Client Bechtel 
Project Exelon Texas COL (Victoria) 

Project NO. 6468-07-1777 I Lab NO. 8183 

I M 
I 

% GRAVEL 

SOURCE 
2 182UD 

-- 
MACTEC ENGINEERING 

AND 
CONSULTING, INC. 

I 
% 

% SAND 
COARSE 1 MEDIUM I FINE 
7.4 1 10.2 I 18.4 

COARSE 
0.0 

0 Tested by: EH Reviewed by: HJ 1-13 
NM value fiom first strength test performed. 
Specific Gravity = 2.77 (ASTM D 854-06) DSC 
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% FINES 
SILT CLAY 
24.9 I 35.4 

FINE 
3.7 

SAMPLE # 
UD-11 

0 

10 

DEPTHIELEV. 
90.5-93.0 Ft. 

DATE SAMPLED 
12/12/07 

USCS 
CL 

MATERIAL DESCRIPTION 
Very Pale Brown Sandy Lean CLAY 

NM% 
12.3 
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25 
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13 
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Particle Size Distribution Report ASTM 0 422-63 (2002) e1 
u .s . SIEVE OPENING IN INCHES u .S. STANDARD SIEVE NUMBERS HYDROMETER 
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GRAIN SIZE IN MILLIMETERS 

% COBBLES 
% GRAVEL % SAND % FINES 

COARSE FINE COARSE MEDIUM I FINE SILT CLAY 
0 0.0 0.0 3.7 7.4 10.2 I 18.4 24.9 35.4 

SOURCE SAMPLE # DEPTH/ELEV. DATE SAMPLED USCS MATERIAL DESCRIPTION NM% LL PL 
0 2182UD UD-ll 90.5-93.0 Ft. 12112/07 CL VerY Pale Brown SandY Lean CLA Y 12.3 25 13 

Client Bechtel MACTEC ENGINEERING o Tested by: EH . Reviewed by: HJ I-l-J 
Project Exelon Texas COL (Victoria) AND NM value from first strength test performed. 1)Sc. Specific Gravity = 2.77 (ASTM D 854-06) 

Proiect No. 6468-07-1777 1 Lab No. 8183 CONSUL TING, INC. '7-,-Oe 
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GRAIN SIZE DISTRIBUTION TEST DATA 

Client: Bechtel 
Project: Exelon Texas COL (Victoria) 
Project Number: 6468-07-1777 

Sample Data 

Source: B-2182UD 
Sample No.: UD-11 
Elev. or Depth: 90.5793.0 M Sample Length(in./cm.): ID#8183 
Location: B-2182UD 
Description: Very Pale Brown Sandy Lean CLAY 
Date: 12/12/07 PL: 13 U: 25 PI: 12 
USCS Classification: CL AASHTO Classification: ' 

Testing Remarks: Tested by: EH Reviewed by: HJ, 

NM value from first strength test performed. 
specific-~ravity = 2.7.7 (ASTM D ,854-06) 

- - -  

Mechanical Analysis Data 

Initial 
Dry sample and tare= 74.26 
Tare = 16.52 
Dry sample weight = 57.74 
Tare for cumulative weight retained= .OO 
Sieve Cumul. Wt. Percent 

retained finer 
.375 inch 0.00 1.00 . 0 
# 4 2.12 96'. 3 
# 10 6.43 88.9 
# 20 9.92 82.8 
# 40 12.32 78.7 
# 60 14.54 74.8 
# 100 17.45 69.8 
# 140 20.41 64.7 
# 200 22.91 .60.3 

- 

Hydrometer Analysis Data 

Separation sieve is #200 
Percent -#200 based upon complete sample= 60.3 
Weight of hydrometer sample: 34.83 
Calculated biased weight= 57.76 
Automatic temperature correction 

Composite .correction at 20 deg C = -5.4 

Meniscus. correction only= 0 
Specific gravity of solids= 2.768 
Specific gravity correction factor= 0.975 
Hydrometer type: 152H 

Effective depth L= 16.294964 - 0.164 x Rm 

MACTEC Engineering and Consulting, Inc. 
DX: 

Volume 3, Rev. 0 - 7110108 Page 1583 of 2371 DC&X$~; oe 



Elapsed Temp, Actual 
tixne, min deg C reading. 

2.00 20.6 37.0 
5.00 20.6 35.0 

15.00 . 20.6 33.0 
30.00 20.6 31.0 
60.00 20.6 28.0 

240.00 20.6 20.0 
1440.00 21.1 15.0 

C o r r e c t e d  
reading 
31.7 
29.7 
27.7 
25.7 
22.7 
14.7 . 
9.8 

E f f .  
depth 
10.2 

Diameter 
mm 
0.0296 
0.0190 
0.0111 
0.0080 
0.0058 
0.0030 
0.0013 

Percent 
finer 
53.5 
50.1 
46.7 

. 43.4 
38.3 
24.8 
16.5 

Fractional Components 

~ravel/~and based on #4 
Sand/Fines based on #200 
% COBBLES = % GRAVEL = 3.7 (% coarse = % fine = 3.7) 
% SAND = 36.0 (% coarse = 7.4 % medium = 10.2 % fine = 18.4) 
% SILT = 25.0 % CLAY = 35.3 

MACTEC Engineering and Consulting, Inc.  

Volume 3, Rev. 0 - 7l10108 Page 1584 of 2371 DCN# EXE805 

Elapsed Temp, Actual Corrected K Rm 
time, min deg C reading· reading 

2.00 20.6 37.0 31. 7 0.0131 37.0 
5.00 20.6 35.0 29.7 0.0131 35.0 

15.00 20.6 33.0 27.7 0.0131 33.0 
30.00 20.6 31. 0 25.7 0.0131 31. 0 
60.00 20.6 28.0 22.7 0.0131 28.0 

240.00 20.6 20.0 14.7 0.0131 20. O· 
1440.00 21.1 15.0 9.8 0.0130 15.0 

Fraetional Components 

Gravel/Sand based on #4 
Sand/Fines based on #200 
% COBBLES = % GRAVEL :;; 

% SAND = 36.0 (% coarse = 7.4 
% SILT = 25.0 % CLAY = 35.3 

085= 1.20 D~O= 0.07 D?O= 0.02 
D30= 0.00 

3.7 (% coarse = 
% medium = 10.2 

Eff. Diameter Percent 
depth mm finer 
10.2 0.0296 53.5 
10.6 0.0190 50.1 
10.9 0.0111 46.7 
11.2 0.0080 43.4 
11.7 0.0058 38.3 
13.0 0.0030 24.8 
13.8 0.0013 16.5 

% fine = 3.7) 
% fine = 18.4) 

=================== MACTEC Engineering and Consulting, Inc. 
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LIQUID AND PLASTIC LIMITS TEST REPORT ASTM D4318 (05) 
60 

Dashed line indicates the approximate 
upper limit boundary for natural soils 

50 - 

40 - 

3 
0 z 
> 
30 - g 

a 
1 
a 

20 - 

10 30 50 70 90 110 
LIQUID LlMlT 

Client: Bechtel 
MACTEC ENGINEERING Project: Exelon Texas COL (Victoria) 

CONSULTING INC. Project No.: 6468-07-1777 Lab No. 8183 

Volume 3, Rev. 0 - 7/10/08 

SOIL DATA 

Page 1585 of 2371 

SYMBOL SOURCE 

21 82UD 

SAMPLE 
NO. 

UD-11 

DEPTH 
(R.1 

90.5-93.0 Ft. 

NATURAL 
WATER 

CONTENT 
(%) 
12.3 

PLASTIC 
LIMIT 
(XI 
13 

LIQUID 
LIMIT 

(%I 
25 

PLASTICITY 
INDEX 

(%I 
12 CL 

LIQUID AND PLASTIC LIMITS TEST REPORT ASTM 04318 (05) 
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SYMBOL SOURCE SAMPLE 
NO. 

• 2182UD UD-ll 

MACTEC ENGINEERING 
AND 

CONSULTING INC. 

Volume 3, Rev. 0 - 7/10108 

MHl OH 

50 70 90 110 
LIQUID LIMIT 

SOIL DATA 
NATURAL 

DEPTH WATER PLASTIC LIQUID PLASTICITY USCS 
(ft.) CONTENT LIMIT LIMIT INDEX 

(%) (%) (%) {'Yo) 

90.5-93 .0 Ft. 12.3 13 25 12 CL 

Client: Bechtel 

Project: Exelon Texas COL (V ictoria) 

Pro·ect No.: 6468-07-1777 Lab No. 8183 

Page 1585 of 2371 
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LIQUID AND PLASTIC LIMIT TEST DATA 

C l i e n t :  B e c h t e l  
P r o j e c t :  E x e l o n  T e x a s  COL (victoria) 
P r o j e c t  Number: 6468-07-1777 

S a m p l e  Data 

Source: B-2182UD 
S a m p l e  No.: U D - 1 1  
E l e v . .  or  D e p t h :  90.5-93.0  Ft S a m p l e  L e n g t h ( i n . / c m . ) :  ID#8183 
L o c a t i o n :  B-2182UD 
D e s c r i p t i o n :  Very P a l e  Brown Sandy Lean CLAY . 
Water C o n t e n t :  1 2 . 3  USCS: CL . AASHTO: 

L i q u i d  L i m i t  D a t a  
Run N o .  [ 1 I 2 I 3 4 I 5 1 6 

I I I 

Blows 

..-". ---- 
D r y + T a r e  

T a r e  
# B l o w s  

' . M o i s t u r e  

L i q u i d  L i m i t =  2'5 
Plastic L i m i t =  13 

P l a s t i c i t y  Index= 12 

P l a s t i c  L i m i t  D a t a  

d". 4 a  

2 9 . 1 9  
2 1 . 9 2  

27 
2 4 . 8  

MACTEC E n g i n e e r i n g  and C o n s u l t i n g ,  Inc.  
Volume 3, Rev. 0 - 7/10/08 Page 1586 of 2371 DCN# EXE805 

" b .  w w  

30.01 
21.56 

28 
2 4 . 3  - 

Run N o .  
. ---. . . 

Wet+Tare  
D r y + T a r e  

T a r e  
M o i s t u r e  

2 

28 .8  
27.94 
21 .45  
1 3  . 3. 

1 

30.96 
29 ..87 
2 1 . 7 6 .  
1 3 . 4  -. -- 

3 

-- 

4 

LIQUID AND PLASTIC LIMIT TEST DATA 

Client: Bechtel 
Project: Exelon Texas COL (Victoria) ' 
Project Number: 6468-07-1777 

Source: B-2182UD 
Sample No.: 00-11 

Sample Data 

Elev.. or Depth: 90.5-93.0 Ft 
Location: B-2182UD 

Sample Length(in./cm.): IO#8183 

Description: Very Pale Brown Sandy Lean CLAY 
Water Content: 12 .3 USCS: CL 

Run No. 

Wet+Tare 
Dry+Tare 

Tare 
# Blows 

Moisture 

24.92 

24.78 

24.64 
~ 
::s 
iii a 
~ 

24.50 

24.36 

Run No. 

.- -- .. 
Wet+Tare .. 
Dry+Tare 

Tare 
Moisture 

1 
I 

30.99 
29.19 

· 21.92 
27 

24.8 

10 

1 

30.96 
29 .. 87 
21.76 · 
13.4 

Liquid L~it Data 
2 I 3 I 

32.06 
30.01 
21. 56 

28 
24.3 

1 

-
II 

20 25 30 40 
Blows 

Plastic Limit Data 
2 3 

28.8 
27.94 
21. 45 
13 _ 3-

. AASHTO: 

4 5 6 

I 

I 

Liquid Limit= _ ...... 2...,5"--_ 
Plastic Limit;: _ ...... 1 ...... 3"--_ 

Plastici ty Index= _-"1 ..... 2 ___ _ 

4 

---

MACTEC Engineering and Consulting, Inc. 
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MACTEC ENGINEERING AND CONSUL,TING, INC. 

REPORT OF THE STANDARD TEST METHOD FOR SPECIFIC GRAVITY OF SOILS 
Performed in General Accordance with ASTM D 854-06 (Method 6)  

PROJECT NAME:EXELON COL PROJECT (VICTORIA) 
PROJECT NUMBER: 6468071777 

DATE: 2/8/08 

SAMPLE IDENTIFICATION: B-2182UD,UD-11 @ 90.5-93.0 Ft. 

(A) Mass of oven-dried soil, grams: i 37.49 
(B) Mass of pycnometer filled with water at test temperature (T), grams: 1 366.30 
(C) Mass of pycnometer, water and soil, grams: i 390.25 
(T) Temperature of pycnometer, water and soil, OC when mass (C) determined: i 22.2 
(G) Specific Gravity at observed temperature: A / [ B - ( C - A ) ]  1 2.769 
(F) Correction factor: 1 0.99952 
(G x F) SPECIFIC GRAVIN @ 20°C: 1 2.768 

MATERIAL TESTED: 
- # 4  - #  10 

PREPARATION METHOD: )I r l  
DRY WET (dispersed) 

REMARKS: Estimated % Passing # 4 : 96 % 
Sandy Lean CLAY (CL) 

EQUIPMENT USED 
SCALES : 41 8 

OVEN : 144 
THERMOMETER :2759 

PYCNOMETER : 2193 

TESTED BY: EH 
\Test Reports\Soils\SPECIFIC GRAVITY(ref).xls REVIEWED BY: Harw Johnson 
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M,ACTEC ENGINEERI'NG AND CONSULTING, INC., 

R.EPORT OF THE STANDARD TEST METHOD FOR SPECIFIC GRAVITY OF SOILS 
Performed in General Accordance with ASTM D 854-06 (Method B) 

PROJECT NAME:EXELON COL PROJECT (VICTORIA) 
PROJECT NUMBER: 6468071777 

DATE: 2/8/08 

SAMPLE IDENTIFICATION: B-2182UO,UO-11 @ 90.5-93.0 Ft. 

(A) Mass of oven-dried soil, grams: 
(B) Mass of pycnometer filled with water at test temperature (T), grams: 
(C) Mass of pycnometer, water and soil, grams: 
(T) Temperature of pycnometer, water and soil, °C when mass (C) determined: 
(G) Specific Gravity at observed temperature: A I [ B - ( C - A ») 
(F) Correction factor: 
ILG x F) SPECIFIC GRAVITY @ 20°C: 

MATERIAL TESTED: D 
. -#4 

PREPARATION METHOD: IT] 
DRY 

REMARKS: Estimated % Passing # 4 : 96 % 

Sandy Lean CLAY (el) 

.. 
-#10 

D 
WET (dispersed) 

37.49 
366.30 
390.25 

22.2 
2.769 

0.99952 
2.768 

EQUIPMENT USED 

SCALES: 418 

OVEN: 144 

THERMOMETER :2759 

PYCNOMETER: 2193 

TESTED BY: EH 

\Test Reports\Soils\SPECIFIC GRAVITY(ref).xls REVIEWED BY: Harry Johnson 
------~--~-A~~-

1) S (, 'tlJ 

,~ '3~ 08 
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Particle Size Distribution Report ASTM D 422-63 (2002) e l  
U.S. SIEVE OPENING IN INCHES U.S. STANDARD SIEVE NUMBERS 
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Client Bechtel 
Project Exelon Texas COL (Victoria) 

Project No. 6468-07-1777 I Lab No. 8184 
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MACTEC ENGINEERING 
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% SAND 

COARSE 1 MEDIUM I FINE 
0.1 I 2.1 I 13.0 

COARSE 
0.0 

0 Tested by: EH Reviewed by: HJ 

NM value fioin first strength test performed. 
Specific Gravity = 2.73 (ASTM D 854-06) 5) D r coo 
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- 1 ~  

% FINES 
SILT CLAY 
46.2 I 38.6 

FINE 
0.0 

SAMPLE # 
UD-12T 

10 

1 

DEPTHIELEV. 
95-97.5 Ft. 

I 

4 in 

I l l  

DATE SAMPLED 
12/12/07 

we 

USCS 
CL 

MATERIAL DESCRIPTION 
Light Gray Mottled Brownish Yellow Lean CLAY with sand 
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GRAIN SIZE DISTRIBUTION TEST DATA 

Client :  Bechtel 
Project :  Exelon Texas COL (Victoria) 
Projec t  Number: 6468-07-1777 

Sample Data 

Source: B-2182UD 
Sample No.:  UD-12T . 
Elev. o r  Depth: 95-97.5 Ft Sample Length ( in .  /em. ) : ID#8184 
Location: B-2182UD 
Description: Light Gray Mottled Brownish Yellow Lean CLAY with sand 
D a t e :  12 /12 /07  PL: 1 8  LL: 36  PI :  1 8 .  
USCS Class i f ica t ion:  CL AASHTO Class i f ica t ion:  
Testing Remarks: Tested by: EH Reviewed by: HJ 

. NM value from first strength test performed. 
.. . . . .  Specific Gravity,= 2 . 7 3  (ASTM D 854-06) 

Mechanical Analysis D a t a  

I n i t i a l  
D r y  sample and tare= 6 9.72 
T a r e  - - 1 6 . 4 3  
D r y  sample weight = 53.29 
Tars for cumulative weight retained= . O O  

Sieve CuPnul. W t .  Percent 
retained f i n e r  

# 4 0.00 100 .0  
# 1 0  0.04 99.9  
# 2 0  0.44 99.2  
# 40 1 . 1 7  97.8  
# 60 3 .64 93.2  
# 1 0 0  5 .17  9 0 . 3  
# 1 4 0  6 . 4 6  87 .9  
# 200 8 . 0 8  8 4 . 8  

. Hydrometer Analysis D a t a  

. Separation s ieve is #200 
Percent -#200 based upon complete sample= 84.8 

, Weight of hydrometer sample: 44.21 
Calculated biased weight= 52.13 
Automatic temperature correction 

Composite correct ion a t  20 deg C = -5.4 

Meniscus correct ion only= 0 
Speci f ic  gravi ty of sol ids= 2.726 
Speci f ic  gravi ty correct ion fac tor= 0.983 
Hydrometer type: 152H 

Effec t ive  depth L= 16.294964 - 0.164  x Rm 

MACTEC Engineering and Consulting, Inc.  

Page 1589 of 2371 
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Elapsed 
time, min 

2.00 
5.00 

15.00 
30.00 
60.00 

240.00 
14 65.00 

Temp, Actual 
deg C reading 
20.6 41.0 
20.6 38.0. 
20.6 35.0 
20.6 31.5 
20.6 27.5 
21.9 22.0 
22.2 21.0 

Corrected 
reading 
35.7 
32.7 
29.7 
26.2 
22.2 
17.0 
16.1 

K RIU' Eff. Diameter 
depth mm 

0.0132 41.0 9.6 0.0290 
0.0132 38.0 10.1 0.0188 
0.0132 35.0 10.6 0.0111 
0.0132 31.5 11.1 0.0081 
0.0132 27.5 11.8 0.0059 
0.0130 22.0 12.7 0.0030 
0.0130 21.0 12.9 0.0012 

Percent 
f iner 
67.3 
61.6 
56.0 
49.4 
41.8 
32.0 
30.3 

I 
! Fractional Components 

Gravel/Sand based on #4 
i Sand/Fines based on #200 

% COBBLES = % GRAVEL = 
% SAND = 15.2 (% coarse = 0.1 % medium = 2.1 % fine = 13.0) 
% SILT = 46.2 % CLAY = 38.6 

MACTEC Engineering and Consulting, Inc. 
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Elapsed Temp, Actual Corrected K Rm 
time, min deg C reading reading 

2.00 20.6 41. 0 35.7 0.0132 41. 0 
5.00 20.6 38.0 . 32.7 0.0132 3S.0 

15.00 20.6 35.'0 29.7 0.0132 35.0 
30.00 20.6 3~.S 26.2 0.0132 31.5 
60.00 20.6 27.5 22.2 0.0132 27.5 

240.00 21.9 22.0 17.0 0.0130 22.0 
1465.00 22.2 21.0 16.1 0.0130 21. 0 

Fractional Components 

Gravel/Sand based on #4 
Sand/Fines based on #200 
% COBBLES = % GRAVEL = 
% SAND = 15.2 (% coarse = 0.1 % medium = 2.1 
% SILT = 46.2 % CLAY = 38.6 

DSS= 0.08 . D6Q= 0.02 DSO= 0.01 

Eff. Diameter Percent 
depth nun finer 

9. 6 0.0290 67.3 
10.1 0.0188 61. 6 
10.6 0.0111 56.0 
11.1 O.OOSl 49.4 
11.8 0.0059 41.8 
12.7 0.0030 32.0 
12.9 0.0012 30.3 

% fine = 13. 0) 

==================== MACTEC Engineering and Consulting, Inc. 
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I LIQUID AND PLASTIC LIMITS TEST REPORT ASTM D4318 (05) I 

LIQUID LlMlT 

SOIL DATA 

MACTEC ENGINEERING 
Client: Bechtel 
Project: Exelon Texas COL (Victoria) 

Project No.: 6468-07-1777 Lab No. 8184 

D Sc 
Volume 3, Rev. 0 - 7110108 Page 1591 of 2371 DCNU 3 ~ 3  4 o 0 

LIQUID 
LIMIT 

(%I 
36 

PLASTIC 
LIMIT 

(%I 
18 

NATURAL 
WATER 

CONTENT 
("/.I 
15.4 

PLASTICITY 
INDEX 

("/.I 
18 

DEPTH 
(ft.1 

95-97.5 Ft. 

USCS 

CL 

SAMPLE 
NO. 

UD-12T 

SYMBOL SOURCE 

2182UD 

LIQUID AND PLASTIC LIMITS TEST REPORT ASTM 04318 (05) 
60.----------r--/----r---/1~/ -,----r-V-------,-v~ 

Dashed line indicates the approximate 
I 

upper limit boundary for natural soils 7 / / , 
50~ ~I_-/-/-/ ~/ -i ~/ --r--~-~-~~o~--~~--~--~ 

40~ . ~ 

v' V 

o I ~ /' / 
~ /1 
530 ~ r-----r,v~--~----~----+-----+-----~----~---4 

~ / V 
~ ./// / 

20 - / · rfr / y 
MH TOH 

10 30 50 70 
LIQUID LIMIT 

SOIL DATA 
NATURAL 

SYMBOL SOURCE SAMPLE DEPTH WATER PLASTIC LIQUID 
NO. (ft.) CONTENT LIMIT LIMIT 

("!o) (%) (%) 

• 2182UD UD-12T 95-97.5 Ft. 15.4 18 36 

Client: Bechtel 

MACTEC ENGINEERING 
AND 

CONSULTING INC. 

Project: Exelon Texas COL (Victoria) 

Pro'ect No.: 6468-07-1777 

Volume 3, Rev. 0 - 7/10/08 Page 1591 of 2371 

90 110 

PLASTICITY USCS 
INDEX 

(%) 

18 CL 

Lab No. 8184 

"OS'e 
DCN# ~1i61i oJ 0 a 



LIQUID AND PLASTIC LIMIT TEST DATA 

Client: Bechtel 
Project: Exelon Texas COL (Victoria) 
Project Number: 6468-07-1777 

Sample Data 

Source: B-2182UD 
Sample No. : UD-12T 
E l e v .  or Depth: 95-97 .5  Ft Sample Length(in./cm.) : ID#8184  
Location: B-2182UD 
Description: Light Gray Mottled Brownish Yellow Lean CLAY with sand 
Water Content: 1 5 . 4  . USCS: CL AASHTO : 

Liquid Limit= 36 
P l a s t i c  Limit= 1 8  

Plasticity Index= 18 

- -- - 

Liqnid Limit Data 

Blows 

Run No. 

Wet+Tare 
Dry+Tare 

Tare 
# Blows 

Moisture 

MACTEC Engineering and Consulting, Inc. 

Volume 3, Rev. 0 - 7/10/08 Page 1592 of 2371 DCN# EXE805 

1 

3 0 . 9 9  
2 8 . 1 8  
2 0 . 2 5  

2 8  
3 5 . 4  

2 

3 1 . 3 9  
2 8 . 5 1  
2 0 . 4  

28 
3 5 . 5  

- - 

P l a s t i c  Limit Data 

3 

Run No. 
- 
Wet+Tare 
Dry+Tare 

Tare 
Moisture 

2 

2 8 . 8 2  
2 7 . 5 3  
2 0 . 1 8  
1 7 . 6  

1 

2 9 . 0 2  
2 7 . 8 3  
2 1 . 0 1  
1 7 . 4  

4 

.- 3 

5 6 

4 --- 

LIQUID AND PLASTIC LIMIT TEST DATA 

t~ient: Bechtel 
Project: Exelon Texas COL (Victoria) 
Project Number: 646.8-07-1777 

Source: 8-2182UD 
Sample No.: UD-12T 

Sample Data 

Elev. or Depth: 95-97.5 . Ft 
Location: B-2182UO 

Sample Lenqth(in./cm.): IO#8184 

Description: Light Gray Mottled Brownish Yellow Lean CLAY with sand 
Wa ter Con ten t : 15 .. 4 USCS: CL AASH'I'O : 

Liquid Limi t Data 
Run No. 1 2 3 4 5 

Wet+Tare 30.99 31.39 
Dry+Tare 28.18 28.51 

Tare 20.25 201.4 
It Blows 28 28 

Moisture 35,.4 35.5 

35 .. 56 

6 

I, 

I, 

I 
35.52 

, 

I 

Liquid Limi t= _-,,3.w6o!..-_ 
Pl.as ti.c Limi. t= _~1 .... 8,,---_ 

Plasticity Index= __ 1~8l..... _ 

-

35.48 
:12 
i! 
CI) 

'0 
:E 

35.44 

35.40 

, 

i 

, 

35.365 

Run No. 

Wet+Tare 
D~+Tare 

Tare 
Moisture 

, 

, 

i i 

10 

1 

29.02 
27.83 
21. 01 
17.4 

.. =====:::::::::========= 

I 

! 

I 

I 

II 
! 

, 

I 

, 

20 25 30 40 
Blows 

Plastic Limit Data 
2 3 4 

.- . 
28.82 
27 .. 53 
20.18 
17.6 

~CTEC Engineering and Consulting, Inc. 
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MACTEC ENGINEERING AND CONSULTING, INC. 

REPORT OF THE STANDARD TEST METHOD FOR SPECIFIC GRAVITY OF SOILS 
Performed in General Accordance with ASTM D 854-06 (Method B) 

PROJECT NAME:EXELON COL PROJECT (VICTORIA) 
PROJECT NUMBER: 6468071777 

DATE: 2/8/08 

SAMPLE IDENTIFICATION: B-21 ~~UD,UD-I 2~ @ 95.0-97.5 Ft. 

(A) Mass of oven-dried soil, grams: i 36.67 
(B) Mass of pycnometer filled with water at test temperature (T), grams: 343.05 
(C) Mass of pycnometer, water and soil, grams: 366.28 
(T) Temperature of pycnometer, water and soil, OC when mass (C) determined: I 23.3 
(G) Specific Gravity at observed temperature: A / [ B - ( C - A ) ]  1 2.728 
(F) Correcfion factor: 0.99926 
(G x F) SPECIFIC GRAVITY @ 20°C: 1 2.726 

MATERIAL TESTED: I-I m: - - 
- # 4  - #  I 0  

....... " ............... "" ............................ . ........... - .............. "...-......-- ....... " ...... . ........ - ....................................... - ..... - .............................................. ..................................................................... ....................*.., 
PREPARATION METHOD: T I  

DRY WET (dispersed) 

REMARKS: Estimated % Passing # 4 : 100 % 

Lean CLAY with sand (CL) 

TESTED BY: EH 
\Test Reports\Soils\SPECIFIC GRAVIN(ref).xls 

EQUIPMENT USED 
SCALES : 418 

OVEN : 144 
THERMOMETER :2759 

PYCNOMETER : 2192 

Volume 3, Rev. 0 - 711 0108 Page 1593 of 2371 

REVIEWED BY: Harrv Johnson 

MACTEC ENGINEERING AND CONSULTING, INC. 

REPORT OF THE STANDARD TEST METHOD FOR SPECIFIC GRAVITY OF SOILS 
Performed in General Accordance with ASTM D 854-06 (Method B) 

PROJECT NAME:EXELON COL PROJECT (VICTORIA) 
PROJECT NUMBER: 6468071777 

DATE: 2/8/08 

SAMPLE IDENTIFICATION: B-2182UD,UD-12T @ 95.0-97.5 Ft. 

(A) Mass of oven-dried soil , grams: 
(8) Mass of pycnometer filled with water at test temperature (T), grams: 
(C) Mass of pycnometer, water and soil, grams: 
(T) Temperature of pycnometer, water and soil , °C when mass (C) determined: 
(G) Specific Gravity at observed temperature: A I [ B - ( C - A ») 
(F) Correction factor: 
(G x F) SPECIFIC GRAVITY @ 20°C: 

MATERIAL TESTED: x I' 
-#4 - # 10 

36.67 
343.05 
366.28 

23.3 
2.728 

0.99926 
2.726 

................. . .. u • .••• _ .... . ................ . .... . ............ ...... . ........ . ... .. u • • •• _ _ _ • • ••••• ___ . _ • •• •• • .••••• ~ . . ....... ... ... . . . . .............. .. ""' . ...... ... __ .... . . . ........... ... . . ... ... . . . . .... . . . . ....................... . . . .............. .... ... ......... .......................... ..... . .......... . : ........ ......... . ... . ..... . 

PREPARATION METHOD: IT] 
DRY 

REMARKS: Estimated % Passing # 4: 100 % 

Lean CLAY with sand (CL) 

TESTED BY: EH 

WET (dispersed) 

EQUIPMENT USED 

SCALES: 418 

OVEN: 144 

THERMOMETER :2759 

PYCNOMETER: 2192 

\Test Reports\Soils\SPECIFIC GRAVITY(ref).xls REVIEWED BY: Harry Johnson 
------~~~~~----
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Particle Size Distribution Report ASTM 06913-04 e1
u.s. SIEVE OPENING IN INCHES u.s. STANDARD SIEVE NUMBERS HYDROMETER

6 3 2 1-1/2 1 /4 1/' / 4 1 40 60 100 11 00100 I I' II I I~ I I I I I 0---90
10

80 1\
\ 20

~ 70 1Jm
C> \ 30 :::tJ
[ij ()
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a:: ~w 50z \ 50 ~u: m
I- :::tJ
Z 40 OJw

1\
60 -<u

~a::w 300.

\ 70 G5
~

20

~
80

10 90

0 100
500 100 10 1 0.1 0.01 0.001

GRAIN SIZE IN MILLIMETERS
% GRAVEL % SAND % FINES

0/0 COBBLES COARSE FINE COARSE MEDIUM I FINE SILT CLAY
0 0.0 0.0 3.3 1.0 6.8 I 78.9 10.0 .

SOURCE SAMPLE # DEPTH/ELEV. DATE SAMPLED USCS MATERIAL DESCRIPTION NM% LL PL
0 B-2182OO UD-12B 95-97.5 Ft. 12/17/07 SP-SM VerY Pale Brown Poorlv Graded SAND with silt <Visual) 17.7 NO ND

Client Bechtel MACTEC ENGINEERING o Tested by: EH Reviewed by: JW
~Project Exelon Texas COL (Victoria) AND Sieve Analysis Only

NM value from average ofstrength tests performed.

Proiect No. I Lab No. CONSULTING, INC. Specific Gravity =2.72 (ASTM D 854-06)
6468-07-1777 8184B NO =Not Determined



GRAIN SIZE.DIS!CRIBUTION TEST DATA 

' Client: Bechte l  
Project: Exelon Texas COL (Vic to r ia )  
Project Number: 6468-07-1777 

I Sample Data 

1 Source: B-2182UD 
Sample No.: UD-12B 
Elev. or Depth: 95-97.5 F t  Sample Length(in./cm.) : ID#184B , Location: B-2182UD 
Description: Very Pa le  Brown Poorly Graded SAND with s i l t  (Visual j  
Date: 12 /17 /07  PL: ND LL: ND PI: ND 

: USCS Classification: SP-SM AASHTO Classification: 
Testing Remarks: Tested by: EH Reviewed by: JW 

Sieve  Analysis  Only 
NM va lue  from average--of s t r eng th .  tests perZormed. 
S p e c i f i c  Gravity = 2.72 (ASTM D 854-06) 
ND = Not Determined 

Mechanical Analysis Data 

initial 
D r y  sample and tare= 1 7 1 . 9  9 
Tare - - 1 6 . 5 7  
Dry sample weight = 155.42 
Tare for cumulative weight retained= . O O  
Sieve Cumul. Wt. Percent 

retained finer 
. 75  inch 0 .00  1 0 0 . 0  
0 .375 inch 4 . 0 5  97 .4  
# 4 5 .14  96.7 
# 1 0  6 .64  95.7 
# 40 1 7 . 2 0  88 .9  
# 60 61 .43  60.5 
# 1 0 0  1 2 2 . 3 3  2 1 . 3  
# 1 4 0  1 3 5 . 5 9  1 2 . 8  
# 200 1 3 9 . 9 5  1 0 . 0  

Fractional Components 

~ravel/Sand based on #4 
~and/Fines based on #200 
% COBBLES = % GRAVEL = 3.3 (% coarse = . % fine = 3 . 3 )  
% SAND = 8 6 . 7  (% coarse = 1 . 0  . % medium = 6 . 8  8 fine = 78.9)  
% FINES = 1 0 . 0  

MACTEC Engineering and Consulting, Inc. 

page 1595 of 2371 : 
Volume 3, Rev. 0 - 7110108 

GRAIN SIZE DISTRIBUTION TEST DATA 

Cl.ient: Bechtel: 
Project: Exelon Texas COL (Victoria) 
Project Number: 6468-07-1777 

Source: B-21B2UD 
Sample No.: UD-12B 

Sample Data 

Elev. or Depth: 95-97.5 Ft 
Location: B-2182UD 

Sample Length{in./cm.): 1D#184B 

Description: Very Pale Brown Poorly Graded SAND with silt (Visual) 
Date: 12/17/07 PL: ND LL: ND PI: ND 
USCS Classification: SP-SM 
Testing Remarks: Tested by: EH 

AASHTO Classification: 
Reviewed by: JW 

Sieve Analysis Only . 
NM value from average·-of ·strength tests performed. 
Specific Gravity = 2.72 (ASTM D 854-06) 
ND = Not Determined 

Mechanical Analysis Data 

Initial 
Dry sample and tare= 171.99 
'fare . = 16.57 
Dry sample weight = 155.42 
Tare for cumulative weight retained= .00 

Siev~ Cumul. Wt. Percent 
retained finer 

.75 inch 0.00 100.0 ' 
0.375 inch 4.05 97.4 
# 4 5.14 96.7 
# 10 6.64 95.7 
# 40 17.20 88.9 
# 60 61.43 60.5 
# 100 122.33 21.3 
# 140 135.59 12.8 
# 200 139.95 10.0 

Fractional Components 

Gravel/Sand based on #4 
Sand/Fines based on #200 
% COBBLES = % GRAVEL = 
% SAND = 86.7 (% coarse = 1.0 
% FINES = 10.0 

DSS= 0.39 
D30= 0.17 
Cc= 1. 59l.9 

D60= 0.25 DSO= 0.22 
DiS= 0.12 010= 0.08 

Cu= 3.3112 

3.3 (% coarse m 

% medium = 6. 8 
% fine = 3 .. 3) 

% fi.ne = 78.9) 

==================== MACTEC Engi~eering and Cons~ting, Inc. 
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LIQUID AND PLASTIC LIMIT TEST DATA 

Client: Bechtel 
Project: Exelon Texas COL (Vic tor ia )  
Project Number: 6468-07-1777 

Sample Data 

Source: B-2182UD 
Sample No.: UD-12B 
Elev. or Depth: 95-97.5 Ft Sample Length(in./cm.) : ID#184B 
~ocation: B-2182UD 
Description: Very Pale Brown Poorly Graded SAND with s i l t  (Visual) 
Rater Content: 1 7 . 7  USCS: SP-SM aASHT0 : 

Liquid Limit= NV 
Plastic Limit= NP 

Plasticity Index= NP 

MACTEC Engineering and Consulting, Inc.. 
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MACTEC ENGINEERING AND CONSULTING, INC. 

REPORT OF THE STANDARD TEST METHOD FOR SPECIFIC GRAWTY OF SOILS 
Performed in General Accordance with ASTM D 854-06 (Method B) 

PROJECT NAME:EXELON COL PROJECT (VICTORIA) 
PROJECT NUMBER: 6468071 777 

, 
DATE: 3/26/08 

SAMPLE IDENTIFICATION: B-2182UD,UD-12B @ 95-97.5 Ft. 

(A) Mass of oven-dried soil, grams: i 37.78 
(B) Mass of pycnometer filled with water at test temperature (T), grams: 363.60 
(C) Mass of pycnometer, water and soil, grams: f 387.51 
(T) Temperature of pycnometer, water and soil, OC when mass (C) determined: i 24.4 
(G) Specific Gravity at observed temperature: A / [ B - ( C - A ) ]  1 2.724 
(F) Correction factor: f 0.99899 
(G x F) SPEClFlCGRAVlTY@20°C: 1 2.721 

MATERIAL TESTED: 

PREPARATION METHOD: 1- 
DRY WET (dispersed) 

REMARKS: Estimated % Passing # 4 : 97 % 
Poorly ~ r a d e d  SAND with Silt (SP-SM) - Visual 

EQUIPMENT USED 
SCALES : 418 

OVEN : 144 
THERMOMETER :2759 
PYCNOMETER : 2184 

TESTED BY: EH 
\Test Reports\Soils\SPECIFIC GRAVITY(ref).xls REVIEWED BY: Jianren Wang 53 

DTC 3-3t-08 
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MACTEC ENGINEERING AND CONSULTING" INC. 

REPORT OF THE STANDARD TEST METHOD FOR SPECIFIC GRAVITY OF SOILS 
Performed in General Accordance with ASTM 0 854-06 (Method B) 

PROJECT NAME:EXELON COL PROJECT (VICTORIA) 
PROJECT NUMBER: 6468071777 

DATE: 3/26/08 

SAMPLE IDENTIFICATION: B-2182UO,UO-12B @ 95-97.5 Ft. 

(A) Mass of oven-dried soil, grams: 
(8) Mass of pycnometer filled with water at test temperature (T), grams: 
(C) Mass of pycnometer, water and soil , grams: ' 
(T) Temperature of pycnometer, water and soil, °C when mass (C) determined: 
(G) Specific Gravity at observed temperature: A I [ 8 - ( C - A )] 
(F) Correction factor: 
(G x F) SPECIFIC GRAVITY @20oC: 

MATERIAL TESTED: D X 
-#4 -#10 

PREPARATION METHOD: 0 
DRY 

REMARKS: Estimated % Passing # 4 : 97 % 

Poorly Graded SAND with Silt (SP-SM) - Visual 

WET (dispersed) 

37.78 
363.60 
387.51 

24.4 
2.724 

0..99899 
2.721 

EQU1PiMENT USED 

SCALES : 418 

OVEN : 144 

. THE.RMOMETER :2759 

PYCNOMETER: 2184 

TESTED BY: EH 

\Test Reports\Soils\SPECIFIC GRAVITY(ref).xls REVIEWED BY: Jianren Wang :s cJ 
1) fc 3-jt- ae 
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Particle Size Distribution Report ASTM D 422-63 (2002) e l  
U.S. SIEVE OPENING IN INCHES U.S. STANDARD SIEVE NUMBERS HYDROMETER 

100 0 
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I- A 5 40 60 3 
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0 100 

GRAIN SIZE IN MILLIMETERS 
% FINES 

SILT I CLAY 
10.3 I 31.6 

% SAND 
COARSE 1 MEDIUM ! FINE 
0.0 I 0.4 I 57.7 o 

o 

% COBBLES 

0.0 

% GRAVEL 
COARSE 
0.0 

LL 
38 

NM % 
18.7 

0 Tested by: EH Reviewed by: HJ \-a 
NM value from first strength test performed. 
Specific Gravity = 2.7 1 (ASTM D 854-06) D 5 

3-3-  08 - 

Client Bechtel 
Project Exelon Texas COL (Victoria) 

Project NO. 6468-07- 1777 I ~ a b  NO. 8186 

FINE 
0.0 

PL 
17 . 

MATERIAL DESCRIPTION 
Lipht Gray Clayey SAND 

MACTEC ENGINEERING 
AND 

CONSULTING, INC. 

USCS 
SC 

DATE SAMPLED 
12/12/07 

SOURCE 
2 182UD 

SAMPLE # 
UD-13 

DEPTHIELEV. 
120-121.7 Ft. 



GRAIN SIZE DISTRIBUTION TEST DATA 

Cl ient :  Bechtel 
Pro jec t :  Exelon Texas COL (Victoria) 
Project. Number: 6468-07-1777 

Sample Data 

Source: B-2182UD , 
Sample No. : UD-13 
Elev. o r  Depth: 120-121.7 F t  Sample Length(in./cm.) : ID#8186 
Location: B-2182UD 
Description: Light Gray Clayey SAND 
Date: 12 /12 /07  PL: 1 7  LL: 38 PI :  2 1  
USCS Classif icat ion:  S C  AASHTO Class i f ica t ion:  
Test ing Remarks: Tested by: EH Reviewed by: H J  

NM value from f i r s t  strength t e s t  performed. 
---.Specific Gravity = 2 .-71 (ASTM. D 854-0.6) 

Mechanical Analysis Data 

I n i t i a l  
Dry sample and tare= 164  - 0 4  
Tare = 112 .39  
D r y  sample weight = 51 .65  
T a r e ' f o r  cumulative weight retained= . O O  

Sieve Cumul. W t .  Percent 
retained f i n e r  

# 2 0  0 .00  1 0 0 . 0  
# 40 0 .19  9 9 . 6  
# 60 2 . 6 8  9 4 . 8  
# 1 0 0  1 4 . 5 8  7 1 . 8  
# 1 4 0  25.08 5 1 . 4  
# .  200  30.00  4 1 . 9  

Hydrometer Analysis D a t a  

Separation s ieve  is  #200 
Percent -#200 based upon complete sample= 4 1 . 9  
Weight of hydrometer sample: 21 .65  , 

Calculated biased weight= 51.67 
Automatic temperature correct ion 

Composite correct ion a t  20 deg C = -5.4 

Meniscus correct ion only= 0 
Speci f ic  gravi ty  of sol ids= 2.707 
Speci f ic  gravi ty  correct ion factor= 0.987 
Hydrometer type: 152H 

Effect ive depth L= 16.294964 - 0 .164  x Rm 

Elapsed Temp, Actual Corrected K Rm Eff. D i a m e t e r  Percent 
time, min deg C reading reading depth mm f i n e r  

2 .00  2 1 . 1  24 .5  1 9 . 3  0 . 0 1 3 2  2 4 . 5  1 2 . 3  0.0328 3 6 . 9  
5 .00  2 1 . 1  2 3 . 5  1 8 . 3  0 .0132  2 3 . 5  1 2 . 4  0 .0209 3 5 . 0  

15 .00  2 1 . 1  2 3 . 0  1 7 . 8  0 .0132 23 .0  1 2 . 5  0 .0121  34.0  
30.00 2 1 . 1  ' 22 .5  1 7 . 3  0 .0132 22 .5  1 2 . 6  0 .0086 33 .0  

MACTEC Engineering and Consulting, Inc. 
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Elapsed Temp, Actual Corrected K Rm E f f .  Diameter Percent 
time, min deg C reading reading depth nun finer 

60.00 2 1 . 1  22.0 16 .8  0.0132 22.0 1 2 . 7  0 .0061 3 2 . 1  
240.00 21.7 21.0  1 5 . 9  0.0131 21.0 1 2 . 9  0.0030 30.4 

1440.00 21.7 20.0 1 4 . 9  0.0131 20.0 i 3 . 0  0.0012 28.5 

Fractional Components 

Gravel/Sand based on #4  
Sand/Fines based on #200 
% COBBLES = % GRAVEL = 
% SAND = 5 8 . 1  (% coarse = % medium = 0.4 % fine = 5 7 . 7 )  
% S I L T = 1 0 . 3  % C L A Y = 3 1 . 6  

MACTEC Engineering and Consulting, Inc. 
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Elapsed Temp, Actual Corrected K Rm 
time, min deg C reading reading 

60.00 21.1 22.0 16.8 0.0132 22.0 
240.00 21.7 21. 0 15.9 0.0131 21.0 

1440.00 21.7 20.0 14.9 0.0131 20.0 

Fractional Components 

Gravel/Sand based on #4 
Sand/Pines based on #200 
% COBBLES = % GRAVEL = 
% SAND = 58.1 (% coarse = 
% SILT = 10.3 % CLAY = 31.6 

085= ·0.19 D60= 0.12 DSO= 0.10 
D30= 0.00 

% medium = O. 4 

Eff. Diameter Percent 
depth mm finer 
12.7 0.0061 32.1 
12.9 0.0030 30.4 
13.0 0.0012 28.5 

% fine = 57.7) 

==================== MACTEC Engineering and Consulting, Ino. 
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