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Cylinder Compressive Strength [psi] Current Core Properties (Tested in 2009-2010)

Poor j Mix Cylinder 7 days 1 28 days 1 90 days

note ID# ave. ave. ave

Fc Ratios Density Voids Fc [psi] Ec[psi)

ave

Poisson I Ft split [psi] i Ft direct [psi]

-eve
Core

7/28 days 90128 days Cur.128 days Ft sp/Fcore I Cur./90 days
{

4088

4088

408

408
408
408
408-

DM-5 * ,1653
1653
1654
1654

3980

4000

4160

4050

5430

5480

5180

5470

6770

6670

6630

6880

14.4% 7860 3,40E+06 0,16 105a
6970 30E+06 0.21 105b

600 108a

675 108b

570 108c;

605 108d

Average: 40481 153901 6738 75% 125% 138% 8% 110% 7415 3.25E+06 0.19 613

472" DM-5 1799 5080 5840 2.54 14.6% 7530 63

-472 1799 4950 5570 7650

472'. . 1800 4390 5480

.472 . - . 1800 4630 5200

472., ... . Average: 14763 5523 86% 137% 7590 3.30E+06 0.21

425 DM-5 . 1670 4580 5480 6560 2.57 16.9% 5990 65

425" . 1670 4630 5680 6050 6800

425 ., : . , 1671 3540 5310 6180

S425 1671 3870 5660 6010
425 ý425 " Average: 4155 5533 _ 6200 75% 112% 116% 103% 6395 2.70E+06 .18

388 DM-5 1623 3340 5390 7000 2.56 15.8% 6830 66

388 6 1623 3540 5200 6830 6370
•381624 3890 4860 6400

388 1624 4300 4900 5780

388 ' _ Average: 3768 5088 6503 74% 128% 130% 101% 6600 3.1OE+06 0.22

475: DM-5 1809, 4160 4510 5750 2.57 15.8% 6100 40 "

475 1809 4000 4740 6010 6610

475 1810 3910 5870 6150 6600
475 -" " 1810 4160 5650 5520

475 Average: 4058 5193 15858 78% 113% 124% 110% 6437 3.05E*06 022

487 SCMm* ay010. 1851 4530 5290 5780 8810 31

487ý ,M-5 panel K 1851 4600 5020 6100
487, " 1852 4830 5500 6930

87.. 1852 4920 5320 6920

407 1853 4670 5340 6770

487 1853 4740 5620 6720

"487 Average: 1 4715 5348 6537 88% 122% - 165% 1 135% 8810,

452 SCM m* Bay 0014 1712 4240 5700 6380 8310 45

452 DM-5 panel L 1712 4100 5450 6460 8970
452: . . 1713 4990 6210 6740
4•52: 171!: i3" 5010 1 6030-' 7340-•452 _____ Average: 4585 r A5848 _ 63 78% 115% 148% 12%8640

712 DM-SM : ,, 4900 6240 6650 2.54 14.4% 8220 16

712 : ,• 4810 6190 6650 8030 , f
712 <: ': '•', 5020 5410 7290 7520

712 : 5040 5
3 6

0 7470 8

-712 "_ Average: 4943 5800 7015 85% 121% 137% 113% 7923 3.90E+06 0.24
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685 DM-5M 2157 4690 6300 6280 14.4% 7900 3685 4760 6190 6760 7380 i"17.

685 . 2158 4240 6150 6230 400

685 4240 5980 6600 515 5
685 .: .- 455 6
685 Average: 4483 6155 6468 73% 105% 124% 6% 118% 7640 457

683 DM-5M . 2154 4330 5858 6190 14.4% 6750 3.45E+06 0.16 113a

683 4140 5520 7040 7020 3.70E+06 0.16 113b

683 , 2155 5090 6170 6670 6310 3.55E+06 0.17 113c

683 4460 6330 6420 7890 2.95E+06 0.17 .114a

683 7670 3.60E+06 0.18 114b

683 7640 3.90E+06 0.19 114c

683 2.58 15.2% 8590 3.25E+06 0.15 Il1b

683 2.56 15.3% 7750 3.60E+06 0.17 11ld

683 8490 3.30E+06 0.23 109a

683 • 8410 3.85E+06 0.20 109b

683 8170 3.95E+06 0.19 109c

683 8090 3.85E+06 0.18 109d,
683 700 110b

683 . 620 110c

'683 560 110d

683 620 112a

683 490 112b

683 555 112c

683 . 550 112d
683 Average: 4505 5970 1 6580 75% 110% 130% 8% 118% 7732 3.58E+06 0.18 1 585

695 DM-5M 2166 4690 6720 6560 44 _ 6900I • 8

695 . 4260 6230 6 3 5

695 2167 4810 6330 6760 575 2

695 14690 6600 6630 635 9

695 Average: 4613 6470 6650 71% 103% 107% 9% 104% 6 615

695 727550-2 11111111[I~lIIIiI____ ____[___ ____[4I~ iiI__ _ 1 iI V .
Hatch 727550-2 670 1 6 6 I 2.46 14.5% 7520 I 3.35E+06 0.25Hatch 755 460 680 54

Hatch Average: 4765 6675 16700 71% 100% 113% 112% 1175201 1 1 1 _

Average:

SiDev:

Max:

Min:

Count:

4484

444

5090
3340
44

5722
544

6810
4510
44

6512
450
7470
5520
39

78% 114% 132% 7% 114% 2.54 15% 1 7505 7462 1 3.44E+06 0.19 599 1 604 457 457

6% 9% 17% 1% 11% 0.04 1% 821 3.57E+05 0.03 59 58

88% 128% 165% 9% 135% 2.58 17% 8970 8810 3.95E+06 0.25 700 615 515 457

71% 100% 107% 6% 101% 2.46 14% 5990 6395 2.70E+06 0.15 490. 585 400 457

11 10 11 3 10 9 12 31 11 19 19 10 2 3 1
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