
*TSBURGH TESTING LABORAT
FM 2.5 Exhibit 2, pg 1 of 6 PITTSBURGH, PA.

Order N. TA-7732
Supplie•'s Delivery

,W- at It. __ý"/A

REPORTED TO:
PROJECT:

Concrete Supplier:
Arch-Engineer:
General Contractor:

FLORIDA POWER CORP.
CRYSTAL RIVER PLANT UNIT NO. 3
West Coast Concrete, Inc.
Gilbert Assoc., Inc.
J. A. Jones

Date Time Loaded Class Mass [- Other
Truck No. - Load No.--/ -/ Cu. Yds.- Countet to 0 [
Cum. Cu. Yds. - Z F Moisture: F.A. - 33- Lbs: CA. ____ %__ _ Lbs.

Design S.D. W. Adj. Batch W.L

Cement (Type) e"/T?, K
C.A. (Size_ _ .... )

(Size - )
F.A. __60- , _'

Daratard HCF S_ ___ _

Datex AEA
Water, t.i's4 . Total .-- - _- -"6 Added
Ice -=

Total Moisture
Total Water

J Rev. at Mixing Speed: Start . . Finish

Signature of Batch Plant Inspector.

____ _- bs~ ___ Gals.

'3 8 --- ~___Gals.

2 ~ý - !100 Max.)

ZZ

Portion of Structur•,9, Placed:.
Time of Arr. ____ _____Total Rev.. (300 Max..
Time Placement Comp. Elased Time _i- Hr. Max)
Ambient Temp_. OF Concrete Temp. OF T iuv. __ ,141

Remarks: Cylinder No's. Air "4

Water Added in Fieft GaL/Cu. Yd.
Rev. Start: -- Finish: Ddfeece -. . (30 Mri.)

41 .*Lo%%r 7

Fieltd Inspector S3ignate•-_:.... •,

)lIo



•IPITTSBURGH -A.~~SBRG TSTNGLABORAT•Y

2.5 Exhibit 2, pg 2

Order No. TA-7732
Supplier's Delivery

Serial No.

REPORTED TO: FLORIDA POWER CORP.
PROJECT: CRYSTAL RIVER PLANT UNIT NO. 3
Concrete Supplier: West Coast Concrete, Inc.
Arch-Engineer: Gilbert Assoc., Inc.
General Contractor: J. A. Jones

Date 9.•. -Z71 Time Loaded ,6 • Class S" • Mass Er Other -l
Truck No. /S-a" Load No. 72. Cu. Yds. - Counter to 0 [-
Cum. Cu. Yds. OF Moisture: F.A. S %ir3- Lbs; C.A.__ _ Lbs.

Design S.S.D. Wt. Adj. Batch Wt.

CtType) W '
C.A. (Size - )

(Size _ ) _.7v

F.A. SR ý21P
Daratard HCF __ - - i. .
Darex AEA _ _ __ _ _"."

Water, Gals. ... . O Total ..... ___ - _ _ Added
Ice . r_>_ Lbs.______ Gals. •"
Total Moisture . _ __..I%. Lbs. Gals.
Total Water __ _ _---- Gals.

Rev. at Mixing Speed: Start ., .. - Finish-._.. "79• Diff 1.. Q (100 Max.)

Signature of Batch Plant Inspector:t_ ____ _-- j.- _

Portion of Structure Wj_,re Placed:
Time of A r. f._ TotalRev. M(30 a.

Time Placemet C "'.. . . Elapsed Timek 1• Hr. Max.)
Ambient Temp. 'F Concrete Temp. 7Z r-, F Slump (1-4")

Ranarks: CYliWWer 1o's. Air

Water Added in Field-. awl Gal./Cv. Yd.
Re. Staft:. --.--- Finish:-J Diffetence.._ ___ (30 Mm.)
Remaiks:

.ield ln tors S.i.g......... ............................................-.



I

i
S TSBURGH TESTING LABORATUKY

PITTSBURGH, PA.
'FM 2.5 Exhibit 2, pg 3 of 6

Ordet No. TA-7732
Supplier's Delivery

Sefi al No.
REPORTED TO: FLORIDA POWER CORP.
PROJECT: CRYSTAL RIVER PLANT UNIT NO. 3
Concrete Supplier: West Coast Concrete, Inc.
Arch-Engineer: Gilbert Assoc., Inc.
General Contractor: J. A. Jones

Date_ 9r/8 '71 Time Loaded 1 Class -•(""' Mass [ Other F]
Truck No. 5"7/ Load No.. Cu. Yds. _ - Counter to 0
Cum. Cu. Yds. 'F Moisture: F.A._S_ %._2__5 Lbs; C.A. - % ..... Lbs,

Design S.S.D. Wt. Adj. Batch Wt.

Cement (Type) 2U7 ________. 3 .5-, . ..
C.A. (Size )

(Size - )
F.A. _ _ _,_,_,_-70___ _

Daratard HCF 7 .- __.__..... .. _7_'- ,
Darex AEA
Water, Gals. ,3PQ Total ........ __,_!_Added
Ice ,b Lbs. Gals,
Total Moisture 1.____., Lbs. _Gal .. Gals..
Total Water __..._______ Gals.

Rev. at Mixing Speed: Start _. Finish._ 2... Diff. _20 (100 Max.)

Signature of Batch Plant Inspector:- - -. .,

;-5,

Portion of Structure Where Placed: Z5' 3 - _____

Time of Art.. f I " r Total Rev... . ... (300_Max.)
Time Placement Co ._ _ _ Elapsed Time -2( Hr. Max.)
Ambient Temp. ,F Concrete Temp. " _F Slip 5 (a-4")

Remarks: Cylinder No's. Air $

Water Added in Field:____ Gal/Cu. Yd.
Rev. Start:_-_-----_ ` Finish: " 1" erence (30 Min.)
Remarks:

.!E



* TSBURGH TESTING LABORATt .
FM 2.5 Exhibit 2 pg 4 of 6 PITTSBURGH, PA.

Order No.. TA-1732

Supplier's Delivery

Serial No. -'994"f-
REPORTED TO: FLORIDA POWER CORP.
PROJECT: CRYSTAL RIVER PLANT UNIT NO. 3
Concrete Supplier: West Coast Concrete, Inc.
Arch-Engineer: Gilbert Assoc., Inc.

General Contractor: J. A. Jones

D _ate 7/ Time Loaded Class Mass Other E-]
Truck No. Load No. /" Cu. Yds. _ _ _ Counter to 0
Cum. Cu. Yds. -OF Moisture: F.A. 5/ S" 1%, _j2 Lbs; C.A. /f % 2-16 Lbs.

Design S.S.D. Wt. Adj. Batch Wt.

Cement (Type) M ._ S " 5
C.A. (Size 6, _) 6;2ld7 :C. X_____ __

(Size )
F.A. 2/2 C2 r-rc
Daratard HCF _________'__
Darex AEA 2_ 2- _3
Water, Gals. a 2A6TotaI -_ -_",____Added

44

Ice d-_4/, Lbs.. Gals.
Total Moisture ____ e (A.. Lbs. Gals.
Total Water . .. 2 _._p__ __ Gals.

Rev. at Mixing Speed: Start • Finish_ . 2 Diff. .12"L, . (100 Max.)

Signature of Batch Plant Inspector: _ __,

Portion of Structure Where Placed:.
Time of Arr. Total Rev. (300 Max.)
Time Placement Comp. Elapsed Time (1% Hr. Max.)
Ambient Temp. _F Concrete Temp. OF Slump (1-4")

Remarks: Cylinder No's. Air %

Water Added in Field: GalJCu. Yd.
Rev. Start:_ Finish: Difference (30 Min.)
Remarks: . .. . . .._"_ _.____ __ _

Field Inspectors Signature:t ........ ..... .:-i, -.. .



* TSBURGH TESTING LABORATO
-IFM 2.5 Exhibit 2, pg 5 of 6 PITTSBURGH, PA.

Order No. TA-7732
Supplier's Delivery

Serial No.
REPORTED TO: FLORIDA POWER CORP.
PROJECT: CRYSTAL RIVER PLANT UNIT NO. 3
Concrete Supplier: West Coast Concrete, Inc.
Arch-Engineer: Gilbert Assoc., Inc.
General Contractor: J. A. Jones

Date Time Loaded Class Mass L Other I- ,
Truck No. /S-- Load No. • Cu. Yds. _ Counter to 0 [ -

Cum. Cu. Yds. ,/L F Moisture: F.A. 5' 2S-%_.., Lbs; C.A. r:1" % 2/1 Lbs.

Design S.S.D. W. Adj. Batch Wt.

Cement (Type) E -_ _ _ _ _ _ __.. ._ _,_ _ _ _ _

C.A. (Size_ ) 6/_.._".____ /_ _ _ _-_
(Size - .)

F.A. • ,•.•••'

Daratard HCF / 6 8 /8"_
Darex AEA .... __ -2 8 2
Water, Gal-s. . 2= QTotal _____- 4_5"y Added
Ice ____ n Lbs._ Gals.
Total Moisture 60$f Lbs. Gals.
Total Water. 2. 2_. _ __ Gals.

Rev. at Mixing Speed: Start C Die F.n.sh 2-Dl. Z(100 Max.)

Signature of Batch Plant Inspector: •• Z __

Portion of Structure Where Placed: "2 6 & ,- _'_

Time of Arr. Total Rev. (300 Max.)
Time Placement Co . Elapsed Time _(1 Hr. Max.)
Ambient Temp.,, OF Concrete Temp. O7L _°F Slump (1-4")

Remarks: Cylinder No's. Air %

Water Added in Fi el d:..._____ Gal/Cu. Yd.
Reov. Start:_ ____Fini :_ _ Difference (30 Min.)

R e m a rk s:, -n i. sh :ý

- Field Inspectos Signature: r , --

-- V_ !;*



iv

ftITSBURGH TESTING LABORATO
SFM 2.5 Exhibit 2, pg6 of 6 PITTSBURGH, PA.

Order -No. TA-7732
Supplier's Delivery

Seatf.__ __
I REPORTED TO: FLORIDA POWER CORP.
PROJECT: CRYSTAL RIVER PLANT UNIT NO. 3
Concrete Supplier: West Coast Concrete, Inc.
Arch.Engineer: Gilbert Assoc., Inc.
General Contractor: J. A. Jones

Date ___/__/ Time Loaded A, Class _ PAW -,S'- Mass [4 Other E-
Truck No. Load No. - Cu. Yds._____ Counter to 0 [9-

Cum.. Cu..Yds. 2__'Y F Moisture: F.A. 4 Lbs; .C.A.2IE 266% Lbs.

Cement (Type) Zr
C.A. (Size _62)

(Size )

Design S.S.D. Wt.

,.2.1 66.Total

Adj. Batch Wit.

I-.A.
Daratard HCF
Darex AEA
Water, Gals.
Ice
Total Moisture
Total Water

2P?

7-

is

q~

E"..

//A-0 Lbs.___

_A••le Lbs.

Added
Gals.
Gals.
Gals.

Rev. at Mixing Speed: Start • Finish- -.. 7 0

Signature of Batch Plant Inspector: ___.

Di ff, •(10O Max.)

Portion of Structure Wleyre'M aced: ____l

Time of Arr. l1 Total Rev. Y ( I .)
Time Placement Corn. EtasedTime -6 . Ht. Max.)
Ambient Te mp. i i 0F Concrete Temp. i7Z . F Sl ump 2  f (1-4')

Remarks: Cylinder No's. Air

Water Added in Field:-_Gal./Cu. Yd.
Rev. Start: Finish: Difference - (30 Min.)
Remarks:

Field Inspectors Signatur

. . .2 • . . .. . . .. *.-', : •


