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AFW Piping Degradation

« Buried AFW piping to the 12 and 14 S/Gs appears to have significant degradation of the protective coating and piping.
The preliminary guided wave inspection results indicate that the ASME Class 2 piping is degraded below min.wall.
The pipe is schedule 80 4” inside diameter carbon steel piping with a coal tar type coating that appears to been hand
applied. The piping run of concern involves about 150 ft of pipe that is buried at depths ranging from 4 ft adjacent to
the out side of containment to 17 ft deep in a covered area adjacent to the containment
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